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ODOT Qualified Products List for 
STRUCTURAL COATINGS 

 
 
 

EXISTING STEEL STRUCTURES  (Maintenance Coatings) 
 
 
 

A. Marine Environment 
 

1. Wasser High-Tech Coatings 
Primer:   MC-Zinc   (OZ – URETHANE) 
Intermediate:  Ferrox-B   (URETHANE) 
Topcoat:   Ferrox-A or MC-Luster (URETHANE) 

 
2. Xymax 

Primer:   Mono-zinc ME III  (OZ-URETHANE) 
Intermediate:   Mono-ferro PUR  (URETHANE) 
Topcoat:   Bridge Finish   (URETHANE) 

 
3. Sherwin-Williams 

Primer:   Corothane I Galvapac (one pack) Zinc Primer (OZ-URETHANE) 
Intermediate:  Corothane I Ironox B (URETHANE) 
Topcoat:   Corothane I Ironox A HS (URETHANE) 

 
 

B. Valley, Central and Eastern Oregon 
 

1. Wasser High-Tech Coatings 
Primer:   MC-Zinc   (OZ-URETHANE) 
Intermediate:  Ferrox-B or MC-Miomastic (URETHANE) 
Topcoat:   Ferrox-A or MC-Luster (URETHANE) 

 
2. Xymax 

Primer:   Mono-zinc ME III  (OZ-URETHANE) 
Intermediate:  Mono-ferro PUR  (URETHANE) 
Topcoat:   Bridge Finish   (URETHANE) 

 
3. Sherwin-Williams 

Primer:   Corothane I Galvapac (one pack) Zinc Primer (OZ-URETHANE) 
or Corothane I Zinc Primer (single component)  

Intermediate:  Ironox B   (URETHANE) 
Topcoat:  Ironox A HS   (URETHANE) 
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4. Carboline 

Primer:  Carbo 859   (OZ-EPOXY) 
Intermediate:  Carboguard 888  (EPOXY) 
Topcoat:  Carbothane 133 HB  (URETHANE) 

 
 

 
 

C. Underwater Exposure 
 

1. Wasser High-tech Coatings 
Primer:   MC-Zinc   (OZ-URETHANE) 
Intermediate:  MC-Tar   (URETHANE) 
Topcoat:   MC-Tar   (URETHANE) 

 
2. Xymax   

Primer:  Mono-zinc ME III  (OZ-URETHANE) 
Intermediate:  Mono-guard   (URETHANE) 
Topcoat:   Mono-guard   (URETHANE) 

 
3. Sherwin-Williams 

Primer:   Corothane I Galvapac (one pack) Zinc Primer (OZ-URETHANE) 
Intermediate:  Corothane I Coal Tar    (URETHANE) 
Topcoat:   Corothane I Coal Tar    (URETHANE) 

 
 

D. Overcoating 
 

1. Wasser High-tech Coating 
Primer:   MC-Miozinc or MC-Prepbond  (URETHANE) 
Intermediate:  Ferrox-B or MC-Miomastic   (URETHANE) 
Topcoat:   Ferrox-A     (URETHANE) 

 
2. Xymax 

Primer:   Mono-Zinc 390 or MonoLock PP  (URETHANE) 
Intermediate:  Mono-Ferro PUR    (URETHANE) 
Topcoat:   Bridge Finish     (URETHANE) 

 
3. Sherwin-Williams 

Primer:   Corothane 1 Mio-Aluminum  (URETHANE) 
Intermediate:  Corothane 1 Ironox B   (URETHANE) 
Topcoat:   Corothane 1 Ironox A HS   (URETHANE) 
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E. Penetrating Primers 

1. Wasser High-Tech Coatings 
Primer:   MC-Prepbond  (URETHANE) 

 
2. Sherwin-Williams 

Primer:   Corothane 1 Preprime (URETHANE) 
 
 
 
 
 
 
 

NEW STEEL STRUCTURES (Shop Coatings) 
 
 

1. Ameron 
 
Single Coat:   Dimetcote 9 HS  (IOZ-SOLVENT) 
 
Primer:   Dimetcoate 9 HS  (IOZ-SOLVENT) 
Intermediate:  Amercoat 385  (EPOXY) 
Topcoat:   Amercoat 450 HS or 450 SA (URETHANE) 

 
 
2. Wasser High-tech Coatings 

Primer:   MC-Zinc   (OZ-URETHANE) 
Intermediate:  Ferrox-B   (URETHANE) 
Topcoat:   Ferrox-A   (URETHANE) 

 
 
3. Xymax 

Primer:   Mono-Zinc ME III  (OZ-URETHANE) 
Intermediate:  Mono-Ferro PUR  (URETHANE) 
Topcoat:   Bridge finish   (URETHANE) 

 
 
 
 
 
4. Carboline 

Single Coat:   Carbozinc 11 VOC or 11 HS  (IOZ-SOLVENT) 
 

Primer:   Carbozinc 11 VOC or 11 HS  (IOZ-SOLVENT) 
Intermediate:  Carboguard 888    (EPOXY) 
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Topcoat:   Carbothane 133 HB    (URETHANE) 
 
Primer:   Carbozinc 859    (OZ-URETHANE) 
Intermediate:  Carboguard 888    (EPOXY) 
Topcoat:   Carbothane 133HB    (URETHANE) 

 
 
5. International Paint, Inc 

Primer:   Interzinc 22HS (34638)   (IOZ-SOLVENT) 
Intermediate:  Intergard 475HS (34638)   (EPOXY) 
Topcoat:   Interthane 990HS (34638)   (URETHANE) 

 
 
6. Sherwin-Williams 

Primer:   Corothane I Galvapac (one pack) Zinc Primer (OZ-URETHANE) 
Intermediate:  Corothane I Ironox B    (URETHANE) 
Topcoat:   Corothane I Ironox A HS    (URETHANE) 

 
Primer:  Zinc Clad lll HS     (OZ-EPOXY) 
Intermediate:  Macropoxy 646 FC     (EPOXY) 
Topcoat:  Acrolon 218 HS     (URETHANE) 
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NON-STEEL METALLIC STRUCTURES 

 
 

A. Galvanized Steel Surfaces 
1. Wasser High-tech Coatings 

Primer:   Ferrox-B  (URETHANE) 
Topcoat:   Ferrox-A  (URETHANE) 

 
2. Xymax Coatings Inc. 

Primer:   Mono-Ferro PUR (URETHANE) 
Topcoat:   Bridge Finish  (URETHANE) 

 
3. Sherwin-Williams 

Primer:  Ironox B  (URETHANE) 
Topcoat:  Ironox A HS  (URETHANE) 

 
 
 

B. Aluminum Surfaces 
1. Wasser High-tech Coatings 

Single coat:   Ferrox A  (URETHANE) 
 
2. Xymax Coatings 

Single Coat:   MaxCoat HB or Bridge Finish (URETHANE) 
 
3. Sherwin-Williams 

Single Coat:   Ironox A HS   (URETHANE) 
 
 
 
 
 


