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02530.71 – Galvanizing, Repair Hot Dip 
Products will be commercially available meeting the following requirements. 

The Repair of Hot-Dip Galvanizing Material shall meet the following (Specifications): 
• ASTM A 780 
• For paints containing zinc dust, the minimum zinc content on the dry film is 92 percent.  
• Spray or brush application capable of minimum dry film thickness of 3 mils. 

SUBMITTAL PROCESS: 

o Submit the following: 
o Preliminary Information for Product Evaluation Form. 
o Independent test results showing compliance with specs listed above, 
o Technical /Specification data sheet, including the basic ingredients of the product.  
o Detailed installation/application instructions. 
o List of limitations and precautions if any. 
o Demonstrate the ease of installation. 

• Submit to: Product Evaluation Coordinator 
Oregon Dept. of Transportation 
800 Airport Road SE 
Salem, OR. 97301-4792 

http://www.oregon.gov/ODOT/HWY/CONSTRUCTION/QPL/Docs/prelim_info_product_eval_fill-in.pdf
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