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QUALIFIED PRODUCTS LIST
OREGON DEPARTMENT OF TRANSPORTATION

The "QUALIFIED PRODUCTS LIST" (QPL) is a comprehensive list
of all finished products which have been evaluated and/or used by the
Oregon DOT.

The "QUALIFIED PRODUCTS LIST" is made up of two types of lists:

1. The QUALIFIED LIST - “Q” is for products that have been
reviewed and found to be suitable for use in a specific category. Job
control testing may still be necessary. Consult the ODOT Nonfield-
Tested Materials Acceptance Guide", the "ODOT Field-Tested
Materials Acceptance Guide", and the Project Specifications.

2. The APPROVED LIST - “A” is for commercially available products
having a low consequence of failure. These products are only usable
for appropriate applications. May Require a Field Inspection Report.
State existence on the Approved List and recognition of the product.
No additional sampling or testing is needed.

Specific questions regarding products on the un-published
CONDITIONAL LIST can be answered by calling 503/986-3059.

“Conditionally Approved”
approval for each project.
time.

products need specific, prior
Approval is given for one project at a

The use of all products is restricted to the category in which they are
listed. Products should be used and installed as the manufacturer
recommends. The QPL does not distinguish between domestic and
foreign steel.  Use of this list by ODOT Maintenance Personnel as

an information resource is encouraged.

Description Page #
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The “QPL" and submittal forms are accessible from the Internet:
http://www.oregon.qov/ODOT/HWY/CONSTRUCTION/

Although the products listed may be approved for use, they are not
exempt from State Purchasing Rules, practices and guidelines, or
manufacturer’'s warrantees or guarantees.

If you have questions, contact:

Oregon Department of Transportation
800 Airport Rd SE, Salem, OR 97301-4798
Dean Chess, Phone: 503/986-3059

E-Mail: dean.m.chess@odot.state.or.us

FAX: 503/986-3096

n
Orego .
of Transportation



OREGON DEPARTMENT OF TRANSPORTATION

"QPL" INDEX BY CATEGORY TO GET SPECIFICATION NUMBERS PAGE |
CATEGORY SPEC # CATEGORY SPEC # CATEGORY SPEC#
ADMIXTURES, CONCRETE 02040.10 CONCRETE EVAPORATION RETARDER 02050.40 FENCING, CHAIN LINK 03010.00
ANTI-GRAFFITI COATING - SIGNS 02910.70 CONCRETE MODIFIER - FLY ASH 02030.10 FENCING, WORKZONE DELINEATION 00225.12
ASPHALT COLD PATCH - HI PERF 00745.00 CONCRETE MODIFIER - GGBF SLAG 02030.40 FLAGGER STATION LIGHTING 00225.17
ASPHALT RELEASE AGENT 00745.22 CONCRETE MODIFIER - LATEX 02030.30 FLAGGER STOP/SLOW PADDLE 00225.27
AUTOMATED FLAGGER ASSIST. DEVICE 00225.18 CONCRETE MODIFIER - METAKACLIN 02030.50 FORM TIE, NON-METALLIC 00540.45
BACKER ROD 02440.14 CONCRETE MODIFIER - SILICA FUME 02030.20 FRP BRIDGE STRENGTHENING 00565.00
BARRICADE, TEMPORARY 00225.12 CONCRETE RETARDER (SURFACE) 00540.10 GEOGRIDS - SUBGRADE REINFORCEMENT ~ 02320.10
BARRIER PANELS, REFLECTIVE 00225.12 CONCRETE SEALER - CHLORIDE BARRIER 02060.00 GEOGRIDS - TYPE | MSEW 02320.10
BARRIER, CABLE 00811.00 CRACK INJECTION, EPOXY 00538.10 GLARE SHIELDS 00822.00
BEARINGS, BRIDGE 00582.10 CRACK SEALER (LO MOD / HI MOD) 02060.00 GROUT, EPOXY 02080.10
BIRD SPIKES 00907.10 CURING BLANKET, CONCRETE 02050.30 GROUT, KEYWAY 02080.30
BONDING AGENT, EPOXY 02070.10 CURING COMPOUND, CONCRETE 02050.10 GROUT, NON-EPOXY (NON SHRINK) 02080.20
BONDING AGENT, NON-EPOXY 02070.20 DAMP PROOFING, CLEAR 00597.11 GROUT, TENDON 02080.50
CEMENT, PORTLAND 02010.10 DELINEATORS - (TYPES 1 to 6) 00840.10 GUARDRAIL BLOCKS, PLASTIC 02110.20
COATING FOR REBAR SPLICES 02510.11 DETECTABLE WARNING DEVICES 00759.12 GUARDRAIL TERMINALS 02820.00
COATING, FOR REBAR, EPOXY 02510.11 DRAINS, TRENCH (PREFORMED) 00446.00 HERBICIDES, PRE-EMERGENT 01040.21
COMPOST 01040.15 ELASTOMERIC CONCRETE 00584.10 HIGHWAY EDGE DRAINS 02410.00
CONCRETE ANCHOR, MECHANICAL 00535.10 ELECTRONIC CUTTABLE FILM 02910.60 IMPACT ATTENUATOR, PERM. 00830.00
CONCRETE ANCHOR, RESIN 00535.10 EROSION CONTROL 00280.00 IMPACT ATTENUATOR, TEMP. 00225.12
CONCRETE BARRIER GATE 00820.00 EXPANSION JOINTS, BRIDGE 00585.10 IMPACT ATTENUATOR, TRUCK MTD 00225.12




OREGON DEPARTMENT OF TRANSPORTATION

"QPL" INDEX BY CATEGORY TO GET SPECIFICATION NUMBERS PAGE Il
CATEGORY SPECH# CATEGORY SPECH CATEGORY SPECH#

JOINT FILLER, PREFORMED 02440.10 PAVEMENT MARKER, PERMANENT 00855.00 ROCK BOLTS 00398.00
LATEX EMULSION PAINT 02210.30 PCC PATCHING 02010.10 SEQUENTIAL ARROW SIGN 00225.16
LOOP SEALANTS, TRAFFIC 00990.43 PCMS / PVMS - CHNGABLE MESSAGE SIGN 00225.16 SIGN COVERS, TEMPORARY 00225.11
LUBRICANTS FOR GALV FASTENERS 02560.70 PERFORATED STEEL SQ TUBE - ANCHORS 00930.00 SIGN SHEETING TYPE 04, WORKZONE RIGID  00225.11
MAILBOX SUPPORTS 01070.00 PERFORATED STEEL SQ TUBE - SLIP BASE  00930.00 SIGN SHEETING, TYPES |- X 02910.20
MANHOLE RISER RINGS 00470.00 PERFORATED STEEL SQ TUBE - SUPPORTS 00930.00 SIGN SHEETING, WORKZONE ROLL-UP 00225.11
MANHOLE STEPS 02450.30 PILE TIPS 00520.00 SIGN SUPPORTS, PORTABLE 00225.11
MARKERS, TUBULAR AND CONICAL 00225.13 PIPE - POLYETHYLENE 02410.60 SOIL BIO AMENDMENT 01040.17
MARKERS, TUBULAR, SURF. MTD, PERM. 00856.10 PIPE - POLYPROPYLENE 02410.75 SOIL STERILIZATION 01040.21
MARKERS, TUBULAR, SURF. MTD, TEMP. 00225.13 PIPE - PVC 02410.70 STORMWATER CONTROL FACILITIES 01092.10
MARKINGS, LONGITUDINAL - DURABLE 00865.00 PIPE, MASTIC 00445.12 STRUCTURAL STEEL CAULKING 00594.12
MARKINGS, LONGITUDINAL - HIGH PERF 00866.00 PIPE, POLYMER COATINGS FOR METAL PIPE  02420.20 STRUCTURAL STEEL COATINGS 00594.11
MARKINGS, LONGITUDINAL - PAINT 00860.00 PLASTIC DRUMS, TEMPORARY 00225.13 SYNTHETIC SLURRY 00512.14
MARKINGS, TRANSVERSE 00867.00 POROUS PAVER 00760.00 TAPE, NON-REFLECTIVE 00225.13
MEMBRANE, WATERPROOFING 00591.00 POURED JOINT FILLER, HOT 02440.30 TAPE, TEMPORARY 00225.13
MOISTURE RETENTION CHEM FOR SOIL 01040.22 POURED SEALANT, SILICONE (2 PART) 02440.11 TRAFFIC SIGNAL, PORTABLE 00225.15
MULTI - LAYER POLYMER CONCRETE OVERL/ 00556.10 PTMS - VENDOR 00225.16C TRENCHLESS TECHNOLOGY 00445.00
OVERHEIGHT VEHICLE WARNING 00225.16 REBAR MANUFACTURERS 00530.00 WATERPROOFING - CAP 00597.11
PAVEMENT MARKER ADHESIVE 00855.00 REBAR SPLICE, MECHANICAL 00530.42 WOOD PRESERVATIVE, FIELD 02190.30
PAVEMENT MARKER, FLEXIBLE 00225.13 REFLECTIVE ELEMENTS FOR MARKINGS 00850.00
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Traffic Control Devices Notice (4-7-2011)

The American Association of Stale Highway and Transportation Officials (AASHTO) recently published
the Manual for Assessing Safety Hardware (MASH). MASH is an update to and supersedes NCHRP

Report 350.

Requirements in Section 1408 of SAFETEA-LU stated that "The Secretary, in cooperation with the
Association [i.e., AASHTO], shall publish updated guidance regarding the conditions under which States,
when choosing to improve or replace highway features on the NHS, should improve or replace such
features ... ". The AASHTO/FHWA Implementation Plan was developed to satisfy that requirement.

Category 1: Plastic Tubular Markers, Plastic Barrels. ODOT Link for Self Certification form Click Here
Category 2: Portable Sign Supports, Tripod Mounted AFAD’s, Type 3 Barricades, etc.

Category 3: Impact Attenuators, Guardrail, etc.

Category 4. Trailer Mounted Sequential Arrows, Trailer Mounted Message Boards,

Trailer Mounted AFAD’s, Trailer Mounted Flagger Station Lighting etc.

It is the responsibility of the Contractor to ensure they use a product that complies with the appropriate
requirements.

FHWA Safety Websites:
Work Zone Devices: http://safety.fhwa.dot.qov/roadway dept/policy quide/road hardware/wzd/

Traffic Barriers, Barrier Terminals, Crash Cushions, and Bridge Railings:
http://safety.fhwa.dot.gov/roadway%5Fdept/policy quide/road hardware/barriers/term cush.cfm

NCHRP Report 350: http://safety.fhwa.dot.gov/roadway dept/policy guide/road hardware/nchrp 350/

MASH: http://safety.fhwa.dot.gov/roadway dept/policy guide/road hardware/policy memo/memo112009/

Self Certification Category: http://safety.fhwa.dot.gov/roadway dept/policy guide/road hardware/nchrp 350/catgl.cfm

FHWA Work zone Letter WZ-161:
http://safety.fhwa.dot.qov/roadway dept/policy quide/road hardware/listing.cfm?code=workzone




Erosion Control Page IV

Cateqory Remarks Section

Check Dam TYPE 1 — AQQrEQaALE ...ttt e e e e e e e 00280.15a
Type 2 — Straw Bale
Type 3 — Biofilter Bag
Type 4 - Sand Bag
Type 5 — Prefabricated Check Dam System
Type 6 — Compost Filter Sock

Chemical Dust Control Type 1 — Liquid ....oveinie e e 00280.14c
Type 2—- Dry

DraiNAge CUID. ... e e e e e e e e e e 00280.15c

(0 Y o] =T= o [ PP 00280.15e

Inlet Protection Type 1 — SedimMent FENCE ..ot e e e e e 00280.16d

Type 2 — Geotextile w/Aggregate Filter

Type 3 — Prefabricated Filter Insert (Standard and Oil/Gas Versions)
Type 4 — Biofilter Bag

Type 5 - Masonry and Aggregate

Type 6 — Sod

Type 7— Compost Filter Sock

Type 8- Other

Matting** — Slope
Type A - Slopes 1:3 or flatter - Clay Soil .............c.cooviiiiiin. 00280.14e
Type B - Slopes 1:3 or flatter - Sandy Soil
Type C - Slopes steeper than 1:3 - Clay Soil
Type D - Slopes steeper than 1:3 - Sandy Soil

Matting** — Flexible Channel Liner
Type E - Shear Stress Range 0— 96 Pascals (0-2 Ibs/sq ft) ....... 00280.14e
Type F - Shear Stress Range 0— 192 Pascals (0—4 Ibs/sq ft)
Type G - Shear Stress Range 0— 287 Pascals (0 -6 lbs/sq ft)
Type H - Shear Stress Range 0-— 383 Pascals (0 -8 Ibs/sq ft)

**Texas DOT Website for use with Mattings:
http://www.txdot.gov/business/doing business/product evaluation/erosion control.htm

Rev 2-3-2011



Erosion Control

Page V

Category Remarks Section
U0l g TS T ST =T g o o = YA 00280.14d
Outlet Protection Type 1—InChannel ... 00280.00
Type 2 — End of Pipe
Type 3 — Flocculent
PlastiC SNEELING .....oviii e e e e 00280014
Sediment Barrier, Temporary Typel—StrawBale ..........ccoooiiiiiii 00280.16e
Type 2 — BioFilter Bag
Type 3 — Fiber Rolls (Wattles)
Type 4 — Sand Bags
Type 5 - Brush Barriers
Type 6 — Filter Berm
Type 7 — Pre-Fabricated Sediment Barrier
Type 8 — Compost Filter Sock
Type 9 — Compost Filter Berm
Sediment Fence SUPPOMEA ... e e e 00280.16¢
Unsupported
Y=o 11T o B 1Y - P [0 2 {0 I K5
Y (o] oL D] = 1] TR =T 4 o] oo - V20 00280.15d
Slope Protection Type 1— Soft Armoring ..........ccccovevviiieiiiiii i i e e eee. 00390.00

Rev 2-3-2011

Type 2 — Cellular Confinement
Type 3 — Other



Cateqory

Pavement Markings (1 of 2)

Longitudinal Durable Pavement Markings

Method A — Profiled

Method B - Non-Profiled

Method C** — Protected Inlay

Method D** - Profiled Wet Weather

Applications
Methyl Methacrylate, (MMA) Profile, 120 Mils w/ %2” bumps
Thermoplastic, Profile, 120 Mils w/ %" bumps

Methyl Methacrylate, (MMA) Non-Profile 120 Mils, Extruded
Thermoplastic, Non-Profile 120 Mils, Extruded

Flat Line

Flat Line — Wet Weather (place holder — no QPL products to-date)
Truncated Dome (requires project specific plan sheet)

Inverted Profile

Longitudinal Profile (requires project specific plan sheet)

Truncated Dome (requires project specific plan sheet)
Inverted Profile
Longitudinal Profile (requires project specific plan sheet)

Method E** - Non-Profiled Wet Weather  Flat Line (place holder — no QPL products to-date)

Truncated Dome (requires project specific plan sheet)
Inverted Profile
Longitudinal Profile (requires project specific plan sheet)

**Qptions for Methods C, D, & E Option 1 - Methyl Methacrylate (MMA)

Method F — Spray

Option 2 — Thermoplastic

Methyl Methacrylate (MMA) Spray 120 Mils — Spray
Thermoplastic Spray 120 Mils — Spray

(2-3-11)

00865.00
00865.00

00865.00

00865.00

00865.00
00865.00
00865.00
00865.00
00865.00

00865.00
00865.00
00865.00

00865.00
00865.00
00865.00
00865.00

00865.00
00865.00

Page VI

Section
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Pavement Markings (2 of 2)

Longitudinal Durable Pavement Markings (Continued)

Category Applications Section

Method G - Tape Pavement Marking Tape — Non-Patterned Hot Laid 00865.00
Pavement Marking Tape — Patterned - Hot Laid 00865.00
Pavement Marking Tape — Non-Patterned Grooved 00865.00
Pavement Marking Tape — Patterned — Grooved 00865.00
Pavement Marking Tape — Wet Weather Pattern, Hot Laid 00865.00
Pavement Marking Tape — Wet Weather Pattern, Grooved 00865.00

Longitudinal High Performance Pavement Markings

Category Applications Section
Method 1 - Spray Modified Urethane, 25 Mil, Spray 00866.00
Polyurea, 20 Mil, Spray 00866.00
Hi Build Paint, 25 Mil, Spray 00866.00
Method 2 - Inlaid Hi Build Paint, 25 Mil 00866.00
Modified Urethane, 25 Mil 00866.00

Transverse Durable Pavement Markings

Category  Applications Section
Type A Liquid Hot Poured Thermoplastic with intermixed and top-dressed beads, 120 Mils 00867.00
Type B Preformed Fused Thermoplastic with intermixed beads, 125 Mils 00867.00

Type B-HS Preformed Fused Thermoplastic with intermixed beads, 125 Mils (Has better skid performance) 00867.00
Types C and D have been discontinued.



on27m1 Permanent Impact Attenuator Attributes Page VI I
Test Designed for . Two Sided
ID# Product Name Manufacturer 'CI')prOe: szre' Rs;DF:;?ﬁglvle Ga:glg or Qbitagle Length of Attenuator* OneHSitIdBd STiéV:d I;?;’:;zi L&"a":n/t:nefnuclzr
Speed Widths® of: (Shoulder) (Gore) (Median)

2921 EASI-CELL ENERGY ABSORPTION TL-1 Partial Gating 51" 102" Yes Yes Yes Regular Maintenance
3154 2005 SHORTRACC (TL-2) TRINITY INDUSTRIES C TL-2 Yes Non-Gating 24" & 30" 14 Yes Yes Yes Regular Maintenance
3155 2005 WIDETRACC (TL-2) TRINITY INDUSTRIES C TL-2 Yes Non-Gating 2'6" Variable Yes Yes Yes Regular Maintenance
3436 QUAD-GUARD (TL-2) ENERGY ABSORPTION G&H TL-2 Yes Non-Gating 24" - 90" 131" Yes Yes Yes Low Maintenance
3872 QUAD-GUARD Il ENERGY ABSORPTION G&H TL-2 Yes Non Gating 24" - 90" 8'8" Yes Yes Yes Low Maintenance
2413 QUAD-GUARD ELITE - 7 BAY ENERGY ABSORPTION G&H TL-2 Yes Non Gating 24-90" Varit?:LeSi(tiZOSr'ﬂQ" * Yes Yes Yes Low Maintenance
4372 QUEST 70 (TL-2) ENERGY ABSORPTION C&D TL-2 Yes Non Gating 24" - 36" 21'2" Yes Yes Yes Regular Maintenance
3437 REACT 350 WIDE (TL-2) ENERGY ABSORPTION H TL-2 Yes Non Gating 60", 90" 18' 10" Yes Yes Yes Low Maintenance
3438 REACT 350 NARROW (TL-2) ENERGY ABSORPTION G TL-2 Yes Non Gating 36" 15'2 3/4" Yes Yes Yes Low Maintenance
3110 SCI70GM WORK AREA PROTECTION G&H TL-2 Yes Non Gating 24" - 120" Varitar\::eSi(ﬁloar'ﬂS" * Yes Yes Yes Low Maintenance
2844 SHORTTRACC TRINITY INDUSTRIES (03 TL-2 Yes Non Gating 24" & 30" 14' Yes Yes Yes Regular Maintenance
2961 UNIVERSAL TAU-II BARRIER SYSTEMS C&D TL-2 Yes Non Gating up to 102" Vari:t;lﬁs(ig;)ﬁzl * Yes Yes Yes Regular Maintenance
3153 2005 TRACC (TL-3) TRINITY INDUSTRIES E TL-3 Yes Non Gating 24" & 30" 21 Yes Yes Yes Regular Maintenance
3155 2005 WIDETRACC (TL-3) TRINITY INDUSTRIES F TL-3 Yes Non-Gating Variable Variable Yes Yes Yes Regular Maintenance
2711 BEAT SSCC ROAD SYSTEMS, INC. A TL-3 Partial Gating NAéi(dSeiz?Ie 28' Yes No No Regular Maintenance

880 BRAKEMASTER 350 ENERGY ABSORPTION B TL-3 Partial Gating G/R Transition 31'8" Yes Yes Yes Regular Maintenance

291 CAT-350 CRASH CUSHION TRINITY INDUSTRIES B TL-3 Partial Gating G/R & Barrier 31.2" w/ Tail Yes Yes Yes Regular Maintenance
3649 HEART TRINITY INDUSTRIES » TL-3 Yes Non Gating 24" 26' Yes Yes Yes Low Maintenance®
1572 QUAD-GUARD ENERGY ABSORPTION J&K TL-3 Yes Non Gating 24" - 120" 22'1" Yes Yes Yes Low Maintenance
3872 QUAD-GUARD Il ENERGY ABSORPTION J&K TL-3 Yes Non Gating 24" - 120" 17' 8" Yes Yes Yes Low Maintenance
2413  QUAD-GUARD ELITE - 11 BAY ENERGY ABSORPTION J&K  TL-3 Yes Non Gating 24" - 90" Variable (35' + transition) Yes Yes Yes Low Maintenance
4414 QUAD-GUARD ELITE - 8 BAY ENERGY ABSORPTION J&K TL-3 Yes Non Gating  G/R & Barrier 26' 7" Yes Yes Yes Low Maintenance
1906  QUAD-TREND 350 ENERGY ABSORPTION A TL-3 Partial Gating NA (Single Sided) 20 Yes No No Regular Maintenance
3138 QUEST 350 ENERGY ABSORPTION E TL-3 Yes Non Gating 24" 22'2" Yes Yes Yes Regular Maintenance
2587 REACT 350 - WIDE ENERGY ABSORPTION K TL-3 Yes Non Gating 60", 96" & 120" 33'10" Yes Yes Yes Low Maintenance
1364 REACT 350 (NARROW) ENERGY ABSORPTION J TL-3 Yes Non Gating 36" 30'8" Yes Yes Yes Low Maintenance
2907 SCI100GM WORK AREA PROTECTION J&K TL-3 Yes Non-Gating 24" - 120" Varitar\::eSi(ﬁzolr'ﬂS" * Yes Yes Yes Low Maintenance
1902 TRACC TRINITY INDUSTRIES E TL-3 Yes Non Gating 24" Variable (21' + transition) Yes Yes Yes Regular Maintenance
2961 UNIVERSAL TAU-II BARRIER SYSTEMS E&F TL-3 Yes Non Gating up to 102" 25' Yes Yes Yes Regular Maintenance
2759  WIDETRACC TRINITY INDUSTRIES E&F TL-3 Yes Non Gating Variable Variable (21' + transition) Yes Yes Yes Regular Maintenance
3156 2005 FASTRACC TRINITY INDUSTRIES Type M* 70 mph Yes Non Gating 24" & 30" 26' Yes Yes Yes Regular Maintenance
2570  QUAD-GUARD HS (HIGH SPEED) ENERGY ABSORPTION Type L* 70 mph Yes Non Gating 24" 30'7"to 31' 3" Yes Yes Yes Low Maintenance
3555  QUEST 115 ENERGY ABSORPTION Type M* 70 mph Yes Non Gating 24, 30, 36" 33'3" Yes Yes Yes Regular Maintenance
2961 UNIVERSAL TAU-II BARRIER SYSTEMS Type M* 70 mph Yes Non Gating up to 102" 29'6" Yes Yes Yes Regular Maintenance

Notes:

. Lengths of Impact Attenuators as listed above only includes the energy-absorbing part.

. The design width for obstacles do not take into account additional width the Impact Attenuator may add.
. For the safety of our maintenance crews ODOT uses Low Maintenance devices when total daily traffic count is 25K or more, or if one or more hits are expected in one year; check the plans.

. Due to side impact considerations this unit will not be allowed in gores where the ADT is 25K or higher.
. Low Maintenance units may be substituted for Regular Maintenance units providing the remaining specified attributes are met.

1
2
3
4. Types L* and M* are allowed on projects by Special Provision only.
5
6



Permanent Impact Attenuator Types: Page IX

Type A — Gating Device, Test Level 3, for shoulder use only. Narrow Width, Regular Maintenance.

Type B — Gating Device, Test Level 3, for shoulder, gore, & median use. Narrow Width, Regular Maintenance.

Type C — Non-Gating Device, Test Level 2, for shoulder, gore, & median use. Narrow Width, Regular Maintenance.

Type D — Non-Gating Device, Test Level 2, for shoulder, gore, & median use. Wide Width, Regular Maintenance.

Type E — Non-Gating Device, Test Level 3, for shoulder, gore, & median use. Narrow Width, Regular Maintenance.

Type F — Non-Gating Device, Test Level 3, for shoulder, gore, & median use. Wide Width, Regular Maintenance.

Type G — Non-Gating Device, Test Level 2, for shoulder, gore, & median use. Narrow Width, Low Maintenance.

Type H — Non-Gating Device, Test Level 2, for shoulder, gore, & median use. Wide Width, Low Maintenance.

Type | — Not Used

Type J — Non-Gating Device, Test Level 3, for shoulder, gore, & median use. Narrow Width, Low Maintenance.

Type K — Non-Gating Device, Test Level 3, for shoulder, gore, & median use. Wide Width, Low Maintenance.

Type L — Non-Gating Device, Test Level 3 - High Speed, for shoulder, gore, & median use. Narrow Width, Low Maintenance.
Type M — Non-Gating Device, Test Level 3 - High Speed, for shoulder, gore, & median use. Narrow Width, Regular Maintenance.

Note: “Low Maintenance” is defined as less than 2 hours to repair damage from a hit equivalent to
an NCHRP 350 TL-3 Test 3-31, not including traffic control.



Type 1 MSEW - Geogrid

Page X

Oregon DOT

5/16/11
Long-Term Strength
OoDOT Product Name Ultimate Tensile Long-Term Tensile | Reduction Factors
ID# Strength, T,>® (Ib/ft) Strength, T2 (Ib/ft)] RF | RFcr | RFp Manufacturer Name and Contact Info.
3744 | Miragrid 3XT - TenCate 3151 1387 1.12 | 1.56 | 1.3 [|Manufacturer Name: TenCate Mirafi USA
3745 | Miragrid 5XT - TenCate 4295 1891 1.12 | 1.56 | 1.3 [|Address: 5016 256th Ave NE, Redmond, WA 98053
3746 | Miragrid 7XT - TenCate 5699 2509 1.12 | 1.56 | 1.3 [|Contact Name: Joshua Venters
3747 | Miragrid 8XT - TenCate 6994 3079 1.12 | 1.56 | 1.3 [|Phone: 425.868.1314
3748 | Miragrid 10XT - TenCate 9694 4180 112 | 1.56 | 1.3 [|Fax: 425.671.2915
3749 | Miragrid 18XT - TenCate 9357 4120 1.12 | 1.56 | 1.3 |[[Cell: 425.891.4722
3750 | Miragrid 20XT - TenCate 12412 5465 1.12 | 1.56 | 1.3 ||E-mail: j.venters@tencate.com
3751 | Miragrid 22XT - TenCate 17748 7814 1.12 | 1.56 | 1.3 [|Website: www.tencate.com
3752 | Miragrid 24XT - TenCate 25364 11167 112 [ 156 | 1.3
3757 UX1400HS 4800 1504 1.12 | 259 | 1.1 [|Manufacturer Name: Tensar Earth Technologies, Inc.
3758 UX1500HS 7810 2492 1.1 | 259 | 1.1 ||Address: 2500 Northwinds Parkway, Suite 500, Alpharetta,
3759 UX1600HS 9870 3149 11 | 259 | 1.1 ||GA 30009
3760 UX1700HS 11990 3768 1.1 | 2.63 | 1.1 [[Contact Name: Willie Liew, P.E.
3762 UX1400MSE 4800 1504 1.12 | 259 | 1.1 [|Phone: 770.344.2090
3763 UX1500MSE 7810 2492 1.1 | 259 | 1.1 [|Fax: 770.344.2089
3764 UX1600MSE 9870 3149 1.1 | 259 | 1.1 ||E-mail: wliew@tensarcorp.com
3765 UX1700MSE 11990 3768 1.1 | 263 | 1.1 ||Website: www.tensarcorp.com
4376 SG150 1875 874 11 1.5 1.3 |[Manufacturer Name: Strata Systems, Inc.
4377 SG200 3600 1678 11 1.5 1.3 ||Address: 380 Dahlonega Rd, Suite 200, Cumming, GA 30040
4378 SG350 5000 2331 11 1.5 1.3 ||Contact Name: Lance Carter
4379 SG500 6400 2984 11 1.5 1.3 ||Phone: 800.680.7750
4380 SG550 8150 3800 11 1.5 1.3 ||Fax: 770.888.6680
4381 SG600 9100 4242 1.1 15 1.3 ||Website: www.geogrid.com
4382 SG700 11800 5501 11 1.5 1.3
4144 SF20 1939 800 1.18 | 1.58 | 1.3 [|Manufacturer Name: Synteen Technical Fabrics, Inc.
3781 SF35 3055 1260 1.18 | 1.58 | 1.3 [|Address: PO Box 630616, Littleton, CO 80163
3782 SF55 4199 1732 1.18 | 1.58 | 1.3 [|Contact Name: Dan Winkle
3783 SF80 7398 3052 1.18 | 1.58 | 1.3 [|Phone: 303.522.7830
4145 SF90 8500 3507 1.18 | 1.58 | 1.3 [|Fax: 303.791.8193
3784 SF110 10207 4211 1.18 | 1.58 | 1.3 [|E-mail: d_winkle@synteen.com
4146 SF350 27400 11305 1.18 | 1.58 | 1.3 [|Website: www.synteen.com
4383 ParaGrid 30/05 3425 1723 1.1 | 1.39 | 1.3 |[Manufacturer Name: Linear Composites Ltd.
4384 ParaGrid 40/05 4110 2068 1.1 | 1.39 | 1.3 ||US Rep: Maccaferri, Inc.
4385 ParaGrid 50/05 4452 2240 1.1 | 1.39 | 1.3 |[Contact Name: Neil Hansen
4386 ParaGrid 60/05 4795 2412 1.1 | 1.39 | 1.3 ||Address: 8651 Morrison Creek, Sacramento, CA 95828-1861
4387 ParaGrid 65/05 5479 2756 1.1 | 1.39 | 1.3 ||Phone: 916.371.5805 Cell: 916.396.0626
4388 ParaGrid 70/05 6164 3101 1.1 | 1.39 | 1.3 ||Fax:916.371.0764
4389 ParaGrid 80/05 6849 3446 1.1 | 1.39 | 1.3 ||E-mail: mail@linearcomposites.com
4390 ParaGrid 90/05 7534 3790 1.1 | 1.39 | 1.3 |[|Website: www.linearcomposites.com




5/16/11 Type 1 MSEW - Geogrid Oregon DOT

Long-Term Strength
oDOoT Product Name Ultimate Tensile Long-Term Tensile | Reduction Factors
ID# Strength, T,.>® (Ib/ft)| Strength, T2 (Ib/ft)] RFp | RFer | RFp Manufacturer Name and Contact Info.
4391 ParaGrid 100/05 8562 4307 11 ] 139 13
4392 ParaGrid 110/05 10274 5169 1.1 | 1.39 | 1.3 ||Mfg: Linear Composites Ltd (continued)
4393 ParaGrid 125/05 11986 6030 11 ] 139 13
4394 ParaGrid 150/05 12329 6203 11 ] 139 13
4395 ParaGrid 175/05 13699 6892 11 ] 139 13
4396 ParaGrid 180/05 3425 1723 11 ] 139 13
4397 ParaGrid 200/05 4110 2068 11 ] 139 13
3791 Fortrac 20 1500 713 1.15 | 1.59 | 1.15 [|Manufacturer Name: Huesker, Inc.
3792 Fortrac 35 2400 1200 1.1 | 1.59 | 1.15 ||Add: 10701-W South Commerce Blvd, Charlotte, NC 28273
3793 Fortrac 55 3710 1860 1.1 | 1.59 | 1.15 |[Contact Name: Steve Lothspiech
3794 Fortrac 80 5380 2690 1.1 | 1.59 | 1.15 ||Phone: 704.588.5500 (X120)
3795 Fortrac 110 7410 3710 1.1 | 1.59 | 1.15 ||Fax: 704.588.5988

Phone: 800.942.9418

E-mail: marketing@hueskerinc.com

Website: www.huesker.com

4147 Raugrid 3x3N 2055 927 1.1 | 1.55 | 1.3 [[Manufacturer Name: Luckenhaus Technical Textiles, Inc.
4148 Raugrid 4x2N 2740 1236 1.1 | 1.55 | 1.3 [|Address: 175 Mehler Lane, Martinsville, VA 24112
4149 Raugrid 5x2N 3425 1545 1.1 | 1.55| 1.3 |[Contact Name: Penny Campbell
4150 Raugrid 6x3N 4110 1854 1.1 | 1.55| 1.3 |[Phone: 866.513.6275
4151 Raugrid 8x3N 5480 2472 1.1 | 1.55| 1.3 ||Fax: 276.638.4704
4152 Raugrid 11x3N 7535 3399 1.1 | 155| 1.3
4153 Raugrid 13x3N 8905 4018 1.1 | 155| 1.3
4154 Raugrid 15x3N 10275 4636 1.1 | 155| 1.3
Notes:
1. T, determined from Test Procedure ASTM D6637
2. T, determined from WSDOT Standard Practice T 925 Page XI

3. All Tensile Strengths in Machine Direction




STANDARD

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

*LIST " A

11

11

11

11

11

11

11

11

11

**LIST ' Q

APPROVED.

= QUALI FI ED.
LI ST PUBLI SHED BY:

SI GN COVERS
PCOLYPROPYLENE

SI GN SHEETI NG - TYPE O4
RIG D - WORKZONE

ODOT TYPE 04
FLUCRSECENT ORANGE

SI GN SHEETI NG - TYPE O4
RIG D - WORKZONE

OoDOT TYPE O4
FLUCRESCENT ORANGE

SI GN SHEETI NG - TYPE O4
RIG D - WORKZONE

ODOT TYPE O4
FLUORESCENT ORANGE

SI GN SHEETI NG ROLL- UP
FOR ROLL-UP SI GNS

SI GN SHEETING ROLL- WP
FOR ROLL-UP SI GNS
FLUCRESCENT ORANGE

SI GN SHEETI NG ROLL- UP
FOR ROLL-UP SI GNS
FLUORESCENT ORANGE

SI GN SHEETING ROLL- WP
FCR ROLL-UP SI GNS
FLUORESCENT PI NK

SI GN SUPPORTS, PORTABLE
FOR ROLL-UP SI GNS

APPROVED LI ST -
QUALI FIED LI ST -

AVERY DENNI SON W 7514
ASTM D4956 TYPE VI I |

3-M SERI ES 3924S
ASTM D4956 TYPE VI & X

3-M SERI ES 3954
ASTM D4956 TYPE | X

REFLEXI TE FLUORESCENT PI NK

SUPERBRI TE

3-M RS24 ROLLUP SHEETI NG

REFLEXI TE - MARATHON

3-M RS33 ROLLUP SHEETI NG

COWPACT FLEXI NG STAND G- 102

CODOT CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER

SI GN SOCKS | NC. 888/ 765-4769
TODD PETREY 541/ 297- 8655

AVERY DENNI SON 800/ 327- 5917

3-M COVPANY TSSD 800/ 553- 1380
SCOTT ELLWOOD 503/ 309-9160

3-M COVPANY TSSD 800/ 553- 1380
SCOTT ELLWOCOD 503/ 309-9160

REFLEXI TE CORP. 800/ 654-7570
TOM PLUVB 619/ 300- 0128
BROOK JERZYK 860/ 676- 7100

3-M COVPANY TSSD 800/ 553- 1380
SCOTT ELLWOCD 503/ 309-9160

REFLEXI TE CORP. 800/ 654-7570
TOM PLUMB 619/ 300- 0128
BROCK JERZYK 860/ 676- 7100

3-M COVPANY TSSD 800/ 553- 1380
SCOTT ELLWOCD 503/ 309-9160
EASTERN METALS 800/ 872- 7446

ZUVAR | NDUSTRI ES 800/ 426- 7967

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

02/ 10/ 00

02/ 10/ 05

11/ 09/ 06

12/ 09/ 04

06/ 11/ 09

11/ 16/ 00

11/ 16/ 00

11/ 10/ 05

12/ 13/01

2855

3236

2856

3736

1705

1821

2950

2183

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. MAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

PAGE 1

COVERS SI GN COWPLETELY. BETTER
THAN MOST OF THE STUFF BEI NG
USED SO FAR NOT APPROVED FCR
PERVANENT APPLI CATI ONS.

TH'S TYPE CF SHEETING I S
REQUI RED | N WORKZONES FCR
PROJECTS BI D AFTER 1/ 1/ 2006.
IT IS ON WSDOT QPL.

TH S TYPE OF SHEETING I S
REQUI RED | N WORKZONES FCOR
PRQIECTS Bl D AFTER 1/ 1/ 2006.
I T MEETS QUR SPECS FCOR WZ.

TH' S TYPE CF SHEETING I S
REQUI RED | N WORKZONES FOR
PRQJECTS BI D AFTER 1/ 1/ 2006.
IT 1S ON WeDOT QPL.

FOR | NCI DENT RESPONSE CREWS
ON\LY.

HELD UP WELL I N OQUR TESTS.
WAS VERY VI SI BLE | N POOR LI GHT
CONDI TIONS.  HANDLE CAREFULLY.

HELD UP VEELL I N QUR TESTS.
WAS VERY VI SI BLE I N POOR LI GHT
CONDI TIONS. HANDLE CAREFULLY.

ODOT | NCI DENCE  MANANGEMENT
ONLY.

PASSED NCHRP 350 CAT 2 TESTING
FOR ROLL-UP SI GNS ONLY.
TESTED AT 18" ABOVE THE GROUND

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



CDOT' CONSTRUCTI ON MATERI ALS SECTI ON PAGE 2
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQJ RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

FOR ROLL-UP SI GNS

MODEL #22000 SPUH

TODD MELI N 949/ 361-5663
H GAWAY SPECI ALTY 800/ 390-1113
JEFF PETERSON

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO. CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeea-- REMARKS- - - ---------
00225. 11 SI GN SUPPCRTS, PORTABLE COVPACT FLEXI NG STAND C- 202 EASTERN METALS 800/ 872- 7446 12/13/01 2182 PASSED NCHRP 350 CAT 2 TESTI NG
FOR ROLL-UP SI GNS ZUVAR | NDUSTRI ES 800/ 426- 7967 ROLL-UP SIGNS ONLY. 18" A G
SAME AS G942, BUT HAS GALV
STEEL FRAME W FI BERGLASS SPRNG
00225. 11 SI GN SUPPCRTS, PORTABLE DL-1003W PACI FI C SAFETY SUPPLY 04/ 10/ 03 2794 PASSED NCHRP 350 CAT 2 TESTING
FOR ROLL-UP SIGNS 800-333- 5641 FOR ROLL-UP SI G\S.
M KE BURKE 206/ 818-9277 MEETS QUR SPECS.
TESTED AT 14" ABOVE THE GROUND
00225. 11 SI GN SUPPCRTS, PORTABLE | NTERSTATE SI GN STAND X- 551 EASTERN METALS 800/ 872- 7446 12/ 13/01 1817 PASSED NCHRP 350 CAT 2 TESTI NG
FOR ROLL-UP SI GNS ZUVAR | NDUSTRI ES 800/ 426- 7967 FOR ROLL-UP SIGNS ONLY. BASE
FORESS S| GN CO 541/ 928- 5858 I'S MDEL X-550 AND ROLLUP SI GN
OPTION IS X-551. 18" ABOVE GRN
00225. 11 SI GN SUPPCRTS, PORTABLE LI TTLE BUSTER TRAFFI X DEVI CES 12/13/01 2251 TESTED AT 12" ABOVE PAVEMENT
FOR ROLL-UP SI GNS TODD MELI N 949/ 361-5663 MET NCHRP 350 CAT 2
H GHWAY SPECI ALTY 800/ 390-1113
JEFF PETERSON
00225. 11 S| GN SUPPORTS, PORTABLE PE-3000S PACI FI C SAFETY SUPPLY 03/ 14/ 02 2219 PASSED NCHRP 350 CAT 2 TESTI NG
FOR ROLL-UP SIGNS 800-333- 5641 FOR ROLL-UP SIGN\S.
M KE BURKE 206/ 818-9277 MEETS OUR SPECS
TESTED AT 18.5" ABOVE GROUND
00225. 11 S| GN SUPPORTS, PORTABLE PS-3330S PACI FI C SAFETY SUPPLY 03/ 14/ 02 2220 PASSED NCHRP 350 CAT 2 TESTING
FOR ROLL-UP SIGNS 800-333- 5641 FOR ROLL-UP SI G\S.
M KE BURKE 206/ 818-9277 MEETS OQUR SPECS
TESTED AT 18.5" ABOVE GROUND
00225. 11 SI GN SUPPCRTS, PORTABLE SI GN-UP M5-2000X/1 M NI STAND SI G\ UP CORPCORATI ON 02/ 08/ 01 2285 TESTED AT 25" TO BOTTOM OF
FOR ROLL-UP SI GNS 800/ 659- 6466 SI GN.
MET NCHRP 350 CAT 2
00225. 11 S| GN SUPPORTS, PORTABLE SIGN-UP X-CELL SI GN STAND SI G\ UP CORPCORATI ON 06/ 08/ 00 2286 MG SHOWNED CRASHWORTHI NESS AND
FCR ROLL-UP SIGNS 800/ 659- 6466 WND STABI LITY. TESTED AT
18" TO BOITOM OF SI GN.
00225. 11 SI GN SUPPORTS, PORTABLE TRAFFI X DEVI CES SI NGLE SPRI NG TRAFFI X DEVI CES 03/ 14/ 02 2528 CRASH TESTED, AND MET QUR

OTHER SPECS.
TESTED AT 18" ABOVE THE GROUND

*LIST "A = APPROVED.
**LIST 'Q = QUALI FI ED.
LI ST PUBLI SHED BY: ODOT MATERI ALS LAB; 800 Al RPCRT RD SE;, SALEM OR 97301-4798;

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED. NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
(503) 986-3059. PLEASE REPCRT ANY PROBLEMS USI NG THESE PRCDUCTS.



00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

*LIST " A

11

12

12

12

12

12

12

12

**LIST 'Q

LI ST PUBLI SHED BY:

SI GN SUPPCRTS, PORTABLE
FOR ROLL-UP SI GNS

SI GN SUPPCRTS, PCRTABLE
FOR ROLL-UP SI GNS

BARRI CADE, TEMP - TYPE 1
BARR CADE, TEMP - TYPE 1
BARRI CADE, TEMP - TYPE 1
BARRI CADE, TEMP - TYPE 1
BARRI CADE, TEMP - TYPE 1
BARRI CADE, TEMP - TYPE 1
BARRI CADE, TEMP - TYPE 1

APPROVED.
= QUALI FI ED.

ODOT' CONSTRUCTI ON/ MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

TRAFFI X STAND

UF 2000

A- CADE MCDEL # 100

ECON PLASTI C FOLDI NG BARRI CADE

H | MPACT PLASTI C FOLDI NG BARR

METAL LEG FOLDI NG BARRI CADE

TD2100 MODEL# 210127

WORKS BARRI CADE

TD2150-215153
WORKS BARRI CADE

TD2300 MODEL# 250231
WORKS BARRI CADE

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
TRAFFI X DEVI CES
TODD MELI'N 949/ 361-5663
H GHWAY SPECI ALTY 800/ 390-1113
JEFF PETERSCN

PACI FI C SAFETY SUPPLY
800- 333- 5641
M KE BURKE 206/ 818-9277

TRAFFI X DEVI CES

TODD MELIN 949/ 361-5663

H GHWAY SPECI ALTY 800/ 390-1113
JEFF PETERSCN

TRAFFI X DEVI CES

TODD MELI N 949/ 361-5663

H GHWAY SPECI ALTY 800/ 390-1113
JEFF PETERSON

TRAFFI X DEVI CES

TODD MELI N 949/ 361-5663

H GHWAY SPECI ALTY 800/ 390-1113
JEFF PETERSON

TRAFFI X DEVI CES

TODD MELI N 949/ 361-5663

H GHWAY SPECI ALTY 800/ 390-1113
JEFF PETERSON

THREE D TRAFFI C WORKS
SCOTT BEHM 877/ 843-9757
PUBLI C WORKS SUPPLY

GREG MCDONALD 503/ 678-2981

THREE D TRAFFI C WORKS
SCOTT BEHM 877/ 843-9757

THREE D TRAFFI C WORKS
SCOTT BEHM 877/ 843-9757
PUBLI C WORKS SUPPLY

GREG MCDONALD 503/ 678-2981

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

12/12/01

04/ 10/ 03

05/ 11/ 00

02/ 04/ 02

09/ 11/03

09/11/03

12/ 09/ 04

02/ 09/ 06

12/ 09/ 04

PRCDUCT
NUMBER

2795

2270

1506

2308

2309

2682

3212

2684

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

PAGE 3

TESTED AT 12" ABOVE THE
PAVEMENT SURFACE.
MET NCHRP 350 CAT 2

PASSED NCHRP 350 CAT 2 TESTI NG
FOR ROLL-UP SI G\S.

MEETS QUR SPECS.

TESTED AT 12" ABOVE THE GROUND

TYPE | BARRI CADE. FHWA OK.
REQUI RES 6# SAND BALLAST.

MFG TESTED TO NCHRP 350.

SAND FI LLED BASE.

ALL PLASTIC. HAS AASHTO
TYPE |11 SHEETI NG

PLASTIC. HAS AASHTO TYPE |11
SHEETI NG

WOOD PANELS WTH 14 GA GALV
LEGS. HAS AASHTO TYPE |11
SHEETI NG

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

*LIST " A

12

12

12

12

12

12

12

12

12

**LIST ' Q

LI ST PUBLI SHED BY:

CATECORY
BARRI CADE, TEMP - TYPE 1
BARRI CADE, TEMP - TYPE
BARRI CADE, TEMP - TYPE
BARRI CADE, TEMP - TYPE
BARRI CADE, TEMP - TYPE
BARRI CADE, TEMP - TYPE
BARRI CADE, TEMP - TYPE
BARRI CADE, TEMP - TYPE
BARRI CADE, TEMP - TYPE
APPROVED.

= QUALI FI ED.

ODOT CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

UNI VERSAL PLASTI C BARR CADE |

WAFFLE BOARD PLASTI C PANEL BW
MODEL# " BWL"

WOOD & METAL LEG BARRI CADE BP1
MODEL# " BP1"

ECON PLASTI C FOLDI NG BARRI CADE

H | MPACT PLASTI C FOLDI NG BARR

METAL LEG FOLDI NG BARRI CADE

SAFETYCADE

TD2150-215213
WORKS BARRI CADE

TD2300 MODEL# 250439
WIRKS BARRI CADE

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER
BENT MANUFACTURI NG
888/ 882- 2368 CR 888/ 842-0600

BENT MANUFACTURI NG
888/ 882- 2368 CR 888/ 842- 0600

BENT MANUFACTURI NG
888/ 882- 2368 CR 888/ 842- 0600

TRAFFI X DEVI CES

TODD MELI N 949/ 361- 5663

H GHWAY SPECI ALTY 800/ 390-1113
JEFF PETERSON

TRAFFI X DEVI CES

TODD MELI N 949/ 361-5663

H GHWAY SPECI ALTY 800/ 390-1113
JEFF PETERSON

TRAFFI X DEVI CES

TODD MELI N 949/ 361-5663

H GHWAY SPECI ALTY 800/ 390-1113
JEFF PETERSON

W.I | NDUSTRI ES
TOM BOYCE 708/ 932- 4600

THREE D TRAFFI C WORKS
SCOIT BEHM 877/ 843-9757

THREE D TRAFFI C WORKS
SCOTT BEHM 877/ 843-9757
PUBLI C WORKS SUPPLY

GREG MCDONALD 503/ 678-2981

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

11/ 10/ 05

11/ 10/ 05

11/ 10/ 05

02/ 04/ 02

09/11/03

09/11/03

01/11/96

05/ 11/ 06

12/ 09/ 04

2171

2170

1506

2308

2309

1423

3279

2684

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATI ONS.  MAY NEED A FI ELD | NSPECTI ON REPCRT.

USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALENV, OR 97301-4798;

(503) 986-30509.

PAGE 4

MEETS NCHRP 350 CAT 2.

MEETS NCHRP 350 CAT 2

MEETS NCHRP 350 CAT 2.

MFG TESTED TO NCHRP 350.

SAND Fl LLED BASE.

COLLAPSI BLE LOCKI NG PLASTI C
BARRI CADE SYSTEM 2 TYPES:
- TAPER AND TRANSI TI ON

- TANGENT (NCHRP 350- CK)

ALL PLASTIC WTH AASHTO TYPE
I'I'l SHEETI NG

WOCD PANELS WTH 14 GA GALV
LEGS. HAS AASHTO TYPE |11
SHEETI NG

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

*LIST " A

12

12

12

12

12

12

12

12

12

**LIST ' Q

LI ST PUBLI SHED BY:

CATECORY
BARRI CADE, TEMP - TYPE 2
BARRI CADE, TEMP - TYPE
BARRI CADE, TEMP - TYPE
BARRI CADE, TEMP - TYPE
BARRI CADE, TEMP - TYPE
BARRI CADE, TEMP - TYPE
BARRI CADE, TEMP - TYPE
BARRI CADE, TEMP - TYPE
BARRI CADE, TEMP - TYPE
APPROVED.

= QUALI FI ED.

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAWMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT' CONSTRUCTI ON/ MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

UNI VERSAL PLASTI C BARRI CADE | |

WAFFLE BOARD PLASTI C PANEL BW2
MODEL# " BW2"

WOOD & METAL LEG BARRI CADE BP2
MODEL# " BP2"

BENT TYPE |11 BARRI CADE
MODEL# BP3

DAVI DSON T3B BARRI CADE

EZ-UP TYPE |11 BARR CADE

SENTINEL TYPE 111
2604-H P-KI T & 2606-H P-KI T

TD2400- 290455
WORKS BARRI CADE

TD2400-291158A
WORKS BARRI CADE

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

BENT NMANUFACTURI NG
888/ 882- 2368 CR 888/ 842-0600

BENT MANUFACTUR NG
888/ 882- 2368 CR 888/ 842-0600

BENT MANUFACTURI NG
888/ 882- 2368 CR 888/ 842-0600

BENT MANUFACTURI NG
888/ 882- 2368 CR 888/ 842-0600

PEXCO LLC - DAVI DSON TRAFFI C
CCRP: 877/ 335-4638

Bl LL DALY 408/ 431- 8689

TRAFFI C SAFETY 800/ 547- 8518

CANTEL OF MEDFORD 541/ 773-2765

PLASTI CADE PRCD. 800/ 772- 0355
KEVI N HARLEY 520/ 247-5433

THREE D TRAFFI C WORKS
SCOTT BEHM 877/ 843-9757

THREE D TRAFFI C WORKS
SCOTT BEHM 877/ 843-9757

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

03/ 09/ 00

07/13/ 00

03/ 09/ 00

11/ 10/ 99

07/ 13/ 00

05/11/00

07/ 09/ 09

04/ 13/ 06

05/ 11/ 06

2171

2170

2007

2303

2241

3427

3288

2685

PAGE 5

MEETS NCHRP 350 CAT 2.
37" HGH 24" WDE, AND
25 PQOUNDS.

APPROVED BY FHWA TO NCHRP
350 CAT 2.

MEETS NCHRP 350 CAT 2.

37" HGH 24" & 36" WDE,
16 & 30 PQUNDS. HAS PLYWOCD
BOARDS W TH METAL LEGS.

NCHRP 350 CAT 2 APPROVED.
STEEL UPRI GHTS W WOCOD PANELS.
NO SI GNS ANDY CR LI GHTS.

PLASTI C PANELS & UPRI GHTS, AND
STEEL FEET.
NO SI GNS ANDY CR LI GHTS.

SIMLAR TO BENT TYPE |1l UNIT.
K BY FHWA
NO SI GNS ANDY OR LI GHTS.

2604 = 4 WDE & 2606 = 6' WDE.
NO SI GNS ANDY OR LI GHTS.

PLASTI C PANELS, RAILS, AND
UPRI GHTS. ANGLE STEEL BASE.
AASHTO TYPE |11 SHEETI NG
NO SI GNS ANDY CR LI GHTS.

PLASTI C RAILS, PANELS, AND
UPRI GHTS.  ANGLE STEEL BASE.
HAS AASHTO TYPE |11 SHEETI NG
NO SI GNS ANDY CR LI GHTS.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

12

12

12

12

12

12

12

12

12

*LIST " A

**LIST '
LI ST PUBLI SHED BY:

Q

BARRI CADE, TEMP - TYPE 3

BARRI CADE, TEMP - TYPE 3

BARRI ER MARKER
TEMPCRARY

BARRI ER PANEL, REFLECTI VE
TEMPORARY

FENCI NG PEDESTRI AN
WORKZONE DELI NEATI ON

FENCI NG PEDESTRI AN
WORKZONE DELI NEATI ON

FENCI NG PEDESTRI AN
WORKZONE DELI NEATI ON

FENCI NG PEDESTRI AN
WORKZONE DELI NEATI ON

FENCI NG PEDESTRI AN
WORKZONE DELI NEATI ON

APPROVED.
QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

TD2500- 270465
WWORKS BARRI CADE

TD2650- 280338

WORKS BARRI CADE

BARRI ER MARKER, TEMPCRARY

3-M SERI ES 344/ 346 LDS

KC BARRI CADE FENCE

PERI METER PLUS X05650-001

PERI METER PLUS X05650-002

PROTEX FENCE - SF2048L-12P

SAF- T- SNO

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

THREE D TRAFFI C WORKS
SCOTT BEHM 877/ 843-9757

THREE D TRAFFI C WORKS
SCOTT BEHM 877/ 843-9757

3-M COVPANY TSSD 800/ 553- 1380
SCOTT ELLWOCD 503/ 309-9160

KC WHOLESALE CONSTRUCTI ON PRCD
206/ 850- 8672

CONVED PLASTI CS 612/ 623-1700
CGECTK 888/ 708- 8835

CONWED PLASTI CS 612/ 623-1700
CGEOTK 888/ 708- 8835

NORPLEX 253/ 735-3431
ACF WEST 800/ 878-5115

TENAX CORPORATI CN 800/ 874- 7437
ACF WEST 800/ 878-5115
410/ 522- 7000

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

02/ 09/ 06

02/ 09/ 06

04/ 19/ 00

11/ 09/ 04

03/10/11

03/10/ 11

03/10/ 11

03/10/ 11

04/ 12/ 07

PRCDUCT

NUMBER

3214

2487

1486

3147

3306

4324

3432

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAWMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 6

PLYWOOD BOARDS W TH ANGLE
STEEL UPRI GHTS AND FRAME.

HAS AASHTO TYPE |11 SHEETI NG
NO SI GNS ANDY CR LI GHTS.

PLASTI C BOARDS W TH TUBULAR
STEEL UPRI GHTS AND FRAME.

HAS AASHTO TYPE |11 SHEETI NG
NO SI GNS ANDY CR LI GHTS.

SEE SECTI ON 00820. 11
BARRI ER MARKERS.

MOUNTS TO THE SI DE COF BARRI ER
ODOT RESEARCH PRQJECT. IT IS
ALUM NUM STRI PS W TH RETRO-

REFLECTI VE SHEETS ON THE FACE

ORANGE SAFETY / SNOW FENCE.

MEETS NEW SPECS.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPORT ANY PROBLEMS USI NG THESE PRCDUCTS.



STANDARD

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

12

12

12

12

12

12

12

12

12

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

FENCI NG PEDESTRI AN
WORKZONE DELI NEATI ON

FENCI NG PEDESTRI AN
WORKZONE DELI NEATI ON

GLARE SHI ELDS
TEMPORARY

GUARDRAI L MITD REFLECTCR

I MPACT ATTENUATOR, HS
TEMPCRARY

NCHRP 350 HS

RE- DI RECTI VE, NON- GATI NG

| MPACT ATTENUATCR, HS
TEMPORARY
NCHRP 350 TL-3

| MPACT ATTENUATOR, HS
TEMPORARY

NCHRP 350 TL-3

RE- DI RECTI VE, NON GATI NG

| MPACT ATTENUATCR, TL2
TEMPCRARY
NCHRP 350 TL-2

| MPACT ATTENUATOR, TL2
TEMPCRARY

NCHRP 350 TL-2

RE- DI RECTI VE, NON GATI NG

APPROVED.
QUALI FI ED.

CODOT CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -

QUALI FI ED PRODUCTS LI ST

NO SAMPLES OR TESTS REQUI RED*

QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

TENAX/ ALPI SAFETY FENCE

WARNI NG BARRI ER FENCE # 14993

GLARE SH ELDS, TEMPCRARY

GUARDRAI L MOUNTED REFLECTCRS,

TEMPCRARY

UNI VERSAL TAU- | |

(HS)

QUEST 115 SYSTEM

2005 FASTRACC

QUADGUARD 1 |

2005 SHORTRACC (TL- 2)

ODOT MATERIALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798,

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER
TENAX CORPORATI ON 800/ 874- 7437
DAVE WRI GHT 503/ 232- 3480
VWH TE CAP 503/ 287- 4151
KCODI AK SUPPLY 800/ 332-7452

MJUTUAL | NDUSTRI ES 800/ 523-0888
215/ 927- 6000

BARRI ER SYSTEMS 707/ 374-6800
BYRON WEST 541/ 899-0888
ZUVAR 800/ 426- 7967

ENERGY ABSORPTI ON 888/ 323-6750
JI M CROALEY 312/ 467- 6750
DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

TRINITY I NDUSTRIES, | NC
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943-9559
RANDY OLSON 800/ 772- 7976

ENERGY ABSCORPTI ON 888/ 323-6750
JI'M CROMNLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

TRINITY | NDUSTR ES, | NC
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943- 9559
RANDY OLSON 800/ 772- 7976

(503) 986-30509.

EFFECTI VE
DATE

12/ 14/ 06

07/ 12/ 07

04/ 19/ 00

04/ 19/ 00

03/ 12/ 09

11/ 08/ 07

11/ 10/ 05

07/ 09/ 09

01/12/ 06

PRCDUCT

3441

2961

3555

3156

3872

3154

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 7

PLASTI C FENCE.
MJUST HAVE ADEQUATE SUPPORTS.
410/ 522- 7000

SEE SECTI ON 00822. 00, GLARE
SH ELDS.

SEE SECTI ON 00840. 00,
DELI NEATCRS, FLEXI BLE
TYPE 4A, GUARDRAI L VERSI ON.

FHWA APPROVED

I MPACT SPEEDS TO 70 MPH.

TESTED FOR | MPACT SPEEDS UP TO
70 MPH 25" 8" LONG
30" WDE

TESTED FOR | MPACT SPEEDS TO
45 MPH.

TESTED FOR | MPACT SPEEDS UP TO
70 KPH 45 MPH. 14.2' LONG

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

12

12

12

12

12

12

12

12

12

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

| MPACT ATTENUATOR, TL2
TEMPCRARY

NCHRP 350 TL-2

RE- DI RECTI VE, NON GATI NG

I MPACT ATTENUATOR, TL2
TEMPORARY

NCHRP 350 TL-2

RE- DI RECTI VE, NON GATI NG

| MPACT ATTENUATOR, TL2
TEMPCRARY

NCHRP 350 TL-2

RE- DI RECTI VE, NON- GATI NG

I MPACT ATTENUATOR, TL2
TEMPCRARY

NCHRP 350 TL-2

RE- DI RECTI VE, NON- GATI NG

| MPACT ATTENUATOR, TL2

TEMPCORARY, NARROW APPS.
NCHRP 350 TL-2, GATING
I MPACT SPEEDS TO 45MPH

I MPACT ATTENUATOR, TL2
TEMPORARY, NARROW SYSTEM
NCHRP 350 TL-2

| MPACT ATTENUATOR, TL2
TEMPORARY, NARROW SYSTEM
NCHRP 350 TL-2

RE- DI RECTI VE, NON- GATI NG

| MPACT ATTENUATOR, TL2
TRUCK MOUNTED
NCHRP 350 TL-2

| MPACT ATTENUATOR, TL2
TRUCK MOUNTED
NCHRP 350 TL-2

APPROVED.
QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

SHORTRACC (TL- 2)

VWAS TRACC (TL- 2)

2005 W DETRACC (TL-2)

UNI VERSAL TAU- Il (TL-2)

ABSORB 350 TL-2

NEAT

QUEST 70 (TL-2)

ALPHA 70K

RENCO REN- GARD 815 TMA

CODOT CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
WORK AREA PROTECTI ON (SOl )
800/ 327- 4417 OR 630/ 377-9100

TRINTY I NDUSTRI ES, | NC
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943-9559
RANDY OLSON 800/ 772- 7976

TRINITY I NDUSTR ES, | NC.
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943- 9559
RANDY OLSON 800/ 772- 7976

BARRI ER SYSTEMS 707/ 374-6800
BYRON WEST 541/ 899-0888
ZUVAR 800/ 426- 7967

BARRI ER SYSTEMS 707/ 374-6800
BYRON WEST 541/ 899-0888

ENERGY ABSCRPTI ON 888/ 323-6750
JI'M CROMLEY 312/467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSCRPTI ON 888/ 323-6750
JI M CROMLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSCRPTI ON 888/ 323-6750
JIM CROANLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

RENCO SUPPLY 512/ 251-2421
JM. SERVI CES 916/ 635- 3054

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

01/11/07

02/ 19/ 04

01/12/ 06

02/ 10/ 05

08/ 08/ 02

09/ 14/ 95

06/ 09/ 11

10/ 10/ 96

06/ 10/ 04

2844

3155

2961

2336

1327

4372

1549

2704

MAY BE USED W THOUT SAMPLES, TESTING OCR QUALITY COWPLI ANCE CERTI FI CATI ONS.  MAY NEED A FI ELD | NSPECTI ON REPOCRT.
USE WTH SAMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

PAGE 8

LOW MAI NTENANCE UNIT.
NARROWN OR W DE APPLI CATI ONS.

TESTED FCR | MPACT SPEEDS UP TO
70 KPH 45 MPH.  14.2' LONG

32" WDE.

ORI G Q UNDER P-1902.

TESTED FCR | MPACT SPEEDS UP TO
45 MPH.

FHWA APPROVED - 4 BAY SYSTEM

FOR FRONT OF BARRI ER AND QUI CK
CHANGE BARRI ER. NON REDI RECTI V
DON T USE WTHI N 100" OF PONDY
STREAM | MPACT SPEEDS TO 45MPH

TESTED FOR | MPACT SPEEDS UP TO
70 KPH 45 MPH TH S PRCDUCT | S
NON- REDI RECTI VE AND HAS

ALUM NUM CARTRI DGES.

TESTED FOR | MPACT SPEEDS UP TO
45 MPH

THREE BAYS. ARRIVES FULLY
ASSEMBLED.
TRUCK MID. TESTED FCR | MPACT

SPEEDS UP TO 45 MPH.
FOLLOW THE MANUFACTURER S
I NSTRUCTI ONS.

FEDS OK' D TL- 2 TESTI NG

NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

12

12

12

12

12

12

12

12

12

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

| MPACT ATTENUATOR, TL3
TEMPORARY
NCHRP 350 TL-3

| MPACT ATTENUATOR, TL3
TEMPORARY
NCHRP 350 TL-3

| MPACT ATTENUATCR, TL3
TEMPCRARY

NCHRP 350 TL-3

GATING NON RE- D RECTI VE

| MPACT ATTENUATOR, TL3
TEMPORARY

NCHRP 350 TL-3

GATI NG NON RE- DI RECTI VE

I MPACT ATTENUATCR, TL3
TEMPORARY

NCHRP 350 TL-3

GATING NON RE- DI RECTI VE

I MPACT ATTENUATOR, TL3
TEMPCRARY

NCHRP 350 TL-3

NON- REDI RECTI VE

| MPACT ATTENUATOR, TL3
TEMPORARY

NCHRP 350 TL-3

RE- DI RECTI VE, NON GATI NG

I MPACT ATTENUATCOR, TL3
TEMPORARY

NCHRP 350 TL-3

RE- DI RECTI VE, NON GATI NG

| MPACT ATTENUATOR, TL3
TEMPORARY

NCHRP 350 TL-3

RE- DI RECTI VE, NON GATI NG

APPROVED.
QUALI FI ED.

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

QUEST 350

CRASHGARD

ENERG TE I Il

FI TCH SAND FI LLED MODULES

LABELED AS "UN VERSAL MODULE"

TRAFFI X DEVI CES BI G SANDY

SCl 100GM

2005 TRACC (TL-3)

TRACC (TL-3)

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
ENERGY ABSCRPTI ON 888/ 323-6750
JI'M CROMLEY 312/ 467- 6750
DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSCRPTI ON 888/ 323-6750
JI' M CROMNLEY 312/ 467- 6750
DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

PLASTI C SAFETY SYSTEMS
800/ 662- 6338

ENERGY ABSORPTI ON 888/ 323-6750
JI' M CROMNLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSORPTI ON 888/ 323- 6750
JI'M CROMLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

TRAFFI X DEVI CES

TODD MELI N 949/ 361-5663

H GHWAY SPECI ALTY 800/ 390-1113
JEFF PETERSON

WORK AREA PROTECTI ON (SCI )
800/ 327- 4417 CR 630/ 377-9100

TRINITY I NDUSTRI ES, | NC
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943-9559
RANDY OLSON 800/ 772- 7976

TRINITY | NDUSTRI ES, | NC
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943-9559
RANDY OLSON 800/ 772- 7976

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

07/ 09/ 09

11/ 08/ 07

08/ 14/ 08

11/ 09/ 95

06/ 10/ 93

12/ 12/ 02

01/11/07

11/ 10/ 05

11/ 10/ 99

PRCDUCT

3138

3478

1297

1028

1850

2907

3153

1902

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSFECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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TESTED FOR | MPACT SPEEDS TO
60 MPH.

WATCH REPAI R COSTS.
BETTER FOR LOWH T AREAS.

WATCH FCR | NSERTS REQUI RED ON
SOVE UNITS. GET ARRAY LAYQUTS
FROM THE MANUFACTURER

CHECK STANDARD DRAW NGS FOR
ARRAY LAYQUT. TEMP APPS ONLY.
TESTED FOR SPEEDS TO 60 MPH.

CHECK STANDARD DRAW NGS FOR
ARRAYS. TEMP APPS QONLY.
TESTED FOR SPEEDS TO 60 MPH.

GET LAYQUT ARRAYS FROM THE
MANUFACTURER.  TEMP APPS ONLY.
TESTED FOR SPEEDS TO 60 MPH.

LOW MAI NTENANCE UNIT.
NARROW OR W DE APPLI CATI ONS.

TESTED FOR | MPACT SPEEDS UP TO
100 KPH 60 MPH  21' LONG
30" WDE

TESTED FOR | MPACT SPEEDS UP TO
100 KPH 60 MPH 21" LONG
32" W DE.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

12

12

12

12

12

12

12

12

12

*LIST " A

**LIST !
LI ST PUBLI SHED BY:

Q

I MPACT ATTENUATOR, TL3
TEMPORARY

NCHRP 350 TL-3

RE- DI RECTI VE, NON GATI NG

I MPACT ATTENUATOR, TL3
TEMPCRARY

NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

I MPACT ATTENUATOR, TL3
TEMPCRARY

NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

| MPACT ATTENUATCR, TL3
TEMPORARY

NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

| MPACT ATTENUATOR, TL3

TEMPCRARY, NARROW APPS.
NCHRP 350 TL-3, GATING
| MPACT SPEED TO 60MPH

| MPACT ATTENUATCR, TL3
TEMPORARY, NARROW SYSTEM
NCHRP 350 TL-3

| MPACT ATTENUATOR, TL3
TEMPORARY, NARROW SYSTEM
NCHRP 350 TL-3

I MPACT ATTENUATCR, TL3
TRUCK MOUNTED
NCHRP 350 TL-3

| MPACT ATTENUATCR, TL3
TRUCK MOUNTED
NCHRP 350 TL-3

APPROVED.
= QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

X- TENUATCR

2005 W DETRACC ( TL- 3)

UNI VERSAL TAU- I | (TL-3)

W DETRACC

ABSCRB 350 TL-3

REACT 350 NARROW ( TL3)

MPS 350 111

SAFE-STCP 180 TMA #9180

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
BARRI ER SYSTEMS 707/ 374- 6800
BYRON WEST 541/ 899-0888
ZUVAR 800/ 426- 7967

TRINITY I NDUSTRI ES, | NC
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943- 9559
RANDY OLSON 800/ 772- 7976

BARRI ER SYSTEMS 707/ 374-6800
BYRON WEST 541/ 899-0888
ZUVAR 800/ 426- 7967

TRINITY I NDUSTRI ES, | NC.
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943- 9559
RANDY OLSON 800/ 772- 7976

BARRI ER SYSTEMS 707/ 374-6800
BYRON WEST 541/ 899-0888

ENERGY ABSCORPTI ON 888/ 323-6750
JI M CROALEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSCORPTI ON 888/ 323-6750
JI'M CROMLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

TRINITY | NDUSTRIES, | NC
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943- 9559
RANDY QOLSON 800/ 772- 7976

ENERGY ABSCRPTI ON 888/ 323-6750
JI M CROALEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

(503) 986- 3059.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

05/12/11

01/ 12/ 06

02/ 10/ 05

04/ 10/ 03

10/ 09/ 08

04/ 09/ 98

08/ 10/ 95

05/ 08/ 97

04/ 14/ 05

3155

2961

2759

2336

1572

1364

1624

2920

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 10

TESTED FOR | MPACT SPEEDS UP TO
60 MPH.

FHWA APPROVED - 8 BAY SYSTEM

TESTED FOR | MPACT SPEEDS UP TO
60 MPH.

DESI GNED FOR FRONT OF QUI CK
BARRIER K FOR QUI CK CHANGE
AND REGULAR BARRI ER  USE
APPROVED FLU DS NEAR WATER

PERM AND TEMP. | NSTALLATI ONS,
RE DI RECTI VE AND NON- GATI NG
TESTED FOR | MPACT SPEEDS TO 60
VPH,

TESTED FOR | MPACT SPEEDS UP TO
100 KPH 60 MPH. REQUI RES

8" THI CK 4000PSI CONCRETE SLAB
FCR ANCHCOR.  REDI RECT/ NONGATI NG

TRUCK MID. TESTED FOR | MPACT
SPEEDS UP TO 100 KPH 60 MPH.
FOLLOW MANUFACTURER S | NSTRUC.
UNT IS ONLY 4 WDE

TESTED FOR | MPACT SPEEDS UP TO
100 KPH 60 MPH.
FOLLOW MANUFACTURER S | NSTRUC.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00225. 12 I MPACT ATTENUATCR,
TRUCK MOUNTED

NCHRP 350 TL-3

00225. 12 I MPACT ATTENUATCR,
TRUCK MOUNTED

NCHRP 350 TL-3

00225. 12 I MPACT ATTENUATOR,

00225. 12 I MPACT ATTENUATCR,
TRUCK MOUNTED

NCHRP 350 TL-3

00225. 12 I MPACT ATTENUATOR,

00225. 12 I MPACT ATTENUATCR,
TRUCK MOUNTED

NCHRP 350 TL-3

00225. 12 I MPACT ATTENUATCR,
TRUCK MOUNTED

NCHRP 350 TL-3

00225. 12 | MPACT ATTENUATOR,
TRUCK MOUNTED

NCHRP 350 TL-3

00225. 12 I MPACT ATTENUATCR,
TRUCK MOUNTED

NCHRP 350 TL-3

*LIST "A = APPROVED.
**LIST 'Q = QUALI FI ED.
LI ST PUBLI SHED BY:

TL3

TL3

TL3

TL3

TL3

TL3

TL3

TL3

APPROVED LI ST -
QUALI FI ED LI ST -

SAFE-STCP 180 TMA #9181

SAFE- STCP 180 TNVA #9182

SAFE- STOP TMA - MODEL 8290

SAFE- STOP TMA - MODEL 8291

SAFE- STOP TRAI LER TVA

SCORPI ON G 10, 000

SCCRPI ON TRAI LER ATTENUATOR

MODEL# 10002-TL- 3

TTVA-100 TRAILER TNVA

VORTEQ TL-3

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
ENERGY ABSCRPTI ON 888/ 323-6750
JI M CRONLEY 312/ 467- 6750
DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSCRPTI ON 888/ 323-6750
JIM CROMNLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CCRAL SALES 800/ 538- 7245

ENERGY ABSORPTI ON 888/ 323- 6750
JI M CROALEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSCRPTI ON 888/ 323-6750
JIM CROMNLEY 312/ 467- 6750
DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSORPTI ON 888/ 323-6750
JI M CROMNLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

TRAFFI X DEVI CES

TODD MELI N 949/ 361-5663

H GHWAY SPECI ALTY 800/ 390-1113
JEFF PETERSON

TRAFFI X DEVI CES

TCODD MELI N 949/ 361-5663

H GAWAY SPECI ALTY 800/ 390-1113
JEFF PETERSON

GREGCRY | NDUSTR! ES
330/ 477- 4800 EXT 158

ENERGY ABSCRPTI ON 888/ 323-6750
JI M CROALEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

04/ 14/ 05

08/ 14/ 05

03/ 09/ 00

07/ 09/ 09

08/ 14/ 08

12/ 14/ 00

08/ 14/ 08

04/ 14/ 11

07/10/ 08

PRCDUCT

3148

2200

3902

3262

2313

3541

4353

3644

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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TESTED FOR | MPACT SPEEDS UP TO
100 KPH 60 MPH.
FOLLOW MANUFACTURER S | NSTRUC.

TESTED FOR | MPACT SPEEDS UP TO
60 MPH.
FOLLOW MANUFACTURER S | NSTRUC.

TESTED FOR | MPACT SPEEDS UP TO
100 KPH 60 MPH.
FOLLOW MANUFACTURER S | NSTRUC.

TESTED FOR | MPACT SPEEDS UP TO
60 MPH.

TRAI LER MOUNTED. MJUST USE
SUPPCRT TRUCKS APPROX 20K LBS
GYW OR HI GHER

USES A CRUSHABLE ALI M NUM
STRUT W TH BACKUP STRUCTURE
AND A CARTRI DGE ASSEMBLY.
TOTAL LENGTH: 140".

TRAI LER MOUNTED. MJST USE
SUPPCRT TRUCKS APPROX 20K LBS.
GYW OR HI GHER

TRAI LER MOUNTED. MJST USE
SUPPORT TRUCKS APPROX 20K LBS
GYW OR HI GHER.

TRAI LER MOUNTED. MJUST USE
SUPPCRT TRUCKS APPROX 20K LBS
GYW OR H GHER

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

12

12

12

TRAFFI C SEPARATCOR, CURB
SURFACE MOUNTED
TEMPORARY

TRAFFI C SEPARATCR, CURB
SURFACE MOUNTED
TEMPCRARY

TRAFFI C SEPARATCOR, CURB
SURFACE MOUNTED
TEMPCRARY

12H  PED CHANNELI ZI NG DEVI CE

13

13

13

13

13

*LIST " A

**LIST !
LI ST PUBLI SHED BY:

Q

BEADS, TEMPORARY
FOR TEMPCRARY PAI NT

MARKER, TUBULAR
TEMPCRARY

MARKER, TUBULAR
TEMPCRARY

MARKERS, CONI CAL
TEMPORARY

VARKERS, CONI CAL
TEMPCRARY

= APPROVED.
= QUALI FI ED.

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

FG336 EFX TUBE 2 3X9 H CR
FG 300 CURB SYSTEM CR

FG336 PE TUBE 2 3X9 H CR
FG 300 CURB SYSTEM COR

FG336 UR TUBE 2 3X9 H CRO
FG 300 CURB SYSTEM CR

SAFETY WALL SW-3674

BEADS

ARROAMTCP DELI NEATCR (28")
MODEL LA28 01 2HN-12A

ARROATOP DELI NEATOR (42")
MODEL LA4A2 01 2HN\12

C-42 6-4 H VWH 1ST-2ND / CB16

C-42 6-4 H VH 1ST-2ND / CB30

ODOT MATERIALS LAB, 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER
PEXCO LLG DAVI DSON TRAFFI C
CONTRCOL PRODUCTS
480/ 431/ 8689

PEXCO LLC- DAVI DSON TRAFFI C
CONTRCOL PRODUCTS
480/ 431/ 8689

PEXCO LLC- DAVI DSON TRAFFI C
CONTRCOL PRODUCTS
480/ 431/ 8689

PLASTI C SAFETY SYSTEMS | NC
216/ 231/ 8590

CUSTOM PAK 563/ 242-1801
SDI 541/ 686- 9844

CUSTOM PAK 563/ 242-1801
SDI 541/ 686-9844

WORK AREA PROTECTI ON (SO )
800/ 327- 4417 CR 630/ 377-9100
RA LUCAS 562/ 799-6160

WORK AREA PROTECTI ON (SCl )
800/ 327- 4417 OR 630/ 669- 0820
RA LUCAS 562/ 799- 6160

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

08/01/11

08/01/11

08/01/11

06/13/11

12/ 04/ 08

02/ 10/ 11

08/ 13/ 09

06/ 10/ 10

06/ 10/ 10

PRCDUCT

4440

4441

4402

4293

3900

4131

4132

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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SEE SECTI ON 00850. 10
TRAFFI C PAI NT, BEADS.

TH 'S MCDEL MET QUR SPECS.
THE FI RST 28" MODEL WAS SHORT.
12 POUND RUBBER BASE.

12 POUND BASE.

42" TALL.

16 POUND BASE.

42" TALL. 30 POUND BASE.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

13

13

13

13

13

13

13

13

13

*LIST " A

**LI ST !
LI ST PUBLI SHED BY:

Q

MARKERS, CONI CAL
TEMPCRARY

MARKERS, CONI CAL
TEMPCRARY

MARKERS, CONI CAL
TEMPORARY

MARKERS, CONI CAL
TEMPCRARY

MARKERS, CONI CAL
TEMPORARY

VARKERS, CONI CAL
TEMPORARY

MARKERS, CONI CAL
TEMPORARY

MARKERS, TUBULAR
TEMPCRARY

= APPROVED.
= QUALI FI ED.

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

GRABBER CONE 28"

NAVI GATOR CHANNELI ZER

T-TCP STACKABLE CHANNELI ZER
MCODEL SCA42- 1-6/ 4W15

TD7200 MCDEL 742585 RI NGTOP CN

TD7500 MODEL 755273 RI NGTCP
SLI M LI NE

TD7500 MODEL 755585 RI NGTCP
SLI M LI NE

TEAR DRCP STACKABLE CHANNELI ZR
MODEL: TD42-1-6/4W 15

BENT TUBULAR MARKER
MODEL# D6-5

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
TRAFFI X DEVI CES
TODD MELI N 949/ 361-5663
H GHWAY SPECI ALTY 800/ 390-1113
JEFF PETERSCN

TRAFFI X DEVI CES

TODD MELI N 949/ 361-5663

H GAWAY SPECI ALTY 800/ 390-1113
JEFF PETERSON

PLASTI C SAFETY SYSTEMS

800/ 662- 6338
TRAFFI C SAFETY 800/547- 8518

BENT MANUFACTURI NG
888/ 882- 2368 CR 888/ 842-0600

THREE D TRAFFI C WORKS
877/ 843- 9757

THREE D TRAFFI C WORKS
877/ 843- 9757

THREE D TRAFFI C WORKS
877/ 843- 9757

BENT MANUFACTURI NG
888/ 882- 2368 CR 888/ 842-0600

BENT MANUFACTURI NG
888/ 882- 2368 COR 888/ 842-0600

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

06/ 08/ 95

11/ 14/ 96

04/ 14/ 05

01/14/10

04/ 14/ 05

07/ 10/ 08

07/ 10/ 08

05/ 13/ 10

05/ 01/ 88

PRCDUCT

1507

2745

2168

2695

3666

3446

4101

1899

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG, TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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43" TALL, USE 16# BASE.
STACKABLE. HANDLE ON TCP

4" DIA STACKABLE. THIS IS
AN APPROVED CONI CAL SHAPE.
THE HEAVY 16# BASE | S REQ
28" TALL.

LOW DENSI TY POLYETHYLENE

M NI MUM 16 POUND BASE.
42" TALL.

15 POQUND BASE. 42" TALL

BASE: TDBOOO (22LB)

HAS 15 POUND OCTANGULAR BASE.
42" TALL

HAS 20 POUND RECTANGULAR BASE.
42" TALL

42" TALL. APPROVED FCOR 15 POUND
OCTAGONAL BASE.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

*LIST "A
**LIST !
LI ST PUBLI SHED BY:

13

13

13

13

13

13

13

13

Q

VARKERS, TUBULAR
TEMPCRARY

MARKERS, TUBULAR
TEMPCRARY

MARKERS, TUBULAR
TEMPORARY

MARKERS, TUBULAR
TEMPCRARY

MARKERS, TUBULAR
TEMPORARY

MARKERS, TUBULAR,
TEMPCRARY

MARKERS, TUBULAR,
MOUNTED

MARKERS, TUBULAR,
MOUNTED

MARKERS, TUBULAR,
MOUNTED

APPROVED.
= QUALI FI ED.

BLUE

SURFACE

SURFACE

SURFACE

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

GRABBER TUBE 28"

NAVI GATOR TUBE

T-TOP DELI NEATOR POST

MCDEL Dr7. 28", 36", 39" & 42"

TD5000- 504315
12 POUND BASE

TD5100 RI NG TOP DELIN. 507436

TD5000-504315B
12 POUND BASE

DURAPCST

FLEXI - GUI DE 300 EFX
MODEL: 8FG336FLOEFXCDOT#1

SUPERDUCK

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER
TRAFFI X DEVI CES
TODD MELI N 949/ 361-5663
H GHWAY SPECI ALTY 800/ 390-1113
JEFF PETERSCN

PLASTI C SAFETY SYSTEMS
800/ 662- 6338
TRAFFI C SAFETY 800/ 547- 8518

BENT MANUFACTURI NG
888/ 882- 2368 OR 888/ 842-0600

THREE D TRAFFI C WORKS
877/ 843- 9757

THREE D TRAFFI C WORKS
877/ 843- 9757

THREE D TRAFFI C WORKS
877/ 843- 9757

SAFE-H T CORP. 888/323- 6374
DAN MOCARTHY 760/ 295-2699

PEXCO LLC - DAVI DSON TRAFFI C
CORP: 877/ 335-4638

Bl LL DALY 408/ 431- 8689

TRAFFI C SAFETY 800/ 547- 8518

CARSONI TE | NC. 800/ 648- 7974

TRAFFI C SAFETY 800/ 547- 8518
WBA - WES YOCKEY 503/ 407- 2168

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

11/ 14/ 96

07/ 13/ 00

11/ 16/ 00

01/11/07

12/ 14/ 06

01/11/07

06/ 08/ 00

12/ 09/ 10

06/ 08/ 00

2239

2299

3281

2691

3207

1182

4214

70

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

PAGE 14

4" DI A. NON STACKABLE.
TUBULAR

TWO PIECE UNN'T WTH HANDLE ON
TOP.

APPROVED FOR LENGTHS ALLONED
I'N THE SPECS.

BLUE

100% URETHANE PLASTIC, PIN AT
BASE HOLDS TOP ON. PRODUCT | S
3" DA

USE EPOXY ADHESI VE, NOT BUNDY.
T- SHAPEED 36" FL ORANGE TUBE.
USE ORANGE BASE. THE BLACK
BASE | S WEAKER

THE TUBES ARE REPLACEABLE AS
I'S THE REFLECTORI ZED TAPE.
CONFI RVED THAT I T MEETS QUR
SPECS 6/ 2000.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

13

13

13

13

13

13

13

13

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

MARKERS, TUBULAR, SURFACE
MOUNTED

PAI NT, TEMPCRARY
FOR ASPHALT OR CONCRETE

PAVEMENT MARKER ADHESI VE
TEMPCRARY

PAVEMENT NMARKER,
TEMPORARY

PAVEMENT MARKER, FLEXI BLE
TEMPCRARY
CH PSEAL / OVERLAY MARKER

PAVEMENT MARKER, FLEXI BLE
TEMPCRARY
CHI PSEAL / OVERLAY NARKER

PAVEMENT MARKER, FLEXI BLE
TEMPCRARY
CH PSEAL / OVERLAY NARKER

PLASTI C DRUVS
TEMPORARY

PLASTI C DRUVB
TEMPORARY

APPROVED.
= QUALI FI ED.

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

AFPPROVED LI ST -
QUALI FIED LI ST -

TD5200- 526859 ( BOOVERANG)

PAI NT

PAVEMENT MARKER, TEMP, ADH

PAVEMENT MARKER, TEMPORARY

APEX MODEL 932 FLEXI BLE MARKER
MODELS: 1-W 1-Y, & 2-Y

TRPM DAVI DSON FLEXI BLE MARKER
(TRPM CR TQV)

TRPV- H GH HEAT FLEXI BLE MARKER
(TRPM OR TQV)

B400A/ LD4-4H - TB

B500LC 4-6 H/TB
"LANE CHANGER'

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
THREE D TRAFFI C WORKS
877/ 843- 9757

APEX UN VERSAL 562/ 944- 8878

PEXCO LLC - DAVI DSON TRAFFI C
CORP: 877/ 335-4638

Bl LL DALY 408/ 431- 8689

TRAFFI C SAFETY 800/ 547- 8518

PEXCO LLC - DAVI DSON TRAFFI C
CORP: 877/ 335-4638

Bl LL DALY 408/ 431- 8689

TRAFFI C SAFETY 800/ 547- 8518

WORK AREA PROTECTI ON (SCl )
800/ 327- 4417 CR 630/ 377-9100
H GHVWAY TECHNOLOG ES

503/ 234- 0255

WORK AREA PROTECTI ON (SCI )

800/ 327- 4417 OR 630/ 377-9100
RA LUCAS 562/ 799-6160

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

01/11/07

12/ 04/ 08

03/01/10

12/ 04/ 08

11/11/10

08/ 10/ 88

10/ 14/ 10

02/ 12/ 09

01/13/11

4176

160

4169

3548

4277

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED.
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SEE SECTI ON 00860,
TRAFFI C PAI NT, STANDARD.

SEE SECTI ON 00855,
PERVANENT PAVEMENT NMARKER
ADHESI VE.

SEE SECTI ON 00855,
PERVANENT PAVEMENT MARKERS.

FOR ASPHALT TEMPS BELOW 325
DEGREES F.

FOR PAVEMENT MARKI NG PRI OR TO
PERMANENT STRI PING W TH AND

WO CLEAR COVER. REMOVE COVER
ASPHALT TEMPS UP TO 325 DEG F.

FOR PAVEMENT MARKI NG PRI OR TO
PERMANENT STRI PING W TH AND

WO CLEAR COVER REMOVE COVER
ASPHALT TEMPS OVER 325 DEG F.

MJUST USE TI RE RI NG BASE,
THE RUBBER | NSERTS ARE NOT K.
CATALOGH# 2858 B400OA 4-4H TB

MUST USE TI RE RI NG BASE,
THE RUBBER | NSERTS ARE NOT CK.

NEEDS A FI ELD I NSPECTI ON REPORT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

13

13

13

13

13

13

13

13

13

*LIST " A

**LIST !
LI ST PUBLI SHED BY:

Q

PLASTI C DRUVS
TEMPORARY

PLASTI C DRUVB
TEMPORARY

PLASTI C DRUVS
TEMPCRARY

PLASTI C DRUVB
TEMPCRARY

PLASTI C DRUVB
TEMPORARY

PLASTI C DRUVS
TEMPCRARY

PLASTI C DRUVS
TEMPORARY

REFLECTI VE SHEETI NG BARRI
ASTM D4956-TYPE |1/ VI
PRI SMATI C

REFLECTI VE SHEETI NG BARRI
ASTM D4956-TYPE | V.
PRI SMATI C

= APPROVED.
= QUALI FI ED.

ODOT' CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

LI FEGARD CHANNELI ZER ( LDPE)
MCDEL# LG-L/44HO

LI FEGARD 11
MCODEL# LG2- L/ 44HO

RHI NO CHANELI ZER DRUM
MODEL 454-LD-44-H

SUPERDOVE DRUM SLC-44H-0- LDTR
W TH SDBTR TI RE RI NG BASE

SUPERDOVE DRUM SC- 44H- LD
NO TI RE RI NG VERSI ON.

TRAFFI C LOG X CHANNELI ZER DRUM
53242, 53241, 53262, 53261

TRAFFI X CHANNELI ZR 18044-LD HI
MODEL# 18044-LD-H

3-M SERI ES 334/ 336

AVERY DENNI SON W 6100 & W 6200

ODOT MATERIALS LAB; 800 A RPCRT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER
PLASTI C SAFETY SYSTEMS
800/ 662- 6338
TRAFFI C SAFETY 800/ 547- 8518

PLASTI C SAFETY SYSTEMS
800/ 662- 6338
TRAFFI C SAFETY 800/ 547- 8518

PLASTI CADE PRCD. 800/ 772- 0355
KEVI N HARLEY 520/ 247-5433

BENT MANUFACTURI NG
888/ 882- 2368 CR 888/ 842-0600

BENT NMANUFACTURI NG
888/ 882- 2368 CR 888/ 842-0600

TRAFFI C LOG X 866/ 915-6449

TRAFFI X DEVI CES

TCDD MELIN 949/ 361-5663

H GAWAY SPECI ALTY 800/ 390-1113
JEFF PETERSON

3-M COMPANY TSSD 800/ 553- 1380
SCOTT ELLWOOD 503/ 309-9160

AVERY DENNI SON 800/ 327- 5917

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

02/ 13/ 92

08/ 12/ 04

10/ 09/ 08

08/ 13/ 09

12/ 10/ 98

01/ 11/ 07

10/ 04/ 90

06/ 08/ 06

06/ 11/ 09

PRCDUCT

NUMBER

2744

3426

3911

1529

2992

568

2951

2348

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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USES RECYCLED TI RES FOR BASE.
REQ H SHEETI NG LO DENSITY.
MANUFACTURER | S RECOMMVENDI NG
USI NG 2 BASES FOR H GH SPEEDS.

LOVDENSI TY REQU RED. H OR
BETTER REQUI RED ON ALL DRUMS
FOR JOBS BI D AFTER JAN 1, 2005

TIRE R NG BASE(S) ONLY.

H SHEETING TH SIS THE LOWV
DENSI TY VERSION. THE TIRE R NG
BASE SUPPLI ED BY BENT IS THE
ONLY APPROVED BASE.

M N BASE W 25#. H SHEETING
TH S IS LONDENSI TY VERSI ON.
TI RE R NG BASES ARE NOT
APPROVED ON THIS UNIT (6/09).

LDPE VERSI ON O\LY.

USE LOWDENSI TY TYPE, BUT H GH
DENSI TY VERSI ON LOCKS SI M LAR
SAN-FI L CR TI RE BASE. DENSI TY
ON BARREL. H SHEETI NG REQD.

FOR BARRI CADES. PLASTI C TYPES
NEED SPECI AL PREP APPROVED

BY 3-M PRI CR TO SHEETI NG

| NSTALLATI ON.

PRI SMATIC - TYPE IV
W 6100: PLASTIC, W 6200: WOOD

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



ODOT CONSTRUCTI ON/ MATERI ALS SECTI ON
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

PAGE 17

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTIVE  PRODUCT
SPEC NO. CATEGORY PRODUCT NAME AND/ OR MANUFACTURER DATE NUVBER LIST = cecmecmmmee- REMARKS- - = - == == = - - -
00225.13  REFLECTI VE SHEETI NG DRUMB  Hl | MPACT CHANNELI ZER TAPE REFLEXI TE CORP. 800/ 654- 7570 01/ 11/ 07 1748 A
ASTM D4956 TYPE I V. TOM PLUVB 619/ 300- 0128
PRI SMATI C BROOK JERZYK 860/ 223-9297 3226
00225.13  REFLECTI VE SHEETI NG DRUMB  3-M SER ES 3810/ 3814 3-M COVPANY TSSD 800/ 553- 1380 06/ 08/ 06 2589 A FOR TUBES AND DRUMS ONLY.
ASTM D4956- TYPE |1 | SCOTT ELLWOOD 503/ 309- 9160
ENCAPSULATED LENS
( BEADED)
00225.13  REFLECTI VE SHEETI NG DRUMS  AVERY DENNI SON WR6100 & WR6104  AVERY DENNI SON 800/ 327- 5917 05/ 13/ 10 3589 A WH TE: WR6100; ORANGE: WR6104.
ASTM D4956- TYPE |11 . DESI GNED FOR REBOUNDABLE
M CRO PRI SMATI C SUBSTRATES.
00225.13  REFLECTI VE SHEETI NG TUBES  REFLEXI TE CONFCRMALI TE REFLEXI TE CORP. 800/ 654- 7570 12/ 09/ 99 1747 A
FOR TUBULAR MARKERS TOM PLUMB 619/ 300- 0128
BROCK JERZYK 860/ 676- 7100
00225.13  TAPE, NON REFLECTI VE 3-M Al45 REMOVABLE BLACK TAPE  3-M COVPANY TSSD 800/ 553- 1380 12/ 09/ 04 1411 A BLACK REMOVABLE TAPE. DCES NOT
TEMPORARY, REMOVABLE SCOTT ELLWOCD 503/ 309- 9160 HAVE BEADS. SURFACE NEEDS TO
BE CLEAN, DRY, AND WARM
CHECK MUTCD FOR APPLI CABI LI TY.
00225.13  TAPE, NON REFLECTI VE ATM 280 ADVANCED TRAFFI C MARKI NGS 11/ 10/ 05 2799 A BLACK NON REFLECTI VE TAPE.
TEMPORARY, REMOVABLE 252/ 536- 2574
ALPI NE PRCDUCTS 253/ 351- 9828
RAELEEN LUCAS 562/ 799- 6160
00225.13  TAPE, NON REFLECTI VE DELTALI NE BTR BRI TE-LI NE TECH 888/375-1293 05/ 12/ 05 2838 A BLACK NON REFLECTI VE TAPE.
TEMPORARY, REMOVABLE TAPE: GORDON SILL 720/ 473-6217
PAT DONNELLY: 918/ 691-1248
BILL JUBAK: 702/ 649- 9223
00225.13  TAPE, TEMPCRARY FOL 200 CONSTRUCTI ON GRADE FOL TAPE 888/ 3658273 08/ 08/ 07 80 A EVALUATED ON PAVEMENT MARKI NG
NON- REMOVABLE TEST PRQJECT, SALEM PARKWAY
4" X 300 FEET.
FO L BACKED. MJST BE DRY!
00225.13  TAPE, TEMPORARY FOL 300 WET REFLECTI VE FOL TAPE 888/ 365 8273 08/ 08/ 07 1162 A EVALUATED ON PAVEMENT MARKI NG
NON- REMOVABL E TEST PRQJECT, SALEM PARKWAY
4" X 150 FEET. LARGER BEADS
THAN FLEX- O-LI NE 200. FO L BAK
*LIST 'A = APPROVED. MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  MAY NEED A FI ELD | NSPECTI ON REPCRT.
**LIST'Q = QUALIFIED. USE WTH SAMPLING, TESTING & OR QUALI TY COVPLI ANCE CERTS AS NEEDED. NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG

LI ST PUBLI SHED BY:

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-30509.

PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

13

13

13

15

15

15

15

16

*LIST " A

**LIST !
LI ST PUBLI SHED BY:

Q

TAPE, TEMPCRARY
REMOVABLE

TAPE, TEMPCRARY
REMOVABLE

TAPE, TEMPCRARY
REMOVABLE

TRAFFI C SI GNAL, PORTABLE
TRAI LER MOUNT

TRAFFI C SI GNAL, PORTABLE
TRAI LER MOUNT

TRAFFI C SI GNAL, PORTABLE
TRAI LER MOUNT

TRAFFI C SI GNAL, PORTABLE
TRAI LER MOUNT

OVERHEI GHT VEHI CLE WARNER

APPROVED.
QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

3-M SERIES 780WR / 781WR

VH TE: 780WR, YELLOW 781WR

BRI TE- LI NE 100

BRI TE- LI NE DELTALI NE TWR

DI RECTOR 2WR

ADDCO PTS-2000

HORI ZON SC- 3TS

MCDEL PTL 2. 4X

RC FLAGVAN PTL 2.4

SAFETY PASS SP-D12

ODOT MATERIALS LAB;, 800 Al RPORT RD SE; SALEM OR 97301-4798,

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
3-M COVPANY TSSD 800/ 553- 1380
SCOTT ELLWOOD 503/ 309-9160

BRI TE-LI NE TECH: 888/ 375- 1293
GORDON Sl LL 720/ 473- 6217

PAT DONNELLY: 918/691-1248

Bl LL JUBAK: 702/ 649- 9223

BRI TE-LI NE TECH 888/ 375- 1293
GORDON SI LL 720/ 473- 6217

PAT DONNELLY: 918/691-1248

Bl LL JUBAK: 702/ 649- 9223

SWARCO | NDUSTRI ES 931/ 388-5900
MARK COLOVBO: 314/ 729-7197
MFG 254/ 562- 9879

TECH: 314/ 729-7197

ADDCO 651/ 488- 8600

DAVI D BERKMVAN 206/ 369- 5683
TRAFFI C SAFETY 800/ 547- 8518

HORI ZON SI GNAL 800/ 852- 8796
H WAY SPECI ALTI ES 503/ 390-1113

NORTH AMERI CA TRAFFI C
877/ 352- 4626

NORTH AMERI CA TRAFFI C
877/ 352- 4626

ASTI TRANSPCRTATI ON SYSTEMS
302/ 328- 3220

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

07/ 10/ 08

08/ 10/ 06

10/ 14/ 10

08/ 13/ 09

01/ 12/ 06

01/ 12/ 06

10/ 09/ 08

02/ 08/ 07

06/ 14/ 07

PRCDUCT

788

4105

3920

1586

2646

3683

3297

3283

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 18

HAS WET WEATHER ATTRI BUTES.

VERY STRONG TEMP MUST BE 60F
& UP WTH CLEAN, DRY SURFACE.
TAPE PULLED STRAI GHT UP TO RE
MOVE, NO HEAT, SOLVENTS, ETC

PROM SES VET WEATHER RETRO

PRQJIECT MUST | NCLUDE SPECS FOR
PORTABLE SI GNALS.
APPROVAL NEEDED PRI OR TO USE.

PRQJIECT MUST | NCLUDE SPECS FCR
PORTABLE S| GNALS.
APPROVAL NEEDED PRI OR TO USE.

PRQIECT MUST | NCLUDE SPECS FOR
PORTABLE SI GNALS.
APPROVAL NEEDED PRI OR TO USE.

PRQJIECT MUST | NCLUDE SPECS FCR
PCRTABLE S| GNALS.
APPROVAL NEEDED PRI OR TO USE.

PCVB DEVI CES CONNECTED TO TH' S
DEVI CE MUST BE FROM QPL.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



ODOT' CONSTRUCTI ON/ MATERI ALS SECTI ON
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FI ED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LCCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO. CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE NUMBER LI ST
00225. 16 OVERHEI GHT VEH CLE WARNER TR GG VEH CLE DETECTI ON TRI GG VEH CLE DET. & WARNI NG 10/ 12/ 95 1362 A
& WARNI NG 757/ 223- 7522
00225. 16 PCM5 / PVMS - TRAILER SI LENT MESSENGER MB-1548-OR SOLAR TECHNOLOGY 800/ 475- 5442 01/ 12/ 06 3217 A
SOLAR - 3 LED S PER PI XEL JOHN HAYES 484/ 223-4974

SALES 610/ 391- 8603
TECH SUPPCRT: 610/ 391-8600

00225. 16 PCVS /| PWB - TRAI LER S| LENT MESSENGER MB-3048-OR SOLAR TECHNOLOGY 800/ 475- 5442 10/ 10/ 02 2655 A
SOLAR - 3 LED S PER PI XEL JOHN HAYES 484/ 223-4974
SALES 610/ 391- 8603
TECH SUPPCRT: 610/ 391-8600

00225. 16 PCVM5 / PVMS - TRAILER S| LENT MESSENGER MB-4048-OR SCLAR TECHNOLOGY 800/ 475- 5442 01/ 12/ 06 2190 A
SOLAR - 3 LED S PER PI XEL JOHN HAYES 484/ 223-4974
SALES 610/ 391-8603
TECH SUPPORT: 610/ 391- 8600

00225. 16 PCV5 / PVMS - TRAI LER ADDCO DH- 1000- ALS LED- CDOT ADDCO 651/ 488- 8600 10/ 10/ 02 1649 A
SAAR - 4 LED S PER PI XEL DAVI D BERKMVAN 206/ 369-5683
TRAFFI C SAFETY 800/ 547- 8518

00225. 16 PCVMS / PVMS - TRAILER CVS T- 331-1B W Al MSTAR AMERI CAN SI GNAL 770/ 448- 6650 10/ 10/ 02 2665 A
SOLAR - 4 LED S PER Pl XEL TIM PAULI NO - EXT 12

00225. 16 PCVs / PVMS - TRAILER CVB T-333-1C W Al MSTAR AMERI CAN SI GNAL 770/ 448-6650 10/ 10/ 02 2666 A
SOLAR - 4 LED S PER PI XEL TIM PAULI NO - EXT 12

00225. 16 PCMS / PVMS - TRAILER SUNRAY 390 - 2165033 NATI ONAL SI GNAL 888/ 994-0300 12/ 10/ 09 3227 A

SOLAR - 4 LED S PER PI XEL

00225. 16 PCVMs / PVMS - TRAILER SUNRAY SOLAR 380 - 2165650 NATI ONAL SI GNAL 888/ 994-0300 12/ 10/ 09 2663 A
SOLAR - 4 LED S PER PI XEL

*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
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THS IS A SINGE CR DOUBLE
BEAM WARNI NG DEVI CE W TH AN
AUDI BLE AND VI SUAL WARNI NG
ATTACHED PCV5 MUST BE ON QPL.

PASSED 10/ 6/ 05 DEMO

PASSED 9/ 24/ 02 DEMO

PASSED 3/ 14/ 00 DEMO

DI D NOT ATTEND DEMD 9/ 24/ 02.
PASSED 10/ 6/ 05 DEMO. OKAY TO
USE.

PASSED 9/ 24/ 02 DEMO

PASSED 9/ 24/ 02 DEMO

PASSED 9/ 24/ 02 DEMO

PASSED 10/ 6/ 05 DEMD

PASSED 9/ 24/ 02 DEMO

**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: CODOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPCRT ANY PROBLEMS USI NG THESE PRCDUCTS.



ODOT CONSTRUCTI ON MATERI ALS  SECTI ON PAGE 20
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FI EC LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE FRCDUCT
SPEC NO. CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeea-- REMARKS- - - ---------
00225. 16 PCVMS / PVMS - TRAILER VANGUARD VP-1300-3X8- 18- A DAKTRONI CS 888/ 325- 8766 01/12/ 06 3215 A PASSED DEMD ON 10/ 6/ 05.
SOLAR - 4 LED S PER PI XEL
00225. 16 PCVM5 / PVMS - TRAILER VER- VAC PCM5 1210- 22 VER- MAC 888/ 488- 7446 01/ 12/ 06 3222 A PASSED DEMO ON 10/ 6/ 05.
SOLAR - 4 LED S PER PI XEL
00225. 16 PCVM5 / PVMS - TRAI LER VER- MAC PCMV5 12100R VER- VAC 888/ 488- 7446 06/ 10/ 04 2983 A | MPROVED VERSI ON.  PASSED DEMO
SOLAR - 4 LED S PER PI XEL PERFORMED BY TRAFFI C SECTI ON.
PLACED ON ODOT BI D #9223 4/ 04.
MATCH MODEL # EXACTLY!
00225. 16 PCVM5 / PVMS - TRAILER VER- MVAC PCMVS 121005 VER- VAC 888/ 488- 7446 01/ 12/ 06 3174 A PASSED DEMD ON 10/ 6/ 05.
SOLAR - 4 LED S PER PI XEL
00225. 16 PCVS / PVMS - TRAI LER WANCO WIMVB-SLL (A) -08 WANCO, | NC. 800/ 972- 0755 07/ 09/ 09 3861 A OFFI O AL DEMD: 5-20-09 &K
SOLAR - 4 LED S PER PI XEL
00225. 16 PCVMS / PVMS - TRAILER WILMB- S-LL(A) WANCO, | NC. 800/ 972- 0755 10/ 10/ 02 2669 A FAI LED 3/ 00 DEMO, BUT PASSED
SOLAR - 4 LED S PER PI XEL 9/ 24/ 02 DEMO. OKAY TO USE.
00225. 16 PCV5 / PVMS - TRAILER ADDCO DH- 1000- SLD LED- CDOT ADDCO 651/ 488-8600 10/ 10/ 02 1180 A FLUORESCENT FLI P DI SCS W LEDS.
SOLAR - HYBRRD W2 LED S DAVI D BERKMAN 206/ 369- 5683 FAI LED EARI ER DEMOS, BUT
TRAFFI C SAFETY 800/ 547- 8518 PASSED THE 9- 24- 02 DEMO.
00225. 16 PCVS / PVMS - TRUCK LI TEREADER 1020A-3 LI TESYS INC. / INTELICOM | NC. 10/ 10/ 02 2660 A PASSED 9/ 24/ 02 DEMD,
2 LINES-3 LED S PER PI XEL 406/ 388- 9317
00225. 16 PCVB / PVMS - TRUCK ADDCO 2 LI NE #VM4X2H ADDCO 651/ 488-8600 09/ 09/ 10 3862 A FAI LED 5/ 20/ 09 DEMO, BUT AFTER
2 LINES-4 LED S PER PI XEL DAVI D BERKMAN 206/ 369- 5683 A CLCSER LOXX | T WAS APPROVED.

*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. MAY NEED A FI ELD | NSPECTI ON REPORT.
**LIST 'Q = QUALIFIED. USE WTH SAMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



ODOT CONSTRUCTI OV MATERI ALS SECTI ON
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *
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JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO. CATECORY PRCDUCT NAME AND/ OR MANUFACTURER DATE NUMBER LIST = «c---ecn-n-- REMARKS- - - ---------
00225. 16 PCVMS / PVMS - TRUCK LI TEREADER 1020A-4 LI TESYS INC. / INTELICOM | NC 10/ 10/ 02 2263 A PASSED 9/ 24/ 02 DEMO
2 LINES-4 LED S PER PI XEL 406/ 388- 9317
00225. 16 PCV5 / PVMS - TRUCK LI TEREADER 1020A-W LI TESYS INC. / INTELICOM | NC 10/ 10/ 02 2659 A PASSED 9/ 24/ 02 DEMO.
2 LINES-4 LED S PER PI XEL 406/ 388- 9317
00225. 16 PCV5 / PVMS - TRUCK LI TEREADER 1020F-4W 1 LI TESYS INC. / |INTELICOM | NC 04/ 13/ 06 3219 A PASSED 3/23/06 DEMO IT IS A
2 LINES-4 LED S PER PI XEL 406/ 388- 9317 MCDI FI ED VERSI ON OF 1020F- 4W
00225. 16 PCVMS / PVMS - TRUCK TM 248 WANCO, | NC. 800/ 972- 0755 10/ 10/ 02 2673 A PASSED 9/ 24/ 02 DEMO.
2 LINES-4 LED S PER PI XEL PRCDUCTI ON CEASED: PRI CR TO
3/30/ 11.
00225. 16 PCVM5 / PVMS - TRUCK WWRTP- 2 WANCO, | NC. 800/ 972- 0755 10/ 10/ 02 2668 A PASSED 9/ 24/ 02 DEMO
2 LINES-4 LED S PER PI XEL PRCDUCT LI NE DI SCONTI NUED | N
2004.
00225. 16 PCVB /| PVMS - TRUCK LI TEREADER 1030A-3 LI TESYS INC. / INTELICOM |INC 10/ 10/ 02 2662 A PASSED 9/ 24/ 02 DEMO,
3 LINES-3 LED S PER PI XEL 406/ 388- 9317
00225. 16 PCM5 / PVM5 - TRUCK SI LENT MESSENGER MB-722- 448 SOLAR TECHNOLOGY 800/ 475- 5442 10/ 10/ 02 2656 A PASSED 9/ 24/ 02 DEMO.
3 LINES-3 LED S PER PI XEL JOHN HAYES 484/ 223-4974
SALES 610/ 391- 8603
TECH SUPPCRT: 610/ 391-8600
00225. 16 PCVS / PYMS - TRUCK ADDCO 3 LI NE #VM- 6X2V ADDCO 651/ 488- 8600 07/ 09/ 09 3863 Q CFFI O AL DEMO 5/ 20/ 09: K.
3 LINES-4 LED S PER PI XEL DAVI D BERKVAN 206/ 369-5683
00225. 16 PCVB / PVMS - TRUCK LI TEREADER 1030A-4 LI TESYS INC. / INTELICOM | NC 10/ 10/ 02 2577 A PASSED 9/ 24/ 02 DEMO.
3 LINES-4 LED S PER PI XEL 406/ 388- 9317
*LIST "A = APPROVED. MAY BE USED W THOUT SAMPLES, TESTING OCR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
LI €T PUBLI SHED BY: CODOT MATERI ALS LAB; 800 AIRPCRT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

16

16

16

16

16

16

16

16

16

*LIST ' A

**LIST !
LI ST PUBLI SHED BY:

Q

PCVMS / PVMS - TRUCK
3 LINES-4 LED S PER PI XEL

PCMS / PVMS - TRUCK
3 LINES-4 LED S PER PI XEL

SEQUENTI AL ARROW SI GN
TRAI LER MOUNTED TYPE "C'.

SEQUENTI AL ARROW SI GN
TRAI LER MOUNTED TYPE "C'.

SEQUENTI AL ARROW SI GN
TRAI LER MOUNTED TYPE "C".

SEQUENTI AL ARROW SI GN
TRAI LER MOUNTED TYPE "C'.

SEQUENTI AL ARROW SI GN
TRAI LER MOUNTED TYPE "C'.
HALOGEN LED, SOLAR POVER

SEQUENTI AL ARROW SI GN
TRAI LER MOUNTED TYPE "C'.
LED - SOLAR

SEQUENTI AL ARROW SI GN
TRAI LER MOUNTED TYPE "C'.
LED, SOLAR POAERED

APPROVED.
QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

LI TEREADER 1030A-W

LI TEREADER 1030F-4W 1

I D# 3221A

ADDCO AB- 25

ARC- LI TE CURVE - 2165652

VER- MAC ST4825

WANCO WISP 75- LSAC- 08

ECLI PSE 2200/ SE APF

ARC- LI TE 100 WATT 25- M 100

AM DA DLSE 25 LA

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

LITESYS INC. / INTELICOM | NC.
406/ 388- 9317

LITESYS INC. / INTELICOM | NC
406/ 388- 9317

ADDCO 651/ 488- 8600
DAVI D BERKMAN 206/ 369- 5683
TRAFFI C SAFETY 800/ 547- 8518

NATI ONAL SI GNAL 888/ 994-0300

VER- VAC 888/ 488- 7446

WANCO, I NC. 800/ 972- 0755

ALLMAND BROTHERS 800/ 562- 1373
WRI GHT- LANSDON CO 503/ 659- 7635

NATI ONAL S| GNAL 888/ 994-0300
VES YOCKEY 503/ 324-7213

TEREX AM DA 803/ 324- 3011
FRED UNSWORTH 707/ 996- 9650
FCORESS SI G\NS 541/ 928-5858

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

10/ 10/ 02

04/ 09/ 09

07/ 09/ 09

07/ 09/ 09

08/ 11/ 05

07/ 09/ 09

01/13/00

11/ 08/ 01

09/ 14/ 00

PRCDUCT

3221

3665

3867

3000

3860

1949

2246

2304

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAWMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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PASSED 9/ 24/ 02 DEMD,

PAPERWORK LOCKS COKAY, DEMO ON
3/9/09. M FI ED VERSI ON OF
1030F- 4W TO CORRECT PROBLEMS.

PAPERWORK LOCKS OK, DEMO WAS
OKAY ON 5-20- 09.

COFFI CAL DEMO 5/20/09 - OK

PASSED DEMO 2011

OFFI O AL DEMO 5-20-09 K

BOTH LED AND HALOGEN NEED TO
BE 590 NM ( AVBER) .

LED - SOLAR PONER 25 LIGHT
VERSI ON.  DEMO TEST-(K 10/ 17/ 01
MCDEL # | MPOCRTANT TO VERI FY.
PRODUCTI ON CEASED: 2/ 27/ 09

K FOR LEG@BILITY AT 1 MLE
PRCDUCTI ON CEASED: PRI CR TO
3/ 30/ 11.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

16

16

16

16

16C

16C

16C

17

17

*LIST "A =

**LI ST !
LI ST PUBLI SHED BY:

Q =

SEQUENTI AL ARROW SI GN
TRAI LER MOUNTED TYPE "C'.
LED, SOLAR PONERED

SEQUENTI AL ARROW SI GN
TRAI LER MOUNTED TYPE "C'.
LED, SOLAR POAERED

SEQUENTI AL ARROW SI GN
TRAI LER MOUNTED TYPE "C'.
LED, SOLAR PONERED

SEQUENTI AL ARROW SI GN
TRAI LER MOUNTED TYPE "C'.
LED, SCOLAR PONERED

PTM5S VENDCR

PTM5 VENDCR

PTMB VENDOR

FLAGGER STATI ON LI GHTI NG

TEMPORARY

FLAGGER STATI ON LI GHTI NG

TEMPCRARY

APPROVED.
QUALI FI ED.

CDOT CONSTRUCTI OV MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

ARROWASTER | V

MCODEL# WAAW 25SB

SI LENT SENTI NEL

SUN- UP SCLAR ARROW PANEL

MODEL 100

WANCO WI'SP110- LSAC

ASTI

I CONE

JAMLOA C PTS

CONTRACTOR MOVER CART 2000W HA

CONTRACTOR TRI PCD 2000W HALO

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
WORK AREA PROTECTI ON (SC1)
800/ 327- 4417 OR 708/377-9100

SOLAR TECHNOLOGY 800/ 475- 5442
JOHN HAYES 484/ 223-4974

SALES 610/ 391-8603

TECH SUPPCRT: 610/ 391- 8600

NATI ONAL SI GNAL 888/ 994-0300
888/ 994- 0300

DI ST: CANTEL OF MEDFORD
JOHN HUGHES, 541/ 773-2765

WANCO, I NC. 800/ 972- 0755

ASTI TRANSPORTATI ON SYSTEMS
302/ 328- 3220

| CONE PRODUCTS 315/ 626- 6800

VER- VAC 888/ 488- 7446

PONERMOON ENTERPRI SES

770/ 516- 2266

PONERMOON ENTERPRI SES
770/ 516- 2266

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

06/ 11/ 98

01/14/93

12/10/ 98

11/ 16/ 00

09/ 09/ 10

05/12/11

08/11/11

10/ 08/ 09

10/ 08/ 09

PRCDUCT

NUMBER

932

1801

2331

4071

3674

4075

3975

3974

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;
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LED - SOLAR POVER
VERSI ON.

PRCDUCTI ON CEASED: PRI OR TC
3/30/11

25 LI GHT

SOLAR PONERED ARRONBQARD.

IT WLL DO A CHEVRON AND
APPEARS TO BE (K FOR OREGON S
CLIMATE. LED S ADDED 11/97.

UNIT I S SOLAR PONERED
ELECTRONI C FLASH NG ARROW
PRODUCTI ON CEASED: 7/ 0/ 09.

FI ELD DEMO 10/ 24/00 - OK FOR
LEGBILITY AT 1 MLE
LED LENS.

ELEVATED, TRAI LER- MOUNTED,
M CROMVE / BLUETOOTH SENSCRS.

GROUND- MOUNTED, DOPPLER RADAR
SENSCRS W TH N PORTABLE
TRAFFI C DRUMS.

ELEVATED, TRAI LER MOUNTED,
DOPPLER/ M CROMVE/ BLUETOOTH
SENSCRS.

CART MOUNTED.
VALI D FOR PRQJECTS BI D UNTI L
1/1/13.

TRI PCD MOUNTED.
VALI D FOR PRQJECTS BI D UNTI L
1/1/13.

NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



ODOT CONSTRUCTI ON MATERI ALS  SECTI ON
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

PAGE 24

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO CATEGORY PRCDUCT NANMVE ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeea-- REMARKS- - - ---------
00225. 17 FLAGGER STATI ON LI GHTI NG GLOBUG - MCDEL GB113BC MULTI QU P 800/ 421- 1244 06/ 11/ 09 3880 A 1000 WATT METAL HALI DE.
TEMPORARY CESSCO 800/ 882- 4959 CART MOUNTED.
VALI D FOR PRQJECTS BI D UNTI L
1/1/13.
00225. 17 FLAGGER STATI ON LI GHTI NG GLOBUG - MCDEL GBCE MULTI QU P 800/ 421- 1244 08/ 13/ 09 3922 A CART MOUNTED W TH METAL HALI DE
TEMPORARY CESSCO 800/ 882- 4959 LAWP. VALI D FOR PRAJECTS
BID UNTIL 1/1/13.
00225. 17 FLAGGER STATI ON LI GHTI NG GLOBUG - MCDEL GBVE MULTI QU P 800/ 421- 1244 08/ 13/ 09 3921 A TR PCD WTH METAL HALI DE LAMP.
TEMPORARY CESSCO 800/ 882- 4959 VALI D FOR PRQJECTS BI D UNTI L
1/1/13.
00225. 17 FLAGGER STATI ON LI GHTI NG GLOBUG SOLO GB114BW MULTI QUI P 800/ 421- 1244 11/ 13/ 08 3704 A TR PCD MOUNTED.
TEMPORARY CESSCO 800/ 882- 4959 VALI D FOR PRQJECTS BI D UNTI L
1/1/13.
00225. 17 FLAGGER STATI ON LI GHTI NG | NGERSCL RAND BL2000 BALLOON BOBCAT OF OREGON 503/ 289- 1106 11/13/08 3713 A TR PCD MOUNTED.
TEMPCRARY VALI D FCR PRQJECTS BI D UNTI L
1/1/13.
00225. 17 FLAGGER STATI ON LI GHTI NG MAGNUM M_T3060DCT MAGNUM PRODUCTS 800/ 926-9768 08/ 13/ 09 3933 A TRAI LER MOUNTED. HAS BOTH
TEMPCRARY UNI TED RENTALS 920/ 279- 6366 FLAGGER & CONSTRUCTI ON LAMPS.
THE H POANER LAMPS ARE NOT FCOR
FLAGGER STATI ONS.
00225. 17 FLAGGER STATI ON LI GHTI NG MVAGNUM MLT4060DOT MAGNUM PRODUCTS 800/ 926-9768 08/ 13/ 09 3934 A TRAI LER MOUNTED. HAS BOTH
TEMPCRARY UNI TED RENTALS 920/ 279- 6366 FLAGGER & CONSTRUCTI ON LAMPS.
THE H POANER LAMPS ARE NOT FOR
FLAGGER STATI ONS.
00225. 17 FLAGGER STATI ON LI GHTI NG MOON- GLO WORK LI GHT 1000 MOON GLO WORK' LI GHT 10/ 14/ 10 4212 A TRAI LERS RECONDI TI ONED TO MEET
TEMPORARY TOM SCHUH 503/ 931- 3650 OUR SPEC, AT H'S FACILITY.
1000 WATT BT37 METAL HALI DE
LAMWPS.
00225. 17 FLAGGER STATI ON LI GHTI NG MOON- GLO WORK LI GHT 2000 MOON GLO WORK LI GHT 10/ 14/ 10 4213 A TRAI LERS RECONDI TI ONED TO MEET
TEMPORARY TOM SCHUH 503/ 931- 3650 OUR SPEC, AT H'S FACILITY.
1000 WATT BT37 METAL HALI DE
LAMPS,
*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OCR QUALITY COWPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG

LI ST PUBLI SHED BY:

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-30509.

PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

00225.

17

17

17

17

18

18

18

27

27

*LIST " A

**LIST !
LI ST PUBLI SHED BY:

Q

FLAGGER STATI ON LI GHTI NG
TEMPCRARY

FLAGGER STATI ON LI GHTI NG
TEMPCRARY

FLAGGER STATI ON LI GHTI NG
TEMPCRARY

FLAGGER STATI ON LI GHTI NG
TEMPORARY

AFAD - RED & YELLOW LENS

AFAD - RED & YELLOW LENS

AFAD - RED & YELLOW LENS

FLAGGER STCOP/ SLOW PADDLE

FLASH NG

FLAGGER STOP/ SLOW PADDLE

LI GHTED - HAND HELD

APPROVED.
QUALI FI ED.

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

PRCFI 1 - MOVER CART 1000W HQ

PRCFI1 - TR PCD 1000W HQ

SI ROCCO 2K- 110V

SUBARU BALLOON LI GHT # SB106WG

| NTELLI STROBE WL- AG

| NTELLI STROBE WL.- AG T™M

RC FLAGVAN RCF 2.4

BLI NKER PADDLE

TRAFF- ALERT 18 ( TAL8AXTP)

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

PONERMOON ENTERPRI SES
770/ 516- 2266

PONERMOON ENTERPRI SES
770/ 516- 2266

Al RSTAR SPACE LI GHTI NG
800/ 217- 9001 X3

RCOBI N AMERI CA 920/ 230- 3366

| NTELLI STROBE 417/ 883-7720

| NTELLI STROBE 417/ 883-7720

NCRTH AMERI CA TRAFFI C

877/ 352- 4626

TAPCO 800/ 236-0112

TRAFFI C SAFETY 800/ 547- 8518

SAFECO 480/ 290- 5220

(503) 986-3059.

NO SAMPLES CR TESTS REQU RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

10/ 08/ 09

10/ 08/ 09

11/13/ 08

11/ 13/ 08

02/ 12/ 09

02/ 12/ 09

02/ 12/ 09

08/ 14/ 05

04/ 08/ 10

PRCDUCT

3971

3404

3610

3125

3362

2984

3008

4097

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATI ONS.  MAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 25

CART MOUNTED.
VALI D FOR PRQJECTS BI D UNTI L
1/1/13.

TRI POD MOUNTED.
VALI D FOR PRQJECTS BI D UNTI L
1/1/13.

TRI PCD MOUNTED.
VALI D FOR PRQJIECTS BI D UNTI L
1/1/13.

CART MOUNTED.
VALI D FOR PRQJECTS BI D UNTI L
1/1/13.

TRI PCD MOUNTED UNIT.
HAS ARM THAT COVES DOM.
2 LITE SI GNAL HEAD. RED YELLOW

REMOTE CONTROL FLAGGER DEVI CE.
HAS ARM THAT COVES DOM.

2 LITE SI GNAL HEAD. RED YELLOW
TRAI LER MOUNTED.

REMOTE CONTROL FLAGGER DEVI CE.
HAS ARM THAT COVES DOM.

2 LITE SI GNAL HEAD. RED YELLOW
TRAI LER MOUNTED

HAS LI GHTS AROUND THE
PERI METER ON BOTH SI DES.

HAND HELD UNIT.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPORT ANY PROBLEMS USI NG THESE PRODUCTS.



00225.

00225.

00280.

00280.

00280.

00280.

00280.

00280.

27

27

00

00

00

00

14

14

*LIST " A

**LIST !

LI ST PUBLI SHED BY:

Q

FLAGGER STOP/ SLOW PADDLE
LI GHTED - POLE MOUNTED

FLAGGER STCP/ SLOW PADDLE
ROLL- UP, NON- FLASHI NG
EMERGENCY USE ONLY

FLAGGER STOP/ SLOW PADDLE
ROLL-UP, NON- FLASHI NG
EMERGENCY USE ONLY

QUTLET PROTECTION -TYPE 3

QUTLET PROTECTI ON- TYPE 3
FLOCCULENT

QUTLET PROTECTI ON- TYPE 3
FLOCCULENT

QUTLET PROTECTI ON- TYPE 3
FLOCCULENT

C CHEM CAL DUST CCNTROL- DRY
TYPE 2

C CHEM CAL DUST CONTRQL- DRY
TYPE 2

= APPROVED.
= QUALI FI ED.

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
CUALI FIED LI ST -

TRAFF- ALERT 18 ( TA18AX6SP)

FAN- A- SI GN MODEL MR18

STOP SLOW PADDLE DG, ROLL- UP

HYDRCPAM L

HYDROPAM

STORWKLEAR GEL-FLOC

STORWKLEAR LI QU -FLCC

Al RTROL GECBI NDER

DUST ARMOUR

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

SAFECO 480/ 290- 5220

SPORTNI KS, | NC.
505/ 508- 1901

PACI FI C SAFETY SUPPLY
RYAN SCHURR 800/ 344- 5641

EVONI K STOCKHAUSEN336/ 335- 3991
| NNOVATI VE TURF 513/317-8311

EVONI K STOCKHAUSEN336/ 335- 3871
I NNOVATI VE TURF 513/317-8311

HALOSOURCE 425/ 974-1969
CSI 800/ 426- 7976
ACF VEST 503/ 771-5115

HALOSQURCE 425/ 974-1969
CSl 800/ 426- 7976
ACF VEST 503/ 771-5115

USG CORPCRATI ON 916/ 417-5048
HANES GEO COwWP. 800/ 324-4594
HANES GEO COVPONENTS

800/ 324- 4595

USG CORPCRATI ON 916/ 417-5048
HANES GEO COWP. 800/ 324-4594

(503) 986-3059.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

04/ 08/ 10

04/11/02

04/ 13/ 00

03/11/10

03/11/10

08/ 14/ 03

08/ 14/ 03

07/ 09/ 09

07/09/ 09

PRCDUCT

2471

1922

3969

1854

2594

2595

3905

3904

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 26

POLE MOUNTED.

MARATHON SHEETI NG MUST HAVE
SNAP ON HANDLE TO BE SEM -
RIG D. FOR ENVERGENCY USE QONLY.

USES 3-M DI AMOND GRADE
SHEETI NG~ PASSED RETRO TESTS.
FOR EMER&ENCY USE O\LY.
DURABI LI TY MAY BE A QUESTI ON.

DESI GNED TO REMOVE SUSPENDED
SO LS AND METALS.

MJUST BE USED WTH SAND FI LTER
CR Bl O-FI LTRATI O\.

DESI GNED TO REMOVE SUSPENDED
SO LS AND METALS.

MUST BE USED W TH SAND FI LTER
CR Bl C-FI LTRATI ON\.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

14C

14C

14C

14C

14C

14C

14C

14C

14C

*LIST "A =

**LIST 'Q
LI ST PUBLI SHED BY:

CHEM CAL DUST
TYPE 2

CHEM CAL DUST
TYPE 2

CHEM CAL DUST
TYPE 2

CHEM CAL DUST
TYPE 2

CHEM CAL DUST
TYPE 2

CHEM CAL DUST
TYPE 2

CHEM CAL DUST
TYPE 2

CHEM CAL DUST

CONTRCL- DRY

CONTRCL- DRY

CONTRCL- DRY

CONTRCL- DRY

CONTRCL- DRY

CONTRCL- DRY

CONTRCL- DRY

CONTRCL- DRY

TYPE 2 (TACKI FI ER O\LY)

CHEM CAL DUST

CONTRCL- DRY

TYPE 2 (W TACKI FI ER)

APPROVED.
QUALI FI ED.

APPROVED LI ST -
QUALI FI ED LI ST -

DUSTFLOC

HYDRAPAM

HYDROPAM

NATURESOMN TRI PLE TAC

NATURESOM X9000 BFM

PAM 12

CLI FFHANGER TACK

NATURESOMNN EVOLUTI ON SWM

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

CYPHER | NTERNATI ONAL LTD.
204/ 489- 1214

FI BER MARKETI NG 800/ 426- 6002

I NNOVATI VE TURF SCLUTI ONS
513/ 317- 8311

EVONI K STOCKHAUSEN336/ 335- 3871
I NNOVATI VE TURF SOLUTI ONS
513/ 317- 8311

HAM LTON MANUFACTURI NG
208/ 733- 9689

HAM LTON MANUFACTURI NG
208/ 733- 9689

ENCAP 877/ 405-5050
MEADONLAND SEED 877/ 463-2369

QUATTRO ENVI RONVENTAL
619/ 522- 0044

HAM LTON MANUFACTURI NG
208/ 733- 9689

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

01/10/08

04/ 09/ 09

03/10/ 11

03/11/10

02/10/ 11

02/ 10/ 11

12/11/08

04/ 11/ 02

02/10/ 11

PRCDUCT

3268

4318

1854

4201

4204

3545

2446

4203

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING &/ OR QUALI TY COVPLI ANCE CERTS AS NEEDED.
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MFG CLAI M5 NATURAL
PCOLYSACCHARI DES.

AGRI CULTURAL FI BERS AND WOCD
CELLULCSE FI BERS. HYDR APPLI ED
POLYMER BASED TAC

PAPER/ STRAW W TH TACKI FI ER

AGRI CULTURAL FI BERS AND WOCD
CELLULCSE FI BERS. HYDR APPLI ED
GUAR BASED TAC

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

14C

14C

14C

14C

14C

14C

14C

14D

14D

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q =

APPROVED LI ST -
QUALI FIED LI ST -

CHEM CAL DUST CONTROL- VEET
TYPE 1

EARTH BI ND 100

CHEM CAL DUST CONTRQOL- VEET
TYPE 1

HYDRAPAM L) LI QUI D

CHEM CAL DUST CONTROL- VEET HYDROPAM L
TYPE 1

CHEM CAL DUST CONTRQOL- VEET Sa L TAC
TYPE 1

CHEM CAL DUST CONTROL- VEET TERRAVEST
TYPE 1

CHEM CAL DUST CONTROL- VET TCP SEAL

TYPE 1

CHEM CAL DUST CONTROL- VEET
TYPE 1 ( SYNTHETI ©)

ATLAS SO L LXK

MULCHES TEMPCRARY W TACK

RAI'NI ER FI BER + TAC

MULCHES, TEMPORARY Al RTROL GECBI NDER

APPROVED.
QUALI FI ED.

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRCDUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER

ENVI ROAD 208/ 392- 4549

I NNOVATI VE TURF SCOLUTI ONS
513/317- 8311

EVONI K STOCKHAUSEN336/ 335- 3871
I NNOVATI VE TURF SCLUTI ONS
513/317- 8311

SO LWORKS 800/ 545- 5420

FI SCHBACH AND MORE, LLC
RCBERT FI SCHBACH, 509/ 325-2882

SO LS CONTRCL | NTERNATI ONAL
817/ 526- 5550

QUATTRO ENVI RONMVENTAL
619/ 522- 0044

RAI' NI ER VENEER | NC
FI BER MARKETI NG | NT I NC
206/ 459/ 4942

USG CORPCRATI ON 916/ 417-5048
HANES GEO COWP. 800/ 324- 4594

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

05/ 14/ 09

03/10/ 11

03/11/10

04/ 14/ 05

07/ 13/ 06

05/ 14/ 09

11/ 08/ 01

02/ 16/ 11

07/ 09/ 09

PRCDUCT

4318

3969

2939

3140

1650

2444

4347

3905

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG, TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 28

PCSSI BLE PROBLEMS IN S. C. PER

APEL (4/06).

PCLYBUTADI ENE 1, 3

HAS BEEN SUCCESSFUL WHEN USED
I'N COVBI NATI ON W TH MULCH AND
SO L CONDI TI ONER

NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTVAG
PLEASE REPORT ANY PROBLEMS USI NG THESE PRCDUCTS.



STANDARD
SPEC NO CATEGCORY
00280.14D MLOHES, TEMPCRARY
00280. 14D  MJLCHES, TEMPORARY
00280. 14D  MJILCHES, TEMPORARY
00280. 14D  MJULCHES, TEMPORARY
00280. 14D  MJULCHES, TEMPCRARY
00280. 14D  MULCHES, TEMPCRARY
00280. 14D  MJULCHES, TEMPORARY
00280. 14D MULCHES, TEMPCRARY
00280. 14D  MULCHES, TEMPCRARY
*LIST "A = APPROVED.
**LIST 'Q = QUALI FI ED.

LI ST PUBLI SHED BY:

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

CELLULGSE FI BER HYDRO MJLCH

CONVEED 1000

CONVED 2000

EARTH BARRI ER MBFM

ECO MATRI X

ECCFI BRE + TAC

ECOFI BRE HYDROSEEDI NG MULCH

ENVI RO- BLANKET MJULCH W Al RTRCL

WOCD FI BER HYDRAULI C MULCH

ENVI RO- BLANKET WOCD FI BR MULCH
HYDRAULI C MULCH

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

CELLULGSE FI BER 253/ 627-8008

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537- 8462
ACF VEEST 800/ 878-5115

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537-8462
ACF WEST 800/ 878-5115

AGRI VESTMENTS 253/ 383-5014

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537- 8462
ACF WEST 800/ 878-5115

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537- 8462
ACF WEST 800/ 878-5115

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537- 8462
ACF WEST 800/ 878-5115

USG CORPORATI ON 916/ 417-5048
HANES GEO COWP. 800/ 324- 4594

USG CORPCRATI ON 916/ 417-5048
HANES GEO COWP. 800/ 324-4594

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL REQUI REMENTS**

EFFECTI VE
DATE

04/ 14/ 05

07/ 13/ 06

03/ 13/ 08

08/ 14/ 08

04/ 10/ 08

04/ 10/ 08

04/ 10/ 08

07/ 09/ 09

07/ 09/ 09

PRCDUCT
NUMBER

3316

3611

3670

3267

3231

1307

3907

3906

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.

USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-30509.
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100% PAPER FI BER

WOCD FI BER W 3% GUAR GUM
TACKI FI ER

SLOPES UP TO 2.5H TO 1V.

WOOD FI BER MULCH WTH AN
ORGANI C TACKI FI ER.

MAIN COMPONENT: WOCD FI BER
ORGANI C. W THOUT TACKI FI ER

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD
SPEC NO CATEGORY
00280.14D  MLGHES, TENPCRARY
00280. 14D  MJULCHES, TEMPORARY
00280. 14D MULCHES, TEMPORARY
00280. 14D  MULCHES, TEMPCRARY
00280. 14D  MULCHES, TEMPORARY
00280. 14D  MULCHES, TEMPCRARY
00280. 14D  MULCHES, TEMPORARY
00280. 14D MULCHES, TEMPORARY
00280. 14D  MULCHES, TEMPCRARY
*LIST "A = APPROVED.
**LIST 'Q = QUALI FI ED.

LI ST PUBLI SHED BY:

APPROVED LI ST -
QUALI FIED LI ST -

ENVI RO- SH ELD BONDED FI BER

MATRI X

EXCEL FI BERMULCH 11

GECSKI N

GRASS MULCH

HYDRA CM STEEP SLOPE NATRI X

HYDRAPAM

HYDRAPAM L) LI QUI D

HYDROSPRAY

HYDROSTRAW BONDED FI BER NATRI X

CDOT' CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACT URER
USG CORPORATI ON 916/ 417-5048
HANES GEO COWP. 800/ 324-4594

AMERI CAN EXCELSI CR
888/ 352- 9582 OR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

MJULCH & SEED | NNOVATI ON
205/ 540- 5775

GRASS FI BER I NC.
520 E. 2ND ST
JUNCTION A TY, OR 97448

NORTH AMERI CAN GREEN
800/ 772- 2040 OR 812/ 687-6632

I NNOVATI VE TURF SCLUTI ONS
513/317- 8311

I NNOVATI VE TURF SOLUTI ONS
513/317- 8311

CELLULCSE FI BER 253/ 627-8008
EMERALD SEED & SUPPLY
503/ 254- 8414

HYDRCSTRAW 800/ 545- 1755
ED LEE

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

12/ 11/ 08

11/ 14/ 02

08/ 13/ 09

05/ 01/ 88

11/11/10

03/10/ 11

03/10/11

11/ 09/ 06

11/11/10

PRCDUCT

NUMBER

2625

3897

2131

4265

4318

4318

3063

4164

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.

USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

ODOT MATERIALS LAB; 800 AIRPORT RD SE; SALEM CR 97301-4798,

(503) 986-30509.

PAGE 30

HYDRAULI CALLY APPLI ED MULCH.

ON TEXAS DOT QPL.

85% STRAW & 15% COTTON PLANT
MATERI AL.

MAI' N COVPONENT: CELLULCSE FI BER
ORGANI C. W THOUT TACKI FI ER

70% STRAW & 20% RECLAI MED
COTTON FI BER

I NSTALL PER 01030. 48( A) 3.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



CDOT CONSTRUCTI ON MATERI ALS  SECTI ON PAGE 31
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO. CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeea-- REMARKS- - - ---------
00280. 14D  MULCHES, TEMPCRARY HYDROSTRAW GQUAR PLUS FORMULA HYDROSTRAW 800/ 545- 1755 11/11/10 4165 A 3% GUAR
ED LEE
00280. 14D  MJULCHES, TEMPCRARY VAT- FI BER VAT, I NC. 800/ 976- 2340 01/ 13/ 05 2981 A WOOD FI BER FCR HYDRO SEEDI NG

CSI CGECSYNTHETI CS 800/ 426- 7976

00280. 14D  MULCHES, TEMPCRARY VAT- FI BER PLUS MAT, | NC. 800/ 976- 2340 01/ 13/ 05 2982 A WOOD FI BER FOR HYDRO SEEDI NG
CSI CGECSYNTHETI CS 800/ 426- 7976 W 3% GUAR GUM TACKI FER

00280. 14D  MJULCHES, TEMPORARY NATURE' S O\N MULCH W O TAC HAM LTON MANUFACTURI NG 03/ 12/ 98 1727 A MAI N COVPONENT:
208/ 733- 9689 CELLULCSE FlI BER - PAPER/ WOCD.

ORGANIC. W O TACKI FI ER.
RECYCLED PAPER/ WOOD Fl BER.

00280. 14D  MULCHES, TEMPCRARY PAM 12 ENCAP 877/ 405-5050 12/ 11/ 08 3545 A PAPER/ STRAW W TH TACKI FI ER.
MEADONLAND SEED 877/ 463-2369

00280. 14D MULCHES, TEMPCRARY TACKI FI BERS QUATTRO ENVI RONVENTAL 04/ 11/ 02 2447 A
619/ 522- 0044

00280. 14D  MJULCHES, TEMPORARY TERRA MULCH PROFI LE PRODUCTS 847/ 215- 1144 11/ 09/ 06 3317 A SLCPES UP TO 2H : 1V
DAMON SUMP 503/ 537- 8462
ACF WEST 800/ 878-5115
AGRI VESTMENT 253/ 383-5014

00280. 14D  MJLCHES, TEMPORARY TERRA- MATRI X SM STABI LI ZED PROFI LE PRODUCTS 847/ 215- 1144 02/ 08/ 07 3416 A WOOD FI BER
FI BER MATRI X DAMON SUWP 503/ 537- 8462
ACF WEST 800/ 878-5115
AGRI VESTMENT 253/ 383-5014

00280. 14D  MULCHES, TEMPCRARY TURBOMULCH 70% WOOD WESTERN EXCELSI CR 800/ 967-4009 06/ 08/ 00 1804 A WOOD FI BER, ORGANI C.
CGEOTK 360/ 750- 1955 W O TACKI FI ER
DI ST.: EMERALD SEED & SUPPLY Bl ODEGRADABLE.
ARVAN KLUEHE, 503/254-8414 70% WOOD, 30% PAPER W DYE.

*LIST "A = APPROVED. NMAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: CODOT MATER ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



CDOT' CONSTRUCTI ON MATERI ALS SECTI ON PAGE 32
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO. CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeea-- REMARKS- - - ---------
00280. 14D  MULCHES, TEMPCRARY WOODSTRAW FOREST CONCEPTS 877/ 838-4759 12/ 13/ 07 3587 A
00280. 14D  MJLCHES, TEMPORARY FERTI - FI BERS NUTRI MJLCH QUATTRO ENVI RONMVENTAL 11/ 08/ 01 2443 A EFFECTI VE WHEN USED W TH
ORGANI C 619/ 522- 0044 TACKI FI ER, SO L CONDI TI ONERS,
AND SO L STABI LI ZERS.
00280. 14D  MJULCHES, TEMPORARY EARTH BI ND 100 ENVI ROAD 208/ 392- 4549 05/ 14/ 09 3673 A PCSSI BLE PROBLEMS IN S. C. PER
TACKI FI ER APEL (4/06).
00280. 14D  MULCHES, TEMPORARY ECO E- TAC APEX RESCQURCES 502/ 254- 3118 07/ 13/ 06 3265 A
TACKI FI ER FI BER MARKETI NG 425/ 277 - 9966
00280. 14D  MULCHES, TEMPORARY ECOTAC GUAR GG-1200 FI BER MARKETI NG 800/ 426- 6002 04/ 09/ 09 3232 A TAC ONLY, ORGANI C HYDROCOLLA D
TACKI FI ER
00280. 14D  MULCHES, TEMPORARY FM POMNER TACK APEX RESOURCES 502/ 254- 3118 07/ 13/ 06 3269 A
TACKI FI ER FI BER MARKETI NG 425/ 277- 9966
00280. 14D  MULCHES, TEMPORARY V- Bl NDER GRANI TE SEED CO. 801/ 768- 4422 04/ 14/ 05 2886 A
TACKI FI ER
00280. 14D  MULCHES, TEMPCRARY TERRAVEST FI SCHBACH AND MORE, LLC 07/ 13/ 06 3140 A PCLYBUTADI ENE 1, 3
TACKI FI ER ROBERT FI SCHBACH, 509/ 325-2882
00280. 14D  MJULCHES, TEMPORARY NATURESOM EVOLUTI ON HAM LTON MANUFACTURI NG 02/10/ 11 4202 A AGRI CULTURAL FI BERS AND WOCD
W O TACKI FI ER 208/ 733- 9689 CELLULCBE FI BERS. HYDR APPLI ED

*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
**LIST 'Q = QUALIFIED. USE WTH SAMPLING TESTING & OR QUALI TY COWPLI ANCE CERTS AS NEEDED. NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



STANDARD

SPEC NO. CATEGORY

00280. 14D  MULCHES, TEMPCRARY
W TACKI FI ER

00280. 14D  MULCHES, TEMPCRARY
W TACKI FI ER

00280. 14D  MJLCH NG TEMPORARY

00280. 14E  MATTING - TYPE A
SLCPE

00280. 14E  MATTING - TYPE A
SLOPE

00280. 14E  MATTING - TYPE A
SLCPE

00280. 14E  MATTING - TYPE A
SLOPE

00280. 14E  MATTING - TYPE A
SLCPE

00280. 14E  MATTING - TYPE A
SLCPE

*LIST "A = APPRCVED.
**LIST 'Q = QUALIFI ED.

LI ST PUBLI SHED BY:

APPROVED LI ST -
QUALI FIED LI ST -

NATURESOM EVOLUTI ON SMM

NATURESOMN X9000 BFM

NATURESOM EVCOLUTI ON 70

AEC PREM ER COCONUT

AEC PREM ER STRAW SI NGLE NET

AEC PREM ER STRAW COCONUT

Al RTROL GECBI NDER

ARMORFLEX CLOSED CELL BLOCK

ARMORFLEX CPEN CELL BLOCK

CDOT' CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANL/ OR MANUFACTURER
HAM LTON MANUFACTURI NG
208/ 733- 9689

HAM LTON MANUFACTURI NG
208/ 733- 9689

HAM LTON MANUFACTURI NG | NC
208/ 733/ 9689

AMERI CAN EXCELSI CR
888/ 352- 9582 OR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

AMERI CAN EXCELSI OR
888/ 352- 9582 CR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

AMERI CAN EXCELSI OR
888/ 352- 9582 OR 715/ 236- 5643
AGRI VESTMENT 253/ 383-5014

USG CORPCRATI ON 916/ 417-5048
HANES GEO COWP. 800/ 324-4594

CONTECH CONSTRUCTI ON PRCDUCTS
800/ 522- 0410

CONTECH CONSTRUCTI ON PRODUCTS
800/ 522- 0410

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

02/10/ 11

02/10/ 11

08/ 04/ 11

10/ 11/ 07

11/ 09/ 06

10/ 11/ 07

07/ 09/ 09

01/10/ 08

02/ 14/ 08

4204

4202

3521

3326

3520

3905

3590

3575

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

PAGE 33

AGRI CULTURAL FI BERS AND WOOD
CELLULCSE FI BERS. HYDR APPLI ED
GUAR BASED TAC

AGRI CULTURAL FI BERS AND WOOD
CELLULCSE FI BERS. HYDR APPLI ED
POLYMER BASED TAC

WHEAT STRAW AND PCLY NETTI NG

70% WHEAT STRAW & 30% COCONUT.

SUBJECT TO APPROVAL BY DESI GN
ENG NEER
CONCRETE BLCCKS

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

SPEC NO. CATECORY

00280. 14E  MATTING - TYPE A
SLCPE

00280. 14E  MATTING - TYPE A
SLCPE

00280. 14E  MATTING - TYPE A
SLCPE

00280. 14E  NMATTING - TYPE A
SLCPE

00280. 14E  MATTING - TYPE A
SLOPE

00280. 14E  NMATTING - TYPE A
SLCPE

00280. 14E  MATTING - TYPE A
SLCPE

00280. 14E  NMATTING - TYPE A
SLOPE

00280. 14E  MATTING - TYPE A
SLCPE

*LIST "A = APPROVED.
**LIST 'Q = QUALI FI ED.

LI ST PUBLI SHED BY:

CDOT CONSTRUCTI ON' MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

ARMORFLEX TAPERED CELL BLOCK

CURLEX |

CURLEX | CL

EARTHGUARD FI BER MATRI X

ECOAEG S

ENVI RO- SHI ELD BONDED FI BER MIrX

EXCEL CC 4

EXCEL CS-3 ALL NATURAL

EXCEL PP5-10

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
CONTECH CONSTRUCTI ON PRCDUCTS
800/ 522- 0410

AVERI CAN EXCELSI OR
888/ 352- 9582 OR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

AVERI CAN EXCELSI OR
888/ 352- 9582 COR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

TERRA NOVO, | NC. 661/ 747- 5956

PROFI LE PRCDUCTS 847/ 215- 1144

DAMON SUMP 503/ 537-8462
ACF WEST 800/ 878-5115

USG CORPORATI ON 916/ 417-5048
HANES GEO COWP. 800/ 324- 4594

WESTERN EXCELSI CR 800/ 967- 4009
CGEOTK 360/ 750- 1955

VESTERN EXCELSI CR 800/ 967 - 4009
GEQTK 360/ 750-1955

WESTERN EXCELSI OR 800/ 967-4009
CGECTK 360/ 750- 1955

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

02/ 14/ 08

09/ 12/ 02

04/ 08/ 10

01/ 08/ 09

04/ 10/ 08

07/ 09/ 09

02/ 08/ 07

02/ 08/ 07

12/ 14/ 06

PRCDUCT

2619

4112

2972

1548

3533

3399

3397

3304

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.

USE WTH SAMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-30509.

PAGE 34

ASPEN EXCELSI OR WTH
PCLYPROPLENE NETTI NG

EXCELSI OR WTH POLY NET

ON TEXAS DOT CPL.
SPRAY W WOOD CELLULOCSE FI BER

BONDED WOCD & SYNTHETI C FI BERS
HYDRAULI CALLY APPLI ED.

COCONUT FI BER

70% WHEAT STRAW & 30% COCONUT.

W TH JUTE SCRI M

PCLYFI BER

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

SPEC NO. CATEGORY

00280. 14E  MATTING - TYPE A
SLCPE

00280. 14E  NMATTING - TYPE A
SLCPE

00280. 14E  MATTING - TYPE A
SLCPE

00280. 14E  NMATTING - TYPE A
SLCPE

00280. 14E  MATTING - TYPE A
SLOPE

00280. 14E  MATTING - TYPE A
SLOPE

00280. 14E  MATTING - TYPE A
SLOPE

00280. 14E  MATTING - TYPE A
SLOPE

00280. 14E  MATTING - TYPE A
SLOPE

*LIST "A = APPROVED.
**LIST 'Q = QUALI FI ED.

LI ST PUBLI SHED BY:

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

EXCEL S 2

EXCEL SR-1

EXCEL SS-2

FLEXTERRA HP- FGM

FUTURA ERCSI ON CONTROL BLANKET

GEQIUTE

HYDRA CX2

HYDRO BLANKET BFM

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
WESTERN EXCELSI OR 800/ 967 - 4009
GEQTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967-4009
GEOTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967 - 4009
CGEQTK 360/ 750- 1955

WESTERN EXCELSI CR 800/ 967- 4009
GEOTK 360/ 750- 1955

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537-8462
ACF WEST 800/ 878-5115

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537- 8462

ACF VEEST 800/878-5115

AGRI VESTMENT 253/ 383-5014

BELTON | NDUSTRI ES 800/ 225- 4099
BOB MORAN
ACF WEST 800/ 878-5115

NORTH AMVERI CAN GREEN
800/ 772- 2040

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537- 8462

ACF WEST 800/ 878-5115

AGRI VESTMENT 253/ 383-5014

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

02/ 08/ 07

12/ 14/ 06

02/ 08/ 07

12/ 14/ 06

02/ 10/ 11

10/ 12/ 06

10/11/01

05/ 14/ 09

07/13/ 06

PRCDUCT

NUVBER

3302

3403

3303

4205

1689

2490

3532

3318

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  MAY NEED A FI ELD | NSPECTI ON REPORT.

USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT VATERIALS LAB; 800 Al RPCRT RD SE; SALEM CR 97301-4798;

(503) 986-30509.

PAGE 35

ASPEN EXCELSI OR

ASPEN EXCELSI OR

STRAW

FLEXI BLE GROAMH MEDI UM
HYDRAULI CALLY APPLI ED.
RECYCLED THERVALLY REFI NED
WOCD Fl BERS.

NON- WOVEN MULCH BLANKET, WOOD
& SYNTHETI C FI BERS.

WOVEN JUTE. Bl CDEGRADEABLE.

WOCD FI BER

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



ODOT CONSTRUCTI ON MATERI ALS  SECTI ON PAGE 36
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FI ED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRODUCT
SPEC NO. CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeea-- REMARKS- - - ---------
00280. 14E  MATTING - TYPE A HYDROSTRAW BONDED FI BER MATRI X~ HYDROSTRAW 800/ 545- 1755 11/11/10 4164
SLOPE ED LEE
00280. 14E  NMATTING - TYPE A NORTH AMERI CAN GREEN S150 NCRTH AMERI CAN GREEN 03/ 15/ 89 297 VWHEAT STRAW
SLOPE STRAW MVATS 800/ 772- 2040
ACF WEST 800/ 878-5115
00280. 14E  MATTING - TYPE A NORTH AMERI CAN GREEN S150BN NORTH AMERI CAN GREEN 07/ 10/ 97 1381 STRAW FI BER COVERED W TH
SLCPE 800/ 772- 2040 OR 812/ 687-6632 TW STED PAPER YARN NETTI NG
ACF WEST 800/ 878-5115 100% Bl O- DEGRADABLE.
00280. 14E  NMATTING - TYPE A NORTH AMERI CAN GREEN S75 NCRTH AMERI CAN GREEN 03/ 15/ 89 1835 100% WHEAT STRAW
SLCPE STRAW NVATS 800/ 772- 2040 OR 812/ 687-6632
ACF WEST 800/ 878-5115
00280. 14E  NMATTING - TYPE A NORTH AMERI CAN GREEN S75BN NORTH AMVERI CAN GREEN 07/ 10/ 97 1380 STRAW FI BER CONVERED W TH BI G
SLOPE 800/ 772- 2040 OR 812/ 687-6632 DEGRADABLE NETTI NG
ACF WEST 800/ 878-5115 100% Bl O- DEGRADABLE.
00280. 14E  MATTING - TYPE A NORTH AMERI CAN GREEN SC150 NORTH AMVERI CAN GREEN 03/ 15/ 98 1836 70% WHEAT STRAW & 30% COCONUT.
SLCPE STRAW NVATS 800/ 772- 2040
ACF WEST 800/ 878-5115
00280. 14E  MATTING - TYPE A PREM ER STRAW BLANKET - DOUBLE  AMERI CAN EXCELSI OR 10/ 11/ 07 2623 ON THE TEXAS (PL.
SLCPE 888/ 352- 9582 CR 715/ 236-5643 STRAW AND POLY NETTI NG
AGRI VESTMENT 253/ 383-5014
00280. 14E  MATTING - TYPE A S1000 SI NGLE NET STRAW BLANKET  ENVI ROSCAPE ECM 888/ 550- 1999 05/ 14/ 09 3817 VWHEAT STRAW
SLCPE
00280. 14E  MATTING - TYPE A SO L GQUARD VAT, INC. 800/976- 2340 11/ 09/ 95 1403 MADE OF FI R AND HEMLOCK.
SLCPE (WAS WEYERHAEUSER UNTI L 12/99) BONDED FI BER MATRI X.
HYDRAULI CALLY APPLI ED.
*LIST "A = APPROVED. NAY BE USED W THOUT SAMPLES, TESTING OCR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG

LI ST PUBLI SHED BY:

ODOT VATERIALS LAB; 800 AIRPCRT RD SE; SALEM OR 97301-4798;

(503) 986-30509.

PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

14E

14E

14E

14E

14E

14E

14E

14E

14E

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

MATTI NG - TYPE A
SLOPE
HYDRAULI CALLY APPLI ED

MATTI NG - TYPE B
SLOPE

MATTI NG - TYPE B
SLOPE

MATTI NG - TYPE B
SLOPE

MATTING - TYPE B
SLOPE

MATTING - TYPE B
SLCPE

MATTING - TYPE B
SLCPE

MATTI NG - TYPE B
SLCPE

MATTING - TYPE B
SLCPE

APPROVED.
= QUALI FI ED.

APPROVED LI ST -

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

NO SAMPLES OR TESTS REQUI RED*

QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

AEC PREM ER COCONUT

AEC PREM ER STRAW SI NGLE NET

AEC PREM ER STRAW COCONUT

ARMORFLEX CLOSED CELL BLOCK

ARMORFLEX OPEN CELL BLOCK

ARMCRFLEX TAPERED CELL BLOCK

CURLEX |

CURLEX | CL

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537-8462
ACF WEST 800/ 878-5115

AMERI CAN EXCELSI OR
888/ 352- 9582 OR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

AMERI CAN EXCELSI CR
888/ 352- 9582 COR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

AVERI CAN EXCELSI OR
888/ 352- 9582 OR 715/ 236- 5643
AGRI VESTMENT 253/ 383-5014

CONTECH CONSTRUCTI ON PRCDUCTS
800/ 522- 0410

CONTECH CONSTRUCTI ON PRCDUCTS
800/ 522- 0410

CONTECH CONSTRUCTI ON PRCDUCTS
800/ 522- 0410

AMERI CAN EXCELSI OR
888/ 352- 9582 CR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

AMVERI CAN EXCELSI OR
888/ 352- 9582 OR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

(503) 986-3059.

EFFECTI VE
DATE

11/ 09/ 06

10/ 11/ 07

11/ 09/ 06

10/ 11/ 07

01/ 10/ 08

02/ 14/ 08

02/ 14/ 08

09/ 12/ 02

04/ 08/ 10

PRCDUCT

3521

3326

3520

3590

3575

3591

2619

4112

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 37

HYDRAULI CALLY APPLI ED
WOCD FI BER

WHEAT STRAW AND PCLY NETTI NG

70% WHEAT STRAW & 30% COCONUT.

SUBJECT TO APPROVAL BY DESI GN
ENG NEER
CONCRETE BLOCK

ASPEN EXCELSI OR W TH
PCLYPROPLENE NETTI NG

EXCELSI OR W TH PCLY NET

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

14E

14E

14E

14E

14E

14E

14E

14E

14E

*LIST "A =

**L| ST !
LI ST PUBLI SHED BY:

Q

CATECGORY
MATTI NG - TYPE B
SLOPE
MATTI NG - TYPE B
SLCPE
MATTING - TYPE B
SLCPE
MATTING - TYPE B
SLCPE
MATTI NG - TYPE B
SLCPE
MATTING - TYPE B
SLCOPE
MATTING - TYPE B
SLOPE
MATTING - TYPE B
SLCPE
MATTING - TYPE B
SLCOPE
APPROVED.
= QUALI FI ED.

EARTHGUARD FI BER MATRI X

ERCSI ON CONTROL BLANKET S31

EXCEL

EXCEL

EXCEL

EXCEL

EXCEL

EXCEL

EXCEL

CC 4

Cs-3

CS- 3 ALL NATURAL

PP5-10

PP5-12

PP5-8

R1

APPROVED LI ST -
QUALI FIED LI ST -

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

TERRA NOVO, INC. 661/ 747- 5956

ERCSI ON CONTRCOL  BLANKET
970/ 846- 7166
WATERSAVER CO 541/ 228- 0142

WESTERN EXCELSI OR 800/ 967 - 4009
CGEQTK 360/ 750- 1955

WESTERN EXCELSI CR 800/ 967- 4009
GEOTK 360/ 750- 1955

VESTERN EXCELSI OR 800/ 967 - 4009
CGEOTK 360/ 750-1955

WESTERN EXCELSI OR 800/ 967-4009
CGEOTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967-4009
CGEOTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967 - 4009
CGEOTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967-4009
CGEOTK 360/ 750- 1955

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

01/ 08/ 09

11/ 13/ 08

02/ 08/ 07

02/ 08/ 07

02/ 08/ 07

12/ 14/ 06

02/ 08/ 07

02/ 08/ 07

02/ 08/ 07

PRCDUCT

NUMBER

3698

3399

3396

3397

3304

3401

3400

3402

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.

USE WTH SAMPLI NG TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-30509.

PAGE 38

ON TEXAS DOT CPL.

SPRAY W WOCD CELLULCSE FI BER

COCONUT FI BER

70% WHEAT STRAW & 30% COCONUT.

70% WHEAT STRAW & 30% COCONUT.

W TH JUTE SCRI M

PCOLYFI BER

SYNTHETI C FI BERS

PCOLYFI BER

ASPEN EXCELSI R

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

SPEC NO CATEGCRY

00280. 14E  NMATTING - TYPE B
SLCPE

00280. 14E  MATTING - TYPE B
SLCPE

00280.14E MATTING - TYPE B
SLOPE

00280.14E  NMATTING - TYPE B
SLOPE

00280. 14E  NMATTING - TYPE B
SLCPE

00280. 14E  NMATTING - TYPE B
SLCPE

00280. 14E  MATTING - TYPE B
SLCPE

00280. 14E  NMATTING - TYPE B
SLCPE

00280. 14E  MATTING - TYPE B
SLCPE

*LIST "A = APPROVED.
**LIST "Q = QUALI FI ED.

LI ST PUBLI SHED BY:

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

CDOT' CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

EXCEL SS-2

FLEXTERRA HP- FGM

FUTURA ERCSI ON CONTROL BLANKET

HYDRA CX2

NORTH AMERI CAN GREEN S150
STRAW NVATS

NCRTH AMERI CAN GREEN S75
STRAW NVATS

NORTH AMERI CAN GREEN SC150
STRAW MVATS

PREM ER STRAW BLANKET - DQOUBLE

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
WESTERN EXCELSI OR 800/ 967 - 4009
GEQTK 360/ 750- 1955

WESTERN EXCELSI CR 800/ 967- 4009
GEOTK 360/ 750- 1955

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537- 8462
ACF WEST 800/ 878-5115

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537-8462

ACF WEST 800/ 878-5115

AGRI VESTMENT 253/ 383-5014

NORTH AMERI CAN GREEN
800/ 772- 2040

NORTH AMERI CAN GREEN
800/ 772- 2040
ACF WEST 800/ 878-5115

NORTH AVERI CAN GREEN
800/ 772- 2040 OR 812/ 687-6632
ACF WEST 800/ 878-5115

NORTH AMVERI CAN GREEN
800/ 772- 2040
ACF WEST 800/ 878-5115

AMERI CAN EXCELSI CR
888/ 352- 9582 OR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

(503) 986-3059.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

12/ 14/ 06

12/ 14/ 06

02/ 10/ 11

10/ 12/ 06

05/ 14/ 09

03/ 15/ 89

03/ 15/ 89

03/ 15/ 98

10/ 11/ 07

PRCDUCT
NUMBER

3303

4205

1689

3532

297

1835

1836

2623

LI ST

A
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ASPEN EXCELSI OR

FLEXI BLE GROAMH MEDI UM
HYDRAULI CALLY APPLI ED.
RECYCLED THERVALLY REFI NED
WOCD Fl BERS.

NON- WOVEN MULCH BLANKET, WOOD

& SYNTHETI C FI BERS.

WHEAT STRAW

100% WHEAT STRAW

70% WHEAT STRAW & 30% COCONUT.

ON THE TEXAS QPL.
STRAW AND PCLY NETTI NG

NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

14E

14E

14E

14E

14E

14E

14E

14E

14E

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q =

MATTI NG - TYPE B
SLOPE

MATTING - TYPE B
SLCPE

MATTING - TYPE B
SLCPE
HYDRAULI CALLY APPLI ED

MATTING - TYPE C
SLCPE

MATTING - TYPE C
SLOPE

MATTING - TYPE C
SLCPE

MATTING - TYPE C
SLOPE

MATTING - TYPE C
SLCPE

MATTING - TYPE C
SLCPE

APPROVED.
QUALI FI ED.

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FI ED LI ST -

S1000 SINGLE NET STRAW BLANKET

SO L GQUARD

FLEXTERRA FGM

AEC PREM ER COCONUT

AEC PREM ER STRAW COCONUT

Al RTROL GECBI NDER

OCOOCFLEX ET-FGM

CURLEX ENFCRCER

CURLEX |

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

ENVI ROSCAPE ECM 888/ 550- 1999

MAT, I NC. 800/ 976- 2340
(WAS VEEYERHAEUSER UNTI L 12/ 99)

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537-8462
ACF WEST 800/ 878-5115

AVERI CAN EXCELSI OR
888/ 352- 9582 OR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

AVERI CAN EXCELSI OR
888/ 352- 9582 OR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

USG CORPCRATI ON 916/ 417-5048
HANES GEO COWP. 800/ 324- 4594

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537- 8462
ACF WEST 800/ 878-5115

AVERI CAN EXCELSI CR
888/ 352- 9582 COR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

AMVERI CAN EXCELSI OR
888/ 352- 9582 CR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

(503) 986-3059.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

05/ 14/ 09

11/ 09/ 95

11/ 09/ 06

10/ 11/ 07

10/ 11/ 07

07/ 09/ 09

03/ 12/ 09

11/ 14/ 02

11/ 09/ 06

1403

3319

3521

3520

3905

3803

2637

2619

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A Fl ELD I NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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MADE OF FI R AND HEMLOCK.
BONDED FI BER MATRI X.
HYDRAULI CALLY APPLI ED.

HYDRAULI CALLY APPLI ED
WOOD FI BER

70% WHEAT STRAW & 30% COCONUT.

EXTENDED TERM FLEXI BLE
GROMH MEDI UM WOOD & COCONUT.

ASPEN EXCELSI OR W TH PCQLY
NETTI NG ON BOTH SI DES.

ASPEN EXCELSICR W TH
PCLYPRCPLENE NETTI NG

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

14E

14E

14E

14E

14E

14E

14E

14E

14E

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

CATECORY
MATTING - TYPE C
SLOPE
MATTING - TYPE C
SLCPE
MATTING - TYPE C
SLCPE
MATTING - TYPE C
SLOPE
MATTING - TYPE C
SLCOPE
MATTING - TYPE C
SLOPE
MATTING - TYPE C
SLOPE
MATTING - TYPE C
SLCPE
MATTING - TYPE C
SLOPE

APPROVED.
= QUALI FI ED.

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

ENVI RO- SH ELD BONDED FI BER MIX

EXCEL CC 4

EXCEL CS-3 ALL NATURAL

EXCEL PP5-10

EXCEL S 2

EXCEL SR 1

EXCEL SS-2

FLEXTERRA HP- FGM

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
PROFI LE PRCDUCTS 847/ 215- 1144
DAMON SUMP 503/ 537-8462
ACF WEST 800/ 878-5115

USG CORPORATI ON 916/ 417-5048
HANES GEO COWP. 800/ 324- 4594

WESTERN EXCELSI OR 800/ 967 - 4009
CGEQTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967 - 4009
GEQTK 360/ 750- 1955

VESTERN EXCELSI CR 800/ 967 - 4009
CGEOTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967 - 4009
CGEOTK 360/ 750- 1955

WESTERN EXCELSI CR 800/ 967- 4009
CGEOTK 360/ 750- 1955

WESTERN EXCELSI CR 800/ 967 - 4009
CGEOTK 360/ 750- 1955

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537- 8462
ACF WEST 800/ 878-5115

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

04/ 10/ 08

07/ 09/ 09

02/ 08/ 07

02/ 08/ 07

12/ 14/ 06

12/ 14/ 06

02/ 08/ 07

12/ 14/ 06

02/10/ 11

PRCDUCT

3533

3399

3397

3304

3302

3403

3303

4205

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.

USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 AIRPCRT RD SE;, SALEM OR 97301-4798;

(503) 986-30509.
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BONDED WOCD & SYNTHETI C FI BERS

HYDRAULI CALLY APPLI ED.

COCONUT FI BER

70% WHEAT STRAW & 30% COCONUT.

W TH JUTE SCRIM

POLYFI BER

ASPEN EXCELSI OR

STRAW

STRAW

FLEXI BLE GROAMH MEDI UM
HYDRAULI CALLY APPLI ED.
RECYCLED THERVALLY REFI NED
WOCD Fl BERS.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

SPEC NO. CATECORY

00280. 14E  MATTING - TYPE C
SLOPE

00280. 14E  MATTING - TYPE C
SLOPE

00280. 14E  MATTING - TYPE C
SLOPE

00280. 14E  NMATTING - TYPE C
SLOPE

00280. 14E  MATTING - TYPE C
SLCPE

00280. 14E  MATTING - TYPE C
SLOPE

00280. 14E  MATTING - TYPE C
SLCPE

00280. 14E  MATTING - TYPE C
SLOPE

00280. 14E  MATTING - TYPE C
SLCPE

*LIST "A = APPROVED.
**LIST 'Q = QUALI FI ED.

LI ST PUBLI SHED BY:

CDOT CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

FUTURA ERCSI ON CONTROL BLANKET

GEQIUTE

HYDRA CM STEEP SLOPE MATRI X

HYDRA CX2

HYDRG BLANKET BFM

HYDROSTRAW BONDED FI BER MATRI X

NCRTH AMERI CAN GREEN S150

STRAW NVATS

NORTH AMERI CAN GREEN S75
STRAW NATS

NORTH AVERI CAN GREEN SC150
STRAW NVATS

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537-8462
ACF WEST 800/ 878-5115
AGRI VESTMENT 253/ 383-5014

BELTON | NDUSTRI ES 800/ 225- 4099
BOB MORAN
ACF WEST 800/ 878-5115

NORTH AMVERI CAN GREEN
800/ 772- 2040

NORTH AMERI CAN GREEN
800/ 772- 2040

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537- 8462

ACF WEST 800/ 878-5115

AGRI VESTMENT 253/ 383-5014

HYDROSTRAW 800/ 545- 1755
ED LEE

NORTH AVERI CAN GREEN
800/ 772- 2040
ACF WEST 800/ 878-5115

NORTH AMERI CAN GREEN
800/ 772- 2040 OR 812/ 687-6632
ACF WEST 800/ 878-5115

NCRTH AMERI CAN GREEN
800/ 772- 2040
ACF WEST 800/ 878-5115

NO SAMPLES CR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

10/ 12/ 06

10/11/01

11/11/10

05/ 14/ 09

07/ 13/ 06

11/11/10

03/ 15/ 89

03/ 15/ 89

03/ 15/ 98

PRCDUCT

2490

4265

3532

3318

4164

297

1835

1836

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.

USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-30509.
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NON- WOVEN MULCH BLANKET, WOOD
& SYNTHETI C FI BERS.

WOVEN JUTE. Bl ODEGRADEABLE.

70% STRAW & 20% RECLAI MED

COTTON FI BER

WOOD FI BER

WHEAT STRAW

100% WHEAT STRAW

70% WHEAT STRAW & 30% COCONUT.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00280. 14E

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

14E

14E

14E

14E

14E

14E

14E

14E

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q =

CATECORY
MATTING - TYPE C
SLCPE
MATTING - TYPE C
SLOPE
MATTING - TYPE C
SLOPE
MATTING - TYPE C
SLCPE

HYDRAULI CALLY APPLI ED

MATTI NG -
SLOPE

MATTI NG -
SLCPE

NMATTI NG
SLOPE

MATTI NG
SLOPE

NMATTI NG
SLCPE

APPROVED.
QUALI FI ED.

TYPE D

TYPE D

TYPE D

TYPE D

TYPE D

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

PREM ER STRAW BLANKET - DOUBLE

S2000 DOUBLE NET STRAW BLANKET

SO L QUARD

FLEXTERRA FGM

AEC PREM ER COCONUT

AEC PREM ER STRAW COCONUT

OOCCOFLEX ET-FGM

CURLEX ENFORCER

CURLEX |

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
AVERI CAN EXCELSI OR
888/ 352- 9582 CR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

ENVI ROSCAPE ECM 888/ 550- 1999

MAT, | NC. 800/ 976- 2340
(WAS WEYERHAEUSER UNTI L 12/ 99)

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537-8462
ACF WEST 800/ 878-5115

AMERI CAN EXCELSI OR
888/ 352- 9582 OR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

AMERI CAN EXCELSI OR
888/ 352- 9582 OR 715/ 236- 5643
AGRI VESTMENT 253/ 383-5014

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537-8462
ACF WEST 800/ 878-5115

AMERI CAN EXCELSI OR
888/ 352- 9582 OR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

AMERI CAN EXCELSI OR
888/ 352- 9582 OR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

10/ 11/ 07

06/ 11/ 09

11/ 09/ 95

11/ 09/ 06

10/ 11/ 07

10/ 11/ 07

03/ 12/ 09

11/ 14/ 02

11/ 09/ 06

3855

1403

3319

3521

3520

3803

2637

2619
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ON THE TEXAS QPL.
STRAW AND POLY NETTI NG

VWHEAT STRAW

MADE OF FI R AND HEMLOCK.
BONDED FI BER MATRI X.
HYDRAULI CALLY APPLI ED.

HYDRAULI CALLY APPLI ED
WOOD FI BER

70% WHEAT STRAW & 30% CACONUT.

EXTENDED TERM FLEXI BLE
GROMH MEDI UM WOOD & COCONUT.

ASPEN EXCELSI R WTH PQLY
NETTI NG ON BOTH SI DES.

ASPEN EXCELSI OR WTH
PCLYPROPLENE NETTI NG

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTNVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

14E

14E

14E

14E

14E

14E

14E

14E

14E

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

CATECORY
MATTING - TYPE D
SLCPE
MATTING - TYPE D
SLCPE
MATTING - TYPE D
SLCPE
MATTI NG - TYPE D
SLCPE
MATTI NG - TYPE D
SLCPE
MATTI NG - TYPE D
SLCPE
MATTING - TYPE D
SLOPE
MATTI NG - TYPE D
SLCPE
MATTING - TYPE D
SLCPE

APPROVED.
= QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

CURLEX NET FREE

ERCSI ON CONTROL BLANKET S32

EXCEL CC 4

EXCEL CS-3

EXCEL CS-3 ALL NATURAL

EXCEL PP5-10

EXCEL PP5-12

EXCEL S 2

CCOT CONSTRUCTI OV VATERI ALS SECTI ON
QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
AVERI CAN EXCELSI OR
888/ 352- 9582 COR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

AMERI CAN EXCELSI OR
888/ 352- 9582 CR 715/ 236- 5643
AGRI VESTMENT 253/ 383-5014

ERCSI ON CONTRCL  BLANKET
970/ 846- 7166
WATERSAVER CO 541/ 228- 0142

WESTERN EXCELSI CR 800/ 967- 4009
GEOTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967 - 4009
CGEOTK 360/ 750- 1955

VESTERN EXCELSI OR 800/ 967 - 4009
GEOQTK 360/ 750-1955

WESTERN EXCELSI OR 800/ 967-4009
CGEOTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967-4009
CGEOTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967-4009
CGEOTK 360/ 750- 1955

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

11/ 13/ 08

11/ 13/ 08

11/13/08

02/ 08/ 07

02/ 08/ 07

02/ 08/ 07

12/ 14/ 06

02/ 08/ 07

12/ 14/ 06

PRCDUCT

3712

3699

3399

3396

3397

3304

3401

3302

LI ST

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.

USE WTH SAWMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
CDOT MATERIALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.
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COCONUT FI BER

70% WHEAT STRAW & 30% COCONUT.

70% WHEAT STRAW & 30% COCONUT.

W TH JUTE SCRI M

PCLYFI BER

SYNTHETI C FI BERS

ASPEN EXCELSI R

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG



STANDARD

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

14E

14E

14E

14E

14E

14E

14E

14E

14E

*LIST "A =

**L]IST !
LI ST PUBLI SHED BY:

Q

CATEGORY
MATTING - TYPE D
SLCPE
MATTING - TYPE D
SLOPE
MATTING - TYPE D
SLOPE
MATTING - TYPE D
SLCPE
MATTI NG - TYPE D
SLCPE
MATTI NG - TYPE D
SLCPE
MATTING - TYPE D
SLCPE
MATTING - TYPE D
SLOPE
MATTING - TYPE D
SLOPE

APPROVED.
= QUALI FI ED.

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

FLEXTERRA HP- FGM

FUTURA EROSI ON CONTROL BLANKET

HYDRA CM STEEP SLOPE MATRI X

HYDRA CX2

NCRTH AMERI CAN GREEN S150

STRAW NVATS

NCRTH AMERI CAN GREEN SC150
STRAW MATS

PREM ER STRAW BLANKET - DOUBLE

S2000 DOUBLE NET STRAW BLANKET

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
WESTERN EXCELSI CR 800/ 967 - 4009
GEQTK 360/ 750- 1955

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537-8462
ACF WEST 800/ 878-5115

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537-8462

ACF WEST 800/ 878-5115

AGRI VESTMENT 253/ 383-5014

NORTH AMERI CAN GREEN
800/ 772- 2040

NORTH AMVERI CAN GREEN
800/ 772- 2040

NORTH AMERI CAN GREEN
800/ 772- 2040
ACF WEST 800/ 878-5115

NCRTH AMERI CAN GREEN
800/ 772- 2040
ACF WEST 800/ 878-5115

AMERI CAN EXCELSI OR
888/ 352- 9582 CR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

ENVI ROSCAPE ECM 888/ 550- 1999

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

12/ 14/ 06

02/ 10/ 11

10/ 12/ 06

11/11/10

05/ 14/ 09

03/ 15/ 89

03/ 15/ 98

10/11/07

06/ 11/ 09

PRCDUCT

NUMBER

4205

1689

4265

3532

297

1836

2623

3855

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.

USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-30509.
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FLEXI BLE GROMH MEDI UM
HYDRAULI CALLY APPLI ED.
RECYCLED THERVALLY REFI NED
WOCD Fl BERS.

NON- WOVEN MULCH BLANKET, WOOD
& SYNTHETI C FI BERS.

70% STRAW & 20% RECLAI MED

COTTON FI BER

VWHEAT STRAW

70% WHEAT STRAW & 30% COCONUT.

ON THE TEXAS (PL.

STRAW AND PCLY NETTI NG

WHEAT STRAW

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

14E

14E

14E

14E

14E

14E

14E

14E

14E

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

MATTI NG - TYPE D
SLOPE

MATTI NG - TYPE D
SLOPE

HYDRAULI CALLY APPLI ED

MATTING - TYPE E
FLEXI BLE CHANNEL

MATTING - TYPE E
FLEXI BLE CHANNEL

MATTING - TYPE E
FLEXI BLE CHANNEL

MATTING - TYPE E
FLEXI BLE CHANNEL

MATTING - TYPE E
FLEXI BLE CHANNEL

MATTI NG - TYPE E
FLEXI BLE CHANNEL

MATTING - TYPE E
FLEXI BLE CHANNEL

APPROVED.
QUALI FI ED.

LI NER

LI NER

LI NER

LI NER

LI NER

LI NER

LI NER

APPROVED LI ST -
QUALI FIED LI ST -

FLEXTERRA FGM

CURLEX ENFCRCER

CURLEX 11

( STI TCHED)

CURLEX 111

( STI TCHED)

ERCSI ON CONTRCL BLANKET S32

EXCEL CC 4

EXCEL CS-3

EXCEL CS-3 ALL NATURAL

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT CONSTRUCTI OV MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER
VAT, I NC. 800/976- 2340
(WAS WEYERHAEUSER UNTI L 12/99)

PROFI LE PRODUCTS 847/ 215- 1144
DAMON SUMP 503/ 537- 8462
ACF WEST 800/ 878-5115

AVERI CAN EXCELSI CR
888/ 352- 9582 CR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

AMERI CAN EXCELSI OR
888/ 352- 9582 COR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

AVERI CAN EXCELSI OR
888/ 352- 9582 CR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

ERCSI ON CONTRCL  BLANKET
970/ 846- 7166
WATERSAVER CO 541/ 228- 0142

WESTERN EXCELSI OR 800/ 967- 4009
GEOTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967- 4009
GECTK 360/ 750- 1955

VESTERN EXCELSI OR 800/ 967 - 4009
CGECTK 360/ 750- 1955

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

11/ 09/ 95

01/ 08/ 09

11/ 14/ 02

09/ 12/ 02

12/ 12/ 02

11/ 13/ 08

02/ 08/ 07

02/ 08/ 07

02/ 08/ 07

PRCDUCT

NUMBER

3319

2637

2620

2621

3699

3399

3396

3397

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTI NG & OR QUALITY COVPLI ANCE CERTS AS NEEDED.

PAGE 46

MADE OF FI R AND HEMLOCK.
BONDED FI BER MATRI X.
HYDRAULI CALLY APPLI ED.

HYDRAULI CALLY APPLI ED

WOOD FI BER

ASPEN EXCELSI OR W TH PQLY
NETTI NG ON BOTH S| DES.

ASPEN EXCELSI OR W TH
PCLYPROPLENE NETTI NG

ASPEN EXCELSI OR W TH PQLY

NETTI NG ON BOTH SI DES.

COCONUT FI BER

70% WHEAT STRAW & 30% COCONUT.

70% WHEAT STRAW & 30% COCONUT.
W TH JUTE SCRI M

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



ODOT CONSTRUCTI ON MATERI ALS SECTI ON PAGE 47
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO CATEGORY PRCDUCT NAME AND/ OR MANUFACTURER DATE NUMBER LIST  ----cccn-e-- REMARKS- - - ---------
00280. 14E  MATTING - TYPE E EXCEL PP5-10 WESTERN EXCELSI CR 800/ 967-4009 12/ 14/ 06 3304 A PCOLYFI BER
FLEXI BLE CHANNEL LI NER GECTK 360/ 750- 1955
00280. 14E  MATTING - TYPE E EXCEL PP5-12 WESTERN EXCELSI OR 800/ 967-4009 02/ 08/ 07 3401 A SYNTHETI C FI BERS
FLEXI BLE CHANNEL LI NER GEQTK 360/ 750- 1955
00280. 14E  MATTING - TYPE E EXCEL PP5-8 WESTERN EXCELSI OR 800/ 967-4009 02/ 08/ 07 3400 A PCLY FI BERS
FLEXI BLE CHANNEL LI NER GEOTK 360/ 750- 1955
00280. 14E  MATTING - TYPE E EXCEL R1 WESTERN EXCELSI OR 800/ 967-4009 02/ 08/ 07 3402 A ASPEN EXCELSI OR
FLEXI BLE CHANNEL LI NER GEQTK 360/ 750- 1955
00280. 14E  MATTING - TYPE E EXCEL SD- 3 WESTERN EXCELS| OR 800/ 967-4009 02/ 08/ 07 3398 A ASPEN EXCELSI OR
FLEXI BLE CHANNEL LI NER GEOTK 360/ 750- 1955
00280. 14E  MATTING - TYPE E EXCEL SS-2 WESTERN EXCELSI OR 800/ 967-4009 12/ 14/ 06 3303 A STRAW
FLEXI BLE CHANNEL LI NER GEQTK 360/ 750- 1955
00280. 14E  MATTING - TYPE E KQ RVAT 700 NEDI A ENTERPRI SES 888/ 725-6999 05/ 14/ 09 3718 A
FLEXI BLE CHANNEL LI NER
00280. 14E  MATTING - TYPE E NORTH AMERI CAN GREEN C125BN NORTH AMERI CAN GREEN 11/ 08/ 07 3565 A Bl CDEGRADABLE JUTE
FLEXI BLE CHANNEL LI NER 800/ 772- 2040 COCONUT

ACF WEST 800/ 878-5115

00280. 14E  MATTING - TYPE E NORTH AMERI CAN GREEN C350 NORTH AMERI CAN GREEN 07/ 10/ 97 1378 A COCONUT
FLEXI BLE CHANNEL LI NER 800/ 772- 2040
ACF WEST 800/ 878-5115

*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATI ONS. NMAY NEED A FIELD | NSPECTI ON REPORT.
**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



STANDARD

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

14E

14E

14E

14E

14E

14E

14E

14E

14E

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q =

MATTING - TYPE E
FLEXI BLE CHANNEL

MATTI NG - TYPE E
FLEXI BLE CHANNEL

MATTING - TYPE F
FLEXI BLE CHANNEL

MATTING - TYPE F
FLEXI BLE CHANNEL

MATTING - TYPE F
FLEXI BLE CHANNEL

MATTING - TYPE F
FLEXI BLE CHANNEL

MATTING - TYPE F
FLEXI BLE CHANNEL

MATTING - TYPE F
FLEXI BLE CHANNEL

MATTING - TYPE F
FLEXI BLE CHANNEL

APPROVED.
QUALI FI ED.

MAY BE

LI NER

LI NER

LI NER

LI NER

LI NER

LI NER

LI NER

LI NER

APPROVED LI ST -
QUALI FI ED LI ST -

NCRTH AMERI CAN GREEN S150

STRAW NATS

RECYCLEX - TRM

CURLEX ENFCRCER

CURLEX |11

( STI TCHED)

ERCSI ON CONTROL BLANKET SC32

EXCEL CC 4

EXCEL PP5-10

EXCEL PP5-12

EXCEL PP5-8

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON
QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
NCRTH AMERI CAN GREEN
800/ 772- 2040
ACF WEST 800/ 878-5115

AMERI CAN EXCELSI CR
888/ 352- 9582 OR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

AVERI CAN EXCELSI CR
888/ 352- 9582 COR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

AVERI CAN EXCELSI CR
888/ 352- 9582 COR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

ERCSI ON CONTRCL  BL ANKET
970/ 846- 7166
WATERSAVER CO 541/ 228- 0142

WESTERN EXCELSI CR 800/ 967- 4009
GEQTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967-4009
GEOTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967-4009
GECTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967 - 4009
CGEOTK 360/ 750- 1955

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

03/ 15/ 98

11/ 09/ 06

11/ 14/ 02

12/ 12/ 02

11/ 13/ 08

02/ 08/ 07

12/ 14/ 06

02/ 08/ 07

02/ 08/ 07

PRCDUCT

2618

2637

2621

3700

3399

3304

3401

3400

USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.

USE WTH SAMPLI NG, TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-30509.

PAGE 48

WHEAT STRAW

ARTI FI CAL FI BER ( SODA BOTTLES)

ASPEN EXCELSI OR W TH PQLY

NETTI NG ON BOTH S| DES.

ASPEN EXCELSI OR WTH PQLY

NETTI NG ON BOTH S| DES.

COCONUT FI BER

PCLYFI BER

SYNTHETI C FI BERS

PCLY FI BERS

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTNVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

14E

14E

14E

14E

14E

14E

14E

14E

14E

*LIST "A =

**L|IST !
LI ST PUBLI SHED BY:

Q

MATTING - TYPE F
FLEXI BLE CHANNEL LI NER

MATTING - TYPE F
FLEXI BLE CHANNEL LI NER

MATTING - TYPE F
FLEXI BLE CHANNEL LI NER

MATTING - TYPE F
FLEXI BLE CHANNEL LI NER

MATTING - TYPE F
FLEXI BLE CHANNEL LI NER

MATTING - TYPE F
FLEXI BLE CHANNEL LI NER

MATTING - TYPE F
FLEXI BLE CHANNEL LI NER

MATTING - TYPE G
FLEXI BLE CHANNEL LI NER

MATTING - TYPE G
FLEXI BLE CHANNEL LI NER

APPROVED.
= QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

EXCEL SD- 3

KO RVAT 700

NORTH AMERI CAN GREEN C125BN

NORTH AMERI CAN GREEN C350

NCRTH AMERI CAN GREEN S150

STRAW MATS

RECYCLEX - TRM

CURLEX ENFCRCER

EXCEL PP5-10

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT CONSTRUCTI ON/ MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
WESTERN EXCELSI OR 800/ 967 - 4009
GECTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967-4009
GEQTK 360/ 750- 1955

NEDI A ENTERPRI SES 888/ 725- 6999

NORTH AMERI CAN GREEN
800/ 772- 2040
ACF WEST 800/ 878-5115

NCRTH AMERI CAN GREEN
800/ 772- 2040
ACF WEST 800/ 878-5115

NCRTH AMERI CAN GREEN
800/ 772- 2040 OR 812/ 687-6632
ACF WEST 800/ 878-5115

AVERI CAN EXCELSI OR
888/ 352- 9582 OR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

AVERI CAN EXCELSI CR
888/ 352- 9582 CR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

WESTERN EXCELSI OR 800/ 967-4009
CGEOTK 360/ 750- 1955

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

02/ 08/ 07

02/ 08/ 07

05/ 14/ 09

11/ 08/ 07

07/ 10/ 97

03/ 15/ 89

11/ 09/ 06

11/ 14/ 02

12/ 14/ 06

PRCDUCT

3398

3718

3565

1378

297

2618

2637

3304

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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ASPEN EXCELSI OR

ASPEN EXCELSI OR

Bl CDEGRADABLE JUTE

COCONUT

VWHEAT STRAW

ARTI FI CAL FI BER ( SODA BOTTLES)

ASPEN EXCELSI OR W TH PCQLY
NETTI NG ON BOTH SI DES.

PCLYFI BER

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTNVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD
SPEC NO. CATECORY
00280. 14E  MATTING - TYPE G
FLEXI BLE CHANNEL
00280. 14E  MATTING - TYPE G
FLEXI BLE CHANNEL
00280. 14E  MATTING - TYPE G
FLEXI BLE CHANNEL
00280. 14E  MATTING - TYPE G
FLEXI BLE CHANNEL
00280. 14E  MATTING - TYPE H
FLEXI BLE CHANNEL
00280. 14E  NMATTING - TYPE H
FLEXI BLE CHANNEL
00280.14E  MATTING - TYPE H
FLEXI BLE CHANNEL
00280. 14E  NMATTING - TYPE H
FLEXI BLE CHANNEL
00280. 14E  MATTING - TYPE H
FLEXI BLE CHANNEL
*LIST "A = APPROVED.

**LIST 'Q = QUALI FI ED.
LI ST PUBLI SHED BY:

LI NER

LI NER

LI NER

LI NER

LI NER

LI NER

LI NER

LI NER

CDOT CONSTRUCTI OV MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

EXCEL PP5-8

KO RVAT 700

RECYCLEX - TRM

ERCSI ON CONTRL BLANKET P42 TRM

EXCEL PP5-10

EXCEL PP5-12

EXCEL PP5-8

RECYCLEX - TRM

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

WESTERN EXCELSI OR 800/ 967 - 4009
GECTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967- 4009
GEQTK 360/ 750- 1955

NEDI A ENTERPRI SES 888/ 725- 6999

AMERI CAN EXCELSI OR
888/ 352- 9582 OR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

ERCSI ON CONTRCL  BLANKET
970/ 846- 7166
WATERSAVER CO 541/ 228- 0142

WESTERN EXCELSI OR 800/ 967-4009
GEOTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967-4009
CGECTK 360/ 750- 1955

WESTERN EXCELSI OR 800/ 967 - 4009
CGEQTK 360/ 750- 1955

AVERI CAN EXCELSI OR
888/ 352- 9582 OR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

02/ 08/ 07

02/ 08/ 07

05/ 14/ 09

11/ 09/ 06

11/ 13/ 08

12/ 14/ 06

02/ 08/ 07

02/ 08/ 07

11/ 09/ 06

3400

3718

2618

3701

3304

3401

3400

2618

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 50

SYNTHETI C FI BERS

PCLY FI BERS

ARTI FI CAL FI BER ( SODA BOTTLES)

PCOLYFI BER

SYNTHETI C FI BERS

PCLY FI BERS

ON THE TEXAS QPL.
ARTI FI CAL FI BER ( SCDA BOTTLES)

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTNVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



CCOT CONSTRUCTI OV VATERI ALS SECTI ON PAGE 51
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO CATECORY PRCDUCT NAME AND/ OR MANUFACTURER DATE NUMBER LIST = ----cccnne-- REMARKS- - - ---------
00280. 14E  SLOPE MNATTI NG GEQIUTE PLUS BELTON | NDUSTRI ES | NC 06/ 30/ 11 2490 Q NOTI' FOR USE AS TYPE A & C
TYPE B & D 800/ 225/ 4099

ACF VEEST | NC

503/ 771/ 5115
00280. 15A CHECK DAM TYPE 3 CURLEX SEDI MENT LOG AVERI CAN EXCELSI OR 05/ 08/ 08 2624 A

888/ 352- 9582 CR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

00280. 15A  CHECK DAM TYPE 3 FI LTREXX FI LTERSOXX DI TCHCHEXX  FI LTREXX | NTERNATI ONAL 12/ 08/ 05 3257 A
440/ 926- 2607

00280. 15A CHECK DAM TYPE 3 GRABHORN BI O FI LTER BAG GRABHORN, | NC. 503/ 628- 1866 11/ 12/ 09 2430 A
00280. 15A CHECK DAM TYPE 3 RI CE STRAW FI BER ROLL KRl STAR ENTERPRI S 800/ 579-8819 11/ 09/ 06 2634 A STANDARD DRAW NG RD1005
00280. 15A CHECK DAM TYPE 4 WOVEN PCLYPRCPYLENE SANDBAG SACRAMENTO BAG CO 800/ 287-2247  07/11/02 2429 A

MCDEL: PPB1426T1600 BUSSARD ERGCSI ON CONTRCL

800/ 252- 2692

00280. 15A  CHECK DAM TYPE 5 GEC- R DGE NI LEX 303/ 766-2000 04/ 14/ 05 2357 A K FOR REDUCI NG VELOO TI TES,
ACF WEST 800/ 878-5115 BUT NOT AS A CHECK DAM ALONE.
MJST USE I N CONJUCNTI ON W TH A
MATTI NG CR OTHER GROUND COVER

00280. 15A CHECK DAM TYPE 5 GECBALE GECHAY 864/ 472- 7000 12/ 13/ 07 3579 A

00280. 15A  CHECK DAM TYPE 5 GECFI LTER GECQHAY 864/ 472- 7000 12/ 13/ 07 3580 A

*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
**LIST 'Q = QUALIFIED. USE WTH SAMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED. NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



STANDARD

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

15A

15A

15A

15D

16C

16C

16C

16C

16D

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q =

CHECK DAM TYPE 5

CHECK DAM TYPE: OTHER

CHECK DAM TYPE: OTHER

STRAW WATTLE

SLOPE DRAIN, TEMPCRARY

SEDI MENT FENCE - SUPPORTED

SEDI MENT FENCE - UNSUPPORT

SEDI MENT FENCE - UNSUPPORT

SEDI MENT FENCE - UNSUPPORT

UN- SUPPCRTED

I NLET PROTECTI ON

TYPE 3

APPROVED.
QUALI FI ED.

ODOT CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

TR ANGULAR SILT DI KE

EARTHSAVER RI CE STRAW WATTLES

PERVALOK/ PERMEATEX STRAW WATTL

TRIANGULAR SI LT DI KE

TERRATEX SF-90

LP-30 POCKETED SEDI MENT FENCE

M KE S PROD POCKETD SI LT FENCE

TERRATEX SF-D 3606- B48D

REGULAR FLOW SI LTSACK

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
TRIANGULAR SILT DIKE GO, | NC.
REP: JASON ROACH 405/ 741- 7406
CSI CGECSYNTHETI CS 800/ 426- 7976

RH DYCK 530/ 662-7700
BUSSARD ERCSI ON 541/ 926- 7747

NORTHVEST LI NI NGS & GEOTEXTI LE
253/ 867- 5366

TRIANGULAR SILT DIKE GO, INC
REP: JASON ROACH 405/ 741- 7406
CSI CGECSYNTHETI CS 800/ 426- 7976

HANES GEO COVPONENTS
800-324- 4594

PROPEX 800/ 621- 1273
ACF WEST 800/ 878-5115

M KE' S PRODUCTS 503/ 439-2379
RESPONSI VE SUPPLY 503/ 804- 7860

HANES GEO COVPONENTS
800-324- 4594

ACF ENVI RONMENTAL
804/ 271/ 2363

AFC VEEST

800/ 878/ 5115

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

09/13/01

11/ 09/ 06

10/ 14/ 10

09/ 13/ 01

02/ 10/ 11

09/ 14/ 06

04/08/ 10

02/ 10/ 11

08/01/11

PRCDUCT
NUVBER

2431

4194

1592

3733

2959

3996

3734

4442

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE W TH SAMPLI NG TESTI NG & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

PAGE 52

GEOTEXTI LE FABRI C AND URETHANE
FOAM

OTHER - STRAWWATTLE
STANDARD DRAW NG RD1005

RI CE STRAW

APPEARS TO BE A SU TABLE
SUBSTI TUTE FOR STRAW BALES OR
SAND BAGS.

NEEDS A FI ELD I NSPECTION REPORT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

16D

16D

16D

16D

16D

16D

16D

16D

16D

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q =

I NLET PROTECTI ON

I NLET PROTECTI ON

I NLET PROTECTI ON

I NLET PROTECTI ON

| NLET PROTECTI ON

I NLET PROTECTI ON

I NLET PROTECTI ON

I NLET PROTECTI ON

I NLET PROTECTI ON

APPROVED.
QUALI FI ED.

TYPE

TYPE

TYPE

TYPE

TYPE

TYPE

TYPE

TYPE

CDOT' CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

M KE' S PROD POCKETD SI LT FENCE

DREAM STREAM GCDOTFB- 3624

FLEXSTORM | NLET FI LTER

HI - FLOW SI LTSACK

M KE S PRODUCTS BASI N WORK' R

NON- WOVEN SI LT SACK

STORM SENTI NEL MODEL 1341

STORM SENTI NEL MODEL 1348

STREAMGUARD

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
M KE S PRODUCTS 503/ 439-2379
RESPONSI VE SUPPLY 503/ 804- 7860

THE GATE COVPANY 360/ 273- 5802
MANARK PRODUCTS 360/ 790-9271

I NLET & PI PE PROTECTI ON
866/ 287- 8655

ADVANCED DRAI NAGE SYSTEMS
800/ 821- 6710

ACF ENVI RONMVENTAL

DAVI D KELLY 800/ 448- 3636

DI ST.: ACF WEST, |INC

MELI SSA HURLEY 503/ 771- 5115

M KE' S PRODUCTS 503/ 439-2379
RESPONSI VE SUPPLY 503/ 804- 7860

ACF ENVI RONVENTAL
DAVI D KELLY 800/ 448- 3636

ENPAC CORPCRATI ON 800/ 936- 7229
PAT GOTHRO ( ENPAC) 253/ 288- 9215
FNW- DOUG MYERS 253/ 437-5141

FNW M KE STEWART 503/ 240-6747

ENPAC CORPORATI ON 800/ 936- 7229
PAT GOTHRO ( ENPAC) 253/ 288-9215
FNW DOUG MYERS 253/ 437-5141

FNA- M KE STEWART 503/ 240-6747

FCOSS | NTERNATI ONAL  AND

I NFRASTRUCTURE SERVI CES CO
JCE SM TH 206/ 378- 4101

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

04/ 08/ 10

10/ 14/ 10

04/ 08/ 10

09/13/01

04/ 08/ 10

02/ 10/ 05

11/ 09/ 06

10/ 14/ 10

10/11/01

PRCDUCT
NUMBER

4174

3965

1164

3995

2958

2936

4119

1600

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  MAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

PAGE 53

TYPE 3. VERFY

PRODUCT SI ZE VS | NLET SI ZE.
INSTALL PER MFG | NSTRUCTI ONS.
MONI TOR & MAI NTAIN AS REQUI RED

TYPE 3. VERFY

PRCDUCT SI ZE VS | NLET SI ZE.

I NSTALL PER MFG | NSTRUCTI ONS.
MONI TOR & NMAI NTAIN AS REQUI RED

TYPE 3. VERFY

PRCDUCT SI ZE VS | NLET SI ZE.

I NSTALL PER MFG | NSTRUCTI ONS.
MONI TOR & MAI NTAIN AS REQUI RED

TYPE 3. VER FY

PRCDUCT SI ZE VS INLET SI ZE.

I NSTALL PER MFG | NSTRUCTI ONS.
MONI TOR & MAI NTAIN AS REQUI RED

VERI FY

PRCDUCT SI ZE VS | NLET SI ZE.

I NSTALL PER MFG | NSTRUCTI ONS.
MONI TOR & MAI NTAI N AS REQUI RED

TYPE 3. VERFY

PRCDUCT SIZE VS | NLET SI ZE

I NSTALL PER MFG | NSTRUCTI ONS.
MONI TOR & MAI NTAIN AS REQUI RED

TYPE 3. VER FY

PRODUCT SI ZE VS | NLET SI ZE.

I NSTALL PER MFG | NSTRUCTI ONS.
MONI TCR & MAI NTAIN AS REQUI RED

TYPE 3. VER FY

PRCDUCT SI ZE VS | NLET SI ZE.

I NSTALL PER MFG | NSTRUCTI ONS.
MONI TOR & MAI NTAIN AS REQUI RED

NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

16D

16D

16D

16D

16D

16D

16D

16D

16D

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q =

I NLET PROTECTI ON
I NLET PROTECTI ON
& AL

I NLET PROTECTI ON
I NLET PROTECTI ON
| NLET PROTECTI ON
I NLET PROTECTI ON
I NLET PROTECTI ON

I NLET PROTECTI ON

I NLET PROTECTI ON

APPROVED.
QUALI FI ED.

TYPE

TYPE

TYPE

TYPE

TYPE

TYPE

TYPE

TYPE

CDOT CONSTRUCTI OV MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

ULTRA- DRAI N GUARD RE- USABLE

ULTRA- DRAIN GUARD A L & SEDI ME

CURLEX SEDI MENT LOG

FI LTREXX FI LTERSOXX | NLETSOXX

GRABHORN BI O FI LTER BAG

SI LTRAP BI O BAGS

SLCPEGARD 3

DREAM STREAM GCDOTFB- 3624

SS FIBER ROLLS (9X25) W

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

ULTRATECH | NTERNATI ONAL
800/ 353- 1611 EXT 211

ULTRATECH | NTERNATI ONAL
800/ 353- 1611 EXT 211

AMERI CAN EXCELSI CR
888/ 352- 9582 CR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014

FI LTREXX | NTERNATI ONAL

440/ 926- 2607

GRABHORN,

I NC. 503/ 628- 1866

H GHWAY FUEL 503/ 363-6444

KRI STAR ENTERPRI' S 800/ 579-8819

THE GATE COVPANY 360/ 273- 5802

MANARK PRODUCTS 360/ 790-9271

ERCSI ON CONTROL  SERVI CES
MARK CLELLAND 208/ 337-4620

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

11/ 09/ 06

01/10/ 08

05/ 08/ 08

12/ 08/ 05

11/ 12/ 09

11/ 13/ 08

11/ 09/ 06

10/ 14/ 10

04/ 08/ 10

PRCDUCT
NUMBER

3309

2624

3258

2430

3697

2633

4174

3928

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAWPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

PAGE 54

TYPE 3. VER FY

PRCDUCT SI ZE VS | NLET SI ZE.

I NSTALL PER MFG | NSTRUCTI ONS.
MONI TOR & MAI NTAIN AS REQUI RED

TYPE 3 FOR GAS & O L. VER FY
PRCDUCT SI ZE VS | NLET Sl ZE.

I NSTALL PER MFG | NSTRUCTI ONS.
MONI TOR & MAI NTAI N AS REQUI RED

TYPE 4.

TYPE 4.

PRESI ZED WOOD CH PS I N PQLY

MESH BAG

TYPE 4.

TYPE 6.

NEED TO MONI TCR

TYPE 6.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



CDCT CONSTRUCTI ON MATERI ALS SECTI ON PAGE 55
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO. CATECORY PRCDUCT NAME AND/ OR MANUFACTURER DATE NUMBER LIST  ----cccn-e-- REMARKS- - - ---------
00280. 16D I NLET PROTECTION - TYPE 6 CURB | NLET SEDI MENT DAM CARDVELL; 541/688- 7609 10/ 10/ 02 2203 A TYPE 6. DESI GNED FOR CURBED
OTHER FAM LI AN NW 800/ 456- 8611 I NLET PROTECTION. NEED TO
MONI TOR
00280. 16D I NLET PROTECTION - TYPE 6 FI LTREXX FI LTERSOXX S| LTSOXX FI LTREXX | NTERNATI ONAL 06/ 11/ 09 3256 A USE MFG APPROVED COWPCST MEDI A
OTHER 440/ 926- 2607 & ADDI TI VES & MEET ODOT SPECS.
00280. 16D I NLET PROTECTION - TYPE 6 GECFI LTER GECHAY 864/ 472- 7000 12/ 13/ 07 3580 A TYPE 6.
OTHER
00280. 16E  SEDI MENT BARRI ER, OTHER DI RTBAG 55 ACF ENVI RONMVENTAL 02/ 12/ 09 1886 A TH S BAG | S 180" BY 180".
DAVI D KELLY 800/ 448- 3636 AND TESTED TO 100 LB/ N2.
DI ST.: ACF VEST, INC APPLI CATI ON: DOMNSTREAM END
MELI SSA HURLEY 503/ 771- 5115 CF Pl PE.
00280. 16E  SEDI MENT BARRI ER, OTHER FI LTREXX FI LTERSOXX SI LTSOXX FI LTREXX | NTERNATI ONAL 06/ 11/ 09 3256 A USE MFG APPROVED COWPCST MEDI A
440/ 926- 2607 & ADDI TI VES & MEET ODOT SPECS.
00280. 16E  SEDI MENT BARRI ER, TYPE 3 AEC PREM ER STRAW WATTLES AVERI CAN EXCELSI OR 11/ 09/ 06 3327 A
888/ 352- 9582 OR 715/ 236-5643
AGRI VESTMENT 253/ 383-5014
00280. 16E  SEDI MENT BARRIER, TYPE 3 CAL VI STA RI CE STRAW WATTLE CAL VI STA ERGCSI ON CONTROL 12/ 11/ 08 3526 A
8 X 25 JERRY SHADI NGER 530/ 476-0706
00280. 16E  SEDI MENT BARRI ER, TYPE 3 CSW STRAW WATTLES CALI FORNI A STRAW WORKS 07/ 13/ 06 1794 A DO NOT USE | N WATER
916/ 453- 1456 NOT RE-UESABLE. DO NOT USE
ACF WEST 503/ 771-5115 FOR OVERLAND SHEET FLOW
WAS KEY TO GREEN STRAW WATTLES
00280. 16E  SEDI MENT BARRI ER, TYPE 3 EARTHSAVER RI CE STRAW WATTLES RH DYCK 530/ 662- 7700 07/11/02 2431 A

BUSSARD ERGCSI ON 800/ 252- 2692
CSI CGECSYNTHETI CS 360/ 699-1426

*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED. NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



STANDARD

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

00280.

16E

16E

16E

16E

16E

16E

16E

16E

16E

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q =

SEDI MENT BARRI ER,

SEDI MENT BARRI ER,

SEDI MENT BARRI ER,

SEDI MENT BARRI ER,

SEDI MENT BARRI ER,

SEDI MENT BARRI ER,

SEDI MENT BARRI ER,

SEDI MENT BARRI ER,

SEDI MENT BARR ER,

APPROVED.
QUALI FI ED.

TYPE

TYPE

TYPE

TYPE

TYPE

TYPE

TYPE

TYPE

CDOT' CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

IEC 9" STRAWWATTLE

O5W RO STRAW WATTLE

Rl CE STRAW FI BER ROLL

SEDI MENTSTCP

SLOPEGARD 1

SO L STOPPERS RI CE STRAW WATTL

9" WATTLE

SS FIBER ROLLS (9X25) W

WESTERN FI BER 9"

STRAW WATTLE

WOVEN POLYPRCPYLENE SANDBAG
MCDEL: PPB1426T1600

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

| DAHO EROSI ON CONTROL
208/ 329- 9120
PACI FI C GEGSOURCE 503/ 261- 3515

OREGON STRAW WATTLE
503/ 519- 0848

KRl STAR ENTERPRI S 800/ 579-8819

NORTH AMERI CAN GREEN
800/ 772- 2040
ACF WEST 800/ 878-5115

KRl STAR ENTERPR S 800/ 579-8819

SO L STOPPERS 209/ 993-2109

ERCSI ON CONTROL  SERVI CES
MARK CLELLAND 208/ 337-4620

WESTERN FI BER CO
661/ 854- 5556 CR 310/ 939-9254

SACRAMENTO BAG CO 800/ 287- 2247
BUSSARD ERGCSI ON CONTRCL
800/ 252- 2692

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

10/ 14/ 10

12/11/08

11/ 09/ 06

07/ 13/ 06

11/ 09/ 06

03/ 08/ 07

04/ 08/ 10

11/ 13/ 08

07/11/02

3722

2634

3286

2632

3439

3928

3710

2429

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

PAGE 56

RYE STRAW

APPEARS K AS TYPE 3 SEDI MENT
BARRI ER

TYPE 3.

VWHEAT STRAW

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPORT ANY PROBLEMS USI NG THESE PRCDUCTS.



ODOT CONSTRUCTI ON MATERI ALS  SECTI ON PAGE 57
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO CATEGORY PRCDUCT NAME AND/ OR MANUFACTURER DATE NUMBER LIST  ---cceceea-- REMARKS- - - ---------
00280. 16E  SEDI MENT BARRI ER TYPE 3 PERVALCOK/ PERMEATEX STRAW WATTL NORTHWEST LI NI NGS & CGEOTEXTILE 10/ 14/ 10 4194 A RI CE STRAW
STRAW WATTLE 253/ 867- 5366

00280. 16E  SEDI MENT BARRI ER, TYPE 6 TRIANGULAR SI LT DI KE TRIANGULAR SILT DIKE GO, INC 09/13/01 1592 A DO NOT USE | N WATER

REP: JASON ROACH 405/ 741- 7406 RE- UESABLE. SU TABLE

CSI CGECSYNTHETI CS 800/ 426- 7976 SUBSTI TUTI ON FOR SAND BAGS.
00280. 16E  SEDI MENT BARRI ER TYPE 7 ENVI RONVENTAL BARRI CADE BONAR PLASTI CS 360/ 887- 2230 06/ 14/ 01 2401 A

ENVI RONMENTAL BARRI CADES
R CHARD STRI EFEL 800/ 656- 1296

00280. 16E  SEDI MENT BARRI ER, TYPE 7 GECBALE CGECHAY 864/ 472- 7000 12/ 13/ 07 3579 A
00280. 16E  SEDI MENT BARRI ER, TYPE 7 GECFI LTER GECHAY 864/ 472- 7000 12/ 13/ 07 3580 A
00280. 16E ~ SEDI MENT BARRI ER, TYPE 7 TRIANGULAR SILT DI KE TRIANGULAR SILT DIKE GO, I NC 09/13/01 1592 A DO NOT USE | N WATER
REP: JASON RQOACH 405/ 741- 7406 RE- USEABLE. SU TABLE
CSI CGECSYNTHETI CS 800/ 426- 7976 SUBSTI TUTI ON FOR SAND BAGS.
00280. 16F  SEDI MENT NAT SEDI VAT I NDI AN VALLEY | NDUSTRI ES 06/ 14/ 07 1924 A FOR USE ON DOANSTREAM END COF
800/ 659- 5111 QUTLET END OF PI PE.

CSI GECSYNTHETI CS
800/ 426- 7976

00350. 00 GECCELL ENVI ROGRI D GEO PRODUCTS 281/ 820-5493 05/ 08/ 03 2699 A PCLYETHYLENE CELLULAR CONFI N&
CSI CGECSYNTHETI CS 800/ 426-7976 MENT SYSTEM ANCHORED W TH
J-HOOKS. DESI GNED TO BE FI LLED
W TH A VAR ETY OF | TEMB.

00390. 00 SLOPE PROTECTION - TYPE 3 ARMCRFLEX CLOSED CELL BLOCK CONTECH CONSTRUCTI ON' PRODUCTS 01/10/ 08 3590 A
800/ 522- 0410

*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALI TY COWPLI ANCE CERTS AS NEEDED. NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



00390.

00390.

00390.

00390.

00398.

00398.

00445.

00445.

00

00

00

00

00

00

00

12

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

SLOPE PROTECTI ON

SLOPE PROTECTI ON

SLOPE PROTECTI ON

SLOPE PROTECTI ON

SLOPE PROTECTI ON

ROCK BALTS

RCCK BOLTS

M SC OPTI ONS

ASPHALTI C MASTI C
PI PE COATI NG

APPROVED.
= QUALI FI ED.

TYPE 3

TYPE 3

TYPE 3

TYPE 3

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

ARMORFLEX OPEN CELL BLOCK

ARMORFLEX TAPERED CELL BLOXK

HYDRAPAM L) LI QUI D

HYDROPAM

HYDRCPAM L

R1J SOQLI D REBAR SPI N LOCK BOLT

#R1J

WLLI AMS HOLLOWN CORE SPIN LOCK
#R1H, #R1LHT, #RLHG

TRENCHLESS TECHNOLOGY

HENRY HE906 FLASHVASTER PLUS

ODOT MATERIALS LAB; 800 AIRPCRT RD SE; SALEM OR 97301-4798,

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER

CONTECH CONSTRUCTI ON PRODUCTS
800/ 522- 0410

CONTECH CONSTRUCTI ON PRODUCTS
800/ 522- 0410

I NNOVATI VE TURF SCLUTI ONS
513/ 317- 8311

EVONI K STOCKHAUSEN336/ 335- 3871
| NNOVATI VE TURF SCLUTI ONS
513/ 317- 8311

EVONI K STOCKHAUSEN336/ 335- 3871
I NNOVATI VE TURF SCLUTI ONS
513/317- 8311

W LLI AVS FORM 800/ 255- 0560

CR 503/ 285-4548

W LLI AVMS FCRM 800/ 255- 0560

NO LI ST AT TH'S TI ME.

HENRY CO. 800/ 851- 1131

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

02/ 14/ 08

02/ 14/ 08

03/10/11

03/11/10

03/11/10

08/11/11

10/ 09/ 03

01/ 25/ 01

09/ 11/ 03

PRCDUCT

35901

4318

1854

3969

4452

2891

2859

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWVPLI ANCE CERTI FI CATI ONS.  MAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 58

TH S IS MADE W DOVESTI C STEEL.

THI' S PRCDUCT | NCLUDES FOREI GN
STEEL. USE ONLY WHEN SPECS
ALLON FOREI GN STEEL.

ODOT TRENCHLESS TECHNOLOGY
ROBERT TREVI S AT 503/ 986-3382
REHAB & REPLACEMENT COF STCORM
SEVERS & CULVERTS.

MEETS AASHTO M243.
SEE ODOT SECTI ON 00445. 12 AND
ODOT SECTI ON 00445. 47

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00470.

00470.

00470.

00470.

00470.

00470.

00470.

00470.

00

00

00

00

00

00

00

00

*LIST " A

**L|I ST !
LI ST PUBLI SHED BY:

Q

TRENCH DRAIN - TYPE 1

PREFORMED, MONCLI THI C

I NLET FRAME

I NLET FRAME

I NLET GRATE

MANHOLE COVER

MANHOLE FRANVE

MANHCLE RI SER RI NG

MANHOLE RI SER RI NG

MANHCLE, PLASTIC
NON- TRAFFI C AREAS

APPROVED.
QUALI FI ED.

ODOT CONSTRUCTI ON/ MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

ACO H GWAY DRAI N HD200

7739Z | NLET FRAME G-2
MODEL: 00773911

773971 REVERSI BLE | NLET FRM &
MODEL: 00773913

EAST JORDAN | NLET GRATE G 2
#00773935

EAST JORDAN 2603C3
#00260420

EAST JORDAN 260371

#00260315

LADTECH HDPE M H. RI SER RI NG

VWH RLYG G MANHOLE COLLAR

RH NO HDPE MANHOLES

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

ACO PCLYMERS 888/ 490- 9552
JEFF LI PP 425/ 770- 0176

EAST JORDAN | RON WRKS
800/ 837- 3901

EAST JORDAN | RON WORKS
800/ 837- 3901

EAST JORDAN | RON WORKS
800/ 837- 3901

EAST JORDAN | RON WORKS
800/ 837- 3901

EAST JORDAN | RON WORKS
800/ 837- 3901

LADTECH - DW GHT 877/ 235- 7464
LEWS TI TUS 541/ 948- 4458
CR 541/ 389-1975

VWH RLYG G COVPANY
800/ 307- 4263
RHI NO USA OF OREGON

877/ 857- 4817 OR 541/ 269-9964

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

11/13/08

06/ 10/ 10

06/ 10/ 10

05/ 08/ 08

05/ 08/ 08

05/ 08/ 08

09/ 10/ 98

04/ 13/ 00

06/ 14/ 01

PRCDUCT

3967

3968

3617

3615

3616

1730

2156

2208

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & CR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 59

REVI EW W TH STANDARDS ENG NEER

RECYCLED PLASTI C HDPE.

MFG SAYS SPECI AL GRCOVE | S
NECESSARY TO FIT QUR MUD
RINGS. SEE LEWS TI TUS.

CUSTOM TRI MVED THERMOPLASTI C
CONCRETE FORM SYSTEM

HDPE POLYETHYLENE, TYPE II1,
CAT 3, CLASS B, PER ASTM D3350
FOR NON TRAFFI C AREAS ONLY.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



CDOT CONSTRUCTI ON MATERI ALS  SECTI ON PAGE 60
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *
JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO CATEGORY PRCDUCT NAME AND/ OR MANUFACTURER DATE NUMBER LIST  ----cccn-e-- REMARKS- - - ---------
00470. 00 PVC | NLET NYLCPLAST DRAIN BASI N NYLOPLAST, A DIV OF ADS 02/ 08/ 07 2786 A NON- WHEEL TRACK USI NG APPROVED
DEREK VON CANNON 801/ 419- 1720 FRAVE/ GRATES. NO | NTERSTATES.
866/ 888- 8479 MN COVER 2', MAX DEPTH 8'.
18", 24", & 30" DI A ONLY.
00470. 00 PVC | NLET NYLCPLAST CURB | NLET CG 2 NYLOPLAST, A DV CF ADS 02/ 08/ 07 2787 A NON- WHEEL TRACK USI NG APPROVED
CG 2 DEREK VON CANNON 801/419- 1720 FRAME/ GRATES. NO | NTERSTATES.
866/ 888- 8479 M N COVER 2', MAX DEPTH 8'.
18", 24", & 30" DIA OWLY.
00470. 00 PVC | NLET NYLCPLAST ROAD & HWY BASI N NYLCPLAST, A DIV CF ADS 02/ 08/ 07 2785 A NON- WHEEL TRACK USI NG APPROVED
Gl &G2 DEREK VON CANNON 801/419- 1720 FRAME/ GRATES. NO | NTERSTATES.
866/ 888- 8479 M N COVER 2', MAX DEPTH 8'.
18", 24", & 30" DI A ONLY.
00512. 14 SYNTHETI C SLURRY NOVAGEL CGEO- TECH SERVI CES 210/ 587-4758 08/ 10/ 06 3346 A
00512. 14 SYNTHETI C SLURRY SHORE PAC CETCO CONSTRUCTI ON DRI LLI NG 08/ 10/ 06 3345 A
800/ 527- 9948 COR 847/ 392-5800
WAS CALLED SHORE PAC GCV 5/08
00512. 14 SYNTHETI C SLURRY SLURRY PRO CDP KB | NTERNATI ONAL 423/ 266- 6964 08/ 10/ 06 3343 A
SI NCLAI R 562/ 403- 3559
00512. 14 SYNTHETI C SLURRY SUPER MUD PDS COWANY 562/ 634- 8180 08/ 10/ 06 3344 A
00520. 00 PILE TIPS HP10X42 HP77600- B-18# 10" ASSCCI ATED PILE & FI TTI NG 08/ 08/ 07 3359 Q EACH CAST STEEL PO NT SHALL BE
800/ 526- 9047 LEG BLY MARKED W HEAT OR LOT#
M LL CERTS REQUI RED.
00520. 00 PILE TIPS HP10X42 HP77750-B 10" ASSCCI ATED PI LE & FI TTI NG 08/ 08/ 07 2500 Q EACH CAST STEEL PO NT SHALL BE
800/ 526- 9047 LEGA BLY MARKED W HEAT OR LOT #
M LL CERTS REQUI RED.
*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
**LIST 'Q = QUALIFIED. USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG

LI ST PUBLI SHED BY:

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-30509.

PLEASE REPCRT ANY PROBLEMS WSl NG THESE PRCDUCTS.



00520.

00520.

00520.

00520.

00520.

00520.

00520.

00520.

00

00

00

00

00

00

00

00

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

PILE TIPS

PILE TIPS

PI LE TIPS

PILE TIPS

PI LE TIPS

PILE TIPS

PILE TIPS

PILE TIPS

PILE TIPS

APPROVED.
= QUALI FI ED.

HP10X42

HP10X42

HP10X57

HP10OX57

HP12X53

HP12X53

HP12X53

HP12X53

HP12X53

APPROVED LI ST -
QUALI FIED LI ST -

SUPER BI TE PO NT PARLOT

VERSA STEEL VS310N

HP77600- B-18# 10"

VERSA STEEL VS310N

HP77600- B- 30# 12"

HP77750-B 12"

HP7780-B 12"

SUPER BI TE PO NT PARL2T

VERSA STEEL VS312N

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

ASSCCI ATED PI LE & FI TTI NG
800/ 526- 9047

VERSA STEEL 800/ 678- 0814

ASSCCI ATED PI LE & FI TTI NG
800/ 526- 9047

VERSA STEEL 800/ 678- 0814

ASSCOCI ATED PILE & FI TTING
800/ 526- 9047

ASSQOCI ATED PI LE & FITTI NG
800/ 526- 9047

ASSCCI ATED PI LE & FI TTI NG
800/ 526- 9047

ASSCCI ATED PI LE & FI TTI NG
800/ 526- 9047

VERSA STEEL 800/ 678- 0814

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL REQUI REMENTS* *

EFFECTI VE
DATE

05/12/11

03/13/03

08/ 08/ 07

03/13/03

08/ 08/ 07

08/ 08/ 07

08/ 08/ 07

05/12/11

03/13/03

2770

3359

2770

3360

2541

2501

4365

2771

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  MAY NEED A FI ELD | NSPECTI ON REPORT.

USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-3059.

PAGE 61

VERI FY HEAT OR LOT # ON TIP.

M LL CERTS REQUI RED.

VERI FY HEAT OR LOT # ON TIP.

M LL CERTS REQUI RED.

EACH CAST STEEL PO NT SHALL BE
LEG BLY MARKED W HEAT OR LOT#
M LL CERTS REQUI RED.

VERI FY HEAT OR LOT # ON TIP.

M LL CERTS REQUI RED.

EACH CAST STEEL PO NT SHALL BE

LEG BLY MARKED W HEAT OR LOT#
M LL CERTS REQUI RED.

EACH CAST STEEL PQA NT SHALL BE
LEGA BLY MARKED W HEAT OR LOT #
M LL CERTS REQUI RED.

EACH CAST STEEL PO NT SHALL BE
LEG BLY MARKED W HEAT OR LOT #
M LL CERTS REQUI RED.

VER FY HEAT OR LOT # ON TIP.

M LL CERTS REQUI RED.

VERI FY HEAT OR LOT # ON TIP.

M LL CERTS REQUI RED.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPORT ANY PROBLEMS USI NG THESE PRCDUCTS.



ODOT CONSTRUCTI ON MATERI ALS  SECTI ON PAGE 62
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FI ED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO. CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeea-- REMARKS- - - ---------
00520. 00 PILE TIPS HP12X63 HP77600- B-30# 12" ASSCOCI ATED PI LE & FI TTI NG 08/ 08/ 07 3360 Q EACH CAST STEEL PO NT SHALL BE
800/ 526- 9047 LEG BLY MARKED W HEAT OR LOT#
M LL CERTS REQUI RED.
00520. 00 PILE TIPS HP12X63 SUPER BI TE PO NT PARL2T ASSCOCI ATED PI LE & FI TTI NG 05/12/11 4365 Q VERI FY HEAT OR LOT # ON TIP.

800/ 526- 9047
M LL CERTS REQUI RED.
00520. 00 PILE TIPS HP12X63 VERSA STEEL VS312N VERSA STEEL 800/ 678- 0814 03/13/03 2771 Q VERI FY HEAT OR LOT # ON TIP.
M LL CERTS REQUI RED.
00520. 00 PILE TIPS HP12X74 HP77600- B-30# 12" ASSQOCI ATED PI LE & FITTI NG 08/ 08/ 07 3360 Q EACH CAST STEEL PO NT SHALL BE

800/ 526- 9047 LEG BLY MARKED W HEAT OR LOT#
M LL CERTS REQUI RED.

00520. 00 PILE TI PS HP12X74 HP77750-B 12" ASSOCI ATED PILE & FI TTI NG 08/ 08/ 07 2541 Q EACH CAST STEEL PO NT SHALL BE
800/ 526- 9047 LEG BLY MARKED W HEAT OR LOT#
M LL CERTS REQUI RED.

00520. 00 PILE TIPS HP12X74 SUPER BI TE PO NT PARL2T ASSCCI ATED PI LE & FI TTI NG 05/12/11 4365 Q VERI FY HEAT OR LOT # ON TIP.
800/ 526- 9047
M LL CERTS REQUI RED.
00520. 00 PILE TIPS HP12X74 VERSA STEEL VS312N VERSA STEEL 800/ 678- 0814 03/13/03 2771 Q VERI FY HEAT OR LOT # ON TIP.
M LL CERTS REQUI RED.
00520. 00 PILE TIPS HP12X84 HP77600- B-30# 12" ASSQOCI ATED PI LE & FI TTI NG 08/ 08/ 07 3360 Q EACH CAST STEEL PO NT SHALL BE
800/ 526- 9047 LEG BLY MARKED W HEAT OR LOT#
M LL CERTS REQUI RED.
00520. 00 PILE TIPS HP12X84 VERSA STEEL VS312N VERSA STEEL 800/ 678- 0814 03/13/03 2771 Q VERI FY HEAT OR LOT # ON TIP.

M LL CERTS REQUI RED.

*LIST "A = APPROVED. NAY BE USED W THOUT SAMPLES, TESTING CR QUALITY COWPLI ANCE CERTI FI CATI ONS.  MAY NEED A FI ELD | NSPECTI ON REPORT.
**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: QODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



00520.

00520.

00520.

00520.

00520.

00520.

00520.

00520.

00

00

00

00

00

00

00

00

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

PILE TIPS

PILE TIPS

PI LE TI PS

PILE TIPS

PI LE TIPS

PILE TIPS

PILE TIPS

PILE TIPS

PILE TIPS

APPROVED.
= QUALI FI ED.

HP14X102

HP14X102

HP14X102

HP14X117

HP14X117

HP14X117

HP14X73

HP14X73

HP14X73

APPROVED LI ST -
QUALI FIED LI ST -

HP77600-B-46 14"

HP77750-B 14"

VERSA STEEL VS314-117N

HP77600-B-46 14"

HP77750-B 14"

VERSA STEEL VS314-117N

HP77600-B 14"

HP77600-B-46 14"

HP77750-B 14"

CODOT CONSTRUCTI ON/ MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

ASSQOCI ATED PI LE & FI TTI NG
800/ 526- 9047

ASSQOCI ATED PI LE & FITTI NG
800/ 526- 9047

VERSA STEEL 800/ 678- 0814

ASSCCI ATED PI LE & FITTI NG
800/ 526- 9047

ASSCCI ATED PI LE & FI TTI NG
800/ 526- 9047

VERSA STEEL 800/ 678- 0814

ASSCCI ATED PI LE & FI TTI NG
800/ 526- 9047

ASSCCI ATED PI LE & FITTI NG
800/ 526- 9047

ASSCCI ATED PI LE & FI TTI NG
800/ 526- 9047

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

04/ 12/ 07

08/ 08/ 07

03/13/03

04/ 12/ 07

08/ 08/ 07

03/13/03

08/ 08/ 07

04/ 12/ 07

08/ 08/ 07

2542

2773

3471

2542

2773

2502

3471

2542

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.

USE WTH SAMPLI NG TESTI NG & OR QUALITY COWPLI ANCE CERTS AS NEEDEL.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-30509.

PAGE 63

EACH CAST STEEL PO NT SHALL BE
LEG BLY MARKED W HEAT OR LOT #
M LL CERTS REQUI RED.

EACH CAST STEEL PO NT SHALL BE
LEG BLY MARKED W HEAT OR LOT#
M LL CERTS REQUI RED.

VERI FY HEAT CR LOT # ON TI P.

M LL CERTS REQUI RED.

EACH CAST STEEL PQA NT SHALL BE
LEG BLY MARKED W HEAT OR LOT #
M LL CERTS REQUI RED.

EACH CAST STEEL PO NT SHALL BE
LEG BLY MARKED W HEAT OR LOT#
M LL CERTS REQUI RED.

VERI FY HEAT OR LOT # ON TIP.

M LL CERTS REQU RED.

EACH CAST STEEL PO NT SHALL BE
LEG BLY MARKED W HEAT OR LOT #
M LL CERTS REQUI RED.

EACH CAST STEEL PO NT SHALL BE
LEGQ BLY MARKED W HEAT OR LOT #
M LL CERTS REQUI RED.

EACH CAST STEEL PO NT SHALL BE
LEG BLY MARKED W HEAT OR LOT#
M LL CERTS REQUI RED.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00520.

00520.

00520.

00520.

00520.

00520.

00520.

00520.

00

00

00

00

00

00

00

00

*LIST ' A

**LIST !
LI ST PUBLI SHED BY:

Q

PILE TIPS HP14X73

PILE TIPS HP14X73

PI LE TIPS HP14X73

PILE TIPS HP14X89

PILE TIPS HP14X89

PILE TIPS HP14X89

PILE TIPS HP14X89

PILE TIPS HP14X89

PILE TIPS HP14X89

APPROVED.
= QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

SUPER BI TE PO NT PARLAT

VERSA STEEL VS314-117N

VERSA STEEL VS314-89N

HP77600-B 14"

HP77600- B-46 14"

HP77750-B 14"

SUPER BI TE PQ NT PARL4T

VERSA STEEL VS314-117N

VERSA STEEL VS314-89N

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER

ASSCCI ATED PI LE & FI TTI NG
800/ 526- 9047

VERSA STEEL 800/ 678- 0814

VERSA STEEL 800/ 678- 0814

ASSCCI ATED PILE & FI TTI NG
800/ 526- 9047

ASSCCI ATED PI LE & FITTI NG
800/ 526- 9047

ASSCCI ATED PI LE & FI TTI NG
800/ 526- 9047

ASSCCI ATED PI LE & FITTING
800/ 526- 9047

VERSA STEEL 800/ 678- 0814

VERSA STEEL 800/ 678- 0814

(503) 986-3059.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

05/12/11

01/ 12/ 06

03/13/03

08/ 08/ 07

04/ 12/ 07

08/ 08/ 07

05/12/11

01/12/ 06

03/13/03

PRCDUCT

2773

2772

2502

3471

2542

4366

2773

2772

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 64

VERI FY HEAT OR LOT # ON TIP.

M LL CERTS REQUI RED.

VERI FY HEAT OR LOT # ON TIP.

M LL CERTS REQUI RED.

VERI FY HEAT OR LOT # ON TIP.
M LL CERTS REQUI RED.
EACH CAST STEEL PQA NT SHALL BE

LEGA BLY MARKED W HEAT OR LOT #
M LL CERTS REQUI RED.

EACH CAST STEEL PO NT SHALL BE
LEG BLY MARKED W HEAT OR LOT #
M LL CERTS REQUI RED.

EACH CAST STEEL PQ NT SHALL BE
LEG BLY MARKED W HEAT OR LOT#
M LL CERTS REQUI RED.

VERI FY HEAT CR LOT # ON TI P.

M LL CERTS REQUI RED.

VERI FY HEAT OR LOT # ON TIP.

M LL CERTS REQUI RED.

VERI FY HEAT OR LOT # ON TIP.

M LL CERTS REQUI RED.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00530. 00

00530. 00

00530. 00

00530. 00

00530. 00

00530. 00

00530. 00

00530. 00

00530. 00

*LIST "A =

**LIST 'Q

REBAR

REBAR

REBAR

REBAR

REBAR

REBAR

REBAR

REBAR
EPOXY

APPROVED.
= QUALI FI ED.

LI ST PUBLI SHED BY:

MANUFACTURER

MANUFACTURER

MANUFACTURER

MANUFACTURER

MANUFACTURER

MANUFACTURER

MANUFACTURER

VANUFACTURER
COATED

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

APPROVED LI ST -
QUALI FI ED LI ST -

ARCELORM TTAL- VI NTON TX

CASCADE STEEL ROLLING M LLS

CMC STEEL - MESA AZ

GERDAU AMERI STEEL - ST. PAUL

GERDAU AMERI STEEL - WLTON

NUCCR - SEATTLE

NUCOR - UTAH

TAMOO STEEL - RANCHO CUCAMONGA

VEESTERN COATI NG | NC.

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
ARCELCRM TTAL- VI NTON TX
915/ 231- 4553

CASCADE STEEL ROLLING M LLS
800/ 283- 2776 OR
503/ 222- 6824

CMC STEEL - MESA AZ
480/ 396- 7127

GERDAU AMERI STEEL
651/ 731- 5644

GERDAU AMERI STEEL
537/ 732- 4552

NUCCR CORPCRATI ON
W NKY LAl 206/ 933- 2288
800/ 428- 9005

NUCOR CORPCRATI ON
800/ 677- 1012 OR 800/ 428-9005
801/ 458- 3691

TAMCO STEEL

RANCHO CUCAMONGA 909/ 899- 0660

VEESTERN COATI NG | NC.
TOM VWH Tl SH 800/ 835- 0576

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

03/11/10

01/ 25/ 94

03/11/10

01/ 27/ 97

09/ 11/ 08

02/ 12/ 04

01/ 25/ 94

08/ 05/ 98

05/ 12/ 94

PRCDUCT

1111

4118

1623

1622

2935

1112

1842

1115

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 65

SEE APPENDI X "A" AT END CF
QPL FOR | DENTI FI CATI ON
PI CTURES. WAS BORDER STEEL.

SEE APPENDI X "A" AT END CF
QPL FCR | DENTI FI CATI ON
Pl CTURES.

SEE APPENDI X "A" AT END CF
QPL FOR | DENTI FI CATI ON
Pl CTURES.

SEE APPENDI X "A" AT END CF
QPL FOR | DENTI FI CATI ON
Pl CTURES.

SEE APPENDI X "A" AT END CF
QPL FOR | DENTI FI CATI ON
Pl CTURES.

SEE APPENDI X "A" AT END CF
QPL FOR | DENTI FI CATI ON
Pl CTURES.

SEE APPENDI X "A' AT END COF
QPL FOR | DENTI FI CATI ON
PI CTURES.

SEE APPENDI X "A" AT END OF
QPL FOR | DENTI FI CATI ON
Pl CTURES.

SEE APPENDI X "A" AT END CF
QPL FCR | DENTI FI CATI ON

PI CTURES. STATUS WAS "I "
ON 1/ 25/ 94.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00530.

00530.

00530.

00530.

00530.

00530.

00530.

00530.

41

42

42

42

42

42

42

42

*LIST " A

**LIST !
LI ST PUBLI SHED BY:

Q

REBAR SPACER

REBAR SPACER

SPLI CE,

BUTT,

SPLI CE,

BUTT,

SPLI CE,

BUTT,

SPLI CE,

BUTT,

SPLI CE,

BUTT,

SPLI CE,

BUTT,

SPLI CE, BUTT,

= APPROVED.
= QUALI FI ED.

MECHANI CAL

MECHANI CAL

MECHANI CAL

MECHANI CAL

MECHANI CAL

MECHANI CAL

MECHANI CAL

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

CENTRALI GNER PI ER SLED

H JACKER PI ER BALSTER

BAR LOCK (LONG (#4-#14)

BARSPLI CER XP
#4 - #11 COATED & BLACK BAR

BARTEC
THREADED

CADVWELD REBAR SPLI CE (#5, 8, 14)
METAL FI LLED SPLI CE

GRI PTEC
COMBO SWAGEDY THREADED

LENTON FORM SAVER SA (#4-#8)
TAPER THREADED W FLANGE

LENTON LOCK (#4- #11)
BLACK BAR ONLY

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER
Pl ERESEARCH
109 WRANDCL M LL RD, STE 104
ARLI NGTQN, TX 76011
REP: STANLEY ACEE 817/277-8566

Pl ERESEARCH

109 WRANDOL M LL RD, STE 104
ARLINGTON, TX 76011

REP: STANLEY ACGEE 817/ 277-8566

BAR- LOCK 800/ 755- 4888

PART COF DAYTON SUPERI CR
MATT CROSS 360/ 961-6888

BARSPLI CE PRODUCTS | NC

4900 WEBSTER ST.

DAYTON OH 45414

LARRY ALCORN 937/275-8700 159

DEXTRA AVERI CA 877/ 327- 0800

ERI GO PRCDUCTS | NC.
440/ 248- 0100

DEXTRA AVERI CA 877/ 327- 0800

ERI CO PRCDUCTS | NC.
440-248- 0100

ERI CO PRODUCTS | NC.
440/ 248- 0100

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

12/ 09/ 93

12/ 09/ 93

08/ 12/ 93

01/14/10

10/ 09/ 08

05/ 01/ 88

10/ 09/ 08

09/ 14/ 06

06/11/09

PRCDUCT

965

1031

3946

3595

1355

3594

3353

3804

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED.

PAGE 66

PRECAST SPACERS W RED TC
REBAR CAGE TO NMAI NTAIN
PROPER CLEARANCE BETWEEN
THE REBAR AND THE WALL.

PRECAST PLATFCRVB WRED TO
REBAR CAGES TO MAI NTAI N
CLEARANCE BETWEEN REBAR ANC
THE BOTTOM OF THE FORM CR HOLE

USES LOCK SHEAR BOLTS I N
COUPLER BARREL.

CLAI M5 135% SPECI FI ED YI ELD.
CHECK SPECS FOR TESTI NG NEEDS.

THREADED W FLANGE
CHECK SPECS FOR TESTI NG NEEDS.

CHECK SPECS FOR TESTI NG NEEDS.
NO COATED BAR

CHECK SPECS FOR TESTI NG NEEDS.

CHECK SPECS FOR TESTI NG NEEDS.
NO COATED BAR

CHECK SPECS FOR TESTI NG NEEDS.

CHECK SPECS FOR TESTI NG NEEDS.
SHEAR BOLDS I N TUBE TYPE.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



ODOT CONSTRUCTI ON MATERI ALS SECTI ON PAGE 67
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO CATEGCRY PRCDUCT NAVE AND/ OR MANUFACTURER DATE NUMBER LIST  --eececeea-- REMARKS- - - ---------
00530. 42 SPLI CE, BUTT, MECHANI CAL LENTON PCSI TI ON P (#4-#18) ERI CO PRCDUCTS | NC. 06/ 11/ 09 3806 Q CHECK SPECS FOR TESTI NG NEEDS.
440/ 248- 0100 PRE- THREADED TAPER TYPE.
00530. 42 SPLI CE, BUTT, MECHANI CAL LENTON STANDARD COUPLER A2 ERI CO PRCDUCTS | NC. 08/ 01/ 89 770 Q CHECK SPECS FOR TESTI NG NEEDS.
TAPER THREADED (#3- 14 BLACK) 440/ 248- 0100 BLACK BAR ONLY.
00530. 42 SPLI CE, BUTT, MECHAN CAL ZAP SCREW.CK - EPOXY BARSPLI CE PRCDUCTS | NC 05/ 08/ 97 1628 Q CHECK SPECS FOR TESTI NG NEEDS.
FOR #3 - #14 COATED BAR 4900 WEBSTER ST. TUBE W TH SHEAR SCREWS.

DAYTON OH 45414
LARRY ALCCRN 937/275-8700 159

00530. 42 SPLI CE, BUTT, MECHAN CAL ZAP SCREW.CK - TYPE 2 BARSPLI CE PRCDUCTS | NC 05/ 08/ 97 1628 Q CHECK SPECS FOR TESTI NG NEEDS.
FOR #3 - #14 BLACK BAR 4900 WEBSTER ST. TWBE W TH SHEAR SCREWS.
DAYTON OH 45414
LARRY ALCORN 937/275-8700 159

00530. 42 SPLI CE, BUTT, MECHAN CAL BARCRI P ( STANDARD) BARSPLI CE PRODUCTS | NC 10/ 04/ 90 544 Q NOT' FOR COLUWN BARS FOR BRI DGE
NOT' FOR COLUWN BARS #3 - #14 BLACK BAR O\NLY 4900 WEBSTER ST. RAI SI NG APPLI CATI ONS. ( SWAGED)
DAYTON OH 45414 CHECK SPECS FOR TESTI NG NEEDS.
LARRY ALCCRN 937/275-8700 159
00530. 42 SPLI CE, BUTT, MECHAN CAL BARGRI P XL BARSPLI CE PRODUCTS | NC 01/14/10 3945 Q NOT' FOR COLUWN BARS FOR BRI DGE
NOT' FOR COLUWN BARS #4 - #14 COATED & BLACK BAR 4900 WEBSTER ST. RAI SI NG APPLI CATI ONS.  ( SWAGED)
CAYTON CH 45414 CHECK SPECS FOR TESTI NG NEEDS.
LARRY ALCORN 937/275-8700 159
00530. 42 SPLI CE, BUTT, MECHANI CAL TAPER THREADED GRI P TW ST BARSPLI CE PRODUCTS | NC 04/ 08/ 10 2784 Q CHECK SPECS FOR TESTI NG
THREADED FOR #4 - #14 4900 WEBSTER ST. REQUI REMENTS.

DAYTON OH 45414
LARRY ALCORN 937/275-8700 159

00530. 42 SPLI CE, LAP, MECHANI CAL QUI CK VEEDGE ERI CO PRCDUCTS | NC. 09/ 28/ 05 610 Q CHECK SPECS FOR TESTI NG NEEDS.
SI ZES: #3 TO #6 440/ 248- 0100 2 SPLI CES REQUI RED FCOR EACH
LOCATI ON FCR ALL | NSTALLATI ONS

00530. 42 SPLICE, LAP, MECHAN CAL ZAP DOUBLE BARREL SCREW.CK BARSPLI CE PRODUCTS | NC 01/14/10 3358 Q CHECK SPECS FOR TESTI NG NEEDS.
FOR #4 - #7 COATED & BLACK BAR 4900 WEBSTER ST. SHEAR SCREWS & DQOUBLE WEDGE.
DAYTON OH 45414
LARRY ALCORN 937/275-8700 159

*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
**LIST 'Q = QUALIFIED. USE WTH SAMPLING TESTING & CR QUALI TY COWPLI ANCE CERTS AS NEEDED. NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTNMAG
LI ST PUBLI SHED BY: CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



00530.

00530.

00535.

00535.

00535.

00535.

00535.

00535.

42

42

10

10

10

10

10

10

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

REBAR TRANSI TI ON

SPLI CE, REBAR TRANSI TI ON

SPLI CE, REBAR TRANSI TI ON

CONCRETE ANCHOR, MECH
VERY LOW STRENGTH
DYNAM C LQADI NG5

CONCRETE ANCHOR, RESI N HS
H GH STRENGTH

CONCRETE ANCHOR, RESIN HS
H GH STRENGTH

CONCRETE ANCHOR, RESI N HS
H GH STRENGTH

CONCRETE ANCHOR, RESI N HS
HI GH STRENGTH

CONCRETE ANCHOR, RESIN HS
HI GH STRENGTH

APPROVED.
= QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

LENTON A2 TRANSI TI ON SPLI CE
SI ZES: #3 TO #14 (BLACK)

ZAP DOUBLE BARREL TRANSI TI ON

ZAP SCREWL.CK TRANSI TI ON

PONER BOLT
EXPANSI ON ANCHCOR

ACRYLIC TIE
MVA

ANCHOR-1 T HS 200
EPOXY

COVERT Cl A-GEL 7000
EPOXY

EDOT EPOXY- Tl E
EPOXY

H LTI H T HY-150 MAX
HYBRI DI ZED EPOXY

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
ERI CO PRCDUCTS | NC.
440-248- 0100

BARSPLI CE PRODUCTS | NC

4900 WEBSTER ST.

DAYTON CH 45414

LARRY ALCORN 937/275-8700 159

BARSPLI CE PRCDUCTS | NC

4900 WEBSTER ST.

DAYTON CH 45414

LARRY ALCCRN 937/275-8700 159

PONERS FASTENERS

PATRI CK BUCKLEY 914/ 235-6300
SALES NORTHWEST 206/ 762-5812
MASONS SUPPLY 800/ 537- 3407

SI MPSON STRONG TI E

ROB CLAUSEN 630/ 543- 2797
800-999- 5099

VWH TE CAP 503/ 287- 4151

ADHESI VE TECHNOLOGY
Rl CHARD BOLAND 800/ 892- 1880

USP STRUCTURAL CONNECTORS
JENNI FER TUREK 507/ 364- 8368
800/ 328- 5934

SI MPSON STRONG TI E
ROB CLAUSEN 630/ 543- 2797
800-999- 5099

H LTI, I NC. 800/879-8000
TI M NORDSTROM 206/ 330- 8055
ZACK CLI NARD 503/ 701-4429

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

10/ 14/ 10

10/ 08/ 09

10/ 08/ 09

10/ 12/ 00

07/ 10/ 08

06/ 12/ 08

06/ 12/ 08

09/ 10/ 09

03/10/11

PRCDUCT

NUMBER

3926

3925

1975

2265

185

724

3685

4163

LI ST

Q

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY OCOVPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

PAGE 68

CHECK SPECS FOR TESTI NG NEEDS.
BLACK BAR CNLY.

ALL SIZES, BUT NEEDS TO BE
TESTED ON EACH PRQJECT.
CHECK SPECS FOR TESTS.

ALL SI ZES, BUT NEEDS TO BE
TESTED ON EACH PRQJECT.
CHECK SPECS FOR TESTS.

VERY LOW STRENGTH APPLI CATI ONS
CK. SPECS AND MFG | NSTRUCTI ONS
OF RECORD. NOT AN EQUAL TO

LO STRENGTH. GALV/ STAI NLESS.

NO OVERHEAD/ CONSTANT LQADS.
WHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDMVENT TO
THE ECR FOR APPROVAL. CREEP K

NO OVERHEADY CONSTANT LQADS.
WHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDVENT TO
THE ECR FOR APPROVAL. CREEP X

NO OVERHEADY CONSTANT LOADS.
WHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDMENT TO
THE EOR FOR APPROVAL. CREEP X

NO OVERHEAD/ CONSTANT LQADS.
WHEN EMBEDMVENT NOT SPEC FI ED
SUBM T A PRPCSED EMBEDMVENT TO
THE ECR FOR APPROVAL. CREEK K

NO OVERHEAD/ CONSTANT LOADS.
VWHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDMVENT TO
THE EOR FOR APPROVAL. CREEP K

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00535.

00535.

00535.

00535.

00535.

00535.

00535.

00535.

00535.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

10

10

10

10

10

10

10

10

10

Q

CONCRETE ANCHCR,
H GH STRENGTH

CONCRETE ANCHOR,
H GH STRENGTH

RESI N HS

CONCRETE ANCHOR,
HI GH STRENGTH

RESI N HS

CONCRETE ANCHCR,
H GH STRENGTH

RESI N HS

CONCRETE ANCHOR,
H GH STRENGTH

RESI N HS

CONCRETE ANCHCR,
H GH STRENGTH

RESI N HS

CONCRETE  ANCHOR,
H GH STRENGTH

RESI N HS

CONCRETE ANCHCR,
H GH STRENGTH

RESI N HS

CONCRETE ANCHOR,
H GH STRENGTH

RESI N HS

APPROVED.
= QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

H T RE500

HI LTI
EPOXY

HTE 50

H LTI HVU ADHESI VE CAPSULE
VI NYL- URETHANE METHACRYLATE

H LTI HY- 150
METHACRYLATE/ CEMENT

PE1000+

PECCRA DYNAPOXY EP- 430 FAST
EPOXY

PONERS T308+
EPOXY

PRC- POXY 300 FAST
EPOXY

PRC- POXY 400
EPOXY ACRYLATE

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY CR MANUFACTURER
H LTI, INC. 800/879- 8000
TI M NORDSTROM 206/ 330- 8055
ZACK CLI NARD 503/ 701-4429

H LTI, INC. 800/879- 8000
TI M NORDSTROM 206/ 330- 8055
ZACK CLI NARD 503/ 701-4429

H LTI, INC. 800/879- 8000
TI M NORDSTROM 206/ 330- 8055
ZACK CLI NARD 503/ 701- 4429

H LTI, INC. 800/879- 8000
TI M NORDSTRCM 206/ 330- 8055
ZACK CLI NARD 503/ 701-4429

PONERS FASTENERS

PATRI CK BUCKLEY 914/ 235-6300
SALES NORTHWEST 206/ 762-5812
MASONS SUPPLY 800/ 537- 3407

PECORA CORP 215/ 799- 7557
ATLAS SUPPLY 800/ 806- 7952

PONERS FASTENERS
PATRI CK BUCKLEY 914/ 235-6300
SALES NORTHVEST 206/ 762-5812

UNI TEX 800/ 821- 5846

ANDY FREENVAN 307/ 214- 4847
WLLI AVMS FORM ENG 800/ 255- 0560
KNI FE Rl VER 503/ 648- 3100

UNI TEX 800/ 821- 5846

ANDY FREENVAN 307/ 214- 4847

W LLI AMS FCRM ENG 800/ 255-0560
KNI FE RI VER 503/ 648- 3100

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

07/ 10/ 08

09/ 10/ 09

07/ 10/ 08

07/10/ 08

10/ 08/ 09

03/10/ 11

11/ 12/ 09

06/ 11/ 09

07/ 10/ 08

PRCDUCT

NUMBER

3947

1787

1788

3927

4200

4000

1726

2515

LI ST

Q

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG, TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 69

NO OVERHEAD/ CONSTANT LQADS.
VWHEN EMBEDMVENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDMVENT TO
THE ECR FOR APPROVAL. CREEP X

NO OVERHEAD/ CONSTANT LQADS.
VWHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDMVENT TO
THE ECR FOR APPROVAL. CREEP X

NO OVERHEAD/ CONSTANT LQADS.
VWHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDMVENT TO
THE ECR FOR APPROVAL. CREEP X

NO OVERHEADY CONSTANT LQADS.
VWHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDMVENT TO
THE ECR FOR APPROVAL. CREEP X

NO OVERHEAD/ CONSTANT LQOADS.
WHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDMVENT TO
THE ECR FOR APPROVAL.

NO OVERHEAD/ CONSTANT LQADS.
WHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDVENT TO
THE EOR FOR APPROVAL.

NO OVERHEADY CONSTANT LQADS.
WHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPOSED EMBEDMENT TO
THE EOR FOR APPROVAL. CREEP X

NO OVERHEAD/ CONSTANT LQADS.
WHEN EMBEDVENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDMVENT TO
THE ECR FOR APPROVAL. CREEP K

NO OVERHEADY CONSTANT LOADS.
WHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDVENT TO
THE ECR FOR APPROVAL. CREEP K

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00535.

00535.

00535.

00535.

00535.

00535.

00535.

00538.

00538.

10

10

10

10

10

10

10

10

10

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

CONCRETE ANCHOR,
H GH STRENGTH

CONCRETE ANCHOR,
H GH STRENGTH

RESI N HS

CONCRETE ANCHOR,
LOW STRENGTH

RESI N LS

CONCRETE ANCHOR,
LOW STRENGTH

RESIN LS

CONCRETE ANCHOR,
LOW STRENGTH

RESI N LS

CONCRETE ANCHOR,
LOW STRENGTH

RESIN LS

CONCRETE  ANCHOR,
LOW STRENGTH

RESIN LS

CRACK | NJECTI ON EPOXY

CRACK | NJECTI ON EPOXY

APPROVED.
= QUALI FI ED.

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

ULTRABOND 1 (WAS ULTRABOND AT)
EPOXY

EPCON G5 ADHESI VE ANCHOR
EPOXY. WAS CALLED "NEWG 5"

HAMMVER - CAPSULE
EPOXY ACRYLATE

LI QU D ROC 300 CAPSULES
POLYESTER

SI MPSON ET
EPOXY (POLY ALL PAC-24)

ULTRABOND 2 (WAS ULTRABOND ET)
EPOXY

CSS LOW VI SCOsI TY GRAUT

CSS STANDARD GROUT

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER
SI MPSON STRONG TI E
ROB CLAUSEN 425/ 413- 6755
800/ 999- 5099
VWH TE CAP 503/ 287- 4151

ADHESI VE TECHNOLOGY
Rl CHARD BOLAND 800/ 892- 1880

| TW REDHEAD 800/ 899- 7890

PONERS FASTENERS

PATRI CK EUCKLEY 914/ 235-6300
SALES NORTHWEST 206/ 762-5812
MASONS SUPPLY 800/ 537- 3407

MKT FASTENI NG 800/ 336- 1640
NORTHCOAST MANUFACTURER AGENCY
JOHN STONE 206/ 366- 8980

W LLI AMS CONCRETE 800/ 255- 0560

SI MPSON STRONG TI E

ROB CLAUSEN 630/ 543- 2797
800-999- 5099

VWH TE CAP 503/ 287- 4151

ADHESI VE TECHNOLOGY
R CHARD BOLAND 800/ 892- 1880

CHEMOO SYSTEMS 800/ 757- 6773
650/ 261- 3790

CHEMOO SYSTEMS 800/ 757- 6773
650/ 261- 3790

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

07/ 10/ 08

07/ 10/ 08

07/ 10/ 08

07/ 10/ 08

07/ 10/ 08

07/10/ 08

07/10/ 08

10/ 09/ 08

07/ 12/ 07

PRCDUCT

NUMBER

1285

2747

2408

105

1001

1284

2977

2976

LI ST

Q

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 70

NO OVERHEAD/ CONSTANT LQADS.
VWHEN EMBEDIVENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDMVENT TO
THE ECR FOR APPROVAL. CREEP K

NO OVERHEAD/ CONSTANT LQADS.
WHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDVENT TO
THE EOR FOR APPROVAL. CREEP K

NO OVERHEAD/ CONSTANT LQADS.
WHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDVENT TO
THE ECR FOR APPROVAL. CREEP X

NO OVERHEADY CONSTANT LQOADS.
WHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDMENT TO
THE ECR FOR APPROVAL. CREEP K

NO OVERHEAD/ CONSTANT LQOADS.
VWHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDVENT TO
THE ECR FOR APPROVAL. CREEP K

NO OVERHEAD CONSTANT LOADS.
WHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPCSED EMBEDMVENT TO
THE ECR FOR APPROVAL. CREEP K

NO OVERHEADY CONSTANT LQADS.
WHEN EMBEDMENT NOT SPECI FI ED
SUBM T A PRPOSED EMBEDMENT TO
THE EOR FOR APPROVAL. CREEP X

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00538.

00538.

00538.

00538.

00538.

00540.

00540.

00540.

*LIST " A
**L|I ST !
LI ST PUBLI SHED BY:

10

10

10

10

10

10

10

10

Q

CRACK | NJECTI ON EPOXY

CRACK | NDECTI ON EPOXY

CRACK | NJECTI ON EPOXY

CRACK | NJECTI ON EPOXY

CRACK | NJECTI ON EPOXY

CRACK | NJECTI ON EPOXY

CONCRETE RETARDER - FCS

FRESH CONCRETE SURFACES

CONCRETE RETARDER - FCS
FRESH CONCRETE SURFACES

CONCRETE RETARDER - FCS
FRESH CONCRETE SURFACES

APPROVED.
= QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

KEMKO 038 REG IR

KEMKO 068 LV IR

KONTEK GRQUT 103 REG IR

KONTEK GRQUT 111 LV-IR

PRC- POXY 100

WAS CALLED PRO-POXY 100LV

SI KADUR 52

FCRMULA S SURFACE RETARDER

MBT EAG S

MBT X PCZ-R

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

CHEMDO SYSTEMS 800/ 757- 6773
650/ 261-3790

CHEMOO SYSTEMS 800/ 757- 6773
650/ 261- 3790

CONTECH SYSTEMS 650/ 261-3790
PETE BARLOW 206/ 763- 9877
DON ELLSWORTH 503/ 223-9817

CONTECH SYSTEMS 650/ 261-3790
PETE BARLOW 206/ 763- 9877
DON ELLSWORTH 503/ 223-9817

UNI TEX 800/ 821- 5846

ANDY FREENMAN 307/ 214-4847
WLLI AVMS FORM ENG 800/ 255- 0560
KNI FE RI VER 503/ 648- 3100

SI KA CORP 800/ 933- 7452
THAD BROWN 425/ 486-5916
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537- 3407

EUCLI D CHEM CAL 800/ 321-7628

DAVE DI LLON 425/ 338- 4958
MASONS SUPPLY 800/ 537-3407

BASF 952/ 496- 6000
BRUCE JACKSON 503/ 722-4101
BASF 952/ 496- 6000

BRUCE JACKSON 503/ 722-4101

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

03/ 09/ 06

03/ 09/ 06

03/ 10/ 05

03/ 10/ 05

07/ 10/ 08

11/ 13/ 08

10/ 14/ 10

12/ 13/ 07

12/ 13/ 07

PRCDUCT

3254

1569

1568

891

548

4215

3576

3577

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTI NG & OR QUALI TY COVPLI ANCE CERTS AS NEEDED.

PAGE 71

SAME AS KONTEK GROUT 103REG IR
FOR CRACKS UP TO 0. 25" WDE
AUTQVATI C | NJECTI ON SYSTEMS.
TYPE |V, GRACE 1, CLASS B&C>50F.

SAME AS KONTEK GROUT |11 LV IR
FOR CRACKS UP TO 0. 25" W DE.
AUTQOVATI C | NDECTI ON SYSTEMS.
TYPE |V, GRADE 1, CLASS B&C.

FOR CRACKS UP TO 0. 25" WDE.
TWO COVPONENT EPOXY.

AUTOVATI C | NJECTI ON SYSTEMS.
TYPE 1V, GRADE 1, CLASS B&C>50F.

FOR CRACKS UP TO 0. 25" WDE.
TWO COVPONENT EPOKXY.

AUTQOVATI C | NDECTI ON SYSTEMS.
TYPE |1V, GRADE 1, CLASS B&C.

TYPE 1/111, GRADE B, CLASS B/C
BONDS HARD TO HARD, CR HARD TO
FRESH CONCRETES. LOW VI SCCSI TY
USE BETWEEN 40 & 60 DEG F.

AASHTO TYPES | AND I V.

K FOR PLACEMENT- FRESH CONCR
TEST TO DETERM NE CURE Tl ME

OK FOR PLACEMENT- FRESH CONCR
TEST TO DETERM NE CURE TI ME.

OK FOR PLACEMENT- FRESH CONCR
TEST TO DETERM NE CURE TI ME.

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00540.

00540.

00540.

00540.

00540.

00540.

00556.

00565.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

10

10

10

10

10

45

10

00

Q

CONCRETE RETARDER - FCRM
FORM SURFACES

CONCRETE RETARDER - FCRM
FORM SURFACES

CONCRETE RETARDER - FORM
FORM SURFACES

CONCRETE RETARDER - FORM
FORM SURFACES

CONCRETE RETARDER - FORM
FORM SURFACES

CONCRETE RETARDER - FORM
FORM SURFACES

FCRM TI E, NON-METALLIC

MULTI - LAYER PCLYMER O LAY
EPOXY

FRP BRI DGE STRENGTHEN NG

APPROVED.
= QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

FORMULA F SURFACE RETARDER

MBT H -V

MBT TUR COTE

MBT X PZ-R

PI ERI  DURG TARD

SUPER TARD F

SUPERTI E FI BERGLASS FORM Tl E

FLEXQLI TH

WAS FLEXQLI TH 216

FI BERBOND VELACARB
VELACARB 335U / VELOXX LR

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
EUCLI D CHEM CAL 800/ 321-7628
DAVE DI LLON 425/ 338- 4958
MASONS SUPPLY 800/ 537- 3407

BASF 952/ 496- 6000
BRUCE JACKSON 503/ 722-4101

BASF 952/ 496- 6000
BRUCE JACKSON 503/ 722-4101

BASF 952/ 496- 6000
BRUCE JACKSON 503/ 722- 4101

WR GRACE & OO 877/ 423- 6491
DENNI' S BAUGH 703/ 626-1577
MASONS SUPPLY 800/ 537- 3407

CLEMONS CONCRETE COATI NGS
615/ 872- 9099

RID I NDUSTRI ES, | NC.
800/ 344- 4753
W LLI AM5 CONCRETE 800/ 255- 0560

TAWMVS | NDUSTRI ES, 800/ 218-2667
DAVE DI LLON 425/ 338- 4958
MASONS SUPPLY 800/ 537- 3407

EDGE STRUCTURAL COMPCSI TES
510/ 233- 2854

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

10/ 14/ 10

12/ 10/ 09

12/ 13/ 07

12/ 13/ 07

12/ 10/ 09

12/ 10/ 09

03/01/89

01/ 10/ 08

09/11/ 03

PRCDUCT

NUMBER

3568

3578

3577

3561

3558

405

230

2681

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE W TH SAMPLI NG, TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 72

OK FCR PLACEMENT ON FORMVB
TEST TO DETERM NE CURE TI ME.

OK FCR PLACEMENT ON FORVS
TEST TO DETERM NE CURE TI ME

OK FCR PLACEMENT ON FORVB
TEST TO DETERM NE CURE TI ME.

OK FOR PLACEMENT ON FORMVB
TEST TO DETERM NE CURE TI ME.

OK FCR PLACEMENT ON FOVRS
TEST TO DETERM NE CURE TI ME.

OK FOR PLACEMENT ON FCRVB
TEST TO DETERM NE CURE TI ME.

QUALI FI ED BY BRI DGE. ALTERNATE
TO EXTRA CONCRETE COVER I N
MARI NE ENVI RONMENT (DUE TO
CORRCSI ON OF METAL SNAP TI ES)

USED ON SB UNATI LLA RVR XI NG
BR #16444, COONT. #C10387 6/87.
RESEARCH PRQJECT 2007. USE
TAMVE #8 BASALT.

MET CALTRANS REQUI REMENTS.

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



CDOT CONSTRUCTI ON MATERI ALS  SECTI ON PAGE 73
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO CATEGORY PRCDUCT NAME ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeea-- REMARKS- - - ---------
00565.00 FRP BRI DGE STRENGTHEN NG MBT MBRACE CF 130 BASF BU LDl NG SYSTEMS 06/ 14/ 07 2613 Q MET CALTRANS REQUI REMENTS.
WAS WABOVBRACE CF130 CFRP TECH 800/ 433-9517 COPTION 5

BRUCE JACKSON 503/ 722-4101

00565. 00 FRP BRI DGE STRENGTHEN NG MBT MBRACE CF 160 BASF BU LDI NG SYSTEMS 02/11/10 3720 Q APPROVED BY BRI DGE SECTI ON.
TECH: 800/ 433-9517 OPTION 5
BRUCE JACKSON 503/ 722-4101

00565. 00 FRP BRI DGE STRENGTHEN NG SCH 41 /| TYFO CFRP FYFE QO LLC 06/ 13/ 02 2611 Q MET CALTRANS REQUI REMENTS.
858/ 642- 0694 EXT 13

00565. 00 FRP BRI DGE STRENGTHENI NG Sl KA CARBODUR CFRP SI KA CORP 800/ 933- 7452 06/ 13/ 02 2612 Q MET CALTRANS REQUI REMENTS.
THAD BROW 425/ 486-5916
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537- 3407

00565. 00 FRP BRI DGE STRENGTHENI NG VELACARB 600U EDGE STRUCTURAL COWPCSI TES 06/ 10/ 10 4073 Q APPROVED BY BRI DGE SECTI ON.
510/ 233- 2854 TWCE AS TH CK AS VELACARB 335
00582. 10 COWPCSI TE - DI SC, FI XED DI SKTRON R J. WATSON, INC 10/ 09/ 08 1509 Q MEETS APPRCPRI ATE PARTS CF
REVI EWED FOR 2008 SPECS 716/ 691- 3301 SECTI ON 02570 AND 02571.
00582. 10 COWPCSI TE - DI SC, FI XED VERSI FLEX HLMR FI XED DI SC D.S. BROAN CO. 800/ 848-1730 10/ 08/ 09 3883 Q MEETS APPRCPRI ATE PARTS COF
REVI EMED FOR 2008 SPECS LARRY DURAI N 800/ 848-1730 SECTI ON 02570 AND 02571.

BRUCE HOLLI DAY 503-646- 0801

00582. 10 COWPCSI TE - DI SC, QU DED DI SKTRON R J. WATSON, INC 10/ 09/ 08 1509 Q MEETS APPRCPRI ATE PARTS CF
REVI EMED FOR 2008 SPECS 716/ 691- 3301 SECTI ON 02570 AND 02571.

00582. 10 COwWCsI TE - DI SC, GUI DED VERSI FLEX HLMR GQUI DED DI SC D.S. BROAWW CO. 800/ 848- 1730 10/ 08/ 09 3884 Q MEETS APPRCPRI ATE PARTS OF
REVI EMED FOR 2008 SPECS LARRY DURAI N 800/ 848-1730 SECTI ON 02570 AND 02571.

BRUCE HOLLI DAY 503-646- 0801

*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
**LIST 'Q = QUALIFIED. USE WTH SAMPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PROBLEMS USI NG THESE PRCODUCTS.



ODOT CONSTRUCTI ON MATERI ALS  SECTI ON PAGE 74
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADD Tl ONAL REQUI REMENTS* *

JANUARY 2012

STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT

SPEC NO CATECCRY PRCDUCT NANMVE ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeee-a- REMARKS- - - ---------

00582. 10 COWPCSI TE - DI SC, NON @&U DI SKTRON R J. WATSON, INC 10/ 09/ 08 1509 Q MEETS APPRCPRI ATE PARTS COF
REVI EWED FCR 2008 SPECS 716/ 691- 3301 SECTI ON 02570 AND 02571.
NON- GUI DED

00582. 10 COVPCSI TE - DI SC, NON GU VERSI FLEX HLMR NON-GU DED DISC D.S. BROM OO 800/ 848- 1730 10/ 08/ 09 3885 Q MEETS APPRCPRI ATE PARTS CF
REVI EMED FOR 2008 SPECS LARRY DURAI N 800/ 848-1730 SECTI ON 02570 AND 02571.
NON- GUl DED BRUCE HCOLLI DAY 503-646- 0801

00582. 10 COWPCSI TE - POT, FI XED TECHSTAR POT BEARING - TF TECHSTAR, I NC 10/ 08/ 09 1069 Q MEETS APPRCPRI ATE PARTS COF
REVI EWED FCOR 2008 SPECS WARREN BROAN 419/ 424-0888 SECTI ON 02570 AND 02571.

00582. 10 COWPCSI TE - POT, FI XED VERSI FLEX HLMR FI XED POT D.S. BROAN CO 800/ 848- 1730 10/ 08/ 09 3886 Q MEETS APPRCPRI ATE PARTS CF
REVI EMED FOR 2008 SPECS LARRY DURAI N 800/ 848-1730 SECTI ON 02570 AND 02571.

BRUCE HOLLI DAY 503-646- 0801

00582. 10 COwPCsI TE - POT, QU DED TECHSTAR POT BEARI NG - TC TECHSTAR | NC 10/ 08/ 09 1069 Q MEETS APPROPRI ATE PARTS COF
REVI EMED FOR 2008 SPECS WARREN BROAN 419/ 424-0888 SECTI ON 02570 AND 02571.

00582. 10 COwPCsI TE - POT, GUI DED VERSI FLEX HLMR GUI DED POT D.S. BROAN GO 800/ 848- 1730 10/ 08/ 09 3887 Q MEETS APPRCPRI ATE PARTS CF
REVI EMED FOR 2008 SPECS LARRY DURAI N 800/ 848-1730 SECTI ON 02570 AND 02571.

BRUCE HOLLI DAY 503-646- 0801

00582. 10 COWPCSI TE - POT, NON GUI D TECHSTAR POT BEARING - TA TECHSTAR, I NC 10/ 08/ 09 1069 Q MEETS APPRCPRI ATE PARTS OF
REVI EMED FOR 2008 SPECS WARREN BROMN 419/ 424-0888 SECTI ON 02570 AND 02571.
NON- GUI DED

00582. 10 COWPCSI TE - POT, NON GUI D VERSI FLEX HLMR NON- GUI DED POT D.S. BROAN CO 800/ 848- 1730 10/ 08/ 09 3888 Q MEETS APPRCPRI ATE PARTS CF
REVI EWED FCR 2008 SPECS LARRY DURAI N 800/ 848-1730 SECTI ON 02570 AND 02571.
NON- GUI DED BRUCE HOLLI DAY 503-646- 0801

00582. 10 COWVPCsI TE- SLI DI NG GUI DED FABREEKA PTFE PAD FABREEKA | NTERNATI ONAL 06/ 10/ 10 3199 Q MEETS APPROPRI ATE PARTS CF
GU DED 800/ 322- 7352 SECTI ON 02570 AND 02571.

*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. MAY NEED A FI ELD | NSPECTI ON REPORT.
**LIST 'Q = QUALIFIED. USE WTH SAMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



STANDARD

00582.

00582.

00582.

00582.

00582.

00582.

00582.

00582.

00584.

10

10

10

10

10

10

10

10

10

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

COVPCSI TE- SLI DI NG NON GUI
NON- GUI DED

ELASTOMERI C - PLAIN
ELASTOMERI C - PLAIN
ELASTOVERI C - PLAIN
ELASTOMERI C - PLAIN

REVI EMED FOR 2008 SPECS

ELASTOMVERI C - STEEL REINF
ELASTOVERI C - STEEL REINF
ELASTOVERI C - STEEL REINF

REVI EWED FCR 2008 SPECS

ELASTOVERI C CONCRETE
FOR PAVI NG DAMVS

APPROVED.
= QUALI FI ED.

ODOT CONSTRUCTI OV MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

FABREEKA PTFE PAD

ALERT PLAIN ELASTOMERI C BRG

SCOUGAL 60 DUROMETER PLAI N PAD

SEP PLAI N ELASTOMERI C BRG

VERS| FLEX PLAI N ELASTOMERI C

SCOUGAL 60 DUROVETER LAM PAD

SEP LAM NATED ELASTOVERI C BRG

VERSI FLEX STEEL- ELASTOVERI C

DELCRETE 1492
URETHANE W FI BERGLASS & SAND.

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER

FABREEKA | NTERNATI ONAL
800/ 322- 7352

ALL STATE I NDUSTR / ALERT MFG
847/ 350- 0460

SCOUGAL RUBBER 206/ 763- 2650

SEI SM C ENERGY PRCDUCTS
510/ 749- 1320

D.S. BROAW CO. 800/848- 1730
LARRY DURAI N 800/ 848-1730
BRUCE HOLLI DAY 503-646- 0801

SCOUGAL RUBBER 206/ 763- 2650

SEI SM C ENERGY PRCDUCTS
510/ 749- 1320

D.S. BROAN CO. 800/ 848- 1730
LARRY DURAI N 800/ 848-1730
BRUCE HOLLI DAY 503-646- 0801

D.S. BROMWN CO 800/ 848- 1730
LARRY DURAI N 800/ 848-1730
BRUCE HOLLI DAY 503/ 646- 0801

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

06/ 10/ 10

05/12/11

02/11/10

09/ 09/ 10

10/ 08/ 09

02/11/10

09/ 09/ 10

10/ 08/ 09

05/ 01/ 89

PRCDUCT

NUMBER

4291

4093

4173

3881

4092

4177

3882

406

LI ST

Q

MAY BE USED W THOUT SAMPLES, TESTING OCR QUALITY COWPLI ANCE CERTI FI CATI ONS.  MAY NEED A FI ELD | NSPECTI ON REPOCRT.
USE WTH SAMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 75

MEETS APPROPRI ATE PARTS COF
SECTI ON 02570 AND 02571.

MEETS APPROPRI ATE PARTS CF
SECTI ON 02570 AND 02571.

MEETS APPRCPRI ATE PARTS OF
SECTI ON 02570 AND 02571.

MEETS APPRCPRI ATE PARTS OF
SECTI ON 02570 AND 02571.

MEETS APPRCPRI ATE PARTS CF
SECTI ON 02570 AND 02571.

MEETS APPRCPRI ATE PARTS CF
SECTI ON 02570 AND 02571.

MEETS APPRCPRI ATE PARTS COF
SECTI ON 02570 AND 02571.

MEETS APPRCPRI ATE PARTS CF
SECTI ON 02570 AND 02571.

SAND AND FI BERGLASS. NOT TO BE
CONFUSED W TH DEL- AGG WH CH
I'S NOT' APPROVED. DEL- AGG HAS
LARGER ROCK & NO FI BERGLASS.

NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00584.

00585.

00585.

00585.

00585.

00585.

00585.

00585.

00585.

10

10

10

10

10

10

10

10

10

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

ELASTOVERI C CONCRETE
FOR PAVI NG DAMS

EXPANSI ON JO NT SYSTEM
ASPHALTI C PLUG
FOR MOVEMENTS OF < 1 1/2"

EXPANSI ON JO NT SYSTEM
ASPHALTI C PLUG
FOR MOVEMENTS OF < 1 1/2"

EXPANSI ON JAO NT SYSTEM
COVPRESSI ON
FOR MOVEMENTS OF < 1 3/4"

EXPANSI ON JO NT SYSTEM
MODULAR
FOR MOVEMENTS OF > 3 1/2"

EXPANSI ON JAO NT SYSTEM
MODULAR
FOR MOVEMENTS OF > 3 1/2"

EXPANSI ON JO NT SYSTEM
MODULAR
FOR MOVEMENTS OF > 3 1/2"

EXPANSI ON JO NT SYSTEM
NEOPRENE COVPRESSI ON
FOR MOVEMENTS OF < 1 3/4"

EXPANSI ON JO NT SYSTEM
STRI P SEAL
MOVEMENTS CF 1 3/4" - 4".

APPROVED.
= QUALI FI ED.

CDOT CONSTRUCTI OV MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

WABCCRETE | |
POLYURETHANE (3 PARTS)

BJS
K FOR 2008 SPECS

THORMA-JO NT
K FOR 2008 SPECS

DELASTIC SEAL - CV SERES
OK FOR 2008 SPECS

STEELFLEX MODULAR EXPANS JQO NT
K FOR 2008 SPECS

TECHSTAR LR (ROBEK) MEJS
K FOR 2008 SPECS.

WABO MODULAR- STM W SE GLAND
K FCOR 2008 SPECS.

WABO COVPRESSI ON SEAL " WA"

RJ SERIES STRI P SEAL
TYPE A EXTRUSI ON, S-400 SEAL

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER
WATSON BOAWAN ACVE
800/ 677- 4922

DYNAM C SURFACE APPLI CATI ONS
800/ 491- 5663

DYNAM C SURFACE APPLI CATI ONS
800/ 491- 5663

D.S. BROM CO 800/ 848- 1730
LARRY DURAIN 800/ 848-1730
BRUCE HOLLI DAY 503/ 646- 0801

D.S. BROAWW CO. 800/ 848- 1730
LARRY DURAI N 800/ 848-1730
BRUCE HOLLI DAY 503/ 646- 0801

TECHSTAR, INC
WARREN BROWN 419/ 424-0888

WATSON BOWAN ACMVE
800/ 677- 4922

WATSON BOWAN ACME
800/ 677- 4922

R J. WATSON, INC

716/ 691- 3301

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

10/ 14/ 04

01/ 08/ 09

02/ 12/ 09

06/ 10/ 10

06/ 10/ 10

03/10/ 11

03/10/11

01/18/91

06/11/09

1752

1570

620

4128

4171

616

501

1006

MAY BE USED W THOUT SAMPLES, TESTING OCR QUALITY COWPLI ANCE CERTI FI CATI ONS.  MAY NEED A FI ELD | NSPECTI ON REPOCRT.
USE WTH SAMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 76

FOLLOW MFG RECOMVENDATI ONS.

COLD APPLI ED - SELF LEVELI NG
CURE: 2 HRS. MJST HAVE SOUND
CONCRETE UNDER | NSTALLATI ON.

LAYERS.

SIM LAR TO BJS EXCEPT FOR
Bl NDER / AGGREGATE.

SUBM T SHOP DRAW NGS TO BRI DGE
POLYCHLOROPRENE ( NEOPRENE) BASE

ANCHCR PER DET3150

SUBM T DRAW NG5 TO BRI DGE.
MODELS: D160, D240, D320, D400
D480. OTHERS W TH EOR APPROVAL

SEND DRAW NGS TO BRI DGE.
ANCHOR PER DET3150.

LK VERSI ON REJECTED, BOX SHAPE
ALSO SEE | D# 356.

STM SERI ES W TH SE GLAND.
SEND DRAW NGS TO BRI DGE.
ANCHOR PER DET3150.

SUBM T SHOP DRAW NGS TO BRI DGE
SECTI ON FOR EACH PRQJIECT. BASE
OF POLYCHLORCPRENE.

SUBM T DRAW NGS TO BRI DGE.
ANCHOR PER BR145.
OKAY FOR 2008 SPECS.

NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



CDOT CONSTRUCTI OV MATERI ALS  SECTI ON
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQU RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

PAGE 77

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO CATECORY PRCDUCT NAME AND/ OR MANUFACTURER DATE NUMBER LIST  ---mmemee--- REMARKS- - - ---------
00585. 10 EXPANSI ON JO NT SYSTEM STEELFLEX SSPA W L2-400, L2-500 D.S. BROM CO 800/ 848- 1730 06/ 10/ 10 1343 Q ANCHOR PER BR145. DRWS TO BR
STRI P SEAL K FCR 2008 SPECS LARRY DURAI N 800/ 848-1730 CONTRACTOR RESONSI BLE FOR
MOVEMENTS CF 1 3/4" - 4". BRUCE HOLLI DAY 503/ 646- 0801 ADD L FORM NG NECESSARY SI NCE
RAI'L SHCRTER THAN SD.
00585. 10 EXPANSI ON JAO NT SYSTEM WBA STRI P SEAL TYPE-P SE GLAND  WATSON BOAWAN ACMVE 03/ 08/ 07 3142 Q ANCHOR PER BR145.
STRI P SEAL 800/ 677- 4922 CONTRACTCR RESPONSI BLE FOR
MOVEMENTS COF 1 3/4" - 4". ADD L FORM NG NECESSARY SI NCE
RAI'L SHORTER THAN SD.
00591. 00 MEMBRANE WATERPROCFI NG BRI DGE PRESERVATI ON BDM BRI DGE PRESERVATI ON 02/ 11/ 10 2904 Q LI QU D MEMBRANE
FOR WARRANTY PRQIECTS 951/ 781- 0204 GRADE LIMT: 4.5% AND 9% W TH
LIQUD RJ WATSON 716/ 691- 3301 RESTRI CTI ONS.
00594. 11 NON- FERROUS COATI NG SYSTEM NFG 1 CARBCLI NE 800/ 848- 4645 -2064 10/ 12/ 06 3378 Q PRI MER- GALCSEAL VB
2 COAT - NON FERROUS LO GLGSS TOP- CARBOTHANE 133HB
H  GLOSS TOF- CARBOTHANE 134HS
00594. 11 NON- FERRQJS CQATI NG SYSTEM NFG 3 WASSER 360/ 866- 4517 07/ 08/ 10 3380 Q PRI MER- FERROX B 2.8
2 COAT - NON FERRQUS 800/ 627- 2968 LO GLCSS TOP- FERROX A 2.8
H GLOSS TOF- LUSTER 2. 8
00594. 11 REHAB COATI NG SYSTEM RC-2 WASSER 360/ 866- 4517 07/ 08/ 10 3377 Q PRIMER-MC M QZINC 2. 8
3 COAT SYSTEM W ORGANI C 800/ 627- 2968 | NTERVEDI ATE- FERROX B 2. 8
ZI NC LO GLCSS TOF- FERROX A 2.8
H GLOSS TOP- LUSTER 2. 8
00594. 11 SHOP & MAI NT COATI NG SYSTEM SMC- 1 CARBCLI NE 800/ 848- 4645 -2064 10/ 12/ 06 3372 Q PRI MER- CARBCZI NC 859
3 COAT SYSTEM W ORGANI C | NTERVEDI ATE- CARBOGUARD 888
ZI NC LO GLOSS TOP- CARBOTHANE 133HB
H GLOSS TOP- CARBOTHANE 134HS
00594. 11 SHOP & NMAI NT COATI NG SYSTEM SMC- 2 SHERW N W LLI AVS 360/ 609- 1879 10/ 12/ 06 3373 Q PRIMER-ZINC CLAD I Il HS
3 COAT SYSTEM W ORGANI C JOHN REI SER 360/ 931- 4645 I NTERMEDI ATE- MACRCPOXY 646
ZINC ER C ZI MVERVAN 503/ 804- 6924 LO GLOSS TOP- ACROLON 218HS
H G.OSS TOF- ACROLON 218HS
00594. 11 SHCP & MAI NT COATI NG SYSTEM SMG- 4 WASSER 360/ 866- 4517 07/ 08/ 10 3375 Q PRIMER-MC ZINC 2. 8
3 COAT SYSTEM W ORGANI C 800/ 627- 2968 | NTERMVEDI ATE- FERROX B 2. 8
ZI NC LO GLCSS TOF- FERROX A 2.8
H GLOSS TOP- LUSTER 2. 8
*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
**LIST 'Q = QUALIFIED. USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED. NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG

LI ST PUBLI SHED BY:

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-3059.

PLEASE REPORT ANY PROBLEMS USI NG THESE PRODUCTS.



00594.

00594.

00594.

00594.

00594.

00597.

00597.

00597.

00597.

11

11

12

12

12

11

11

11

11

*LIST ' A

**LIST !
LI ST PUBLI SHED BY:

Q

SHOP COATI NG
3 COAT SYSTEM W | NORGANI C
ZI NC

SHOP COATI NG
3 COAT SYSTEM W | NORGANI C
ZI NC

STRUCTURAL STEEL CAULK

STRUCTURAL STEEL CAULK

STRUCTURAL STEEL CAULK

FI LLERS & SEALERS

FI LLER

FI LLERS & SEALERS
FI LLER

WATERPROCFI NG - CAP

WATERPROCFI NG - CAP

= APPROVED.
= QUALI FI ED.

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -

QUALI FI ED PRODUCTS LI ST

NO SAMPLES OR TESTS REQUI RED*

QUALI FIED LI ST - ADDI Tl ONAL REQUI REMENTS* *

SYSTEM SC-1

SYSTEM SC-2

FLEXBI BLE SEAL

SI KAFLEX 1A

STAWPEDE 1

READY TO APPLY BLOCK FI LLER

B25We5

SPRAYABLE SMOOTH BLOCK FI LLER
501901

SHERLASTI C ELASTOVERI C
WATERPROCFI NG COATI NG A5

SUPER ROFLEX ELASTQVERI C COAT.

511301

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

CARBCLI NE 800/ 848- 4645 -2064

I NTERNATI ONAL PC 858/ 547- 8810

AC PRODUCTS 800/ 238- 4204

SI KA CORP 800/ 933- 7452
THAD BROWN 425/ 486-5916

SHERW N W LLI AVS 360/ 609- 1879
JOHN REI SER 360/ 931- 4645
ER C ZI MVERVAN 503/ 804- 6924

SHERW N W LLI AVS 360/ 609- 1879
JOHN REI SER 360/ 931- 4645
ER C ZI MVERVAN 503/ 804- 6924

RCDDA PAI NT

12000 SW GARDEN PLACE
PCRTLAND OR 97232
503/ 521- 4300

SHERW N W LLI AMS 360/ 609- 1879
JOHN REI SER 360/ 931- 4645
ER C ZI MVERVAN 503/ 804- 6924

RCDDA PAI NT

12000 SW GARDEN PLACE
PCRTLAND OR 97223
503/ 521- 4300

(503) 986-30509.

EFFECTI VE
DATE

10/ 12/ 06

10/ 12/ 06

11/ 08/ 07

11/ 08/ 07

10/ 11/ 07

12/ 10/ 93

05/ 01/ 88

05/ 01/ 88

05/ 01/ 88

PRCDUCT

NUMBER

3371

3385

3381

3383

1718

1310

1719

1309

LI ST

Q

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAWMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 78

PRI MER- CARBCZI NC 11HS

| NTERVMEDI ATE- CARBOGUARD 893
LO GLGSS TOP- CARBOTHANE 133HB
H  GLOSS TOF- CARBOTHANE 134HS

PRI MER- | NTERZI NC 22HS

| NTERVEDI ATE- | NTERGARD 475HS
LO GLGCSS TOF- | NTERTHANE 870

H  GLOSS TOP- | NTERTHANE 870HS

BLOCK FI LLER FOR USE CN
CONCRETE BLOCK BUI LDI NGS.

FOR VERTI CAL FACE, ABOVE GRADE
SAME AS PREF- RI TE B25V25.

VWH TE, BLOCK FILLER FCR USE ON
CONCRETE BLOCK BUI LDl NGS.
VERTI CAL FACES, ABOVE GRADE.

SEALER FCR USE ON CONCRETE
BLOCK BUI LDINGS / WALLS.
GO0D FOR TOP CAP.

VWH TE, TOP SEALER FOR USE ON
CONCR BLOCK BUI LDINGS / WALLS.
MAI NTAIN 15 M LS (DRY) AFTER 2
COATS.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00745.

00745.

00745.

00745.

00745.

00745.

00745.

00745.

00745.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

00

00

00

00

00

00

00

22

22

Q

ASPHALT COLD PATCH - HP
50# BAGS

ASPHALT COLD PATCH - HP
BUCKETS

ASPHALT COLD PATCH - HP
BULK

ASPHALT COLD PATCH - HP
BULK

ASPHALT COLD PATCH - HP
BULK

ASPHALT COLD PATCH - HP
BULK AND BAGS

ASPHALT COLD PATCH - HP
BULK AND BAGS

ASPHALT RELEASE AGENT

ASPHALT RELEASE AGENT

APPROVED.
= QUALI FI ED.

CDOT CONSTRUCTI OV MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

HP ASPHALT COLD PATCH # 34977

I NSTANT ROAD REPAI R

BONDX

TAG 8000

UPM COLD M X

EZ STREET

PERVA PATCH

Bl G RED

FQOAM 1846-50

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
CRAFCO | NC. 800/ 528- 8242
GREG SHARP 971/ 645-1826

| NTERNATI ONAL  ROADWAY RESEARCH

281/ 441- 3558
TRAFFI C SAFETY 800/ 547- 8518

SEABQARD ASPHALT PRODUCTS CO
3601 FAIRFIELD RD. BALTI MORE,
MARYLAND 21226

SHAWN CAMPBELL 410/ 355- 0330

| NFRATECH PCLYMERS
604/ 888- 8808

UNI QUE PAVI NG VATERI ALS
800/ 441- 4880

VEN: W LD SH CONSTRUCTI ON
PORTER YETT 503/ 282- 3251

LAKESI DE | NDUSTRI ES
Rl CK RAWLI NGS 425/ 313-2681
CHRI' S KI NG 503/ 222-6421

NATI ONAL PAVI NG & CONTRACTI NG
410/ 764- 7117
HOMRD SMKLER 510/ 525- 8961

TEXAS REFI NERY, 800/827-0711
SCOTTSDALE, AZ
602/ 945- 1710

MCCALL O L
800/ 622- 2558

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

01/14/10

06/ 13/ 02

06/ 13/ 02

06/ 13/ 02

06/ 13/ 02

08/ 08/ 02

06/ 13/ 02

01/11/96

09/ 09/ 99

PRCDUCT
NUMBER

1895

1515

1265

831

2407

2527

1468

939

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;
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COWPLI ES W TH OQUR SPECS.

PART OF RESEARCH PRQIECT 2002.
WORKED WELL ON ROAD. PASSED
LAB TESTS.

PART OF RESEARCH PRQJECT 2002.
WORKED WELL ON ROAD. PASSED
LAB TESTS.

PART OF RESEARCH PRQJECT 2002.
DI D WVELL ON THE ROAD. PASSED
LAB TESTS.

PART OF RESEARCH PROQJECT 2002.
DD WVELL ON THE ROAD. PASSED
LAB TESTS.

MEETS SPECS.

PART OF RESEARCH PRQIECT 2002.
WORKED WELL ON ROAD. PASSED
LAB TESTS.

PASSED TESTS AT ARI ZONA DOT
FOLLOWN MANUFACTURER S
I NSTRUCTI ONS CLCSELY.

PASSED ARI ZONA DOT TESTS.
FOAM GENERATI NG LUBRI CATI NG
AGENT. FOLLOW MANUFACTURER S
I NSTRUCTI ONS CLOSELY.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPORT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00745.

00745.

00745.

00745.

00745.

00745.

00745.

00745.

00745.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

22

22

22

22

22

22

22

22

22

Q

ASPHALT

ASPHALT

ASPHALT

ASPHALT

ASPHALT

ASPHALT

ASPHALT

ASPHALT

APPROVED.
= QUALI FI ED.

RELEASE AGENT

RELEASE AGENT

RELEASE AGENT

RELEASE AGENT

RELEASE AGENT

RELEASE AGENT

RELEASE AGENT

RELEASE AGENT

RELEASE AGENT

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A Fl ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

APPROVED LI ST -
QUALI FI EC LI ST -

SC-20 CLEANER

SLI PEAZEE SB

TEC- SH ELD

TEC SH ELD (FOR RUBBER)

TECLON- PRO

TIS 011 RELEASE AGENT

ZEP ASPHALT RELEASE FA

MG PRCDUCT # 1083

ZEP ASPHALT RELEASE R-6690
MFG PRCDUCT # 0867

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

GLCBAL CHEM SOURCE

866/ 391- 1126 OR 503/ 391-1126

SPARTAN CHEM CAL CO, INC
TOLEDO, COH
419/ 531- 5551

ROCHESTER M DLAND
800/ 726- 4448

I CL OF OREGON
800/ 876- 4256

TEC- TEAM | NDUSTRI ES
800/ 700- 2530

TEC- TEAM | NDUSTRI ES
800/ 700- 2530

TEC- TEAM | NDUSTRI ES
800/ 700- 2530

TECHNI CAL | NDUSTRI AL SALES
800/ 433- 7826

ZEP, INC. 877/428-9937
COR 404/ 352-1680

ZEP, INC. 877/ 428-9937
COR 404/ 352-1680

(503) 986-3059.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

08/11/11

01/11/96

01/11/96

04/ 12/ 01

05/ 10/ 01

11/ 10/ 05

12/ 14/ 06

05/ 12/ 11

05/12/11

1470

873

2321

2321

3146

3411

2600

2602
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10: 1 DI LUTI ON RATI O TESTED.

PASSED TESTS AT ARI ZONA DOT.
FOLLOW MANUFACTURER S
I NSTRUCTI ONS CLCOSELY.

WATER BASED SQAP

PASSED TESTS AT ARI ZONA DOT.
FOLLOW MANUFACTURER S

I NSTRUCTI ONS CLCOSELY.

PASSED TESTS AT ARI ZONA DOT.
FOLLOW MANUFACTURER S
I NSTRUCTI ONS CLOSELY.

TESTI NG BY GOCDYEAR Tl RE.
FOLLOW MANUFACTURER S
| NSTRUCTI ONS CLOSELY.

DI LUTED VERSI ON OF TEC SH ELD
(CDOT | D# 2321). FOLLOW
MFG | NSTRUCTI ONS CLOSELY.

| NDEPENDENTLY TESTED TO AZ
TEST REQUI REMENTS @ 30: 1.
FOLLON MANUFACTURER S

I NSTRUCTI ONS CLOSELY.

PASSED TESTS AT ARl ZONA DOT.

PASSED TESTS AT AR ZONA DOT.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



ODOT CONSTRUCTI ON MATERI ALS  SECTI ON
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FI ED LI ST - ADDI TI ONAL REQUI REMENTS* *
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JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO. CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeea-- REMARKS- - - ---------
00745. 22 ASPHALT RELEASE AGENT ZEP PI NNACLE ASPHALT RELEASE ZEP, INC. 877/428-9937 08/11/11 4292 A | NDEPENDENTLY TESTED TO OUR
MFG PRCDUCT # N896 COR 404/ 352-1680 REQUI REMENTS @5:1 & 15:1
00745. 22 ASPHALT RELEASE AGENT BLACK MAG C FOR RUBBER BG CHEM CAL 800/ 725- 8470 01/13/11 1303 A PASSED ARI ZONA DOT TESTS
FOR RUBBER DESI GNED FOR RUBBER TI RES, ETC
FOLLOW MANUFACTURER S
I NSTRUCTI ONS CLOSELY.
00746. 00 POURED JO NT FILLER POURED FI LLER, JO NT 11/ 17/ 04 A POURED JO NT FI LLERS ARE NOW
COVERED I N THE QPL I N SECTI ON
02440. 30, POURED JOA NT FI LLERS
AND MEET AASHTO M324 TYPE I 1.
00759. 12 DETECTABLE WARNI NG DEVI CE ACCESS TI LE SURFACE APPLI ED ACCESS PRODUCTS 425/ 766- 6234 05/ 14/ 09 3829 A YELLOW MODELS: ACC- S 1X1,
CURED CONCRETE TI LE ACC- S 2X3, ACC- S 2X4, ACC- S 2X5,
ASPHALT SURFACES - NO ACC-S 3X4, ACG S-2X2CRV
00759. 12 DETECTABLE WARNI NG DEVI CE ANSWER 1. 67" SURFACE TILE ADA ANSVER | NDUSTRI ES 06/ 11/ 09 3741 A
CURED CONCRETE MODELS: 24S-1Y & 25§ 1Y 909/ 230- 4064
ASPHALT SURFACES - NO
00759. 12 DETECTABLE WARNI NG DEVI CE ARMOR- Tl LE SURFACE APPLI ED ENG NEERED PLASTI CS 05/ 08/ 03 2783 A PCOLYMER COVPCSI TE W TH ADHES
CURED CONCRETE COLOR FEDERAL YELLOW 800/ 682- 2525 AND MECHANI CAL FASTENERS.
ASPHALT SURFACES - NO VWH TE CAP 800/ 456- 7445 MCDELS: ADA- S-2436YW
ADA- S 2448YW & ADA-S-2460YW
00759. 12 DETECTABLE WARNI NG DEVI CE ARMCRCAST DETECTABLE TILE ARVORCAST PRCDUCTS 04/ 13/ 06 3301 A MODELS: ' A600* *** TADAYEL' WHERE
CURED CONCRETE 909/ 772- 1424 *¥*** 1S THE SI ZE.
ASPHALT SURFACES - NO
00759. 12 DETECTABLE WARNI NG DEVI CE SAFE- STEP ( CURED) TRANSPO | NDUSTRI ES 11/13/03 2879 A PCLYESTER POLYMER PANELS ARE
CURED CONCRETE VCDEL: " SAFETY YELLOW 914/ 636- 1000 ABQUT 12" X 12" X 0.5" TH K
ASPHALT SURFACES - NO KATHLEEN JOHNSON 503/ 674- 9180 MFG RECOMVENDS A VARI ETY OF
ADHESI VES.
00759. 12 DETECTABLE WARNI NG DEVI CE SURFACE MOUNT COMPCSI TE TI LE ADA SOLUTI ONS 800/ 372-0519 06/ 11/ 09 3865 A
CURED CONCRETE 2436, 2448, 2460: RETY
ASPHALT SURFACES - NO
*LIST "A = APPROVED. NMAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG

LI ST PUBLI SHED BY:

ODOT MATERIALS LAB, 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-30509.

PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00759.

00759.

00759.

00759.

00759.

00759.

00759.

00759.

00759.

12

12

12

12

12

12

12

12

12

*LIST " A

**LIST !
LI ST PUBLI SHED BY:

Q

DETECTABLE WARNI NG DEVI CE
CURED CONCRETE
ASPHALT SURFACES - NO

DETECTABLE WARNI NG DEVI CE
CURED CONCRETE
ASPHALT SURFACES - YES

DETECTABLE WARNI NG DEVI CE
CURED CONCRETE
ASPHALT SURFACES - YES

DETECTABLE WARNI NG DEVI CE
CURED CONCRETE
ASPHALT SURFACES - YES

DETECTABLE WARNI NG DEVI CE
CURED CONCRETE
ASPHALT SURFACES - YES

DETECTABLE WARNI NG DEVI CE
CURED CONCRETE
ASPHALT SURFACES - YES

DETECTABLE WARNI NG DEVI CE
FRESH CONCRETE
ASPHALT SURFACES - NO

DETECTABLE WARNI NG DEVI CE
FRESH CONCRETE
ASPHALT SURFACES - NO

DETECTABLE WARNI NG DEVI CE
FRESH CONCRETE
ASPHALT SURFACES - NO

= APPROVED.
= QUALI FI ED.

CDOT' CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -

QUALI FI ED PRODUCTS LI ST

NO SAMPLES OR TESTS REQUI RED*

QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

ULTRA- ADA PADS - SURFACE MOUNT
MODELS 0750, 0751, 0752, & 0753

DETECTABLE WARNI NG REDI - VAT
MODELS: RVAY3630 & RMY

DWI' DETECTABLE WARNI NG TI LE
MODELS: SM2424, SMR436, SM2448

DWI' TOQUGH-EZ TI LE

TOPMARK DETECTABLE WARNI NG

VANGUARD TRUNCATED DQVE
MCODEL: 1A

ACCESS TI LE REPL CAST I N PLACE
TILE

ADA REPLACEABLE TILE - YELLOW
MCDELS: E2436Y, E2448Y, E2460Y

ANSVER 1. 67" WET SET REPL TILE
MODELS: 24C-1Y & 25G 1Y

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

ULTRATECH | NTERNATI ONAL
800/ 353-1611 EXT 211

DETECTABLE WARNI NG SYSTEMS
866/ 999- 7452

THREE D TRAFFI C WORKS
877/ 843- 9757

THREE D TRAFFI C WORKS
877/ 843- 9757

FLI NT TRADI NG-LKF DIV OF FLI NT
336/ 475- 6600
GARY BANTI N 208/ 870- 8505

TI LCO VANGUARD 800/ 290- 5700

ACCESS PRODUCTS 425/ 766- 6234

YELLOW TI LES OF WASH NGTCN

877/ 314- 4888

ADA ANSVER | NDUSTRI ES
909/ 230- 4064

(503) 986-3059.

EFFECTI VE
DATE

06/ 12/ 08

05/ 13/ 10

11/13/08

05/ 13/ 10

11/ 13/ 03

08/ 08/ 02

05/ 14/ 09

04/ 13/ 06

04/ 09/ 09

3410

3664

4094

2866

2649

3828

3284

3739

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 82

FLEXI BLE PAD.

PEEL AND STI CK W TH ADDI Tl ONAL
FASTENERS AND PERI METER SEAL.

ADHESI VE, FASTENERS, & SEAL.
MODELS: TEZ2424SYW TEZ2436SYW
TEZ2448SYW TEZ2460SYW

THERMOPLASTI C. TORCH APPLI ED.
YELLOW MCDELS: TMK4116600ASB,
TMK4116040ASB, TMK4116800ASB,
TMK4116700ASB, RADI US 4116950.

TRUNCATED DOMVE. LI QUI D PRCDUCT
FOLLOW MANUFACTURER S
I NSTRUCTI ONS.

YELLOW MODELS: ACC-R- 1X1,
ACC-R- 2X3, ACC- R 2X4, ACC- R- 2X5,
ACC-R 3X4, ACG R-2X2CRV

TRUNCATED DOMVE.  DESI GNED TO
BE EASILY REPLACEABLE.

NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTVAG
PLEASE REPORT ANY PROBLEMS USI NG THESE PRODUCTS.



FRESH CONCRETE
ASPHALT SURFACES - NO

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -

QUALI FI ED PRODUCTS LI ST

NO SAMPLES OR TESTS REQUI RED*

QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

MCDELS 0740, 0741, & 0742.

800/ 353-1611 EXT 211
SPI LL CONTRCL 253/862-2700

PAGE 83

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO. CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE NUMBER LIST  ---cceceea-- REMARKS- - - ---------
00759. 12 DETECTABLE WARNI NG DEVI CE ARMOR TI LE CAST I N PLACE ENG NEERED PLASTI CS 05/ 08/ 03 2782 A POLYMER COVPCSI TE SET I N CONCR
FRESH CONCRETE COLOR FEDERAL YELLOW 800/ 682- 2525 MODELS: ADA- G 2436YW
ASPHALT SURFACES - NO WH TE CAP 800/ 456- 7445 ADA- G 2448YW & ADA-C-2460YW
00759. 12 DETECTABLE WARNI NG DEVI CE ARMOR- TI LE REPL CAST I N PLACE ENG NEERED PLASTI CS 06/ 11/ 09 3858 A MODELS: ATR2436Y, ART2448Y,
FRESH CONCRETE COLOR FEDERAL YELLOW 800/ 682- 2525 ATR2460Y, & ATR3648Y.
ASPHALT SURFACES - NO VWH TE CAP 800/ 456- 7445
00759. 12 DETECTABLE WARNI NG DEVI CE ARMORCAST WET SET REPLACEABLE ARMORCAST PRCDUCTS 09/ 14/ 06 3328 A MODELS: " AG00* *** RADAYEL"
FRESH CONCRETE 909/ 772- 1424 WHERE **** = THE Sl ZE.
ASPHALT SURFACES - NO
00759. 12 DETECTABLE WARNI NG DEVI CE CAST-1 N-PLACE COWPCsI TE TI LE ADA SOLUTI ONS 800/ 372- 0519 06/ 11/ 09 3866 A COLCOR CKAY
FRESH CONCRETE 2436, 2448, 2460: PAVC PY
ASPHALT SURFACES - NO
00759. 12 DETECTABLE WARNI NG DEVI CE COVPOSI TE WETSET REPLACEABLE ADA SOLUTI ONS 800/ 372- 0519 01/10/ 08 3582 A FEDERAL YELLOW
FRESH CONCRETE TACTI LE MODELS: 2436REPY, 2448REPY,
ASPHALT SURFACES - NO 2460REPY.
00759. 12 DETECTABLE WARNI NG DEVI CE EZ- SET CERAM C COWPCSI TE PANEL ~ DETECTABLE WARNI NG SYSTENMS 02/ 12/ 04 2928 A ABS ANCHCRS.
FRESH CONCRETE DETECTABLE WARNI NG PANELS 866/ 999- 7452 MODEL: "EZ 1Y 2424"
ASPHALT SURFACES - NO TRAFFI C SAFETY 800/ 547- 8518
00759. 12 DETECTABLE WARNI NG DEVI CE SAFE- STEP ( FRESH) TRANSPO | NDUSTRI ES 11/13/03 2879 A FOLLOW MFG | NSTRUCTI ONS.
FRESH CONCRETE MODEL: " SAFETY YELLOW 914/ 636- 1000
ASPHALT SURFACES - NO KATHLEEN JOHNSON 503/ 674- 9180
00759. 12 DETECTABLE WARNI NG DEVI CE ULTRA- ADA PADS - CAST IN PLACE  ULTRATECH | NTERNATI ONAL 06/ 12/ 08 3636 A FLEXI BLE PAD WTH GALV MESH ON
FRESH CONCRETE MODELS 0720, 0721, 0722, & 0723 800/ 353-1611 EXT 211 BOTTOM  WET SET.
ASPHALT SURFACES - NO
00759. 12 DETECTABLE WARNI NG DEVI CE ULTRA- ADA PADS COWPCSI TE WVET ULTRATECH | NTERNATI ONAL 06/11/09 3809 A WET SET.

*LIST "A = APPROVED.
**LIST 'Q = QUALI FI ED.
LI ST PUBLI SHED BY: ODOT MATERI ALS LAB; 800 Al RPCRT RD SE;, SALEM OR 97301-4798;

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
(503) 986-3059. PLEASE REPCRT ANY PROBLEMS USI NG THESE PRCDUCTS.



STANDARD

00759.

00760.

00760.

00760.

00760.

00811.

00811.

00811.

00811.

12

00

00

00

00

00

00

00

00

*LIST " A

**LIST !
LI ST PUBLI SHED BY:

Q

DETECTABLE WARNI NG DEVI CE
FRESH CONCRETE
ASPHALT SURFACES - YES

PORQUS PAVER- HEAVY DUTY

PORQUS PAVER- HEAVY DUTY

PORQOUS PAVER- HEAVY DUTY

PORQUS PAVER- MEDI UM DUTY

CABEL BARRI ER TERM NAL
TL-3
4 CABLE

CABLE BARRI ER
TL-3
4 CABLE

CABLE BARRI ER
TL-3
4 CABLE

CABLE BARRI ER
TL-3
4 CABLE

APPROVED.
= QUALI FI ED.

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

VI SUL FLEX STONE PANELS

MODEL: MPN- MRBS0030

ARMORFLEX CLOSED CELL BLOCK

ARMORFLEX OPEN CELL BLOCK

ARMORFLEX TAPERED CELL BLOCK

GRASSY PAVERS

SAFENCE 350 TL3 TERM NAL ( 4)

NU-CABLE TL3 4:1 4 CABLE

NU-CABLE TL3 6:1 4 CABLE

SAFENCE 4RI

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

VI SUL CORP. 865/ 566- 5674

CONTECH CONSTRUCTI ON PRCDUCTS
800/ 522- 0410

CONTECH CONSTRUCTI ON PRODUCTS
800/ 522- 0410

CONTECH CONSTRUCTI ON PRODUCTS
800/ 522- 0410

RK MANUFACTURI NG
800/ 957- 5575
ACF WEST 800/ 878-5115

GREGCRY | NDUSTRI ES | NC
330/ 477/ 4800
740/ 389/ 1493

NUCOR STEEL MARION | NC
800/ 333/ 4011

FORVET | NC

512/ 560/ 7700

NUCCR STEEL MARI ON | NC
800/ 333/ 4011

FORMET | NC

512/ 560/ 7700

GREGCORY | NDUSTRIES I NC

330/ 477/ 4800
740/ 389/ 1493

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

02/ 14/ 08

01/10/ 08

02/ 14/ 08

02/ 14/ 08

04/ 08/ 10

08/ 03/ 11

08/ 03/ 11

08/ 03/ 11

08/ 03/ 11

PRCDUCT

3590

3575

3591

2483

4428

4446

4445

4425

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG, TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 84

RECYCLED STONE AGGREGATE IN
POLYURETHANE RESI N BASE.
FOLLOW MFG | NSTRUCTI ONS.

USES 2 PART POLYRETHANE ADHES.

PLASTI C

CAST-1 N- PLACE ANCHOR APPROVED
NO DRI VEN ANCHOR

DRI VEN ANCHOR W SLEEVE
CAST | N PLACE ANCHOR

DRI VEN ANCHOR W SLEEVE
CAST I N PLACE ANCHOR

CAST- I N- PLACE ANCHOR APPROVED
NO DRI VEN ANCHOR

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00811.

00811.

00811.

00811.

00811.

00811.

00811.

00811.

00

00

00

00

00

00

00

00

*LIST "A

**LIST !
LI ST PUBLI SHED BY:

Q

CABLE BARR ER
TL- 4
4 CABLE

CABLE BARRI ER
TL-4
4 CABLE

CABLE BARRI ER SYSTEM
3 STRAND ( TL- 3)

CABLE BARRI ER SYSTEM
3 STRAND (TL-3)

CABLE BARRI ER SYSTEM
3 STRAND (TL- 3)

CABLE BARRI ER SYSTEM
3 STRAND (TL- 3)

CABLE BARRI ER SYSTEM
3 STRAND (TL-3)

CABLE BARRI ER SYSTEM
3 STRAND (TL- 4)

= APPROVED.
= QUALI FI ED.

CDOT' CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

NU-CABLE TL4 6:1 4 CABLE

SAFENCE 4RC

CABLE SAFETY SYSTEM (2M CASS)
C- CHANNEL

CABLE SAFETY SYSTEM ( CASS)
C- CHANNEL

CASS TL-3 (4:1 SLOPE)
| - BEAM

G BRALTAR CABLE SYSTEM TL- 3

NU-CABLE TL3 6:1 3 CABLE
WAS FROM MARI ON STEEL

CASS TL-4
| - BEAM

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
GREGORY | NDUSTRI ES | NC
330/ 477/ 4800
740/ 389/ 1493

NUCOR STEEL MARION | NC
800/ 333/ 4011

FCRVET I NC

512/ 560/ 7700

GRECCRY | NDUSTRI ES | NC
330/ 477/ 4800
740/ 389/ 1493

TRINITY I NDUSTRIES, | NC.
CHUCK NORTON 800/ 772-7976
CORAL SALES 800/ 538- 7245
DON GRI PNE 360/ 943- 9559

TRINITY | NDUSTRIES, | NC.
CHUCK NORTON 800/ 772-7976
CORAL SALES 800/ 538- 7245
DON GRI PNE 360/ 943- 9559

TRINITY | NDUSTR ES, | NC
CHUCK NORTON 800/ 772-7976
CORAL SALES 800/ 538- 7245
DON GRI PNE 360/ 943- 9559

G BRALTAR 800/ 495- 8957

NUCCR STEEL MARI QN, | NC.

800/ 333- 4011

GRI H GH TENSI ON CABLE LP
979/ 739- 0699 COR 972/ 225-1660

TRINITY I NDUSTRI ES, | NC
CHUCK NORTON 800/ 772-7976
CORAL SALES 800/ 538- 7245
DON GRI PNE 360/ 943- 9559

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

08/03/11

08/ 03/ 11

08/03/11

04/ 14/ 05

11/13/ 03

04/ 09/ 09

01/ 12/ 06

07/13/06

04/ 09/ 09

PRCDUCT

4447

4427

2946

2864

3815

3259

2808

3296

MAY BE USED WTHOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 85

CAST-1 N- PLACE ANCHOR APPROVED
NO DRI VEN ANCHOR

DRI VEN ANCHOR W SLEEVE
CAST | N PLACE ANCHOR

CAST-1 N PLACE ANCHCR APPROVED
NO DRI VEN ANCHOR

6:1 CR FLATTER USE SLEEVES.
6.56" POST SPACI NG
6. 76" DEFLECTI ON.

6:1 OR FLATTER

STEEL SLEEVES. 9.8' SPACING
7.87 DEFLECTION. 16.4' PCST
SPACI NG = 9. 2" DEFECTI ON

4:1 OR FLATTER
STEEL SLEEVES.
PCST SPACI NG
POST SPACI NG

6'8" DEFL: 7.19
17" DEFL: 8. 86

PCST SPACING 15
DEFLECTI ON: 8.5'.
USE SLEEVES.

MJUST USE SOCKETED PCSTS W TH
SLEEVES & REPLACEABLE PCSTS.
SPACING 12.5' DEFLECTION: 6'.
SPACING 16.75 DEFL: 7.5'.

6:1 OR FLATTER
STEEL SLEEVES.
POST SPACING 20" DEFL: 7.7'.
POST SPACING 17' DEFL: 7.2'.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



ODOT' CONSTRUCTI ON/ MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

QUALI FI ED PRODUCTS LI ST

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

PAGE 86

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO. CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE NUMBER  LIST = -------e---- REMARKS- - - ---------
00811. 00 CABLE BARRI ER SYSTEM G BRALTAR CABLE SYSTEM TL- 4 G BRALTAR 800/ 495- 8957 01/ 12/ 06 3260 POST SPACING 14
3 STRAND ( TL-4) DEFLECTION. 7'.
USE SLEEVES.
00811. 00 CABLE BARRI ER SYSTEM BRI FEN W RE ROPE SAFETY FENCE BRI FEN USA 866/ 427-4336 11/13/03 2851 SOCKETED POSTS REQUI RED W TH
4 STRAND (TL-3) 405/ 793- 9500 10.5' SPACING 7.87' DEFLECTI ON
USE APPROVED END TERM NAL TO
PROTECT END OF RUNS.
00811. 00 CABLE BARRI ER SYSTEM BRI FEN W RE ROPE TL-4 BRI FEN USA 866/ 427-4336 06/ 09/ 05 3121 SOCKETED POSTS REQUI RED W TH
4 STRAND (TL-4) 405/ 793- 9500 10.5' SPACING 7.9' DEFLECTION
USE APPROVED END TERM NAL TO
PROTECT END OF RUNS.
00811. 00 CABLE BARRI ER SYSTEM BRI FEN WRSF TL-4(LONG SPACI NG BRI FEN USA 866/ 427-4336 03/10/11 4345 DRI VEN STEEL SLEEVES R
4 STRAND (TL-4) 405/ 793- 9500 SOCKETED PCOSTS | N CONCR
POST SPACING 21' DEFL: 7.9'.
POST SPACING 17' DEFL: 7.5'.
00811. 00 CABLE BARRI ER TERM NAL BRI FEN WRGT BRI FEN USA 866/ 427-4336 05/ 13/ 04 2970 GATI NG DEVICE. AS WTH THE
TL-3 405/ 793- 9500 OTHERS, TERM NAL IS NOT PART
OF LENGTH OF NEED.
00811. 00 CABLE BARRI ER TERM NAL CASS CABLE TERM NAL (CCT-350) TRINITY I NDUSTRI ES, | NC 11/13/03 2865 FCR USE WTH TRINITY CABLE
TL-3 CHUCK NORTON 800/ 772-7976 SAFETY SYSTEM (CASS) UNIT O\LY
CORAL SALES 800/ 538- 7245 AS WTH THE OTHERS, TERM NAL
DON GRI PNE 360/ 943- 9559 I'S NOT PART OF LENGTH OF NEED.
00811. 00 CABLE BARRI ER TERM NAL NUCCR US H TENSION CABLE TERM  NUCCR STEEL MARION, | NC 08/ 10/ 06 2940 FOR USE WTH US H GH TENSI ON
TL-3 WAS FROM MARI ON STEEL 800/ 333- 4011 CABLE BARRRER AS WTH THE
GRI HI GH TENSI ON CABLE LP OTHERS, TERM NAL |'S NOT PART
979/ 739- 0699 COR 972/ 225- 1660 OF LENGTH OF NEED.
00811. 00 CABLE BARRI ER TERM NAL NU- CABLE CRP ANCHCR NUCCR STEEL MARI ON I NC 08/ 03/ 11 4448 3 STRAND CABLE
TL-3 800/ 333/ 4011
3 CABLE FCRVET | NC
512/ 560/ 7700
00811. 00 CABLE BARRI ER TERM NAL NUCABLE NU- TEN ANCHOR NUCCR STEEL MARI ON | NC 08/ 03/ 11 4449 3 STRAND CABLE
TL-3 800/ 333/ 4011
3 CABLE FORVET I NC
512/ 560/ 7700
*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPOCRT.

**LIST 'Q = QUALI FI ED.
LI ST PUBLI SHED BY:

USE WTH SAMPLI NG, TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED. NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
CDOT MATERIALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



STANDARD

00811.

00811.

00811.

00820.

00822.

00822.

00822.

00830.

00830.

00

00

00

00

00

00

00

00

00

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

CABLE BARRI ER TERM NAL
TL-3
3 CABLE

CABLE BARRI ER TERM NAL
TL-3 AND TL-4

CABLE BARRI ER TERM NAL
TL-4

CONCRETE BARRI ER, MOVABLE

GLARE SHI ELDS

GARE SH ELDS

GLARE SHI ELDS

I MPACT ATTENUATOR,
PERVANENT

NCHRP 350 TL-1

NON RE-DI RECTI VE, GATI NG

I MPACT ATTENUATOR, A
PERVANENT

NCHRP 350 TL-3

PARTI AL RE-DI RECT, GATI NG

APPROVED.
= QUALI FI ED.

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

SAFENCE 350 TL3 TERM NAL

G BRALTAR CABLE BARRI ER TERM N

CASS TL-4 TERM NAL

QUI CK CHANGE MOVABLE BARRI ER

CARSON TE GLARE BLADE

DURASCREEN GLARE SHI ELD

MCDULAR GLARE SHI ELDS

EASI - CELL

BEAT SSCC

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER
GREGCRY | NDUSTRI ES | NC
330/ 477/ 4800
740/ 389/ 1493

G BRALTAR 800/ 495- 8957

TRINITY | NDUSTRI ES, | NC.
CHUCK NORTON 800/ 772-7976
CORAL SALES 800/ 538- 7245
DON GRI PNE 360/ 943- 9559

BARRI ER SYSTEMS 707/ 374-6800
BYRON WEST 541/ 899-0888

CARSONI TE | NC. 800/ 648- 7974
DI STRI BUTER TRAFFI C SAFETY
DI CK FARSONS 800/ 547-8518

WBA - WVEES YOCKEY 503/ 407- 2168

SAFE-H T CORP. 888/ 323- 6374

CARSONI TE I NC. 800/ 648- 7974
DI STRI BUTER TRAFFI C SAFETY,
DI CK PARSONS 800/ 547-8518

WBA - WVEES YOCKEY 503/ 407- 2168

ENERGY ABSCRPTI ON 888/ 323-6750
JIM CROANLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ROAD SYSTEMS, | NC
JOHN DURKOS 330/ 346- 0721

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

08/ 03/ 11

01/ 12/ 06

03/ 08/ 07

10/ 10/ 91

11/ 08/ 01

12/13/01

11/09/01

09/ 09/ 04

09/ 08/ 05

3261

3429

465

17

2506

86

2921

2711

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG, TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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CAST-1 N- PLACE ANCHOR APPROVED
NO DRI VEN ANCHCR

FOR G BRALTAR CABLE BARRI ER
SYSTEMS.

FOR SPECI AL APPLI CATI ONS ONLY.
TRK MOUNTED EQUI P MOVES SPECI A
BARRI ER FROM ONE SI DE TO THE

OTHER UP TO 16', UP TO 10 MPH.

I NDI VI DUAL BLADES ATTACHED TO
THE BARRI ER. NEW BASE BRACKET
DESI GN 11/01. GALV / STAI NLESS
BASE, ZI NC NOT ALLOWED

TUBES, | NDI VI DUALLY MOUNTED.
LAB TEST WAS QUTSTANDI NG

FI BERGLASS BLADES MOUNT TO PRE
FORVED BASE BOLTED TO BARRI ER
NEW BASE BRACKET DESI GN 11/01.
GALV OR STAINLESS BASE, NO ZI NC

LON SPEED UNIT USI NG PQLY CYL.
REQUI RES STRONG BACK PLATE.
NOT DESI GNED FOR MEDI ANS. TL-1
TESTED FOR 50 KPH 30 MPH.

SHOULDERS ONLY.

NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00830.

00830.

00830.

00830.

00830.

00830.

00830.

00830.

00830.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

00

00

00

00

00

00

00

00

00

Q

| MPACT ATTENUATOR, A
PERVANENT, NARROW SYSTEM
NCHRP 350 TL-3

RE- DI RECTI VE, GATI NG

I MPACT ATTENUATCOR, B
PERVANENT, NARROW APPS.
NCHRP 350 TL-3

RE- DI RECTI VE, GATI NG

| MPACT ATTENUATOR, B
PERVANENT, NARROW APPS.
NCHRP 350 TL-3

RE- DI RECTI VE, GATI NG

I MPACT ATTENUATOR, C
PERVANENT

NCHRP 350 TL-2

RE- DI RECTI VE, NON GATI NG

| MPACT ATTENUATOR, C
PERMANENT

NCHRP 350 TL-2

RE- DI RECTI VE, NON- GATI NG

| MPACT ATTENUATOR, C
PERVANENT

NCHRP 350 TL-2

RE- DI RECTI VE, NON- GATI NG

| MPACT ATTENUATOR, C & D
PERVANENT

NCHRP 350 TL-2

RE- DI RECTI VE, NON- GATI NG

I MPACT ATTENUATOR, C & D
PERVANENT, NARROW & W DE
NCHRP 350 TL-2

RE- DI RECTI VE, NON- GATI NG

| MPACT ATTENUATCOR, E
PERVANENT

NCHRP 350 TL-3

RE- DI RECTI VE, NON GATI NG

APPROVED.
QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

QUAD- TREND 350

BRAKEMASTER 350

CAT- 350 CRASH CUSH ON

2005 SHORTRACC ( TL- 2)

2005 W DETRACC (TL- 2)

SHORTRACC (TL- 2)

WAS TRACC (TL- 2)

QUEST 70 (TL-2)

UNI VERSAL TAU- Il (TL-2)

2005 TRACC (TL-3)

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
ENERGY ABSCRPTI ON 888/ 323-6750
JI'M CROMLEY 312/ 467- 6750
DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSORPTI ON 888/ 323-6750
JI'M CROMNLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

TRINITY | NDUSTRIES, | NC.
CHUCK NORTON 800/ 772-7976
DON CGRI PNE 360/ 943-9559
RANDY OLSON 800/ 772- 7976

TRINITY I NDUSTRI ES, | NC
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943- 9559
RANDY OLSON 800/ 772- 7976

TRINITY I NDUSTRI ES, | NC
CHUCK NORTON 800/ 772-7976
DON CGRI PNE 360/ 943- 9559
RANDY OLSON 800/ 772- 7976

TRINITY I NDUSTRI ES, | NC
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943-9559
RANDY OLSON 800/ 772- 7976

ENERGY ABSCRPTI ON 888/ 323-6750
JI'M CROMLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

BARRI ER SYSTEMS 707/ 374-6800
BYRON VEST 541/899-0888
ZUVAR 800/ 426- 7967

TRINITY | NDUSTRI ES, | NC
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943-9559
RANDY OLSON 800/ 772- 7976

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

12/ 09/ 99

03/ 09/ 00

07/ 11/ 96

01/ 12/ 06

01/ 12/ 06

10/ 11/01

06/ 09/ 11

02/ 10/ 05

11/ 10/ 05

PRCDUCT

NUMBER

880

291

3154

3155

2844

4372

2961

3153

LI ST

Q

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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TESTED FOR | MPACT SPEEDS UP TO
100KPH 60MPH.  LENGTH: 20" .
CLEAR AREA REQUI RED BEHI ND
TERM NAL. WDTH 15"

GUARDRAI L TREATMENT FOR W DE-
MEDI AN SHOULDER APPLI CATI ONS.
REG ON ROADWAY DESI GNERS PI CK
FROM QPL W TH DI STRI CT | NPUT.

SLOTTED RAIL ATTENUATCR FOR

MEDI AN SHOULDER APPLI CATI ONS.
REG ON ROADWAY DESI GNERS Pl CK
FROM QPL W TH DI STRI CT | NPUT.

TESTED FOR | MPACT SPEEDS UP TO
70 KPH 45 MPH.  14.2' LONG

TESTED FOR | MPACT SPEEDS UP TO
45 MPH.

TESTED FCR | MPACT SPEEDS UP TO
70 KPH 45 MPH.  14.2' LONG

32" WDE.

WAS Q UNDER P-1902.

TESTED FOR | MPACT SPEEDS UP TO
45 MPH

THREE BAYS.
ASSEMBLED.

ARRI VES FULLY

FHWA APPROVED - 4 BAY SYSTEM

TESTED FOR | MPACT SPEEDS UP TO

100 KPH 60 MPH  21' LONG
30" WDE.

NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00830.

00830.

00830.

00830.

00830.

00830.

00830.

00830.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

00

00

00

00

00

00

00

00

Q

I MPACT ATTENUATOR, E
PERVANENT

NCHRP 350 TL-3

RE- DI RECTI VE, NON GATI NG

| MPACT ATTENUATOR, E
PERVANENT

NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

I MPACT ATTENUATOR, E
PERVANENT, NARROW APPS
NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

| MPACT ATTENUATCR, E & F
PERVANENT

NCRHP 350 TL-3

RE- DI RECTI VE, NON GATI NG

I MPACT ATTENUATOR, E & F
PERVANENT, NARROW & W DE
NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

| MPACT ATTENUATOR, F
PERVANENT

NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

| MPACT ATTENUATCOR, G
PERVANENT, NARROW APPS
NCHRP 350 TL-2

RE- DI RECTI VE, NON- GATI NG

| MPACT ATTENUATOR, G & H
PERVANENT

NCHRP 350 TL-2

RE- DI RECTI VE, NON- GATI NG

| MPACT ATTENUATOR, G & H
PERVANENT, NARROW & W DE
NCHRP 350 TL-2

RE- DI RECTI VE, NON- GATI NG

APPROVED.
QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

X- TENUATCR

QUEST 350

TRACC (TL-3)

W DETRACC

UNI VERSAL TAU- Il (TL-3)

2005 W DETRACC (TL- 3)

REACT 350- NARROW ( TL2)

(36" OBSTACLE)

QUAD- GUARD 1 |

QUAD- GUARD ELITE - 7 BAY

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
BARRI ER SYSTEMS 707/ 374- 6800
BYRON WEST 541/ 899-0888
ZUVAR 800/ 426- 7967

ENERGY ABSCORPTI ON 888/ 323-6750
JI' M CROMLEY 312/ 467- 6750
DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

TRINITY | NDUSTRI ES, | NC
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943-9559
RANDY OLSON 800/ 772- 7976

TRINITY | NDUSTRIES, | NC.
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943- 9559
RANDY OLSON 800/ 772- 7976

BARRI ER SYSTEMS 707/ 374-6800
BYRON WEST 541/ 899- 0888
ZUVAR 800/ 426- 7967

TRINITY | NDUSTRI ES, | NC.
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943- 9559
RANDY OLSON 800/ 772- 7976

ENERGY ABSCORPTI ON 888/ 323-6750
JI M CROMLEY 312/ 467- 6750
DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSORPTI ON 888/ 323- 6750
JI'M CROMNLEY 312/ 467- 6750
DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSORPTI ON 888/ 323-6750
JI'M CROMLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

05/12/11

11/ 08/ 07

09/13/01

04/ 10/ 03

02/ 10/ 05

01/ 12/ 06

03/ 08/ 07

07/ 09/ 09

03/ 08/ 01

3138

1902

2759

2961

3155

3438

3872

2413

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE W TH SAMPLI NG TESTI NG & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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WATCH REPAI R COSTS.
BETTER FOR LOWH T AREAS.

TESTED FOR | MPACT SPEEDS UP TO
100 KPH 60 MPH 21" LONG
32" WDE

MEETS NCHRP 350 TL-3.

FHWA APPROVED - 8 BAY SYSTEM

TESTED FOR | MPACT SPEEDS UP TO
60 MPH.

TESTED FOR | MPACT SPEEDS UP TO
45 MPH. LOW MAI NTENANCE.

TESTED FOR | MPACT SPEEDS TO
45 MPH.

7 BAY SYSTEM TESTED FOR
| MPACT SPEEDS TO 70KPH 45MPH.
LOW MAI NTENANCE.

NEEDS A FI ELD I NSPECTION REPORT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00830.

00830.

00830.

00830.

00830.

00830.

00830.

00830.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

00

00

00

00

00

00

00

00

Q

I MPACT ATTENUATOR, G & H
PERVANENT, NARROW & W DE
NCHRP 350 TL-2

RE- DI RECTI VE, NON- GATI NG

I MPACT ATTENUATOR, G & H
PERVANENT, NARROW & W DE
NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

I MPACT ATTENUATOR, H
PERVANENT, W DE

NCHRP 350 TL-2

RE- DI RECTI VE, NON- GATI NG

I MPACT ATTENUATCOR, J
PERVANENT, NARROW APPS
NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

I MPACT ATTENUATOR, J & K
PERVANENT

NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

I MPACT ATTENUATOR, J & K
PERVANENT, NARROWN & W DE
NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

| MPACT ATTENUATOR, J & K
PERVANENT, NARROW & W DE
NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

I MPACT ATTENUATCOR, J & K
PERVANENT, NARROW & W DE
NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

| MPACT ATTENUATOR, J & K
PERVANENT, NARROW & W DE
NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

APPROVED.
QUALI FI ED.

CDOT' CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

QUAD- GUARD (TL-2)
24", 30", 36", 70", & 90" OBST.

REACT 350-W DE (TL2)
(60" & 90" OBSTACLES)

REACT 350- NARROW ( TL3)

QUAD- GUARD 1 |

QUAD- GUARD (TL-3)

24", 30", 36", 70",90",& 120"W

QUAD- GUARD ELI TE - 11 BAY

QUAD- GUARD ELITE - 8 BAY

SCl 100GV

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
WORK AREA PROTECTI ON (SCl)
800/ 327- 4417 OR 630/ 377-9100

ENERGY ABSORPTI ON 888/ 323-6750
JI M CRONLEY 312/ 467- 6750
DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSORPTI ON 888/ 323-6750
JI'M CROMLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSCORPTI ON 888/ 323-6750
JI' M CROMLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSCORPTI ON 888/ 323- 6750
JI M CROALEY 312/ 467- 6750
DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSORPTI ON 888/ 323-6750
JI M CRONLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSCORPTI ON 888/ 323-6750
JI'M CRONLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSCORPTI ON 888/ 323- 6750
JIM CROANLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

WORK AREA PROTECTI ON (SOl )
800/ 327- 4417 OR 630/ 377-9100

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

12/ 14/ 06

01/ 08/ 09

03/ 08/ 07

08/ 10/ 95

07/ 09/ 09

01/ 08/ 09

03/ 08/ 01

07/ 14/ 11

12/ 14/ 06

PRCDUCT

3436

3437

1364

3872

1572

2413

4414

2907

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE W TH SAMPLI NG, TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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LOWN MAI NTENANCE UNI T.
TESTED FOR | MPACT SPEEDS UP TO
45 MPH NARRON CR W DE APPS.

LOW MAI NTENANCE

TESTED FOR | MPACT SPEEDS UP TO
45 MPH. LOW MAI NTENANCE.

TESTED FOR | MPACT SPEEDS UP TO
100KPH 60MPH.  LOW MAI NTENANCE.

TESTED FOR | MPACT SPEEDS TO
60 MPH.

PROTECT ROADSI DE AND MEDI AN
OBSTACLES AND HAZARDS. TESTED
FOR | MPACT SPEEDS TO 60 MPH.
LOW MAI NTENANCE

11 BAY SYSTEM TESTED FOR
| MPACT SPEEDS TO 100KPH 60MPH.
LOW MAI NTENANCE.

8 BAY SYSTEM TESTED FOR
| MPACT SPEEDS TO 100KPH 60MPH.
LOW MAI NTENANCE.

LOW MAI NTENANCE UNIT.

TESTED FOR | MPACT SPEEDS UP TO
60 MPH NARRON CR W DE APPS.
LENGTH: 21' 6" + TRANSI TI ON.

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00830.00

00830.

00830.

00830.

00830.

00830.

00840.

00840.

00840.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

00

00

00

00

00

10

10

10

Q

| MPACT ATTENUATCR, J *
NO GORE LOCATI ON >25K ADT
NCHRP 350 TL-3

I MPACT ATTENUATOR, K
PERVANENT, W DE

NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

| MPACT ATTENUATOR, L
PERVANENT, NARROW & W DE
NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

I MPACT ATTENUATOR, M
PERVANENT

NCHRP 350 TL-3

RE- DI RECTI VE, NON GATI NG

I MPACT ATTENUATOR, M
PERVANENT, NARROW & W DE
NCHRP 350 TL-2

RE- DI RECTI VE, NON- GATI NG

I MPACT ATTENUATOR, M
PERVENENT

NCHRP 350 TL-3

RE- DI RECTI VE, NON- GATI NG

DELI NEATOR - TYPE 1

DELI NEATOR - TYPE 1U

DELI NEATOR - TYPE 2

APPROVED.
= QUALI FI ED.

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

REACT 350- W DE (TL3)

(60", 96", & 120" OBSTACLES)

QUAD- GUARD HS

2005 FASTRACC

UNI VERSAL TAU- I |

(HS)

QUEST 115 SYSTEM

FRANKLI N DELI NEATCRS TYPE 1

FRANKLI N DELI NEATORS TYPE 1U

CURV- FLEX ROADVARKER CFRM 400

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
TRINITY | NDUSTR ES, | NC
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943-9559
RANDY CLSON 800/ 772- 7976

ENERGY ABSORPTI ON 888/ 323-6750
JI M CROMNLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

ENERGY ABSCORPTI ON 888/ 323- 6750
JI'M CROMLEY 312/ 467- 6750

DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

TRINITY I NDUSTRIES, | NC.
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943-9559
RANDY OLSON 800/ 772- 7976

BARRI ER SYSTEMS 707/ 374-6800
BYRON WEST 541/ 899- 0888
ZUVAR 800/ 426- 7967

ENERGY ABSCORPTI ON 888/ 323-6750
JI' M CROMNLEY 312/ 467- 6750
DAN MOCARTHY 760/ 518-9929
CORAL SALES 800/ 538- 7245

FRANKLI N | NDUSTRI ES
814/ 437- 3726
TRAFFI C SAFETY 800/ 547- 8518

FRANKLI N | NDUSTRI ES
814/ 437- 3726
TRAFFI C SAFETY 800/ 547- 8518

CARSONI TE I NC. 800/ 648- 7974
KEI TH LEW S 503/ 661- 9698
TRAFFI C SAFETY 800/ 547- 8518
WBA - VEES YOCKEY 503/ 407- 2168

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

07/ 09/ 09

03/ 08/ 07

01/ 08/ 09

11/ 10/ 05

03/ 12/ 09

11/ 08/ 07

11/16/ 00

11/ 16/ 00

05/ 01/ 88

2587

2570

3156

2961

3555

2209

2210

1503

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

PAGE 91

HDPE SI DE PANELS AND RCUNDED
FRONTAL NOSE PI ECE.

DAVAGE FROM SI DE | MPACTS COULD
BE H GHER THAN LOW NAI NT.

TESTED FOR | MPACT SPEEDS UP TO
60 MPH  EARLI ER VERSI ON HAD
PROBLEMS, BUT THI S OK. P-1826.
LOW MAI NTENANCE.

9 BAY SYSTEM TESTED FOR
| MPACT SPEEDS TO 113KPH 70MPH.
LOW MAI NTENANCE

TESTED FOR | MPACT SPEEDS UP TO
70 MPH 25" 8" LONG
30" WDE

FHWA APPROVED

TESTED FOR | MPACT SPEEDS UP TO
70 MPH.

MET QUR REQUI REMENTS FCR RAI L
STEEL.

MET OUR REQUI REMENTS FCR RAI L
STEEL.

PULTRUDED
FI ELD MEASURE LENGTHS, SEE
SEE STANDARD DRAW NG

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00840.

00840.

00840.

00840.

00840.

00840.

00840.

00840.

00840.

*LIST " A

10

10

10

10

10

10

10

10

10

**LIST ' Q

LI ST PUBLI SHED BY:

CATEGORY
DELI NEATCR - TYPE
DELI NEATOR - TYPE
DELI NEATOR - TYPE
DELI NEATOR - TYPE

DELI NEATOR - TYPE
GUARDRAI L VERSI ON

DELI NEATOR - TYPE
GUARDRAI L VERSI ON

DELI NEATOR - TYPE
GUARDRAI L VERSI ON

DELI NEATOR - TYPE
BARRI ER MARKER

DELI NEATOR - TYPE
BARRI ER MARKER

APPROVED.
= QUALI FI ED.

4 ALT 1

4 ALT 1

4 ALT 1

CDOT' CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

FLEXSTAKE MODEL 600

ROADVARKER CRM 375

SAFE-H T, TYPE II

SAFE-H T, TYPE I 11

CURV- FLEX ROADVARKER CFGR 427

FLEXI - QU DE 527

(FG 527)

TD9100 MODEL 510242 GUARDFLEX

ASTRO CPTICS JD'1 & JD2

PCBM- 9CM BARRI ER REFLECTCR

ODOT MATERI ALS LAB; 800 Al RPCRT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
FLEXSTAKE, | NC. 800/ 348-9839
JI'M ZADRONZNY
PUBLI C WORKS SUPPLY
800/ 754- 6551

CARSONI TE | NC. 800/ 648- 7974
KEI TH LEW S 503/ 661- 9698
TRAFFI C SAFETY 800/ 547- 8518
WBA - VIEES YOCKEY 503/ 407- 2168

SAFE-H T CORP. 888/323- 6374
DAN MOCARTHY 760/ 518-9929

SAFE H T CORP. 888/ 323- 6374
DAN MOCARTHY 760/ 518-9929

CARSONI TE | NC. 800/ 648- 7974
KEI TH LEW S 503/ 661- 9698
TRAFFI C SAFETY 800/ 547- 8518
WBA - VEES YOCKEY 503/ 407- 2168

PEXCO LLC - DAVI DSON TRAFFI C
CORP: 877/ 335-4638

BI LL DALY 408/ 431- 8689

TRAFFI C SAFETY 800/ 547- 8518

THREE D TRAFFI C WORKS
877/ 843- 9757

ASTRO OPTI CS LLC 847/ 488- 9151
GARY KI NBERG 847/ 951-3915

PEXCO LLC - DAVI DSON TRAFFI C
CCRP: 877/ 335-4638

BI LL DALY 408/ 431- 8689

TRAFFI C SAFETY 800/ 547- 8518

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

10/ 11/01

05/ 01/ 88

05/ 01/ 88

05/ 01/ 88

11/ 14/ 96

07/ 09/ 98

04/ 14/ 05

06/ 09/ 11

08/ 10/ 00

PRCDUCT

NUMBER

1504

1029

1030

1591

1636

2696

726

2267

LI ST

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FIELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 92

PLASTI C ANCHOR, USE H NCGE.

USE H. I. SHEETING FIELD
MEASURE LENGTHS, SEE STANDARD
DRAW NG

FI ELD MEASURE LENGTHS, SEE
STANDARD DRAW NG

ROUND TUBE W FLAT FACE. GALV
DRI VEN ANCHOR  TW ST/ PI N LOCK.
FI ELD MEASURE LENGTHS, SEE
STANDARD DRAW NG

ROUND TUBE W ROUND FACE. 18"
GALV ANCHOR. TW ST/ PI N LOCK.
FI ELD MEASURE LENGTHS, SEE
STANDARD DRAW NGS

THE STANDARD DRW REQUI RES
4 LAG SCREWS TO ANCHOR UNI'T.

NTPEP TEST DATA LOOKED GOOD
FOR STAND ALONE APPLI CATI ONS.

PRI SMATI C LENS ON PLASTI C
MARKER. JD-1: SI DE MOUNT,
JD-2: TCP MOUNT.

PRI SMATI C PLASTIC UNI TS
MOUNTED ON FRONT OF PLASTIC
FLANGE.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

00840.

00840.

00840.

00840.

00850.

00850.

00855.

00855.

00855.

10

10

10

10

00

00

00

00

00

*LIST " A

**L| ST !
LI ST PUBLI SHED BY:

Q

DELI NEATOR - TYPE 6
BUTTERFLY

DELI NEATOR - TYPE 6
BUTTERFLY

DELI NEATCR - TYPE 6
BUTTERFLY FOR GUARDRAI L

DELI NEATOR REFLECTOR
CENTER MOUNT
FOR TYPES 1, 1U, & 4A2

REFLECTI VE ELEMENTS
FOR PAVEMENT NARKI NGS
RECYCLED - REQULAR

REFLECTI VE ELEMENTS
FOR PAVEMENT NARKI NGS
THERMCPLASTI C

MARKER ADHESI VE - Bl TUM N

FLEXI BLE

MARKER ADHESI VE - BI TUM N

FLEXI BLE

MARKER ADHESI VE - Bl TUM N

STANDARD

APPROVED.
QUALI FI ED.

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FI ED LI ST -

BUTTERFLY GR MARKER MCDEL 8BO
H AND DG SHEETI NG

BUTTERFLY GR MARKER MODEL 8GO

H AND DG SHEETI NG

ASTRO CPTICS AGR-1 & AGR-2

ASTRO OPTI CS RT- 90

POTTERS M247 TYPE 1

SWARCO 3130 BLEND

CRAFCO FLEXI BLE BI T ADHESI VE

FORMULA #34270

HENRY # 184 FLEXI BLE DOTSTI CK

CRAFCO BI TUM NQUS ADHESI VE
FORMULA #34269

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
PEXCO LLC - DAVI DSON TRAFFI C
CORP: 877/ 335-4638
Bl LL DALY 408/ 431- 8689
TRAFFI C SAFETY 800/ 547- 8518

PEXCO LLC - DAVI DSON TRAFFI C
CORP: 877/ 335-4638

Bl LL DALY 408/ 431- 8689

TRAFFI C SAFETY 800/ 547- 8518

ASTRO OPTI CS LLC 847/ 488- 9151
GARY KI NBERG 847/ 951-3915

ASTRO COPTICS LLC 847/ 488- 9151
GARY Kl NBERG 847/ 951-3915

POTTERS | NDUSTRI ES, | NC.
503/ 266- 7814
303/ 375- 1293

SWARCO | NDUSTRI ES 931/ 388-5900
VMARK COLOVBO: 314/ 729-7197

MFG 254/ 562- 9879

TECH: 314/ 729-7197

CRAFCO | NC. 800/ 528- 8242
GREG SHARP 503/ 284-4330

HENRY CO. 800/ 851- 1131
ALPI NE PRODUCTS 800/ 591-9566

CRAFCO | NC. 800/ 528- 8242
GREG SHARP 503/ 284-4330

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

06/ 09/ 11

06/ 09/ 11

06/ 09/ 11

06/ 09/ 11

12/ 14/ 95

10/ 14/ 10

06/ 09/ 05

06/ 09/ 05

05/ 08/ 97

PRCDUCT

NUVBER LI ST

4343 A
4344 A
3136 A
3851 A
1448 A
3893 A
2853 Q
2876 Q
238 Q

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWLI ANCE CERTS AS NEELCED.

PAGE 93

BOLTED ON VERSI ON

GLUED ON VERSI ON

PLASTIC UNN'T THAT FITS IN THE
W SHAPE CF THE GUARDRAI L.

PLASTI C PRI SVMATI C REFLEX UNI'T.
NOT FOR FLEXI BLE DELI NEATCRS.
RCOUND.

AASHTO M247-TYPE 1.
5 LB CF BEADS PER GAL OF PAINT
FOR CDOT VAl NTENANCE:

DESI GNED W TH A COATI NG THAT
IS GOCD W TH THERMOPLASTI C
MARKI NGS.

K - PERMJOBS. NOTI FOR
TEMPORARY | NSTALLATI ONS.
TEST BY LOT.

X - PERMJCBS. NOT FOR
TEVPORARY | NSTALLATI ONS.
TEST BY LOT.

K - PERM JOBS BI D UNTIL 1/06.
OK - TEMP JOBS, NO DATE LIMT.
TEST BY LOT, BUT TESTI NG NOT

NEEDED FOR TEMPORARY PRQJECTS.

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00855.

00855.

00855.

00855.

00855.

00855.

00855.

00855.

00

00

00

00

00

00

00

00

*LIST " A

**LIST !
LI ST PUBLI SHED BY:

Q

CATEGORY
MARKER ADHESI VE - BI TUM N
STANDARD
MARKER ADHESI VE - BI TUM N
STANDARD
MARKER ADHESI VE - EPOXY
MARKER ADHESI VE - EPOXY

PAVEMENT MARKER, RECESSED
TYPE 1AR, REFLECTORI ZED.

PAVEMENT MARKER, RECESSED
TYPE 1AR, REFLECTORI ZED.

PAVEMENT MARKER, TYPE 1
REFLECTORI ZED, RAI SED

PAVEMENT MARKER, TYPE 1
REFLECTCRI ZED, RAI SED

PAVEMENT MARKER, TYPE 1
REFLECTCRI ZED, RAI SED

= APPROVED.
= QUALI FI ED.

CDOT' CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

EVERGRI P- OR # 172542

HENRY # 193 DOT STI CK ADHESI VE

PCLY- CARB MARK 29. 9

PCLYCARB MARK 29

STI MBONI TE 944P

STI MBONI TE 948

RAY- O LI TE ALL ACRYLIC

VH TE: #AAIW YELLOWN #AA2A

STI VBONI TE 88

STI MSONI TE 911

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
@QULF STATES ASPHALT CO
VERNON TURNER 800/ 662- 0987

HENRY CO. 800/ 851- 1131
ALPI NE PRODUCTS 800/ 591-9566

PCLY- CARB 800/ 225- 5649
DAN PATACCA 216/ 536- 7777

PCLY- CARB 800/ 225- 5649
DAN PATACCA 216/ 536- 7777

ENNI' S TRAFFI C SAFETY SCLUTI ONS
800/ 331- 8118

ENNI' S TRAFFI C SAFETY SOLUTI ONS
800/ 331- 8118

RAY-O-LITE, DIV OF PAC TEC
800/ 848- 7025

ALPI NE PRODUCTS 253/ 838-4318
TRAFFI C SAFETY 800/ 547- 8518

ENNI S TRAFFI C SAFETY SCLUTI ONS
800/ 331- 8118

ENNI S TRAFFI C SAFETY SCLUTI ONS
800/ 331- 8118

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

09/ 14/ 00

10/ 09/ 08

05/12/11

07/ 14/ 05

12/ 13/ 07

12/ 13/ 08

12/ 09/ 99

12/ 13/ 07

12/ 13/ 07

PRCDUCT

NUMBER

2803

4361

2476

633

148

529

693

629

LI ST

Q

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  MAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED.

PAGE 94

K - PERM JOBS BI D UNTIL 1/ 06.
K - TEMP JOBS, NO DATE LIMT.
TEST BY LOT, BUT TESTI NG NOT

NEEDED FCR TEMPORARY PRQOJECTS.

K - PERM JCBS BI D UNTIL 1/06.
OK - TEMP JOBS, NO DATE LIMT.
TESTI NG NOT' NEEDED FOR TEMP
PRQJECTS.

SIZE: 2" X 4" X .5".
EPOXY OR BI T ADHESI VE.
GLASS FACED. RECESSED QONLY.

2.3X 4.7X .52", ROUND CORNERS
EPOXY OR BI T ADHESI VE.
G@ASS FACE ON REFLECTOR

SIZE: 4" X 4" X .7".
BI T OR EPOXY ADHESI VES.
LABS 91- 7335 AND 91-7336

SIZE 4" X 4" X .7".
EPOXY OR BI T ADHESI VE.
SAME AS MODEL 911 BUT WO
GLASS FACE.

SIZE: 4" X 4" X .7".
EPOXY OR BI T ADHESI VE.
MODEL 911 HAS GLASS FACE.

NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00855.

00855.

00855.

00855.

00856.

00856.

00856.

00856.

00

00

00

00

10

10

10

10

*LIST ' A

**LIST !
LI ST PUBLI SHED BY:

Q

PAVEMENT MARKER, TYPE 1

REFLECTCRI ZED, RAI SED

PAVEMENT MARKER, TYPE 1AR

REFLECTORI ZED, RAI SED,
ABRASI VE RESI STANT

PAVEMENT MARKER, TYPE 1AR

REFLECTCORI ZED, RAI SED,
ABRASI VE RESI STANT

PAVEMENT MARKER, TYPE 1AR

REFLECTCRI ZED, RAI SED,
ABRASI VE RESI STANT

PAVEMENT MARKER, TYPE 2

NON- REFLECTORI ZED

MARKER, TUBULAR, SURF MID

PERVANENT

MARKER, TUBULAR, SURF MID

PERVANENT

MARKER, TUBULAR, SURF MID

PERVANENT

MARKER, TUBULAR, SURF MID

PERVANENT

APPROVED.
QUALI FI ED.

CDOT CONSTRUCTI OV MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

STI MSONI TE 948

RAY- G LI TE ALL ACRYLIC ARC |1

WH TE: ARCIW YELLOW ARC2A

STI MSONI TE 911

STI MBONI TE 948

DI AMOND BACK - POLYPROPYLENE

TD5200-526859WFB/ 526859YFB

TD5200- 526950WB

TC5200-526963YFB

TD5200-527223WFB/ 527223YFB

ODCT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
ENNI' S TRAFFI C SAFETY SOLUTI ONS
800/ 331- 8118

RAY-O-LITE, DV CF PAC TEC
800/ 848- 7025

ALPI NE PRODUCTS 253/ 838-4318
TRAFFI C SAFETY 800/ 547- 8518

ENNI' S TRAFFI C SAFETY SCLUTI ONS
800/ 331- 8118

ENNI' S TRAFFI C SAFETY SOLUTI ONS
800/ 331- 8118

| NTERSTATE SALES
800/ 237- 7245

THREE D TRAFFI C WORKS
877/ 843- 9757

THREE D TRAFFI C WORKS
877/ 843- 9757

THREE D TRAFFI C WORKS
877/ 843- 9757

THREE D TRAFFI C WORKS
877/ 843- 9757

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

12/ 13/ 08

12/ 09/ 99

12/ 13/ 07

12/ 12/ 08

09/13/01

04/ 14/ 11

04/ 14/ 11

04/ 14/ 11

04/ 14/ 11

PRCDUCT

NUMBER

529

629

148

2235

3598

3706

3707

3596

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 95

2.3X 4.7X . 52", ROUND CCRNERS
EPOXY OR BI' T ADHESI VE.
GLASS FACE ON REFLECTCR

ABRASI VE RESI STANT VERSION | S
MARKED WTH " ARC".

BI T OR EPOXY ADHESI VE.

SIZE: 4" X 4" X .7".

SIZE: 4" X 4" X .7".

EPOXY OR BI T ADHESI VE.
MODEL 911 HAS GLASS FACE.

2.3X 4.7X . 52", ROUND CORNERS
EPOXY OR BI T ADHESI VE.
GLASS FACE ON REFLECTCR

APPROVED FOR USE W TH

Bl TUM NQUS ADHESI VES QO\LY.

I'S ON CALTRANS & WSDOT QPL' S.
4" DI AVETER

28" TALL

VWH TE - 36" TALL

YELLOW- 36" TALL

48" TALL

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00860.

00860.

00860.

00860.

00860.

00860.

00860.

00860.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

00

00

00

00

00

00

00

00

Q

LONG TUDI NAL PAI NT
WATERBORNE

LONG TUDI NAL PAI NT
WATERBORNE

LONG TUDI NAL PAI NT
WATERBORNE

LONG TUDI NAL PAI NT
WATERBCORNE

LONG TUDI NAL PAI NT
WATERBORNE

LONG TUDI NAL PAI NT
WATERBORNE

LCONG TUDI NAL PAI NT
WATERBORNE

LONG TUDI NAL PAI NT
WATERBORNE

LCONG TUDI NAL PAI NT
WATERBORNE

APPROVED.
= QUALI FI ED.

ODOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

COLUMBI A 17-123 CC

COLUMBI A 17-123 VW

DURALI NE 2000 (2706 RESIN) WHI
WAS TMI' PATHWAY ORO5VG

DURALI NE 2000 (2706 RESIN) YEL
WAS TMI' PATHWAY CRO5Y7

DURALI NE 2000 (3427 RESIN) WHI
WAS TMI' PATHWAY OR95WB- 1

DURALI NE 2000 (3427 RESIN) YEL

WAS TMI' PATHWAY OR95Y7-1

ENNIS CRW-21-M-1

ENNIS ORW-21- M2

ENNIS ORW-21-M-3

ODOT MATERI ALS LAB; 800 Al RPORT RD SE;, SALEM CR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
COLUMBI A PAI NT
A DV OF SHERWN W LLI AVB
NEAL SHERVERHORN 832/ 444- 9168

COLUMBI A PAI NT
A DV OF SHERWN W LLI AVS
NEAL SHERVERHORN 832/ 444- 9168

ENNI S TRAFFI C SAFETY SCLUTI ONS
800/ 331- 8118

ENNI' S TRAFFI C SAFETY SCLUTI ONS
800/ 331- 8118

JOHN STEFANI 503-569-0332

ENNI' S TRAFFI C SAFETY SCLUTI ONS
800/ 331- 8118

JOHN STEFAN 503-569-0332

ENNI S TRAFFI C SAFETY SCLUTI ONS
800/ 331- 8118

JOHN STEFAN 503-569-0332

ENNI'S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI'S PAI NT 800/ 331- 8118

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

07/14/ 11

07/ 14/ 11

08/11/11

08/11/11

08/11/11

08/11/11

11/ 16/ 00

11/ 16/ 00

12/ 12/ 02

2364

1390

1390

1916

1916

2361

2363

2736

MAY BE USED W THCOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 96

I NSTANT DRY ACRYLI C LATEX
YELLOW

TEST DECK 73000042-99
SERVI CE LI FE | NDEX=54

I NSTANT DRY ACRYLI C LATEX
VWH TE

TEST DECK 73000042-99
SERVI CE LI FE | NDEX=120

WATERBORNE TRAFFI C PAI NT USI NG
ROHM AND HAAS 2706 RESIN.

VWH TE. CONTRCL ON 1999 TEST
DECK - SERVI CE LI FE | NDEX=89

WATERBORNE TRAFFI C PAI NT USI NG
ROHM AND HAAS 2706 RESI N
YELLOW CONTRCL ON 1999 TEST
DECK - SERVI CE LI FE | NDEX=1

WATERBORNE TRAFFI C PAI NT USI NG
ROHM AND HAAS 3427 RESIN.

WH TE. CONTROL ON 2001 TEST
DECK - SERVI CE LI FE | NDEX=42

WATERBCRNE TRAFFI C PAI NT USI NG
ROHM AND HAAS 3427 RESI N.
YELLOW CONTRCL ON 2001 TEST
DECK - SERVI CE LI FE | NDEX=41

VWH TE WATERBCRNE TRAFFI C PAI NT
TEST DECK 73000042-99
SERVI CE LI FE | NDEX=138

VWH TE WATERBORNE TRAFFI C PAI NT
TEST DECK 73000042-99
SERVI CE LI FE | NDEX=121

TEST DECK 73000029-01
SERVI CE LI FE | NDEX= 76

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00860.

00860.

00860.

00860.

00860.

00860.

00865.

00865.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

00

00

00

00

00

00

00

00

Q

APPROVED.
= QUALI FI ED.

LONG TUDI NAL PAI NT
WATERBORNE

LONG TUDI NAL PAI NT
WATERBORNE

LONG TUDI NAL PAI NT
WATERBORNE

LONG TUDI NAL PAI NT
WATERBORNE

LONG TUDI NAL PAI NT
WATERBORNE

LONG TUDI NAL PAI NT
WATERBORNE

LCONG TUDI NAL PAI NT
WATERBORNE

LONG TUDI NAL NMARKI NGS -

METHOD A
METHYL METHACRYLATE

LONG TUDI NAL MARKI NGS -

METHCD A
METHYL METHACRYLATE

APPROVED LI ST -
QUALI FIED LI ST -

ENNIS ORW-21- M4

ENNIS CRY-21-M1

ENNI'S CRY-21-M4

ORY- 21-M 2

ORY-21-M 3

TMI' PATHWAY G600V

TMI PATHWAY (G600Y3

DURASET 3 - WH TE (999441W1)

DURASET 3 - WHI TE (9994412)

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI'S TRAFFI C SAFETY SCQLUTI ONS
800/ 331- 8118

ENNI S TRAFFI C SAFETY SCLUTI ONS
800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118
KLYNE MCCARTY 800/ 331-8118 111
JOHN STEFAN 503-569-0332

ENNI'S PAI NT 800/ 331- 8118
KLYNE MCCARTY 800/ 331-8118 111
JOHN STEFANI 503-569-0332

ENNI' S PAI NT 800/ 331- 8118

ENNI'S PAI NT 800/ 331- 8118

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

12/12/ 02

11/ 16/ 00

12/ 12/ 02

08/11/11

08/11/11

04/ 13/ 06

04/ 13/ 06

11/ 12/ 09

11/ 12/ 09

2360

2737

2362

2738

2371

2369

3068

3069

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  MAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB;, 800 Al RPORT RD SE; SALEM OR 97301-4798,
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TEST DECK 73000029-01
SERVI CE LI FE | NDEX= 64
DAS BI D 3057, EXP 3/18/06

YELLON WATERBCRNE TRAFFI C PNT.
TEST DECK 73000042-99

SERVI CE LI FE | NDEX=109

DAS BI D 3057, EXP 3/18/06

TEST DECK 73000029-01
SERVI CE LI FE | NDEX= 55

YELLOWN WATERBORNE TRAFFI C
PAI NT

TEST DECK 73000042-99
SERVI CE LI FE | NDEX=101

TEST DECK 73000029-01
SERVI CE LI FE | NDEX= 54

FAST DRY ACRYLI C WATERBORNE
VH TE

TEST DECK 73000042-99

SERVI CE LI FE | NDEX=126

FAST DRY ACRYLI C WATERBCRNE
YELLOW

TEST DECK 73000042-99

SERVI CE LI FE | NDEX=79

TESTED ON ROUTE 22 8/17/04 #1.
CODE:  999441W1

TESTED ON ROUTE 22 8/17/04 #2.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



ODOT' CONSTRUCTI ON MATERI ALS  SECTI ON PAGE 98
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012

STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT

SPEC NO. CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeea-- REMARKS- - - ---------

00865. 00 LONG TUDI NAL MARKI NGS - A DURASET 3 - WH TE (999441\B) ENNI' S PAI NT 800/ 331- 8118 11/ 12/ 09 3070 Q TESTED ON ROUTE 22 8/17/04 #3.
METHCD A
METHYL METHACRYLATE

00865. 00 LONG TUDI NAL MARKI NGS - A DURASET 3 - YELLOW (999441Y1) ENNI' S PAI NT 800/ 331- 8118 11/ 12/ 09 3073 Q TESTED ON ROUTE 22 8/17/04 #6.
METHCD A
METHYL METHACRYLATE

00865. 00 LONG TUDI NAL MARKI NGS - A DURASET 3 - YELLOW (999441Y2) ENNI' S PAI NT 800/ 331- 8118 11/ 12/ 09 3074 Q TESTED ON ROUTE 22 8/17/04 #7.
METHCD A
METHYL METHACRYLATE

00865. 00 LONG TUDI NAL MARKI NGS - A DURASET 3 - YELLOW (999441Y3) ENNI' S PAI NT 800/ 331- 8118 11/ 12/ 09 3075 Q TESTED ON ROUTE 22 8/17/04 #8.
METHCD A
METHYL METHACRYLATE

00865. 00 LONG TUDI NAL MARKI NGS - A DURASET TYPE 3 (999441- \BA) ENNI' S PAI NT 800/ 331- 8118 05/ 13/ 10 4012 Q TESTED ON ROUTE 22 2007 #78
METHCD A
MVA

00865. 00 LONG TUDI NAL MARKINGS - A DURASET TYPE 3 (999441- Y3A) ENNI' S PAI NT 800/ 331- 8118 05/ 13/ 10 4015 Q TESTED ON ROUTE 22 2007 #92
METHCD A
MVA

00865. 00 LONG TUDI NAL MARKINGS - A AQUALI TE - WHI TE (884411) ENNI'S PAI NT 800/ 331- 8118 09/ 09/ 10 1348 Q THERMOPLASTI C LI NE W TH BUMPS
METHOD A BEADS: SWARCO 3130
THERMOPLASTI C

00865. 00 LONG TUDI NAL MARKI NGS - A AQUALI TE - YELLOW (885301) ENNI' S PAI NT 800/ 331- 8118 09/ 09/ 10 3081 Q TESTED ON ROUTE 22 8/17/04 #14
METHOD A BEADS: SWARCO 3130
THERMOPLASTI C, LEAD FREE

00865. 00 LONG TUDI NAL MARKINGS - A RAI'NLI NE RAINLI NE CORP 334/ 277- 0237 07/ 13/ 06 1166 Q BEADS: 1ST- SWARCO 3130 BLEND.
METHOD A VWH TE: RLOR 1W YELLOW RLOR-1Y MAC MARCATO 800/ 844- 0297 2ND- AASHTO M47 TYFE 2.

THERMOPLASTI C, LEAD FREE

*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



00865. 00

00865. 00

00865. 00

00865. 00

00865. 00

00865. 00

00865.00

00865. 00

*LIST "A =
**LIST ' Q

APPROVED.

= QUALI FI ED.
LI ST PUBLI SHED BY:

LONG TUDI NAL MARKI NGS -
MVETHOD A
THERMOPLASTI C, LEADEC

LONG TUDI NAL NMARKI NGS -
METHCD A
THERMOPLASTI C, LEADED

LONG TUDI NAL NMARKI NGS -
METHOD A
THERMOPLASTI C, LEADED

LONG TUDI NAL NMARKI NGS -
METHOD B
METHYL METHACRYLATE

LONG TUDI NAL NMARKI NGS -
METHOD B
METHYL METHACRYLATE

LONG TUDI NAL NMARKI NGS -
METHCD B
METHYL METHACRYLATE

LONG TUDI NAL MARKI NGS -
METHCD B
METHYL METHACRYLATE

LONG TUDI NAL NMARKI NGS -
METHCD B
METHYL METHACRYLATE

LCONG TUDI NAL MARKI NGS -
METHCD B
METHYL METHACRYLATE

ODOT CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

AQUALI TE - YELLOW (885296)

BRI TE- LI NE PRCFI LE THERMO

W HAE07801; Y: HYEO7701

BRI TE- LI NE PRCFI LE THERMO B

W HWEO7801B; Y. HYEO07701B

DURASET 3 - WHITE (999441W)

DURASET 3 - WHI TE (999441\2)

DURASET 3 - WH TE (999441\B)

DURASET 3 - YELLOW (999441Y1)

DURASET 3 - YELLOW (999441Y2)

DURASET 3 - YELLOW (999441Y3)

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER

ENNI' S PAI NT 800/ 331- 8118

BRI TE- LI NE TECH: 888/ 375- 1293
GORDON Sl LL 720/ 473- 6217

PAT DONNELLY: 916/ 691-1248

Bl LL JUBAK: 702/ 649- 9223

BRI TE- LI NE TECH. 888/ 375- 1293
GORDON Sl LL 720/ 473- 6217

PAT DONNELLY: 918/691-1248

Bl LL JUBAK: 702/ 649- 9223

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

09/ 09/ 10

07/ 08/ 10

06/ 10/ 10

11/ 12/ 09

11/ 12/ 09

11/ 12/ 09

11/ 12/ 09

11/ 12/ 09

11/ 12/ 09

1347

4161

3068

3069

3070

3073

3074

3075

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 99

THERMOPLASTI C LI NE W TH BUWPS
BEADS: SWARCO 3130

AASHTO TYPE 1 BEADS.
LEADED YELLOW
WAS VI BRALI NE.

BEADS: SWARCO 3130
LEADED YELLOW

TESTED ON ROUTE 22 8/17/04 #1.

CODE: 999441W

TESTED ON ROUTE 22 8/17/04 #2.

TESTED ON ROUTE 22 8/17/04 #3.

TESTED ON ROUTE 22 8/17/04 #6.

TESTED ON ROUTE 22 8/17/04 #7.

TESTED ON ROUTE 22 8/17/04 #8.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



CDOT CONSTRUCTI ON MATERI ALS  SECTI ON PAGE 100
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQU RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012

STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT

SPEC NO. CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeea-- REMARKS- - - ---------

00865. 00 LONG TUDI NAL MARKI NGS - B DURASTRI PE PLUS TYPE 111 -1(Y) ENNI' S PAI NT 800/ 331- 8118 01/14/10 2909 Q TEST DECK (' 03 LINES 9 & 10).
METHOD B MBE201 ( YELLOW
METHYL METHACRYLATE

00865. 00 LONG TUDI NAL MARKINGS - B DURASET TYPE 3 (999441-VBA) ENNI' S PAI NT 800/ 331- 8118 05/ 13/ 10 4012 Q TESTED ON ROUTE 22 2007 #78
METHCD B
MVA

00865. 00 LONG TUDI NAL MARKINGS - B DURASET TYPE 3 (999441- Y3A) ENNI' S PAI NT 800/ 331- 8118 05/ 13/ 10 4015 Q TESTED ON RQUTE 22 2007 #92
METHCD B
MVA

00865. 00 LONG TUDI NAL MARKINGS - B DURASET TYPE 5 (999655-\W) ENNI' S PAI NT 800/ 331- 8118 05/ 13/ 10 4013 Q TESTED ON ROUTE 22 2007 #81
METHCD B
MVA

00865. 00 LONG TUDI NAL MARKINGS - B DURASET TYPE 5 (999655- Y1) ENNI' S PAI NT 800/ 331- 8118 05/ 13/ 10 4014 Q TESTED ON ROUTE 22 2007 #89
METHCD B
VMVA

00865. 00 LONG TUDI NAL MARKINGS - B AQUALI TE - WHI TE (884411) ENNI' S PAI NT 800/ 331- 8118 09/ 09/ 10 1348 Q THERMCPLASTI C LI NE - FLAT
METHOD B BEADS: SWARCO 3130
THERMOPLASTI C

00865. 00 LONG TUDI NAL MARKINGS - B AQUALI TE - YELLOW (885301) ENNI' S PAI NT 800/ 331- 8118 09/ 09/ 10 3081 Q TESTED ON ROUTE 22 8/17/04 #14
METHCD B BEADS: SWARCO 3130
THERMOPLASTI C, LEAD FREE

00865. 00 LONG TUDI NAL MARKI NGS - B PERVALI NE - YELLOW (885300) ENNI' S PAI NT 800/ 331- 8118 09/ 09/ 10 3080 Q TESTED ON ROUTE 22 8/17/04 #13
METHOD B BEADS: SWARCO 3130
THERMOPLASTI C, LEAD FREE

00865. 00 LONG TUDI NAL MARKI NGS - B RAI'NLI NE RAINLI NE CORP 334/ 277- 0237 07/ 13/ 06 1166 Q BEADS: 1ST- SWARCO 3130 BLEND.
METHCOD B VWH TE: RLOR 1W YELLOW RLOR-1Y MAC MARCATO 800/ 844- 0297 2ND- AASHTO M47 TYPE 2.

THERMOPLASTI C, LEAD FREE

*LIST "A = APPROVED. MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
**LIST 'Q = QUALIFIED. USE WTH SAVMPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTNAG
LI ST PUBLI SHED BY: CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



00865.

00865.

00865.

00865.

00865.

00865.

00865.

00865.

00

00

00

00

00

00

00

00

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

LONG TUDI NAL MARKINGS - B

METHCD B
THERMOPLASTI C, LEADED

LONG TUDI NAL MARKINGS - B

METHCD B
THERMOPLASTI C, LEADED

LONG TUDI NAL MARKINGS - B

METHOD B
THERMOPLASTI C, LEADED

LONG TUDI NAL MARKINGS - B

METHCD B
THERMOPLASTI C, LEADED

LONG TUDI NAL MARKI NGS - B

METHCD B
THERMOPLASTI C, LEADED

LONG TUDI NAL MARKINGS - C

METHOD C
METHYL METHACRYLATE

LONG TUDI NAL MARKINGS - C

METHOD C
METHYL METHACRYLATE

LONG TUDI NAL MARKINGS - C

METHOD C
METHYL METHACRYLATE

LONG TUDI NAL MARKINGS - C

METHOD C
METHYL METHACRYLATE

APPROVED.
QUALI FI ED.

ODOT CONSTRUCTI ON/ MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

AQUALI TE - YELLOW (885296)

BRI TE- LI NE PRCFI LE THERMO
W HWE07801; Y: HYEO7701

BRI TE- LI NE PRCFI LE THERMD B
W HWEO7801B; Y. HYEO07701B

PERVALI NE - WH TE (884029)
PRI MERLESS

PERMALI NE - YELLOW ( 884093)

PRI MERLESS

DURASET 3 - WH TE (999441W1)

DURASET 3 - WH TE (999441\)

DURASET 3 - WH TE (999441\B)

DURASET 3 - YELLOW (999441Y1)

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

ENNI' S PAI NT 800/ 331- 8118

BRI TE- LI NE TECH: 888/ 375- 1293

GORDON Sl LL 720/ 473- 6217
PAT DONNELLY: 916/691-1248
Bl LL JUBAK: 702/ 649- 9223

BRI TE- LI NE TECH: 888/ 375- 1293

GORDON Sl LL 720/ 473- 6217
PAT DONNELLY: 918/691-1248
Bl LL JUBAK: 702/ 649- 9223

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

09/ 09/ 10

07/ 08/ 10

06/ 10/ 10

09/ 09/ 10

09/ 09/ 10

11/ 12/ 09

11/ 12/ 09

11/ 12/ 09

11/ 12/ 09

PRCDUCT

1347

4161

1778

1778

3068

3069

3070

3073

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 101

THERMOPLASTI C LI NE - FLAT
BEADS: SWARCO 3130

AASHTO TYPE 1 BEADS.
LEADED YELLOW
WAS VI BRALI NE.

BEADS: SWARCO 3130
LEADED YELLOW

MFG SAYS PRODUCT NMAY BE
APPLI ED WO PRI MER. 120
M LS AS SPECI FI ED.

BEADS: SWARCO 3130

MFG SAYS PRCDUCT MAY BE
APPLI ED WO PRI MER 120
M LS AS SPECI FI ED.

BEADS: SWARCO 3130

TESTED ON ROUTE 22 8/17/04 #1.

CODE:  999441W1

TESTED ON ROUTE 22 8/17/04 #2.

TESTED ON ROUTE 22 8/17/04 #3.

TESTED ON ROUTE 22 8/17/04 #6.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00865.

00865.

00865.

00865.

00865.

00865.

00865.

00865.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

00

00

00

00

00

00

00

00

Q

LONG TUDI NAL MARKI NGS
METHOD C
METHYL METHACRYLATE

LONG TUDI NAL MARKI NGS
METHCD C
METHYL METHACRYLATE

LONG TUDI NAL MARKI NGS
METHCD C
METHYL METHACRYLATE

LONG TUDI NAL MARKI NGS
METHOD C

METHYL METHACRYLATE
120 M LS

LONG TUDI NAL NMARKI NGS
METHOD C
MVA

LONG TUDI NAL MARKI NGS
METHCOD C
MVA

LONG TUDI NAL MARKI NGS
METHOD C
MVA

LONG TUDI NAL MARKI NGS
METHOD C
MVA

LONG TUDI NAL  MARKI NGS
METHOD C
THERMOPLASTI C

APPROVED.
QUALI FI ED.

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

DURASET 3 - YELLOW (999441Y2)

DURASET 5 - VHI TE (999655W

DURASTRI PE PLUS TYPE 111 -1(Y)

MBE201 ( YELLOW

DURASET 3 - YELLOW (999441Y3)

DURASET TYPE 3 (999441- i8A)

DURASET TYPE 3 (999441- Y3A)

DURASET TYPE 5 (999655- W)

DURASET TYPE 5 (999655- Y1)

AQUALI TE - WHI TE (884411)

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI'S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

ENNI' S PAI NT 800/ 331- 8118

(503) 986-30509.

NO SAMPLES CR TESTS REQU RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

11/ 12/ 09

01/14/10

01/ 14/ 10

11/ 12/ 09

05/ 13/ 10

05/ 13/ 10

05/13/10

05/ 13/ 10

09/ 09/ 10

2826

2909

3075

4012

4015

4013

4014

1348

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG, TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

PAGE 102

TESTED ON ROUTE 22 8/17/04 #7.

TESTED DECK ' 03 LINE 27 & 28.
CODE: 999655W CAT: 999655C
4:1 RATI O

TEST DECK (' 03 LINES 9 & 10).

TESTED ON ROUTE 22 8/17/04 #8.

TESTED ON ROUTE 22 2007 #78

TESTED ON RQUTE 22 2007 #92

TESTED ON ROUTE 22 2007 #81

TESTED ON ROUTE 22 2007 #89

THERMOPLASTI C LI NE- FLAT | NLAI D
BEADS: SWARCO 3130

NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTVAG
PLEASE REPORT ANY PROBLEMS USI NG THESE PRCDUCTS.



ODOT' CONSTRUCTI ON MATERI ALS SECTI ON
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS**

PAGE 103

JANUARY 2012

STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT

SPEC NO CATEGCORY PRCDUCT NANMVE ANDY OR MANUFACTURER DATE NUMBER LIST  --ecceceea-- REMARKS- - - ---------

00865. 00 LONG TUDI NAL MARKINGS - C RAI'NLI NE RAI NLI NE CORP 334/ 277- 0237 03/ 10/ 05 1166 Q BEADS: 1ST- SWARCO 3130 BLEND.
METHCD C VH TE: RLOR 1W YELLOW RLCR-1Y MAC MARCATO 800/ 844- 0297 2ND- AASHTO M247 TYPE 2.
THERMOPLASTI C, FLAT LI NE,
I NVERTED PRCFI LE & WAFFLE

00865. 00 LONG TUDI NAL MARKINGS - C AQUALI TE - YELLOW (885301) ENNI' S PAI NT 800/ 331- 8118 09/ 09/ 10 3081 Q TESTED ON ROUTE 22 8/17/04 #14
METHOD C BEADS: SWARCO 3130
THERMOPLASTI C, LEAD FREE

00865. 00 LONG TUDI NAL MARKINGS - C PERVALI NE - YELLOW (885300) ENNI' S PAI NT 800/ 331- 8118 09/ 09/ 10 3080 Q TESTED ON ROUTE 22 8/17/04 #13
METHOD C BEADS: SWARCO 3130
THERMOPLASTI C, LEAD FREE

00865. 00 LONG TUDI NAL MARKINGS - C RAI'NLI NE | NLAI D DOMES RAINLI NE CORP 334/ 277- 0237 01/ 12/ 06 1166 Q I NLAI D WAND WO BUWS AS REQ
METHOD C VWH TE: RLOR 1W YELLOW RLOR-1Y MAC MARCATO 800/ 844- 0297 BEADS: 1ST- SWARCO 3130 BLEND.
THERMOPLASTI C, LEAD FREE, 2ND- AASHTO M247 TYPE 2.
I NVERTED PRCFI LE & WAFFLE

00865. 00 LONG TUDI NAL MARKINGS - C AQUALI TE - YELLOW (885296) ENNI' S PAI NT 800/ 331- 8118 09/ 09/ 10 1348 Q THERMOPLASTI C LI NE- FLAT | NLAI D
METHOD C BEADS: SWARCO 3130
THERMOPLASTI C, LEADEC

00865. 00 LONG TUDI NAL MARKINGS - C BRI TE LI NE PRCFI LE THERMD BRI TE- LI NE TECH: 888/ 375- 1293 07/ 08/ 10 1347 Q AASHTO TYPE 1 BEADS.
METHCD C W HWE07801; Y: HYEO7701 GORDON Sl LL 720/ 473- 6217 LEADED YELLOW
THERMOPLASTI C, LEADED PAT DONNELLY: 916/691-1248 WAS VI BRALI NE.

Bl LL JUBAK: 702/ 649- 9223

00865. 00 LONG TUDI NAL MARKINGS - C BRI TE LI NE PRCFI LE THERMO B BRI TE- LI NE TECH: 888/ 375- 1293 06/ 10/ 10 4161 Q BEADS: SWARCO 3130
METHCOD C W HWEO7801B; Y: HYEO07701B GORDON Sl LL 720/ 473- 6217 LEADED YELLOW
THERMOPLASTI C, LEADED PAT DONNELLY: 918/691-1248

Bl LL JUBAK: 702/ 649- 9223

00865. 00 LONG TUDI NAL MARKINGS - C PERVALI NE - WH TE (884029) ENNI' S PAI NT 800/ 331- 8118 09/ 09/ 10 1778 Q MFG SAYS PRCDUCT MAY BE
METHOD C PRI MERLESS APPLI ED WO PR MER
THERMOPLASTI C, LEADED M LS AS SPECI FI ED.

BEADS: SWARCO 3130

00865. 00 LONG TUDI NAL MARKINGS - C PERVALI NE - YELLOW (884093) ENNI' S PAI NT 800/ 331- 8118 09/ 09/ 10 1778 Q MFG SAYS PRCDUCT MAY BE
METHOD C PRI MERLESS APPLI ED WO PRI MER
THERMOPLASTI C, LEADED M LS AS SPECI FI ED.

BEADS: SWARCO 3130
*LIST A = APPROVED. NAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG

LI ST PUBLI SHED BY:

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-30509.

PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



ODOT CONSTRUCTI ON MATERI ALS  SECTI ON PAGE 104
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *
JANUARY 2012

STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO. CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeea-- REMARKS- - - - - -------

00865. 00 LONG TUDI NAL MARKINGS - D RAI'NLI NE RAI NLI NE CORP 334/ 277- 0237 03/ 10/ 05 1166 Q BEADS: 1ST- SWARCO 3130 BLEND.
METHOD D VH TE: RLOR 1W YELLOW RLOR-1Y MAC MARCATO 800/ 844- 0297 2ND- AASHTO M247 TYPE 2.
THERMOPLASTI C, LEAD FREE
I NVERTED PRCFI LE

00865. 00 LONG TUDI NAL MARKI NGS - E RAI'NLI NE RAINLI NE CORP 334/ 277- 0237 03/ 10/ 05 1166 Q BEADS: 1ST- SWARCO 3130 BLEND.
METHOD E VWH TE: RLOR 1W YELLOW RLOR- 1Y MAC MARCATO 800/ 844- 0297 2ND- AASHTO M47 TYPE 2.
THERMOPLASTI C, LEAD FREE
I NVERTED PRCFI LE

00865. 00 LONG TUDI NAL MARKI NGS - F DURASET 3 - WH TE (999441W1) ENNI' S PAI NT 800/ 331- 8118 11/ 12/ 09 3068 Q TESTED ON ROUTE 22 8/17/04 #1.
METHOD F CODE:  999441WL
METHYL METHACRYLATE
120 M LS

00865. 00 LONG TUDI NAL MARKI NGS - F DURASET 3 - WH TE (999441\W2) ENNI' S PAI NT 800/ 331- 8118 11/ 12/ 09 3069 Q TESTED ON RQUTE 22 8/ 17/ 04 #2.
METHCD F
METHYL METHACRYLATE
120 M LS

00865. 00 LONG TUDI NAL MARKI NGS - F DURASET 3 - WH TE (999441VB) ENNI' S PAI NT 800/ 331- 8118 11/ 12/ 09 3070 Q TESTED ON ROUTE 22 8/17/04 #3.
METHCD F
METHYL METHACRYLATE
120 M LS

00865. 00 LONG TUDI NAL MARKI NGS - F DURASET 3 - YELLOW (999441Y1) ENNI' S PAI NT 800/ 331- 8118 11/ 12/ 09 3073 Q TESTED ON RQUTE 22 8/ 17/ 04 #6.
METHCD F
METHYL METHACRYLATE
120 M LS

00865. 00 LONG TUDI NAL MARKINGS - F DURASET 3 - YELLOW (999441Y2) ENNI' S PAI NT 800/ 331- 8118 11/12/09 3074 Q TESTED ON ROUTE 22 8/ 17/ 04 #7.
METHCD F
METHYL METHACRYLATE
120 M LS

00865. 00 LONG TUDI NAL MARKI NGS - F DURASET 3 - YELLOW (999441Y3) ENNI' S PAI NT 800/ 331- 8118 11/ 12/ 09 3075 Q TESTED ON RQJTE 22 8/17/ 04 #8.
METHCD F
METHYL METHACRYLATE
120 MLS

00865. 00 LONG TUDI NAL MARKINGS - F DURASET 5 - VHI TE (999655W ENNI' S PAI NT 800/ 331- 8118 01/14/10 2826 Q TESTED DECK ' 03 LINE 27 & 28.
METHOD F CODE: 999655W CAT: 999655C
METHYL METHACRYLATE 4:1 RATI O
120 M LS

*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
**LIST 'Q = QUALIFIED. USE WTH SAMPLING TESTING & OR QUALI TY COWPLI ANCE CERTS AS NEEDED. NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: CODOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



ODOT' CONSTRUCTI ON MATERI ALS SECTI ON PAGE 105
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FI ED LIST - ADD TI ONAL REQUI REMENTS* *

JANUARY 2012

STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCCUCT

SPEC NO. CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeea-- REMARKS- - - ---------

00865. 00 LONG TUDI NAL MARKI NGS - F DURASTRI PE PLUS TYPE V-1(Y) ENNI' S PAI NT 800/ 331- 8118 01/14/10 2913 Q TEST DECK (' 03 LINES 25 & 26).
METHCD F M6S201 ( YELLOW DI D OKAY ON TEST DECK.
METHYL METHACRYLATE
120 M LS

00865. 00 LONG TUDI NAL MARKI NGS - F DURASTRI PE PLUS TYPE V-3(W ENNI' S PAI NT 800/ 331- 8118 01/14/10 2914 Q TEST DECK (' 03 LINES 17 & 18).
METHOD F M6S103 (VHI TE) DI D OKAY ON TEST DECK.
METHYL METHACRYLATE
120 M LS

00865. 00 LONG TUDI NAL MARKI NGS - F DURASET TYPE 3 (999441- VBA) ENNI' S PAI NT 800/ 331- 8118 05/ 13/ 10 4012 Q TESTED ON RQUTE 22 2007 #78
METHCD F
MVA

00865. 00 LONG TUDI NAL MARKI NGS - F DURASET TYPE 3 (999441-Y3A) ENNI' S PAI NT 800/ 331- 8118 05/ 13/ 10 4015 Q TESTED ON ROUTE 22 2007 #92
METHCD F
MVA

00865. 00 LONG TUDI NAL MARKI NGS - F DURASET TYPE 5 (999655- W) ENNI' S PAI NT 800/ 331- 8118 05/ 03/ 10 4013 Q TESTED ON ROUTE 22 2007 #81
METHCD F
MVA

00865. 00 LONG TUDI NAL MARKINGS - F DURASET TYPE 5 (999655- Y1) ENNI' S PAI NT 800/ 331- 8118 05/ 13/ 10 4014 Q TESTED ON ROUTE 22 2007 #89
METHCD F
MVA

00865. 00 LONG TUDI NAL MARKINGS - F PERVALI NE - YELLOW (885300) ENNI' S PAI NT 800/ 331- 8118 09/ 09/ 10 3080 Q TESTED ON ROUTE 22 8/17/04 #13
METHOD F BEADS: SWARCO 3130
THERMOPLASTI C, LEAD FREE
120 M LS

00865. 00 LONG TUDI NAL MARKI NGS - F PERVALI NE - WH TE (884029) ENNI' S PAI NT 800/ 331- 8118 09/ 09/ 10 1778 Q MFG SAYS PRCDUCT MAY BE
METHCOD F PRI MERLESS APPLIED WO PRIMER 120
THERMOPLASTI C, LEADED M LS AS SPECI FI ED.
120 M LS BEADS: SWARCO 3130

00865. 00 LONG TUDI NAL MARKI NGS - F PERVALI NE - WH TE (884150) ENNI'S PAI NT 800/ 331- 8118 09/ 09/ 10 1778 Q MFG SAYS PRCDUCT MAY BE
METHCD F PRI MERLESS APPLI ED WO PRI MER 120
THERMOPLASTI C, LEADED M LS AS SPECI FI ED.
120 M LS BEADS: SWARCO 3130

*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: CODOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPCRT ANY PROBLEMS USI NG THESE PRCDUCTS.



STANDARD

00865.

00865.

00865.

00865.

00865.

00865.

00866.

00866.

00866.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

00

00

00

00

00

00

00

00

00

Q

LONG TUDI NAL MARKI NGS - F
METHOD F

THERMOPLASTI C, LEADED
120 MLS

LONG TUDI NAL MARKINGS - G
TAPE, NON PATTERNED
HOT | NLAI D & GROOVED

LONG TUDINAL MARKINGS - G
TAPE, PATTERNED
HOT | NLAI D & GROOVED

LONG TUDI NAL MARKINGS - G
TAPE, PATTERNED
HOT | NLAI D & GROOVED

LONG TUDI NAL MARKINGS - G
TAPE, PATTERNED, CONTRAST
HOT | NLAI D & GROOVED

LONG TUDI NAL MARKINGS - G
TAPE, WET WEATHER
HOT | NLAI D & GROOVED

LONG TUDI NAL, HP - 1
METHOD 1 - SPRAY
HI - BU LD PAINT, 25 MLS

LONG TUDINAL, HP - 1
METHOD 1 - SPRAY
HI - BU LD PAINT, 25 MLS

LONG TUDI NAL, HP - 1
METHOD 1 - SPRAY
HI - BU LD PAINT, 25 MLS

APPROVED.
= QUALI FI ED.

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FI EC LI ST -

PERVALI NE -
PRI MERLESS

YELLOW ( 884153)

BRI TE LI NE 1000

3-M STAMARK 3801 ES SERI ES
WH TE: 3801 ES & YELLOW 381l ES

3-M STAMARK 3801 SERIES
VWH TE: 3801 & YELLOW 381l

3-M STAMARK 380- 5

3-M 380VR ES / 381WR ES
VWH TE: 380VRES & YELLOW 381WRES

3-M AWP SERI ES 90 (LBB)
LARGE BEAD BASE

ENNI S HB WATERBORNE 985221
VWH TE

ENNI' S HB WATERBORNE 985222
YELLOW LF

ODOT MATERI ALS LAB; 800 AIRPCRT RD SE;, SALEM OR 97301-4798,

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

ENNI' S PAI NT 800/ 331- 8118

BRI TE-LI NE TECH: 888/ 375- 1293
GORDON Sl LL 720/ 473- 6217

PAT DONNELLY: 918/691-1248

Bl LL JUBAK: 702/ 649- 9223

3-M COVPANY TSSD 800/ 553- 1380
SCOIT ELLWOOD 503/ 309-9160

3-M COVPANY TSSD 800/ 553- 1380
SCOIT ELLWOOD 503/ 309- 9160

3-M COVPANY TSSD 800/ 553- 1380
SCOIT ELLWOOD 503/ 309-9160

3-M COVPANY TSSD 800/ 553- 1380
SCOIT ELLWOOD 503/ 309-9160

3-M COVPANY TSSD 800/ 553- 1380
SCOTT ELLWOOD 503/ 309-9160

ENNI' S PAI NT 800/ 331- 8118

ENNI'S PAI NT 800/ 331- 8118

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

09/ 09/ 10

11/ 12/ 09

09/ 11/ 08

07/13/ 00

07/ 13/ 00

11/ 12/ 09

08/ 13/ 09

01/14/10

01/14/10

FRCDUCT
NUMBER

789

2934

679

1410

3235

3917

4008

4009

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A Fl ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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MFG SAYS PRCDUCT MAY BE
APPLI ED WO PRIMER. 120
M LS AS SPECI FI ED.

BEADS: SWARCO 3130

NO F M X APPLI CATI ONS.
MAY NEED PRI MER

2005 TEST DECK. MET THE
WARRANTY REQUI REMENTS.
EXTRA STI CKY VERSI ON.

CERAM C BEADS. LAYDOMN IS

| MPORTANT FOR ADHESI ON. GRI ND-
IN CR ROLLEL-IN ARE THE O\LY
METHCDS APPROVED.

CONTRAST TAPE W TH BLACK ON
EACH SIDE OF 4" WH TE.

GROOVED CR HOT' LAID.

LARGE BEAD BASE WTH 80% VET &
10% DRY BEADS

TEST DECK: 2005 - LI NE# 46.

TEST DECK: 2005 - LI NE# 47.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



ODOT' CONSTRUCTI ON MATERI ALS SECTI ON
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
LOCAL REPRESENTATI VE EFFECTI VE
CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE
LONG TUDI NAL, HP - 1 HPS- 4 ENNI' S TRAFFI C SAFETY SOLUTIONS  08/11/11
METHOD 1 - SPRAY 800/ 331- 8118

00866.

00866.

00866.

00867.

00867.

00867.

00867.

00867.

00

00

00

00

00

00

00

00

*LIST " A

**LIST !

Q

MODI FI ED URETHANE, 25 ML

LONG TUDI NAL, HP - 1 EPCPLEX LS90 EPCPLEX CORP 11/ 12/ 09
METHOD 1 - SPRAY BOB CASEY 801/ 619- 1442
PCOLYUREA, 20 M LS, SPRAY

LONG TUDI NAL, HP - 2 3-M AW SERI ES 90 (LBB) 3-M COVPANY TSSD 800/ 553- 1380 08/ 13/ 09
METHOD 2 - INLAID LARGE BEAD BASE SCOIT ELLWOCOD 503/ 309-9160

HI - BU LD PAI NT

25 M LS VET

LONG TUDI NAL, HP - 2 HPS- 4 ENNI' S TRAFFI C SAFETY SOLUTIONS  08/11/11

METHOD 2 - I NLAID 800/ 331- 8118
MODI FI ED URETHANE

TRANSVERSE MARKI NG - B HS PREMARK VI ZI GRI P FLINT TRADI NG-LKF DIV OF FLINT  12/11/03
H GH SKI D 336/ 475- 6600

PREFCRVED THERMOPLASTI C GARY BANTI N 208/ 870- 8505

125 M LS

TRANSVERSE MARKI NG TYPE A PERVALI NE 884029 ENNI' S PAI NT 800/ 331- 8118 09/ 09/ 10
STANDARD PRI MERLESS, LEADED

HOT POURED THERMOPLASTI C

TRANSVERSE NARKI NG TYPE B HOTAPE (125 MLS) FLINT TRADI NG-LKF DIV OF FLINT  08/10/ 06
STANDARD 336/ 475- 6600

PREFORMED THERMOPLASTI C GARY BANTI N 208/ 870- 8505

125 M LS

TRANSVERSE MARKI NG TYPE B PREVARK PLUS FLINT TRADI NG-LKF DIV OF FLINT  07/08/04
STANDARD 336/ 475- 6600

PREFORMED THERMOPLASTI C GARY BANTI N 208/ 870- 8505

125 MLS

TRANSVERSE MARKI NG TYPE B PREVARK VI ZI GRI P FLINT TRADING-LKF DIV OF FLINT  12/11/03
STANDARD 336/ 475- 6600

PREFORVMED THERMOPLASTI C GARY BANTI N 208/ 870- 8505

125 MLS

PRCDUCT

2817

3917

1979

2474

1778

703

2230

2474

= APPROVED. MAY BE USED W THOUT SAMPLES, TESTING CR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSFECTI ON REPORT.
= QUALIFIED. USE WTH SAMPLING TESTING & OR QUALITY COWLI ANCE CERTS AS NEEDED. NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.
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TESTED IN R-4 AND R5 WTH
G00D SUCCESS.

TEST DECK: 2006 63 & 64

LARGE BEAD BASE W TH 80% VET &
10% DRY BEADS

PREFORMED THERMOPLASTI C.

SIM LAR TO PREMARK PLUS BUT
HAS ADDED SKI D RESI STANT GRIT.
BEADS: POTTERS AASHTO BEADS

VWH TE: 884029

NO PRI MER NEEDED.

APPLY AT 120 M L THI CKNESS.
BEADS: SWARCO 3130

HEAT PAVEMENT PRI COR TO | NSTALL
BEADS: POTTERS AASHTO BEADS

DI D GOOD ON QUR TEST DECK 9/99
NAME CHANGED FRCM OTD- 3.
BEADS: POTTERS AASHTO BEADS

PREFORMED THERMOPLASTI C.

SI M LAR TO PREMARK PLUS BUT
HAS ADDED SKI D RESI STANT GRIT.
BEADS: POTTERS AASHTO BEADS



STANDARD

00907.

00907.

00930.

00930.

00930.

00930.

00990.

00990.

00990.

10

10

00

00

00

00

43

43

43

*LIST " A

**L|I ST !
LI ST PUBLI SHED BY:

Q

CATECORY
BIRD SPIKES
Bl RD SPI KES
PSST - SI GN SUPPORT
PSST - SI GN SUPPORT
PSST - SI GN SUPPORT
PSST - SLIP BASE

TRAFFI C LOOP SEALANTS
EPOXY

TRAFFI C LOOP SEALANTS
HOT MELT ASPHALT

TRAFFI C LOOP SEALANTS
HOT MELT ASPHALT

= APPROVED.
= QUALI FI ED.

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

Bl RD SPI KE 2001

NI XALI TE MCDEL S

ANCHOR TUBE HEAVY WALL ANCHOR
21/2" & 3" x 36" -7GA

ONE PI ECE TUBE ANCHOR
HEAVY WALL ANCHOR

ULTI - MVATE G140

REDI - TORQUE MODEL 280 ( GALV)

MODEL: RT8UX-25T36C-G 8" R-T

EAS- 14

BJ SUPER

CRAFCO 34271 LOOP SEALANT

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
Bl RC- B- GONE
800/ 392- 6915

NI XALI TE CF AMERI CA | NC.
800/ 624- 1189

SERVI CE STEEL

503/ 224/ 9500

TRAFFI C SAFTY SUPPLY CO I NC
800/ 547/ 8518

PACI FI C PRODUCTS 800/ 320- 3230
TRAFFI C SAFETY 800/ 547- 8518

ULTI MATE H GHWAY PRODUCTS
N CK CALVI 800/ 730-4939

XCESSCORI ES SQUARED DEV & MFG
217/ 438- 3535

QCM COVPANY 800/321- 0170
930 S. CENTRAL
KENT, WA 98052

DYNAM C SURFACE APPLI CATI ONS
800/ 491- 5663

NORTHWEST JO NTS 503/ 703- 0765
WAS LAFARGE NOW DSA

CRAFCO | NC. 800/ 528- 8242
GREG SHARP 503/ 284-4330

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

02/ 14/ 02

02/ 14/ 02

07/ 14/ 11

05/ 13/ 10

10/ 14/ 10

10/ 14/ 10

05/ 01/ 88

05/ 13/ 04

02/ 10/ 00

2522

4430

3730

1613

4156

762

2926

143

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 108

STAI NLESS STEEL VERSI ON.

STAI NLESS STEEL VERSI O\

2.5" X 2.5" &3" X 3" 7GA

36" ANCHORS FOR 2 & 2.5" POSTS
PER CDOT TMb687. MJUST BE ASTM
A500 CR B & GALV PER ASTM A123

THE G140 VERSI ON MEETS OUR
SPECS.

HARDWARE ON MFG# 021510.

TOP ASSEMBLY ON MFG# 021910.
BOTTOM BASE ON MFG#SB8- CTA-36G
ASSEMBLY MUST BE GALVAN ZED.

AC CR PCC. EPOXY. TYPES 1 & 2;
FOR H LLS & FLAT GRADES. DAMP
BUT NOT WET. SPECS REQ 1 YR

WARRANTY PAST JOB ACCEPTANCE.

PCLYMER MODI FI ED ASPHALTI C
Bl NDER.

AC CR PCC. HOT MELT, RUBBERI ZED
ASPHALT. H TEWMP CAN MELT WRE
I NSULATI ON.  CLEAN & DRY.
(WAS DI STRI BUTED BY Msl)

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



00990.

00990.

01040.

01040.

01040.

01040.

01040.

01040.

43

43

15

15

17

17

17

17

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

TRAFFI C LOCOP SEALANTS
HOT MELT ASPHALT

TRAFFI C LOOP SEALANTS
PCLYESTER

TRAFFI C LOCOP SEALANTS
POLYESTER

SO L CONDI TI ONER

ORGANI C

SO L Bl O- AVENDMVENT

SA L Bl O- AVENDVENT

SO L Bl O- AVENDMVENT

SO L Bl O- AVENDVENT

APPROVED.
QUALI FI ED.

ODOT CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

DURAFLEX DETECTOR LOCP SEALANT

#760

BONDO P 6061

BONDO P-606V

NATURE' S OMN LI VI NG HUMUS

KIW PONER

MYCOAPPLY ENDO

MYCOAPPLY ENDO PLUS

MYCOAPPLY ENDQ' ECTO PLUS

MYCOAPPLY ENDONET

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

HENRY CO. 800/ 851- 1131
ALPI NE PRODUCTS 800/ 591- 9466
916/ 849- 9908

3-M TRAFFI C 404/ 661- 1875
WAS BONDO CORP 800/ 241- 3386

3-M TRAFFI C 404/ 661/ 1875
ADVANCED TRAFFI C PRCDUCTS
425/ 347/ 6308

NATURE' S NEEDS 503/ 647- 9489

QUATTRO ENVI RONMVENTAL
619/ 522- 0044

MYCCORRHI ZAL APPLI CATI ONS
866/ 476- 7800 OR 541/ 476- 3985

MYCORRHI ZAL APPLI CATI ONS
866/ 476- 7800 OR 541/ 476-3985

MYCORRHI ZAL APPLI CATI ONS
866/ 476- 7800 COR 541/ 476-3985

MYCORRHI ZAL APPLI CATI ONS
866/ 476- 7800 OR 541/ 476- 3985

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

08/ 14/ 03

08/ 12/ 10

12/ 30/ 11

04/ 14/ 05

11/ 08/ 01

02/ 11/ 10

02/11/10

02/ 11/ 10

02/11/10

879

4348

2947

2442

3938

3939

3940

3944

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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POLYESTER | T S POURABLE, SELF
LEVELI NG ASSURES PROTECTI ON
TO WRES. SPECS. REQ 1 YEAR
WARRANTY PAST JOB ACCEPTANCE.

POURABLE PCLYESTER CURABLE
BY FURNI SHED MEKP

USED ON W NCHESTER SLI DE REVEG
AND CAPE COVE SLI DE, AND LI NN
DUTTON ROD PRQJIECTS.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



01040.

01040.

01040.

01040.

01040.

01040.

01040.

01040.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

17

17

17

21

21

21

22

22

C

SO L Bl O- AVENDVENT

SO L Bl O- AVENDMVENT

SO L Bl O- AVENDVENT

SO L Bl O- AVENDMVENT

HERBI Cl DES

HERBI CI DES

SO L STERI LI ZATI ON

MO STURE RETENTI ON

CHEM CAL - FOR SO L

MO STURE RETENTI ON

CHEM CAL - FOR SO L

APPROVED.
= QUALI FI ED.

CDOT CONSTRUCTI OV MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

MYCOAPPLY M CRONI ZED ENDO

MYCOAPPLY M CRONI ZED ENDQ' ECTO

MYCQOAPPLY SOLUBLE MAXX

NATURE' S OAN LI VI NG HUMUS

Bl CBARRI ER || WEED CONTROL

Bl CBARRI ER ROOT CONTROL

CASCRON ( GRANULAR)

SO L MJST - POLYMER

STOCKOSORB 660

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER

MYCORRHI ZAL APPLI CATI ONS
866/ 476- 7800 COR 541/ 476-3985

MYCORRHI ZAL APPLI CATI ONS
866/ 476- 7800 OR 541/ 476- 3985

MYCORRH ZAL APPLI CATI ONS
866/ 476- 7800 OR 541/ 476-3985

NATURE' S NEEDS 503/ 647- 9489

REEMAY, INC., QLD HI CKCRY, TN
615/ 847- 7000

REEMAY, INC., QLD H CKCORY, TN
615/ 847- 7000

LILLY M LLER 800/ 265-0761

JRM CHEM CAL 800/ 962-4010
1675 MARYLHURST DR

VEST LINN, OR 97068

503/ 636- 8849

EVONI K STOCKHAUSEN336/ 335- 3871

I NNOVATI VE TURF SCLUTI ONS
513/ 317- 8311

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

02/ 11/ 10

02/11/10

02/11/10

04/ 14/ 05

05/ 18/ 98

05/ 18/ 98

05/ 01/ 88

11/ 09/ 06

05/ 13/ 10

PRCDUCT

3942

3943

2947

1627

1626

1387

446

4137

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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PRCD. 1S FABRI C, | NCORPERATI NG
HERBI Cl DE NODULES AT | NTERVALS
PRCD. 1S W SENSI TI VE, AND MUST
BE COVERED WTH 2"CF COVER MIL

PRCDUCT GUARANTEED, 15 YRS.
PRCD. |I'S Tl ME- RELEASED HERB-
| G DE NCDULES, | MBEDDED AT
REGULAR | NTERVALS I N FABRI C.

FOLLOW MFG | NSTRUCTI ONS FOR
APPLI CATION. DO NOT' OVER
APPLY.

ACRYLI C POLYMER

REDUCE WATERI NGS BY 50%

| NTENDED FCR PLANTI NG I N LOW
MO STURE AREAS.

USE CARE | N APPLI CATI ON.

NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTVAG
PLEASE REPORT ANY PROBLEMS USI NG THESE PRODUCTS.



01092.

01092.

01092.

01092.

01092.

01092.

01092.

01092.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

10

10

10

10

10

10

10

10

Q

MAI LBOX SUPPCORTS

SCF- DI SSOLVED METALS
STORMMTER CONTROL FACI L

SCF-QA L TREATMENT
STORMMATER CONTROL FACI L

SCF- SEDI MENT PRE TREAT
STORMMTER CONTROL FACI L

SCF- SEDI MENT PRE TREAT
STORMMTER CONTROL FACI L

SCF- SEDI MENT PRE TREAT
STORMMTER CONTROL FACI L

SCF- SEDI MENT PRETREATMENT
STORMMTER CONTRCL FACI L

SCF- SUSPENDED SCLI DS
STCRMMTER CONTRCL FACI L

SCF- SUSPENDED SQOLI DS
STORMMTER CONTROL FACI L

APPROVED.
QUALI FI ED.

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -

QUALI FI ED PRODUCTS LI ST

NO SAMPLES OR TESTS REQUI RED*

QUALI FIED LI ST - ADD TI ONAL REQUI REMENTS* *

T&T MAI LBOX SUPPCORT

MODELS 15001 & 15002

FI LTERRA BI ORETENTI ON SYSTEM

FI LTERRA Bl ORETENTI ON SYSTEM

CONTI NUOUS DEFLECTI VE SEPARATO

DOMSTREAM DEFENDER

VORTECHS SYSTEM

STORMCEPTOR

FI LTERRA BI ORETENTI ON SYSTEM

MEDI A FI LTRATI ON SYSTEM

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

TRAFFI C SAFETY/ TAPCO
800/ 547- 8518

FI LTERRA Bl ORETENTI ON SYSTEMS
866/ 349- 3458 ( AVERI CAST)

FI LTERRA Bl ORETENTI ON SYSTEMS
866/ 349- 3458 ( AMERI CAST)

CONTECH STCRMMTER SCLUTI ONS
503/ 258- 3105

HYDRO | NTERNATI ONAL
207/ 321- 3741 OR 207/ 756-6200

CONTECH STORMMTER SOLUTI ONS
503/ 258- 3105

RI NKER MATERI ALS 800/ 909- 7763
PETER VAN TI LBURG 503/ 572-9894

FI LTERRA Bl CRETENTI ON SYSTEMS
866/ 349- 3458 ( AVERI CAST)

CONTECH STORMMTER SCOLUTI ONS
503/ 258- 3105

(503) 986-3059.

EFFECTI VE
DATE

07/ 14/ 05

01/14/10

01/ 14/ 10

09/ 11/ 08

07/ 10/ 08

09/ 11/ 08

04/ 08/ 10

01/14/10

09/11/08

PRCDUCT
NUMBER

3703

3703

3690

2001

3693

1696

3703

3691

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A Fl ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

PAGE 111

SLI GHT M2DI FI CATI ON OF TAPCO
SUPPCRT BY TRAFFI C SAFETY TO
MEET CUR REQUI REMENTS - RD100.
| NCLUDES V- WNG ANCHCR (20VR3)

CONSULT WTH GEO HYDRO STAFF
PRI OR TO DESI GN ANDY OR
| NSTALLATI ON.

CONSULT W TH GEO HYDRO STAFF
PRI OR TO DESI GN ANDY OR
| NSTALLATI ON.

CONSULT W TH GEO HYDRO STAFF
PRI OR TO DESI GN ANDY OR
| NSTALLATI ON.

CONSULT W TH GEO HYDRO STAFF
PRI OR TO DESI GN ANDY OR
| NSTALLATI ON.

CONSULT W TH GEO HYDRO STAFF
PRI OR TO DESI GN ANDI OR
| NSTALLATI ON.

SEDI MENT CONTAI NVENT. CLEAN-
QUT IS BY VACUUM TRUCK.
CONSULT W TH GECHYDRO

CONSULT W TH GEO HYDRO STAFF
PRI OR TO DESI GN ANDY OR
| NSTALLATI ON.

CONSULT W TH GEO HYDRO STAFF
PRI OR TO DESI GN ANDY OR
| NSTALLATI ON.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPORT ANY PROBLEMS USI NG THESE PRCDUCTS.



STANDARD

01092.

02010.

02010.

02010.

02010.

02010.

02010.

02010.

02010.

*LIST " A

10

10

10

10

10

10

10

10

10

**LIST ' Q

LI ST PUBLI SHED BY:

SCF- SUSPENDED SCLI DS

STORMMTER CONTROL FACI L

TYPE |

CEMENT,

TYPE |

TYPE |

TYPE |

CEMENT, TYPE |

WAS CHI A HSI N JI NGYANG

CEMENT, TYPE I-S

CEMENT, TYPE |- SM

CEMENT, TYPE |11

APPROVED.
= QUALI FI ED.

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FI ED LI ST -

STORMMTER MGT STCRWFI LTER

CAL PORTLAND -

MJJAVE CEMENT

CAL PORTLAND -

NANJ I NG

GLACI ER NW - JURONG TCC CEMENT

WAS CHI A HSI N JI NGYANG

NEVADA CEMENT

ASH GROVE -

JURONG TCC CEMENT

LAFARGE MAXCEM (30%)

LAFARGE MAXCEM ( 20%)

LAFARGE CEMENT - KAMLOCPS

QUALI FI ED PRODUCTS LI ST
NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

JANUARY 2012

LOCAL REPRESENTATI VE EFFECTI VE

ANDY OR MANUFACTURER DATE
CONTECH STCRMMTER SCLUTI ONS 09/ 11/ 08
503/ 258- 3105
CAL - PORTLAND 503/ 335-2613 12/11/08
CAL - PORTLAND 503/ 335-2613 05/ 14/ 09
GLACI ER NORTHWEST 09/ 11/ 08
503/ 335- 2600
NEVADA CEMENT 775/ 575-2281 01/ 12/ 06
LAKEVI EW REDI M X 541/ 947- 2212
ASHGROVE CEMENT CO 09/ 11/ 08
206/ 623- 5596
LAFARGE CORPCRATI ON 09/ 08/ 05
ROB SHOGREN 206/ 923- 9953
LAFARGE CORPCRATI ON 02/ 14/ 02
ROB SHOGREN 206/ 923- 9953
LAFARGE CORPCRATI ON 01/11/96

ROB SHOGREN 206/ 923- 9953

(503) 986-30509.

3724

1619

3282

3229

3465

3021

2298

1475

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAWMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

PAGE 112

CONSULT W TH GEO HYDRO STAFF
PRI OR TO DESI GN ANDY OR
| NSTALLATI ON.

AASHTO TYPE | ONLY.

AASHTO TYPE | ONLY
SOURCE:  ONCDA (NANJI NG) .

AASHTO TYPE | QONLY.

SUBSTANCI ALLY MET AASHTO MB5

TYPE |, DID NOT MEET TYPE ||
REQUI REMENTS.
AASHTO TYPE | ONLY.

SLAG MODI FI ED - SEATTLE PLANT.
TYPE 1 CEMENT WTH 30% SLAG

SLAG MODI FI ED - SEATTLE PLANT.
TYPE 1 CEMENT WTH 20% SLAG

KAMLOOPS PLANT AASHTO TYPE 111
ODOT | D# 1475B

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



ODOT CONSTRUCTI OV MATERI ALS SECTI ON PAGE 113
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO. CATEGORY PRCDUCT NAME ANDY OR MANUFACTURER DATE NUMBER LIST  ----ccenann-- REMARKS- - - - - -------
02010. 10 CEMENT, TYPE IP LAFARGE CEMENT - SEATTLE LAFARGE CCORPCORATI ON 12/ 09/ 99 1970 A

ROB SHOGREN 206/ 923- 9953

02010. 10 CEMENT, TYFES I, |1 LAFARGE CEMENT - EXSHAW LAFARGE CORPCRATI ON 01/11/96 1475 A EXSHAW PLANT: AASHTO TYPE |, 11
ROB SHOGREN 206/ 923- 9953 ODOT | D# 1475A
02010. 10 CEMENT, TYPES I, 11 LAFARGE SHANSHI TYPE I-11 LAFARCE CORPCRATI ON 06/ 08/ 06 3315 A

ROB SHOGREN 206/ 923- 9953

LEH GH CEMENT- DELTA LEH GH NORTHWEST CEMENT CO 01/ 07/ 98 1746 A DELTA BC PLANT.
WAS CALAVARAS THEN TI LBURY 503/ 293- 8459
JIM RENNI E 604/ 946-0411

02010. 10 CEMENT, TYPES

02010. 10 CEMENT, TYPES I, |1, IIl ASH GROVE CEMENT - DURKEE ASHGROVE CEMENT QO 01/ 14/ 99 1472 A DURKEE PLANT ONLY.

206/ 623- 5596 AASHTO TYPES |, 11, & I1I.
02010. 10 CEMENT, TYPES I, 11, Il ASH GROVE CEMENT - SEATTLE ASHGROVE CEMENT CO 01/ 11/ 96 1472 A SEATTLE PLANT ONLY.

206/ 623- 5596 AASHTO TYPES |, I, 111
02010. 10 CEMENT, TYPES I, I, Il LAFARGE CEMENT - RI CHMOND BC LAFARGE CORPCORATI ON 12/ 09/ 99 1968 A

ROB SHOGREN 206/ 923- 9953

02010. 10 CEMENT, TYPES

I, 1l LAFARGE CEMENT - SEATTLE LAFARGE CCORPCORATI ON 12/ 09/ 99 1969 A
ROB SHOGREN 206/ 923- 9953

(N LEH GH CEMENT- REDDI NG LEH GH SQUTHWEST CEMENT CO 01/11/ 96 1473 A REDDI NG CALI FORNI A PLANT QONLY.
WAS CALAVARAS THEN TI LBURY REDDI NG 530/ 275-1581 AASHTO TYPES I, 11,111

02010. 10 CEMENT, TYPES

*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: CODOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PROBLEMS USI NG THESE PRCDUCTS.



STANDARD

02010.

02010.

02010.

02010.

02010.

02010.

02010.

02010.

02010.

10

10

10

10

10

10

10

10

10

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

APPROVED.
= QUALI FI ED.

CEMENT, TYPES |, 111

PCC PATCH NG RAPID SET
NON STRUCTURAL
CEMENTI Tl QUS

PCC PATCH NG RAPID SET
NON STRUCTURAL
CEMENTI TI QUS

PCC PATCH NG RAPID SET
NON STRUCTURAL
EPOXY

PCC PATCH NG RAPI D SET
NON STRUCTURAL
EPOXY

PCC PATCH NG RAPID SET
NON STRUCTURAL
POLYESTER

PCC PATCHI NG RAPI D SET
STRUCTURAL
CEMENTI TI QUS

PCC PATCHI NG VERTI CAL
NON STRUCTURAL
CEMENTI Tl QUS

PCC PATCHI NG VERTI CAL
NON STRUCTURAL
CEMENTI TI QUS

CAL PORTLAND - DALI AN

CHEMPATCH VIO 1

SPEED CRETE GREEN LI NE

PECCRA DYNAPOXY EP- 425

PRC- POXY 2500

PPC 1121 COOT

US SPEC STR MORTAR

CHEMPATCH V/ O 1

SPEED CRETE PM

APPROVED LI ST -
QUALI FIED LI ST -

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER

CAL - PORTLAND 503/ 335-2613

CHEMVASTERS 800/ 486- 7866
UNI TED RENTALS 503/ 234- 0255

TAWMVS | NDUSTRI ES, 800/ 218-2667
DAVE DI LLON 425/ 338- 4958
MASONS SUPPLY 800/ 537- 3407

PECORA CORP 215/ 799- 7557
ATLAS SUPPLY 800/ 806- 7952

UNI TEX 800/ 821- 5846

ANDY FREEMAN 307/ 214-4847

W LLI AVMS FORM ENG 800/ 255- 0560
KNI FE R VER 503/ 648- 3100

KW K BOND PCLYMERS
AL KLAI L 866/434-1772

US M X 800/ 397- 9903

MEGAN LORD 503/ 267-1970

VEESTSI DE CONCRETE 503/ 591-0203
W LLI AVS FORM 800/ 255-0560

CHEMVASTERS 800/ 486- 7866
UNI TED RENTALS 503/ 234- 0255

TAWMVS | NDUSTRI ES, 800/ 218-2667
DAVE DI LLON 425/ 338- 4958
MASONS SUPPLY 800/ 537-3407

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL REQUI REMENTS* *

EFFECTI VE
DATE

05/ 14/ 09

12/ 14/ 06

01/ 09/ 03

09/ 09/ 10

10/ 09/ 08

02/ 14/ 08

01/13/11

12/ 14/ 06

10/ 09/ 08

3290

206

4199

3430

2596

4158

3290

2530

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWVPLI ANCE CERTI FI CATIONS. MAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

PAGE 114

AASHTO TYPE | AND I I1.

POLYMER MODI FI ED
MODULUS: 3, 600, 000

M N MUM TH CKNESS: 1 | NCH.

FOLLOW MFG | NSTALLATI ON
| NSTRUCTI ONS.

FOLLOW MFG RECCMVENDATI ONS.

MILTI PART SYSTEM

PCLYMER MODI FI ED
MODULUS 3, 600, 000

PCLYMER MODI FIED.  HAS A
M GRATI NG CORRCSI ON | NHI BI TOR

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



02010.

02010.

02010.

02010.

02010.

02010.

02010.

02010.

10

10

10

10

10

10

10

10

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

PCC PATCH NG VERTI CAL
NON STRUCTURAL
CEMENTI TI QUS

PCC PATCH NG VERTI CAL
NON STRUCTURAL
CEMENTI TI QUS

PCC PATCH NG, VERTI CAL
NON STRUCTURAL
CEMENTI TI QUS

PCC PATCH NG, VERTI CAL
NON STRUCTURAL
CEMENTI TI QUS, MODI FI ED

PCC PATCH NG VERTI CAL
NON STRUCTURAL
CEMENTI TI QUS, MODI FI ED

PCC PATCH NG VERTI CAL
STRUCTURAL
CEMENTI TI QUS

PCC PATCHI NG VERY RAPI D
NON STRUCTURAL

PCC PATCH NG VERY RAPID
NON STRUCTURAL
CEMENTI TI QUS

PCC PATCH NG VERY RAPID
NON STRUCTURAL
CEMENTI TI QUS

APPROVED.
QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

SPEED CRETE RED LI NE

US SPEC QUI CKSET 20

US SPEC WE- P1

TAWB FORM & POUR

THOROC HBA REPAI R MORTAR

WAS FOSROC RENDERCC HBA

MBT LA REPAI R MORTAR

WAS FOSROC RENDERCC LA

US SPEC TRANSPATCH CDOT

FI VE STAR HW PATCH

MBT SET 45

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

CDOT CONSTRUCTI QN MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
TAWS | NDUSTRI ES, 800/ 218- 2667
DAVE DI LLON 425/ 338- 4958
MASONS SUPPLY 800/ 537- 3407

US M X 800/ 397- 9903

MEGAN LCRD 503/ 267-1970

VEESTSI DE CONCRETE 503/ 591-0203
W LLI AM5S FORM 800/ 255-0560

US M X 800/ 397- 9903

MEGAN LCRD 503/ 267-1970

VESTSI DE CONCRETE 503/ 591-0203
W LLI AV FORM 800/ 255-0560

TAWS | NDUSTRI ES, 800/ 218- 2667
DAVE DI LLON 425/ 820- 4576

BASF BU LDI NG SYSTEMS
TECH 800/ 433-9517 OPTION 5
BRUCE JACKSON 503/ 722-4101

BASF BU LDI NG SYSTEMB
TECH 800/ 433-9517 OPTION 5
BRUCE JACKSON 503/ 722-4101

US M X 800/ 397- 9903

MEGAN LORD 503/ 267-1970

VESTSI DE CONCRETE 503/ 591- 0203
W LLI AMS FORM 800/ 255-0560

FI VE STAR PRCDUCT 800/ 243-2206
CHRI' S PI EKCS 360/ 647-2606

W LLI AVMS CONCRETE 800/ 255- 0560
MASONS SUPPLY 800/ 537-3407

BASF BU LDl NG SYSTEMS

TECH 800/ 433-9517 OPTION 5
BRUCE JACKSON 503/ 722-4101

(503) 986-3059

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

10/ 09/ 08

03/10/11

03/10/ 11

10/ 09/ 08

05/ 01/ 88

06/ 14/ 07

07/ 14/ 11

05/ 01/ 88

06/ 14/ 07

4341

4342

3504

216

611

4409

65

655

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLING TESTI NG & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 115

SET TIME (8-10 MNS.) IS AT
QU CK END OF SPEC, 10-30 M NS.
COSMETI C APPLI CATI ONS ONLY.
ADDED GYPSUM | N PRCDUCT.

PCLYMER MODI FI ED. REQUI RES
GO0D CURI NG PRACTI CES

COSMETI C SURFACE REPAI RS ONLY.

REPAI RS DAMAGED, DEFECTI VE,
HONEYCOVBED OR DETERI ORATED
CONC. BY PARTIAL OR TOTAL RE-
PLACEMENT.

CURES MJCH SLOWNER I N COLD
WEATHER. PROBABLY SHOULD BE
50 DEGRESS F. OR BETTER

DO NOT' USE UNDER LATEX OR
POLYESTER RESI N CONCR OVERLAYS
HOT WEATHER FORMULA >70 DEG F.
MAGNESI UM PHCSPHATE.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRCDUCTS.



ODOT' CONSTRUCTI ON MATERI ALS SECTI ON PAGE 116
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *
JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO CATEGORY PRCDUCT NAME ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeee-- REMARKS- - - ---------
02010. 10 PCC PATCH NG VERY RAPI D MBT THORCC 10- 60 RAPI D MORTAR BASF BU LDI NG SYSTEMS 06/ 14/ 07 839 A M N MM 0.5" DEEP. MG CLAI M5
NON STRUCTURAL WAS PATCHRCC 10- 60 TECH 800/ 433-9517 OPTION 5 AT LEAST 2000 PSI IN 1 HOUR
CEMENTI TI QUS BRUCE JACKSON 503/ 722-4101 WORKING TIME | S 16 M NUTES @0
DEGREES F. NO FEATHER EDG NG
02010. 10 PCC PATCHI NG VERY RAPI D SPEED CRETE 2028 TAMVS | NDUSTRI ES, 800/ 218-2667  01/09/03 1790 A M N MM TH CKNESS: 1/ 2 | NCH.
NON STRUCTURAL DAVE DI LLON 425/ 338- 4958
CEMENTI Tl QUS MASONS SUPPLY 800/ 537-3407
02010. 10 PCC PATCH NG, VERY RAPI D TAMMB EXPRESS REPAI R TAWS | NDUSTRI ES, 800/ 218-2667 10/ 09/ 08 2536 A PCLYMER MCDI FI ED.  HAS A
NON STRUCTURAL DAVE DI LLON 425/ 338- 4958 M GRATI NG CORRCSI ON | NH BI TOR
CEMENTI Tl QUS MASONS SUPPLY 800/ 537- 3407 MG CLAI M5 3200 PSI I N 3 HOURS
02010. 10 PCC PATCH NG VERY RAPI D TRANSPO T-17 TRANSPO | NDUSTRI ES 10/ 09/ 08 2986 A
NON STRUCTURAL 914/ 636- 1000
EPOXY
02030. 10 MCDI FI ER- FLY ASH( CLASS C) CLASS C FLY ASH - BQOARDVAN BORAL MATERI ALS 210/ 349- 4069 01/ 16/ 95 1463 Q MEETS AASHTO M295 W TH CDOT
MJST COVE FROM BOARDVAN PLANT. MODI FI CATI ONS.
02030. 10 MCDI Fl ER- FLY ASH( CLASS C) HEADWATERS - JE CORETTE HEADWATERS RESOURCES 05/ 10/ 07 3479 Q DI STRI BUTED FROM CENTRALI A.
SKI P HUFFMVAN 888/ 657- 5159 COMES FROM BI LLI NGS M.
02030. 10 MCDI FI ER-FLY ASH( CLASS O) LAFARGE CENTRALI A CLASS C ASH LAFARGE CORPCRATI ON 05/13/10 4143 Q TRANS ALTA CENTRALI A POAER
ROB SHOGREN 206/ 923- 9953 PLANT
02030. 10 MCDI Fl ER- FLY ASH( CLASS F) CENTRALI A FLY ASH - LAFARCGE F LAFARGE CORPCORATI ON 05/ 08/ 08 3620 Q MEETS OQUR REQUI REMENTS
ROB SHOGREN 206/ 923- 9953
02030. 10 MCDI FI ER- FLY ASH( CLASS F) COAL CREEK CLASS F FLY ASH LAFARGE CORPCRATI ON 07/14/11 4413 Q
COAL CREEK - UNDERWOOD ND ROB SHOGREN 206/ 923- 9953
*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
**LIST ' Q QUALI FI ED. USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG

LI ST PUBLI SHED BY:

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-30509.

PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02030.

02030.

02030.

02030.

02030.

02030.

02030.

02030.

02030.

10

10

10

10

10

10

10

10

10

*LIST "A

**L|IST !
LI ST PUBLI SHED BY:

Q

MCDI Fl ER- FLY ASH( CLASS

MCDI FI ER- FLY ASH( CLASS

MODI FI ER- FLY ASH( CLASS

MCDI FI ER- FLY ASH( CLASS

MODI FI ER- FLY ASH( CLASS

MCDI FI ER- FLY ASH( CLASS

MCDI FI ER- FLY ASH( CLASS

MODI Fl ER- FLY ASH( CLASS

MODI FI ER- FLY ASH( CLASS

= APPROVED.
= QUALI FI ED.

F)

F

P

P

F

P

F

ODOT CONSTRUCTI OV MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

COAL CREEK FLY ASH

DELTA CLASS F FLY ASH

GENESEE FLY ASH

HEADWATERS - JI M BRI DGER ASH

HEADWATERS MARTI N LAKE FLY ASH

MARTI N (TX) LAKE PONER PLANT

M CRON3

SHEERNESS CLASS F FLY ASH

ATCO PONER - CALGARY ALBERTA

SUNDANCE CLASS F FLY ASH

WABAMUN FLY ASH

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

HEADWATERS RESQURCES
SKI P HUFFMAN 888/ 657-5159

HEADWATERS RESOURCES
SKI P HUFFMVAN 888/ 657- 5159

EPCR | NC. 780/ 412- 3489
ENX I NC. 780/ 454-4199

HEADWATERS RESCURCES
SKI P HUFFMAN 888/ 657-5159

HEADWATERS RESOURCES
SKI P HUFFVAN 888/ 657-5159

BCRAL MATERI ALS 210/ 349-4069

LAFARGE CORPCRATI ON
RCB SHOGREN 206/ 923- 9953

LAFARGE CORPCRATI ON
ROB SHOGREN 206/ 923- 9953

LAFARGE CORPCORATI ON
ROB SHOGREN 206/ 923- 9953

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

05/ 11/ 06

09/ 10/ 09

08/ 12/ 04

03/ 08/ 07

02/ 11/ 10

07/ 14/ 05

07/14/11

05/ 08/ 08

07/ 12/ 07

PRCDUCT

NUMBER

3953

2999

3449

4088

3095

4412

3634

3528

LI ST

Q

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 117

MEETS AASHTO M295 W TH CDOT
MODI FI CATI ONS.

I NTERMOUNTAI N PONER PLANT;,
DELTA, UTAH.

ULTRA FINE GRIND. TYFE F.

WABAMUN, ALBERTA; CANADA

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTNVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02030. 20

02030. 20

02030. 20

02030. 20

02030. 20

02030. 30

02030. 30

02030. 40

02030. 40

*LIST "A =

**|ST ' Q

LI ST PUBLI SHED BY:

MODI FI ER - SI LI CA FUME
(M CROSI LI CA)

MODI FI ER - SILICA FUVE
(M CRCSI LI CA)

MODI FI ER - SI LI CA FUVE
(M CROSI LI CA)

MOD FI ER - SILI CA FUVE
(M CROSI LI CA)

MODI FI ER - SI LI CA FUME
(M CROSI LI CA)

MODI FI ER - LATEX
ADM X FOR DECK OVERLAY

MODI FI ER - GGBF (SLAG

MODI FI ER - GGBF (SLAG)

APPROVEL.
QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

CON- FUVE SI LI CA FUME

EMS- 970D

FORCE 10, 000D

RHEOVAC SF 100

STYRCFAN 1186

STYRON LATEX MCODI FI ER A/ NA

WAS DOW MODI FI ER A

DURA SLAG

LAFARGE NEWCEM

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

CDOT CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
ADVANCED CEMENT TECHNCOLOGY

360/ 332- 7060

CEMENTEC | NDUSTRI ES
403/ 720- 6699

ELKEM VATERI ALS 412/ 299-7229

WR GRACE & CO 877/423- 6491
DENI SE WH TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BOB ALLEN 503-329- 7232

BASF CORP, CHEM CALS DI V.

JOHN SVEEENEY 317/ 293-4250
800/ 251- 0612

STYRON 706/ 694- 2324
BRANDT TECH 630/ 787- 1800

ASHGROVE CEMENT CO.
DAVE BURG 503/ 207- 2109

LAFARGE CORPORATI ON
ROB SHOGREN 206/ 923- 9953

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

07/ 09/ 09

04/ 09/ 09

09/ 10/ 09

12/ 09/ 04

10/ 12/ 06

05/ 01/ 88

07/ 14/ 11

09/ 10/ 09

09/ 08/ 05

3820

3059

3054

3053

566

1305

3970

3022

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 118

SUBM T AS PART OF M X DESI GN
REQUEST THRU MATERI ALS LAB.

SUBM T AS PART OF M X DESI GN
REQUEST THRU MATERI ALS LAB.

GROUND GRANULATED BLAST
FURNACE SLAG

GROUND GRANULATED BLAST
FURNACE SLAG

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



ODOT CONSTRUCTI OV MATERI ALS SECTI ON PAGE 119
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTIVE ~ PRODUCT
SPEC NO CATEGCRY PRODUCT NANE AND/ CR MANUFACTURER DATE NUVBER LIST  cecememmemns REMARKS- - - = = = == - - -
02030.50  MODI FI ER - METAKACLIN PONER POZZ GRACE DAVI SON 803/ 648- 9575 04/ 10/ 08 2676 Q
H REACTIVI TY ADVANCED CEMENT TECHNOLOG ES
KEN MCPHALEN 360/ 332- 7060
02040.10 Al R ENTRAI NI NG AGENT AR TI TE 60 WR GRACE & CO 877/423-6491  01/09/97 1599 A CONFORVB TO AASHTO ML54
NOW CALLED DARAVAI R AT60 DENI SE WH TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023
02040.10 Al R ENTRAI NI NG AGENT DARAVAI R 1000 WR GRACE & OO 877/423-6491 04/ 11/02 2557 A CONFCRVB TO AASHTO ML54
DENI SE WA TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023
02040.10 Al R ENTRAI NI NG AGENT DARAVAI R AT30 WR GRACE & CO 877/423-6491 05/ 10/ 07 3491 A CONFORVB TO AASHTO ML54
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023
02040.10 Al R ENTRAI NI NG AGENT DARAVAI R PAVE 10 WR GRACE & OO 877/423-6491 04/ 14/11 4270 A SAME AS DARAVAI R 1000
DENI SE WA TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023
02040.10 Al R ENTRAI NI NG AGENT DAREX || AEA WR GRACE & CO. 877/423- 6491 06/ 10/ 93 1035 A MFG HAS SUBM TTED TEST RESULTS
DENI SE W TE 617/ 498- 4555 CONFORM NG TO ASTM G- 260.
KEI TH TERRI LL 503/ 333-0023 USES ORGANI C ACI D SALTS I N AN
AQUEOUS SCLUTI ON.
02040.10 Al R ENTRAI NI NG AGENT EUCON AEA 92 EUCLI D CHEM CAL 800/ 321- 7628 09/ 09/ 04 2257 A CONFCRVB TO AASHTO ML54
W LLI AVB CONCRETE 800/ 255- 0560
02040.10 Al R ENTRAI NI NG AGENT EUCON Al R 40 EUCLI D CHEM CAL 800/ 321- 7628 05/ 14/ 98 1741 A LI QU D ADDI TI VE, SAID BY
VAS BORAL AlR 40 W LLI AVB CONCRETE 800/ 255- 0560 MANUF. TO REDUCE PERVEABI LI TY,
& ENHANCE FREEZE/ THAW & DE- | CE
CAPABI LI TY OF CONCRETE.
02040.10 Al R ENTRAI NI NG AGENT EUCON AR M X 200 EUCLI D CHEM CAL 800/ 321- 7628 09/ 09/ 04 2256 A CONFORVB TO AASHTO ML54
W LLI AVB CONCRETE 800/ 255- 0560
*LIST 'A = APPROVED. MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. MAY NEED A FI ELD | NSPECTI ON REPORT.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PRCBLEMB USI NG THESE PRCDUCTS.

**LIST 'Q = QUALI FI ED.
LI ST PUBLI SHED BY: ODOT MATERI ALS LAB; 800 Al RPCRT RD SE;, SALEM OR 97301-4798;

USE W TH SAVPLING, TESTING & OR QUALI TY COMPLI ANCE CERTS AS NEEDED.
(503) 986-3059.



STANDARD

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

10

10

10

10

10

10

10

10

10

*LIST "A

**LIST !
LI ST PUBLI SHEC BY:

Q

Al'R ENTRAI NI NG AGENT

Al'R ENTRAI NI NG AGENT

Al R ENTRAI NI NG AGENT

Al'R ENTRAI NI NG AGENT

Al R ENTRAI NI NG AGENT

Al'R ENTRAI NI NG AGENT

Al R ENTRAI NI NG AGENT

Al R ENTRAI NI NG AGENT

Al R ENTRAI NI NG AGENT

= APPROVED.
= QUALI FI ED.

FRI TZ- PAK AIR PLUS

FRI TZ- PAK SUPER Al R PLUS

ME- AE 90

ME- VR

M CRO AIR

PAVE AIR 90

PAVE- Al R

POLYCHEM AE

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS**
JANUARY 2012

EFFECTI VE
DATE

11/11/10

LOCAL REPRESENTATI VE PRCDUCT

ANDY OR MANUFACTURER
BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647
BCB ALLEN 503/ 329- 7232

FRI TZ- PAK 888/ 746- 4116 07/ 08/ 93 1040

MASONS SUPPLY 800/ 537- 3407

FRI TZ- PAK 888/ 746- 4116 07/ 08/ 93

MASONS SUPPLY 800/ 537- 3407

1041

BASF - ADM XTURES 216/ 839-7500 10/ 12/ 06 1163
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

BASF - ADM XTURES 216/839-7500 10/ 12/ 06
MARK Pl ECHUTA 216/ 839-7072

GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

2047

BASF - ADM XTURES 216/ 839-7500 10/ 12/ 06 2957
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

BASF - ADM XTURES 216/ 839-7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

06/ 11/ 09 3899

BASF - ADM XTURES 216/839-7500  10/12/06 1358
MARK Pl ECHUTA 216/ 839-7072

GARY WDITECH 503/ 806-1647

BCB ALLEN 503/ 329- 7232

11/ 14/ 02

GENERAL RESOURCE TECHNCLOGY 2545

800/ 324- 8154 OR 651/ 454-4151

(503) 986-30509.

MAY BE USED W THOUT SAMFLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 120

CONFORMB TO AASHTO ML54
(ASTM C260)

DRY, POADERED AEA ADM X.

236M. UPS FULL LOAD 1/4 TO 1%
COWPATI BLE WALL AEA + CACL.
ADD OTHER ADM X. SEPARATELY.

DRY, POADERED AEA ADM X.

236M. UPS FULL LOAD 3/4 TO 2%
COWPATI BLE WALL AEA + CACL.
ADD OTHER ADM X SEPARATELY.

I NCREASES RESI STANCE TO FREEZE
/ THAW DAMAGE, ALSO | NCREASES
WATERTI GHTNESS BY REDUCI NG
PERVEABI LI TY. MI'S AASHTO M 154

CONFORMB TO AASHTO ML54
(ASTM C260)

CONFORVB TO AASHTO ML54
(ASTM C260)

CONFCRMVB TO AASHTO ML54
(ASTM C260)

CONFORVB TO AASHTO ML54
(ASTM C260)

CONFORMB TO AASHTO ML54
(ASTM C260)

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD
SPEC NQ CATEGORY
02040.10  AI'R ENTRAI NI NG AGENT
02040.10 Al R ENTRAI NI NG AGENT
02040.10  TYPE A ADM XTURE

WATER REDUCER
02040.10  TYPE A ADM XTURE
WATER REDUCER
02040.10  TYPE A ADM XTURE
WATER REDUCER
02040.10  TYPE A ADM XTURE
WATER REDUCER
02040.10  TYPE A ADM XTURE
WATER REDUCER
02040.10  TYPE A ADM XTURE
WATER REDUCER
02040.10  TYPE A ADM XTURE

WATER REDUCER

SI KA MULTI AIR 25

ADVA FLEX

DARACEM 19

DARACEM 55

DARACEM 65

EUCON HC

WAS BCRAL HC

EUCON HW
WAS BORAL HW

EUCON LR
WAS BCRAL LR

APPROVED LI ST -
QUALI FIED LI ST -

ODOT CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
SI KA CORP 201/ 933- 8800
JAMES DENVARO 908/ 552- 1427
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537-3407

SI KA CORF 201/ 933- 8800
JAMES DEMARO 908/ 552- 1427
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537- 3407

WR GRACE & CO. 877/423- 6491
DEN SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & CO. 877/ 423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & CO 877/423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & CO. 877/ 423- 6491
DENI SE WH TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

EUCLI D CHEM CAL 800/ 321-7628
W LLI AM5S CONCRETE 800/ 255- 0560

EUCLI D CHEM CAL 800/ 321-7628
W LLI AM5 CONCRETE 800/ 255-0560

EUCLI D CHEM CAL 800/ 321-7628
W LLI AMS CONCRETE 800/ 255- 0560

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

01/ 12/ 06

03/10/ 11

07/ 14/ 11

02/ 13/ 97

03/ 09/ 95

08/ 08/ 96

02/ 11/ 99

05/ 14/ 98

07/12/01

PRCDUCT

4349

4405

1565

1294

1532

1737

1736

1732

*LIST "A = APPROVED. MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.

**LIST 'Q = QUALIFIED. USE WTH SAWMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 121

CONFORVB TO AASHTO ML54
(ASTM C260)

CONFORVB TO AASHTO ML94
I NTERI M TESTS K 7-14-11

CONFORMS TO AASHTO ML94
(ASTM C494)
ALSO KNOW AS WRDA 19

| NDEPENDENT TEST RESULTS MEET
QUR SPECI FI CATI ONS.
ASTM C494 TYPE A

CONFORVB TO AASHTO ML94
(ASTM C494)

PROD, A LI QU D ADDI TI VE
MEETS ASTM G 494, TYPE A
FORVERLY KNOWN AS
"RELCRETE TW4."

ACCORDI NG TO MANUFACTURER,
PROD. USE ALLONS QUI CK REMOVAL
OF FORWVS, | S DESI GNED FOR COLD
WEATHER USE, W TH M N. RETARDI NG

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG

LI ST PUBLI SHED BY: CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



ODOT CONSTRUCTI OV MATERI ALS SECTI ON
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES CR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

PAGE 122

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO. CATECORY PRCDUCT NAME AND/ OR MANUFACTURER DATE NUMBER LISsT  --eeeeeee--- REMARKS- - - ---------
02040. 10 TYPE A ADM XTURE EUCON MR EUCLI D CHEM CAL 800/ 321-7628 01/ 12/ 06 2258 A
WATER REDUCER W LLI AMS CONCRETE 800/ 255-0560
02040. 10 TYPE A ADM XTURE EUCON NW EUCLI D CHEM CAL 800/ 321-7628 05/ 14/ 98 1733 A ACCORDI NG TO MANUFACTURER,
WATER REDUCER WAS BCRAL NW W LLI AMS CONCRETE 800/ 255- 0560 PRCD. SHOAS AN "1 MPROVED FLOW
AND | NCREASED COHESI ON &
PLACABI LI TY.
02040. 10 TYPE A ADM XTURE EUCON RD2 EUCLI D CHEM CAL 800/ 321-7628 05/ 01/ 88 2049 A CONFCRVB TO AASHTO ML94
WATER REDUCER WAS BORAL RD2 W LLI AM5 CONCRETE 800/ 255- 0560 (ASTM CA94)
02040. 10 TYPE A ADM XTURE EUCON SP150 EUCLI D CHEM CAL 800/ 321-7628 05/ 01/ 88 2050 A CONFCRVB TO AASHTO ML94
WATER REDUCER WAS BORAL 150 W LLI AMS CONCRETE 800/ 255- 0560 (ASTM CA94)
02040. 10 TYPE A ADM XTURE EUCON VIR EUCLI D CHEM CAL 800/ 321-7628 01/ 12/ 06 2261 A CONFCRVB TO AASHTO ML94
WATER REDUCER W LLI AVMS CONCRETE 800/ 255- 0560 (ASTM C 494)
02040. 10 TYPE A ADM XTURE EUCON VR91 EUCLI D CHEM CAL 800/ 321-7628 09/ 09/ 04 2259 A CONFCRVB TO AASHTO ML94
WATER REDUCER W LLI AMS CONCRETE 800/ 255- 0560 (ASTM C 494)
02040. 10 TYPE A ADM XTURE EUCON X-15 EUCLI D CHEM CAL 800/ 321-7628 05/ 14/ 98 1731 A PROD, A LI QU D ADDI TI VE
WATER REDUCER WAS BORAL X-15 W LLI AMS CONCRETE 800/ 255- 0560 MEETS ASTM G 494, TYPE A
02040. 10 TYPE A ADM XTURE GLEN UM 7101 BASF - ADM XTURES 216/839-7500 09/ 13/ 07 3484 A CONFCRVS TO AASHTO ML94
WATER REDUCER MARK Pl ECHUTA 216/ 839-7072 (ASTM CA94)
GARY WDJTECH 503/ 806- 1647 NOT COWPATI BLE W TH BETA-
BCB ALLEN 503/ 329- 7232 NAPHTHALENE SULFONATE ADDI TI VE
02040. 10 TYPE A ADM XTURE GLENI UM 7500 BASF - ADM XTURES 216/ 839-7500  09/13/07 3501 A CONFORVS TO AASHTO ML94
WATER REDUCER MARK Pl ECHUTA 216/ 839-7072 (ASTM C494)
GARY WDJTECH 503/ 806- 1647 NOT COVPATI BLE W TH BETA-
BCB ALLEN 503/ 329- 7232 NAPHTHALENE SULFONATE ADDI Tl VE
*LIST "A = APPROVED. MAY BE USED W THOUT SAMPLES, TESTING CR QUALITY COWPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPORT.
**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG

LI ST PUBLI SHED BY:

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-30509.

PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

10

10

10

10

10

10

10

10

10

*LIST " A

**LIST !
LI ST PUBLI SHED BY:

Q

TYPE A ADM XTURE
WATER REDUCER

TYPE A ADM XTURE
WATER REDUCER

TYPE A ADM XTURE
WATER REDUCER

TYPE A ADM XTURE
WATER REDUCER

TYPE A ADM XTURE
WATER REDUCER

TYPE A ADM XTURE
WATER REDUCER

TYPE A ADM XTURE
WATER REDUCER

TYPE A ADM XTURE
WATER REDUCER

TYPE A ADM XTURE
WATER REDUCER

= APPROVED.
= QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

KB1000

MASTERPAVE

MASTERPAVE N

MELCHEM

MRA 110

M RA 62

POLYCHEM 1000

PCLYCHEM 400 NC

PCLYCHEM VR

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT' CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
GENERAL RESOURCE TECHNOLOGY
800/ 324- 8154 CR 651/454-4151

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDITECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

GENERAL RESOURCE TECHNOLOGY
800/ 324- 8154 CR 651/ 454-4151

WR GRACE & CO 877/ 423- 6491
DEN SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & CO. 877/423- 6491
DEN SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

GENERAL RESOURCE TECHNCOLOGY
800/ 324- 8154 OR 651/ 454-4151

GENERAL RESCURCE TECHNOLOGY
800/ 324- 8154 CR 651/454-4151

GENERAL RESOURCE TECHNCLOGY
800/ 324- 8154 CR 651/ 454-4151

(503) 986-30509.

NO SAMPLES CR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

11/ 14/ 02

10/ 12/ 06

10/ 12/ 06

04/ 14/ 05

11/ 12/ 09

04/ 09/ 09

11/ 14/ 02

05/ 08/ 03

11/ 14/ 02

PRCDUCT

1359

215

2554

3992

3850

2547

2549

2546

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED.

PAGE 123

CONFORVB TO AASHTO ML94
(ASTM C494)

CONFORMB TO AASHTO ML94
(ASTM C494)

CONFORMB TO AASHTO ML94
(ASTM C494)

ON CONDI TI ONAL LI ST SINCE
1988, W TH NO PROBLENS.

CONFORMVB TO AASHTO ML94
(ASTM C494)

CONFORMS TO AASHTO ML94
(ASTM C494)

CONFORVS TO AASHTO ML94
(ASTM C494)

CONFORVB TO AASHTO ML94
(ASTM C494)

CCNFORMS TO AASHTO ML94
(ASTM C494)

CONFORVB TO AASHTO ML94
(ASTM C494)

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD
SPEC NO CATECORY
02040. 10 TYPE A ADM XTURE
WATER REDUCER
02040. 10 TYPE A ADM XTURE
WATER REDUCER
02040. 10 TYPE A ADM XTURE
WATER REDUCER
02040. 10 TYPE A ADM XTURE
WATER REDUCER
02040. 10 TYPE A ADM XTURE
WATER REDUCER
02040. 10 TYPE A ADM XTURE
WATER REDUCER
02040. 10 TYPE A ADM XTURE
WATER REDUCER
02040. 10 TYPE A ADM XTURE
WATER REDUCER
02040. 10 TYPE A ADM XTURE
WATER REDUCER
*LIST "A = APPROVED.

**LIST 'Q = QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

PCLYHEED 900

POLYHEED 997

POLYHEED FC 100

PQzZALI TH 200N

PQzzALI TH 322N

PQzzALI TH 80

PS- 1466

RHECBUI LD 1000

Sl KA VI SCOCCRETE 2100

USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
LI ST PUBLI SHED BY: QODOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059.

ODOT CONSTRUCTI ON' MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647
BCB ALLEN 503/ 329- 7232

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WOJTECH 503/ 806- 1647

BOB ALLEN 503/ 329- 7232

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

BASF - ADM XTURES 216/ 839-7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806-1647

BCB ALLEN 503/ 329- 7232

BASF - ADM XTURES 216/ 839-7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

SI KA CORP 201/ 933- 8800
JAMES DEMARO 908/ 552- 1427
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537- 3407

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

10/ 12/ 06

10/ 12/ 06

10/ 12/ 06

10/ 12/ 06

10/ 12/ 06

10/ 12/ 06

10/ 12/ 06

10/ 12/ 06

01/12/ 06

PRCDUCT

213

1903

1428

2059

1477

3238

1353

3251

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.
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CONFORMB TO AASHTO ML94
(ASTM C494)

CONFORMB TO AASHTO ML94
(ASTM C494)

WAS PQZZOLI TH POLYHEED. 1/98
SI'M LAR TO REGULAR PCLYHEED.

CONFORMVB TO AASHTO ML94
(ASTM C494)

ALSO USED AS TYPE C AND E
WATER REDUCI NG ACCELERATCR.

CONFORMB TO AASHTO ML94
(ASTM C494)

CONFORMB TO AASHTO ML94
(ASTM C494)

CONFORVB TO AASHTO ML94
(ASTM C494)

SAME AS MBL 80, BUT MBL 80 IS
NOT AVAI LABLE ANYNORE 7/ 06.

CONFORMS TO AASHTO ML94

(ASTM C494)

CONFORVB TO AASHTO ML94
(ASTM C494)



STANDARD
SPEC NO. CATECORY
02040. 10 TYPE A ADM XTURE
WATER RECUCER
02040. 10 TYPE A ADM XTURE
WATER REDUCER
02040. 10 TYPE A ADM XTURE
WATER REDUCER
02040. 10 TYPE A ADM XTURE
WATER REDUCER
02040. 10 TYPE A ADM XTURE
WATER REDUCER
02040. 10 TYPE A ADM XTURE
WATER REDUCER
02040. 10 TYPE A ADM XTURE
WATER REDUCER
02040. 10 TYPE A ADM XTURE
WATER REDUCER
02040. 10 TYPE A ADM XTURE

WATER REDUCER

APPROVED LI ST -
QUALI FI ED LI ST -

Sl KA VI SCOCRETE 2110

Sl KA VI SCOCRETE 4100

Sl KA VI SCOCRETE 6100

SI KAMENT 686

WRDA 20

WRDA 27

WRDA 64

WRDA 79

WWRDA 82

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
SI KA CORP 201/ 933- 8800
JAMES DEMARO 908/ 552-1427
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537-3407

SI KA CORP 201/ 933- 8800
JAMES DEMARO 908/ 552- 1427
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537- 3407

SI KA CORP 201/ 933- 8800
JAMES DEMARO 908/ 552- 1427
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537-3407

SI KA CORP 201/ 933- 8800
JAMES DEVARO 908/ 552- 1427
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537- 3407

WR GRACE & CO. 877/423- 6491
DEN SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & CO. 877/423- 6491
DEN SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & OO 877/423- 6491
DEN SE WHI TE 617/ 498- 4555
KEI TH TERRILL 503/ 333-0023

WR GRACE & CO. 877/423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & OO 877/423- 6491
DENI SE WH TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

03/10/ 11

01/ 12/ 06

01/ 12/ 06

01/ 12/ 06

01/10/02

01/10/ 02

01/13/94

05/ 01/ 88

08/ 08/ 91

PRODUCT
NUMBER

3250

3252

3249

2484

2473

1078

2071

771

*LIST "A = APPROVEL. NMNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.

**LIST 'Q = QUALIFIED. USE WTH SAWMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 125

CONFORMS TO AASHTO ML94
(ASTM C494)

CONFORMB TO AASHTO ML94
(ASTM C494)

CONFORMS TO AASHTO ML94
(ASTM C494)

CONFCRVS TO AASHTO ML94 TYPE A

CONFCRMS TO AASHTO ML94 TYPE A

THE MANUFACTURER SUBM TTED
DOCUMENTATI ON | NDI CATING I T
MEETS ASTM G 494.

CONFORVB TO AASHTO ML94
(ASTM C 494)
SAVE AS WRDA PAVE 17

CONFORVB TO ASTM C 494.
SAME AS WRDA PAVE 18

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTVAG

LI ST PUBLI SHED BY: CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



ODOT CONSTRUCTI OV MATERI ALS SECTI ON PAGE 126
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO CATECORY PRCDUCT NAME ANDY OR MANUFACTURER DATE NUMBER LIST = ----emmmm-- REMARKS- - - ---------
02040. 10 TYPE A ADM XTURE WRDA PAVE 17 WR GRACE & GO 877/423- 6491 04/ 14/ 11 4273 A SAME AS WRDA 79
WATER REDUCER DEN SE WHI TE 617/ 498- 4555

KEI TH TERRI LL 503/ 333-0023

02040. 10 TYPE A ADM XTURE WRDA PAVE 18 WR GRACE & OO 877/423- 6491 04/ 14/ 11 4274 A SAME AS WRDA 82
WATER REDUCER DENI SE WH TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

02040. 10 TYPE A ADM XTURE ZYLA 610 WR GRACE & CO. 877/423- 6491 08/ 14/ 08 3325 A CARBCHYDRATE BASED - THS IS
WATER REDUCER DEN SE WHI TE 617/ 498- 4555 NEWFOR US. MONI TOR
KEI TH TERRI LL 503/ 333-0023 COWVPATI BI LI TY.
02040. 10 TYPE A ADM XTURE ZYLA 630 WR GRACE & CO. 877/ 423- 6491 01/ 08/ 09 3731 A CONFORVMS TO AASHTO M194
WATER REDUCER DEN SE WHI TE 617/ 498- 4555 (ASTM C494) .

KEI TH TERRI LL 503/ 333-0023

02040. 10 TYPE B ADM XTURE DARATARD 17 WR GRACE & CO 877/ 423- 6491 05/ 01/ 88 1883 A CONFORVS TO AASHTO ML94
SET RETARDER DENI SE WHI TE 617/ 498- 4555 (ASTM C494)
KEI TH TERRI LL 503/ 333-0023

02040. 10 TYPE B ADM XTURE DARATARD HC WR GRACE & QO 877/423- 6491 05/ 01/ 88 2038 A CONFORVS TO AASHTO ML94
SET RETARDER DENI SE WH TE 617/ 498- 4555 (ASTM C494)
KEI TH TERRI LL 503/ 333-0023

02040. 10 TYPE B ADM XTURE PLASTI MENT SI KA CORP 201/ 933- 8800 05/ 01/ 88 2051 A CONFORVS TO AASHTO ML94
SET RETARDER JAMES DEVARO 908/ 552- 1427 (ASTM C494)
MASONS SUPPLY 800/ 537-3407
ATLAS SUPPLY 800/ 806- 7952

02040. 10 TYPE B ADM XTURE PLASTI MENT ES SI KA CORP 201/ 933- 8800 03/10/ 11 4351 A CONFCRVS TO AASHTO ML94
SET RETARDER JAMES DEVARO 908/ 552-1427 (ASTM CA94)
MASONS SUPPLY 800/ 537- 3407
ATLAS SUPPLY 800/ 806- 7952

02040. 10 TYPE B ADM XTURE PQzzQLI TH 100XR BASF - ADM XTURES 216/839-7500  10/12/06 2055 A CONFORVS TO AASHTO ML94
SET RETARDER MARK Pl ECHUTA 216/ 839-7072 (ASTM C494)
GARY WDJTECH 503/ 806- 1647
BCB ALLEN 503/ 329- 7232

*LIST "A = APPROVED. NAY BE USED W THOUT SAMPLES, TESTING OCR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: ODOT MATER ALS LAB; 800 AIRPCRT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



STANDARD

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

10

10

10

10

10

10

10

10

10

*LIST " A

**LIST !
LI ST PUBLI SHED BY:

Q

TYPE B ADM XTURE
SET RETARDER

TYPE C ADM XTURE
ACCELERATCOR

TYPE C ADM XTURE
ACCELERATCOR

TYPE C ADM XTURE
NON CHLORI DE

TYPE C ADM XTURE
SET ACCELERATOR

TYPE C ADM XTURE
SET ACCELERATOR

TYPE C ADM XTURE
SET ACCELERATOR

TYPE C ADM XTURE
SET ACCELERATCR

TYPE C ADM XTURE
SET ACCELERATOR

APPROVED.
QUALI FI ED.

APPROVED LI ST -

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

NO SAMPLES OR TESTS REQUI RED*

QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

PCQzzALI TH 300R

DARASET 200

DARASET HES

PQZZALI TH NC 534

DARASET 400

EUCON ACN
WAS BORAL ACN

EUCON CI A

PCLARSET

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647
BCB ALLEN 503/ 329- 7232

WR GRACE & OO 877/423- 6491
DENI SE WH TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & CO. 877/ 423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

WR GRACE & CO. 877/423- 6491
KEI TH TERRI LL 480/ 381-0780

WR GRACE & QO 877/423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

EUCLI D CHEM CAL 800/ 321-7628
W LLI AM5S CONCRETE 800/ 255- 0560

EUCLI D CHEM CAL 800/ 321-7628
W LLI AVS CONCRETE 800/ 255- 0560

WR GRACE & OGO 877/ 423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

(503) 986-3059.

EFFECTI VE
DATE

10/ 12/ 06

11/10/ 99

04/ 09/ 09

10/ 12/ 06

02/ 14/ 08

02/ 13/ 92

07/12/01

05/ 08/ 08

12/ 14/ 95

PRCDUCT

1881

3849

1879

3603

543

1740

2262

1406

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED.

PAGE 127

CONFORVS TO AASHTO ML94
(ASTM C494)

CONFORMB TO AASHTO ML94
(ASTM C494)

CONFORMB TO AASHTO ML94
(ASTM C494)

OONFORMB TO AASHTO ML94
(ASTM C494) ; USI NG RI GHT
ACCELERATCR, MAY SEE UP
TO 3000 PSI | N ONE HOUR

CONFORMB TO AASHTO ML94
(ASTM C494)

CALCI UM NI TRATE SOLUTI CN
FOR SET ACCELERATI ON ONLY.
LONG TERM EFFECTS AS A
CORROSI ON | NHI Bl TOR UNKNOWN.

CONFORVB TO AASHTO ML94
(ASTM C494)

MEETS ASTM C494

CONFORVB TO AASHTO ML94
(ASTM C494)

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPORT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02040. 10

02040. 10

02040. 10

02040. 10

02040. 10

02040. 10

02040. 10

02040. 10

02040. 10

*LIST "A =
**LIST 'Q

LI ST PUBLI SHED BY:

TYPE C ADM XTURE
SET ACCELERATCR

TYPE C ADM XTURE
SET ACCELERATCR

TYPE C ADM XTURE
SET ACCELERATOR

TYPE C ADM XTURE
SET ACCELERATOR

TYPE C ADM XTURE
SET ACCELERATOR

TYPE C ADM XTURE
SET ACCELERATCR

TYPE C ADM XTURE
SET ACCELERATOR

TYPE C ADM XTURE
SET ACCELERATCR

TYPE D ADM XTURE
WATER REDUCER / RETARDER

APPROVED.
QUALI FI ED.

APPROVED LI ST -
QUALI FI ED LI ST -

POLYCHEM Cl

POLYCHEM SUPER SET

POLYHEED FC 100

PQZZUTEC 20+

RHEOCRETE CNI

SI KA CNI

SIKA RAPID 1

SI KASET NC

RECOVER

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
GENERAL RESCQURCE TECHNOLOGY
800/ 324- 8154 OR 651/ 454-4151

GENERAL RESCQURCE TECHNOLOGY
800/ 324- 8154 OR 651/ 454-4151

BASF - ADM XTURES 216/ 839- 7500

MARK Pl ECHUTA 216/ 839-7072
GARY WDITECH 503/ 806- 1647
BB ALLEN 503/ 329- 7232

BASF - ADM XTURES 216/ 839- 7500

MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647
BCB ALLEN 503/ 329- 7232

BASF - ADM XTURES 216/ 839- 7500

MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647
BCB ALLEN 503/ 329- 7232

SI KA CORP 201/ 933- 8800
JAMES DEVARO 908/ 552- 1427
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537- 3407

SI KA CORP 201/ 933- 8800
JAMES DEMARO 908/ 552-1427
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537- 3407

SI KA CORP 201/ 933- 8800
JAMES DEMARO 908/ 552-1427
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537-3407

WR GRACE & CO. 877/423- 6491

DENI SE WH TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

02/ 13/ 03

05/ 08/ 03

10/ 12/ 06

10/ 12/ 06

10/ 12/ 06

01/ 12/ 06

01/ 12/ 06

01/ 12/ 06

03/10/ 11

PRCDUCT

NUMBER LI ST

255 A
2551 A
1903 A
2705 A
1880 A
3253 A
3246 A
3247 A
1521 A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;
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CONFORMB TO AASHTO ML94
(ASTM C494)

CONFORMB TO AASHTO ML94
(ASTM C494)

CONFORMB TO AASHTO ML94
(ASTM C494)

ALSO USED AS TYPE A AND E
WATER REDUCI NG ACCELERATOR

CONFORMB TO AASHTO ML94
(ASTM C494)

NON CHLORI DE ACCEL AND
POLYCARBOXYLATE DI SPERSANT.

CONFORMB TO AASHTO ML94
(ASTM C494)
HAS A CORRCSI ON | NH Bl TOR

CONFORVB TO AASHTO ML94
(ASTM C494)

DO NOT USE W TH ANTI - SHRI NK
ADDI TI VES.

CONFORMVB TO AASHTO ML94
(ASTM C494)

CONFORVB TO AASHTO ML94
(ASTM C494)

NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

*LIST "A
**LIST !
LI ST PUBLI SHED BY:

10

10

10

10

10

10

10

10

10

Q

APPROVED.
= QUALI FI ED.

TYPE D ADM XTURE
WATER REDUCER / RETARDER

TYPE D ADM XTURE
WATER REDUCER / RETARDER

TYPE D ADM XTURE
WATER REDUCER / RETARDER

TYPE D ADM XTURE
WATER REDUCER/ RETARDER

TYPE D ADM XTURE
WATER REDUCER/ RETARDER

TYPE D ADM XTURE
WATER REDUCER/ RETARDER

TYPE D ADM XTURE
WATER REDUCI NG RETARDE

TYPE D ADM XTURE
WATER REDUCI NG RETARDER

TYPE D ADM XTURE
WATER REDUCI NG RETARDER

APPROVED LI ST -
QUALI FIED LI ST -

V- MAR VSC 500

WRDA 82

WRDA PAVE 18

EUCON VIR

EUCON WR91

FR- 1

PLASTI MENT ES

DARATARD 17

DARATARD HC

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
WR GRACE & GO 877/423- 6491
DENI SE WH TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & OO 877/423- 6491
DENI SE WH TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & CO. 877/ 423- 6491
DENI SE WH TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

EUCLI C CHEM CAL 800/ 321-7628
W LLI AMS CONCRETE 800/ 255- 0560

EUCLI D CHEM CAL 800/ 321-7628
W LLI AM5S CONCRETE 800/ 255- 0560

FR TZ- PAK 888/ 746- 4116
MASONS SUPPLY 800/ 537- 3407

SI KA CORP 201/ 933- 8800
JAMES DEMARO 908/ 552- 1427
MASONS SUPPLY 800/ 537-3407
ATLAS SUPPLY 800/ 806- 7952

WR GRACE & CO. 877/ 423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & CO. 877/ 423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

04/ 08/ 10

03/10/11

04/ 14/ 11

01/ 12/ 06

09/ 09/ 04

07/ 13/ 00

03/10/11

05/ 01/ 88

05/ 01/ 88

771

4274

2261

2259

2147

4351

1883

2038

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWVPLI ANCE CERTI FI CATIONS. MAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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CONFORVS TO AASHTO ML94

CONFORMS TO ASTM C 494.
SAME AS WRDA PAVE 18

SAME AS WRDA 82

CONFORMVB TO AASHTO ML94
(ASTM C 494)

CONFORMS TO AASHTO ML94
(ASTM C 494)

CONFORMS TO AASHTO ML94
(ASTM C 494) .

CONFORVB TO AASHTO ML94
(ASTM C494)

CONFORVB TO AASHTO ML94
(ASTM C494)

CONFORVB TO AASHTO ML94
(ASTM C494)

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



02040. 10

02040. 10

02040. 10

02040. 10

02040. 10

02040. 10

02040. 10

02040. 10

*LIST "A =
**LIST ' Q

LI ST PUBLI SHED BY:

TYPE D ADM XTURE
WATER REDUCI NG RETARDER

TYPE D ADM XTURE
WATER REDUCI NG RETARDER

TYPE D ADM XTURE
WATER REDUCI NG RETARDER

TYPE D ADM XTURE
WATER REDUCI NG RETARDER

TYPE D ADM XTURE
WATER REDUCI NG RETARDER

TYPE D ADM XTURE
WATER REDUCI NG RETARDER

TYPE D ADM XTURE
WATER REDUCI NG RETARDER

TYPE E ADM XTURE
WATER REDUCER- ACCELERATCR

TYPE E ADM XTURE
WATER REDUCER- ACCELERATOR

APPROVED. NMAY BE USED W THOUT SAVPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
= QUALIFIED. USE WTH SAWPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPCRT ANY PROBLEMS USI NG THESE PRCDUCTS.

EUCCON RETARDER 100

EUCON TR

WAS BORAL TR

PLASTI MENT

PCOLYCHEM R

PQzZALI TH 100XR

PQzzALI TH 300R

EUCON ACN

WAS BORAL ACN

PQZZUTEC 20+

APPROVED LI ST -
QUALI FIED LI ST -

CDOT CONSTRUCTI QN MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
EUCLI D CHEM CAL 800/ 321-7628
W LLI AMS CONCRETE 800/ 255-0560

EUCLI D CHEM CAL 800/ 321-7628
W LLI AMS CONCRETE 800/ 255- 0560

EUCLI D CHEM CAL 800/ 321-7628
W LLI AMS CONCRETE 800/ 255- 0560

SI KA CORP 201/ 933- 8800
JAMES DEVARO 908/ 552-1427
MASONS SUPPLY 800/ 537-3407
ATLAS SUPPLY 800/ 806- 7952

GENERAL RESOURCE TECHNOLOGY
800/ 324- 8154 OR 651/ 454-4151

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839- 7072
GARY WOJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

BASF - ADM XTURES 216/ 839-7500
MARK Pl ECHUTA 216/ 839- 7072
GARY VQITECH 503/ 806-1647

BCB ALLEN 503/ 329- 7232

EUCLI D CHEM CAL 800/ 321-7628
W LLI AM5 CONCRETE 800/ 255- 0560

BASF - ADM XTURES 216/ 839-7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BOB ALLEN 503/ 329- 7232

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

09/13/01

09/ 09/ 04

06/ 14/ 01

05/ 01/ 88

05/ 08/ 03

10/ 12/ 06

10/ 12/ 06

07/12/01

10/ 12/ 06

2255

1735

2051

2550

2055

2058

1740

2705
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CONFOVRS TO AASHTO ML94
(ASTM C494)

CONFCRVB TO AASHTO ML94

CONFORMS TO AASHTO ML94
(ASTM C494)

CONFORMB TO AASHTO ML94
(ASTM C494)

CONFORVB TO AASHTO ML94
(ASTM C494)

CONFORMB TO AASHTO ML94
(ASTM C494)

CONFCRVB TO AASHTO ML94
(ASTM C494)

CONFORVB TO AASHTO ML94
(ASTM C494)

NON CHLORI DE ACCEL AND
POLYCARBOXYLATE DI SPERSANT.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG



STANDARD

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

10

10

10

10

10

10

10

10

10

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

TYPE E ADM XTURE
WATER REDUCER- ACCELERATCR

TYPE E ADM XTURE
WATER REDUCI NG ACCELERATI

TYPE E ADM XTURE
WATER REDUCI NG ACCELERATI

TYPE F ADM XTURE
H GH RANGE WATER REDUCER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER

PCLYCHEM SUPER SET

POLYHEED FC 100

ADVA 140M

SAME AS ADVA 140

ADVA 190

ADVA CAST 575

DARACEM 55

EUCON MR

EUCON SP
WAS BORAL SP

APPROVED LI ST -

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

NO SAMPLES OR TESTS REQUI RED*

QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER

SI KA CORP 201/ 933- 8800
JAMES DENVARO 908/ 552- 1427
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537-3407

GENERAL RESCQURCE TECHNOLOGY
800/ 324- 8154 OR 651/ 454-4151

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDITECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

WR GRACE & OO 877/423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & CO 877/423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & CO. 877/423- 6491
DENI SE WH TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & CO. 877/ 423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

EUCLI D CHEM CAL 800/ 321-7628
W LLI AVMS CONCRETE 800/ 255- 0560

EUCLI D CHEM CAL 800/ 321-7628
W LLI AVB CONCRETE 800/ 255- 0560

EFFECTI VE
DATE

01/ 12/ 06

05/ 08/ 03

10/ 12/ 06

06/ 08/ 06

06/ 14/ 07

05/ 10/ 07

11/ 12/ 09

01/ 12/ 06

06/ 14/ 01

PRCDUCT
NUMBER

2551

1903

2599

3459

3490

1294

2258

1738

LI ST

A

APPROVED. NMAY BE USED W THOUT SAVPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPOCRT.

= QUALIFIED. USE WTH SAMPLING TESTING & CR QUALITY COWPLI ANCE CERTS AS NEEDED.
CDOT MATERIALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.
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CONFORVB TO AASHTO ML94
(ASTM C494)

CONFORMB TO AASHTO ML94
(ASTM C494)

CONFORMB TO AASHTO ML94
(ASTM C494)

ALSO USED AS TYPE A AND C
WATER REDUCI NG ACCHLERATOR

CONFORMS TO AASHTO ML94

CONFORVS TO AASHTO ML94

CONFORVB TO AASHTO ML94
(ASTM C494)

CONFORVB TO AASHTO ML94

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTMAG



STANDARD

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

10

10

10

10

10

10

10

10

10

*LIST " A

**LIST !

Q

TYPE
H CGH

TYPE
H GH

TYPE
H CGH

TYPE
H GH

TYPE
H CGH

TYPE
H GH

TYPE
H GH

TYPE
H GH

APPROVED.
= QUALI FI ED.

LI ST PUBLI SHED BY:

F ADM XTURE
RANGE WATER

F ADM XTURE
RANGE WATER

F ADM XTURE
RANGE WATER

F ADM XTURE
RANGE WATER

F ADM XTURE
RANGE WATER

F ADM XTURE
RANGE WATER

F ADM XTURE
RANGE WATER

F ADM XTURE
RANGE WATER

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

REDUCER

REDUCER

REDUCER

REDUCER

REDUCER

REDUCER

REDUCER

REDUCER

GLENI UM 3030 NS

GLENI UM 3400 NV

GLEN UM 7101

GLENI UM 7500

GLENI UM 7700

MELCHEM

M RA 110

M RA 62

PS- 1466

CDOT' CONSTRUCTI ON/ MATERI ALS SECTI ON
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *
JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647
BCB ALLEN 503/ 329- 7232

EFFECTI VE
DATE

10/ 12/ 06

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

10/ 12/ 06

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WLITECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

06/ 14/ 07

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

07/ 12/ 07

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

09/ 13/ 07

GENERAL RESCURCE TECHNOLOGY
800/ 324- 8154 OR 651/ 454-4151

04/ 14/ 05

WR GRACE & CO. 877/ 423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

11/ 12/ 09

WR GRACE & CO. 877/423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

04/ 09/ 09

BASF - ADM XTURES 216/ 839-7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

10/ 12/ 06

(503) 986-30509.

PRCDUCT
NUVBER

3047

3484

3501

3536

2554

3992

3850

3238

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE W TH SAMPLI NG TESTI NG & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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CONFORMB TO AASHTO ML94
(ASTM C494)

DESI GNED FOR SELF LEVELI NG
CONCRETE.

CONFORMB TO AASHTO ML94
(ASTM C494)

CONFORMS TO AASHTO ML94
(ASTM C494)

NOT COMPATI BLE W TH BETA
NAPHTHALENE SULFONATE ADDI TI VE

CONFORMB TO AASHTO ML94
(ASTM C494)

NOT COVPATI BLE W TH BETA-
NAPHTHALENE SULFONATE ADDI Tl VE

CONFORMB TO AASHTO ML94

(ASTM C494)

NOT COMPATI BLE W TH BETA
NAPHTHALENE SULFONATE ADDI TI VE

CONFORVB TO AASHTO ML94
(ASTM C494)

CONFORVB TO AASHTO ML94
(ASTM C494)

CONFORVB TO AASHTO ML94
(ASTM C494)

3.5- 5.0 Gz/ W TYPI CAL.
6-10 QZ/ W FOR FLON NG CONCR

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

10

10

10

10

10

*LIST "A

**LIST !
LI ST PUBLI SHED EY:

Q

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
FOR PRECAST/ PRESTRESS

TYPE F ADM XTURE
HI GH RANGE WATER REDUCER
SUPER- PLASTI CI ZER

TYPE F ADVI XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI CI ZER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI O ZER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI CI ZER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI Gl ZER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI Ol ZER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI O ZER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI O ZER

APPROVED.
= QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

ADVA CAST 555

ADVA 195

ADVA 405

ADVA CAST 500

ADVA CAST 530

ADVA CAST 540

ADVA FLEX

DARACEM 100

EUCON 37

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT CONSTRUCTI OV MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
WR GRACE & OO 877/423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & CO. 877/ 423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERR LL 503/ 333-0023

WR GRACE & CO 877/423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERR LL 503/ 333-0023

WR GRACE & CO. 877/423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & CO 877/ 423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & CO. 877/423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERR LL 503/ 333-0023

WR GRACE & CO. 877/423- 6491
DENI SE WHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

WR GRACE & CO. 877/423- 6491
DENI SE VWHI TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

EUCLI D CHEM CAL 800/ 321-7628
W LLI AMS CONCRETE 800/ 255- 0560

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

06/ 08/ 06

01/ 08/ 09

03/10/11

05/ 13/ 04

11/ 09/ 04

11/ 09/ 04

07/14/11

06/ 09/ 94

09/ 09/ 04

PRCDUCT

NUMBER

3725

4354

2829

2746

2636

4405

1154

2260

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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CONFORVS TO AASHTO ML94

CONFORVB TO AASHTO ML94
(ASTM C494) .

CONFORMB TO AASHTO ML94
(ASTM C494) .

CONFORVS TO AASHTO ML94
DESI GNED FOR PRECAST
CONCRETE APPLI CATI ONS.

CONFCRVB TO AASHTO ML94

DESI GNED FOR SELF COWPACTI NG
CONCRETE, BUT MEETS SPEC FOR
OTHER USES.

CONFORVS TO AASHTO ML94

DESI GNED FOR SELF COVPACTI NG
CONCRETE, BUT MEETS SPEC FOR
OTHER USES.

CONFORVB TO AASHTO ML94
I NTERIM TESTS K 7-14-11

| NDEPENDENT TEST RESULTS MEET
QOUR SPECI FI CATI ONS.

CONFORVB TO AASHTO ML94

(ASTM C494)

WAS P# 1357 Q IN 6/89. D 9/04
CAUSE MFG DIDN T I NCL TESTS.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

10

10

10

10

10

10

10

10

10

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI O ZER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI O ZER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI Cl ZER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI O ZER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI CI ZER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI O ZER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI Cl ZER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI O ZER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI A ZER

APPROVED.
QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

EUCON SP150

WAS BORAL 150

FRI TZ SUPERCI ZER 1

FRI TZ SUPERCI ZER 5

FRI TZ SUPERCI ZER 6

RHECBU LD 1000

Sl KA VI SCOCCRETE 2100

SI KA VI SCOCRETE 2110

SI KA VI SCOCCRETE 4200

ODOT MATERIALS LAB, 800 Al RPORT RD SE; SALEM OR 97301-4798;

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
EUCLI D CHEM CAL 800/ 321-7628
W LLI AVS CONCRETE 800/ 255- 0560

EUCLI C CHEM CAL 800/ 321-7628
W LLI AVB CONCRETE 800/ 255- 0560

FRI TZ- PAK 888/ 746- 4116
MASONS SUPPLY 800/ 537- 3407

FRI TZ- PAK 888/ 746- 4116
MASONS SUPPLY 800/ 537- 3407

FRI TZ- PAK 888/ 746- 4116
MASONS SUPPLY 800/ 537- 3407

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

SI KA CORP 201/ 933- 8800
JAMES DEMARO 908/ 552-1427
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537- 3407

SI KA CORP 201/ 933- 8800
JAMES DEMARO 908/ 552-1427
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537-3407

SI KA CORP 201/ 933- 8800
JAMES DEMARO 908/ 552-1427
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537- 3407

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

05/ 01/ 88

05/ 01/ 88

09/ 10/ 92

09/ 10/ 92

09/ 10/ 92

10/ 12/ 06

01/ 12/ 06

03/10/11

01/ 12/ 06

2050

901

902

903

1353

3251

4350

3250

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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CONFCRVB TO AASHTO ML94

(ASTM C 494). DESI GNED AS
SLUVP CONTRCL W O ADDI NG MORE
WATER SUBM T WTH M X DESI GN.

CONFORVB TO AASHTO ML94

(ASTM C 494) . SUPERPLASTI O ZER
CAN REDUCE WATER REQUI REMENTS
UP TO 25% SUBM T WM X DESI GN

CONFORVB TO AASHTO ML94

(ASTM C 494) . PREM UM " SUPER".
CAN REDUCE WATER REQUI REMENTS
UP TO 40% SUBM T WM X DESI GN

CONFORVS TO AASHTO ML94
(ASTM C494). FORMULATED FOR
EXTENDED SLUWP LI FE: 60-90 M N

CONFORVS TO AASHTO ML94
(ASTM C494) . NMAY RETARD SET.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

02040.

*LIST " A

10

10

10

10

10

10

10

10

10

**LIST ' Q

LI ST PUBLI SHED BY:

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI A ZER

TYPE F ADM XTURE
H GH RANGE WATER REDUCER
SUPER- PLASTI A ZER

TYPE F ADM XTURE
WATER REDUCER

TYPE G ADM XTURE
H RNGE H20 REDUCE/ RETARD

TYPE G ADM XTURE
H RNGE H2O REDUCE/ RETARD

TYPE G ADM XTURE
H RNGE H20O REDUCE/ RETARD

TYPE S ADM XTURE
SUPER SET EXTENDER

TYPE S ADM XTURE
SUPER SET EXTENDER

TYPE S ADM XTURE
VI SCOsI TY MODI FI ER

APPROVED.
= QUALI FI ED.

S| KA VI SCOCRETE 6100

S| KAMENT 686

POLYHEED 997

EUCON REC- 1

WAS BORAL RL-1

DARACEM 100

FRI TZ- PAK SUPERCI ZER 7

DELVO STABI LI ZER

RECOVER

RHEOVAC VVA 358

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES COR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *
JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
SI KA CORP 201/ 933- 8800
JAMES DEMARO 908/ 552-1427
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537-3407

EFFECTI VE
DATE

01/ 12/ 06

SI KA CORP 201/ 933- 8800
JAMES DEMARO 908/ 552-1427
ATLAS SUPPLY 800/ 806- 7952
MASONS SUPPLY 800/ 537- 3407

01/ 12/ 06 3249 A

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

10/ 12/ 06 213 A

EUCLI D CHEM CAL 800/ 321-7628
W LLI AVMS CONCRETE 800/ 255- 0560

06/ 14/ 01 1739 A

WR GRACE & CO. 877/423- 6491
DENI SE WH TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

08/ 08/ 96 1154 A

FR TZ- PAK 888/ 746- 4116
MASONS SUPPLY 800/ 537- 3407

07/12/ 01 2146 A

BASF - ADM XTURES 216/ 839-7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

10/ 12/ 06 751 A

WR GRACE & GO 877/423- 6491
DENI SE WH TE 617/ 498- 4555
KEI TH TERRI LL 503/ 333-0023

12/ 09/ 04 1521 A

BASF - ADM XTURES 216/ 839-7500
MARK Pl ECHUTA 216/ 839-7072
GARY WOJTECH 503/ 806- 1647

BCB ALLEN 503/ 329- 7232

05/ 14/ 09 2526 A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWVPLI ANCE CERTI FI CATI ONS.  MAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPCRT RD SE; SALEM OR 97301-4798;

(503) 986-3059.
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CONFORVS TO AASHTO ML94
(ASTM C494). TYPE F @6 Qz/ W

CONFORVS TO AASHTO ML94
(ASTM C494) . MAY RETARD SET.

CONFORMB TO AASHTO ML94
(ASTM C494)

QUALI FI ED AS TYPE A CONCRETE
ADM XTURE.

CONFORMS TO AASHTO ML94

| NDEPENDENT TEST RESULTS MEET
QUR SPECS.

FCR USE AS SET EXTENDER ONLY.
WRI TTEN APPROVAL FROM THE
MATERI ALS LABORATCORY FOR
BRI DGE DECKS AND OVERLAYS.

FOR USE AS SET EXTENDER ONLY.
WRI TTEN APPROVAL FROM THE
MATERI ALS LABCRATORY FOR
BRI DGE DECKS AND OVERLAYS.

DESI GNED FOR SELF LEVELI NG
CONCRETE

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



02040.

02050.

02050.

02050.

02050.

02050.

02050.

02050.

10

10

10

10

10

10

30

40

*LIST "A

**L]IST !
LI ST PUBLI SHED BY:

Q

TYPE S ADM XTURE

VI SCOSI TY MXDI FI ER

TYPE S ADM XTURE

WORKABI LI TY RETAI NI NG

CURI NG COVPOUND,
TYPE 1, CLASS A

CURI NG COVPOUND,
TYPE 2, CLASS A

CURI NG COMPQOUND,
TYPE 2, CLASS A

CURI NG COVPQUND,
TYPE 2, CLASS A

CURI NG COVPOUND,

CONCRETE

CONCRETE

CONCRETE

CONCRETE

CONCRETE

TYPE 2, CLASS A & B

CURI NG BLANKET, CONCRETE

CONCR EVAPCRATI ON REDUCER

= APPROVED.
= QUALI FI ED.

APPROVED LI ST -
QUALI FI ED LI ST -

RHECTEC Z-60
WAS PS-1563

SEALTI GHT 1300 CLEAR
VOC S = 18G L

AVERI CAN VH TE WAX DOT' CURE
VOC S = 42 GL

L & MCURE W2
VOoC = 25 GL

SEALTI GHT 1635
VOC'S = 18 G L

SEALTI GHT 1200
VOC S = 69G L

SKAPS GE160 WH TE

E- CON

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
WR GCRACE & CO 877/423- 6491
DENI SE WH TE 617/ 498- 4555
KEl TH TERRI LL 503/ 333-0023

BASF - ADM XTURES 216/ 839- 7500
MARK Pl ECHUTA 216/ 839-7072
GARY WDJTECH 503/ 806- 1647

BOB ALLEN 503/ 329- 7232

WR MEADOWNS 800/ 342-5976

CST- CONCRETE SPEC 541/ 567-8810
MASONS SUPPLY 800/ 537- 3407
VESTSI DE CONCRETE 503/ 591- 0203

AVERI CAN CONCRETE SYSTEMS | NC
REP: JAN W NN 619/578-5270

WESTSI DE CONCRETE ACCESSCRI ES
BRI AN MCALLI STER 503/ 591- 0203

L & M CONSTRUCTI ON CHEM CALS
800/ 362- 3331 OR 420/ 453-6600
Bl LL PAVI TT 425/562- 6076

WR MEADONS 800/ 342-5976

CST- CONCRETE SPEC 541/ 567-8810
MASONS SUPPLY 800/ 537- 3407
VESTSI DE CONCRETE 503/ 591- 0203

WR MEADOANS 800/ 342-5976

CST- CONCRETE SPEC 541/ 567-8810
MASONS SUPPLY 800/ 537- 3407
VEESTSI DE CONCRETE 503/ 591- 0203

SKAPS VI A GECTK 888/ 708- 8835

L & M CONSTRUCTI ON CHEM CALS
402/ 453- 6600
Bl LL PAVI TT 425/ 785- 3242

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

05/ 14/ 09

03/10/ 11

05/ 01/ 88

02/ 13/ 92

07/ 09/ 92

03/ 09/ 00

08/ 08/ 91

04/ 13/ 06

04/ 08/ 04

PRODUCT

3901

776

832

850

1038

760

3228

2882

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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REPORT ANY UNUSUAL CRACKI NG CR
OTHER PROBLEMS.

FOR SELF CONSQLI DATI NG
CONCRETE.

CLEAR WAX. WATCH SHELF LI FE.
TEST BY LOT, EXCEPT CGC OK | F
PRCDUCT |'S ON QPL.

WH TE WAX. M X VELL.
TEST BY LOT, EXCEPT CGC K IF
ON QPL.

WATERBASED. M X VELL.
TEST BY LOT, EXCEPT CGC X I F
PRCDUCT IS ON THE QPL.

WH TE WAX.  WATCH SHELF LI FE.
TEST BY LOT, EXCEPT CGC KX | F
PRCDUCT IS ON QPL.

WA TE RESIN.  WATCH SHELF LI FE
TEST BY LOT, EXCEPT CGC OK I F
PRODUCT |'S ON QPL.

NON- WOVEN NEEDLE PUNCHED
PCLYPRCPYLENE FABRI C. STILL
NEEDS POLYETYLENE FABRI C AS
W TH BURLAP.

USE I N ADDI TI ON TO REGULAR
CURE TREATMENTS.

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



02050.

02050.

02050.

02060.

02060.

02060.

02060.

02060.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

40

40

40

00

00

00

00

00

Q

CONCR EVAPCRATI ON REDUCER

CONCR EVAPCRATI ON REDUCER

CONCR EVAPCRATI ON REDUCER

CONCR EVAPCRATI ON REDUCER

CONCRETE SEALER,
BARRI ER

CHLORI DE

CONCRETE SEALER,
BARRI ER

CHLCRI DE

CONCRETE SEALER,
BARRI ER

CHLCRI DE

CONCRETE SEALER,
BARRI ER

CHLORI DE

CRACK SEALER - H GH MD
EPOXY

APPROVED.
QUALI FI ED.

ODOT CONSTRUCTI OV MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

EVAPRE

MBT CONFI LM

PRO- FI LM

HYDRCQZO 100

SEALVASTER 100%

Sl L- ACT ATS 100

SW 244-100VCC

CCS COATI NG EPOXY HEALER SEALR

ODOT MATERI ALS LAB;, 800 AIRPCRT RD SE;, SALEM OR 97301-4798,

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
EUCLI D CHEM CAL 800/ 321-7628
RW SI MMONS ASSCC, 253/ 946-3740
W LLI AMS FORM 503/ 286- 3647

WR MEADOANS 800/ 342-5976

CST- CONCRETE SPEC 541/ 567-8810
MASONS SUPPLY 800/ 537-3407
WVESTSI DE CONCRETE 503/ 591- 0203

BASF 952/ 496- 6000
BRUCE JACKSON 503/ 722-4101

UNI TEX 800/ 821- 5846

ANDY FREENMVAN 307/ 214- 4847
WLLI AMS FORM ENG 800/ 255- 0560
KNI FE Rl VER 503/ 648- 3100

BASF BU LDI NG SYSTENMS
TECH 800/ 433-9517 OPTION 5
BRUCE JACKSON 503/ 722-4101

TECHNI CAL BARRI ER SYSTEMS
888/ 537- 2888
BRUCE HCOLLI DAY 503/ 646- 0801

ADVANCED CHEM CAL TECHNOLOGQ ES
KEVI N BROMN 800/ 535- 0433
JI'M SULLI VAN 206/ 484-8236

SHERW N W LLI AMS 360/ 609- 1879
JOHN REI SER 360/ 931- 4645
ER C ZI MVERVAN 503/ 804- 6924

CHEMOO SYSTEMS 800/ 757- 6773
650/ 261- 3790

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

12/ 09/ 04

12/ 09/ 04

06/ 14/ 07

09/ 11/ 03

06/ 14/ 07

11/11/10

02/10/11

08/ 12/ 10

07/ 12/ 07

PRCDUCT
NUMBER

2998

2883

2848

2177

4155

4337

4179

2338

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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USE I N ADDI TI ON TO REGULAR
CURE TREATMENTS.

USE I N ADDI TI ON TO REGULAR
CURE TREATMENTS.

USE I N ADDI TI ON TO REGULAR
CURE TREATMENTS.

USE | N ADDI TI ON TO REGULAR
CURE TREATMENTS.

PASSED ALBERTA DOT (TYPE 10)

100% SI LANE.
LI ST APPROVED.

ALBERTA DOT 1C

I'T MET QUR REQUI REMENTS,
I NCLUDI NG THE ALBERTA 1C LI ST.
100% SI LANE.

I T MET QUR REQUI REMENTS,
I NCLUDI NG THE ALBERTA 1C LI ST.
100% SI LANE.

100% SCLI DS. CRACKS: . 002-.33"
NO DAMPNESS. CHECK W MG

40 - 117 DEG F.

REMOVE EXCESS RESI N

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



CDOT' CONSTRUCTI ON MATERI ALS  SECTI ON
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

PAGE 138

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO. CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeea-- REMARKS- - - ---------
02060. 00 CRACK SEALER - H GH MD DURAL 335 TAWS | NDUSTRI ES, 800/ 218-2667 03/ 10/ 05 1918 A MG CLAI M5 K FOR DAMP SURFACE
EPOXY DAVE DI LLON 425/ 338- 4958 CRACKS: HL - .25" CHECK WMFG
MASONS SUPPLY 800/ 537- 3407 50- 90 DEGREES F.
REMOVE EXCESS RESI N.
02060. 00 CRACK SEALER - H GH MDD KBP 103 KW K BOND POLYMERS 03/ 10/ 05 2597 A 3 PARTS. 6 MO SHELF LIFE
HWWAM AL KLAIL 510/ 852-4381 CRACKS: .004 -.118 CHECK W MFG
MFG CLAI M5 K FOR DAMP SURFACE
40- 100 DEGREES F. REMOVE EXCES
02060. 00 CRACK SEALER - H GH MOD KBP 204 KW K BOND POLYMERS 03/ 10/ 05 2598 A 3 PARTS. 6 MONTH SHELF LI FE.
HWW AL KLAIL 510/ 852-4381 CRACKS: .004 -.118 CHECK W MG
MG CLAI M5 K FOR DAMP SURFACE
40- 100 DEGREES F. REMOVE EXCES
02060. 00 CRACK SEALER - H GH MCD SI KA PRONTO 19TF SI KA CORP 800/ 933- 7452 03/ 10/ 05 1072 A CRACKS: .002 -.25" CHECK W MG
HVAM THAD BROM 425/ 486-5916 MG CLAI M5 OK FCR DAMP SURFACE
MASONS SUPPLY 800/ 537- 3407 35 - 90 DEGREES F.
ATLAS SUPPLY 800/ 806- 7952 REMOVE EXCESS.
02060. 00 CRACK SEALER - H GH MCD MBT DEGADECK CRACK SEALER PLUS  BASF BU LDI NG SYSTEMS 05/ 10/ 07 3483 A CRACKS: .001 M N CHECK WMG
METHACRYLATE TECH: 800/ 433-9517 OPTION 5 NOT GOOD FOR DAMP SURFACES.
BRUCE JACKSON 503/ 722-4101 14 - 104 DEGREES F.
REMOVE EXCESS RESI N
02060. 00 CRACK SEALER - LOW MDD DURAL 50 LM TAWS | NDUSTRI ES, 800/ 218-2667 06/ 14/ 07 3447 A CRACKS: HL - .25" CHECK W MG
EPOXY DAVE DI LLON 425/ 338- 4958 50- 90 DEGREES F.
MFG CLAI M5 K FOR DAMP SURFACE
REMOVE EXCESS RESI N.
02060. 00 CRACK SEALER - LOW MXD POLYCARB MARK 135 POLY- CARB 800/ 225- 5649 11/ 08/ 07 1859 A CRACKS: H - .125" CHECK W MG
EPOXY DAN PATACCA 216/ 536- 7777 MG CLAI M5 K FOR DAMP SURFACE
40 - 180 DEGREES F.
REMOVE EXCESS RESI N.
02060. 00 CRACK SEALER - LOW MDD PRO- POXY 40 LV LM UNI TEX 800/ 821- 5846 02/ 10/ 11 4159 A CRACKS: 0.010 - 0.25
EPOXY ANDY FREENMAN 307/ 214- 4847 AMBI ENT AIR 50- 120 DEG F.
WLLI AMS FORM ENG 800/ 255- 0560 K I F DAWP, BUT CHECK W TH MFG
KNI FE RI VER 503/ 648- 3100 REMOVE EXCESS RESI N.
02060. 00 CRACK SEALER - LOW MXD TRANSPO SEALATE T70MX- 30 TRANSPO | NDUSTRI ES 03/ 10/ 05 2488 A 3 PART. CRACKS: HL-.25" CHECK
HVWAM 914/ 636- 1000 WMG NO DAMPNESS.
50 - 100 DEGREES F.
REMOVE EXCESS RESI N.
*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPOCRT.

**LIST 'Q = QUALIFIED
LI ST PUBLI SHED BY: ODOT MATERI ALS LAB; 800 Al RPCRT RD SE;, SALEM OR 97301-4798;

USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
(503) 986-3059. PLEASE REPCRT ANY PROBLEMS USI NG THESE PRCDUCTS.



ODOT' CONSTRUCTI ON MATERI ALS SECTI ON PAGE 139
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO, CATEGORY PRCDUCT NANMVE ANDY OR MANUFACTURER DATE NUMBER LIST  ----mmmmm--- REMARKS- - - - - -------
02070. 10 BONDI NG AGENT, EPOXY MBT CONCRESI VE LI QU D LPL BASF BUI LDI NG SYSTEMS 06/ 14/ 07 654 A

(FORMERLY CONCRESI VE 1001 LPL) TECH 800/ 433-9517 COPTION 5
BRUCE JACKSON 503/ 722-4101

02070. 10 BONDI NG AGENT, EPOXY PRC- POXY 204 UNI TEX 800/ 821- 5846 12/ 14/ 06 3122 A
ANDY FREEMAN 307/ 214- 4847
WLLI AMS FORM ENG 800/ 255- 0560
KNI FE Rl VER 503/ 648- 3100

02070. 10 BONDI NG AGENT, EPOXY UNI TEX SLOW SET BONDI NG AGENT UNI TEX 800/ 821- 5846 05/ 10/ 07 3123 A
ANDY FREEMAN 307/ 214-4847
WLLI AMS FORM ENG 800/ 255- 0560
KNI FE R VER 503/ 648- 3100

02070. 20 BCNDI NG AGENT, NON- EPOXY EVERBOND L & M CONSTRUCTI ON CHEM CALS 07/ 09/ 09 1315 A
800/ 362- 3331 CR 420/ 453- 6600

02070. 20 BONDI NG AGENT, NON- EPOXY TARGET POLYMER BONDI NG AGENT TARCGET PRODUCTS 800/ 575- 7700 05/ 01/ 88 1194 A
W LLAMETTE GRYSTN 541/ 726- 7666
W LLI AMS FORM ENG 800/ 255- 0560

02080. 10 GROUT, EPOXY EAS- 8 QCM COVPANY 800/ 321- 0170 12/ 07/ 89 475 A MEETS ASTM C881 SPECS.
930 S. CENTRAL
KENT, WA 98032

02080. 10 GRQUT, EPOXY EAS-8 LPL QCM COWPANY 800/ 321- 0170 12/ 07/ 89 474 A
930 S. CENTRAL
KENT, WA 98032

02080. 10 GROUT, EFOXY PRO- POXY 2500 UNI TEX 800/ 821- 5846 10/ 09/ 08 3430 A FOLLOW MFG RECCMVENDATI ONS.
ANDY FREENVAN 307/ 214-4847
WLLI AMS FORM ENG 800/ 255- 0560
KNI FE RI VER 503/ 648- 3100

02080. 20 GRQUT, NON- EPOXY WL- X CEMENT W LLI AV FORM 800/ 255- 0560 10/ 09/ 03 2890 A NON SHRI NK, NON METALLI C, NON
ACCEPTABLE AS ROCK GROUT CORRCSI VE CEMENTI TI QUS GRQUT.
APPROVED FCR ROCK GRQUT
APPLI CATI ONS.

*LIST "A = APPROVED. MNAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
**LIST 'Q = QUALIFIED. USE WTH SAMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED. NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
LI ST PUBLI SHED BY: CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PROBLEMS USI NG THESE PRCDUCTS.



02080.

02080.

02080.

02080.

02080.

02080.

02080.

02080.

20

20

20

20

20

20

20

20

*LIST " A

**L| ST !
LI ST PUBLI SHED BY:

Q

APPROVED LI ST -

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

NO SAMPLES OR TESTS REQUI RED*

QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

CATECORY PRCDUCT NAME
GRQUT, NON- EPOXY 1107 ADVANTAGE GROUT
NON- SHRI NK
GRQUT, NON- EPOXY CONSTRUCTI ON GROUT RC
NON- SHRI NK
GRQUT, NON- EPOXY CRYSTEX
NON- SHRI NK
GRQUT, NON- EPOXY EDOCO MULTI PURPGCSE GROUT
NON- SHRI NK
GRQUT, NON- EPOXY ENDURO 50 GROUT
NON- SHRI NK
GRQUT, NON- EPOXY EUCO NS GROUT
NON- SHRI NK
GRQUT, NON- EPOXY FI VE STAR GROUT
NON- SHRI NK
GRQUT, NON- EPOXY FI VE STAR | NSTANT GRQUT
NON- SHRI NK
GRQUT, NON- EPOXY SC MULTI PURPCSE GROUT
NON- SHRI NK
APPROVED.

= QUALI FI ED.

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
DAYTON SUPERI OR 800/ 745- 3703
JOHN HUKEY 877/ 416-3439 X25108
JI MW HASSAN 303/ 807-2164

BASF BUI LDI NG SYSTEMS
TECH 800/ 433-9517 OPTION 5
BRUCE JACKSON 503/ 722-4101

L & M CONSTRUCTI ON CHEM CALS
800/ 362- 3331 COR 420/ 453- 6600
Bl LL PAVI TT 425/562- 6076

DAYTON SUPERI OR 800/ 745-3703
JOHN HUKEY 877/ 416-3439 X25108
JI MW HASSAN 303/ 807-2164

CONSPEC 877/ 266- 7732

EUCLI D CHEM CAL 800/ 321-7628
RW SI MMONS ASSCC, 253/ 946- 3740
W LLI AM5 CONCRETE 800/ 255- 0560

FI' VE STAR PRODUCT 800/ 243-2206
CHRI' S PI EKOS 360/ 647-2606
WLLI AM5 CONCRETE 800/ 255- 0560
MASONS SUPPLY 800/ 537- 3407

FI VE STAR PRODUCT 800/ 243-2206
CHRI'S Pl EKCS 360/ 647-2606

W LLI AMS CONCRETE 800/ 255- 0560
MASONS SUPPLY 800/ 537-3407

SPEC CHEM 913/ 371- 8700

MASONS 800/ 537- 3407
VWH TE CAP 800/ 456- 7445

(503) 986-30509.

EFFECTI VE
DATE

12/ 10/ 98

04/ 10/ 08

07/ 09/ 09

11/ 12/ 09

04/ 14/ 05

10/ 09/ 08

07/14/11

05/ 01/ 88

07/09/ 09

PRCDUCT

3602

319

3997

993

1233

4301

1216

3494

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWLI ANCE CERTS AS NEELCED.

PAGE 140

NON SHRI NK, NON METALLI C, NON
CORRCSI VE CEMENTI TI QUS GRQAUT.
DO NOT M X ADDI TI VES TO TH S
GROUT. 50 TO 80 DEG F. BEST.

NONSHRI NK, NONVETALLI C, CEMENTI -
TIOUS GROUT. DO NOT OVER M X
OR OVER WATER. TEMP MUST BE
ABOVE 40 DEGREES F.

CEMENTI TI QUS BASED.

FI VE STAR WAS U. S. GRQUT.

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



02080.

02080.

02080.

02080.

02080.

02080.

02080.

02080.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

20

20

20

20

20

30

30

30

Q

GRQUT, NON- EPOXY
NON- SHRI NK

GRQUT, NON- EPOXY
NON- SHRI NK

GRQUT, NON- EPOXY
NON- SHRI NK

GRQUT, NON- EPOXY
NON- SHRI NK
CEMENTI TI QUS

GRQUT, NON- EPOXY
NON- SHRI NK
CEMENTI TI QUS W FLYASH

GRAUT, KEYWAY

GROUT, KEYWAY

GRQUT, KEYWAY

APPROVED.
= QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

TARGET PORTLAND EXPANDI NG

UNI TEX MULTI - PURPGCSE GRCQUT

US SPEC GP GROUT

US SPEC MP GRQUT ODOT

MBT CONSTRUCTI ON GROUT

NC GROUT

WAS HORN QROUT

1107 ADVANTAGE GROUT

CONSTRUCTI ON GRQUT RC

CRYSTEX

ODOT CONSTRUCTI OV MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
TARGET PRCDUCTS 800/ 575-7700
W LLAMETTE GRYSTN 541/ 726- 7666
WLLI AMS FORM ENG 800/ 255- 0560

UNI TEX 800/ 821- 5846

ANDY FREEMAN 307/ 214-4847

W LLI AVS FORM ENG 800/ 255- 0560
KNI FE Rl VER 503/ 648- 3100

US M X 800/ 397- 9903

MEGAN LORD 503/267-1970

VESTSI DE CONCRETE 503/ 591- 0203
W LLI AV FORM 800/ 255-0560

US M X 800/ 397- 9903

MEGAN LORD 503/267-1970

WVESTSI DE CONCRETE 503/ 591- 0203
W LLI AVS FORM 800/ 255- 0560

BASF BU LDI NG SYSTEMS
TECH 800/ 433-9517 OPTION 5
BRUCE JACKSON 503/ 722-4101

TAWVS | NDUSTRI ES, 800/ 218- 2667
DAVE DI LLON 425/ 338- 4958
MASONS SUPPLY 800/ 537- 3407

DAYTON SUPERI OR 800/ 745-3703
JOHN HUKEY 877/ 416-3439 X25108
JI MW HASSAN 303/ 807-2164

BASF BU LDl NG SYSTEMB
TECH: 800/ 433-9517 OPTION 5
BRUCE JACKSON 503/ 722-4101

L & M CONSTRUCTI ON CHEM CALS
800/ 362- 3331 OR 420/ 453- 6600
BI LL PAVI TT 425/563- 6076

(503) 986-3059.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

12/ 17/ 93

04/ 12/ 07

11/ 11/ 10

11/11/10

06/ 14/ 07

04/ 11/ 06

12/ 10/ 98

04/ 10/ 08

07/ 09/ 09

PRCDUCT

NUMBER

3472

1930

3424

1256

1425

1427

3602

319

LI ST

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATI ONS.  MAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

PAGE 141

NON- SHRI NK GROUT.

AS WTH OTHER GRQUTS, DON T
ADD TOO MUCH WATER

WAS CALLED GENERAL PURPCSE
GROUT

COSMETI C SURFACE REPAI RS O\LY.
NOT' FOR USE W TH EXPOSED STEEL

H EARLY MX DO NOT M X WTH
ADM XTURES CR FLU DI FI ERS.
CURE PROPERLY!

NON SHRI NK, NON METALLI C, NON
CORRCSI VE CEMENTI TI QUS GROUT.
DO NOTr M X ADDI TIVES TO TH' S
GROUT. 50 TO 80 DEG F. BEST.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPORT ANY PROBLEMS USI NG THESE PRODUCTS.



ODOT' CONSTRUCTI ON MATERI ALS SECTI ON PAGE 142
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
CUALI FI ED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO. CATECORY PRCDUCT NAMVE ANDY OR MANUFACTURER DATE NUMBER LIST  --eececeea-- REMARKS- - - ---------
02080. 30 GRAUT, KEYWAY EDOCO MULTI PURPCSE GROUT DAYTON SUPERI OR 800/ 745- 3703 11/ 12/ 09 3997 A

JOHN HUKEY 877/ 416-3439 X25108
JI MW HASSAN 303/ 807-2164

02080. 30 GRAUT, KEYWAY ENDURO 50 GROUT CONSPEC 877/ 266-7732 04/ 14/ 05 993 A NONMETALLI C, NONSHRI NK, CEMEN
TITIQUS GRQUT. DO NOT OVER-M X
OR OVER- WATER TEMP MUST BE
ABOVE 40 DEGREES F.

02080. 30 GROUT, KEYWAY EUCO NS GRQUT EUCLI D CHEM CAL 800/ 321-7628 10/ 09/ 08 1233 A CEMENTI TI QUS BASED.
RW SI MMONS ASSCC, 253/ 946-3740
W LLI AMS CONCRETE 800/ 255- 0560

02080. 30 GROUT, KEYWAY FI VE STAR | NSTANT GROUT FI VE STAR PRODUCT 800/ 243-2206  05/01/88 1216 A FI VE STAR WAS U. S. GRQUT.
CHR' S PI EKOS 360/ 647- 2606
W LLI AMS CONCRETE 800/ 255- 0560
MASONS SUPPLY 800/ 537- 3407

02080. 30 GROUT, KEYWAY TARGET PORTLAND EXPANDI NG TARCET PRCDUCTS 800/ 575-7700 05/ 01/ 88 668 A
W LLAMETTE GRYSTN 541/ 726- 7666
W LLI AVB FORM ENG 800/ 255- 0560

02080. 30 GROUT, KEYWAY UNI TEX MULTI - PURPGCSE GRCQUT UNI TEX 800/ 821- 5846 04/ 12/ 07 3472 A AS WTH OTHER GROUTS, DON T
ANDY FREEMVAN 307/ 214-4847 ADD TOO MJUCH WATER
WLLI AMS FORM ENG 800/ 255- 0560
KNI FE Rl VER 503/ 648- 3100

02080. 30 GRQUT, KEYWAY US SPEC GP GROUT US M X 800/ 397- 9903 11/11/10 1930 A WAS CALLED GENERAL PURPCSE
MEGAN LORD 503/ 267-1970 GROUT
VESTSI DE CONCRETE 503/ 591- 0203
W LLI AMS FORM 800/ 255-0560

02080. 30 GROUT, KEYWAY US SPEC MP GROUT CDOT US M X 800/ 397- 9903 11/11/10 3424 A
MEGAN LORD 503/ 267-1970
VEESTSI DE CONCRETE 503/ 591- 0203
WLLI AM5 FORM 800/ 255-0560

02080. 30 GRAUT, KEYWAY FI VE STAR GROUT FI VE STAR PRODUCT 800/ 243-2206 07/ 14/11 4301 A
CEMENTI TI QUS CHRI' S Pl EKCS 360/ 647-2606
WLLI AM5S CONCRETE 800/ 255- 0560
MASONS SUPPLY 800/ 537- 3407

*LIST "A = APPROVED. NAY BE USED W THOUT SAMFLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
**LIST 'Q = QUALIFIED. USE WTH SAVPLING TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
LI ST PUBLI SHEC BY: CDOT MATERI ALS LAB; 800 AIRPCRT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02080.

02080.

02080.

02080.

02080.

02080.

02080.

02080.

02110.

30

30

50

50

50

50

50

50

20

*LIST "A =

**LI ST !
LI ST PUBLI SHED BY:

Q

GROUT, KEYWAY
CEMENTI TI QUS

GROUT, KEYWAY
CEMENTI TI QUS W FLYASH

GRQUT, TENDON - VR 0-100'
VERTICAL RISE: 0 - 100

GROUT, TENDON - VR 0-100'
VERTICAL RISE: 0 - 100

GROUT, TENDON - VR 0-100'
VERTICAL RISE: 0 - 100

GROUT, TENDON - VR 0-100'
VERTICAL RISE: 0 - 100

GRQUT, TENDON - VR 0-6'
VERTICAL RSE: 0 - €

GROUT, TENDON - VR 6-100'
VERTICAL RISE: 6" - 100

GUARDRAI L BLOCKS,

PLASTI C - WOOD STEEL POST

APPROVED.
QUALI FI ED.

ODOT CONSTRUCTI ON MATERI ALS SECTI ON
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQU RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *
JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
BASF BUI LDI NG SYSTEMS
TECH 800/ 433-9517 OPTION 5
BRUCE JACKSON 503/ 722-4101

EFFECTI VE
DATE

06/ 14/ 07

MBT CONSTRUCTI ON GROUT

NC GROUT
WAS HORN GRQUT

TAMVS | NDUSTRI ES, 800/ 218-2667
DAVE DI LLON 425/ 338- 4958
MASONS SUPPLY 800/ 537- 3407

05/ 11/ 06

FI VE STAR SPECI AL GRQUT 400 FI VE STAR PRODUCT 800/ 243-2206
CHR S PI EKCS 360/ 647-2606

MASONS SUPPLY 800/ 537- 3407

07/ 14/ 05

MBT MASTERFLOW 1341

S| KAGROUT 300 PT

US SPEC NA- 50

BASF BU LDI NG SYSTEMS

TECH 800/ 433-9517 OPTION 5
BRUCE JACKSON 503/ 722-4101

SI KA CORP 800/ 933- 7452
THAD BROM 425/ 486-5916

US M X 800/ 397- 9903

06/ 14/ 07

07/ 14/ 05

09/ 09/ 10

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

MEGAN LORD 503/267-1970
VEESTSI DE CONCRETE 503/ 591- 0203
W LLI AVS FORM 800/ 255- 0560
MBT MASTERFLOW 1205 BASF BU LDl NG SYSTEMS
TECH 800/ 433-9517 OPTION 5
BRUCE JACKSON 503/ 722-4101

06/ 14/ 07

TARGET 1121 CABLE DUCT GROUT TARCGET PRODUCTS 800/ 575-7700
W LLI AVS FORM 503/ 286- 3647

VWH TECAP 503/ 287-4151

04/ 08/ 10

MONDO BLOCXK | | MONDO POLYMER TECHNOLOG ES

RENO, OHI O 614/ 376- 9396

10/ 10/ 02

(503) 986-30509.

1425

3134

3010

3006

4206

2461

4089

2635

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 143

H EARLY M X
ADM XTURES CR FLU DI FI ERS.
CURE PROPERLY!

FOLLOW SPECS & MANUFACTURER

I NSTRUCTI ONS.

DO NOT' M X WTH

FOLLOW SPECS & MANUFACTURER
| NSTRUCTI ONS.

FOLLOW SPECS & MANUFACTURER
I NSTRUCTI ONS.

FOLLOW SPECS & NMANUFACTURER

| NSTRUCTI ONS.

FOLLOW SPECS & MANUFACTURER

I NSTRUCTI ONS.

FOLLOW SPECS & MANUFACTURER

| NSTRUCTI ONS.

STRONG STEEL OR WOCOD POSTS.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02110.

02110.

02110.

02110.

02110.

02190.

02210.

02210.

02210.

20

20

20

20

20

30

30

30

30

*LIST " A

**LIST !
LI ST PUBLI SHED BY:

Q

APPROVED.

= QUALI FI ED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

GUARDRAI L BLOCKS,
PLASTI C BLOCK- STEEL

GUARDRAI L BLOCKS,
PLASTI C BLOCK- STEEL

GUARDRAI L BLOCKS,
PLASTI C BLOCK- STEEL

GUARDRAI L BLOCKS,
PLASTI C BLOCK- STEEL

GUARDRAI L BLOCKS,
PLASTI C BLOCK- STEEL

POST

POST

POST

POST

WOOD, FI ELD PRESERVATI VE

TREATMENT

LATEX EMULSI ON PAI NT
FOR CONCRETE FI NI SH

LATEX EMULSI ON PAI NT
FCR CONCRETE FI NI SH

LATEX EMULSI ON PAI NT
FOR CONCRETE FI NI SH

ODOT CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

DURA- BULL BLOCKQUT

KI'NG BLOCK MODI FI ED 2007

LI FETI ME BLOCKQUTS

P-BLOCK SERIES. P-BLOCK

P-BLOCK SERI ES: THRI E BEAM BLK

TENI NO COPPER NAPHTHENATE

ACRYTUFF # 87Gl102

LOXON ACRYLI C COATI NG A24VB51

M LLER EXTERI OR ACRYLIC
#9191

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER
CREATI VE BUI LDI NG PRODUCTS

800/ 860- 2855

TRINITY | NDUSTRI ES, | NC
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943- 9559

LI FETI ME LUMBER PRODUCTS
419/ 478- 9000

MONRCEVI LLE | NDUSTRI AL MOLDI NG
419/ 668- 1820

MONRCEVI LLE | NDUSTRI AL MOLDI NG
419/ 668- 1820

COPPER CARE WOOD PRESERVATI VE
402/ 562- 6815

FCRREST PAI NT
EUGENE, OR 97402
REP: M CHAEL JACKSON
541/ 342- 1821

SHERW N W LLI AMS 360/ 609- 1879
JOHN REI SER 360/ 931- 4645
ER C ZI MVERVAN 503/ 804- 6924

M LLER PAINT CO
317 SE GRAND AVE
PORTLAND CR 97214
503/ 233- 4491

(503) 986-3059.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

12/ 12/ 96

10/ 11/ 07

01/11/01

10/ 08/ 09

10/ 08/ 09

06/ 11/ 09

05/ 09/ 96

03/ 10/ 05

05/ 01/ 88

PRCDUCT

3531

2355

3960

3962

3727

1438

2249

1721

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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RECYCLED PLASTI C BLOCK FOR
GUARDRAI L | NSTALLATI ONS.
SPECI AL PROVI SI ON SP00810

TH S MCDEL 1S FOR STEEL PCSTS
ONLY. 70% RECYCLED PLASTI C.

RECYCLED COWPCSI TE BLOCK FCR
GUARDRAI L | NSTALLATI ONS.
STEEL PCSTS

FOR STEEL PCSTS ONLY.

FOR STEEL PCSTS ONLY.

CONTAI NS 2% COPPER AS METAL.

SPECI ALLY FCRMULATED TO MEET
OUR 100- 82 FORMULA.
ORI G NALLY: 99-87J24-04-0

COLOR SW2093 OR SW100

DESI GNED TO MEET THE CDOT
EMULSI ON FCRMULA 100- 82.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



02210.

02210.

02320.

02320.

02320.

02320.

02320.

02320.

02320.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

30

30

10

10

10

10

10

10

10

Q

LATEX EMULSI ON PAI NT
FOR CONCRETE FI NI SH

LATEX EMJLSI ON PAI NT
FOR CONCRETE FI NI SH

GEOCGRI D - SUBGRADE REI NF.
SUBGRADE REI NFORCEMENT

GEQCGRI D - SUBGRADE REl NF.
SUBGRADE REI NFORCEMENT

GEOCGRI D - SUBGRADE REI NF.
SUBGRADE REI NFORCEMENT

GEOCGRI D - SUBGRADE REI NF.
SUBGRADE REI NFORCEMENT

GEOGRI D - SUBGRADE REI NF.
SUBGRADE REI NFORCEMENT

GEOCGRI D - TYPE | MSEW

GEOGRID - TYPE | MBEW

APPROVED.
= QUALI FI ED.

APPROVED LI ST -
QUALI FI ED LI ST -

RCDDA EXTERI OR ACRYLIC

#24735

TAMVBCOAT

COMVBI GRID 30/30 QL 151 GRK 3

SECUGRI D 20/20 Q1

SECUGRI D 30/30 QL

TENSAR BX TYPE 2

TRI GRI D EX2030

FORTRAC 110

FCQRTRAC 20

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
RCDDA PAI NT
12000 SW GARDEN PLACE
PORTLAND CR 97223
503/ 521- 4300

TAWMVS | NDUSTRI ES, 800/ 218-2667
DAVE DI LLON 425/ 338- 4958
MASONS SUPPLY 800/ 537-3407

NAUE AMERI CA 208/ 661-7899
ADVANCED DRAI NAGE 951/ 805-2079

NAUE AMERI CA 208/ 661-7899
ADVANCED DRAI NAGE 951/ 805-2079

NAUE AMERI CA 208/ 661- 7899
ADVANCED DRAI NAGE 951/ 805-2079

TENSAR | NTERNATI ONAL CORP.
360/ 635- 8418

ACF WEST 800/ 878-5115
CGEOTK 360/ 750- 1955

CHECKVATE GEOSYNTHETI CS
604/ 392- 4404
PACI FI C GECSQURCE 503/ 261- 3515

HUESKER, | NC. 800/ 942-9418
WAW HUESKERI NC. COM

STEVE LOTHSPI ECH 704/ 588- 5500
EXT 120

HUESKER, | NC. 800/ 942-9418
WAV HUESKERI NC. COM

STEVE LOTHSPI ECH 704/ 588- 5500
EXT 120

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

05/ 01/ 88

03/13/03

07/ 14/ 11

01/13/11

01/13/11

01/13/11

02/10/ 11

03/ 12/ 09

03/ 12/ 09

PRCDUCT

2765

4294

4295

4296

4308

4339

3795

3791

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  MAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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DESI GNED TO MEET ODOT EMULSI ON
FORMULA 100-82.
CONCRETE GRAY

REFER TO THE SPECS FOR THE
REQUI REMENTS PERTAI NI NG TO THE
CERTI FI CATI ON LEVEL REQUI RED
FOR EACH PRQJECT.

REFER TO THE SPECS FOR THE
REQUI REMENTS PERTAI NI NG TO THE
CERTI FI CATI ON LEVEL REQUI RED
FOR EACH PRQJECT.

REFER TO THE SPECS FOR THE
REQUI REMENTS PERTAI NI NG TO THE
CERTI FI CATI ON LEVEL REQUI RED
FOR EACH PRQJECT.

REFER TO THE SPECS FOR THE
REQUI REMENTS PERTAI NI NG TO THE
CERTI FI CATI ON LEVEL REQUI RED
FOR EACH PRQJECT.

REFER TO THE SPECS FOR THE
REQUI REMENTS PERTAI NI NG TO THE
CERTI FI CATI ON LEVEL REQUI RED
FOR EACH PRQJECT.

ULTI MATE TENSI LE: 7410 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 3710 LB/ FT
(WSDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 1500 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 713 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02320.

02320.

02320.

02320.

02320.

02320.

02320.

02320.

02320.

10

10

10

10

10

10

10

10

10

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

CATECORY

GECGRID - TYPE | MNBEW
GEOCGRI D - TYPE | MSEW
GECGRI D - TYPE | MSEW
GEOCGRID - TYPE | MBEW
GEOCGRI D - TYPE | NMBEW
GEOCGRID - TYPE | NMBEW
GEOGRID - TYPE | MSEW
GECGRI D - TYPE | MBEW
GEOGRID - TYPE | MSEW
APPROVED.

= QUALI FI ED.

FORTRAC 35

FORTRAC 55

FORTRAC 80

M RAGRI D 03XT

M RAGRI D 05XT

M RAGRI D 07XT

M RAGRI D 08XT

M RAGRI D 10XT

M RAGRI D 18XT

APPROVED LI ST -
QUALI FI ED LI ST -

TENCATE

TENCATE

TENCATE

TENCATE

TENCATE

TENCATE

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
HUESKER, | NC. 800/ 942-9418
WWV HUESKERI NC. COM
STEVE LOTHSPI ECH 704/ 588- 5500
EXT 120

HUESKER, | NC. 800/ 942-9418
WAV HUESKERI NC. COM

STEVE LOTHSPI ECH 704/ 588- 5500
EXT 120

HUESKER, | NC. 800/ 942-9418
WAV HUESKERI NC. COM

STEVE LOTHSPI ECH 704/ 588- 5500
EXT 120

TENCATE (M RAFI) 425/868- 1314
WAV TENCATE. COM
JOSHUA VENTERS 425/ 891- 4722

TENCATE (M RAFl) 425/ 868- 1314
VWV TENCATE. COM
JOSHUA VENTERS 425/ 891- 4722

TENCATE (M RAFI) 425/868- 1314
WAV TENCATE. COM
JOSHUA VENTERS 425/ 891- 4722

TENCATE (M RAFI) 425/868- 1314
WAV TENCATE. COM
JOSHUA VENTERS 425/ 891- 4722

TENCATE (M RAFI) 425/868- 1314
WA TENCATE. COM
JOSHUA VENTERS 425/ 891- 4722

TENCATE (M RAFI) 425/868- 1314
WAV TENCATE. COM
JOSHUA VENTERS 425/ 891- 4722

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

03/ 12/ 09

03/ 12/ 09

03/ 12/ 09

05/ 13/ 10

05/ 13/ 10

05/ 13/ 10

05/ 13/ 10

05/ 13/ 10

05/13/10

3793

3794

3744

3745

3746

3747

3748

3749

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.

USE WTH SAWMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-30509.

PAGE 146

ULTI MATE TENSI LE: 2400 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 1200 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 3710 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 1860 LB/ FT
(WSDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 5380 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 2690 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 3151 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 1387 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 4295 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 1891 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 5699 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 2509 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 6994 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 3079 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 9694 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 4180 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 9357 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 4120 LB/FT
(WSDOT STANDARD PRACTI CE T925)

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



ODOT CONSTRUCTI OV MATERI ALS SECTI ON
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *
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VWAV TENCATE. COM
JOSHUA VENTERS 425/ 891- 4722

JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
SPEC NO CATEGORY PRCDUCT NAME ANDY OR MANUFACTURER DATE NUMBER LIST  ----cccn-e-- REMARKS- - - ---------
02320. 10 GEOGRID - TYPE | MBEW M RAGRI D 20XT - TENCATE TENCATE (M RAFI) 425/868- 1314 05/ 13/ 10 3750 Q ULTI MATE TENSI LE: 12412 LB/ FT

(PER ASTM D6637)
LONG TERM TENSI LE: 5465 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

02320.10 GEOGRID - TYPE | MBEW M RAGRI D 22XT - TENCATE TENCATE (M RAFI) 425/868-1314  05/13/10 3751 Q ULTI MATE TENSI LE: 17748 LB/ FT
VYWV TENCATE. OOM (PER ASTM D6637)
JOSHUA VENTERS 425/ 891- 4722 LONG TERM TENSI LE: 7814 LB/ FT
(WBDOT STANDARD PRACTI CE T925)
02320.10  GEOGRID - TYPE | MBEW M RAGRI D 24XT - TENCATE TENCATE (M RAFI) 425/868-1314  05/13/10 3752 Q ULTI MATE TENSI LE: 25364 LB/ FT
VYWV TENCATE. COM (PER ASTM D6637)
JOSHUA VENTERS 425/ 891- 4722 LONG TERM TENSI LE: 11167 LB/ FT
(WBDOT STANDARD PRACTI CE T925)
02320.10  GEOGRID - TYPE | NBEW PARAGRI D 100/ 05 LI NEAR COMPCSI TES - MACCAFERRI  05/12/11 4391 Q ULTI MATE TENSI LE: 8562 LB/ FT
NEl L HANSEN 916/ 371- 5805 ( PER ASTM D6637)
VYWV LI NEARCOMPCSI TES. COM LONG TERM TENSI LE: 4307 LB/FT
(VBDOT STANDARD PRACTI CE T925)
02320.10  GEOGRID - TYPE | MBEW PARAGRI D 110/ 05 LI NEAR COMPOSI TES - MACCAFERR  05/12/11 4392 Q ULTI MATE TENSI LE: 10274 LB/ FT
NEl L HANSEN 916/ 371- 5805 ( PER ASTM D6637)
VYWV LI NEARCOMPCS| TES. COM LONG TERM TENSI LE: 5169 LB/ FT
(WBDOT STANDARD PRACTI CE T925)
02320.10 GEOGRID - TYPE | MBEW PARAGRI D 125/ 05 LI NEAR COMPCSI TES - MACCAFERRI  05/12/11 4393 Q ULTI MATE TENSI LE: 11986 LB/ FT
NEl L HANSEN 916/ 371- 5805 ( PER ASTM D6637)
VIV LI NEARCOVPOS| TES. COM LONG TERM TENSI LE: 6030 LB/ FT
(WBDOT STANDARD PRACTI CE T925)
02320.10  GEOGRI D - TYPE | NBEW PARAGRI D 150/ 05 LI NEAR COMPCSI TES - MACCAFERRI  05/12/11 4394 Q ULTI MATE TENSI LE: 12329 LB/ FT
NEl L HANSEN 916/ 371- 5805 (PER ASTM D6637)
VWV LI NEARCOVPCS| TES. COM LONG TERM TENSI LE: 6203 LB/ FT
(WBDOT STANDARD PRACTI CE T925)
02320.10 GEOGRID - TYPE | MBEW PARAGRI D 175/ 05 LI NEAR COMPOSI TES - MACCAFERRI  05/12/11 4395 Q ULTI MATE TENSI LE: 13699 LB/ FT
NEl L HANSEN 916/ 371- 5805 ( PER ASTM D6637)
VYWV LI NEARCOMPCS| TES. COM LONG TERM TENSI LE: 6892 LB/ FT
(WBDOT STANDARD PRACTI CE T925)
02320.10  GEOGRID - TYPE | MBEW PARAGRI D 180/ 05 LI NEAR COMPCSI TES - MACCAFERRI  05/12/11 4396 Q ULTI MATE TENSI LE: 3425 LB/FT

NEI L HANSEN 916/ 371- 5805
WAV LI NEARCOVPCSI TES. COM

( PER ASTM D6637)
LONG TERM TENSI LE: 1723 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

*LIST "A = APPROVED. NAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
**LIST 'Q = QUALIFIED. USE WTH SAMPLING TESTING & OR QUALI TY COWPLI ANCE CERTS AS NEEDED. NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
LI ST PUBLI SHED BY: CDOT MATERI ALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



STANDARD
SPEC NO. CATECORY
02320.10  GEOGRID - TYPE | MBEW
02320. 10 GEOGRI D - TYPE |
02320. 10 GECCRID - TYPE |
02320. 10 GEOGRID - TYPE |
02320. 10 GEOCCRID - TYPE |
02320.10 GEOGRI D - TYPE |
02320. 10 GEOGRID - TYPE |
02320. 10 GEOCGRI D - TYPE |
02320. 10 GEOGRI D - TYPE |
*LIST "A = APPROVED.

**LIST 'Q = QUALI FI ED.
LI ST PUBLI SHED BY:

MVBEW

VBEW

MBEW

VBEW

VBEW

VBEW

MBEW

VBEW

APPROVED LI ST -
QUALI FIED LI ST -

PARAGRI D 200/ 05

PARAGRI D 30/ 05

PARAGRI D 40/ 05

PARAGRI D 50/ 05

PARAGRI D 60/ 05

PARAGRI D 65/ 05

PARAGRI D 70/ 05

PARAGRI D 80/ 05

PARAGRI D 90/ 05

CDOT CONSTRUCTI OV VATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
LI NEAR COVPCSI TES - MACCAFERRI
NEI L HANSEN 916/ 371- 5805
WAV LI NEARCOVPCSI TES. COM

LI NEAR COWPCSI TES - MACCAFERR
NEI L HANSEN 916/ 371- 5805
WAV LI NEARCOMPCEl TES. COM

LI NEAR COVWPCSI TES - MACCAFERRI
NEl L HANSEN 916/ 371- 5805
WAV LI NEARCOVPCSI TES. COM

LI NEAR COWPCSI TES - MACCAFERRI
NEI L HANSEN 916/ 371- 5805
WAV LI NEARCOVPCSI TES. COM

LI NEAR COVWPCSI TES - MACCAFERRI
NEI L HANSEN 916/ 371- 5805
WAV LI NEARCOMPCSI TES. CQOv

LI NEAR COWPCSI TES - MACCAFERRI
NEI L HANSEN 916/371- 5805
WAV LI NEARCOVPCSI TES. COM

LI NEAR COWPCSI TES - MACCAFERRI
NEI L HANSEN 916/ 371- 5805
WAW LI NEARCOVPCSI TES. COM

LI NEAR COWPCSI TES - MACCAFERRI
NEI L HANSEN 916/ 371- 5805
WAV LI NEARCOVPCSI TES. COM

LI NEAR COWPCS| TES - NMACCAFERRI
NEI L HANSEN 916/ 371- 5805
WAV LI NEARCOVPCSI TES. COM

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

05/12/11

05/12/11

05/12/11

05/12/11

05/12/11

05/12/11

05/ 12/ 11

05/12/11

05/12/ 11

PRCDUCT

NUMBER

4383

4384

4385

4386

4387

4388

4389

4390

LI ST

Q

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.

USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

ODOT MATERIALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798,

(503) 986-30509.
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ULTI MATE TENSI LE: 4110 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 2068 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 3425 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 1723 LB/ FT
(WDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 4110 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 2068 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 4452 LB/ FT
( PER ASTM D6637)

LONG TERM TENSI LE: 2240 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 4795 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 2412 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 5479 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 2756 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 6164 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 3101 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 6849 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 3446 LB/ FT
(WSDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 7534 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 3790 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02320.

02320.

02320.

02320.

02320.

02320.

02320.

02320.

02320.

10

10

10

10

10

10

10

10

10

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

CATECORY
GECGRID - TYPE | MBEW
GEOGRID - TYPE | MBEW
GECGRI D - TYPE | MBEW
GEOGRID - TYPE | MBEW
GECGRI D - TYPE | MBEW
GEOCGRID - TYPE | MBEW
GEOGRID - TYPE | MSEW
GEOGRID - TYPE | MSEW
GEOGRID - TYPE | MSEW

APPROVED.

= QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

RAUGRI D 11X3N

RAUGRI D 13X3N

RAUGRI D 15X3N

RAUGRI D 3X3N

RAUGRI D 4X2N

RAUGRI D 5X2N

RAUGRI D 6X3N

RAUGRI D 8X3N

SF020

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
LUCKENHAUS TECHNI CAL TEXTI LES
PENNY CAMPBELL 866/ 513- 6275

LUCKENHAUS TECHNI CAL TEXTI LES
PENNY CAMPBELL 866/ 513- 6275

LUCKENHAUS TECHNI CAL TEXTI LES
PENNY CAMPBELL 866/ 513- 6275

LUCKENHAUS TECHNI CAL TEXTI LES
PENNY CAMPBELL 866/ 513- 6275

LUCKENHAUS TECHNI CAL TEXTI LES
PENNY CAMPBELL 866/513- 6275

LUCKENHAUS TECHNI CAL TEXTI LES
PENNY CAMPBELL 866/ 513- 6275

LUCKENHAUS TECHNI CAL TEXTI LES
PENNY CAMPBELL 866/ 513- 6275

LUCKENHAUS TECHNI CAL TEXTI LES
PENNY CAMPBELL 866/513- 6275

SYNTEEN TECHNI CAL FABRI CS
WAV SYNTEEN. COM
DAN W NKLE 303/ 522-7830

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

05/ 13/ 10

05/ 13/ 10

05/ 13/ 10

05/ 13/ 10

05/ 13/ 10

05/ 13/ 10

05/13/10

05/ 13/ 10

05/13/10

PRCDUCT

4153

4154

4147

4148

4149

4150

4151

4144

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.

USE WTH SAMPLI NG TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED.

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

(503) 986-30509.
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ULTI MATE TENSI LE: 7535 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 3399 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 8905 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 4018 LB/ FT
(WSDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 10275 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 4636 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 2055 LB/ FT
( PER ASTM D6637)

LONG TERM TENSI LE: 927 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 2740 LB/FT
(PER ASTM D6637)

LONG TERM TENSI LE: 1236 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 3425 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 1545 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 4110 LB/FT
(PER ASTM D6637)

LONG TERM TENSI LE: 1854 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 5480 LB/FT
(PER ASTM D6637)

LONG TERM TENSI LE: 2472 LB/ FT
(WSDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 1939 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 800 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02320.

02320.

02320.

02320.

02320.

02320.

02320.

02320.

02320.

10

10

10

10

10

10

10

10

10

*LIST "A

**LIST !
LI ST PUBLI SHED BY:

Q

GEOCGRI D

GEORI D

GEOCGRI D

GEOGERI D

GECGRI D

GEOGRI D

GECGRI D

GEOGRI D

= APPROVED.

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON
QUALI FI ED PRODUCTS LI ST
APPROVED LI ST - NO SAMPLES OR TESTS REQUI RED*
QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

JANUARY 2012
LOCAL REPRESENTATI VE EFFECTI VE PRCDUCT
CATECORY PRCDUCT NANMVE AND/ OR MANUFACTURER DATE NUMBER LI ST
- TYPE | MSEW SF035 SYNTEEN TECHNI CAL FABRI CS 01/ 08/ 09 3781 Q

WAV SYNTEEN. COM
DAN W NKLE 303/ 522-7830

- TYPE

VBEW SF055 SYNTEEN TECHNI CAL FABRI CS 01/ 08/ 09 3782 Q
WAV SYNTEEN. COM
DAN W NKLE 303/ 522-7830

- TYPE

MBEW SF080 SYNTEEN TECHNI CAL FABRI CS 01/ 08/ 09 3783 Q
WAV SYNTEEN. COM
DAN W NKLE 303/ 522-7830

- TYPE

VBEW SF090 SYNTEEN TECHNI CAL FABRI CS 05/ 13/ 10 4145 Q
WAV SYNTEEN. COM
DAN W NKLE 303/ 522-7830

- TYPE

VBEW SF110 SYNTEEN TECHNI CAL FABRI CS 01/ 08/ 09 3784 Q
WAV SYNTEEN. COM
DAN W NKLE 303/ 522-7830

- TYPE | MBEW SF350 SYNTEEN TECHNI CAL FABRI CS 05/ 13/ 10 4146 Q
WAV SYNTEEN. COM
DAN W NKLE 303/ 522-7830

- TYPE

VBEW SG150 STRATA SYSTEMs 800/ 680- 7750 05/12/11 4376 Q
WW GEOGRI D. COM

- TYPE

VBEW S&00 STRATA SYSTEMS 800/ 680- 7750 05/ 12/ 11 4377 Q
WW GEOGRI D. COM

- TYPE

VBEW SG350 STRATA SYSTEMs 800/ 680- 7750 05/12/11 4378 Q
WAV GEOGRI D. COM

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPOCRT.
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ULTI MATE TENSI LE: 3055 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 1260 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 4199 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 1732 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 7398 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 3052 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 8500 LB/ FT
( PER ASTM D6637)

LONG TERM TENSI LE: 3507 LB/FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 10207 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 4211 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 27400 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 11305 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 1875 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 874 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 3600 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 1678 LB/ FT
(WSDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 5000 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 2331 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

= QUALIFIED. USE WTH SAMPLING TESTING & OR QUALITY COWLI ANCE CERTS AS NEEDED. NEEDS A Fl ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG

CDOT MATERIALS LAB; 800 AIRPORT RD SE; SALEM OR 97301-4798; (503) 986-3059. PLEASE REPORT ANY PRCBLEMS USI NG THESE PRCDUCTS.



STANDARD

02320.

02320.

02320.

02320.

02320.

02320.

02320.

02320.

02320.

10

10

10

10

10

10

10

10

10

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

CATECORY
GECGRID - TYPE | MBEW
GEOCGRID - TYPE | NMBEW
GECGRI D - TYPE | MBEW
GEOCGRID - TYPE | MBEW
GEOCGRI D - TYPE | MBEW
GEOGRID - TYPE | MBEW
GEOGRID - TYPE | MSEW
GECGRI D - TYPE | MBEW
GEOGRID - TYPE | MSEW

APPROVED.

= QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

SG650

SG00

SGr00

UX01400HS

UX01400MSE

UX01500HS

UX01500MsE

UX01600HS

CCOT CONSTRUCTI OV MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

AND/ OR MANUFACTURER
STRATA SYSTEMS 800/ 680- 7750
WAV GEOCGRI D. COM

STRATA SYSTEMS 800/ 680- 7750
WAV GEOGRI D. COM

STRATA SYSTEMS 800/ 680- 7750
WWV GEOCGRI D. COM

STRATA SYSTEMS 800/ 680- 7750
WAV GECCRI D. COM

TENSAR EARTH TECH 800/ 292- 4459
WAV TENSARCORP. COM
W LLI E LI EW 707/ 344- 2090

TENSAR EARTH TECH 800/ 292- 4459
WAV TENSARCORP. COM
W LLIE LI EW 707/ 344- 2090

TENSAR EARTH TECH 800/ 292- 4459
WAV TENSARCORP. COM
WLLIE LI EW 707/ 344- 2090

TENSAR EARTH TECH 800/ 292- 4459
WAW TENSARCCRP. COM
WLLIE LI EW 707/ 344- 2090

TENSAR EARTH TECH 800/ 292- 4459
WAV TENSARCORP. COM
WLLIE LI EW 707/ 344- 2090

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

05/12/ 11

05/12/11

05/12/ 11

05/ 12/ 11

05/ 13/ 10

01/ 08/ 09

05/13/10

01/ 08/ 09

05/13/10

PRCDUCT

NUMBER

4380

4381

4382

3757

3762

3758

3763

3759

LI ST

Q

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.

USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

ODOT MATERIALS LAB; 800 A RPCRT RD SE; SALEM OR 97301-4798;

(503) 986-30509.
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ULTI MATE TENSI LE: 6400 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 2984 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 8150 LB/ FT
( PER ASTM D6637)

LONG TERM TENSI LE: 3800 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 9100 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 4242 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 11800 LB/FT
(PER ASTM D6637)

LONG TERM TENSI LE: 5501 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 4800 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 1504 LB/ FT
(WBDOT STANDARD FRACTI CE T925)

ULTI MATE TENSI LE: 4800 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 1504 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 7810 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 2492 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 7810 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 2492 LB/ FT
(WBDOT STANDARD PRACTI CE T925)

ULTI MATE TENSI LE: 9870 LB/ FT
(PER ASTM D6637)

LONG TERM TENSI LE: 3149 LB/FT
(WBDOT STANDARD PRACTI CE T925)

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



ODOT CONSTRUCTI ON/ MATERI ALS SECTI ON

APPROVED LI ST -

QUALI FI ED PRODUCTS LI ST

NO SAMPLES OR TESTS REQUI RED*

QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *
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JANUARY 2012
STANDARD LOCAL REPRESENTATI VE EFFECTIVE  PRODUCT
SPEC NO CATEGORY PRODUCT NANE AND/ CR MANUFACTURER DATE NUMBER ~ LIST = c-cceeooon-- REMARKS- - == - === - - - -
02320. 10 GEOGRI D - TYPE | MBEW UX01600VBE TENSAR EARTH TECH 800/ 292-4459 01/ 08/ 09 3764 ULTI MATE TENSI LE: 9870 LB/FT
VWYV TENSARCORP. COM (PER ASTM D6637)
W LLI E LI EW 707/ 344- 2090 LONG TERM TENSI LE: 3149 LB/ FT
(WBDOT STANDARD PRACTI CE T925)
02320. 10 GEOGRI D - TYPE | MBEW UX01700HS TENSAR EARTH TECH 800/ 292-4459 05/ 13/ 10 3760 ULTI MATE TENSILE: 11990 LB/ FT
VWYV TENSARCORP. COM (PER ASTM D6637)
W LLI E LI EW 707/ 344- 2090 LONG TERM TENSI LE: 3768 LB/ FT
(WBDOT STANDARD PRACTI CE T925)
02320. 10 GEOGRI D - TYPE | MBEW UX01700NVBE TENSAR EARTH TECH 800/ 292-4459 01/ 08/ 09 3765 ULTI MATE TENSILE: 11990 LB/ FT
VYWV TENSARCORP. COM (PER ASTM D6637)
WLLI E LI EW 707/ 344- 2090 LONG TERM TENSI LE: 3768 LB/ FT
(WBDOT STANDARD PRACTI CE T925)
02410. 60 PCLY DRAI N PI PE EAGLE CORR PE (DUAL WALL) JM EAGLE 310/ 693-8200 EXT 7958 06/ 10/ 10 4136
4" - 10"
02410. 60 POLY NWI Pl PE - CULVERT 12" OREGON PLASTIC - HD PLAIN  OREGON PLASTI C TUBI NG 09/ 13/ 07 3506 DOUBLE WALL W TH CORRUGATED
CORRUGATED HDPE TYPE S PLAI N ENDS 503/ 651- 3151 EXTER OR AND SMOOTH | NTERI OR
NW = NON WATER- TI GHT PACI FI C CORRUGATED PI PE CO
541/ 461- 0990
02410. 60 POLY NWI Pl PE - CULVERT 12" PACI FI C CORRUGATED HD PLN  PACI FI C CORRUGATED PLASTI C 08/ 14/ 08 3506 DOUBLE WALL W TH CORRUGATED
CORRUGATED HDPE TYPE S PLAI N ENDS PI PE 503/ 263- 3330 EXTER OR AND SMOOTH | NTERI OR
NW = NON WATER- TI GHT PACI FI C CORRUGATED PI PE CQ
541/ 461- 0990
02410. 60 POLY NWI Pl PE - CULVERT 15" PACI FI C CORRUGATED HD PLN  PACI FI C CORRUGATED PLASTI C 03/ 12/ 09 3717 DOUBLE WALL W TH CORRUGATED
CORRUGATED HDPE TYPE S PLAI N ENDS Pl PE 503/ 263- 3330 EXTERI OR AND SMOOTH | NTERI OR.
NW = NON WATER- Tl GHT PACI FI C CORRUGATED Pl PE CO.
541/ 461- 0990
02410. 60 POLY NWI Pl PE - CULVERT 18" PACI FI C CORRUGATED HD PLN  PACI FI C CORRUGATED PLASTI C 09/ 13/ 07 3508 DOUBLE WALL W TH CORRUGATED
CORRUGATED HDPE TYPE S PLAI N ENDS Pl PE 503/ 263- 3330 EXTER OR AND SMOOTH | NTERI OR
NW = NON WATER- TI GHT PACI FI C CORRUGATED Pl PE CO
541/ 461- 0990
02410. 60 POLY NWI Pl PE - CULVERT 24" PACI FI C CORRUGATED HD PLN  PACI FI C CORRUGATED PLASTI C 09/ 13/ 07 3510 DOUBLE WALL W TH CORRUGATED
CORRUGATED HDPE TYPE S PLAI N ENDS Pl PE 503/ 263- 3330 EXTERI OR AND SMOOTH | NTERI OR
NW = NON WATER- TI GHT PAC! FI C CORRUGATED PI PE CO
541/ 461- 0990
*LIST 'A = APPROVED. MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS. MAY NEED A FI ELD | NSPECTI ON REPORT.

**LIST 'Q = QUALI FI ED.
LI ST PUBLI SHED BY: (ODOT NMATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED. NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTMAG
(503) 986-3059. PLEASE REPCRT ANY PROBLEMS USI NG THESE PRCDUCTS.



STANDARD
SPEC NO.

02410.

02410.

02410.

02410.

02410.

02410.

02410.

02410.

02410.

*LIST " A
**L| ST !
LI ST PUBLI SHED BY:

60

60

60

60

60

60

60

60

60

Q

PCLY NWI' PI PE -
CORRUGATED HDPE

N = NON WATER-

POLY NWI' PI PE -
CORRUGATED HDPE

NW = NON WATER-

PCLY NWI' PI PE -
CORRUGATED HDPE

N = NON WATER-

POLY NWI' PI PE -
CORRUGATED HDPE

NW = NON WATER-

PCLY NWI' PI PE -
CORRUGATED HDPE

NAWT = NON WATER-

PCOLY NWI' PI PE -
CORRUGATED HDPE

NW = NON WATER-

PCLY NWI' PI PE -
CORRUGATED HDPE

NAT = NON WATER-

PCLY NW PI PE -
CORRUGATED HDPE

NWT = NON WATER-

PCLY NWI' PI PE -
CORRUGATED HDPE

NW = NON WATER-

APPROVED.
QUALI FI ED.

CULVERT

TI GHT

CULVERT

TI GHT

CULVERT

TI GHT

CULVERT

TI GHT

STCRM

TI GHT

STORM

TI GHT

STCRM

TIGHT

STORM

TI GHT

STCRM

TIGHT

ODOT' CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

30" PACI FI C CORRUGATED HD PLN
TYPE S PLAIN ENDS

36" PACI FI C OORRUGATED - PLAI N
TYPE S PLAI N ENDS

ADS SERIES N-12 ST IB

HANCCR SURELCK F- 477

12" OREGON PLASTIC - HD PLAIN

TYPE S PLAI N ENDS

12" PACI FI C CORRUGATED HD- PLN
TYPE S PLAI N ENDS

15" PACI FI C CORRUGATED HD PLN
TYPE S PLAI N ENDS

18" PACI FI C CORRUGATED HD PLN
TYPE S PLAI N ENDS

24" PACI FI C CORRUGATED HD PLN
TYPE S PLAIN ENDS

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
PACI FI C CORRUGATED PLASTI C
PI PE 503/ 263- 3330
PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
Pl PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

ADVANCED DRAI NAGE SYSTEMS, | NC
KELLY KOKESH 425/ 457-1187
SCOTT GORDAN ER 360/ 798- 3731
800/ 733- 8523

HANCOR, 888/ 367-7473
KELLY KOKESH 425/ 457-1187

OREGON PLASTI C TUBI NG

503/ 651- 3151

PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
PI PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
PI PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
Pl PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
Pl PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE QO
541/ 461- 0990

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

09/ 13/ 07

05/ 08/ 08

11/13/ 08

11/ 09/ 04

09/ 13/ 07

08/ 14/ 08

03/12/ 09

09/ 13/ 07

09/ 13/ 07

3625

3435

1890

3506

3506

3717

3508

3510

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTI NG & OR QUALITY COVPLI ANCE CERTS AS NEEDED.

PAGE 153

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI QR

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI OR

12" TO 60" DI AMETERS.

DI AMETERS: 12" TO 60".

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI OR

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI CR.

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI CR.

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI OR

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI OR

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02410. 60

02410. 60

02410. 60

02410. 60

02410. 60

02410. 60

02410. 60

02410. 60

02410. 60

*LIST " A
**LIST ' Q
LI ST PUELI

PCLY NW PI PE - STORM
CORRUGATED HDPE
N = NON WATER- Tl GHT

POLY NWI' PI PE -
CORRUGATED HDPE
N = NON WATER- Tl GHT

STORM

PCLY NWI' PI PE -
CORRUGATED HDPE
N = NON WATER- Tl GHT

STCRM

POLY NWI' PI PE -
CORRUGATED HDPE
N = NON WATER- TI GHT

STORM

PCOLY WI PI PE - CULVERT
CORRUGATED HDPE
W = WATER- Tl GHT

POLY W' PI PE - CULVERT
CORRUGATED HDPE
W = WATER-TI GHT

POLY W PI PE - CULVERT
CORRUGATED HDPE
W = WATER- TI GHT

POLY W' PI PE - CULVERT
CORRUGATED HDPE
W = WATER- Tl GHT

POLY W PI PE - CULVERT
CORRUGATED HDPE
W = WATER- Tl GHT

= APPROVED.

= QUALI FI ED.
SHED BY:

CDOT' CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

30" PACI FI C CORRUGATED HD PLN
TYPE S PLAI N ENDS

36" PACI FI C CORRUGATED - PLAIN
TYPE S PLAIN ENDS

ADS SERIES N12 ST IB

HANCOR SURELOX F-477

12" OREQON PLASTIC - HD B & S

TYPE S BELL & SPI GOT

12" PACI FI C CORRUGATED HD B&S
TYPE S BELL & SPI GOT

15" PAC FI C CORRUGATED HD B&S
TYPE S BELL & SPI GOT

18" PACI FI C CORRUGATED HD B&S
TYPE S BELL & SPI GOT

24" PACI FI C CORRUGATED HD B&S
TYPE S BELL & SPI GOT

ODOT MATERIALS LAB;, 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
PACI FI C CORRUGATED PLASTI C
PI PE 503/263- 3330
PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
Pl PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE QO
541/ 461- 0990

ADVANCED DRAI NAGE SYSTEMS, | NC
KELLY KCOKESH 425/ 457-1187
SCOIT GORDAN ER 360/ 798- 3731
800/ 733- 8523

HANCOR, 888/ 367-7473
KELLY KOKESH 425/ 457-1187

OREGON PLASTI C TUBI NG

503/ 651- 3151

PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
Pl PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
Pl PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE CO
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
Pl PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

PACI FI C CORRUGATED PLASTIC
Pl PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

09/ 13/ 07

05/ 08/ 08

11/13/ 08

11/ 09/ 04

09/ 13/ 07

08/ 14/ 08

03/12/09

09/ 13/ 07

09/ 13/ 07

PRCDUCT

NUMBER

3625

3435

1890

3505

3505

3716

3507

3509

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. MAY NEED A FI ELD | NSPECTI ON REPOCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI QR

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI OR

12" TO 60" DI AMETERS.

DI AVETERS: 12" TO 60".

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI OR
SOVETI MES CALLED STORM TI TE.

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI OR

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI OR.
SOVETI MES CALLED STORM TI TE.

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI OR
SOMVETI MES CALLED STORM TI TE.

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI OR
SOVETI MES CALLED STORM TI TE.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



CORRUGATED HDPE
W = WATER- Tl GHT

02410. 60
CORRUGATED HDPE
W = WATER- Tl GHT

02410. 60
CORRUGATED HDPE
W = WATER- Tl GHT

02410. 60
CORRUGATED HDPE
W = WATER- Tl GHT

02410. 60
CORRUGATED HDPE
W = WATER- Tl GHT

02410. 60
CORRUGATED HDPE
WI' = WATER- TI GHT

02410. 60
CORRUGATED HDPE
Wr = WATER- TI GHT

02410. 60
CCRRUGATED HDPE
W = WATER- TI GHT

02410. 60
CORRUGATED HDPE
W = WATER- TI GHT

*LIST "A = APPROVED.
**LIST 'Q = QUALIFI ED.
LI ST PUBLI SHED BY:

POLY W' Pl PE - CULVERT

PCLY WI' PI PE - CULVERT

POLY WI' Pl PE - CULVERT

POLY W' PI PE - CULVERT

POLY WI' Pl PE - CULVERT

POLY W PI PE - CULVERT

POLY W PI PE - CULVERT

POLY WI PI PE - CULVERT

POLY W PI PE - CULVERT

ODOT CONSTRUCTI ON/ MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

30" PACI FI C CORRUGATED HD B&S
TYPE S BELL & SPI GOT

36" PACI FI C CORRUGATED - B & S

TYPE S BELL & SPI GOT

42" PACI FI C CORRUGATED HD B&S
TYPE S BELL & SPI GOT

48" PACI FI C CORRUGATED HD B&S
TYPE S BELL & SPI GOT

ADS N 12 W B
WAS ADS PRO-LINK ULTRA W | B

EAGLE CORR PE (DUAL WALL)
12" - 60"

HANCOR BLUESEAL
WAS SURE- LOK WI'

PRI NSCO GOLDFLO WI' (12" - 48")
I NTEGRAL BELL & SPI GOT

PRI NSCO GOLDFLO W (60")
| NTEGRAL BELL & SPI GOT

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
PACI FI C CORRUGATED PLASTI C
PI PE 503/ 263- 3330
PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
PI PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE QO
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
Pl PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

PACI FI C CCRRUGATED PLASTI C
PI PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

ADVANCED DRAI NAGE SYSTEMS, | NC
KELLY KOKESH 425/ 457-1187
SCOTT GORDANI ER 360/ 798- 3731
800/ 733- 8523

JM EAGLE 310/ 693-8200 EXT 7958

HANCOR, 888/ 367-7473
KELLY KOKESH 425/ 457-1187

PRI NSCO | NC 815/ 635- 3131
877/ 485- 3316

PRINSCO | NC 815/ 635- 3131
877/ 485- 3316

(503) 986-30509.

NO SAMPLES COR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

09/ 13/ 07

05/ 08/ 08

11/ 12/ 09

11/ 12/ 09

04/ 09/ 09

06/ 10/ 10

10/ 14/ 10

01/10/ 08

04/ 14/ 11

PRCDUCT

3624

3955

3957

2482

4136

1891

3599

3599

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI QR
SOMETI MES CALLED STCORM TI TE.

DOUBLE WALL W TH CCRRUGATED
EXTERI OR AND SMOOTH | NTERI OR

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI QR

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI OR

DOUBLE WALL, CCRRUGATI ONS.
12" TO 60" DI AMETERS.
HAS REI NFORCED BELL.

APPROVED FOR WATER- Tl GHT
APPLI CATI ONS. 12" TO 60"

LOOX FOR BLUE WRAP ON SEAL FCR
WATERTI GHT VERSI ON.
DI AMETERS: 4" TO 60".

CORRUGATED HDPE

CCRRUGATED HDPE

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



02410.

02410.

02410.

02410.

02410.

02410.

02410.

02410.

60

60

60

60

60

60

60

60

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

POLY W' Pl PE - CULVERT

CORRUGATED HDPE
W = WATER- TI GHT

POLY WI' PI PE - CULVERT
STEEL RElI NFORCED HDPE

W = WATER- TI GHT

POLY WI PI PE - STCRM
CORRUGATED HDPE
W = WATER- Tl GHT

POLY WI PI PE - STORM
CORRUGATED HDPE
W = WATER- Tl GHT

PCLY WI' PI PE - STORM
CORRUGATED HDPE
W = WATER- Tl GHT

POLY WI PI PE - STORM
CORRUGATED HDPE
W = WATER- Tl GHT

POLY W PI PE - STORM
CORRUGATED HDPE
W = WATER- TI GHT

POLY WI PI PE - STORM
CORRUGATED HDPE
W = WATER- Tl GHT

POLY WI PI PE - STORM
CORRUGATED HDPE
W = WATER- Tl GHT

APPROVED.
= QUALI FI ED.

CDOT' CONSTRUCTI ON/ MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

VEHOLI TE (60")
VELDED JO NTS

DUROVAXX W TH HP JOI NTS
24" - 72"

12" OREQON PLASTIC - HD B & S
TYPE S BELL & SPI GOT

12" PAC FI C CORRUGATED HD B&S
TYPE S BELL & SPI GOT

15" PACI FI C CORRUGATED HD B&S
TYPE S BELL & SPI GOT

18" PACI FI C CORRUGATED HD B&S
TYPE S BELL & SPI GOT

24" PACI FI C CORRUGATED HD B&S
TYPE S BELL & SPI GOT

30" PACI FI C CORRUGATED HD B&S
TYPE S BELL & SPI GOT

36" PACIFI C CORRUGATED - B & S
TYPE S BELL & SPI GOT

ODOT MATERI ALS LAB; 800 Al RPCRT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRCDUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER

KWH Pl PE 800/ 668- 1892

CONTECH CONSTRUCTI ON' PRCDUCTS
800/ 522- 0410

OREGQON PLASTI C TUBI NG

503/ 651- 3151

PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
Pl PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
Pl PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
Pl PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE CO.
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
Pl PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE CO
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
PI PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE CO
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
Pl PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE QO
541/ 461- 0990

(503) 986-3059.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

01/10/ 08

08/ 12/ 10

09/ 13/ 07

08/ 14/ 08

03/ 12/ 09

09/ 13/ 07

09/ 13/ 07

09/ 13/ 07

05/ 08/ 08

PRCDUCT

NUMBER

3993

3505

3505

3716

3507

3509

3511

3624

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COWVPLI ANCE CERTI FI CATI ONS.  MAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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EXTRUSI ON WELDED JO NT BY
MFG APPROVED TECHS.

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI QR
SOVETI MES CALLED STORM TI TE.

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI CR.

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI CR.
SOMETI MES CALLED STORM TI TE.

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI OR
SOVETI MES CALLED STORM TI TE

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI OR.
SOVETI MES CALLED STORM TI TE.

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI OR
SOMETI MES CALLED STORM TI TE.

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI OR

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



02410.

02410.

02410.

02410.

02410.

02410.

02410.

02410.

*LIST " A
**LI ST !
LI ST PUBLI SHED BY:

60

60

60

60

60

60

60

60

Q

POLY WI PI PE - STORM
CORRUGATED HDPE
W = WATER- Tl GHT

PCLY WI PI PE - STORM
CORRUGATED HDPE
W = WATER- Tl GHT

POLY WI PI PE - STORM
CORRUGATED HDPE
W = WATER- Tl GHT

POLY WI PIPE - STORM
CORRUGATED HDPE
W = WATER- TI GHT

PCLY WI PI PE - STORM
CORRUGATED HDPE
W = WATER- Tl GHT

POLY WI PIPE - STORM
CORRUGATED HDPE
W = WATER- TI GHT

POLY W PI PE - STORM
CORRUGATED HDPE
W = WATER-TI GHT

POLY WI PI PE - STORM
CCRRUGATED HDPE
W = WATER- TI GHT

POLY W' PIPE - STORM
CORRUGATED HDPE
W = WATER- TI GHT

APPROVED.
QUALI FI ED.

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FI ED LI ST -

42" PAC FI C CORRUGATED HD B&S
TYPE S BELL & SPI GOT

48" PACI FI C CCRRUGATED HD B&S
TYPE S BELL & SPI GOT

ADS N 12 W B
WAS ADS PRO-LINK ULTRA W | B

EAGLE CORR PE (DUAL WALL)
12" - 60"

HANCOR BLUESEAL
WAS SURE- LOK WI

HANCOR SURELCK WI

PR NSCO GOLDFLO WI' (12" - 48")
| NTEGRAL BELL & SPI GOT

PRI NSCO GOLDFLO W (60")
I NTEGRAL BELL & SPI GOT

VEHOLI TE (60")
VELDED JO NTS

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
PACI FI C CORRUGATED PLASTI C
PI PE 503/ 263- 3330
PACI FI C CORRUGATED PI PE QO
541/ 461- 0990

PACI FI C CORRUGATED PLASTI C
Pl PE 503/ 263- 3330

PACI FI C CORRUGATED PI PE QO
541/ 461- 0990

ADVANCED DRAI NAGE SYSTEMS, | NC
KELLY KOKESH 425/ 457-1187
SCOIT GORDAN ER 360/ 798-3731
800/ 733- 8523

JM EAGLE 310/ 693-8200 EXT 7958

HANCOR, 888/ 367-7473
KELLY KOKESH 425/ 457-1187

HANCOR, 888/ 367-7473
KELLY KOKESH 425/ 457-1187

PRI NSCO | NC 815/ 635- 3131
877/ 485- 3316

PRI NSCO | NC 815/ 635- 3131
877/ 485- 3316

KWH PI PE 800/ 668- 1892

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

11/ 12/ 09

11/ 12/ 09

04/ 09/ 09

06/ 10/ 10

10/ 14/ 10

11/ 09/ 04

01/10/ 08

04/ 14/ 11

01/10/ 08

3957

2482

4136

1891

1891

3599

3599

2392

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED.
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DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI QR

DOUBLE WALL W TH CORRUGATED
EXTERI OR AND SMOOTH | NTERI OR

DOUBLE WALL, CORRUGATI ONS.
12" TO 60" DI AMETERS.
HAS REI NFORCED BELL.

APPROVED FOR WATER- Tl GHT
APPLI CATI ONS. 12" TO 60"

LOOK FOR BLUE VWRAP ON SEAL FOR
WATERTI GHT VERSI ON.
DI AMETERS: 4" TO 60".

DI AVETERS: 4" TO 10".

BLUE WRAP FOR "WI" VERSI ON.

CCRRUGATED HDPE

CORRUGATED HDPE

EXTRUSI ON VELDED JO NT BY
MFG APPROVED TECHS.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPORT ANY PRCBLEMS USI NG THESE PRODUCTS.



02410.

02410.

02410.

02410.

02410.

02410.

02410.

02410.

70

70

70

70

70

70

70

70

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

PCLY WI PI PE - STORM
STEEL RElI NFORCED HDPE
W = WATER- TI GHT

PVC DRAIN PI PE - PERF

PERFORATED

PVC DRAIN PI PE - PERF
PERFORATED

PVC DRAIN PI PE - SCLI D
SQLI D

PVC DRAI N PIPE - SCLID

SQLI D

PVC PI PE - | RRI GATI ON

PVC PI PE - | RRI GATI ON

PVC Pl PE - SAN TARY

PVC PI PE - SANI TARY

APPROVED.
= QUALI FI ED.

DUROMAXX W TH HP JA NTS

24" - 72"

A-2000

| PEX PVC DRAI N PI PE
3" AND 6"

A-2000

| PEX PVC DRAIN Pl PE
3" AND 6"

A-2000

I PEX BLUE BRUTE C900
4" TO 12"

A-2000

I PEX PVC ULTRA RI B PI PE

8" TO 24"

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

APPROVED LI ST -
QUALI FIED LI ST -

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER

CONTECH CONSTRUCTI ON PRCDUCTS
800/ 522- 0410

CONTECH CONSTRUCTI ON PRCDUCTS
800/ 522- 0410

| PEX, I NC. 800/ 663-5864
SCOTT HENRI CH 925/ 389-4323

CONTECH CONSTRUCTI ON PRCDUCTS
800/ 522- 0410

I PEX, I NC. 800/ 663-5864
SCOTT HENRI CH 925/ 389-4323

CONTECH CONSTRUCTI ON PRCDUCTS
800/ 522- 0410

I PEX, I NC. 800/663-5864
SCOTT HENRI CH 925/ 389-4323

CONTECH CONSTRUCTI ON' PRODUCTS
800/ 522- 0410

I PEX, I NC. 800/663-5864
SCOTT HENRI CH 925/ 389-4323

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL REQU REMENTS* *

EFFECTI VE
DATE

08/ 12/ 10

05/ 10/ 07

03/ 08/ 07

05/ 01/ 07

03/ 08/ 07

05/ 10/ 07

03/ 08/ 07

05/ 10/ 07

03/ 08/ 07

488

3433

488

3433

488

2184

488

1508

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLING TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 158

36" -120" FI LL, NON- | NTERSTATE
12-18" DIA. REVIEWW LOCAL

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02410.70

02410.70

02410. 70

02410.70

02410.70

02410.70

02410. 75

02410. 75

02410. 75

*LIST " A
**LIST ' Q
LI ST PUBLI

PVC Pl PE - SAN TARY

PVC WI' PI PE - CULVERT
W = WATER- Tl GHT

PVC WI' PI PE - CULVERT
W = WATER-TI GHT

PVC WI' PI PE - STORM
W = WATER- Tl GHT

PVC WI' PI PE - STORM
W = WATER- Tl GHT

PVC WI' PI PE - STORM
W = WATER- Tl GHT

PCLYPROPYLENE - SAN TARY

PCOLYPROPYLENE -

SANI TARY

PCLYPROPYLENE -
W = WATER- Tl GHT

STORM

= APPROVED.

= QUALI FI ED.
SHED BY:

ODOT CONSTRUCTI ON/ MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

| PEX RI NG-TI TE GASKETED
4" TO 42"

A-2000

| PEX PVC ULTRA R B PI PE
8" TO 24"

A-2000

| PEX PVC ULTRA R B PI PE
8" TO 24"

| PEX RI NG-TI TE GASKETED
4" TO 42"

ADS SANI TI TE HP DW (DUAL WALL)
12" TO 30"

ADS SANI TI TE HP TW ( TRI PLE)
30" TO 60"

ADS N 12 HP (DUAL WALL)
12" TO 30"

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER
I PEX, I NC. 800/ 663-5864
SCOTT HENRI CH 925/ 389-4323

CONTECH CONSTRUCTI ON PRCDUCTS
800/ 522- 0410

I PEX, I NC. 800/ 663-5864
SCOIT HENRI CH 925/ 389-4323

CONTECH CONSTRUCTI ON PRCDUCTS
800/ 522- 0410

I PEX, I NC. 800/ 663-5864
SCOTT HENRI CH 925/ 389- 4323

I PEX, I NC. 800/ 663-5864
SCOIT HENRI CH 925/ 389- 4323

ADVANCED DRAI NAGE SYSTEMS, |NC
KELLY KOKESH 425-457-1187
SCOTT GORDI NI ER 360- 798-3731
800- 733- 8523

ADVANCED DRAI NAGE SYSTEMS, | NC
KELLY KOKESH 425-457-1187
SCOTT GORDI NI ER 360- 798- 3731
800- 733- 8523

ADVANCED DRAI NAGE SYSTEMS, | NC
KELLY KOKESH 425-457-1187
SCOTT GORDI NI ER 360- 798- 3731
800- 733- 8523

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

03/ 08/ 07

05/ 10/ 07

03/ 08/ 07

05/ 10/ 07

03/ 08/ 07

03/ 08/ 07

04/ 14/ 11

04/ 14/ 11

04/ 14/ 11

PRCDUCT

NUMBER

488

1508

488

1508

2186

4167

4168

4166

LI ST

A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSFECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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DON' T HANDLE | N TEMPS BELOW
0 DEGREES F.

DON' T HANDLE IN TEMPS BELOW
0 DEGREES F.

DON T HANDLE | N TEMPS BELOWNV
0 DEGREES F.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02420.

02420.

02440.

02440.

02440.

02440.

02440.

02440.

02440.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

20

20

10

10

10

10

11

11

14

Q

PCLYMERI C COATI NG
FOR CORRUGATED STEEL AND
SPI RAL RI B PI PE

POLYMERI C COATI NG
FOR CORRUGATED STEEL PI PE

PREFORMED JO NT FI LLER
FOR CONCRETE

PREFORMED JO NT FILLER
FOR CONCRETE

PREFORMED JA NT FI LLER
FOR CONCRETE

PREFORVED JO NT FI LLER
FCR CONCRETE

PCURED JO NT SEALANT
2 PART SI LI CONE

POURED JO NT SEALANT
2 PART Sl LI CONE

BACKER RCD

APPROVED.
QUALI FI ED.

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

TRI SH ELD STEEL RI BBED

PCOLYETHYLENE

HOMEX 300

REFLEX RUBBER EXPANSI ON JO NT

RI GHT JO NT EXPANSI ON JO NT

SEALTI GHT FI BRE EXPANSI ON JO N

BONDAFLEX SIL728 RCS

WABO 2- PART SELF-LEVL SI LI CONE

NOW WABOSI LI CONE SEAL ( 7- 02)

CERA- RCD

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
DOW CHEM CAL 800/ 232- 2346
PACI FI C COCRRUGATED PI PE
LARRY WOOD 800/ 528- 8815

PACI FI C CORRUGATED PI PE
LARRY WOCD 800/ 528- 8815

HOVASOTE COVPANY 800/ 257- 9491

JD RUSSELL GO, 520/ 742- 6194
MASONS SUPPLY 800/ 537- 3407

R GHT PO NTE CO. 888/ 755- 5700
815/ 754- 5700
JI'M SULLI VAN 206/ 484- 8236

WR MEADONS 800/ 342-5976

CST- CONCRETE SPEC 541/ 567-8810
MASONS SUPPLY 800/ 537-3407
VESTSI DE CONCRETE 503/ 591- 0203

BONDAFLEX 800/ 641- 0234
BRI AN DAVSCHRODER 201/ 458-2700

WATSON BOAWAN ACVE
800/ 677- 4922

WR MEADOAS 800/ 342-5976

CST- CONCRETE SPEC 541/ 567-8810
MASONS SUPPLY 800/ 537- 3407
VESTSI DE CONCRETE 503/ 591- 0203

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

03/ 14/ 02

08/ 14/ 97

04/ 21/ 89

12/ 14/ 00

02/ 10/ 05

01/ 09/ 03

07/ 08/ 10

10/ 14/ 04

05/ 01/ 88

PRCDUCT

1647

428

2293

3050

2412

3163

1771

74

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 160

10 M LS POLYMER C CQOATI NG
REQUI RED ON BOTH SI DES CF PI PE
TO GET 50 YEARS ADDI TI ONAL
SERVICE LIFE. 12 GA & TH NNER

PCLYMERI C PRECCOATED,
PCLYETHYLENE LI NED GALV STEEL.
APPROVED BY CDOT FOR 50 YEARS
ADDI TI ONAL SERVI CE LI FE.

PREMOLDED WOOD FI BER STRI P FOR
CONCRETE AND MASONRY JO NTS.

PREFORVED EXPANSI ON JO NT
FI LLER MATERIAL. LOWTO NO
MOVEMENT APPLI CATI ONS.

CELLULGCSE LONG STRAND FI BERS
I'N AN ASPHALTI C Bl NDER

CELLULAR FI BERS BONDED TOGETHE
TOGETHER & SATURATED W ASPHALT

SELF LEVELING DESI GN AND
PROPER | NSTALLATI ON | MPORTANT!

CAUTI ON SHOULD BE USED WHEN
USI NG DO NOT TOUCH W TH BARE
HANDS. 4 HOUR CURE TIME. WLL
NOT BOND TO ASPHALT.

CROSSLI NKED, CLOSED CELL
POLYQLEFIN. FOR SEALANTS UP
TO 445 DEGREES F.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPORT ANY PRCBLEMB USI NG THESE PRODUCTS.



STANDARD

02440.

02440.

02440.

02440.

02440.

02440.

02440.

02440.

02440.

14

14

14

14

30

30

30

30

30

*LIST " A

**LIST !
LI ST PUBLI SHED BY:

Q

BACKER ROD

BACKER ROD

BACKER ROD

POURED JA NT FI LLER
HOT POURED

POURED JA NT FI LLER
HOT POURED

POURED JA NT FI LLER
HOT POURED

POURED JO NT FILLER
HOT POURED

PCURED JA NT FI LLER
HOT POURED

APPROVED.
QUALI FI ED.

HBR- XL

HOT- ROD XL

| TP BACKER ROD

#3405 REGULAR - OR

BERAM 195

CRAFCO ROADSAVER 201

PART #34201

CRAFCO ROADSAVER 221
PART #34221

NUVO 3405

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

APPROVED LI ST -
QUALI FIED LI ST -

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER
CONSTRUCTI ON FOAM PRODUCTS
LI SA JARVI S 919/ 380- 6640

(CFM A DIV OF NOVACO

CONSTRUCTI ON' FOAM PRCDUCTS
LI SA JARVI S 919/ 380- 6640
(CFM A DIV OF NOVACO)

I NDUSTRI AL THERMO POLYMERS LTD
800/ 387- 3847 ( CANADA)

VWH TE CAP 503/ 287- 4151

VEN  ATLAS SUPPLY 800/ 806- 7952

I NDUSTRI AL THERMO POLYMERS LTD
800/ 387- 3847 ( CANADA)

VWH TE CAP 503/ 287- 4151

VEN ATLAS SUPPLY 800/ 806- 7952

R GHT PO NTE CO. 888/ 755- 5700
815/ 754- 5700
JI'M SULLI VAN 206/ 484- 8236

MCASPHALT | NDUSTRI ES
800/ 268- 4238
PHCEN X ASPHALT 503/ 289- 6696

CRAFCO | NC. 800/ 528- 8242
GREG SHARP 971/ 645-1826

CRAFCO | NC. 800/ 528- 8242
GREG SHARP 971/ 645-1826

MAXVELL PRCDUCTS
801/ 972- 2090

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

07/ 14/ 11

07/ 14/ 11

10/ 04/ 90

03/14/91

08/ 14/ 08

11/ 08/ 07

12/ 09/ 04

12/ 09/ 04

07/ 09/ 09

PRCDUCT
NUMBER

366

367

665

3672

3538

476

2099

3870

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG, TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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PCLYETHYLENE CLOSED CELL.

FOR COLD SEALANTS TO 158 DEG F
I NSTALLATI ON MUST BE

TOOLED SLI GHTLY CONCAVE.

PCLYETHYLENE CLOSED CELL.
CRCSS- LI NKED FOR USE W TH
SEALANTS UP TO 445 DEGREES F.

TRAFFI C APPROVED FOR USE

10/10/87 ON C. LOBAUGH S JOCB.
CRCSS- LI NKED POLYETHYLENE FOR
SEALANTS UP TO 410 DEGREES F.

POLYETHYLENE FCR COLD PQURED
SEALANTS ONLY: < 210 DEGREES F.

| NDEPENDENT TEST COWPLI ED
W TH AASHTO M324 TYPE 2

| NDEPENDENT TESTS COVPLI ED
W TH AASHTO MB24 TYPE 2

ASTM D 1190/ D 3405. 18% RUBBER
AND OF THAT 60% | S RECLAI MED

TI RE RUBBER ASPHALT AND CCONCR
RESPONDED TO MAY 2004 REQUEST.

ASTM D 1190/ D 3405. ASPHALT OR
CONCRETE.  MEETS AASHTO MB24
TYPE 11

AASHTO M324 TYPE I 1,
ASTM D6690 TYPE I .

NEEDS A FI ELD I NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



02440.

02440.

02440.

02440.

02440.

02440.

02440.

02440.

*LIST " A
**LIST !
LI ST PUBLI SHED BY:

30

30

30

30

30

40

40

40

Q

POURED JA NT FI LLER
HOT POURED

POURED JO NT FI LLER
HOT POURED
ASPHALTI C

POURED JO NT FILLER
HOT POURED
ASPHALTI C

POURED JOA NT FI LLER
HOT POURED
ASPHALTI C

POURED JA NT FI LLER
HOT POURED
ASPHALTI C

POURED JO NT FILLER
HOT POURED

ASPHALTI C

HAS RECLAI MED RUBBER

RUBBER GASKETS
BUTYL

RUBBER GASKETS
BUTYL

RUBBER GASKETS
MANHOLES

APPROVED.
QUALI FI ED.

APPROVED LI ST -
QUALI FIED LI ST -

ROADSEAL 10312

DEERY 102 (PART# 80102)

DEERY 102G ( PART# 80102Q.)

ELASTOFLEX 500

ELASTOFLEX 61

ELASTOFLEX 62

BUTYL- NEK PREFCRMED PLASTI C

JAO NT SEALANT

RAV- NEK FLEXI BLE PLASTIC
GASKET

BEST SEAL C-56

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

ODOT CONSTRUCTI ON MATERI ALS SECTI ON

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER

RCOADSEAL CANADA 604/ 451-0721
778/ 881- 6984

CRAFCO 800/ 528- 8242
WALLY SM TH 970/ 260- 2596
PVBI 503/ 284- 4330

CRAFCO 800/ 528- 8242
WALLY SM TH 970/ 260- 2596
PVSI 503/ 284- 4330

MAXVEELL PRODUCTS

801/ 972- 2090

MAXWELL PRODUCTS
801/ 972- 2090

MAXVELL PRCDUCTS

801/ 972- 2090

HENRY SEALANTS 800/ 231- 4549

HENRY SEALANTS 800/ 231- 4549

BEST FI TT GASKET CO
TARI KNOTT 253/863-9521

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

01/14/10

04/ 14/ 11

04/ 14/ 11

10/ 14/ 04

10/ 14/ 04

10/ 14/ 04

03/ 10/ 05

03/ 10/ 05

05/ 09/ 02

PRCDUCT

3067

3330

2823

1010

1011

2789

2790

2457

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAWMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.

PAGE 162

APPEARS TO MEET ASTM D6690-11.
USES RECYCLED TI RES.

MFG SUBM TTED | NDEPENDEN TESTS
FOR AASHTO M 324 TYPE I 1.

MFG SUBM TTED | NDEPENDEN TESTS
FOR AASHTO M 324 TYPE I 1.

MFG CLAIMS | T MEETS AASHTO
M 324 TYPE II.

MFG SUBM TTED | NDEPENDEN TESTS
FOR AASHTO M 324 TYPE I I.
WAS 61S (3/01) (ASTM D3405)

MFG SUBM TTED | NDEPENDEN TESTS
FOR AASHTO M 324 TYPE I1.
VAS 62R (3/01) (ASTM D3405)

PI PES, CULVERTS, OR MANHOLES.

PI PES, CULVERTS, OR MANHCOLES.

MFG PROVI DED EVI DENCE THAT
TH S PRODUCT MEETS AASHTO ML98

NEEDS A FI ELD | NSPECTI ON REPORT. CHECK SPECS & NFTVAG
PLEASE REPORT ANY PROBLEMS USI NG THESE PRODUCTS.



02450.

02450.

02450.

02450.

02450.

02450.

02450.

02450.

30

30

30

30

30

30

30

30

*LIST "A =

**LIST !
LI ST PUBLI SHED BY:

Q

MANHOLE

MANHOLE

MANHOLE

MANHOLE

MANHCOLE

VANHCLE

MANHOLE

VANHOLE

APPROVED.

= QUALI FI ED.

STEPS

STEPS

STEPS

STEPS

STEPS

STEPS

STEPS

STEPS

APPROVED LI ST -
QUALI FIED LI ST -

AVERI CAN MANHOLE STEP M.-10

AVERI CAN MANHOLE STEP M.-13

AMERI CAN MANHOLE STEP SM.- 13

AMERI CAN STEP # M.- 10 (STD)

AMVERI CAN STEP # M.- 13 (STD)

AMERI CAN STEP # SM_.-13 (STD)

BOACO 93813R

LANE POLYPROPYLENE #P-13938

MANHOLE STEPS

MA MANHOLE STEPS PS2- PF

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

CUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE

ANDY OR MANUFACTURER
AMERI CAN STEP COVPANY
770/ 467- 9844

AMERI CAN STEP COMPANY
770/ 467- 9844

AMERI CAN STEP COVPANY
770/ 467- 9844

AMERI CAN STEP COVPANY
800/ 988- 7837

AMERI CAN STEP COVPANY
800/ 988- 7837

AMERI CAN STEP COWVPANY
800/ 988- 7837

BOACO | NDUSTRI ES 503/ 266- 9405

LANE | NTERNATI ONAL
PO BOX 925

TUALI TAN, CR 97062
800/ 666- 0076

MA | NDUSTRI ES 800/ 241-8250
PI PE | NC 503/ 285-8391

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

01/ 09/ 97

01/09/ 97

01/ 09/ 97

04/ 14/ 05

04/ 14/ 05

04/ 14/ 05

09/ 13/ 07

01/ 01/ 89

04/ 11/ 02

PRCDUCT

NUMBER

1608

1609

1870

1871

1872

3518

232

72

LI ST

A

MAY BE USED W THCOUT SAMPLES, TESTING OR QUALITY COWPLI ANCE CERTI FI CATIONS. NMAY NEED A FI ELD | NSPECTI ON REPCRT.

USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE;, SALEM CR 97301-4798;

(503) 986-30509.

PAGE 163

CO POLYMER PCLYPRCPYLENE. USE
WHERE 10" STEPS ARE ALLOWED
10" BETWEEN BARS.

EXTENDS QUT 5. 7".

CG POLYMER POLYPROPYLENE.

I NTERI OR BARS ARE EPOXY COATED
13" BETWEEN BARS.

EXTENDS QUT 6".

CO POLYMER POLYPROPYLENE.

I NTERI OR BARS ARE EPOXY COATED
13" BETWEEN BARS.

EXTENDS QUT 5. 1".

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

SPEC NO. CATECORY

02510. 11 COATI NG FOR REBAR
EPOXY

02510. 11 COATI NG FOR REBAR
EPOXY

02510. 11 COATI NG FOR REBAR
EPOXY

02510. 11 COATI NG FOR REBAR
EPOXY

02510. 11 COATI NG FOR REBAR
EPOXY

02510. 11 COATI NG FOR REBAR
EPOXY

02510. 11 COATI NG FOR REBAR
SPLI CES

02510. 11 COATI NG FOR REBAR
SPLI CES

02560. 70 LUBRI CANTS FOR GALVANI ZED
FASTENERS

*LIST "A = APPROVED.

**LIST 'Q = QUALI FI ED.
LI ST PUBLI SHED BY:

CDOT CONSTRUCTI ON MATERI ALS  SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

GREENBAR #720A009

NAP- GARD 7- 2719

PONDAX E90

RESI COAT RB-600

SCOTCHKOTE 215

SCOTCHKOTE 413

3-M I TCSN HEAT SHRI NK SLEEVES

SPI CESEAL ( HEAT SHRI NK)

MACUGUARD TORQUE ' N TENSI ON
MACDERM D

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
VALSPAR 816/ 421-7400
GARY SCH MVEL
WAS LILLY CORPCRATI ON PRICR TO
2/ 2001.

DUPONT POADER COATI NGS
CRAI G DI ETZ 713/ 996- 4665

SEI BERT POADER CQOATI NGS
216/ 631- 2002

AKZO PONDER COATI NGS
FRI TZ HERRVANN 615/ 995- 5576

3-M COVPANY ( CORRCSI ON)
RJ LABRADOR 512/ 984- 3525

3-M COVPANY ( CORRCSI ON)
RJ LABRADCR 512/ 984- 3525

3-M COVPANY 800/ 545- 3573
WALT DAVI S 503/ 984- 7564
PLATT ELECTRI C 503/ 581- 7012

RID I NDUSTRI ES, | NC
800/ 344- 4753

WESTERN COATI NGS, | NC.
206/ 735- 1070

ABCO PRCDUCTS COF SACRAMENTO
916/ 447- 9931 OR 916/ 417-4142

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

10/ 14/ 93

06/ 14/ 01

05/ 11/ 95

07/ 10/ 08

12/12/91

02/ 11/ 93

01/11/96

04/ 10/ 97

06/ 10/ 10

2359

1161

3586

635

978

1375

953

3814

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;
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EPOXY POADER COATI NG THAT | S

FUSI ON BONDED TO REBAR FOR AN
| MPERVEABLE COATI NG RECOMVEND
PI PE CLAD PATCH PATCHI NG MATL.

MEETS AASHTO M 284, PER VALLEY
FORGE TESTING MG RECOMVENDED
PATCH | S NAPGARD 7-1870.

PATCH MATERI AL: TRU- GLAZE 4
EPOXY, CATALOG #12402 BY DEVCE
& REYNOLDS CO.  AASHTO M284
TEST PERFORMED BY VALLEY FORGE

MFG SUBM TTED | NDEPENDENT TEST
FOR AASHTO M 284. RECOMVENDED
PATCH | S DENSO PROTAL 7200.

DRY POADER. PASSES AASHTO M284
PER RESULTS FROM VALLEY FORGE.
MFG RECOM PATCHI NG MATERI AL | S
3M SCOTCHKOTE 413/ 215PC.

TEST RESULTS FROM VALLEY FORGE
SHONS COVPLI ANCE W TH M 284.
RECOMVENDED PATCHI NG MATERI AL
I'S 3M SCOTCHKOTE 413/ 215PC.

TH S APPEARS TO WORK BETTER
THAN FI ELD APPLI ED PATCHES.

TH S APPEARS TO WORK BETTER
THAN FI ELD APPLI ED PATCHES.
HEAT SHRI NK TUBI NG

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPORT ANY PRCBLEMB USI NG THESE PRODUCTS.



STANDARD

02560.

02560.

02820.

02820.

02820.

02820.

02820.

02820.

02820.

70

70

00

00

00

00

00

00

00

*LIST "A

**LIST !
LI ST PUBLI SHED BY:

Q

LUBRI CANTS FOR GALVAN ZED
FASTENERS

LUBRI CANTS FCR GALVAN ZED
FASTENERS

GUARDRAI L END TERM NAL
NCHRP 350 TL- 2

20" - 32" FLARE

L= 25

GUARDRAI L END TERM NAL
NCHRP 350 TL- 2

NON- FLARED;

L= 25

GUARDRAI L END TERM NAL
NCHRP 350 TL-2
NON- FLARED, "L" = 25

GUARDRAI L END TERM NAL
NCHRP 350 TL-3

2' FLARE

"L' = 37.5

GUARDRAI L END TERM NAL
NCHRP 350 TL-3

3'-4" FLARE

'L'= 37.5

GUARDRAI L END TERM NAL
NCHRP 350 TL-3

30" - 48" FLARE

L' = 37.5

GUARDRAI L END TERM NAL
NCHRP 350 TL-3

NON- FLARED,;

L' =37.5

= APPROVED.
= QUALI FI ED.

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

SAFETY FI LM 639

STI CK- WAX
WAS 140 STI CK- WAX

FLEAT 350 TL-2
ENERGY ABSCRBI NG UNI' T

SKT 350 TL-2
ENERGY ABSCRBI NG UNI T

ET PLUS TL-2 (WAS ET2000 TL2)
ENERGY ABSCRBI NG UNI T

FLEAT- M
ENERGY ABSCRBI NG UNI T

SRT- 350 8 PCST SYSTEM
NON- ENERGY ABSCRBI NG UNI' T

FLEAT 350 TL-3
ENERGY ABSORBI NG UNI' T

SKT LI TE (7 POST SYSTEM)
ENERGY ABSORBI NG UNI T

ODOT VATERIALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER
CASTRCOL | NDUSTRI AL
877/ 641- 1600
| DG 503/ 288- 3252
TYRE O L 541/687-0076

CASTROL | NDUSTRI AL
877/ 641- 1600

| DG 503/ 288-3252

TYRE O L 541/ 687-0076

ROAD SYSTEMS, | NC

JOHN DURKCS 330/ 346- 0721
UN VERSAL | NDUSTRI AL SALES
800/ 424- 9825

ROAD SYSTEMS, | NC

JOHN DURKCS 330/ 346- 0721
UN VERSAL | NDUSTRI AL SALES
800/ 424- 9825

TRINITY | NDUSTRI ES, | NC.
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943- 9559
CORAL SALES 800/ 538- 7245

ROAD SYSTEMS, | NC.

JOHN DURKCS 330/ 346- 0721
UNI VERSAL | NDUSTRI AL SALES
800/ 424- 9825

TRINITY I NDUSTRI ES, | NC
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943-9559
RANDY OLSON 800/ 772- 7976

ROAD SYSTEMS, | NC

JOHN DURKCS 330/ 346- 0721
UNI VERSAL | NDUSTRI AL SALES
800/ 424- 9825

ROAD SYSTEMS, | NC

JOHN DURKGCS 330/ 346- 0721
UN VERSAL | NDUSTRI AL SALES
800/ 424- 9825

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL REQUI REMENTS* *

EFFECTI VE
DATE

12/ 10/ 93

09/ 10/ 09

02/ 10/ 00

02/ 10/ 00

01/ 12/ 06

05/ 08/ 03

04/ 11/ 96

09/ 10/ 98

11/ 13/ 08

PRCDUCT

920

1792

1791

2451

2712

1490

1792

3682

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATIONS.  NMAY NEED A FI ELD | NSPECTI ON REPORT.
USE WTH SAMPLI NG TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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USE AS CORRCSI ON RESI ST LUBRI -
CANT ON VARI QUS FASTENERS.
ALSO, USE AS A RUST PROTECTCR

( FLEAT) FLARED ENERGY ABSCRBI NG
TERM NAL. TESTED AT | MPACT
SPEEDS OF 70 KPH / 45 MPH.

ENTI RE SYSTEM APPROVED.

SEQUENTI AL KI NKI NG TERM NAL.
TESTED AT | MPACT SPEEDS OF

70 KPH 45 MPH  ENTI RE SYSTEM
APPROVED.

SHOULDER TERM NALS W TH 0 DEG
FLARE. OK W SYTP AND SYTP IN A
TUBE (2 TUBE SYSTEMS) NOT FOR
MEDI ANS. ENTI RE SYSTEM APPROVED

( FLEAT) FLARED ENERGY ABSCRBI NG
TERM NAL. TESTED AT | MPACT
SPEEDS OF 100 KPH / 60 MPH.
ENTI RE SYSTEM APPROVED.

RAIL END PI ECE

SRT=SLOTTED RAI L TERM NAL

ENTI RE SYSTEM APPROVED.

3/4 OR FULL WWRAP ON END PI ECE.

( FLEAT) FLARED ENERGY ABSCRBI NG
TERM NAL. TESTED AT | MPACT
SPEEDS OF 100 KPH / 60 MPH
ENTI RE SYSTEM APPROVED.

SEQUENTI AL KI NKI NG TERM NAL.
TESTED AT | MPACT SPEEDS CF

60 MPH. ENTIRE 7 PCST SYSTEM
APPROVED.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTVAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02820.

02820.

02820.

02820.

02910.

02910.

02910.

02910.

02910.

00

00

00

00

20

20

20

20

20

*LIST " A

**LIST !
LI ST PUBLI SHED BY:

Q

GUARDRAI L END TERM NAL
NCHRP 350 TL- 3

NON- FLARED;

"L = 50

GUARDRAI L END TERM NAL
NCHRP 350 TL-3

NON- FLARED, "L" = 37.5'
ALSO FOR "L" = 50'

GUARDRAI L END TERM NAL
NCHRP 350 TL-3

STRAI GHT FLARE (4')
"L'= 37.5'

GUARDRAI L TERM NAL

SI GN SHEETI NG - TYPE |
ASTM D4956
ENCLOSED LENS

SI GN SHEETING - TYPE |11
ASTM D4956

SI GN SHEETI NG - TYPE |11
ASTM D4956
PRI SMATIC H P

SI GN SHEETING - TYPE |V
ASTM D4956
PRI SMATI C

SI GN SHEETI NG - TYPE |V
ASTM D4956
PRI SMATI C H P

APPROVED.
= QUALI FI ED.

ODOT CONSTRUCTI ON/ MATERI ALS SECTI ON

APPROVED LI ST -

QUALI FI ED PRODUCTS LI ST

NO SAMPLES OR TESTS REQUI RED*

QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

SKT 350 TL-3
ENERGY ABSCRBI NG UNI T

ET PLUS TL-3 (WAS ET2000 TL3)
ENERGY ABSCRBI NG UNI T

SRT- 350 6 POST SYSTEM
NON- ENERGY ABSCRBI NG UNI' T

X-TENSI ON GR END TERM NAL

AVERY DENNI SON T-1500

NI KKALI TE ULTRALI TE GRADE ||

3-M SERI ES 3930

(3930, 3931, 3934, 3935, 3937)

AVERY DENNI SON T-6500

3-M SER ES 3930
(3930, 3931, 3934, 3935, 3937)

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

JANUARY 2012

LOCAL REPRESENTATI VE
ANDY OR MANUFACTURER
ROAD SYSTEMS, | NC.
JOHN DURKCS 330/ 346- 0721
UNl VERSAL | NDUSTRI AL SALES
800/ 424- 9825

TRINITY | NDUSTR ES, | NC
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943- 9559
CORAL SALES 800/ 538- 7245

TRINITY | NDUSTRI ES, | NC
CHUCK NORTON 800/ 772-7976
DON GRI PNE 360/ 943-9559
RANDY OLSON 800/ 772- 7976

BARRI ER SYSTEMS | NC
707/ 374/ 6800

ZUMVAR | NDUSTRI ES
503/ 701/ 1125

AVERY DENNI SON 800/ 327- 5917

N PPON CARBI DE 800/ 821- 4264
ROBERT PARRA 800/ 821-4264
JAMES JOHNSON 310/ 632- 7500

3-M COVPANY TSSD 800/ 553- 1380

SCOTT ELLWOCD 503/ 309-9160

AVERY DENNI SON 800/ 327- 5917

3-M COWPANY TSSD 800/ 553- 1380
SCOTT ELLWOCD 503/ 309-9160

(503) 986-30509.

EFFECTI VE
DATE

09/ 10/ 98

01/ 12/ 06

06/ 14/ 01

08/ 25/ 11

06/ 12/ 08

09/ 10/ 98

09/ 28/ 05

09/ 08/ 05

09/ 08/ 05

PRCDUCT

2451

2433

4220

2345

1704

2949

1525

2949

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAVPLI NG TESTING & OR QUALITY COVPLI ANCE CERTS AS NEEDED.
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SEQUENTI AL KI NKI NG TERM NAL.
TESTED AT | MPACT SPEEDS CF
100 KPH 60 MPH ENTI RE SYSTEM
APPROVED.

SHOULDER TERM NALS WTH 0 DEG
FLARE. OK W SYTP AND SYTP IN A
TUBE (2 TUBE SYSTEM5) NOT FOR
MEDI ANS. ENTI RE SYSTEM APPROVED

RAI'L END PI ECE

SRT=SLOTTED RAI L TERM NAL

ENTI RE SYSTEM APPROVED.

3/4 OR FULL WRAP ON END PI ECE.

ENERGY ABSORBI NG
FLARE O-4'; L=43'

T-1500 WH TE, T-1501 YELLOW
T-1504 ORANGE;, T-1505 BLUE
T-1507 GREEN, T-1508 RED,
T-1509 BROMWN

ENCAPSULATED LENS. N512 WHI TE,
N504 YELLOW N505 RED,

N506 BLUE, N507 CRANGE,

N509 BROM.

VWH TE, YELLOW ORANGE, BLUE, &
GREEN. (NO FLUCRESCENT CRANGE)

VWH TE: T6500, YELLOW T6501,
ORANGE: T6504, RED: T6508,
GREEN. T6507, BLUE: T6505,
BROM\: T6509

3930 WHI TE, 3931 YELLOW
3934 ORANGE, 3935 BLUE, &
3937 GREEN.  NO FLCRESCENT
ORANGE.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRMUCTS.



STANDARD

02910. 20

02910. 20

02910. 20

02910. 20

02910. 20

02910. 60

02910. 70

02910. 70

02910. 70

SI GN SHEETI NG - TYPE | X
ASTM D4956
PRI SMVATI C

SI GN SHEETING - TYPE I X
ASTM D4956
PRI SMATI C

SI GN SHEETI NG - TYPE | X
ASTM D4956

PRI SMATI C - FLUORESCENT
YELLOW

SI GN SHEETING - TYPE | X
ASTM D4956

PRI SMATI C - FLUORESCENT
YELLOA- GREEN

SI GN SHEETI NG - TYPE | X
ASTM D4956
PRI SMATI C VI P

ELECTRONI C CUTTABLE FI LM
ALTERNATI VE FOR Sl LK
SCREENI NG

ANTI - GRAFFI TI  COATI NG
FOR SI GNS

ANTI - GRAFFI TI  COATI NG
FOR SI G\S

ANTI - GRAFFI TI  COATI NG
FOR SI GNS

*LIST "A = APPROVED.
**LIST 'Q = QUALI FI ED.
LI ST PUBLI SHED BY:

ODOT' CONSTRUCTI ON MATERI ALS SECTI ON

APPROVED LI ST -
QUALI FIED LI ST -

3-M SER ES 4000 (DG3)
(4090, 91, 92, 95,97, 99, 81, 83)

AVERY DENNI SON T-9500

3-M SERI ES 3981

3-M SERI ES 3983

3-M SER ES 3990 (VI P GRADE)
(3990, 91, 92, 95, 97)

3-M SERI ES 1170

3-M SERIES 1150 OVERLAY FI LM
FOR EG AND HI

3-M SERI ES 1160 OVERLAY FI LM
FOR EG H, D&, HP

AVERY CL- 1000 CLEAR
FOR AVERY SI GNS

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

QUALI FI ED PRODUCTS LI ST

JANUARY 2012

LOCAL REPRESENTATI VE
AND/ OR MANUFACTURER

3-M COVPANY TSSD 800/ 553- 1380
SCOTT ELLWOOD 503/ 309-9160

AVERY DENN SON 800/ 327- 5917

3-M COMPANY TSSD 800/ 553- 1380
SCOTT ELLWOOD 503/ 309-9160

3-M COVPANY TSSD 800/ 553- 1380
SCOTT ELLWOCOD 503/ 309-9160

3-M COMPANY TSSD 800/ 553- 1380
SCOTT ELLWOCD 503/ 309-9160

3-M COMPANY TSSD 800/ 553- 1380
SCOTT ELLWOCD 503/ 309-9160

3-M COWPANY TSSD 800/ 553- 1380
SCOIT ELLWOOD 503/ 309-9160

3-M COWPANY TSSD 800/ 553- 1380
SCOTT ELLWOCD 503/ 309-9160

AVERY DENNI SON 800/ 327- 5917

(503) 986-30509.

NO SAMPLES OR TESTS REQUI RED*
ADDI TI ONAL  REQUI REMENTS* *

EFFECTI VE
DATE

05/ 13/ 10

02/11/10

12/ 12/ 96

12/ 12/ 96

11/ 09/ 95

09/ 12/ 96

05/ 09/ 96

01/10/ 02

12/ 10/ 09

PRCDUCT

3605

2843

1898

1328

1414

1413

2436

3949

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE WTH SAMPLI NG TESTI NG & OR QUALI TY COVPLI ANCE CERTS AS NEEDED.
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K FOR TYPE | X O\LY. COLCRS:
VWH TE 4090, YELLOW 4091,

RED 4092, BLUE 4095, GRN 4097,
F- YELLOW 4081, F-YG 4083

T-9500 WHI TE, T-9501 YELLOW
T-9505 BLUE, T-9507 GREEN
T-9508 RED, T-9513 FL YEL/GRN,
T-9511 FY.

FOR URBAN STREET LEVEL.
VWH TE 3990, YELLOW 3991,
RED 3992, BLUE 3995,
GREEN 3997

NEED FOR LEGENDS ON H GH
I NTENSI TY SHEETI NG

FCR 3- M SHEETI NG O\LY.
DESI GNED TO ALLOW EASY REMOVAL
OF GRAFFITI .

FOR 3- M SHEETI NG ONLY.
DESI GNED TO ALLOW EASY REMOVAL
OF GRAFFITI.

FCR AVERY DENNI SON SHEETI NG
ONLY.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.



STANDARD

02910. 70

03010. 00

03010. 00

03010. 00

*LIST "A =

**LIST ' Q

LI ST PUBLI SHED BY:

CATECORY
ANTI - GRAFFI TI  COATI NG
FCOR SI GN\S

FENCI NG CHAIN LI NK

FENCI NG CHAIN LI NK

FENCI NG CHAIN LI NK

APPROVED.
= QUALI FI ED.

ODOT CONSTRUCTI OV NATERI ALS  SECTI ON

APPROVED LI ST -

QUALI FI ED PRODUCTS LI ST
NO SAMPLES OR TESTS REQUI RED*

QUALI FIED LI ST - ADDI TI ONAL REQUI REMENTS* *

F-CAL PREM UM PROTECTI VE FI LM

CYCLONE C- SECTI ON (ZI NO)

SS-40 PCSTS

W-40

ODOT MATERI ALS LAB; 800 Al RPORT RD SE; SALEM OR 97301-4798;

JANUARY 2012

LOCAL REPRESENTATI VE EFFECTI VE

ANDY OR MANUFACTURER DATE
N PPON CARBI DE 800/ 821- 4264 07/10/ 03
ROBERT PARRA 800/ 821-4264
JAMES JOHNSON 310/ 632- 7500
GREGCRY GALVAN ZI NG 07/ 08/ 93
330/ 477- 4800 JI M DESM TH
ALLI ED TUBE AND CONDUI T 12/ 13/ 90
800/ 882- 5543, EXT. 775
REP: PACI FI C FENCE 800/ 547-2410
VWHEATLAND TUBE CO. 04/ 08/ 99

M CHAEL RYAN 724/ 342-6851 1587

(503) 986-30509.

PRCDUCT
NUMBER LI ST
1799 A
809 A
374 A
1847 A

MAY BE USED W THOUT SAMPLES, TESTING OR QUALITY COVPLI ANCE CERTI FI CATI ONS.  NMAY NEED A FI ELD | NSPECTI ON REPCRT.
USE W TH SAMPLI NG, TESTING & OR QUALITY COWPLI ANCE CERTS AS NEEDED.
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FCR NI PPON CARBI DE (NI KKOLI TE)
SHEETI NG ONLY.

GALVANI ZED STEEL C- SECTI ON
MANUFACTURER HAS SHOMN CONFCRM
TO AASHTO M181, GRADE 1.

HOT-DI P ZI NC CQOATI NG

MFG HAS COWPL W TH AASHTO ML81
GRADE 2. SUI TABLE FOR FENCI NG
SAMPLI NG PER SEC 01050 OF THE
NON- FI ELD TEST ACPTANCE GUI DE.

FOR USE IN STEEL FENCE PCSTS,
RAI LS, AND GATE FRAMES.

MFTR ASSERTS COWVPLI ANCE W TH
AASHTO ML81, AND ASTM F1043.

NEEDS A FI ELD | NSPECTI ON REPCRT. CHECK SPECS & NFTMAG
PLEASE REPCRT ANY PROBLEMS USI NG THESE PRODUCTS.
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APPENDIX A - APPROVED REINFORCING STEEL PRODUCERS

The ASTM specifications for billet-steel and low-alloy reinforcing bars (A615 and A706, respectively) require identification
marks to be rolled into the surface of one side of the bar to denote the producer’s mill designation, bar size, type of steel and minimum
vield designation. Grade 420 bars show these marks in the following order.

om=—Dain Ribs—_

Lettet or Symibol of __
Producing Mill

Bar hee #16 iz

I* — Producing Mill (usually a letter)

nd o T s
2" — Bar Size Number (#10 through #57) Type of Steel*

5 fior Rillet (A615)
W ior Lover-Allory (A T0G)

3% Type of Steel: S for Billet (AG15)

W for Low-Alloy (A706) Urade Mark, _§

" Gnade Line

4™ — Minimum Yield Designation

The mimimum yield designation for Grade 420 bars is either one (1) single, longitudinal line (grade line) or the
number 4 (grade mark).

A grade line is smaller and is located between the two main ribs, which are on opposite sides of all bars made in the
United States. A grade line must be continued through at least 5 deformation spaces, and it may be placed on the
side of the bar opposite the bar marks. A grade mark is the fourth mark on the bar.

VARIATIONS: Bar identification marks may also be oriented to read horizontally (90° to those illustrated). Grade numbers may be
placed within consecutive deformation spaces to read vertically or horizontally.

The identification marks for the Approved Producers are shown in the following figures. Rebar grades shown on these pages are for
reference only. Check the specs for the appropriate requirements

Oregon DOT — QPL (January 2012)
Attachment “A”, Page 1 of 4
Approved Rebar Producers (Metric Units)



Cascade Steel Rolling Mills, Inc. CRSI Nucor Steel-Utah
(McMinnville, OR) : (Plymouth, U)

Bars #10 through #22 only

Bars #25 through #36 only W

Bars #10 through #36 only

A

) o Uiz e A T Ll
G AR el e Bars #13 through #25 only .@

ODOT ID# 1112

Bars #43 and #57 only | | (E:ggg% OI):_iocky Mountain Steel®
w ;
Bars #25 through #36 only - w Colled bars #0 and 10"|v B - |
ODOT ID# 1111 Coiled bar #16 only

ODOT ID# 1621 was CF & |

Oregon DOT - QPL (January 2012)
Attachment “A”, Page 2 of 4
Approved Rebar Producers (Metric Units)



Gerdau Ameristeel (current markings)
(Wilton, 14)

RV B R e Y

Bars #10 through #16 only; Grade mark line on opposite side

@,S_l. ArcelorMittal Vinton, Inc.

(Bl Paso, TX}

GR GR
“I" is first mark (as shown) or under "S" 6l
Gerdau Ameristeel (revised markings) CRSI
(Wittan, 1A) B W
S 1 A \ \ \ \ &\ .""-.1-3""-_,_'51_. A H H Bars #10 through 436 only @
Bars #10 through #25 only GH
Grade mark Hne on opposite side 60 ODOT ID# 1841
ODOT ID# 1622
TAMCO CRSI
{Rancho Cucamonga, CA)
Gerdau Ameristeel (current markings) CRSI S !
(51 Paul, MN) i

Bars #13 through #57 only
W
S
R
[E]
S S

Bars #43 and #57 only

ODOT ID# 1623

Bars #13 throvph #57 onky

ODOT ID# 1842

GR

60

Oregon DOT — QPL (January 2012)

Attachment “A”, Page 3 of 4

Approved Rebar Producers (Metric Units)




Page A-4

Nucor Steel Seattle, Inc. CRSI
(Seatile, WA) e
S
GR
60
w
&
S (ARRRRERREEIITSHAR RN
Bars #16 throsgh #57 only FERY
W5,

ODOT ID# 2935

CMC Steel — Mesa Arizona

AN

13-36 MM Rebar
Nt to scale

AREEER TRV RN

Side Back Front

ODOT ID# 4118 (11/8/10)

Oregon DOT — QPL (January 2012)
Attachment “A”, Page 4 of 4
Approved Rebar Producers (Metric Units)




