SP851  (02-09-12)

SECTION 00851 - PAVEMENT MARKING REMOVAL TC "SECTION 00851 - PAVEMENT MARKING REMOVAL" \f C \l "1" 
(Follow all instructions.  If there are no instructions above a subsection, paragraph, sentence, or bullet, then include them in the project but make necessary modifications to only include project specific specifications.  Delete specifications that do not apply to the project.)
Comply with Section 00851 of the Standard Specifications modified as follows:

00851.40  General - Replace the paragraph that begins "Remove non‑durable pavement…" with the following paragraph:

Remove durable and non-durable pavement markings by hydroblasting, steel shot blasting, or grinding so that the pavement surface is not damaged below a depth of 1/8 inch.

00851.80  Measurement - Add the following sentences to the end of the paragraph that begins "The quantities of pavement line…"

Measurement will be the actual stripe removed.  Gaps between broken and dotted stripes will not be measured.
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