SP2020  (04-10-14)

SECTION 02020 - WATER TC "SECTION 02020 - WATER" \f C \l "1" 
(Follow all instructions.  If there are no instructions above a subsection, paragraph, sentence, or bullet, then include them in the project but make necessary modifications to only include project specific specifications.  Delete specifications that do not apply to the project.)
Comply with Section 02020 of the Standard Specifications modified as follows:

02020.10  Water - Replace this subsection, except for the subsection number and title, with the following:

(a)  General - Water used in mixing or curing concrete, mortar, grout, and in mixing cement‑treated base shall be reasonably clean, and free of oil, sugar, organic matter, or other substances injurious to the finished product.
(b)  Potable - Potable water may be used without testing if the Contractor provides a quality compliance certificate verifying that the water has met the limits and ranges of ASTM C 1602, according to tests made within the last two years.

Water approved for public use by the Oregon Health Division may be accepted for use without testing.
(c)  Non‑Potable, Unknown Quality, or Suspected Quality - Non-potable, Unknown Quality, or Suspected Quality water shall be tested at no additional cost to the Agency.  Test according to ASTM C 114 and ASTM C 1603.  Water from concrete production operations is considered Unknown Quality.  Results of testing shall comply with the limits and ranges of ASTM C 1602 and shall be available for review upon request.
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