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SECTION 02515 - PRESTRESSING REINFORCEMENT TC "SECTION 02515 - PRESTRESSING REINFORCEMENT" \f C \l "1" 
(Follow all instructions.  If there are no instructions above a subsection, paragraph, sentence, or bullet, then include them in the project but make necessary modifications to only include project specific specifications.  Delete specifications that do not apply to the project.)
Comply with Section 02515 of the Standard Specifications modified as follows:

02515.50  Tendon Duct - In the paragraph that begins "Provide rigid...", replace the sentence that begins "Provide rigid galvanized..." with the following sentence:

Provide rigid galvanized steel ducts conforming to the requirements of ASTM A 653 with a coating weight of G90 for post‑tensioned structures.
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