SP735  (08-15-13)
(This Section requires SP730.


May require SP705, SP710, or SP715.)

SECTION 00735 - EMULSIFIED ASPHALT CONCRETE PAVEMENT TC "SECTION 00735 - EMULSIFIED ASPHALT CONCRETE PAVEMENT" \f C \l "1" 
(Follow all instructions.  If there are no instructions above a subsection, paragraph, sentence, or bullet, then include them in the project but make necessary modifications to only include project specific specifications.  Delete specifications that do not apply to the project.)
Comply with Section 00735 of the Standard Specifications modified as follows:

00735.10(d)  Fractured Faces - In the sentence that begins "Determine fracture…", replace "AASHTO TP 61" with "AASHTO T 335".

00735.16(a)  ODOT Administered Projects - In the paragraph, replace “ODOT Quality Assurance Manual” with “ODOT Quality Assurance Program”.

00735.18(a)  ODOT Administered Projects - In the paragraph, replace “ODOT Quality Assurance Manual” with “ODOT Quality Assurance Program”.

(Use the following subsection .45(b) on projects that allow alternate methods of depositing EAC on the road.  Obtain the methods from the Designer.)

00735.45(b)  Depositing - The following alternate methods of depositing EAC may be used:


1

