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SECTION 02015 - PCC REPAIR TC "SECTION 02015 - PCC REPAIR" \f C \l "1" 
(Follow all instructions.  If there are no instructions above a subsection, paragraph, sentence, or bullet, then include them in the project but make necessary modifications to only include project specific specifications.  Delete specifications that do not apply to the project.)
Section 02015, which is not a Standard Specification, is included in this Project by Special Provision.
Description

02015.00  Scope - This Section includes the requirements for PCC Repair materials.

Materials
02015.10  Materials - All PCC repair materials are acceptable for structural applications when used according to the manufacturer’s recommendations.

02015.20  PCC Repair - Furnish PCC repair material from the QPL.

02015.30  PCC Repair, Polymer Modified - Furnish polymer modified PCC repair material from the QPL.

02015.40  PCC Repair, High Performance - Furnish High Performance PCC repair material from the QPL.
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