SP2030  (05-08-14)
SECTION 02030 - MODIFIERS TC "SECTION 02030 - MODIFIERS" \f C \l "1" 
(Follow all instructions.  If there are no instructions above a subsection, paragraph, sentence, or bullet, then include them in the project but make necessary modifications to only include project specific specifications.  Delete specifications that do not apply to the project.)
Comply with Section 02030 of the Standard Specifications modified as follows:

02030.10  Fly Ash - Replace this subsection with the following subsection:

02030.10  Fly Ash - Furnish Class C, Class F, or Class N fly ash from the QPL and conforming to AASHTO M 295 (ASTM C 618).

02030.20(a)  Types - Replace the sentence that begins “The silica fume portion…” with the following two sentences:

The silica fume portion shall conform to AASHTO M 307.  Total alkalis, as equivalent Sodium Oxide (Na2O), shall be 1.5 percent maximum.
Add the following subsection:

02030.50  Metakaolin - Provide metakaolin from the QPL and conforming to AASHTO M 295 (ASTM C 618) Class N.
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