SP2530  (03-20-14)
SECTION 02530 - STRUCTURAL STEEL TC "SECTION 02530 - STRUCTURAL STEEL" \f C \l "1" 
(Follow all instructions.  If there are no instructions above a subsection, paragraph, sentence, or bullet, then include them in the project but make necessary modifications to only include project specific specifications.  Delete specifications that do not apply to the project.)
Comply with Section 02530 of the Standard Specifications modified as follows:

02530.71  Repair of Hot-Dip Galvanizing - Replace this subsection, except for the subsection number and title, with the following:

Repair damaged hot-dip galvanizing according to ASTM A 780 and ASTM A 123.  Minimum dry film thickness is 3 mils.  Minimum zinc content for Method A2 is 92 percent on the dry film.

1

