SP2690  (09-22-11)
SECTION 02690 - PCC AGGREGATE TC "SECTION 02690 - PCC AGGREGATE" \f C \l "1" 
(Follow all instructions.  If there are no instructions above a subsection, paragraph, sentence, or bullet, then include them in the project but make necessary modifications to only include project specific specifications.  Delete specifications that do not apply to the project.)
Comply with Section 02690 of the Standard Specifications modified as follows:

02690.20(e-1)  Fracture - In the sentence that begins "Provide aggregate…", replace "AASHTO TP 61" with "AASHTO T 335".


1

