SP02440  (2015 Specifications: 02-11-16)

SECTION 02440 – JOINT MATERIALS

(Follow all instructions.  If there are no instructions above a subsection, paragraph, sentence, or bullet, then include them in the project.  The specifications may be modified to include project specific specifications, but all additions, deletions, or modifications must be sent to the ODOT Technical Resource and Senior Specifications Engineer for review and approval.)

Comply with Section 02440 of the Standard Specifications modified as follows:

02440.15  Lubricant/Adhesive - Replace this subsection, except for the subsection number and title, with the following:

Furnish a lubricant/adhesive conforming to ASTM D 4070 and according to the recommendations of the seal manufacturer.

(Use the following subsection .50(b) when non‑epoxy (non‑shrink) grout is required.)

002440.50(b)  Non‑Epoxy (Non‑Shrink) Grout - Replace this subsection, except for the subsection number and title, with the following:

Furnish a non‑epoxy (non‑shrink) grout according to 02080.30.  Place or pack non‑epoxy (non‑shrink) grouts only with the use of a non‑epoxy bonding agent according to 02070.20, applied to all cured concrete surfaces being grouted.  Use a bonding agent compatible with the grout used.
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