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SP02001  (2015 Specifications: 04-09-15) (Use this Section when synthetic 
 fiber reinforcing is required. 
 Requires SP02045.) 
 

SECTION 02001 - CONCRETE 

 
(Follow all instructions.  If there are no instructions above a subsection, paragraph, 
sentence, or bullet, then include them in the project.  The specifications may be 
modified to include project specific specifications, but all additions, deletions, or 
modifications must be sent to the ODOT Technical Resource and Senior 
Specifications Engineer for review and approval.) 
 
Comply with Section 02001 of the Standard Specifications modified as follows: 
 
02001.10  Materials - In the list of materials, add the following line: 
 
 Synthetic Fiber Reinforcing ......................................  02045 
 
Add the following subsection: 
 
02001.31(g)  Synthetic Fiber Reinforcing for Concrete - Use synthetic fiber reinforcing 
from the QPL and according to Section 02045 in all bridge deck and silica fume overlay 
concrete.  Use synthetic fiber reinforcing according to the manufacturer’s recommendations 
at the rate designated on the QPL.  Fiber packaging is not allowed in the mixed concrete. 
 
 


