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J. ed Cloud Irin ing Cor;_;_pc.ny , Inc . 
Red Cloud une 
SE..,. sec . 16 , T . 32 Li ., R . 2 \f . 

STATE DEPARTMENT OF GEOLOGY .AND MINERAL INDUSTRIES 

Grants Pass, Oregon 
Boa.~xbagan 

ASSAY REPORT 
AG-1510 

Office Number f.G- 1511 

.ue ce11ber lo , 19.Y 40 --------- -----
Sample submitted by Guy J'. !JOTris' C&n~ OLVi lle ' OrE:.[,Oil -------------------
Sample dascription J.!Ou e l ·~ Z--Two 'C....J..!: .1.cS of IiI.E; , t.,rE._~ ".s.teiiLl \,lth d -

conside1 cible EUi.ount of cm.lei te . 

The assay results given below are made without charge as provided by Chapter 176, 
Sect ion 10, Oregon Laws 1937, the sender having complied with the provisipns thereof. 

NOTICE: The assay results given below are from a sample furnished by the above named 
person. This department had no part in the taking of the sample and assumes no 
responsibility, other than the accuracy of tr1e assay of the material as furnished 
it by the sender . 

GOLD SIL't Tr.R 1 ercury 
Sample Ounces ounces Total 
Number per ton Value per ton Value Percent Value Percent Value Value 

0 . 48 

0 . 08 

, 

Market Q,uot.at ions: STATE ASSAY LABORATORY 
Gold 

1 $ per oz. 
Silver $ per oz. 

$ per oz. 
$ per oz. Assayer 


