
Roy and Bob Claim 
&E: sec . 3, T . 29 S . , R. 2 W. 

STATE DEPAR'IMENT OF GEOLOGY .AND MINERAL INDUSTRIES 

ASSAY REPORT Office Number AG-1392 
Gr ants Pass, Oregon 
~ ___ N_o_._e_m __ b_e __ r __ 2__..,___ 19}7_.,,;.40 _____ _ 

Sample submitted by Robert • Shircliff Tiller . Orvc,on 

Sample description it,hly c:..ltered n.c!.terial containinc & large amount of i~ 

oxide . 3 lbs. 2 inches . 

The assay results given below are made without c~arge as provi ded by Chapter 176, 
Section 10, Oregon Laws 1937, the sender having compl ied wi th the provisions thereof. 

NOTICE : The assay results given below are from a sample furnished by the above named 
person. This department had no part i n the t alcing of the sample and assumes no 
responsibility, other than the accuracy of t~e assay of the material as furnished 
it by the sender. 
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