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STATE DEPARTMENT OF GEOLOGY 
AND MINERAL INDUSTRIES 

702 WoOOL.AltK BUILDING 

PORTLAND !5, OREGON 

October 8, 1'4T 

Sample submitted by ____ r_._w ___ • _L_i_bha7 ..... _______ _ 

Sample received on __ ...,Jul;r....;;;ii.__8_1 .... 1' ___ 4...:.7 _______ _ 

Analysis requested ___ A_■_r_epo __ rte_d _______ _ 

Lab. No. Sample Karked Results ot Analysis 

P-62S4 Sinter at Boron C Bf' 3) o.166% 
edge Borax 
Lale• 

P-62SS Soil at edp Boron (¥3) 0.12% 
Borax Lake 

P-62$6 Water !roll Total solids 1700 P.P.11. 
Borax Lake 

Analyst I by: 

A■ 

Remarks 

-- .. - .. - ... .. - - - - -

- ,.. -- .. - .. - - - - - -

Boron (B2')3) 0.08 gna/llt.er: 8o P.P.11. ¥3 

The Dep8.lrtment did ... participate in the tak 111g ot this sample 
and asin.unes responsibility only tor the ana.:ytical results. 


