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C HARL 'IDN LAID RA TORIES 

Portland 7, Oregon 

Lab No. /.J.+.674 
Report date: Nov. 11, 195-5 

Buff H8.r:1ey Pumice -

.Loss on Ignition 
Silica (Si0.2l 
lron Oxide tr·e203) 
~lunlinum Oxide (Alz03) 
Calcium Oxide (CaOJ 
Ifagnesium Oxide (Mg()) 
?otassium Oxide (Ki)) 
Sodium Oxide (Na20J 

4.41% 
72.80 
2.63 

14.56 
1.32 
0.49 
1.04 
2./..J.+. 
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