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Sample submitted by Er.de I-!. Young , 414 1 orth 2nd Street, Grants Pass --------------
Sample description : Two samples of finely ground Q.U&l't~ a,nd :rock. ol-Heads. 

No .2-Tails. 6 lbs. each. 

The assay results recorded below are made without charge as provided by Chapter 176 , 
Section 10, Oregon Laws 1937, the sender having complied with the provisions thereof . 

NOTICE: 

Sample 
Number 

1 
a 

The assay results recorded bel-ow are from a sample furnished by the above named 
person. This Department had no part in the taking of the sample and assumes 
no responsibility ~ other than the accuracy of the assay of the material as fur 
nished it by the sender. 

. =-----···- -GOLD SILVER 
Ounces - Total Ounces 

per ton Value per ton Value Percen·c Value Percent Value Value 

O#f17 ~5 96 Tr~ce $5.96 
0.,02 0,70 Trace 0 .70 

Market ~uotat1ons: 
Gold t,5 . 00 per oz . 
Silver $ per oz. STATE ASSAY LABORATORY 

$ per lb. 
$ per lb . 

Assayer 


