
(18) A. G • .ii GOLD HILL AREA 

Assay report by A. A. Lewis - Manganese 16.5 

Sample submitted by H. W. Ward, 628 Dakota Avenue, Medford, Oregon 

Location: Sec. 25, T. 36 s., R. 4 W. 

Data: Grab sample - rusty quartz and altered rock containing a large amount 

of manganese oxide and iron oxide. Weight 10 lbs. Pieces 6 inches 

and smaller. 
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