
-·-·-·- .. .. ·--- ..... -. -
·~ ....... __ - ,. .. 

~ p p E N D E X T . . n 

DRILL HOLES PRIOR TO BARETTA 

Hole '-' Bearing Dip N E Elev. T.D. 
' 1 ·, 

Granby 

GDH 1 S25W -50° 19,376.7 19,906.0 3012.5 300 

*************************************************************************** 

Frizzell 

Churn 1 Vert 19,545.7 19,722.6 2995.4 unknown 

Churn 2 Vert 19,538.0 19,855.3 2996.0 unknown 

Churn 3 Vert 19,235.0 20,098.0 3022. 8 45 

Churn 4 Vert unknown unknown unknown 50 

FDH 1 S65W -45° 19,305.8 20,208.5 2932.5 330.0 

FDH 2 N80W -45° 18,845.0 20,235.0 2948. 0 200.0 

**************************************************************************** 

American Selco 

TA74 1 South -45° 19,078.0 20,016.0 3067.1 289 

T." 74 2 S40W -45° 18,965.0 20,259.0 2946. 2 256 

TA74 3• unknown -68? 18,970.0 20 I 260. 0 2946 ~ 2 243 

TA74 4 S45W -45° 18,822.8 20,580.0 2756.0 212.-3 

TA75 1 S45W -45° Extended TA74 4 to: 390.1 

TA75 2 S30W -70°' 18,822.8 20,580.0 27 56. 0 464.0 

TA75 3 S30W -55° 19, 6,90. 0 19,925.0 2977.0 228.6 

TA75 4 S20W -55 0 19,535.2 20,288.6 2925.8 6 36 .'6 

TA75 5 S30W -80° 19,492.8 19,963.0 3009.0 277.8 

*********************************•****************************************** 



A P P, E N D E X B 

BARETTA DRILL HOLES 

Hole Bearing Dip N E Elev. T.D. 

Tab 1 Vert 19,365.6 20,089.9 3004 2031 

Tab 2 Vert 19,691.5 19,934.3 2977 236 

Tab 3 S25W -50° 19,658.6 20,192.9 2918 956 

Tab 4 South -60° 19,693.6 20,156.4 2920 2201 

Tab 5 East -65° 18,936.5 20,606.3 2761 801 

Tab 6 S 25W -55° 19,515.4 20,525.8 2830 1147 

Tab 7 West -45° 19,995.7 20,933.3 2560 391 

Tab 8 West -45° 19,151.7 20,280.7 2943 1001 

Tab 9 West -45° 19,481.8 20,296.8 2931 1184 

Tab 10 West -61° 19,171.5 20,570.3 2747;.5 2002.2 

Tab 11 West -60° 19,009.9 20,265.4 2946 1000 

Tab 12 West -50° 18,381.9 19,681.7 2956. 2 1204 

Tab 13 Vert 19,174.8 20,273.8 2940.7 2006 

T ::b 14 Nor:th -45° 19,239.9 20,370.8 2868.l 862 

T 3.b 15 West -60° 19,278.5 20,532.2 2747.5 1199 

Tab 16 West -45° 19,278.5 20,532.2 2747.5 1000 

T·.b 17 Vert 19,171.5 20,570.3 2747.5 1608.9 

Tab 18 Vert ' 19,079.3 20,284.4 2946. 4 1591.7 

Tab 19 West -60° 19,257.4 20,685.0 26 58. 9 1017 

T,-::i.b 20 West ··-60 0 19,371.5 20,578.5 2748.5 818 

Tab 21 West -40° 19,371.5 20,578.5 2748.5 865 

Tab 22 West -60° 19,481.8 20,296.8 2931 738.5 

Tab 23 Vert 19,279.9 20,355.8 2864.94· 2001.5 

Tab 24 West -40° 19,171.5 20.570.3 2747.5 1500.5 

Tab 25 West -30° 19,471.5 20,645.6 2757.52 799.5 

Tab 26 West -35° 19,071.18 20,741.83 2662.04 1085 

Tab 27 Hest -60° 19,071.18 20,741.83 2662.04 1015.5 

T ~b 28 West -40° 19,009.9 20,626.0 2755 800 

Tab 29 Vert 19,500.00 20,770.82 266 2. 08 1500 

Tab 30 West. -45° 19,071.18 20, 741.-83 2662. 04 938 

L 



APPENDIX C 

W E I G H T E D A V E R A G E S 

TAB 3 

Footage oz/T oz/T 
From To Length Au ~ cu % Zn % Co % 

96 115.5 19.5 0.681 2.620 4.080 0.970 0.082 
115.5 150 34.5 0.054 o. 226 

507 526 19.0 o. 227 0.232 0.209 0.647 0.127 
526 546 20.0 0.153 0.173 0.123 0.310 0.088 

507 546 39.0 0.189 0.202 0 .165 0 .474 0.1 0 7 

************************************************************************** 

TAB 4 

258 307 49.0 0.056 0.276 0.014 

923 930 7.0 0.125 N 1.250 0.230 0.047 
930 940 10.0 0.033 N 0.128 0.068 0.049 
940 955 15.0 0.083 N 1.120 0.457 0.061 
955 980 25.0 0.146 N 1.740 0.420 0.058 
980 1005 25.0 0.086 N 1.080 0.210 0.042 

1005 1025 20.0 0.130 0.145 2.080 0.460 0.028 
1025 1050 25.0 0.053 0.230 1.000 0.650 0.020 
1050 1060 10.0 0.170 0.150 1.700 1.500 0.020 
1060 1090 30.0 0.082 0.110 1.080 1.600 0.016 

1245 1262 17.0 0.079 0.145 1.100 2.200 0.014 

923 1090 167.0 0.098 0.081 1.280 0.680 o. 036 

*************************************************************************** 



From 

392.8 
428. 5 
437.5 
442.5 
468 
508 
523 
533 
547 
567 
578.4 
615.7 
658 
678 
681.9 
694 

392.8 
392.8 
567 
392.8 

Footage 
To 

428.5 
437.5 
442.5 
468 
508 
523 
533 
54'7 
567 
578.4 
615.7 

.658 
678 
681.9 
694 
711 

442.5 
567 
711 
711 

W E I G H T E D A V E R A G E S 

Length 

35.7 
9.0 
5.0 

25.5 
40.0 
15.0 
10.0 
14.0 
20.0 
11.4 
37.3 
42.3 
20.0 
3.9 

12.1 
17.0 

49.7 
174.-2 
144.0 
318.2 

oz/T 
Au 

0.131 
0.024 
0.862 
0.040 
0.042 
0.118 
0.048 
0.102 
0.050 
0.096 
0.075 
0.092 
0.054 
0.193 
0.045 
0.112 

0.185 
0.095 
0.084 
0.090 

TAB 6 

oz/T 
~ 

1.020 
0.179 
0.150 
0.010 
0.030 

N 
N 

0.032 
N 
N 
N 

0.030 
N 
N 

0.045 
N 

0.780 
0.234 
0.013 
0.134 

cu % 

o. 90.2 
0.082 
4.250 
0.178 
0.157 
0.040 
0.050 
0.085 
0.043 
0.115 
0.061 
0.167 
0.028 
0.093 
o. 236 
0.490 

1.090 
0.391 
0.158 
0.286 

Zn% 

4.060 
6.750 
6.150 
1.480 
0.283 
0.290 
1.850 
0.766 
0.425 
0.067 
1.220 
1.940 
0.516 
0.090 
0.372 
o. 267 

4. 760 
1.880 
1.030 
1.500 

Co % 

0.102 
0.031 
0.071 
0.077 
0.143 
0.109 
0.120 
0.126 
0.113 
0.062 
0.062 
0.045 
0.032 
0.031 
0.075 
0.014 

0.086 
0.108 
0.047 
0.080 

************************************************************************** 

TAB 8 

242. 5 263. 5 21.0 0.172 0.512 1.810 5.410 0.030 

************************************************************~************* 



Footage 
From To 

192 
201 

192 

201 
205.7 

205.7 

W E I G H T E D A V E R A G E S 

Length 

9.0 
4.7 

13.7 

TAB 9 

oz/T 
Au 

0.066 
0.327 

0.156 

oz/T 
~ 

0.065 
0.354 

0.164 

Cu % 

0.380 
3.240 

1. 360 

Zn % 

0.150 
3. 260 

1.220 

Co% 

0.120 
0.052 

0.097 

W************************************************************************* 



W E I G H T E D AVER A GES 

TAB 10 

Footage oz/T oz/T 
From To Length Au ~ Cu % Zn % Co % 

278 292 14.0 0.161 0.247 1.390 0.282 0.163 

310 330 20.0 0.253 0.058 3.860 0.840 0.063 
330 345 15.0 0.070 0.050 0.190 4.070 0.093 
345 355 10.0 0.149 0.185 o. 560 1.380 0.120 
355 375 20.0 0.060 T 0.225 7.36 0.110 
375 395 20.0 0;133 -.010 0.084 1.330 0.118 
395 470 75.0 0.063 0.030 0.062 0.6i2 0.084 
470 490 20.0 0.118 N 0.120 0.990 0.061 
490 520 30.0 0.052 T 0.320 0.030 0.035 
520 540 20.0 0.092 T 0.748 0.144 0.038 
540 580 40.0 0.044 T o. 286 0.084 o. 026 

670 730 60.0 o. 259 o. 280 3.430 0.350 0.110 
730 765 35.0 0.103 T 0.960 0.430 0.070 
765 785 20.0 0.050 0.090 2.780 o. 270 0.070 
785 885 100.0 0.074 0.133 1.370 2.620 0.024 

1025 1070 45.0 0.047 T 0.171 0.104 0.121 

278 330 34.0 o. 215 0.136 2.840 0.610 0.104 
330 395 65.0 0.100 0.040 0.225 3.830 0.110 
278 490 194.0 0.108 0.049 0.609 1.730 0.094 
278 580 284.0 0.092 0.030 0.543 1.210 0.074 

670 765 95.0 0.202 0.180 2.520 0.379 0.095 
670 885 215.0 0.128 0.150 2.010 1.410 0.060 
278 580 499.0 0.108 0.082 1.180 1.30 0.068 
670 885 

************************************************************************ 

TAB 12 

420 425 5.0 0.020 2.680 0.017 0.011 0.002 

************************************************************************* 



W E I G H T E D AVE RA GES 

TAB 13 

Footage oz/T oz/T 
From To Length Au ~ Cu % Zn % Co % 

285 295 10.0 0.016 0.067 0.102 3.050 0.078 
295 315 20.0 0.063 0.638 0.645 3.550 0.069 
315 330 15.0 0.100 0.380 1.810 3.300 0.062 
330 360 30.0 0.020 0.075 0.100 3.200 0.029 

400 445 45.0 0.134 0.010 0.720 0.410 0.036 
445 470 25.0 0.050 0.084 0.360 0.350 0.010 
470 480 10.0 0.123 0.120 0.930 0.280 0.01 0 
480 505 25.0 0.051 0.096 0.442 0.155 0.019 
505 550 45.0 0.022 T 0.100 0.134 0.022 
550 580 30.0 0.085 -.020 o. 590 0.140 0.031 

630 640 10.0 0.071 -.020 0.270 2.350 0.017 

755 770 15.0 0.074 -.020 0.543 0.38 0.031 

878.5 919.5 41.0 0.080 0.800 0.792 2.580 0.069 

934.4 - 937.7 3.3 0.206 0.550 3.500 0.180 0.110 
970 1030 60.0 0.060 0.103 0.647 1.480 0.012 

1030 1055 25.0 0.110 0.038 2.040 1.820 0.004 

1105 1115 10.0 0.122 0.038 1.790 2.460 0.006 

117.5 1215 40.0 0.064 0.009 0.20 0.178 0.024 
1215 1225 10.0 0.081 0.900 0.825 6.130 0.047 
1225 1240 15.0 0.057 0.060 0.321 0.096 0.014 
1240 1255 15.0 0.014 T 0.190 o. 280 0.010 
1255 1260 5.0 o. 280 0.140 2. 6 00 1.550 0.007 

1995 2000 5.0 o. 500 -.020 0.007 0.007 o. 00-3 

************************************************************************* 



W E I G H T E D AVERP, GES 

TAB 15 

Footage oz/T oz/T 
From To Length Au -2!1. Cu % Zn % Co% 

250 260. 5 10. 5· 0.170 0.865 1.150 5.600 0.035 
260.5 290. 5 30.0 0.001 0.016 0.009 0.575 0.004 
290. 5 - 420 129.5 0.038 -.010 0.206 0.814 0.129 
420 455 35.0 0.109 0.009 0.736 0.177 0.073 
455 495 40.0 0.075 0.020 0.478 0.093 0.041 
495 515 20.0 0.042 -.010 0.438 0.078 0.026 
515 575 60.0 0.028 -.020 0.077 0.437 0.107 
575 620 45.0 0.034 0.060 0.048 0.0.'.37 0.029 
620 630 10.0 0.115 -.010 0.380 0.046 0.013 

825 840 15.0 0.113 -.020· 0 .19 3. 0.032 0.015 
840 860 20.0 0.049 -.020 0.041 0.067 0.021 

420 495 75.0 0.091 0.015 0.599 0.132 0.056 
250 630 380.0 0.049 0.035 o. 272 o. 582 0.078 

825 860 35.0 0.076 -.020 0.106 0.052 0.018 

250 860 415.0 0.051 o. 320· ' o. 258 0.537 0.073 

************************************************************************** 



W E I G H T E D AVER A GES 

TAB 16 

Footage oz/T oz/T 
From To Length Au -2.9: Cu % Zn% Co% 

194.8 222 27.2 0.018 0.150 0.590 3.020 0.054 
222 275 53.0 0.014 0.004 0.110 0.520 0.091 
27 5 300 25.0 0.027 -.010 0.160 3.600 0.115 
300 315 15.0 0.084 -.010 0.280 2. 560 0.098 
315 395 80.0 0.039 -.010 0.200 0.670 0.093 
395 440 45.0 0.108 -.010 0.070 0.380 0.061 
440 480 40.0 0.029 0.050 0.070 0.580 0.140 
480 535 55.0 0.050 -.010 0.084 0.220 0.041 
535 - 545 10.0 0.024 0.035 0.270 0.050 0.022 

**************************************************************************** 

380 
400 
420 
445 
510 

726 .8 

920.7 
950 
985 

1030 
1045 
1060 

380 
920.7 

400 
420 
445 . 
510 
520 

731.7 

950 
985 

- 1030 
- 1045 
- 1060 
- 1080 

510 
- 1060 

20.0 
20.0 
25.0 
65.0 
10.0 

4.9 

29.3 
35.0 
45.0 
15.0 
15.0 
20.0 

130.0 
139.3 

0.071 
0.100 
0.051 
0.102 
0.008 

0.314 

0.051 
0.075 
0.123 
0.063 
0.087 
0.028 

0.087 
0.085 

TAB 18 

0.120 
-.020 
-.020 
0.177 
0.065 

-.020 

o. 329 
0.394 
o. 251 
0.017 
-.020 
0.125 

0.089 
0.251 

0.578 
1. 260 
0.272 
1.140 
0.120 

3.600 

0.891 
1.690 
2.860 
1.180 
0.311 
0.327 

0.905 
1. 560 

4.840 
2.340 
2.690 
2. 260 
1.320 

1.100 

7.520 
5.740 
2.330 
1.230 
0.081 
5.650 

2.750 
3.920 

0.032 
0.029 
0.029 
0.018 
0.006 

0.024 

0.030 
0.019 
0.009 
0.010 
0.007 
0.008 

0 .-024 
0.016 

**************************************************************************** 



W E I G H T E D AVER A GE S 

TAB 19 

Footage oz/T oz/T 
From To Length Au ~ Cu % Zn % Co % 

475 545 70.0 0.022 -.010 0.108 0.065 0.113 
545 605 60.0 0.049 -.010 0.191 0.071 0.070-
605 620 15.0 0.117 -.003 0.058 0.055 0.020 

755 785 30.0 0.072 -.020 0.399 0.044 0.025 
785 830 45.0 0.056 T 0.533 0.044 0.025 
830 885 55.0 0.042 -.020 0.425 0.119 0.020 
885 905 20.0 0.096 -.020 1.140 0.342 0.012 
905 950 45.0 0.060 0.020 o. 226 o.658 0.013 

545 620 75.0 0.06 3 -.008 0.164 0.068 0.060 
755 950 195.0 0.060 -.015 0.473 0.099 0.019 

************************************************************************** 

TAB 20 

485 545 60.0 · 0.027 -.020 0.089 0.124 0.115 

************************************************************************** 

TAB 21 

330 460 130.0 0.023 0.010 0.180 0.110 0.118 

*************************************************************************** 



Footage 
From To 

190 215 

W E I G H T E D 

Length 

25.0 

TAB 22 

oz/T 
Au 

0.058 

AVER A GES 

oz/T 
~ 

0.050 0.228 

Zn % 

1.180 

Co % 

0.067 

************************************************************************** 

TAB 23 

170 290 120.0 o. 029- 0.089 0.224 0.777 0.088 
290 340 so.a 0.040 0.151 0.172 2.570 0.126 
340 350 10.0 0.133 -.020 0.235 1.880 0.106 
350 375 25.0 0.043 0.020 0.175 1.610 0.073 
375 405 30.0 0.044 - • 020. 0.183 1.160 0.132 
405 430 25.0 0.100 -.020 0.590 1.030 0.126 
430 470 40.0 0.050 -.020 0.961 0.305 0.135 
470 545 75.0 0.076 -.020 0.387 0.107 0.099 
545 635 90.0 0.065 -.020 o. 726 0.375 0.037 
635 720 85.0 ,O. 035 0.066 0.116 0.051 0.082 
720 745 25.0 0.107 -.020 0.229 0.088 0.070 

1190 1325 135.0 0.034 0.016 0.171 0.132 0.038 

405 635 230.0 0.070 -.020 0.641 0.346 0.083 
375 745 370.0 0.062 0.015 0.456 0.327 0.086 
170 745 575.0 0.054 0.042 o. 367 0.700 0.090 

*************************************************************************** I 



.. 

W E I G H T E D AVERAGES 

TAB 24 

Footage oz/T oz/T 
From To Length Au ~ Cu % Zn % Co% 

290 330 40.0 0.221 0.243 5.180 0.844 0.037 
330 350 20.0 0.038 0.360 0.134 4.550 0.100 
350 375 25.0 0.004 -.020 0.034 0.124 0.005 
375 425 50.0 0.076 -.020 0.425 0.101 0.017 
425 490 65.0 0.035 T o. 289 0.175 0.022 

************************************************************************* 

399.2 
410 
455 

410· 
455 
49'5 

10.8 
45.0 
40.0 

TAB 26 

0.032 " 
0.044 
0.512 

-.020 
0.030 
0.840 

0.161 
o. 294 
8. 210 

0.138 
3.580 
3.770 

0.041 
0.053 
0.035 

************************************************************************* 

TAB 27 

721. 7 775 53.3 0.045 1.010 1.130 8.180 0.021 
775 795 20.0 0.165 -.020 2.710 0.131 0.070 
795 810 15.0 0.083 -.020 1.090 0.963 0.056 
810 830 20.0 0.061 0.034 1.270 2. 260 0.020 
830 855 25.0 0.092 o. 282 1.520 2.270 0.011 
855 870 15.0 0.048 0.147 1.050 0.917 0.007 

721.7 870 148.3 0.075 0.433 1.410 3.840 0.028 



W E I G H T E D AVER A GES 

TAB 30 

Footage oz/T oz/T 
From To Length Au ~ Cu % Zn % Co % 

392.5 420 27. 5 0.058 0.085 0.491 0.282 0.140 
420 485 6 5. 0 o. 219 0.273 1.550 4.700 0.034 
485 505 20.0 0.017 0.080 0.145 o. 265 .005 
505 520 15.0 0.125 0.250 1.787 0.473 0.008 

666.7 677.5 10.8 0.103 0.079 4.110 6.610 0.042 

420 520 100.0 0.164 0.218 1. 304 3.180 0.025 
392.5 520 127.5 0.142 0.199 1.129 2.550 0.050 

***********~************************************************************* 

L 



Explanation: 

APPENDIX D 

BA RETTA MIN ING, 

COMBINED METAL VALUES 

Thru July, 1981 

INC. 

Values for the five metals currently known to occur 
in quantity in the Turner-Albright massive sulfide deposit 
have been adjusted to reflect their value as expressed in 
percent (%) copper. 

Basis of Adjustment: 

Example: 

Calculations: 

Copper: 
Gold: 
Silver: 
Zinc: 
Cobalt: 

$ .95 per pound 
500.00 per ounce 
10.00 per ounce 

.40 per pound 
20.00 per pound 

(In order to express the final combined 
metal value in percent, as opposed to 
pounds per ton, gold and silver are divided 
by 20.) 

Tab 13 890' - 895' 

Gold .134 X 26. 32 = 3.53 
Silver 1.97 X .53 = 1.04 
Copper 1.45 X 1 = 1.45 
Zinc 5.7 X .42 = 2.39 
Cobalt .093 X 21.05 = 1.96 

10.37 

Values have been calculated for each sample run on the 
Turner-Albright drilling program, with weighted averages 
figured by groups of assay intervals within each hole. Values 
are recorded both with and without cobalt for comparison with 
the drop in combined metal value, deleting cobalt, being 
expressed in percent. 



C O M B I N E D M E T A L S 

Footage 
w(_ Coi %) w/o Co(%) DroEi %) Hole # From To Length -

Tab 1 128 159 31.0 6.01 3.43 43 

258 313 55.0 3.83 2.03 47 

410 445 35.0 2.18 1.55 29 

458 518 60.0 2.24 1. 56 30 
518 538 20.0 4.09 2.27 45 
538 588 50.0 2.14 1.32 38 
588 598 10.0 4.14 0.98 76 

977.6 995 17.4 1.40 0.88 37 
995 1010 15.0 3.82 3.36 12 

1010 1045 35.0 1.84 1.41 23 
1045 1055 10.0 3.44 2.81 18 
1055 1110 55.0 1.65 1. 21 27 
1110 1130 20.0 2.98 2.65 11 

Note: Additional Assay Reports Are Forthcoming. 

Total 128 598 261.0 3.21 1.87 42 

***************************************************************************** 

Tab 3 36. 2 40.2 4.0 1.52 . no Co values 

1· 96.0 115.5 19.5 25.53 23.81 7 

I 115.5 160 44.5 1.37 no Co values 

496 507 11.0 1.82 0.82 55 
507 541 34.0 8.30 5.84 30 
541 553 12.0 1.99 1.46 27 
553 553.9 0.9 7.13 6.50 8 

Total 496 553.9 57.9 7.13 3.99 44 

**************************************************************************** 

L 



C O M B I N E D METALS 

Footage 
Hole# From To Length w/._ Co!%) w/o Co~%) Droe! %) 

Tab 4 738 845 107.0 2.04 0.81 60 

920 930 10.0 4.02 3.30 18 
930 940 10.0 2.04 1.01 so 
940 950 10.0 4.53 3.25 28 
950 980 30.0 6.69 5.46 18 
980 1005 25.0 4.31 3.43 20 

1005 1025 20.0 6.34 6.76 9 
1025 1040 15.0 2.58 2.14 17 
1040 1050 10.0 4.17 3.78 9 
1050 1060 10.0 7.31 6.89 6 
1060 1070 10.0 4.72 4.31 9 
1070 1080 10.0 6.08 5.68 7 
1080 1090 10.0 3.85 3.66 5 
1090 1181.6 91.6 1.47 1.34 9 
1181.6 1200.s 18.9 0.62 0.43 30 
r200.s - 1210 9.5 1.78 1. 59 11 
1210 1245 35.0 0.83 0.66 21 
1245 1262 17.0 4.48 4.18 7 

950 1025 75.0 5.80 3.84 34 
1040 1080 40.0 5.57 4.66 16 

950 1080 130.0 5.36 4.64 13 
920 1080 160.0 5.02 4.24 16 

Total 738 1262 (,-1 %) 395.1 3.26 2.56 22 
Total 738 1262 449.0 2.96 2.32 22 

****************************************************************************** 



C O M B I N E D M E T A L S 

Footage 
Hole # From To - Length w/ Co(%) w/o Co(%) Drop(%) 

Tab 6 392.8 412 19.2 10. 56 8.11 23 
412 420 8.0 8.12 5.44 33 
420 · 425 5.0 0.61 0.48 21 
425 437.5 12.5 6.42 5. 36 17 
437.5 442.5 5.0 31.08 29.60 5 
442.5 483 40.5 3.97 1.76 56 
483 493 10.0 5.07 1.81 64 
493 508 15.0 3.55 0.95 73 
508 542.5 34.5 5.49 2.95 46 
542.5 615.7 73.2 3.93 2.29 42 
615.7 648 32.3 5.25 4. 24 19 
648 681.9 33.9 3.13 2.43 22 
681.9 694 12.l 1.76 1.60 9 
694 711 17.0 3.84 3.54 8 

392.8 420 27.2 9.84 7.32 26 
425 442.5 17.5 13.47 12.29 9 
392.8 442.5 49.7 10.19 8.38 18 
442.5 681.9 239.4 4.25 2.47 42 
392.8 681.9 289.1 5.27 3.49 34 

Total 392.8 711 318.2 5.06 3.42 32 

****************************************************************************** 

Tab 8 242.5 263. 5 21.0 . 9.49 8.87 7 

****************************************************************************** 

Tab 

Total 
Total 

9 181.8 
201 
205.7 
246.8 
256 .8 
357 

181.8 
181.8 
181.8 

201 
205.7 
246.8 
256.8 
357 
367 

205.7 
367 
367 () 1%) 

19.2 
4.7 

41.1 
10.0 

100.2 
10.0 

23.9 
185.2 
144.1 

3.91 
14.50 

0.50 
1.09 
3.74 
1.02 

5.99 
3.02 
3.74 

1.99 
13.40 

0.27 
0.30 
0.99 
0.71 

4.23 
1.20 
1.47 

50 
8 

46 
73 
74 
30 

29 
60 
61 

******************************************************************************* 



l 

C O M B I N E D M E T A L S 

Footage 
Hole# From To Length w/ Co(%) w/o Co(%) Drop(%) 

Tab 10 278 292 14.0 9.30 5.89 37 
292 302 10.0 0.24 0.17 29 
302 310 8.0 3.38 1.68 so 
310 325 15.0 13.39 12.14 9 
325 380 55.0 7.52 5.41 28 
380 490 110.0 4.18 2.34 44 
490 555 65.0 2.93 2.15 27 

670 720 so.o 13.69 11 •. 17 18 
720 885 165.0 5.39 4.52 16 
885 920 35.0 2.05 1. 21 41 

1025 1050 25 •. 0 5.07 1.83 64 
1050 1070 20.0 2.69 1.01 63 

310 380 70.0 8.78 6.85 22 
278 555 277.0 5.14 3.52 32 
670 920 250.0 6. 58 5.39 18 

1025 1070 45.0 4.01 1.47 63 

Total f278 
670 

380} 
885 317.0 7.41 5.93 20 

Total 278 1070 572.0 5.68 4. 21 25 

****************************************************************************** 

Tab 11 

Total 

243 
258.6 

243 

258.6 
259.7 

259.7 

15.6 
1.1 

16.7 

1.20 
7.23 

1.60 

1.00 
2.81 

1.12 

17 
61 

30 

******************************************************************************* 



C O M B I N E D M E T A L S 

Footage 
Hole# From To Length w/ Co(%) w/o Co(%) Drop(%) 

Tab 13 285 295 10.0 3.79 2.16 43 
295 330 35.0 6.33 4.94 22 
330 360 30.0 2.63 2.02 23 
360 400 40.0 0.25 0.19 24 
400 420 20.0 4.09 3.40 17 
420 445 25.0 6.06 5.25 13 
445 465 20.0 1.76 1.55 12 
465 480 15.0 4.17 3. 95 5 
480 505 25.0 2.30 1.91 17 
505 550 45.0 1.20 0.74 38 
550 580 30.0 3.55 2.89 19 
580 630 50.0 1.20 0.74 38 
630 640 10.0 3.49 3.13 10 
640 705 65. 0 1.79 1.44 20 
705 755 50.0 0.59 0.45 24 
755 770 15.0 3.31 2.65 20 

878.5 - 919.5 41.0 5.94 4.49 24 
919.5 - 934.4 14.9 0.24 0.16 33 
934.4 - 937.7 3.3 11.60 9. 28 20 
937.7 - 965 27.3 0.20 0.13 35 
965 975 10.0 2.22 1.82 18 
975 980 5.0 4. 56 4.27 6 
980 995 15.0 2.36 2.06 13 
995 - 1020 25.0 3.46 3.22 7 

1020 - 1040 20 .. 0 3.44 3.35 3 
1040 - 1055 15.0 7.18 7.08 1 
1055 - 1070 15.0 1.62 1.48 9 
1070 - 1105 35.0 · 0.40 0.32 20 
1105 - 1115 10.0 6.18 6.05 2 
1115 - 1180 65. 0 0.82 0.62 24 
1180 - 1205 25.0 2.99 2.46 18 
1205 - 1215 10.0 1.45 1.00 31 
1215 - 1220 5.0 11.30 9.66 15 
1220 - 1240 20.0 2.32 2.02 13 
1240 - 1255 15.0 0.89 0.69 23 
1255 - 1260 5.0 10.83 10.69 1 

1995 2000 5.0 13.22 13.17 1 



C O M B I N E D M E T A L S 

Footage 
Hole# From To Length w/ Co(%) w/o Co(%) Drop(%) 

Tab 13 Continued 

285 330 45.0 5.77 4.32 25 
285 360 75.0 4. 51 3.40 25 
400 445 45.0 5.18 4.43 15 
400 480 80.0 4.14 3.6 2 13 
480 705 225.0 1.91 1.47 23 
755 770 15.0 3.31 2.65 20 
285 770 485.0 2.45 1.95 20 
975 1055 80.0 4.01 3.82 5 
878.5 1260 381.5 2.75 2.37 10 
878.5 1260 (> 1%) 224.3 4.27 3.72 13 

Total 285 2000 871.S 2.64 2.20 17 

***************************************************************************** 

Tab 14 30 35 5.0 2.52 2.41 4 

***************************************************************************** 



C O M B I N E D MET A LS 

Footage 
Hole# From To Length w/ Co ( %) w/o Co(% ) Drop(% ) 

Tab 15 250 253 3.0 3.00 2.76 8 
253 260. 5 7.5 11.62 10.70 8 
260. 5 290. 5 30.0 0.34 0.27 21 
290.5 300 9.5 2.58 0.88 66 
300 325 25.0 4.54 1.89 58 
325 335 10.0 5.51 1.62 71 
335 390 55.0 3.91 1.25 6 8 
390 400 10.0 6.14 2.35 62 
400 425 25.0 3.99 1.77 56 
425 445 20.0 6.01 4.36 28 
445 495 50.0 3.50 2.57 27 
495 515 20.0 2.13 1. 58 26 
515 590 75.0 3.16 1.10 65 
590 620 30.0 1.20 0.72 40 
620 630 10.0 3.70 3.43 7 
630 650 20.0 1.47 0.93 37 
650 820 170.0 o. 20 0.12 40 
820 835 15.0 1.94 1.6 2 17 
835 840 5.0 6.45 5.52 14 
840 875 35.0 1. 56 1.15 26 

250 260. 5 10.5 9.16 8.43 8 
300 495 195 •. 0 4.31 2.13 51 
250 650 400.0 3.38 1.77 48 
250 875 (>1%) 625.0 3.42 1.86 46 

Total 250 875 6 25.0 2.40 1.31 45 

****************************************************************************** 

Tab 16 194.8 205 10.2 6.86 5.38 22 
205 211 6.0 1. 92 1.38 28 
211 222 11.0 5.78 4.66 19 
222 275 53.0 2.63 0.72 73 
275 320 45.0 5.12 2.86 44 
320 410 90.0 3.38 1.58 53 
410 415 5.0 11.90 11.23 6 
415 430 15.0 2.33 1.66 29 
430 455 25.0 5.08 1.71 66 
455 480 25.0 3.40 0.90 74 
480 545 6 5.0 2.20 1.4.0 36 

Total 194.8 545 350.2 3.62 1.89 48 

****************************************************************************** 

L 



C O M B I N E D METALS 

Footage 
Hole# From To Length w/ Co(%) w/o Co(%) Drop(%) 

Tab 18 380 510 130.0 4.92 4.41 10 

726 .8 731.7 4.9 12.83 12.32 4 

920.7 1065 144.3 5.90 5.55 6 
1065 1175 110.0 1.50 1.09 27 

920. 7 1175 254.3 4.20 3.6 2 14 
Total 380 1175 389. 2 4.55 3.99 12 

***************************************************************************** 

Tab 19 430 465 35.0 0.61 0.15 75 
465 475 10.0 1.84 0.27 85 
475 505 30.0 3. 56 0.65 82 
505 545 40.0 2.76 0.77 72 
545 570 25.0 3.20 1.53 52 
570 605 35.0 2.82 1.48 48 
605 620 15.0 0.82 0.41 50 

730 755 25.0 o. 51 0.32 37 
755 770 15.0 1.94 1.49 23 
770 785 15.0 3.71 3.11 16 
785 885 100.0 2. 26 1.79 21 
885 905 20.0 4.06 3.82 6 
905 945 40.0 1.88 1.61 14 
945 950 5.0 4.05 3.76 7 
950 990 40.0 1.52 1.01 34 

475 570 95.0 3.13 0.93 71 
475 605 130.0 3.05 1.08 65 
770 905 135.0 2.69 2.24 17 
755 990 235.0 2. 3·3 1.91 18 

Total {475 
770 

605) 
905 265.0 2.87 1.67 42 

Total 430 990 450.0 2.24 1.36 39 

******************************************************************************** 



C O M B I N E D M E T A L S 

Footage 
Hole# From To Length w/ Co(%) w/o Co(%) Drop(%) 

Tab 20 385 490 105.0 1.74 0.51 71 
490 545 55.0 3.31 0.86 74 

TotaY 385 545 160.0 2.28 0.63 72 

***************************************************************************** 

Tab 21 330 360 30.0 2.70 0.76 72 
360 400 40.0 3.91 0.98 75 
400 415 15.0 1.65 0.80 52 
415 430 15.0 4.10 1.01 75 
430 440 10.0 2.44 0.57 77 
440 455 15.0 4.84 1.05 78 
445 475 20.0 1.33 0.61 54 

Total 330 475 145.0 3.08 0.85 72 

***************************************************************************** 

Tab 22 

Total 

190 
215 
240 

190 

215 
240 
245 

245 

25.0 
25.0 
5.0 

55.0 

3.70 
1.54 
3.24 

2.68 

2.29 
0.65 
1.93 

1.51 

38 
58 
40 

44 

****************************************************************************** 



C O M B I N E D M E T A L S 

Footage 
w/ Co(%) w/o Co(%) Drop ( %) Hole# From To Length 

Tab 23 170 200 30.0 4.07 2.38' 42 
200 265 65.0 2.42 0.81 67 
265 355 90.0 4.93 2.39 52 
355 375 20.0 3.46 1.87 46 
375 410 35.0 4.59 1.85 60 
410 445 35.0 6.67 4.05 39 
445 545 100.0 4.49 2.17 52 
545 635 90.0 3.38 2.60 23 
635 675 40.0 2.05 0.89 57 
675 745 70.0 3.89 1. 92 51 

1190 1300 110.0 1.99 1.13 43 
1300 1315 15.0 0.76 0.38 50 
1315 1320 5.0 3.98 3.84 4 

170 745 575.0 3.98 2.09 47 
Total 170 1320 705.0 3.60 1.92 

***************************************************************************** 

Tab 30 392. 5 415 22.5 4:70 2.04 57 
415 430 15.0 8.35 5.52 34 
430 480 50. 0 11.02 10.57 4 
480 505 25. 0 1.40 1.29 13 
505 520 15.0 5.56 5.39 3 

666.7 677.5 10.8 10.49 9.63 18 

Note: Additional Assay Reports Are Forthcoming. 

***************************************************************************** 



APPENDIX E 

3 .::-.:;:.r::TT.L. i•'. I ~ I NG I I,~2. 

Turner-.;;lbright F roperty 

TQNN;.GE & GF.,'-.uE 

I::xpressed in Copper Equivalents 

Levels are 25' thick + 12.5' from Footage Given --

WITH COBALT 

Levels Tonnage Grade 

l -:,/ Cut-off 2875 2800 = 274,750 tons ·,§.. 3. 07 % 10 

2750 2575 = 1,049,000 tons @ 2.25 % 
2550 2425 = 1,460,000 tons ·-;@ 4.13 % 
2400 2200 = 1,413,950 tons ]) 2.89 % 
2175 2000 = 629,750 tons ~ 4.46 % -2' 

1975 1525 = 1,585,000 tons }) 2. 36 % 

2550 - 2425 2,089,750 = tons .~ 4. 23 % 2175 2000 

Total 2875 1525 = 6 ,412,450 tons '2 3.10 % 

3 01 
/0 Cut-off 28 75 2850 = 47,250 tons ·:@ 8. 28 % 

2825 2700 = 105,500 tons @ 3.72 % 
26 50 2325 = 1,515,750 tons ;I 4. 77% ·c 

2300 - 2175 = 261,500 tons -;;-, 3.84% ·-=-
2150 1950 = 473,250 tons ~ 5.55% 
1925 - 1825 = 190,250 tons ~ 4.16 % 
1725 = .17, 250 tons ~ 9.82 % 
1575 1550 = 41,250 tons 9 3.84% 

26 50 1825 = 2,440,750 tons @ 4. 77 % 

Total 2875 1550 = 2,65 2 ,000 tons ::;y 4.82 % 

5% Cut-off 2875 2850 = 47,250 tons "" 8. 28 % S' 

2525 = 14,000 tons r]) 6.96 % 
2550 2300 = 328,000 tons @ 7.74% 
2225 = 3,500 tons ·~ 12. 8 3% 
2150 2025 = 88,250 tons ;=p 8.09 % 
2000 1850 = 174,500 tons @ 6.02% 
1725 = 17,250 tons t'.£) 9.82 % = 

2550 2025 = 419,750 tons @ 7 .86 % 

Total 2875 1725 = 672,750 tons ~ '- 7.44% 



TONN;1 GE & GRA:JE ( cont. ) 

Levels Tonnage Grade 

10% Cut-off 2850 = 4,750 tons •¥- 31.19 % 
2550 2475 = 36,500 tons ~ ll. 20 % 
2400 2325 = 26,000 tons !~ 11.34% 
2225 = 3,500 tons j~ 12.83% 
2125 = 8,250 tons ~ 14. 20 % 
2050 2025 = 20,250 tons :~ 10.73% 

Total 2850 2025 = 99,250 tons 1al 12. 41 % 

2. 5 ~~ Cut-off 2875 1725 = 4,523,250 tons ,=-, 3. 6' 5% =i 

Total 2875 1550 = 4,564,500 tons 2 3. 6 5% 

Upon removal of the cobalt values, the Turner-Albright drill 
indicated reserves are: 

WITHOUT COBALT 

Levels Tonnage Grade 

1 0/ /0 Cut-off 2875 2575 = 925,500 tons ~ 1.79% 
2550 2475 = 911,000 tons le 3. 20 % 
2450 2150 = 1,278,750 tons @ 2.20 % 
2125 2000 = 470,750 tons ., 

4. 35%, e 

1975 1525 = 1,365,000 tons ·'@ 2.16 % 

Total 2875 1525 = 4,951,000 tons '=· 2. 50 % e 

3 01 ; o Cut-off 2875 2825 = 25,000 tons @ 8.46 % 
2625 = 14,000 tons 15) 5.31 % 
2550 2325 = 478,000 tons '.~ 5. 26 % 
2300 2175 = 84,750 tons @ 4.03% 
2150 1950 = 468,250 tons 3) 4.86 % 
1925 1875 = 125,500 tons ~ 4.12 % 
1725 = 17,250 tons ,~ 9.66 ~6 -~ 
1550 = 25,750 tons ~ 3.84% 

Total 2875 - 1550 = 1,238,500 tons @ 5.02% 



TO!\TNAGE & Grt.=::;:::)E ( cont. ) 

Levels Tonnage Grade 

c; Cl 

- 0 Cut-off 2850 = 4, 7 50 tons -~ 29.93% 
2r ? ,.. = 14,000 tons :5' 6 . 31 ;C -::,~::> C 

2550 2300 = 154,250 tons ,]J 8. 36% 
2225 = 3,500 tons § 12.83% ,;::: 

2150 2025 = 61,000 tons @ 7. 79 % 
2000 1900 = 131,750 tons § 

"" 5. 70% 
1725 = 17,250 tons ""' 9.66 % 'c 

2550 2025 = 218,750 tons ~ 8. 27 % 

Total 2875 1725 = 386,500 tons r.- 7 .65% '=-' 

10% Cut-off 
Total 2850 - 2025 = 52,250 tons " 13.11 % -:-

2.5% Cut-off 287 5 1725 = 2,140,250 tons :@ 3.80% 

Total 2875 1550 = 2,16 6,000 tons e 3.80 % 

L 
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~ - ~ = AUG 1 7 198\ 
HUNll .. _ !~ .-. J_,.. 1~!?~ iAJiQ.RAT.fill _ ___,.~ c:.. I)/}) , F. 1 ( 

994 GLENDALE AVENUE • ' - SPARKS, NEVADA 89431 • TELEPHONE:(702) 358-6227 

REPORT OF ANALYSIS 

)mitted by : Date : August 14, 1981 

BARETTA MINING INC. Laboratory Number: 10954 
P. 0. Box 338 
O'Brien, Oregon 97534 

Analytical Method: Fire 
AA 

,A!3 2 7 (gCJo-- /DIL/,9j 
Your Order Number: 

1ort on: 51 samples TA~ J A (9so -1ou s) 
1H 8 2g ( 1&~- t7iP) 
Gold Silver Copper Zinc Cobalt 

1ple Mark: oz/ton oz/ton percent percent ppm 
/\ e, :n 

304 i90 .. ~"15' 0.012 0.10 0.52 0.48 35 

05 0.002 -0.02 0.020 0.17 35 

06 -0.002 0.02 0.009 0. 10 30 

07 -0.002 - 0.02 0.009 0. 11 25 

08 0.002 0.02 0.042 1.05 50 

09 0.004 -0.02 0.011 0.42 40 

10 0.004 0.08 0.026 0. 18 550 

11 0.008 0.03 0.044 0.13 535 

12 0.012 -0.02 0.049 O. 17 435 

13 0.012 -0.02 0.072 0.23 100 

14 0.020 -0.02 0.046 0.17 50 

15 0.004 -0.02 0.026 0.090 45 

16 0.012 0. 13 0.034 0.091 45 

17 0.014 0. 17 0. 13 O .18 50 

18 0.026 0.21 0.54 1.60 175 

19 0.084 0.04 0.24 0.67 130 

20 0.012 0.27 0.021 0.26 60 

21 0.006 0.27 0.034 0.32 110 

22 0.030 0.03 0.027 0.31 60 

123 q ¥5 -'790 0.008 0. 11 0.025 0.029 50 

continued to page 2 
= parts per million . oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 
= 0 .001 oom . Bead= as "less than" 1 02Ltnn;:;; 34 ?86 nnm 1 onm = n M014( = n O?Q1fl7 n-:z/tno 1 09r'. = ?f\ on .. odc/tru:> 



IARETTA MINING INC. Page 2 Laboratory No.: 10954 

Gold Silver Copper Zinc Cobalt 
;amEle Mark: oz/ton oz/ton percent Eercent QQID 

;824 qc,o -CJ05 0.006 -0.02 .o .021 0. 11 80 

25 0.018 0.08 0.049 0.25 100 

26 0.044 -0.02 0.23 0.081 135 

27 0.076 0.02 0.19 0.063 180 

11g-/rl) ~ _/_Q_l4.'j_ ------ 0.020 -0.02 0.073 0. 14 80 

-0.002 0.06 0.010 0.008 30 956 - q _t;~ 
30 -0.002 0.06 0.007 0.006 25 

31 -0.002 0.02 0.007 0.007 25 

32 0.004 0.06 0.017 0.023 40 

33 -0.002 0.30 0.050 0.023 35 

34 0.002 -0.02 0.078 0.030 55 

35 0.014 -0.02 0 .15 0.044 250 

36 0.030 -0.02 0.50 0.27 300 

37 0.014 O. 14 0.077 0.087 195 

38 0.030 0.02 0.21 0. 10 235 

39 0.064 0:02 0.30 O .13 235 

40 0. 190 -0.02 0.64 0.21 215 

41 0.072 -0.02 0.37 0. 11 205 

42 0.026 -0.02 0. 11 0.065 200 

43 0.030 -0.02 0.048 0. 11 210 

44 0.026 -0.02 0. 13 0.048 230 

45 0.038 -0.02 0. 10 0.058 200 

46 0. 124 -0.02 C'. 12 0.033 210 

47 0.030 -0.02 ' 0.22 . 0.057 185 
48 0.030 -0.02 0.22 0.076 185 

49 0.044 -0.02 0.21 0.079 325 
50 0 .128 -0.02 0.79 0. 19 265 

51 0.028 -0.02 0. 12 0.080 195 
52 10 CP0-10&6 0.030 -0.02 0. 11 0.083 250 

~8 'l_E'. 

14 jl( i -i'7 I -0.002 0.26 0.008 0.007 30 

i875 I 11 - I 70, -0.002 0.20 0.009 0.007 30 

HUNTER MI~BORATORY, INC. 

9'17 '.t~~ 
I 

H. H. Scales 
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HUNTER MINING LABORATORY, INC. AUG 1 7 1981 
994 GLENDALE AVENUE • SPARKS.NEVADA89431 • TELEPHONE:(7021 358-6227 

REPORT OF ANALYSIS 

,ubmitted by: Date : August 13, 1981 

BARETTA MINING INC. Laboratory Number : 11026 
P. 0. Box 338 
O'Brien, Oregon 97534 

Analytical Method : Fire 
AA 

'T 1113 .;{ 3 ( 355 1 
- 3?5 ') Your Order Number : 

81 samples 
7A8 IA (10&5-J/irO) 

\eport on : 
7 fU3 '30 (..3tr0 1

- )DS ') 

Gold Silver Copper Zinc Cobalt 
:iample Mark : oz/ton oz/ton percent percent ppm 

Tt¼e, =<-P 
5233 ...3S.6 - 3v D . 0.024 -0.02 0.071 1. 10 665 

34 /,, 0.042 -0.02 0.064 0.93 640 

35 I:> 0.048 -0.02 0. 12 2.20 990 

5236 370 - .37~ 0.072 -0.02 0. 12 1.00 730 
~'6 /Pf 5853 ;05-::70?0 0.040 -0.0~ 0. 14 0.22 265 

54 0.044 -0.02 0.24 0.037 200 

55 0.050 -0.02 0. 11 0.021 195 

56 0.022 -0.02 0 .12 0.029 195 

57 0.050 0.21 · 0.20 0.078 325 

58 0.042 -0.02 0.34 0.083 300 

59 0.070 0.07 0.73 0. 14 155 
- I 

60 -1, 0.016 0 .16 0.20 0.068 115 

61 0.022 -0.02 0.088 0.060 125 

62 0. 150 0.73 0.51 0.045 145 

63 0.026 0.07 0. 12 0.031 130 
64 0.038 -0.02 0. 12 0.25 165 

65 0. 132 0.07 0 .17 0.044 175 
66 0.010 0.21 0.066 0.099 170 

67 0.008 0.05 0.063 0.030 105 

5868 I IJ./,? - I /LJ 5' 0.012 -0.02 0.016 0.036 100 

continued to page 2 
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ARETTA MINI NG INC. 

Gold Silver 
amele Mark: oz/ton oz/ton 

7T}l3 IA 
869 J/'-(5 1 -/150 0.016 -0.02 

70 sf .l. 
I 0.042 0. 12 

:Z] i£">5" - I I & (.; _ 0.010 0.05 

76 
TR/3.30 

0.006 -0.02 .2&0' -3lP6 1 

77 I -0.002 -0.02 

78 -0.002 -0.02 

79 s' -0.002 -0.02 

I 80 0.004 -0.02 

81 3~5'-39:J ,5 0.002 -0.02 

82 .39'J. ':)- 395 0.030 -0.02 

83 0.072 -0.02 

84 0.010 -0.02 

85 0.006 0.02 

86 0.084 0.44 

87 0.074 0.47 

88 0. 176 -0.02 

89 0. 190 -0.02 

90 0.242 -0.02 

91 0.284 -0.02 

.92 _, 0.286 -0.02 

93 .:J 0.228 -0.02 

94 0. 152 0.87 

95 0.228 0 .11 

96 0.480 0.68 
97°, ·./'.: ,', 

•' . . ···: 0.100 0.58 •• ,I . . . . ,. 

98' .. . ... ~ .;_ . 0. 148 0.47 ·. :.· .' 

99 0.266 0.57 
,oo 0.010 0.21 
01 0.028 0.03 .... , 
02 ljqo:495 0.022 0.20 

Page 2 

Copper 
percent 

· 0.095 

0.096 

0.015 

0 .. 041 

0.020 

0.005 

0.007 

0.016 

0.018 

0.22 

0.59 

0.27 

0.72 

0.26 

0.75 

1.20 

0.91 

2.50 

2.55 

1.00 

0.66 

1.10 

0.75 

2.80 

2.60 

1. 10 

2.55 

0.38 

0.26 

0 .15 

,,,,..... 
I I 

Zinc 
percent 

0. 14 

0. 14 

0. 19 

0.062 

0.010 

0.006 

0.008 

0.019 

0.093 

0.16 

0.26 

0.38 

0.29 

0.21 

0.33 

0.20 

3.90 

4.90 

2.95 

8. 15 

7.60 

14.0 

3.40 

3.75 

2.95 

3.75 

2.85 

2.65 

0.30 

0.22 

Laboratory No .: 11 026 

Cobalt 
epm 

100 

100 

70 

30 

35 

30 
. 30 

25 

25 

0. 10% 

790 

0. 18% 

0.17% 

890 

0. 18% 

0.17% 

550 

300 

320 

305 

340 

300 

130 

100 

100 

100 

155 

80 

60 

70 

continued to page 3 
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\HETI'A MINING INC. Page 3 Laboratory No.: 11 0~6 

Gold Silver Copper Zinc Cobalt 
:11nple Mark: oz/ton oz/ton percent percent ppm 

7nb30 
~03 L/9 5- 50l> 0.012 0.09 0.090 0.32 30 

04 0.006 -0.02 0.082 0.22 35 

05 0.090 0.31 0.82 0. 13 65 

06 0.094 0.23 2.35 0.83 80 

07 0 .190 0.21 2.20 0.46 100 

08 0.006 0.01 0.085 0.21 30 
✓ t 

09 ~ 0.010 -0.02 0. 15 0.31 .45 
10 0.004 -0.02 0.018 0.18 30 
11 -0.002 -0.02 0.010 0.17 35 
12 0.002 -0.02 0.065 0.39 50 

13 0.004 0. 16 0.032 1.60 40 

14 0.004 0. 18 0.024 0.32 30 

15 555-5&0 0.002 -0.02 0.029 0.47 45 

16 &,~€,&30 -0.002 0.02 0.009 0.008 25 

17 

I 
-0.002 -0.02 0.015 0.013 35 

18 0.002 -0.02 0.022 0.022 35 
19 0.004 0.06 0.051 0.081 35 
20 .? 0.002 -0.02 0.012 0. 11 30 

I 21 0.002 0.24 0.027 0.026 30 
22 0.010 0.09 0.034 0.022 30 
23 lt&(}-t.i,(J,-::!, 0.002 0.30 0.024 0.026 35 
24 Lr&~-ltu&. 7 0.016 o. 18 0. 12 0.38 55 
25 t.rlt&, 1- t.,70 0. 146 -0.02 6.50 5.90 305 
26 676-&75 O. 114 -0.02 4.45 8.25 505 
27 &75-&,,.5 0.024 0.34 0.21 4.25 355 
28 lY77. €-vy D 0.020 0. 12 0 .12 0 .12 40 
29 

L, 
0.002 0.08 0.011 0.032 25 

30 0.002 0. 16 0.018 0.42 35 
31 .> 0.002 0 .12 0.011 0.43 30 

I 32 0.002 0.40 0.009 0 .11 30 - 0.014 l33 ---, oo-7os -0.002 -0.02 0.011 30 

HUNTER ~ LABORATORY, INC. 

--)1, (_ '~ 
----



JUL j 1 l!,OI 

HUNT l .. ... INING LABORATOr "":, .... NC. 
994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: (702) 358-6227 

REPORT OF ANALYSIS 

bmitted by : Date: July 28, 1981 

BARETTA MINING INC. Laboratory Number: 10781 
P. 0. Box 338 
O'Brien, Oregon 97534 

Analytical Method : Fire 
AA 

Your Order Number: 

22 samples .. .;1 • I I 
._I[; ( :J) I I 

' - I, J. .," ._-,' I port on: I' t: ii ~ - .,, , . 

Gold Silver Copper Zinc Cobalt 
mple Mark: oz/ton oz/ton percent percent ppm 

,701 - -0.002 0.30 0.008 0.015 30 '..., 

02 / -0.002 0.22 0.008 0.009 25 

03 0.002 0.48 0.004 0.007 25 
I 

04 -0.002 0.22 0.002 0.005 25 

05 
1 

-0.002 0. 16 0.002 0.007 25 , 
.' 

06 ~ . -0.002 0.56 0.002 0.007 25 

07 -0.002 0.46 0.002 0.007 25 

08 . _., -0.002 0.34 0.003 0.008 20 . ,_ 

09 .. -0.002 0.20 0.008 0.006 25 , 

10 0.002 -0.02 0.008 0.005 25 

· 11 . . - . 
, .. -~ -0.002 0. 16 0.007 0.006 30 

12 -0.002 0.56 0.010 0.006 25 

13 . , -0.002 0.06 0.010 0.006 25 ' 
14 -0.002 0.02 , 0 .011 0.007 25 . . . . 

15 ,. 
·1 -0.002 0.08 0.007 0.007 25 -

16 . , -- . .~ '• '• -0.002 0.20 0.009 0.008 30 r - ~ 

17 .. - ,.. -0.002 0.04 0.010 0.016 30 

718 l I . - 17 -0.002 0.10 0.009 0.006 30 

continued to page 2 

im = parts per million . oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

,b = 0.001 ppm. Read - as "less than :· 1 oz/ton= 34 .286 ppm. 1 ppm= 0.0001% = 0.029167 oz/ton. 1.0% = 20 pounds/ton. 



.... 

~ARETTA MINING INC. Page 2 Laboratory No.: 10781 

Gold Silver Copper Zinc Cobalt 
;ample Mark: oz/ton oz/ton percent percent ppm 

;719 
, , I • ,- , 

-0.002 0. 16 0.015 0.010 25 ,,, ' ' . , - .. . _., ,_ . 

20 ~-~.i .::.:, ·- ..... : ... :) -0.002 0.22 0.007 0.005 25 

21 :/·lo- '150 -0.002 0.28 0.012 0.007 30 

5722 11~--lOOO -0.002 0 .12 0.010 0.006 25 

HUNTER ~N~NYBORATORY, 

9mrolo.L_ 
INC. 

H. H. Scales 

:c: Mr. Alston-Canada 



HUN£' MINING LABORATOif') INC. JUL 3J_,,1,i81 ,;,~E. 
994 GLENDALE AVENUE • SPARKS, NEVADA 89431 • TELEPHONE: 17021 358-6227 

nitted by: 

BARE'ITA MINING INC. 
P. 0. Box 338 
O'Brien, Oregon 97534 

:>rt on: 41 samples 

Gold 
pie Mark: oz/ton 
7A8-~ ;1'1 
·26 ~ss- 1,90 -0.002 

27 I -0.002 

28 -, -0.002 
r. I 

29 ~ -0.002 

/ 30 -0.002 

31 0.002 

32 ? 15-?~l.'1 0.002 

33 7~1.rJ-'7~3.9 0.072 

34 7~3.'t - tJ30.5 0.004 

3~ ?ao.s- ry35· 0.068 
3'6 ?$5-'140 0.086 

37 0.044 

.38 0.036 
39 O .048 

4?'t /~\< ,.', · .. /· <> .. ·i:/. 0 .064 · 
4; ·· \:-· . ·· ·: ~•-'/ :·:. ·:; o·.052 

42 5' · 0.018 · 

:~ / ' ~:!~: 
0. 134 

REPORT OF ANALYSIS 

Silver 
oz/ton 

0. 18 

0.26 

0. 10 

0.50 

0.24 · 
0.52 • 

-0.02 

0.43 
O. 14 . 

(3.2V ~;t 
-··' ' 

1. 97 
1.06 

1.08 

1 .07 

Copper 
percent 

' . - .. 

0.011 

0.011 

0.021 

0.014 

0.011 

0.026 
0.034 · 

0.47 

0.051 
0.91 

1.80 
1.00 

0.86 

2.05 

Date: July 28, 1981 

Laboratory Number: 10827 

Analytical Method: Fire 
AA 

Your Order Number: 

Zinc Cobalt 
percent ppm 

0.010 

0.015 

0.020 

0.020 

0.013 

0.022 

0.23 

2.00 

-1~4."",, 

c3~-~> )I 
13 .5 

8.30 

8. 15 
4.20 

30 

30 
, .,. 35 

-30 

20 

35 

30 

850 

; · 1 06 ' ...... ,, ~c; . .,, ·-2 • .8(h·,r. , 
. . . . ; ,~ ,_ --;, ... ~ . ·,. ' . . , .. ~ . . : · 3.60 

6.50 

8.45 

40 

240 

210 

290 
260 

205 

195 
0.63 ·. ·: :· ·.1• o.~ .-
o. 54 ·_, 1

, • • •• :- • • _1 .20 

-0.02 0:31_· 

-0.02 3,35 

-0.02 

-0.02 

2.10 

2.30 

3.20 
o. 13 

0.063 

0.090 

continued to page 2 

90 
105 

250 

605 

785 

675 

1 = parts per million. OZ/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. flneneaa = parts per thousal'I 
- - -- - . -·· .. ·- - . - . - . - - - - - - - -

I 
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RETTA MINING INC. Page 2 Laboratory No.: 70827 

Gold Silver Copper Zinc Cobalt 
mple Mark: oz/ton oz/ton percent percent ppm 
r I"/.!, - ; ... , "] 

47 ·nJ -?-4.r.. 0. 138 -0.02 .2.50 0.24 750 
'48 I . ] ... .:- - ~~ I,.~ .. " ) 

I 
0.080 -0.02 1.45 0.25 700 

'86 • . • \ .... 1 . 0.098 -0.02 0.93 0.34 625 

87 0.070 -0.02 0.90 2.30 340 

88 

I 
0.042 -0.02 0.95 3.40 270 

89 0.040 -0.02 0.96 1.70 185 

90 0.086 -0.02 1.60 2.25 185 

91 0.076 0.68 1.55 1. 70 150 

92 0. 128 0.45 1. 70 2.45 125 

93 0.064 -0.02 1.20 2.35 125 

94 0. 108 0.31 1.25 3.50 110 

95 0.084 0.42 1. 65 1.90 115 
-

96 .:, 0.076 
I 

0.23 1.80 1. 15 75 

97 
I 0.028 0.23 0.68 1. 65 60 ' I 

98 i 0.068 -0.02 1.55 0.75 70 

99 I 0.048 0.21 0.91 0.35 80 I 
300 I 0.018 -0.02 0.83 0.088 65 I 

01 i 0.010 -0.02 0.46 0. 19 50 I 
02 

I 0.002 0.04 0.022 0. 12 30 I 

303 ·•! ,·-. t< . -·~ I ' 
, 

0.050 0.25 0.014 0. 16 30 

c: Mr. Alston-Canada 



J U L ._, d I JIJ I 

HUNTh.R MINING LABORA1,0ki, INC. 
994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: 1702) 358-6227 

REPORT OF ANALYSIS 

bm itted by : Date: July 20, 1981 

BARETTA MINING, INC . Laboratory Numl.Jer : 9894 
Mr. Jim Haight Dated: June 15, 1981 
P. 0. Box 338 
O'Brien, Oregon 9753 Analytical Method : Fire 

AA 

IA6- J S (3 r;s '- qq o') 
Your Order Number : 

1ort on : 24 samples, correcting initial report. 

Gold Silver Copper Zinc Cobalt 
,pie Mark : oz/ton oz/ton percent percent ppm 

17 3 75 '- .;:3 2~ 
I 

0.036 -0.02 0.25 1. 95 1000 

18 0.042 -0.02 0.062 1.05 0.13% 

:9 0.050 -0.02 0.29 1.80 0.17% 

0 0.050 -0.02 0.088 0.90 0.13% 

1 0.042 -0.02 0.18 0.61 0.13% 

2 0.046 -0.02 0.23 0.62 0.13% 

3 0.056 -0.02 0.22 0.71 0.12% 

4 0.070 -0.02 0.21 1.25 0.14% 
- 0.052 -0.02 0.35 0.99 0.13% ) 

) 0.050 -0.02 0.57 0.91 0.13% 

0.272 -0.02 1.60 1.30 0.11% 

3 0.074 -0.02 1.03 0.85 0.11% 

0.092 -0.02 1.90 0.56 0.12% 

0.082 -0.02 1.95 0.29 0.13% 

o_.028 -0.02 0.88 0.15 0.14% 

o·.040 -0.02 0.-85 0.26 0.14% 

0.018 -0.02 0.42 0.11 0.12% 

0.026 -0.02 0.26 0.080 0.15% 
I 

0.038 -0.02 0.40 0.14 0.17% l 
0.076 -0.02 0.54 0.16 0.16% I 

.1 
0,056 -0.02 0.48 0.18 0.11% 

continued to page 2 

parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousa '· 
. . . ·- . --



-

RETTA MINING, INC. Page 2 Laboratory No. : 9894 

Gold Silver Copper Zinc Cobalt 
npl e Mark: oz/ton oz/ton percent percent ppm 

58 0.070 -0.02 0.61 0.064 0.11% 
59 0.042 -0.02 0.56 0.66 0.11% 

60 '"fC,0 -,t..i'j 5 I 0.050 -0.02 0.20 0.058 870 

c: Mr. Alston 



... I , 
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HUNT~tl MINING LABOitA'fOit .1, INC. JUI 2 J 1981 
994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE:(702T 358-6227 

REPORT OF ANALYSIS 

mitted by : Date : July 20, 1981 

BARETTA MINING INC. Laboratory Number : 10737 
P. 0. Box 338 
O'Brien, Oregon 97534 

Analytical Method : Fire 
AA 

1 , ) Your Order Number : 

A~,:,.,tt ✓ 
>ort on : 22 samples I '1 i'J - ~ ~ Lj II q S - I 300 

Dti l/ Loj v · 

Gold Silver Copper Zinc Cobalt 
nple Mark : oz/ton oz/ton percent percent ppm 

>78 llqS - i~o o 0.002 0.26 0.007 0.036 35 

79 -0.002 0. 16 0.007 0.010 40 

80 -0.002 o. 16 0.010 0.007 35 

81 -0.002 0.20 0.008 0.007 35 

82 -0.002 0. 16 . 0.006 0.017 35 

83 -0.002 -0.02 0.006 0.018 35 

84 -0.002 -0.02 0.010 0.010 35 

85 -0.002 0. 10 0.009 0.016 40 

86 -0.002 0.04 0.037 0.019 40 

-87 -0.002 0.20 0.011 0.016 30 

88 -0.002 0. 18 0.004 0.034 35 

89 -0.002 0. 14 0.009 0.026 40 

.90 0.002 -0.02 0.006 0.023 35 

91 0.002 0.06 0.014 0.016 35 

92' -0.002 -0.02 . .. 0.008 0.015 35 
.. 

93 
, . 

0.002 -0.02 0.011 · 0.015 35 

94 -0.002 0.04 0.009 0.019 40 

695 -0.002 0.06 0.010 0.023 40 

continued to page 2 

>m = parts per million . oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. finene55 = parts per thous..i 



1ETTA MINING INC. Page 2 Laboratory No.: 10737 

Gold Silver Copper Zinc Cobalt 
:nple Mark: oz/ton oz/ton percent percent ppm 

96 -0.002 -0.02 0.018 0.039 40 

97 -0.002 -0.02 0.002 0.016 40 

98 -0.002 0.08 0.005 0.015 35 

99 -0.002 0.08 0.008 0.021 50 

9<KiJcL 
H. H. Scales 

B: Mr. Alston-Canada 



HUNTER MINING LABOllAl'Ol{Y, INC. JUL 2 3 1981 

994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: (7021 358-6227 

REPORT OF ANALYSIS 

•mitted by : Date : July 20, 1981 

BATIETIA MINING INC. Li1boratory Numl>er : 10736 
P. 0. Box 338 
O'Brien, Oregon 97534 

Analytical Method : Fire 

T AB -.:l~v\" 
AA 

Tr:1e -:it..1 ~ 
Tf\ 6 -..<2- vf Your Order Number : 

,A e. -~ D ,X 
>ort on : 64 samples TAG.-19 ~ 

Gold Silver Copper Zinc Cobalt 
nple Mark : oz/ton oz/ton percent percent ppm 

( 
! 

0.006 :>51 0.006 0.07 0.005 . 25 

52 -0.002 0.20 0.003 0.006 25 

53 -0.002 0.20 0.004 0.006 25 

54 -0.002 0.22 0.004 0.006 25 

55 -0.002 0.04 · 0.002 0.007 30 

56 -0.002 0.22 0.002 0.007 25 

57 -0.002 0.28 0.003 0.008 30 

58 -0.002 0. 14 0.003 0.008 25 

59 -0.002 0. 12 0.003 0.008 25 

·60 -0.002 o. 12 0.003 0.008 25 

61 -0.002 -0.02 0.009 0.009 25 

62 -0.002 O. 16 0.008 0.006 25 

-63 -0.002 0.24 0.006 0.006 25 

64 -0.002 0.08 0.010 0.008 30 

65 .-0.002 0.20 0.012 0.007 35 

66 -0.002 0. 18 0.010 0.009 25 

67 -0.002 0.20 0.008 0.007 25 

68 -0.002 o. 16 0.009 0.009 35 

69 -0.002 0.22 0.009 0.010 40 

670 -295 1- 30G' -0.002 0.26 0.008 0.009 30 

continued to page 2 

m = p~f!§ p~r mil_l_i9n. 0!/!~.n = !!9Y ounces per ton 9t ~!)90 pO!Jnds avoird1.Jp_9i~. perc_en~ = p~rts per hundred. fin~ne~ = parts per thour,und. 



--... 

!ETTA MINlNG INC. Page 2 Laboratory No.: 10736 

Gold Silver Copper Zinc Cobalt 
nple Mark: oz/ton oz/ton percent percent ppm 

71 :; ,-0 · ~~ ::: -0.002 0. 16. 0.008 0.053 30 
:l\~ l'l 

)5 /4:, · 1r) o -0.002 0.24 0.008 0.006 30 

S6 -0.002 0.02 0. 011 0.006 25 

57 -0.002 0.10 0.007 0.007 25 

58 -0.002 0.20 0.009 0.013 25 

59 -0.002 0.24 0.009 0.007 30 

70 -0.002 0.22 0.008 0.007 30 

71 -0.002 0.04 0.008 0.007 25 

72 -0.002 0.24 0.009 0.007 30 

73 -0.002 0.40 0.014 0.008 25 

74 -0.002 0. 14 0.008 0.008 25 

75 .... • -0.002 0.40 0.007 0.039 30 
. 1Jo•- 1 .. p✓ 

76~ -0.002 0.12 0.016 0.23 60 . ~ ' -. . 37 -,,, ,> ·-_,, .. c -0.002 0.04 0.009 0.009 30 

38 -0.002 o.~o 0.007 0.007 30 

39 -0.002 0 .12 0.028 0.005 20 

40 -0.002 0. 10 0.013 0.005 30 

41 t -0.002 0.62 0.003 0.005 25 

!42 71 ; '- 790 -0.002 0.22 0.005 0.005 25 

101 
i Tt\,:, 24 

-0.002 0.14 0.007 0.024 30 0~0 
02 

' 
-0.002 0. 12 0.003 0.014 30 

{ 

03 ; -0.002 0.26 0.004 0.005 25 
04 -0.002 0.22 0.005 0.004 25 
05 0.002 0.12 0.020 0.006 30 
06, '• I -0.002 0.26 0.008 0.004 25 , 

07 ' -0.002 0 .18 0,.009 0.007 30 
' 08 ( -0.002 0.14 0.004 0.005 30 

09 -0.002 0,42 0.003 0.004 20 
10 -0.002 -0.02 0.003 0.005 25 

~ 11 y 70 -75 -0.002 0.22 0.003 0.005 25 

continued to page 3 



1REITA MINING INC. Page 3 Laboratory No. : 107 36 

Gold Silver Copper Zinc Cobalt 
unple Mark: oz/ton oz/ton percent percent ppm 

412 J ' \ b ; \\ -0.002 0.56 0.003 0.005 25 

13 J -0.002 -0.02 0.009 0.006 25 

14 .,, -0.002 -0.02 0.009 0.007 30 

15 · -0.002 -0.02 0.011 0.008 30 

16 , 0.002 -0.02 0.009 0.007 30 
17 ~ . -0.002 -0.02 0.008 0.007 30 

.J -0.002 -0.02 0.012 0.009 20 418 _ ··b )-A 
~ I 0.004 85 62 !)0 -0.002 -0.02 0.002 

27 -0.002 -0.02 0.008 0.006 25 

28 -0.002 -0.02 0.005 0.012 25 

29 -0.002 -0.02 0.014 0.004 20 

30 -0.002 -0.02 0.007 0.005 35 

31 -0.002 -0.02 0.007 0.003 25 

;632 0.002 -0.02 0.008 0.006 25 

cc: Mr. Alston~C.a.nada 



I , 

IIUN'1£R MINING LABORAT(JrlY, INC. JUL 1 3 \98\ 
994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE:1 702) 358-6227 

REPORT OF ANALYSIS 

ubmitted I.Jy : Date : July 9, 1981 

BARETIA MINING INC. Li1boratory Number : 10490 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method : Fire 

AA 

Your Order Number : 

eport on : 26 samples 1f\fb 13 ( , ~70' - ~oot>') 

Gold Silver Copper Zinc Cobalt 
ample Mark : oz/ton oz/ton per,~ pe1:c.ent 22m 
I 1\8,~ 1 

;1f9o ,370'- 12,76 0.002 0.02 0.011 0.006 25 

91 l3't5.! 11..wo' 0.002 -0.02 0.009 0.005 25 

92 J 1-J ;w' - I Y ;i,.5 -0.002 -0.02 0.010 0.007 25 

93 I ~L./5~- I L../50
1 

-0.002 -0.02 0.010 0.005 25 
, I 

94 J'-17D- l'-175 0.002 -0.02' 0.008 0.005 25 , I 

95 I '-/C15- 1500 0.002 0.32 0.011 0.005 25 
, I 

96 ,s:i.o- ,s;i.s 0.002 -0.02 0.007 0.005 20 
F J 

97 151../5- 1550 0.002 0.32 0.008 0.005 20 
I I 

98 /570-/576 0.002 -0.02 0.013 0.006 30 

99 J 695'- /&00' 0.006 -0.02 0.009 0.006 25 
' I 

600 J (.p;i.. 0 - Ji).5 0.002 -0.02 0.007 0.006 25 

1601 JlP~5'- llPS0 1 0.002 0.20 0.011 0.006 25 

02 11.P'70-llP?5' -0.002 0.06 0.010 0.006 25 

03 f{pq6 • I '7{)0 I 0.002 0.08 0.010 0.006 30 
I 51 

04 ··,7~0- 17;? 0.002 ... 0.02 O~OOQ o~oos 20 

05 \-i·LJ 5" -' ,· 7 ti"O ~ 0.002 o. 14 0.010 0.007 30 . l I I 
06 I '7 70 - / ? '7 5 · 0.002 .. 0.02 0,011 0.006 25 

J 

07 17q5: J't0-0 0.002 -0.02 0.007 0.006 25 
I I 

08 Ii ;l0 - J 8;25 · -0.002 0.02 0.008 0.006 25 
J I 

609 I 845- Jg<5t) 0.002 -0.02 0.006 0.005 25 

continued to page 2 
pm = parts per million . oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per th1,u!>and. , 
nh :::;; 0 M1 nnm Qa::ui _ DI:: "loc:ci than 11 

• 1 n.., /tn.n = ~ .. OQQ ftft.. 1 lr\ft .. = n l'\l'\n1. Dt = 0 n!l:01.Q "7 .o,,,i Jt,n,a 1 na, - !'ln ......... . ........... a,.._ 



1RETTA MINING INC. Page 2 Laboratory No.: 10490 

Gold Silver Copper Zinc Cobalt 
1mple Mark: oz/ton oz/ton percent percent ppm 

)10 / '3 70 1 -J<J?5 I 0,002 -0.02 b.012 0.006 25 

11 / ~95 1
- /9DD' U.002 -0.02 0.005 0.005 20 

12 19;).0 1
- 19~5

1 
0.002 -0.02 O.Oll 0.005 20 

13 / 9 151 
- JC/ 60 -0.002 -0.02 0.007 0.007 25 

14 197/J I - ;9')5/ -0.002 -0.02 
* 

S15 ;q95' - ;<boo' 0.500 -0.02 0.007 0.007 25 

HUC') ~~iINC. 
H. H. Scales 

:c: Mr. Alston-Canada 

~ Arta~ysis to follow -. ~ . . 
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HUNTER MINING LABORATOl(Y, INC. 
JUL 6 1981 

994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE:(702) 358-6227 

REPORT OF ANALYSIS 

>mitted by : 

port on : 

mple Mark: 

BARETTA MINING INC. 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 

45 samples TAB -t.3 ~ 

Gold Silver 
oz/ton oz/ton 

ei ~3.. 
51 1136"'-111./0 1 -0.002 -0.02 

52 -0.002 -0.02 

53 -0.002 -0.02 

54 -0.002 -0.02 

55 -0.002 -0.02 

56 -0.002 -0.02 

57 -0.002 -0.02 

58 -0.002 -0.02 

59 -0.002 -0.02 

60 0.006 -0.02 

61 
I 

51NrfNA-L 0.008 -0.02 

62 0.032 0.34 

·63 0.030 -0.02 

64 0.068 -0.02 

65 0~024 -0.02 

66 0.010 -0.02 

67 0.016 -0.02 

68 0.024 -0.02 

69 0.034 -0.02 

70 0.074 -0.02 

:>71 l~.351-/:J.'I// 0.048 -0.02 

Date : July 2, 1981 

Laboratory Number : 10475 

Analytical Method : Fire 

Your Order Number : 

Copper Zinc Cobalt 
2ercent 2§.rcent 22m 

0.008 0. 10 35 

0.007 0.096 30 

0.006 0.063 25 

0.008 0.076 30 

0.006 0.057 30 

0.008 0.023 30 

0.010 0.012 35 
0.010 0.009 40 

0.008 0.029 35 
0.025 O .19 110 

0.026 0.044 85 
0.48 0.47 365 

0.39 0. 16 130 

1.03 0.43 215 

0.44 0.094 335 

0.033 0.13 190 

O. 16 0 .18 160 

0 .14 0.076 170 

0.048 0.042 175 -
0.077 0.15 245 

0.075 0.051 265 

continued to page 2 
pm = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

- -- -- -- .. 



,RETTA MINING INC. Page 2 Laboratory No.: 10475 

Gold Silver Copper Zinc Cobalt 
imple Mark: oz/ton oz/ton percent percent ppm 
q~ ::l3 . 

)72 
I I 

0.038 -0.02 0.036 0.072 245 1:2.4D -1;J..l../5 

73 .0.026 -0.02 0.020 0. 17 355 

74 0.020 -0.02 0.046 0.18 370 

75 0.014 -0.02 0.057 0.081 310 

76 0.056 -0.02 0.21 0. 11 400 

77 0.060 -0.02 0. 13 0.043 305 

78 0 .011 -0.02 0.047 0.082 530 

79 0.014 0.02 0.058 0.036 730 
80 0.026 -0.02 0.16 0.058 0. 18% 

81 0.032 0.02 0.38 0 .18 460 

82 0.052 -0.02 0.34 0.21 860 

83 
5 1 JrvT-et'vAL 

0.010 0.02 0.026 0.056 395 
84 0.014 -0.02 0.015 0.074 255 

85 0.014 0.03 0.048 0.064 225 

86 0.006 0.03 0.010 0.17 65 

87 0.138 -0.02 0.17 0.098 65 

88 0.014 -0.02 0.005 0.090 50 

89 0.004 -0.02 0.004 0.074 65 

90 -0.002 -0.02 0.002 0.051 30 

91 0.008 -0.02 0.022 0.049 190 

92 0.038 -0.02 0.066 0.028 270 

93 0.022 -0.02 0.16 0.039 165 

. 94 0.006 -0.02 0.017 0.058 135 

5595 13551- 13IP3.S -0.002 -0.02 0.013 0.013 30 

cc: Mr. Alton-Canada 
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HUNTL_~ ILA.NING LABORATOh --- , ~J.~c. uii G ti.,1 
994 GLENDALE AVENUE • SPARKS. NEVADA 8943\ • TELEPHONE: (702) 358-6227 

REPORT OF ANALYSIS 

1itted by : 

·ton: 

BARETTA MINING INC. 
P. 0. Box 338 
33095 Redwood Highway 
Reno, Nevada 89502 

17 samples (TA'.3 ~.3: 5 1 - 166) 

Gold Silver 
le Mark: oz/ton oz/ton 
~ - ,;l 3 

5-10 -0.002 -0.02 

I 
-0.002 -0.02 

0.002 -0.02 

-0.002 -0.02 
-( 

t:J 11vTt'(tlA L. -0.002 -0.02 

J 
-0.002 -0.02 

-0.002 -0.02 

-0.002 -0.02 
46-50 -0.002 -0.02 
,o-75 -0.002 0. 14 
q&- /OD -0.002 0.08 
I ,)0 - I ;J. '5 -0.002 -0.02 
I 30-/35 -0.002 -0.02 
J.35-140 -0.002 -0.02 
/1--/0 -I J.15 . -0.002 -0.02 
/f../5-/50 .·-0.002 -0.02 
/60-/65 -0.002 0.06 

Mr. Alston-Canada 

Copper 
percent 

0.010 

0.010 

0.010 

0.008 

0.008 

0.008 

0.009 

0.009 

0.009 

0.008 

0.009 

0.009 

0.010 

0.009 

0.008 

0.007 

0.008 

Date : July 2, 1981 

Laboratory Number : 10486 

Analytical Method : Fire 
AA 

Your Order Number : 

Zinc Cobalt 
percent ppm 

0.017 35 

0.012 30 

0.007 30 

0.007 25 

0.007 30 

0.007 25 

0.007 30 

0.007 25 

0.016 30 

0.013 30 

0 .007 . 30 

0.007 25 

0.008 35 

0.008 30 

0.008 30 

0.008 30 

0.009 35 

4~M7Y, 
H. H. Scales 

INC. 

parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 
C\.l\l'\~ -.-.- n_ __ _.. -- "'- -- .. ~ __ u . .., -· .,. 
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I-IUNT£R MINING LABORATOl{Y, INC. 
JUL G 1981 

994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: 1702) 358-6227 

REPORT OF ANALYSIS 

1bmitted by : Date : July 1, 1981 

BARETTA MINING INC. Laboratory Number : 10415 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Metho . Fire 

AA 

Your Order Number : 

26 samples TA-8 ~.3; 700; -750 1 

~port on : 
TJ}-6 ;{ '-/: -st «J.0 1 

- 5/./0 ' 

Gold Silver Copper Zinc Cobalt 
imple Mark: oz/ton oz/ton percent percent ppm 
me.;23 

0.026 0.12% 5327 100 1 - 706 I 0.022 -0.02 0 .15 

28 0.020 -0.02 0. 12 0.026 0. 11% 

29 o·.022 -0.02 0.25 0.019 0. 15% 

30 0.040 -0.02 0. 14 0.094 825 

31 0.092 -0.02 0.46 0. 13 705 -, 
32 t, 111.JT((t/AL 0. 106 -0.02 0.47 0. 15 730 

33 

I 
0. 120 -0.02 0.096 ·0.064 610 

34 0.068 -0.02 0.044 0.033 700 

35 0. 148 -0.02 0.076 0.063 770 

3336 14/51 
- 7 0() I 0.024 -0.02 0.075 0.041 510 

_ TA-8 d'L 
)460 ~~O'- .L/IP.S' 0.028 -0.02 0.081 0.40 310 

61 0.014 -0.02 0.041 0.42 135 

62 0.022 -0.02 0.031 0.054 145 

63 0.042 -0.02 0.26 0,092 135 

64 0.032 -0.02 0.38 0.073 105 
' 

65 0.030 0.09 0.46 0.013 170 _, 
66 

6 ,.vretvA'- 0.004 0.10 0.032 0.029 40 

67 I 0.002 0. 16 0.034 ,D14 40 

68 0.002 0. 14 0.014 ,0 0 8 35 

5469 506 1--5/0
1 0.004 -0.02 0.015 ,U 13 

35 ~r~ f.J ) i I 
2_e;Jitvr~~-

continued to page 2 



~RETTA MINING INC. Page 2 Laboratory No.: 10415 

Gold Silver Copper Zinc Cobalt 
ample Mark: oz/ton oz/ton percent percent ppm 
~ I I 
470 51{) -St6 0.012 0.09 0.011 . 025 30 

71 I 0.002 0. 18 0.009 I(>(_) 1 25 

72 0.002 0. 14 0.006 ,006 25 I 

73 
5 ;rt1rerv~i... 

0.002 -0.02 0.011 , OV6 25 I 74 -0.002 -0.02 0.011 ,00 6 30 
I 

, 
475 536w 5'/D -0.002 -0.02 0.012 .UD6 25 

c__ HUNTER MI~:ru~ORA TORY, INC. 

~! ,, {.) uJ1--
H. H. Scales 

!: Mr. Alston-Canada 



HUNTl - L~NING LABORATOR ·, ... _~C. 
JUN 2 5 198\ 

994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE:(702) 358-6227 

REPORT OF ANALYSIS 

1itted by: Date: June 22, 1981 

BARETIA MINING INC. Laboratory Number : 10371 
Mr. Jim Haight 
P. 0. Box 338 
O'Brien, Oregon 97534 Analytical Method : Fire 

AA 

. Your Order Number : 
j ~Yi'-'s 1 -t../uo) ,rt on : 50 samples ,AB :llP (370 '-soo) TAB 

C LbwrA. 'h n1~--s,J~ .sutf ,Jr::. 2o~e) 

Gold Silver Copper Zinc Cobalt 
>le Mark : oz/ton oz/ton percent percent ppm 
~13 ~b 

6 d?0-3'75 0.002 -0.02 0.026 0.019 30 

7 !, 0.002 -0.02 0.011 0.015 35 

8 -0.002 -0.02 0.030 0.042 30 

9 
s 1NTc::rvr+tS 

-0.002 -0.02 0.011 0.029 30 

I 0 0.002 -0.02 0.020 0.095 15 

1 396-399, ::l 0.006 -0.02 0.016 0.065 35 

2 3CJ9.;). -AjO/ . :J.. 0. 158 -0.02 0.36 0.086 0. 14% 

3 cl-./0/ .~ -J./(8.~ 0.002 -0.02 0.053 0. 15 35 

4 J./0'8, 6-.J.-/10 0.088 -0.02 0.42 0. 15 890 

5 0.066 -0.02 0.51 0.36 925 

6 0.040 0.28 0.20 4.65 470 

7 0.044 0.02 0.37 4.00 480 

8 0.014 -0.02 0.048 6.00 345 

9 0.018 -0.02 O. 19 7.2 415 

0 511rvref'~~;_ 
0.034 -0.02 0.51 4.85 470 

' 
1 0.036 -0 . .02 0.45 2.85 515 

I 
' 

2 0.068 -0.02 0.21 0.-53 545 

3 0.074 -0.-02 O. 16 1.75 600 

4 0.236 0. 10 0.93 3.50 740 

5 J../IPO--- ..i./&,5 0.240 0.26 3.45 2.10 435 · 

continued to page 2 
= parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

= 0.001 £>pm. Read - as "l~ss th~n:· 1 oz/ton= 34.28~ ppm. 1 ppm = 0.0001~ = ~·~?~1~7 oz/ton. 1.0% = 20 pounds/ton . 



RETTA MINING INC. Page 2 Laboratory No.: 10371 

Gold Silver Copper Zinc Cobalt 
mple Mark: oz/ton oz/ton percent percent ppm 

76 -'-/65-J../70 0.560 0.02 4.40 7.0 310 

77 0.680 -0.02 13.5 3. 15 155 

78 0.488 2. 11 15.5 1.00 160 

79 0.600 2.64 17.0 3-95 190 

80 0.960 0.88 8.55 4.05 300 

81 4 q 0- 1--/4 3 . <l 0.276 0.80 2.05 6.5 640 

82 49 3 . 8--/../95 0.500 0.44 3.45 1.80 145 

83 J../95'- 500 / 0.060 0.22 0.019 0. 16 50 
TA/3, cZ4 

38 --3 .. is-350 0.040 0.56 0.062 2.85 660 
:----... 

39 .J50 300 0.006 -0.02 0.026 0. 11 70 

40 ~ CfD :3&5' 0.002 -0.02 0.022 0.23 35 
41 0.002 -0.02 0.045 0.089 35 
42 0.004 -0.02 0.050 0.080 30 

43 0.062 -0.02 0.65 0.13 50 

44 0.082 -0.02 0.65 0.074 45 

45 0.078 -0.02 0.55 0.056 165 

46 0.098 -0.02 0.65 0.085 175 

47 0.038 -0.02 0. 13 0.045 150 

48 0.066 -0.02 0.39 0. 11 225 

49 5' /N',et"VAL 't) .062 -0.02 0.45 0.089 285 

50 0.094 -0.02 0.43 0.095 230 
51 0.056 -0.02 0. 17 0.24 130 
52 0. 122 -0.02 0. 18 0.085 250 

:;53 0.046 -0.02 0. 11 0.023 270 
54 0.026 -0.01 0.07~ 0.072 260 

55 0.027 -0.01 0.23 0.23 310 
56 0.045 -0.01 0.48 0.15 225 

57 . 0.034 -0.01 0.43 0.12 170 
58 0.076 -0.01 0.86 0.47 • 300 

59 J./56-1-/00 0.032 -0.01 0.32 0.094 340 

~r· INC. 

: Mr. Alston~Canada 



HUNTI : 1._.lNING LABORATOI'° . , .... 1~C. 
~- l:, ,i» 1041 
J3 ML t=",·1~ 

994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE:1702) 358-6227 

REPORT OF ANALYSIS 

nitted by: Date : June 22, 1981 

BARETI'A MINING INC. Laboratory Number : 9899 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method : Fire 

AA 

J 
Your Order Number: 

>rt on: 36 samples 11-10 £(_'.}, { & 1S'-700) Tfir?., ;) l/ t;;;) S{)l-,3l./ 5 I) 

Gold Silver Copper Zinc Cobalt 
pie Mark: oz/ton oz/ton percent percent ppm 

-rl\B ~2 7 

0 &15-&SlO 0.032 -0.02 0.90 0.28 440 

1 0.068 -0.02 0.50 0.080 270 

2 0.040 -0.02 0.66 0.23 365 

3 0.091 -0.02 1.20 0.30 315 

4 0.023 -0.02 0.48 0. 15 295 

5 0.035 -0.02 0.20 0. 16 350 

6 0.021 -0.02 0.064 0.039 370 

7 
.,.. I 

0.035 -0.02 0.041 0.028 290 

8 0 0.048 -0.02 0.047 0.058 660 

9 11'1 rtt'I/P-'--
0.012 -0.02 0 .059 · 0.028 875 

0 0.018 -0.02 0.067 0.038 655 

1 0.032 -0.02 0.045 0.039 905 

2 0.036 -0.02 0.047 0.025 0.13% 

3 0. 110 -0.02 0.071 0.020 820 

4 0.042 -0.02 0.069 b.036 930 

5 · .,Q.032 -0.02 0.048 0.044 695 
I 

6 (p9,~-zoo
1
/ . 0.050 1. 12 0.081 0.031 0.12% 

IB• I ~ I 
9 ,J. oO '-J55 -0. 002 -0.02 0.009 0.009 30 
0 d56-J.l70 -0.002 -0.02 0.010 0.009 45 

1 Juo-~u5' 0.004 -0.02 0.048 0.086 45 

continued to page 2 
= parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

= Q,QQ1 (?(?I"!) . f!eaQ - ~s "I~~~ !t,~n'.' 1 q~/tcm = :}~ .2@§ RPl11, 1 RPrT\ = Q,QQQ1~ ':' Q.Qg~rn? Qt/tQI') , tQ'X, = ?Q ROU!)Q§/tQ!) . 



ETTA MINING INC. Page 2 Laboratory No.: 9899 

Gold Silver Copper Zinc Cobalt 
ple Mark: oz/ton oz/ton percent percent ppm 

2 .;}L95-~70 0.010 0.06 0.047 0 .16 135 

3 0.038 0.24 0.094 2.4 785 
4 0.042 0.33 0. 17 1.85 850 
- 0.026 0.08 0.059 0. 15 685 ) 

5 0.018 0.25 0. 12 0. 16 685 

7 0.260 0.44 4.8 0. 16 545 
8 0.330 0.24 4.6 0. 17 485 
:) 0.211 0. 15 7.8 0.20 370 
) 6' 0.270 -0.01 4.45 0.22 280 

f!llTf' t/ltL- o. 191 0.29 3.65 0.24 305 
;:> 0. 144 -0.01 6.95 0. 16 295 

3 0.250 0.43 7.50 3. 1 345 

-I 0. 112 0.41 1.95 2.5 290 
- 0.065 0.20 0.24 3.3 910 ) 

- 0.022 0.04 0. 15 7.6 950 ) 

7 .,31.(0 ,_ ~45 0.023 0.64 0.085 4.45 0.15% 

Mr. Alston-Canada 



IIUN1't:Il MINING LABORATOHY, tNC. JUN l V l~l 

994 GLENDALE AVENUE SPARKS. NEVADA89431 • TELEPHONE: (702) 358-6227 

REPORT OF ANALYSIS 

Lmitted uy : Date : June 15, 1981 

BARETTA MINING, INC. Laboratory Number : 9895 
Mr. Jim Haight 
P. 0. Box 338 
O'Brien, Oregon 97534 Analytical Method : Fire 

AA 

Your Order Number : 

!port on : 38 samples. TAP.. - '# ..:23 ( yq5' - ~16 ') 

Trte-'# 1.3 ( 1.iso 1 
- 1350') 

Gold Silver Copper Zinc Cobalt 
1mple Mark: oz/ton oz/ton percent percent ppm 

261 "195'"-500 0.112 -0.02 0.46 0. 11 0. 12% 

62 0.074 -0.02 0.47 0.046 800 

63 0.060 -0.02 0.36 0.036 925 

64 0.060 -0.02 0.41 0.032 655 

65 0.068 -0.02 0.24 0.032 940 

66 0.096 -0.02 0.048 0.039 1000 

67 0.076 -0.02 0. 12 0.014 0.12% 
.A 

0.56 0.063 840 68 ~ 0.128 -0.02 
1wrerJAL-

69 0.042 -0.02 0. 11 0.020 830 

70 0.128 -0.02 0.63 0.086 640 

71 0.070 -0.02 0.41 0.075 450 

72 0.086 -0.02 0.52 0. 14 500 

73 0.072 -0.02 0.47 0.23 540 

74 0.070 -0.02 0.66 0.23 405 

5275 5"&5-5'70 . ·0.054 -0.02 0.58 0.52 340 

53or 5"?o-s?5 · -0,058 -0.02 0.62 . 0.21 340 

02 I 0 . .098 -0.02 1. 01 0.26 360 

03 0.064 -0.02 0.76 0.25 370 

04 s' 0.052 -0.02 0.65 0.27 375 ,,.rreru/llL 

05 ) 0.050 -0.02 0.87 0.50 340 

5306 595-~0D 0.042 -0.02 1. 15 1.80 280 

continued to page 2 

ppm = parts per million . oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred . fineness = parts per thousand 
n nn. - - - n __ .., -- .. , ___ ,._nn" 1 ,.,, ltnn = ~A 'lA.R nnm 1 nnm : 0 0001~ :;: 0 029167 oz/ton . 1.Q'.i', = 20 OQUnQS/ \Qn 



AHETTA MINING, INC. Page 2 Laboratory No.: 9895 

Gold Si 1 ve r Copper Zinc Caba lt 
ample Mark: oz/ton oz/ton percent percent ppm 

307 (pOO -t.,O~ 0.044 -0.02 0.57 · 0. 71 290 

08 0.096 -0.02 0.72 0.21 300 

309 W.LD-& 15' 0.088 -0.02 0.82 0.45 360 
7A~t3 

476 1.;so-J:Jfib 0.010 -0.02 0.052 0.033 125 

77 0.002 -0.02 0.067 0.027 60 

78 0.002 -0.02 0.010 0.006 40 

79 -0.002 -0.02 0.011 0.006 35 

80 -0.002 -0.02 0.014 0.007 40 

81 -0.002 -0.02 0.013 0.008 45 

82 -0.002 -0.02 0.009 0.007 45 

83 
-~ 

-0.002 -0.02 0.014 0.006 45 

84 -0.002 -0.02 0.012 0.006 35 

85 -0.002 -0.02 0.013 0.009 35 

86 -0.002 -0.02 0.013 0.006 40 

87 -0.002 -0.02 0.013 0.006 40 

5488 -0.002 0.02 ·0.011 0.006 40 

5489 /Jl/5'-1350 0.002 -0.02 0.013 0.006 35 

HUNTER MI]ING LABORATORY, INC. 

)'1)~'-Jl 
H. H. Scales 

:c: Mr. Alston-Canada 



JUN 1 Y 1981 
llUN1LR i,tlNING LABORAT0h f, • 

994 GLENDALE AVENUE. • SPARKS. NEVADA 89431 ELEPHONE:(102) 3~8-b22 / 

REPORT OF ANALYSIS 

1bmitted by: Date : June 15, 1981 

BARETT A MINING, INC. Laboratory Number : 9894 
Mr. Jim Haight 
P. 0. Box 338 
O'Brien, Oregon 9753 Analytical Method : Fire 

AA 

Your Order Number : 

?port on : 24 samples. -P,a :'-~.3 (~'ls' - 4CJ6? 

Gold Silver Copper Zinc Cobalt 
1mple Mark: oz/ton oz/ton percent percent ppm 

i237 375"-386 0.004 -0.02 0.25 1 .95 1000 

38 0.004 -0.02 0.062 1.05 0. 13% 

39 0.004 -0.02 0.29 1.80 0. 17% 

40 0.006 -0.02 0.088 0.90 0 .13% 

41 0.008 -0.02 0. 18 0.61 0 .13% 

42 -0.002 -0.02 0.23 0.62 O .13% 

43 -0.002 -0.02 0.22 0.71 0. 12% 

44 0.002 -0.02 0.21 1.25 0. 14% 

45 0.002 -0.02 0.35 0.99 0. 13% 

46 -0.002 -0.02 0.57 0.91 0. 13% 

47 5111,JLvlJo.1 0. 002 -0.02 1. 60 1. 30 0.11% 

48 -0.002 -0.02 1.03 0.85 0. 11% 

49 0.092 -0.02 1.90 0.56 0. 12% 

50 0.082 -0.02 1. 95 0.29 0. 13% 

5l " . 0.028 -0.02 · 0.88 O. 15 0 .14% 

52 ·o .. o4o -0.02 0.85 0.-26 o. 14% 

53 0.018 -0.02 0.42 0. 11 0. 12% 

54 0.026 -0.02 0.26 0.080 0. 15% 

55 0.038 -0.02 0.40 0.14 0 .17% 

56 0.076 -0.02 0.54 _ 0.16 0. 16% 

5257 "1?5-'-/86 0.056 -0.02 0.48 o. 18 0. 11% 

continued to page 2 

1pm = parts per m1lilon . oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand 

,nh = n (\()1 nnm A<>:>rl - ,, .. , · ·1.c,~ trum" 1 07/tnn = 34 286 oom. 1 oom = 0.0001~:::: 0.029167 oz/Ion . 1.0~ = 20 oounds/ ton. 



~ETTA MINING, INC. Page 2 Laboratory No.: 9894 

Gold Silver Copper Zinc Cobalt 
n~le Mark: oz/ton oz/ton eercent eercent ~em 

>8 1-/30- 4$5 0.070 -0.02 0.61 0.064 0. 11% 
jg "-lko-L110 0.042 -0.02 0.56 0.66 0. 11 % 
so '190·'195' 0.050 -0.02 0.20 0.058 870 

HUNTER MINING LABORATORY, INC. 

C)~cJL 
H. H. Scales 

Mr. Aslton-Canada 



,,.,,.. 

IIUN ... ER MINING LABOllATln.{Y, INC. .JUr~ . :.i l. ,.. 

994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE:(702) 358-6227 

REPORT OF ANALYSIS 

Jl>mitted by : Date: June 1 O, 1981 

BARETIA MINING INC. Laboratory Number : 9883 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method : Fire. 

AA 

Your Order Number : 

eport on: 37 samples C TAB -;;)_3) 

Gold Silver Copper Zinc Cobalt 
ample Mark: oz/ton oz/ton percent percent ppm 

;193 165-IIPO 0.002 0.64 0.008 0.008 35 

94 /{pO- i<PS -0.002 0.08 0.014 0.015 30 

99 i'?S-110 0.024 0.22 0. 18 0.26 875 

>200 ,qo-195' 0.022 0. 16 O. 16 0.92 680 

01 1qs-~oo 0.028 o. n 0. 18 2.50 755 

02 ~OO-:J..05 0.018 0.01 0. 16 1.15 670 

03 .::2os -.:i JO 0.016 -0.02 0.080 0.29 640 

04 ;;).10-;;vS 0.016 -0.02 0.10 0.084 590 

05 ~ I 5 - .J. 2.C, 0.016 0.09 0. 15 0.062 795 
', 06 .:l;;J..O-,;;J..~ 0.014 -0.02 0. 14 0.079 780 

07 .;;),25- .230 0.014 -0.02 0.18 0.060 720 

08 ~3D-_:)2,5" 0.016 0~03 0 .12 0.078 705 

. 09 c).35-;;J.l/0 0.034· 0.01 0.12 0.083 715 

10 ;;i L/D-.;;.YS 0.040 0.12 0.14 0.055 770 

1T _;;i '-IS- :J.SD 0.020 0.02 0 .10 0.010 775 

12 -250-cJ..55'
0 

• 
0.020 0.06 0 . . 13 0.10 0.11%' 

13 ;;i55-:i..& 0 0.022 0.24 0.20 0.39 805 

14 ;i u,0-;;).ts,S° 0.030 0.05 0.26 0. 17 870 

15 ::l.l.o5-~70 0.042 0.34 0.33 0.63 0. 12% 

5216 d17o-~,s 0.044 0.30 0.25 0,37 0.12% 

continued to page 2 
i>Pm = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

n.nh = n no1 nnm Reart = as " less than '. ' 1 oz/ton= 34 .286 oom . 1 oom = 0.0001'l, = 0.029167 Ql/lQrJ 1.0% = 2Q OO.~l1Q$/illfl . 



,-.... 

3AHETTA MINING INC. Page 2 Laboratory No.: 9883 

Gold Silver Copper Zinc Cobalt 
;ump le Mark: oz/ton oz/ton percent percent ppm 

)217 .275-.2.&0 0.038 0.32 0.25 0.045 0. 13% 
18 .2.20-~g.5 0.034 0.03 0.25 0 .12 0. 13% 

19 .:?1?5-.;l.90 0.032 -0.02 0.33 0.58 0. 13% 
20 ~Cr0-:Z9€ 0.036 0.24 0.20 1.70 0. 14% . 
21 ~q-s- 300 0.040 o. 18 0. 19 1.90 0. 14% 
22 300-30-5" 0.026 0.05 0.089 0.90 850 

23 305-3/0 0.028 0.39 0. 16 2.75 0. 1_1% 
24 ..310-...31.5 0.054 0.21 0. 12 3.90 880 
25 ..3 1s-.3:;;i._c, 0.036 0.18 0. 15 3.60 0. 12% 
26 3~D-.3~S- 0.036 0. 18 0.21 3. 15 0. 14% 
27 3~5-3.30 0.054 -0.02 0.22 1.85 0.20% 
28 330-335 0.054 -0.02 0.23 3.70 0. 12% 
29 335- 3 ~() 0.038 0.08 0. 15 2.25 0.12% 
30 ...3 LI o- .3.L/ .G" 0. 160 -0.02 0. 11 1.55 815 

31 ,3L/S-3SO 0. 106 -0.02 0.36 2.20 O .13% 
5232 3?_~-..3-55 0.028 0. 11 0.50 2.80 650 
1235~32W 

-· --- -- ~ ------
~ 

0.002 0.22 3.55 0.004 
("'I - : h . 1 1...,:;c ,'-\...., c l,\_ ----------- --·- -·--· 

INC. 

:c: Mr. Alston 
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HUNT£R MINING LABORATORY, INC. 
994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: (7021 358-6227 

REPORT OF ANALYSIS 

Jbmitted by : 

BARETTA MINING, INC. 
Mr. Jim Haight 
P. 0. Box 338 
O'Brien, Oregon 97534 

Date : June 5, 1981 

Laboratory Number : 9882 

Analytical Method : Fi re 
AA 

Your Order Number : 

eporton: 49 samples. TAc.3 .;i::1. (_o'- 3i..sJ Tli8 ~3 (tw5
1
-ISS,) 

., #II;:, -./'i 
3mple Mark : 

02 

03 

04 

05 

06 

07 

08 

09 

I 
Gold 

oz/ton 
-0.002 

-0.002 

-0.002 

-0.002 

0.018 

-0.002 

-0.002 

-0.002 

-0.002 
-0.002 

11 7b -'7 5 -0. 002 
12 f 5 -l/)J -0.002 

13 / ~{)- J:J5 0.002 
14 ;ttS-150 0.002 
1~ I/J0•/(1,5 -0.002 
16 ·/uS ·/70 -0 ._Q.02 
17 /70 •175 -0 .00_2 

18 115·/ 9~ -0 .002 
19 tifJ-tt. 5 0.004 

20 Jl!i-110 0.004 

21 1·10-1?5" 0.042 

5122 /ct':5:Jt{_ 0.114 

Silver 
oz/ton 

-0.02 

0.02 

0.10 

0.04 

0.06 

0.02 

-0.02 

0 .16 

0.12 
-0.02 
0.10 

0.12 
0.16 
0.04 

0.18 

0.34 
0.36 

0.08 

0.22 

0.10 

0.34 

-0.02 

Copper 
percent 
0.010 

0.008 

0.009 

0.008 

0.008 . 
0.008 

0.008 

0.009 

0.008 

0.009 
0.009 

0.008 
0.008 

Zinc 
percent 

0.007 

0.007 

0.012 

0.007 

)0.006 

0.006 

0.007 

0.006 

0.006 

0.007 
0.007 

0.007 
0.011 

0.007 0.008 

0.007 0.010 

Cobalt 
ppm 

l,i~ ~f• • ~ . ,• . • , 

0.007 .\••h-' . .=._ ,; o .010 ::· .. 1-... 
0 . 00 t . -:-- ' 0 . 008 ·) ' 

45 

45 

35 

40 

40 

40 

45 

40 

45 

45 
45 
40 

45 
40 

45 

45 
40 

40 

35 

45 

I 

0.018 · .. · 0.0?0 

0.035 

0.024 

0.042 
0.070 

0.067 ' _'·:. 
• 

0.12 

0.19 

0.16 

370 

620 

· continued to page 2 

1m - parts per million . oz/ton = troy ounces per ton Qf 2000 pounds avoirdupois. percent = parts per hundred. flnonou = parts per thousand. 
lb = a 001 nnm RA2rl - :lC. " toe:~ than" 1 n,Ltn.n = ~A 'l'2Q ""'"""'""' .. ruu .... - n tv\l\<&QI - n rv1

1

01.C.'7 -- ,.,.._ .. n,n, - """' - - · · - _, _ h - -



...... 

ARETTA MINING, INC. Page 2 Laboratory t-lo\ : 9882 

Gold Silver Copper Zinc Cobalt 
amQle Mark: oz/ton oz/ton Qercent Qercent QQm 
123 ,,1. oo -:i.os 0.028 -0.02 0.17 ·0.30 955 
24 ;ws-c:)!v 0.060 -0.02 0.42 0.12 920 
25 0.046 -0.02 0.44 5.15 485 
26 0.002 0.28 0.014 0.48 105 
27 0.004 0.22 0.017 0.31 125 
28 0.016 0.24 0.17 0.068 590 
29 0.026 0.15 0.11 0.050 405 
30 0.024 -0.02 0 .15 0.043 890 
31 0.060 0.20 0.22 0.078 620 
32 0.006 0.05 0.048 0.096 255 
33 -0.002 0.12 0.010 0.48 70 
34 -0.002 0.26 0.004 0.24 45 
35 5' 0.002 0.24 0.018 0.27 135 
36 0.002 0-.16 0.030 0.12 140 
37 0.002 0.10 0.021 0.23 160 
38 0.002 -0.02 0:031 0.26 160 
39 0.002 0.16 0.044 o. 16 170 
40 0.008 0.07 0.060 0.28 310 
41 0.002 0 .12 0.033 0.39 165 
42 0.004 -0.02 0.023 0.17 140 
43 0.006 0.17 0.041 0.39 215 
44 0.004 0.22 0.007 0.26 75 

>145 .310 -315' 0.002 0.08 0.011 0.26 95 
i'l95 TA(3 .93 0.010 0.19 0.033 0.062 40 /~5-1?0 

96 I 0.062 -0,02 Q._37 .1 ! 10 710 . _;, I 

• 1 " 

97 · ·0.066 -0.02 0 99 .,. ' ' 8 ~ . 955 ..... I • .' •• ~ ,'• II< .• • . ' -.~· ·, . ... :~-:' -, . ., .. ...... ~ .· ·~··'. 
.. ,_ ;' ,., _, f ., .. . ",t· r. ,1., • • - • 

il98 /'JO-/i'-5 o.·024 -0.02 · o. 20 · :·.: · .. :, 1. l~ ·· 835 

·~iLC. 
:1 H. H. Scales 



l-lUNTER MINING LABOl{ATORY, INC. JUN Uc 1%1 

994 GLENDALE AVENUE • SPARKS.NEVADA89431 • TELEPHONE:(7021358-6227 

REPORT OF ANALYSIS 

rnitted l>y : Date : June 4, 1981 

BARETTA MINING, INC. 
Mr. Jim Haight 
P. 0. Box 338 
O'Brien, Oregon 97534 

Laboratory Number : 

Analytical Method : 

orton : 87 samples. 
I 

7A 13 1sl9 ,;u/-111'i) tAS 

✓,iH3 :io ( ~e,~:_ 8t>0;) 

/ Your Order Number : 

l't(IIJID-1015
1 

0-1:2,s) 7'i~ 

73 
75 

76 (>IS-/,50 

Gold 

n &10-1J15 -0.002 

78 (p1:j" - }OO -0.002 

79 7olfJ - 7~5' 0. 002 
80 1'15"-750 -0.002 

81 -110- nS 0.002 
7q5- foo -0.002 
,,.,(3,::., 

,33 'Uo -<1.;,; 0.004 

34 1•J5 - f./!",O 

35 470-9 75' 

'36 "NS-1uucJ 

37 laJ() - 11 :.A~ 

; 

38 lli'IS--10€0 

39 1070-/()7$° 

40 I09S-/l{JO 

0.006 
-0.002 

-0.002 
-:-0.002 

7'0~!)02 
-o·.002 

-0.002 

41 11,:;i1-11.;15 0.012 

42 1IVG'-/JJ() -0.002 

43 l110-1: h-; -Q,QQ2 

l44 J1<;S: ll'f'J -0.002 
:il7 r~e ,, -0.002 

I /OJO - JD 15 

Silver 

0.06 

-0.02 
0.20 

0.04 

0.06 
-0.02 
0.04 

-0.02 

-0.02 

0.06 
-0.04 

-0.02 
-0.02 
-0.-02 

0.13 
-0.02 

-0.02 

0.10 

-0.02 

Copper 

0.010 

0.'003 

0.001 

0.002 
•0.002 
0.002 
0.006 

Zinc 

0.005 

0.004 

0.004 
0.007 
0.004 
0.11 

0.049 0.027 
0.008 0.007 

0.005 0.006 
o.oo~ o.oos 

:\ q:~QlO-,. :-~ ·, 0.007 
~l . ~· ' ·" ... ... ·_ . : . 1-' ,4,: ,: I 

0-.00~ :•; • :. l 0.006 
. . . . 

0.008 . · · :- 0.008 

0.006 
0.005 

Cobalt 

40 

35 

105 

100 

105 

100 

115 
50 

125 

30 
25 
25 

30 
25 
25 
20 

25 
0.007 

0.00~- · 

0.001 

0.008 
0.014 

0 .008 10 

0.006 25 

0.007 30 -. 
continued to page 2 

9872 

AA 
Fi re 



~RETTA MINING, INC, Page 2 Laboratory No,: 9872 

Gold S1lver Copper Zinc Cobalt 
~mple Mark: oz ton oz ton rcent m 

000 
,l. I 

0.028 -0.02 0,14 0,040 880 E,f;(J -.J55 

01 

I 
0.012 -0.02 0,12 0,041 925 

02 0.024 -0.02 0,24 0,068 0,17% 
03 0.022 -0.02 0,29 0,060 0,21% 
04 0.016 -0.02 0,17 0,093 0!12% 
05 0.010 -0.02 0,082 0,052 525 
06 0.014 -0.02 0,18 0,060 0,11% 
07 0.016 -0.02 0,29 0,048 0,13% 
08 0.078 -0.02 0.19 0,041 0.15% 
09 0.044 -0.02 0.35 0.067 0.17% 
10 0.024 -0.02 0,090 0,071 480 
11 I 0.002 0.02 0.026 0,12 175 

I 12 0.008 0.07 0.11 0,088 555 
13 I 0.028 ..:0.02 0,16 0,34 0.18% 
14 I 0.042 -0.02 0 •. 22 0,066 0.14% 
15 s' rrt· 0.014 -0.02 0.17 0,24 0.12% pl 

V /\ LS 

16 0.012 0,03 0,12 0,14 680 
17 0.014 -0.02 0.17 0,18 0,11% 
18 0.032 -0.02 0,44 0.31 0,22% 
19 0.024 -0.02 0,18 0.070 0.15% 
20 0.022 -0.02 0,19 0,31 0,17% 
21 0.012 -0.02 0.13 0.056 0.11% 
22 0.012 -0.02 0,16 0,038 91 
23 0.026 0.23 0.13 0,64 75 .. 
24 0.002 o. 34 .. ,~,i;P,Q.lQj i<·, ; ._o,.,o~ 110 
25 -,0~002 -0.,02-.. 

• •
1
- ;.r .·,.-' - . f .. ,.. :,~ ·,,• ~•r ,' • 1 •• 

25 ·. • • , .~ ~ ;·,:(_. . 1 . • _,. ·o· ®~'. . 
' ... • • Q. -I_.. , :~, .. ~!{,!i:":-f ~' • 1 \ • . .-i! •• ',, ·! .• • • mit'- \ 't\ .•• • - .... , 

26 -0.002 o_,oa · ·~o-·001-r .... \/ · :o: oos . 70 . . . ~ -~ .. •·J·!_t ·. ·.::i.~· ~ . 
27 -0.002 0.12 O,Q02 :-.~·,: 0.005: .. 30 
28 -0.002 -0.02 0,005 0,.005 30 

5029 4'1o·5N) -0.002 0.18 . 0,012 0,005 30 
continued to page 3 

1,111NHR MTNTNh I ARORATORY. INC. 



ARETTA MINING, INC. 

Gold 
am le Mark: oz/ton 
030 

31 

32 j 
-0.002 

-0 .002 

-0.002 33 
34 I .5 ., , ,. -0.002 

35 ,,·;
1

(

1 

-0.002 
36 0.002 

37 -0.002 

38 -0.002 

39 ft/5 . 5 5 0 -0. 002 
40 S?() .y;~ -0.002 

41 ~ ~5 -lfO -0.002 

42 1;;;0-1.-;1. C -0. 002 

43 lf,•1..s:.. r,,.5() -0.002 

44 .',7r· ·!( 1C 0.002 
45 {,·•/:;- 'l Dt -0.002 

46 7l.J- 7;;.::, 0.002 

47 7•J5 _r1(, ( • 0.002 
48 ')?0- 11 ?t; .012 

49 'H::.- ~ut -0.002 
50 .1 J./ - _,r: -0.002 

51 i!W-- - l CO 0.028 
, ttv, 

52 0-5 0.004 

t I 0.002 
-0.002 
-0.002 

s' 56 /N1((IHJ -0.002 

57 / 
58 -0.002 

-0.002 

5059 l JS· L/t · -0.002 

Silver 
oz ton 

0.02 
0.08 

-0.02 

-0.02 

0.04 

0.06 

0.10 

0.08 

0.24 

0.18 

0.08 

0.06 

-0.02 

-0.02 

0.04 

0.02 

0.06 

-0.02 

-0.02 
o.f2 
0.18 
0.07 

-0.02 
0.12 
0.18 

0.20 
0.16 
0.22 

-0.02 

0.40 

HUNTER MJNJNG ~A~Q~ATORY! INC. 

Copper 
ercent 

0.011 
0.003 

0.001 

0.001 

0.001 

0.002 

0.001 
0.002 

0.002 

0.002 

0.001 

0.003 

0.008 

0.010 

0.Ql2 
0.008 

0.014 

0.008 

0.15 

0.019 

0.005 
0.017 
0.006 

0.004 
0.004 · 

Page 3 

Zinc Cobalt 
ercent m 

0.006 35 
0.006 45 
0.002 20 

0.001 15 

0.002 15 

0.003 25 

0.002 20 

0.004 40 

0.004 55 

0.004 65 

0.005 105 

0.006 120 

0.003 30 

0.007 25 

0.020 30 

0.008 25 

0.010 40 

0.010 

0.13 

0.042 

0.013 
0.064 
0.052 

0,013 

0.004 

25 

965 

25 

25 

30 

100 
85 
50 

35 

. 35 

30 

30 

35 

continued to page 4 

Laboratory No.: 9872 



~ARETTA MINING, INC. PAGE 4 Laboratory No. :9872 

1Al!:. I~ Gold Silver Copper Zinc Cobalt 
;am le Mark: oz ton oz ton percent percent ppm 

:i060 ~~ -.i.JS -0.002 0.02 0.003 0.004 25 

61 ..:/.5'-bV -0.002 0.06 0.001 0.005 25 

62 70-1€ -0.002 -0.02 0.003 0.006 25 

63 15-J/JO 0.002 0.08 0.009 0.006 25 

5064 lc"Jo -1~'!: -0.002 -0.02 0.008 0.008 30 

HUNTER MINING r30RAT0RY, 

~~ 
INC. 

H. H. Scales 

J . 



,,--.... .. 
HUNTEtl MINING LABORATORY, INC. 

994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: 17021 358-6227 

REPORT OF ANALYSIS 

tted by : 

BARETTA MINING, INC. 
Mr. Jim Haight 
P. 0. Box 338 
O'Brien, Oregon 97534 

ton : 19 samples. 

Gold Silver 
e Mark: oz/ton oz/ton 

/JO - I ).'5' -0.002 0.14 

ft-}J -14/o -0.002 0.14 
17()-115 -0.002 0.12 
J9!;'-;10(J -0.002 0.10 
;i.~o -;.:;,.b -0.002 0.02 

7 .;)'iS. ::u; o -0.002 0.14 

3 ,,10-;r16 -0.002 0.26 

;J'IS"-300 0.002 0.08 
) ·34,s .. ~o -0.002 0.06 

l .316--'100 -0 .002 0.10 
) "f'-10--46O -0.002 0.18 

3 '-l</6-600 -0.002 0.18 

i 64~-66'0 -0.002 0.06 

5 o9~-<Poo -0.002 0.22 

6 (14~-I, bl) -0.0'02 0.06 
.. 

7 /A!,.-?OtJ -0 ;002 · -0.02 

B 1L/S-15'> -0.002- -0.02 

9 7qs--t0O -0.002 -0.02 

0 8t.tf;"-g5D -0.002 0.16 

Mr. Alston 

Date : 
June 1, 1981 

Laboratory Number : 9869 

Analytical Method : AA 
Fire 

Your Order Number: 

Copper Zinc Cobalt 
percent percent ppm 

0.009 0.007 30 

0.007 0.005 25 

0.008 0.15 105 

0.009 0.009 35· 

0.008 0.008 35 

0.008 0.007 30 

0.008 0.024 35 

0.011 0.009 30 

0.009 0.018 30 

* * * -0.001 0.004 95 

-0.001 0.004 95 

0.001 0.004 110 

0.001 0.004 ms 
0.002 0.004 105 

0.002 0.004 100 

0.001 0.003 105 

0 .001 . 0.003 100 

0.001 0.004 110 

~~]RATORY, INC. 

H. H. Seal es 
= parts per million. oz/ton = troy o~nces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

- ... - - ·- - . - --- - .. - -- . -



IIUNl ..... U 1rtlNING LAUOltA'l'O•~ \', 1N~. 
JUh I'.' 

994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: (702) 358-6227 

REPORT OF ANALYSIS 

1mitted by : Date : June 1, 1981 

BARETTA MINING, INC. Laborc1tory Number : 9867 
Mr. Jim Haight 
P. O. Box 338 
O'Brien, Oregon 97534 Analytical Method : AA 

Fire 

Your Order Number : 

port on : 50 samples. TAB d/ 

Gold Silver Copper Zinc Cobalt 
11ple Mark : ercent m 
151 o-~s -0.002 -0.02 0.006 25 

52 5-/0 -0.001 -0.02 0.005 0.007 25 

53 10 - t 5" -0.002 0.10 0.005 0.006 25 

54 15-;}.0 -0.002 0.10 0.007 0.007 30 

55 ~o -~5 -0.002 0.02 0.003 0.005 30 

56 ~5-30 -0.002 -0.02 0.002 0.006 30 

57 -30 -.35' -0.002 0.02 0.002 0.009 30 

58 35-L./() -0.002 0.10 0.004 0.009 30 

59 '-10·4~ 0.002 -0.02 0.008 0.010 30 

60 45-5D -0.002 0.12 0.015 0.034 30 

61 70-7 5 -0.002 0.20 0.009 0.010 30 

62 </6-/00 -0.002 0.02 0.008 0.012 25 

63 1.)0-J,)5' -0.002 0.08 0.007 0.013 30 

64 J'-15- 150 -0.002 0 .16 0.007 0.007 30 

65 , , 1.0-17-b ""o .• 002 0.22 0.008 0.010 30 

66 /7t,.'i-1 ~O -0.002 0.06 0.008 0.007 30 

67 /80-135 -0.002 -0.02 0.008 0.007 30 

68 I f'S--11~ 0.002 0.10 0.012 0.008 30 

69 190-l9b ! 0.002 0.08 0.012 0.006 20 

70 I 95-;;UJO -0.002 -0.02 0 .008 . 0.009 20 

71 ,;ioo,2.0£: -0.002 -0.02 0.014 0.009 30 

072 . .:)O'i-;l./0 -0.002 -0.02 0.009 0.008 35 

I continued to page 2 
>m = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

,h = n nn1 nnm AAllrl ~ as " IAss than" 1 n7/ton = 34 286 onm. 1 oom = 0 .0001~ :;; D.029167 oz/ton . 1.0~ = 20 oounds/ton. 



/ 

RETTA MINING, INC. Page 2 Laboratory No. : 9867 

Gold Silver Copper Zinc Cobalt 
mele Mark: oz/ton oz/ton eercent eercent eem !.. 

73 .,;,o-;;:1S- -0.002 0.02 0.013 0.018 30 v 
74 ,).1~ - .;i. J.C, -0.002 0.02 0.014 0.028 20 
75 J.S/6-J;;l.5° -0.002 0.04 0.017 0.015 40 
51 ..<:?.5'°-1 ~u 0.002 -0.02 0.010 0.010 35 
52 ~.30-~35" -0.002 -0.02 0.009 0.008 30 
53 -230-.A YO -0.002 0.02 0.007 0.010 35 
54 .:Z'fo-;i.'1~ -0.002 -0.02 0.010 0.008 35 
55 .,2'-15-).5() -0.002 -0.02 0.010 0.009 40 
56 o75V-.)5$" -0.002 -0.02 0.014 0.017 60 
57 .cJ s5-.i~o 0.002 -0.02 0.010 0.019 40 

I -
58 I .;>o~- ;>.&b 0.002 0.06 0.009 0.027 35 
59 ~&b-:l.70 0.002 0.04 0.008 0.040 35 
60 cJ 7G -')..75' -0.002 0.20 0.009 0.029 40 
61 :nS-.J.'i.0 -0.002 0.02 0.007 0.073 30 
62 ! ;; Eo . .;ie6 -0.002 -0.02 0.008 0.067 30 
63 jd85-.~</D -0.002 -0.02 0.007 0.12 30 
64 ' .;i90-.).15 -0.002 0.08 0.007 0.24 30 
65 oi.'1~-.30O -0.002 0.10 0.008 0.31 30 
66 . -300 -.305 -0.002 0.12 0.009 0.21 30 
67 .=3 OS" - .-3;<) -0.002 0.12 0.014 0.26 30 
:5g .?>1O-... ;i 16' -0.002 0.10 0.012 0.18 25 
69 .3tS'-.3~0 -0.002 0.10 0.035 0.29 55 
70 ..J~G -)2-~ -0.002 -0.02 0.074 0.29 40 
·71 3.:l.5-:L~O 0.004 0.06 0.031 0.50 160 
72 ~~-D-~;35 0.022 0.07 0.10 0.095 475 

' 73 ;335 ,-~'{0 ·0.020 -0.02 0 .17 0.090 890 
74 .3 ~l0-34> 0.026 -0.02 0.17 0.081 970 

;75 3'-IS-350 0.022 -0.02 0.18 0.053 0.14% 

HUNTER M.INING LABORATORY, 

~t£ t J(__ 

INC. 

H. H. Scales 

~. Mr. Alston -. 



HUNTEtl MINING LABOl{ATOR), INC. 
994 GLENDALE AVENUE • SPARKS . NEVADA 89431 • TELEPHONE:17021 358-6227 

REPORT OF ANALYSIS 

ittec.l by : Date : May 21, 1981 

BARETTA MINING, INC. Laboratory Number : 9968 
Mr. Jim Haight 
P. 0. Box 338 
O'Brien, Oregon 97534 Analytical Method : AA 

Fi re 

Your Order Number: 

·ton: 22 samples. T/j13 -().() ( '-110 1
- 5')&') 

Copper Zinc Cobalt Gold Silver 
le Mark: oz ton oz ton 
il '-1'70'-y,5') 0.067 0.010 0.29 

i2 0.095 0.041 635 0.008 0.06 

i3 0.076 0.048 655 0.010 -0.02 

;4 0.095 0.035 995 0.020 -0.02 

i5 0.097 0.020 0 .12% 0.028 -0.02 

i6 0. 18 0.12 0.12% 0.020 -0.02 

;7 0.084 0.089 0.13% 0.026 -0.02 

i8 0.067 0.11 0.13% 0.016 -0.02 

i9 0.087 0.065 0.15% 0.020 -0.02 

>0 
-, 

0 0.12 0.23 0.13% 0.024 -0.02 

:il 0.063 0.14 0.12% 0.018 -0.02 

:i2 0.085 0.34 0.11% 0.020 -0.02 

53 0.071 0.21 0.12% 0.028 -0.02 

54 0.056 0.075 895 0.060 -0.02 

65 o :o67 . 0.052 600 0.040 -0.02 

66 ·0.-051 0.041 295 0.004 0.16 

67 0.030 0.059 195 0.002 0.14 

68 0.010 0.020 40 -0.002 0.14 

69 0.008 0.019 40 -0.002 0.98 

7C{sus'-c'w) 0.009 0.016 50 -0.002 0.08 

continued to page 2 

= parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand 



ARETTA MINING, INC. Page 2 Laboratory No.: 9968 

Copper Zinc Cobalt Gold Silver 
,am~le Mark: ~ercent ~ercent ~~m oz/ton oz/ton 

1871 / 0,018 0,027 55 -0.002 0.12 

~72 (57~·5?8~ 0,003 0,008 45 -0.002 0.14 

HUNTER MINI:G ~RAT0RY, 

~,u ('ail_,_ 
INC. 

H. H. Scales 

cc: Mr. Alston 



HUNT~R MINING LABOllATOUY, INC. 
994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: (7021 358-6227 

REPORT OF ANALYSIS 

-nitted by: Date : May 21, 1981 

BARETTA MINING, INC. Laboratory Numl,er : 9967 
Mr. Jim Haight 
P. 0. Box 338 

AA O'Brien, Oregon 97534 Analytical Method : 
Fi re 

Your Order Number : 

)rt on: 25 samples. TAG -;;>O ( 3 y;J ,c, - 470') 

Copper Zinc Cobalt Gold Silver 
pie Mark : percent percent ppm oz/ton oz/ton 

'6 (.3l-l A~1~¾0}L009 0.026 45 0.002 0.20 

'7 c~.sr.'- :3 ~~'J O. 008 0.033 40 0.004 0.16 

'8 0.007 0.11 50 0.002 0.18 
,9 0.009 0.24 55 0.002 0.20 

m 0.008 0.085 45 0.068 0.13 

n 0.009 0.13 5·5 -0.002 0.26 

32 i 0.009 0.!4 80 -0.002 0.18 

33 ! 0.011 0.13 85 -0.002 0.06 I 

34 I 0.12 0.15 645 0.022 -0.02 
' - ' 

35 
' I 

0.19 0.046 615 0.026 0.15 _, 

36 0.044 0.090 310 0.012 0.03 

37 0.077 0.070 165 0.030 -0.02 

38 0.011 0.22 200 0.006 -0.02 

39 0.040 0.11 435 0.012 0.07 

lO , 

j 
o. 17 0.16 830 0,016 .. Q.02 

.. 
·o .·25 0.11 820 0.046 -0.02 n 

l2 1 0.047 0.063 420 0.008 0.01 

l3 I 0.059 0.29 460 0.006 0.03 

)4 0.030 0.066 330 -0.002 0.16 

l5 I 0.077 0.16 550 0.004 -0.02 

l6 (lf451- l/ 5D} 0.064 0.051 535 0.004 0.02 

continued to page 2 
= parts per million . oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 



BARETTA MINING COMPANY .. Page 2 Laboratory No.: 9967 

Copper Zinc Cobalt Gold Silver 
Samele Mark: eercent eercent eercent oz/ton oz/ton 

3697 ( '-15{) 1 - 455) 0.086 0.038 660 0.008 0.01 

98 ,, 0.048 0.041 525 0.006 0.03 

3699 0.072 0.037 780 0.010 0.03 

3700 ( L/i? 
1-L-/ 70) 0.14 0.027 960 0.020 -0.02 

INC. 

cc: Mr. Alston 



HUN'l£R MINING LAllOUAl'OUY, INC. 
994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: (702) 358-6227 

REPORT ~ ANALYSIS 

Jbmitted by : Date : May 21, 1981 

BARETTA MINING, INC. Laboratory Number : 9966 
Mr. Jim Haight 
P. 0. Box 338 
O'Brien, Oregon 97534 Analytical Method : AA 

Fire 

Your Order Number : 

eport on : 21 samples. TAB 13( 7 70';...S 75') 

Copper Zinc Cobalt Gold Silver 
ample Mark : percent percent ppm oz/ton oz/ton 

2963 (-,70.:. T75 ) 0.007 0.010 40 -0.002 0.02 

64 0.004 0.010 35 -0.002 0.04 

65 0.006 0.015 40 -0.002 -0.02 

66 0.009 0.022 40 -0.002 0.16 

67 0.006 0.012 35 -0.002 0.08 

6.8 0.008 0.006 40 -0.002 0.04 

69 0.006 0.008 35 0.002 0.08 

70 0.006 0.006 35 -0.002 0.02 
' / ' 

71 'J 0.011 0.007 40 -0.002 -0.02 

72 0.007 0.007 35 -0.002 -0.02 

73 0.006 0.006 35 -0.002 0.06 

74 0.006 0.007 35 -0.002 0.10 

75 0.007 0.007 35 -0.002 -0.02 

76 0.010 0.008 40 -0.002 0.02 

77 ·. 0.012 0.009 40 -0.002 0.02 

78 

I 
·0.014 0.008 40 -0.002 0.06 

79 0.009 0.009 40 0.004 0.14 

80 0.009 0.010 40 -0.002 -0.02 

2981 ( 'i!P0~2tc5 j 0.008 0.009 40 -0.002 0.08 

continued to page 2 

>pm = parts per million . oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 
- • --- - ,,,._,,.,.._,..., - n ~4.c, - - ,~- - • /'\.AJ - nl'\.- -· •-....1-,., ..,.. _ 



~RETTA MINING, INC. Page- 2 Laboratory No.: 9966 

Copper Zinc Cobalt Gold Silver 
:1111~le Mark: ~ercent ~ercent ~~m oz/ton oz/ton 

982 / 0,009 0.020 40 -0.002 0.14 

983 { 9 ?0'-9?6 ') 
0.011 0.063 35 

0.002 0.14 

INC. 

:c: Mr. Alston 



,,--.... 

JI UN1 t:H MINING LABOHArr()HY, INC. 
994 G LEN D ALE AV ENUE • SPARKS . NEVAD A 89431 • T E LEPHON E : (702 ) 358-6227 

REPORT OF ANALYSIS 

.:>mi tted by : Date: May 21, 1981 

BARETTA MINING, INC. Labora tory Number : 9630 
Mr. Jim Haight 
P. 0. Box 338 
O'Brien, Oregon 97534 A nalytical Method : AA 

Fire 

Your Order Number : 

l ort on : 137 samples. -)-,,16 J 3 ( 5 0 5 1-l~~o) 

Copper Zinc Cobalt Gold Silver 
nple Mark : percent percent ppm oz/ton oz/ton 

n 6 1:: .- - ,. · 0.090 0.23 305 0.020 -0.02 

77 0.027 0 .098 215 0.010 -0.02 

78 0.008 0.089 190 0.012 0.02 
' 79 ' 0.023 0.20 245 0.014 -0.02 

80 0.21 0.18 230 0.030 -0.02 

81 0.023 0.22 170 0.012 -0.02 

82 0.013 0.095 175 0.032 -0.02 

83 0.14 0.067 230 0.030 -0.02 

84 0.37 0.029 210 0.040 -0.02 

85 0.45 0.019 315 0.106 -e0.02 

86 , I 
0.42 0.093 255 0.054 -0.02 

87 
-. 0.37 0.22 290 0.050 -0.02 -1 I f , 

88 1. 25 0.22 290 0.104 -0.02 

89 0.62 0.13 325 0.134 -0.02 

90 ' - OAO 0.18 410 0.062 . -0.02 

91 0.52· 0.49 80 0.038 -0.02 

92 0.16 . 0.17 315 0.020 -0.02 

93 0.18 0.048 280 0.016 -0.02 

94 0.28 0.34 110 0.016 ..:.0.02 

95 0.040 0.039 170 0.008 -0.02 .-1 

96 0.085 0.067 260 0.018 -0.02 I 

!97.(,,ro'- &r5) o. 030 0.038 230 0.022 0.10 

continued to page 2 
1 = parts per mill ion . oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 
~ n nf'\1 ..,. ........... O ~,:,•L _ o ,n '' l ,..,. .. •~ "' '""' ' ' • ,...... / 1- - - - OA noo -- - 6 -- - - rt. nl\"'4A.I - -. --•0 11 - - •• - - • - -- ,.._, 



/\RETTA MINING, INC. Page' 2 Laboratory No.: 9630 

Copper Zinc Cobalt Gold Silver 
1m(:!le Mark: per:ceot percent RRm oz/ton oz/ton 

~98 {&15! u:io') 0.060 0,083 310 0.026 -0.02 
99 0.047 0.048 275 0.022 -0.02 

300 0,048 0,072 150 0.018 -0.02 
01 0,39 0,34 315 0.040 -0.02 
02 0.37 2,85 175 0.080 -0.02 
03 0.17 1.85 165 0.062 -0.02 
04 0,049 1.10 145 0.026 -0.02 
05 0.022 0,30 130 0.024 -0.02 
06 0.11 0,16 160 0.036 -0.02 
07 0.11 0,43 135 0.038 -0.02 
08 0.45 0,69 125 0.048 -0.02 
09 0.67 0,49 135 0.062 -0.02 
10 0.44 0,79 190 0 .. 024 -0.02 
11 0.18 0,41 105 0.020 -0.02 
12 0.44 0,61 155 0.046 -0.02 
13 5~{Jt\i,1 0,085 0.059 265 0.018 -0.02 
14 , f f l , · 

0.35 0,29 145 0.026 -0.02 
15 1. 75 0,60 330 0.032 0.11 
16 0.45 0,12 160 0.018 -0.02 
l7 0.23 0.15 70 0.012 0.15 
l8 0.18 0, 16 90 0.018 0.12 
'.9 0.39 0,17 80 0.008 0.11 
'. O 0,048 0,17 45 0.002 0.16 
' l . I 0.11 0, 15 45 0.002 -0.02 
'2 I 0.033 0,072 50 0.002 0.02 ' . 

J . . .· : __ · 0~064 0,085 80 0.002 -0.02 
4 0;044 0.074 85 0.002 -0.02 ' • I 

I 
I 

5 0,065 0.12 65, · 0.002 -0.02 
6 0,052 0,13 ' 60 0.006 -0.02 
7 0.17 0.66 175 0.046 -0.02 
8 (11,0 ~ 7tr5 _) 0,59 0.22 315 0.096 -0.02 

continued to page 3 



. r 

RETTA MINING, INC. Page 3 Laboratory No.: 9630 

Copper Zinc Caba lt Gold Si 1 ver 
m le Mark: ercent ercent m oz/ton oz/ton 

• I I 29 (7v5 -1 70 0.87 0.26 450 0.080 -0.02 
30 fi.7~'- ·J '/8,'i) 0.077 0.28 50 0:004 0.06 
31 (?,J't: . ~ - 2.BO) 0.28 5.4 655 0.104 1.66 
32 (::;;,o -ti~.i) 0.52 3.8 590 0.070 0. 49 
33 [1.r~- ::- -x~,~1) 0.19 0.18 170 0.042 -0.02 
34 ( i1~ - ~ 'I' ·, ) 1.45 5.7 925 0.134 1. 97 
35 I 0.48 1.35 0.13% 0.062 1.04 
36 I 0.48 2.45 725 0.108 1.89 
37 0.82 0.36 705 0.086 0.55 
38 1.10 4.7 545 0.064 0.76 
39 1.50 0.88 535 0.068 0.39 
40 0.036 0.12 35 0.002 -0.02 
41 0.020 0.41 35 0.002 -0.02 
42 0.013 0.076 40 0.002 -0.02 
43 3.5 0.18 0.11% 0.206 0.55 
44 0.032 0.14 35 0.002 -0.02 
45 

,',{' #.f I• 

/·' 0.068 0.17 45 0.004 -0.02 
46 0.021 0.022 30 0.002 -0.02 
47 0.023 0.031 30 0.002 -0.02 
48 I 0.009 0.023 30 0.004 -0.02 I 

49 

) 
0.015 0.026 35 0.002 -0.02 

50 0.50 0.14 180 0.028 -0.02 
51 0.70 0.27 200 0.058 -0.02 
52 1. 35 0.33 140 0.102 0.18 

·53 0.52 0.64 175 0.048 0.02 
54 0.37 0.55 120 0.074 0.03 
55 . ·_. · ·:. .· 0.25 1.35 130 0.028 0.01 
56 0.60 3.25 100 0.062 0.08 
57 0.53 3.35 165 0.062 0.20 
58 0.42 2.05 130 0.048 0.03 

'. 359 0.76 2.05 75 . 0.052 0.19 
'. 360 ( :t, /5' : ,·,;..._(,; 0.64 2.30 90 0.054 0.23 

continued to page 4 



BARETTA MINING, INC. Page 4 Laboratory No.: 9630 

Copper Zinc Cobalt Gold Silver 
_Sa_m......_p_l e_M_a_rk_: __ ___.__pe_r_<;_e_n_t _ __._pe_r_c_e_nt __ .....;_p_;._p_m __ o_z_,_/_t_on ___ o_z-'--/_to_n _______ _ 

2361 (10:.;t'-J(IJ•j ') 1.60 1.60 75 0.134 0.17 

62 0.027 0.022 30 -0.002 0.10 

63 1.20 1.60 30 0.040 0.04 

64 1.35 1.80 45 0.086 0.15 

65 2.75 2.05 50 0.116 -0.02 

66 1.70 1.15 50 0.106 -0.02 

67 3.20 2.50 40 0.204 -0.02 

68 0.69 1.40 75 0.050 0.01 

69 0.25 0.13 80 0.012 -0.02 

70 0.50 0.17 45 0.020 0.24 

71 0.14 0.32 35 0.020 -0.02 

72 0.062 0.16 35 0.008 0.09 

73 0.028 0.080 40 0.002 0.08 

74 0.070 0.12 45 0.014 0.01 

75 0.022 0.17 45 -0.002 0.06 

76 5-, 0.028 0.14 35 -0.002 0.14 

J->~~i.~J 0.045 0.12 40 -0.002 0.02 77 

78 

79 

80 

81 

82 

83 

84 

85 
86_,. 

87 

88 

89 

90 

2391 (11 lo'-! I 76-) 

2.85 0.71 60 0.196 -0.02 

0.73 4.2 60 0.048 0.07 

0.080 0.20 10 0.006 -0.02 

0.28 0.63 20 0.030 0.07 

0.081 0.56 25 0.004 0.06 

0.010 0.45 25 -0.002 -0.02 

0.48 0.093 125 0.014 0.01 

0.064 1.02 95 0.008 -0.02 

0.022 0.93 40 0.002 -0.02 

o:ooa o.53 40 -0.002 -0.02 

0.040 0.15 120 0.014 -0.02 

0.024 o.osr 1ao 0.010 o.o5 

0.015 0.064 130 0.006 ·-0.02 

0.054 0.25 220 0.032 -0.02 

continued to page 5 

!Al lt-JT rn MTN TNh I ARORA. TORY • I NC. 

• I 



ARETTA MINING, INC. Page 5' Laboratory No.: 9630 

Copper Zinc Cobalt Gold Silver 
ample Mark: percent percent ppm oz/ton oz/ton 
392 (1n5'-11r,0 1

) 0.078 0.19 205 0.-050 -0.02 

93 0,40 0.071 150 0.110 0.07 

94 0.23 0.23 330 0.052 -0.02 

95 0.14 0,10 255 0.080 -0.02 

96 0.24 0,18 275 0.060 -0.02 

97 . 0, 32 0,24 250 0.100 -0.02 

98 0.11 0.27 250 0.044 -0.02 

99 0.080 0.14 180 0.018 -0.02 

400 1, 30 12.0 780 0.090 1. 79 

'. 951 0.35 0,26 160 0.072 0.01 

52 0.36 0,16 90 0.044 0.06 

53 0.024 0,086 65 0.038 0.12 _, 
54 ..!) 0.58 0,043 250 0.090 -0 .02/ 

55 ls-Lt" iv.J 0.36 0,42 70 0.026 -0.02 

56 0.17 0.31 80 0.010 -0.02 

57 0.040 0,10 135 0.008 -0.02 

58' 2,60 1. 55 65 0.280 0.14 

59 0.095 0.057 60 0.004 -0.02 

60 0.066 0,054 55 0.004 0.06 

61 0.028 0.39 30 0.004 -0.02 

!962 ( ,~ 16 '- J,Jrh_}o. 36 0.067 110 0.018 0.06 

H~;p:i:ORY, INC. 

H. H. Scales 

:c: Mr. Alston · 



HUNT:ER MINING LABORATORY, INC. 
994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: 17021 358-6227 

,mitted by ; 

BARETTA MINING, INC. 
Mr. Jim Haight 
P. 0. Box 338 
O'Brien, Oregon 97534 

REPORT OF ANALYSIS 

Date : May 20, 1981 

Laboratory Number : 9856 

Analytical Method : AA 
Fire 

Your Order Number : 

>ort on : 21 samp 1 es. 11-) ,~ - I 3 

, r1 t3 - I L/ 
( 5 1 ~~lj. ;i51n~u .. ia)) 

( I I I I (J I/ If ) 

Copper · Zinc Cobalt Gold Silver 
nple Mark: percent percent ppm oz/ton oz/ton 

..,. >-l -13 I :!. 
182 (;v'-is ') 0,008 0,007 40 .. Q,002 0.14 

83 0,022 0,005 40 -0.002 0.30 

84 

J 
0,008 0.006 35 ... 0,002 0,16 

85 0,008 0,007 40 -0,002 0.18 

86 ,. I 
,!) 0,008 0,006 35 -0.002 0.20 

87 , 

I 
0,010 0,007 35 -0.002 0.20 

88 0,008 0.007 45 -0.002 -0.02 

89 0.008 0.006 45 -0.002 0.04 

90 0.008 0.006 40 -0.002 0.30 
)91 (; Lf s'- .2 so) 0.007 0,007 45 -0.002 -0.02-' r~, llj 
101 D'- S') 0.014 0.007 45 0.018 0.06 

02 0.009 0.010 40 0.010 0.17 

03 / 
0.012 0,015 35 0,012 0.53 

04 , .' 0.014 0.008 40 0,006 0.25 

05 .· 0,009 0,008 45 0.012 0.21 
• I 

06 s · d.008 . 0.007 45 0.014 0.23 

07 I 0.012 0.016 50 0.090 0.05 

08 0.015 0,027 . 55 0~014 0.09 

09 0.021 0.024 55 0.002 0.20 

10 0.023 0.023 65 0.006 0.19 

1111 ( q6: 100) 0.010 0,013 45 0.016 0.1~ :'.d.ftil G ;azv, 
·c· Mt: Alston l:L c le 

INC. 

pm = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred llnenesa = parts per thousand . 
. 

- -



llUN1.L.IR 1dlNlNG LABORA'f0h \7, tNC. 
994 GLENDALE AVENUE • SPARKS, NEVADA 89431 • TELEPHONE:17021 358-6227 

REPORT OF ANALYSIS 

bmitted by : Date : Ma.y 18, 1981 

BARETTA MINING INC. Laboratory Number : 9632 
P. 0. Box 338 
O'Brien, Oregon 97534 

Analytical Method: Fire 

Your Order Number: 

port on : 51 samples TA 8 ,i ( q;5' -llifJ,) 

Gold Silver Copper Zinc Cobalt 
mple Mark : n oz/ton ercent ercent m 

'.2110} 6 '- q-30 1
\ 0.062 0.46 0.86 10.2 305 

~212 0.062 0.54 1. 20 5.5 370 

13 0.048 0.35 0.92 7.5 280 

14 0.038 0.58 0.84 8.65 245 

15 0.038 -0.02 0.85 8.75 225 

1& 0.092 0.21 1.45 8.4 220 

17 0.048 0.35 0.90 7.0 230 

18 0.090 0.35 1.55 4.3 220 

19 0 .094 0.61 3.30 5.0 170 

. 20 
,, , 

0.074 0.33 1.80 4.55 155 
:) / 21 0.066 0.53 1. 30 5.65 145 

22 I 0.058 0.38 1.50 5.25 165 

. 23 0. 136 0.36 2.65 2.55 130 

24 0. 178 0.36 2.80 3.6 140 

25 0.062 0.08 1.35 2.6 125 

26 0.100 0.32 2.35 4.7 120 

27 · 0. 178 0.54 4.75 2.0 135 

28 0. 102 o.~30 3.35 1.45 90 

29 0.088 -0.02 1.55 0.85 125 
( ,' 2230 M)J '- 1: ; H) ) ., 0.058 -0.02 * * * 

continued to page 2 
Jm = parts per million . oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 
_.,. - I'\ nt'1. -. .... ,.,., a ,. ,..,., .,, ... "I-re tho..n" 1 --.Jtnn -= '1A ~J:lA nn.rn 1 nrvn = n nt'\O:fc;k = fl n~Q1A7 n7/tnn 1 n~ = ~fl nrutnric/tnn 



\RETTA MINING INC. Page 2 Laboratory No.: 9632 

Gold Silver Copper Zinc Cobalt 
3.mple Mark: oz/ton oz/ton percent percent ppm 
2'3l { lb;.5 1 - /03c,') 0.204 0.30 4.10 1.85 120 
32 

I 
0.048 0.01 0.89 0.79 90 

33 0.080 -0.02 1. 35 1.50 115 
34 0.060 0.04 1.30 1.40 95 
35 I 0.020 -0.02 0.82 0.13 95 
36 0.002 -0.02 0.042 0.065 50 
37 0.004 -0.02 0.070 0.048 60 
38 0.072 0.49 0.91 12.0 135 
39 0.014 -0.02 0.082 5.2 • 50 
40 0.020 0.01 0.24 1.4 55 
41 0.006 -0.02 0.077 4.0 60 
42 0.002 -0.02 0.056 0.74 45 
43 0.006 -0.02 0.039 0.22 80 
44 0.052 -0.02 0.24 0.061 225 
45 ~' 0.022 -0 .02 0.18 0.086 165 
46 0.050 0.15 0.24 0.092 240 

I 

47 I 0.036 -0.02 0.060 0.072 245 i -
48 0.014 -0.02 0.038 0.32 215 
49 0.010 -0.02 0.054 0.48 215 
50 0.026 -0.02 0.027 0.44 220 

· 51 0.014 -0.02 0.011 0.11 270 
52 0.022 -0.02 0.051 0.10 375 
53 0.024 -0.02 0.12 0.18 275 

. 54 0.038 -0.02 0.11 0.16 285 
55 0.032 -0.02 0.10 0.17 285 
56 j 0.028 -0.02 0.29 0.51 210 

i 

57 I 0.028 -0.02 0.080 0.32 85 
58 I 0.01!2 -0.02 0.27 0.54 120 
59 I 0.020 -0.02 0.058 1.8 330 
60 0.026 -0.02 0.035 0.47 260 ' 

2261 ( I I 1 5 / . I I 1 { ') 0.006 0. 17 0.026 0.19 80 

HUNTER MINING LABORATORY, INC. 

~"""'Ck c_ 1./,o 
., _,.__ __ H. H. Scales 



994 GLENDALE AVENUE • SPARKS, NEVADA 89431 • TELEPHONE: (702) 358-6227 

REPORT OF ANALYSIS 

bmitted by : Date : May 21, 1981 

BARETTA MINING, INC. Laboratory Number : 9629 
Mr. Jim Haight 
P. 0. Box 338 

Analytical Method : AA O'Brien, Oregon 97534 
Fire 

Your Order Number : 

!port on: 39 samples. T116 18' (356 1
- q::.>5 ·) 

!HB J<t ( q ? 5 I - 9 q '.i° ') 

Copper Zinc Cobalt Gold Silver 
,mple Mark:7At3 /$ percent percent ppm oz/ton oz/ton 

176 {is~1-..3r,r 1) 0.40 1.45 80 0.018 0.34 

77 0 .19 1.05 50 0.006 -0.02 

78 0.20 1.20 40 0.006 0.33 

79 0.029 0.31 45 0.004 0.04 

80 0.083 0.50 50 0.014 -0.02 

8]. 0.29 2.60 165 0.062 0.24 

82 I 0.53 6.05 325 0.042 0.08 

83 
I 0. 7 J 6.75 340 0.096 0.16 I 

84 
I 0.70 3.95 440 0.084 -0.02 S' 

85 1.55 1.95 385 0.178 -0.02 

86 0.45 1.05 275 0.030 -0.02 

87 1.40 1. 75 300 0.118 -0.02 

88 1.65 4.6 195 0.074 -0.02 

89 0.70 3.65 255 0.062 -0.02 

90· 0.12 2.40 315 0.038 -0.02 
91 . -0..12 2.70 295 0.050 -0.02 

92 0~21 3.15 315 0.054 -0.02 

93 0.21 1.55 270 0.050 -0.02 

94 0. 72 3.40 245 0.142 0.26 

95 0.52 3.80 160" 0.102 0.32 

96 0.85 2.95 175 0.068 0.21 

197 (4M 1
- qu,5_0 1.80 3.70 150 0.130 0.45 

continued to page 2 
>pm = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 



RETTA MINING, INC. Page 2 Laboratory No.: 9629 

Gold Silver Copper Zinc Cobalt 
mple Mark: oz/ton oz/ton percent percent ppm 

98 (4l61
- Lf?O) 0.042 0.14 0.48 2.70 170 

99 0.180 0.40 2.20 4.6 145 

00 0.120 0.18 0.98 2 .1 165 

01 0.054 0.05 1.25 1.05 200 

'. 02 0.054 0.07 0.93 1.75 210 

'. 03 0.060 0.04 1. 35 1.25 205 

'. 04 0.268 -0.02 1. 70 1.20 295 

~05 0.056 0.18 1.05 0.39 140 

~06 0.052 -0.02 1.00 0.50 105 

~07 0.008 -0.02 0.10 2.05 65 

~08 0.008 0.13 0.14 0.59 55 

~09 7 ft;.~ - 7.3/.1 0.314 -0.02 3.60 1.10 240 

~ 10 (q~o. ? '- t?p5'} 0.056 -0.02 0.64 4.05 360 
?4~ 12 0.014 0.03 0.063 0.15 130 => (115'· qgo~ 
514 I . 0.044 -0.02 0.034 0.034 675 

515 5' 0.034 -0.02 0.029 0.030 625 I 
516-(qqo'- r,qs) 0.004 . 0.06 0.011 0.015 65 

HUNTER MINI~G _t,ORATORY, INC. 

~'facdi. 
H. H. Scales 

c :. Mr.:~ Alston 
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I-IUN1 ~R MINING LABOHA'l'()h \', I NC. 
994 GLENDALE AVENUE • SPARKS. NEVADA8943t • TELEPHONE:1702) 358-6227 

REPORT OF ANALYSIS 

Jbmitted by: 

BARETTA MINING, INC. 
Mr. Jim Haight 
P. 0. Box 338 
O'Brien, Oregon 97534 

eport on: 

Copper Zinc 
ample Mark: percent percent 

~262 (?.q o ,_ 1q 5') 0.008 0.008 

63 I 0.008 0.008 

64 0.009 0.014 
5' 

O.Oll 0.79 65 / · 
66 0.010 0.24 

226? (91s 1-C,~u 1
) 0.008 0.11 

cc: Mr. Alston 

Date: May 21 1981 

Laboratory Number : 9964 

Analytical Method : AA. 
Fire 

Your Order Number: 

Cobalt Gold Silver 
ppm oz/ton oz/ton 

40 -0.002 0.08 

40 -0.002 -0.02 

40 -0.002 -0.02 

45 0.004 0.08 

50 0.002 -0.02 

45 0.002 0.12 

HUNTER MINING LABORATORY, INC . 

. ~~a-L_ 
H. H. Scales . · 

ppm = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 



HUN'l.t:H MINING LABOltA'I'Ol{Y, INC. 
994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: (702) 358-6227 

REPORT OF ANALYSIS 

11.Jmitted l.iy : Date : May 21, 1981 

BARETTA MINING, INC. Laboratory Number : 9631 
Mr. Jim Haight 
P. 0. Box 338 
O'Brien, Oregon 97534 Analytical Method : AA 

Fire 

Your Order Number : 

eport on : 19 samples. T.➔ 8-13(406'-soo') 

Copper Zinc Cobalt Gold Silver 
;ample Mark: percent percent ppm oz/ton oz/ton 

3407 (40 s '-L! 10') 0.58 0.32 355 . 0 .120 -0.02 

08 0. 77 0.34 350 0.104 -0.02 

09 0 .95 0.44 450 0.094 -0.02 

10 1.55 0.47 475 0.126 -0.02 

11 0.47 0.34 355 0.098 -0.02 

12 0.42 1.05 460 0.228 -0.02 

13 0.36 0.25 370 0.188 -0.02 

14 1.05 0.19 255 0.174 0.11 

15 !_/ 0.22 0.086 155 0.054 -0.02 

16 (. 0.33 0.053 150 0.068 -0.02 ._, 

17 0.10 0.074 40 0.008 0 .15 

18 0.49 0.43 50 0.046 0.13 

19 0.68 1.10 115 0.074 0.13 

20 0.75 0.41 110 0.122 0.12 

21 ·. 1.10 0.14 85 0.124 0 .12 

22 ·0. 95 0.20 55 0.054 0 .15 

23 0.53 0.097 50 0.050 0.11 

24 0.032 0.071 155 0.044 0.22 

3425 ( 4q5'-soo ') 0.31 0.069 360 0.068 -0.02 .., 

HUc!iJ/;J:1,RY, INC. 

H. H. Scales 
ppm = parts per million . oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand 



HUN'l.t:R MINING LABORATOUY, INC. 
994 GLENDALE AVENUE • SPARKS.NEVADA89431 • TELEPHONE:1702) 358-6227 

REPORT OF ANALYSIS 

1umitted by : Date : May 20, 1981 

9850✓ 
BARETTA MINING, INC. Laboratory Number : 

Mr. Jim Haight 
P. 0. Box 338 AA 
O'Brien, Oregon 97534 Analytical Method : 

Fire 

7;11.,_J., _ 17 ( ID C, O I - I:) S '1
1
) Your Order Number : 

7 A 6 - II ( ~o , - , Go , ) s l'.<r:: .~ . '-\ \ 2'-\ \2_ I 
!port on : 40 samples. _ - ( 1 :;i r -) f,)e,- /:;, ..JC - .;.J 

Copper Zinc Cobalt Gold Silver 
1mple Mark: 1,-J c3 -·/? percent percent ppm oz/ton oz/ton 

1001 { 10'-1<1 '-1 1) 1c') 0.008 0.034 50 -0.002 0.08 

02 0.009 0.030 50 -0.002 0 .18 

03 0.008 0.11 40 0,002 0,12 

04 0.008 0.15 35 -0.002 0.28 

05 0.008 0.18 40 -0.002 0.16 

06 0.014 0.089 45 -0.002 -0.02 
-

07 0.020 0.22 115 0.004 0.12 

08 0.007 0.21 220 0.004 0.06 

09 0.012 0.31 230 0.008 -0.02 

10 _, I 0.025 1.25 280 0.018 0.12 

11 
.) 

0.076 · 0.042 180 0.018 -0.02 

12 0.005 0.027 125 0.006 -0.02 

13 0.027 0.11 65 0.012 0.09 

14 0.005 0.15 65 0.028 0.28 

15- " 0.030 0.38 215 0.008 -0.02 

16 · . 0 .006 0 .. 031 140 0.014 0.01 

17 -0.029 0.033 345 0.012 0.03 

18 0.023 0.044 310 0.008 -0.02 

19 0.020 0.026 345 0.006 -0.02 

20 0.030 0.027 · 385 0.016 -0.02 

3021(1:1 ) 1,!1,:,.-:,) 0.022 0.044 420 0.006 0.07 

.. continued to page 2 

pm = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand 
.,. -- ,.._ __ - ft 4 nno --- ,. --- - n """n•a, - n nnr,,..._,:,..., __ ,., __ ◄ no, _ nn -- .. ............ , , __ 



,,........__ 

ARETTA MINING COMPANY Page 2 Laboratory No. : 9850 

Copper Zinc Cobalt Gold Silver 
amele Mark: eercent eercent eem oz/ton oz/ton 

1 ,-ll~ !,1 
1022 (11 tf~'- UXJ ') 0.025 0.13 170 -0.002 0.12 

23 

I 
0.010 0.12 60 -0.002 0.14 

24 0.11 0.083 150 0.004 0.08 

25 0.013 0.099 85 0.002 0.02 
, 

26 0.054 0.11 185 0.008 0.21 

27 ~ 0.007 0.079 160 0.004 0.14 

28 0.006 0.041 11~ 0.002 0.22 

29 0.052 0.11 60 0.008 0.09 

30 0.17 0.14 125 0.020 0.04 

31 0.069 0.075 85 0.004 0.02 

32 0.066 0.032 55 0.006 0.09 
3033 (, ... !,:"~I • . :,/// 0.061 0.038 75 0.008 0.01 
-; t h ~ ll 
3076 (:;o' _ :n-; 1 J 0.002 0.008 35 0.008 -0.02 

' 
77 I . 0.003 0.008 30 -0.002 -0.02 

78 0.010 0.009 40 -0.002 0.02 
s ' 

7_9 

I 0.007 0.010 35 -0.002 -0.02 

80 0.007 0.008 35 0.002 0.12 
( _, • rr. ·•, 1 ' 

0.008 0.008 35 0.002 0.06 I \)•\ 81 I '-/ :., - ' -.> ·' ) 
T r: , ... ~- 12 t• r 

-0.002 
1 · t l 

3082 ( ,y. ·, r-') 0.011 0.008 40 0.16 } \. \f ·, :'I\ 0 ., \ , . - ' -- ·-· - ., / ) \.Lt ,, \ / ·- l \ r\' . , 

, {) 
~ ( I , 

l"-' '/ 

~~:;£TORY, INC. 

H. H. Seales 

cc: Mr. Alston 
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HUNTt.:R MINING LABOHATOHY, INC. r1 

994 GLENDALE AVENUE • SPARKS. NEVADA89431 • TELEPHONE: (702) 358-6227 

REPORT OF ANALYSIS 

m ittcd by : Date : May 18, 1981 

BARETTA MINING, -INC. Laboratory Number : 9622 
Mr. Jim Haight 
P. 0. Box 338 
O'Brien, Oregon 97534 Analytical Method : AA 

Fire 

... ; 
Your Order Number : ' .. 

· . •. ! 

TA13 I C'f ( 7'/ '5 1
- ct1'5 

1
) >0rt on : -46 samples. 

Copper Zinc Cobalt Gold Silver 
nple Mark : percent percent ppm oz/ton oz/ton 

~6 7 b4!J '~ '15c/) 0.003 0.054 140 0.006 -0.02 

68 0.005 0.071 120 0.008 -0.02 

69 0.067 0.031 285 0.072 -0.02 

70 0.043 0.035 220 0.062 -0.02 

71 0.066 0.036 140 0.028 -0.02 

72· 0.80 0.044 210 0.084 -0.02 

73 0.84 0.058 295 0.076 -0.02 

74 0.58 0.060 345 0.108 -0.02 

75 0.25 0.030 220 0.040 -0.02 

76 0.38 0.045 320 0.066 -0.02 

77 0.44 0.041 280 0.058 -0.02 

78 0.49 0.037 270 0.066 -0.02 

·79 0.82 0.037 295 0.076 -0.02 

. 80 0.64 0.033 200 0.046 -0.02 

81 0.65 0.066 250 · 0.054 -0.02 

82 0~56 0.055 255 0.050 0,05 

83 0.57 0.053 175 0.050 -0.02 

84 0.32 0.042 180 0.046 -0.02 

85 0.26 0.040 200 0.028 -0.02 

86 0.33 0.047 195 0.026 -0.02 

1487(0 'J.s'- '350) 0.60 0.043 205 0.040 -0.02 

continued to page 2 
:>m = parts per million . oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred fineness = parts per thousand . 



ARETTA MINING, INC. Page 2 Laboratory No. : 9622 

Copper Zinc Cobalt Gold Silver 
am~le Mark: percent percent ppm oz/ton oz/ton 

488 (gso1
- ~55) 0.88 0.084 195 0.081 -0.02 

89 0.38 0.042 170 ·0.028 -0.02 

90 0.46 0.076 265 0.042 -0.02 

91 0.31 0.051 175 0.028 -0.02 

92 0.43 0.18 250 0.056 -0.02 

93 0.24 0.49 195 0.036 -0.02 

94 0.47 0.21 150 0.054 -0.02 

95 1. 70 0. 72 170 0.132 -0.02 

96 0.99 0.26 110 0.086 -0.02 

97 0.98 0.29 95 0.028 -0.02 
98 0.90 0.098 90 0.138 -0.02 

99 0.43 0.041 110 0.052 -0.02 

1500 0.21 0.065 125 0.044 -0.02 

01 0.11 0.045 85 0.012 -0.02 

02 I 0.59 0.052 150 0.058 0.18 

03 0.42 0.045 170 0.060 -0.02 

04 0.070 0.052 145 0.058 0.12 
og 0.042 0.048 .120 0.058 -0.02 
06 0.032 0.040 110 0.062 -0.02 
07 0.13 0.36 140 0.132 -0.02 

08 0.23 0.58 145 0.044 -0.02 
09 0.20 0.081 95 0.030 -0.02 

10 0.21 0.43 110 0.040 -0.02 

11 0.049 0.20 75 0.004 -0.02 
3512 (970'- '175) 0. 16 0.18 80 0.032 -0.02 

.. ' . 
HUNTER MINING LABORATORY, INC. 

~ rY) Ck <-Mo 
H. H. Seal es 

cc: Mr. Alston 



HUN1'ER MINING LABORATOtlY, INC. 
l1AY 11 198\ 

994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: (7021 358-6227 

REPORT OF ANALYSIS 

,ubmitted by : 

BARETIA MINING INC. 
P. 0. Box 338 
33095 Redwwod Highway 
O'Brien, Oregon 97534 

1til!.-1') -/1\d /'4 
leporton: Lf~ul- _555 1

-(J. I 34fJ- SL!!;[:f.2 

555 1 - 7'-15' -lA1[ .3 

Copper 
iample Mark: Ji:\1.!> 11 percent 

2101 1..130 ' - Lf JS--( mo If ,9..:.91~. 
02 ( 0.017 J 

•..._-- ---~ 
03 0.018 

04 

05 

66 
07 

08 

09 

10 

11 s'i ,JLt i:rJ 
12 

13 

14 
' 

-15 ·. 
16 

17 

18 

19 

2720 5 :/.,; · 53 0 

0.042 

0.023 

0.045 

0.042 

0.12 

0.038 

0.10 

0.074 

0.068 

0.045 

0.051 

0.068 

b.079 

0.12 

0.063 

0.12 

0. 11 

Zinc 
percent 

0. 12 

0.090 

0.067 

0.084 

0.094. 

0.075 

0.065 

0.076 

0.028 

0.024 

0.028 

0-;020 

0.059 

0. 13 

0.025 

0.054 

0.048 

0.045 

o. 14 

0 

Cobalt 
ppm 

120 

65 

125 

230 

300 

335 

350 

760 

730 

0.15% 

0.15% 

0. 16% 

0.12% 

0. 11% 

0.14% " 

950 

910 

0. 11% 

950 

1000 

Date : May 7, 1981 

Laboratory Number : 9617 

Analytical Method : Fire A . T. 
AA 

Your Order Number : 

Gold 
oz/ton 

0.002 

0.001 

0.001 

0.004 

0.002 

0.004 

0.005 

0.008 

0.005 

0.025 

0.022 

0.013 

0.028 

0.021 

0.018 

0.011 

0.020 

0.012 

0.024 

0.032 

Silver 
oz/ton 

o.14 

-0.01 

-0.01 

-0.01 

-0.01 

-0.01 

0.03 

-0.01 

-0.01 

-0.01 

-0.01 

-0.01 

-0.01 

-0.01 

-0.01 

-0.01 

-0.01 

-0.01 

-0.01 

-0.01 

continued to page 2 
ppm = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand 



~ETTA MINING INC. Page 2 Laboratory No.: 9617 

·' 

Copper Zinc Cobalt Gold Silver 
nple Mark: percent percent ppm oz/ton oz/ton 

21 5 30 -535 0. 14 0.12 980 0.027 -0.01 

22 I 0.20 0. 11 900 0.031 -0.01 
• I 

23 . ., 
:.) ; \,I t I 

••·I• 0.32 0.076 790 0.023 -0.01 

24 I 0.33 0.046 800 0.045 -0.01 

25 ~'50 - 5 SS 0.36 0.051 850 0.052 -0.01 
10 .Jt/O - .. ? !1'J' (1ne10 o.15 0.69 0. 11% 0.035 -0.01 
11 I 0.057 1 . 41 760 0.040 -0,01 
12 . 0.047 1.28 680 0.025 -0.01 

' ! 
0.051 0.82 820 0.025 -0.01 13 

14 0.048 1 .37 0. 12% 0.034 -0.01 

15 0.059 0.21 0.15% 0.030 -0.01 
16 0. 14 1.07 770 0.054 -0.01 

17 0.092 0.46 660 0.036 -0.01 
18 0. 14 0.25 810 0.055 -0.01 
19 0.067 o.~8 870 0.051 -0.01 
20. '. 0. 11 0.074 800 0.064 -0.01 _, ,v~1., 
21 .j 

1 
,rrr 0. 13 0.086 700 0.092 -0.01 

22 0.096 0.060 410 0.087 -0.01 
23 0.056 0.044 370 ~~ -0.01 
24 0.046 0.30 320 0.420 -0.01 
25 0.058 0.97 430 0.026 -0.01 
26 0. 16 0.45 300 0.051 -0.01 
27 0.042 0.24 230 0.075 -0.01 
28 · 0.049 0.10 o. 14% 0.037 -0.01 
29 · '• 0.015 .0.57 0.13% 0. 100 -0.01 
30 

. . . ; . 
. 0.029 0.20 0.18% 0.038 -0.01 

31 0.031 0.54 0.18% 0.037 0.20 
32 0. 12 1.86 0.17% 0.039 -0.01 
33 0.063 0.56 940 0.-025 0.21 

634 -- 0. 11 l/{r() · L/(t ~ 0.55 0.17% 0.023 -0.01 

continued to page 3 



RE'ITA MINING INC. Page 3 Laboratory No.: 9617 

Copper Zinc Cobalt Gold Silver 
m2le Mark: 2ercent percent 22m oz/ton oz/ton 

,35 /../v5 - l/70 0.067 0.024 0. 12% 0.029 -0.01 

36 0.059 0. 18 1000 0.025 -0.01 

37 0.066 0.76 0 .11% 0.018 -0.01 

38 · 0.015 0.079 490 0.033 -0.01 . 
39 0.081 0.26 340 0.071 -0.01 
40: 1-1. :1. 0.020 0. 16 570 0.021 -0.01 

41 
·tj 

0.020 0.53 510 0.025 -0.01 

42 0. 11 0.093 500 0.060 0.02 - I [nl 
~ P" 

0!81 43 0.20 300 0.087 -0.01 

44 0.093 0. 10 345 0.054 -0.01 

45 0. 13 0.20 490 0.044 -0.01 

46 0.034 0.034 295 0.035 0.04 

47 0. 12 0. 11 270 0.075 -0.01 

48 0.096 0.048 390 0.042 -0.01 

49 0.076 0 .03_1 190 0.010 -0.01 

650. 5l/() - )1/) 0.46 0.074 250 0.038 0.07 

451 55'![-51,0 Tflfb/{,j 0 .19 0.034 820 0.067 -0.01 

52 0.012 0.020 680 0.020 -0.01 

53 0.095 0.085 810 0.064 -0.01 

54 0.081 0.060 480 0.046 -0.01 

55 0.13 0.090 650 0.037 -0.01 

56 0 .12 0.079 650 0.066 -0.01 ·, 
57 0.057 0.17 490 , 0 .047 -0.01 

58 0.22 0.13 620 0.056 -0.01 
59, .•· j 0.33 0.047 680 0.041 -0.01 
60 · I 0.31 0.042 880 0.044 -0.01 

61 0. 15 o. 14 460 0.030 -0.01 

62 ·v 0.016 0.016 95 0.006 0.01 

~463 (t-15-lrJ.0 0.009 0.009 35 -0.001 -0.01 

continued to page 4 

:illNTER MINING LABORATORY, INC. 
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ETTA MINING INC. Page 4 Laboratory No.: 9617 

·' 

Copper Zinc Cobalt Gold Silver 
ple Mark: percent percent ppm oz/ton oz/ton 

4 '/J tJ 1
- 7.3.,5 1 0.004 0.034 40· -0.001 0.03 

5 
I I 0.003 0.12 40 -0.001 0.14 5 
I 

6 7L/6 - 7i1:( 0.13 0.086 115 0.031 -0.01 . 

~1.1:41~~ ~RATORY, INC. 

{_fJJrCJcL 
H. H. Scales 

Mr. Aslton-Canada 



HUNTER MINING LABORATORY, INC. 
994 GLENDALE AVENUE • SPARKS, NEVADA 89431 • TELEPHONE:(702) 358-6227 

REPORT OF ANALYSIS 

itted by: 

BARE'ITA MINING INC. 
P. 0. Box 338 
33095 Redwood Highwat 
O'Brien, Oregon 97534 · 

rt on: 51 samples 

► le Mark: 
y}\s-10 

6 /ool•~ -1010 

7 /0/0 - 10 1 S-

'.8 I t>t$" - lolO 

!9 
10 

~1 

~2 

33 
34 

35 
36 

37 
38 
39 
40 · -. :·. :·. 

41 

42 
43 

44 
TAO - Ii -;76 100 -18!> 

i77 l8s-t'IO 

Gold 
oz/ton 

-0.001 

0.003 

-0.001 

0.014 

0.085 

0.040 

0.031 

0.055 
0.085 

0.012 

0.047 

0.039 

0.032 

0.013 

0 .. 004 
· 0.004 

- 0.004 

0.001 

0.005 
0.001 

0.001 

Silver 
oz/ton 

-0.01 

0.27 

0. 17 

0. 15 

-0.01 

-0.01 

-0.01 

-0.01 
0.01 

-0.01 

0.06. 

-0.01 

-0.01 

0.03 

-0.01 
-0.01 

~0.01 

0.04 

0.01 
-0.01 

-0.01 

Copper 
percent 

I 

0.005 
0.007 

0.010 

0.077 

0.3:, 
0.22 

0.15 

0. 14 

O. 19 
0.042 

0. 14 

o. 16 

O. 15 
0.046 

0.055 
0.004 

0.020 

0.046 

a ,12 

0.013 

0.009 

Date : May 1, 1981 

Laboratory Number : 

Analytical Method : 

Your Order Number: 

Zinc 
percent 

0.006 
0.010 

0.008 

0 .18 

0.063 

0. 15 

0.21 
0.097 
0.11 

0.043 

0.055 

0.072 

0.078 
0,092 

0.084 

0.056 

0. 12 

0.060 

Q D43 
0.027 

0.024 

Cobalt 
ppm 

25 

55 

30 

265 

0.12% 

0.35% 

0.17% 

740 

550 
360 

0.12% 

110 
860 

60 
410 

645 

175 

55 

65 
40 

35 

continued to page 2 

9615 

Fire A.T. 

,.. = oart11 OQr million. ovton = t,ov ourn.e!i per t9n ~• 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

.I 



:TTA MINING INC. Page 2 Laboratory No.: 9615 

Gold Silver Copper Zinc Cobalt 
,le Mark: oz/tori oz/ton percent percent ppm 

/IU, - ,qq.a 0.002 0.06 0.015 0.036 120 
I ,'f.8 -2.00 o. 102 -0.01 0.44 3.8 690 
:JOO - l,,O !,- 0.136 -0.01 0.67 4.3 720 
J.0>- 2D7 0.086 0.76 0.20 0.63 730 
20-,-.2-11 0.009 0.02 0.067 0.45 20 
2.. ·11 - 2.1> 0.097 0.61 0.76 4.6 290 
2..1.S-llo 0.058 -0.01 o. 12 0.48 650 
:2.20 - 2ll 0.250 -0.01 3. 1 0.40 730 
222. - 221 0.003 0.04 0.019 0.82 65 
:J1,., - 2 3D 0.009 -{) -,01 0,076 1.60 o. ·11% 

:J. )Cl - .1.3'> 0.009 -0.01 o. 19 0.20 920 
2 3~ _ 2110 0.015 -0.01 o. 18 0.056 0. 11% 
1~0 -2~C> 0.012 -0.01 0 .14 0.061 0. 11% 

0.020 -0.01 0.14 0.12 0. 11% 

0.018 -0.01 0. 12 0.10 0.12% 

0.012 -0.01 0.082 0 .15 1000 

0.022 -0.01 0.090 1.06 780 
- 0.017 -0.01 0. 11 0.71 970 ) 

6' ;..;,._"""''' 0.019 -0.01 O .13 1.29 710 

0.029 -0.01 0.17 1.90 0.13% 

3 0.023 -0.01 0 .12 4.8 850 

0.024 -0.01 O. 13 5.9 0. 11 % 

0.028 -0.01 0. 18 3.60 0. 14% 

0.031 -0.01 O. 18 1.80 0. 11 % 
> 0.096 -0.01 0.25 2.3 990 -
3 0.082 -0.01 0.38 4.2 940 

0.075 -0.01 0.22 1.20 1000 

) 0.038 -0.01 1.65 0.87 1000 
- -0.001 0.01 0.40 0.46 830 ) 

7 0.050 -0.01 0. 10 0.51 0.12% 

3 0.027 -0.01 0.040 0.49 840 

) '3'3S- 3L/O 0.053 -0.01 0.094 0.37 0. 11 % ,, 

HUNrE.R MIN?t:tr, INC. :. m C . 

Mr. Al ~t.nn-Canada H. H. Scales 



HUN1.tR MINING'LABORATOhV, INC. MAY 4 19dl 
994 GLENDALE AVENUE • SPARKS.NEVADA8943t • TELEPHONE:(7021 358·6227 

I 

REPORT OF ANALYSIS 

' 
mitted by: 

',, 
Date: April 30, 1981 J 

BARETTA MINING INC. Laboratory Number: 9613 
P. 0. Box 338 
33095 Redwood Highway 
O'brien, Oregom 97534 Analytical Method: Fire 

Fire A.T. 
AA 

Your Order Number: 

1ort on: 51 samples 1/Hl> I i(37~':-L/Of;') i,t-8 15"(220-:1.4~) 
,1t1:> t>"l 700 - qo°) 

Gold Silver Copper Zinc Cobalt 
nple Mark: oz/ton oz/ton ppm ppm ppm 

TAe-13 
01 :.75"- ~oo -0.002 0.24 170 0.25% 25 
02 "} -::, (.J - ~ d -; -0.002 0. 14 80 0.21% 25 
03 3~ :-: :,4 D -0.002 0.08 85 0.20% 25 
04 :,4() ':" 3 ~, -; 

-0.002 0.02 130 0.23% 25 
05 ,~ {., ,: - l /()<,J -0.002 0.06 125 0.24% 30 
-06 - L-I D (.) - L I () .:: 0.076 -0.02 0.33% 0.29% 165 
144 ). 2 (.) • ;i ) ·'. TAe. ·~0.001 -0.01 7'5 55 30 
45 2.:i;;-)3v 0.001 0. 12 90 245 35 
46 .i ( . ·' . .) ~:.: -0.001 0.26 80 70 30 
47 J ', 

- J • , , ) 0.003 0.04 135 80 30 
148 ) 'f V - 2 ' I ', -0.001 -0.01 85 65 35 
'93 ·1 ,, u • - . TI-if; . I - 0 . 002 O. 11 . 505 485 45 , (. ... 

94 0.002 0 .16 0.12% 355 75 
95 0.002 0.06 675 450 90 
96 -0.002 0 ~ 06 ... .. , . , _ . ~50 . 375 35 

s.:, ""' - I 1 •' ,lo f' ' J t •·t ,. 

97 -0.002 -o;,o ' <·· • ·• 460 · .,. ·· 960 30 
98 -0.002 -0.02 130 455 30 
99 -0.002 -0.02 130 150 30 

300 -0.002 -0.02 95 140 35 
~01 7'-1 () - 7 Lf ,; -0.002 o. 18 100 60 25 

· continued to page 2 

,m = parts per million. 02/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 



'. I 

I : 

' 
BARETTA MINING INC. : ' P~e 2 Laboratory No. : 9613 

Gold Silver Copper Zinc Cobalt 
Sample Mark: oz/ton oz/ton ppm ppm ppm 

TA 1'!--1~ 
3802 ,,,s .- 7-;- 0 -0.002 O. 16 110 75 25 

03 51 .r.,,, .... ..,c. I.> -0. 002 0. 10 120 80 30 

04 -0.002 -0.02 105 60 30 

05 -0.002 -0.02 80 45 25 

06 0.002 -0.02 75 135 30 

07 -0.002 0.16 60 60 30 

08 0.002 -0.02 95 430 25 

09 0.002 0.54 130 0.13% 25 

10 -0.002 0. 10 110 75 30 

11 -0.002 .0.32 85 70 30 

12 -0.002 0.02 10 60 30 

13 0.002 0.50 110 65 25 

14 i 
I 

0.002 0 .12 120 80 30 
' 65 60 25 15 ! -0.002 -0.02 

16 I -0.002 -0.02 180 130 30 . 
17 0.026 -0.02 0 .18% 265 120 

18 0.058 -0.02 0.21% 415 150 

19 0.078 -0.02 0.19% 265 180 

20 0.204 -0.02 
\ 

0.14% 370 440 

21 0.040 -0.02 50 0 .11% 280 

22 o·.042 -0.02 170 505 145 

23 0.054 -0 .. 02 315 790 130 

24. 0.058 -0.02 0. 11% 290 280 

25 l, 
0.030 -0.02 .835 305 145 

26 ... O .018 , -Q.02 · ( ., 750 . . 300 175 
' . o; 036 i~ ·ffo~o2'';.~~il;;?ti;;a.#J 1£:·:.';_ , sas ,27 · .. 200 · ' ·l .:·: ~:~ .. ~ · .. ~ .... r··~At-f ,.. · . -·~;;.'~ 

28 \ : ' O .018 -0 .02 .... , 655 . · . :_ 745 135 
i 

29 0.020 0.06 8? 625 115 

30 0.014 0.11 315 0. 11% 120 

31 0.016 -0.02 165 0.46% 150 

3832 8~~-qoo 0.022 -0.02 50 910 130 

HUNTER MINJ LABORATORY, INC. 

~ ~ 
.,· ' H. H. Scales 



,.....,.___ 

HUNTER MINING LABORATORY, INC. 
994 GLENDALE AVENUE • SPARKS.NEVADA89431 • TELEPHONE:(7021358-6227 

REPORT OF ANALYSIS 

' ' '"'---.. 
Jbmitted by: Date:- April 23, 1981 

BARETTA MINING INC. laboratory Number : 9610 
P. 0. Box 338 
33095 Redwood Highway . 
O'Brien, Oregon 97534 Analytical Method : Fire 

AA 

'!Iii.) l':7-( C - 70~ 
Your Order Number: 

eport on: 37 samples 

Copper Zinc Cobalt Gold Silver 
ample Mark: 7"Af> IS' ppm ppm ppm oz/ton oz/ton 

1426 J - 1' ..,." 130 635 160 -0.002 0.38 
, .. 

I .: - 60 625 · -0.002 0.02 27 - . ~~· 95 
28 - JI \ 30 185 40 0.002 1 0. 14 

29 ,.., , - .. 70 520 55 -0.002 0.34 . 

30 40 110 30 -0.002 0.02 

31 55 95 30 -0.002 0.22 

32 ., .· 45 60 30 -0.002 0.36 

33 -, , - 40 155 35 -0.002 O. 16 

. 34 
.. ,, 

85 65 35 -0.002 0.22 _-... ( 

35 155 75 35 0.002 0.06 
36 /· 210 75 35 -0.002 0.22 
37 

I,., ,-·- ; ::.. ~ 

80 65 35 -0.002 0.06 
38 :: £- J - .. · ,- 75 60 30 -0.002 0. 14 < -

39 .. .1 < · • .- . ?· •. 
85 60 30 1..' .·- -0.002 0.04 

40 · .. ..• .. ;:-:' . 
85 70 30 -0.002 0.14 

4 1 ' . - - :~ ,,_ ... 8o 70 30 -0·.002 0.04 
42 .. :, _ .. ' ·: - ·1 I .; _.,. '- _, 80 65 30 -0.002 0.08 

3443 "J, . , . ' 80 60 . 30 -0.001' -0.01 ' ' 

3776 705 460 160 0.020· 0.26 
3777 o. 15% 435 140 0. 116 -0.01 

continued to page 2 



ARETTA MINING INC. Page 2 Laboratory No .: 9610 

Copper Zinc Cobalt Gold Silver 
.ampl e fvtlrk : 

, ___ 

ppm ppm pem oz/ton oz/ton 

,778 0.61% 490 120 0. 114 -0.01 

79 0. 14% 650 140 0.024 0 .10 

80 630 0. 11% 240 0.068 0.02 

81 60 180 180 0.008 -0.02 
82 520 610 470 0.024 -0.02 

83 230 465 45 -0.002 -0.02 
' I 

84 - , r ·, • , 1 r ~. 100 95 35 -0.002 0.10 

85 535 775 45 0.002 0. 12 
86 215 565 40 0.002 0.06 

87 160 0.13% 50 0.002 0.08 
88 180 0.16% 50 0.002 0.06 

89 145 895 45 -0.002 0. 10 

90 410 700 60 -0.002 0.06 

91 550 705 65 0.010 O. 13 

3792 490 615 50 0.002 0.24 

~~ 
?40 40 95 -0.002 0.08 
180 40 75 -0.002 0.26 

HUNTER MINING LABORATORY, INC. 

=-r<l,tJ{ ~ 
H. H. Scales 

cc: Mr. Alston-Canada 



HUNTER MINING LABORATORY, INC. 
994 GLENDALE AVENUE • SPARKS, NEVADA 89431 • TELEPHONE: 17021 358·6227 

REPORT OF ANALYSIS 

', 

Jbmitted by : Date : April 22, 1981 

BARETTA MINING INC. Laboratory Number : 9607 
P. 0. Box 338 
Redwood Highway 
O'Brien, Oregon 97534 Analytical Method : Fire 

AA 

7i-r13, 1_,;( -'-13~;-.,,, Gti) 
Your Order Number: 

?port on : 26 samples 

TA4 /~ 
Copper Zinc Cobalt Gold Silver 

1mple Mark: percent percent ppm oz/ton oz/ton 

750 "'-I!· 1--/'f -,...J _ ) • • 0.47 0. 11 390 0.032 -0.02 

51 0.53 0.064 330 0.150 -0.02 

52 0.12 0.089 200 0.040 0.03 

53 0.59 0 •. 13 ,270 0.050 -0.02 

54 0.27 0.048 260 0.044 -0.02 

55 o. 17 0.043 310 0.034 -0.02 

56 0.048 0.66 1000 0.032 -0.02 

57 0.032 0.23 1000 0.032 -0.02 

58 0.066 0.22 920 0.050 -0.02 

59 0.092 O. 13 950 0.020 -0.02 

60 0.098 0.31 0. 13% 0.020 -0.02 

61 0.062 6.52 980 0.012 -0.02 

62 0.055 0.84 1000 0.014 -0.02 

63 , .. 0.080 0.40 0. 11% 0.028 -0.02 

64 0. 10 0.75 0.12~ 0.026 -0.02 
-

65 0. 11 0.85 0.11% O.Q18 -0.02 

66 O. 14 o. 15 0.12% 0.044 -0.02 

67 0.042 o. 18 0. 11% 0.036 -0.02 

68 0.008 0. 11 570 0.030 -0.02 

r69 0.054 0.0,25 680 0.080 -0.02 

continued to page 2 
•!1'! - carts cer million. ozllon - trm, ruin~"'A. ru,r tnn nf ~C\t\l\ ,_,_., .. .t. •. ...: ..... _ .... ~ - ---~ - -- L - , 



!ETTA MINING INC. Page 2 Laboratory No .: 9607 
·' 

', Copper Zinc Cobalt Gold Silver .......... 
1pl e Mark: percent percent .ppm oz/ton oz/ton 

'0 ~•) '..: ~ I 1 /'( 

0.045 0.024 590 0.058 -0.02 

' 1 0.085 0.023 300 0.028 0. 13 

r2 0.026 0.035 270 0.030 -0.02 

r3 0.069 0.024 300 0.040 0. 16 

r4 .\ 0.071 0.031 190 0.014 0.13 

{5 0.007 0.018 140 0.004 -0.02 

INC. 



IIUN1't.:R MINING LABORATOHY, INC. 
994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE:(702) 3~8-6227 

REPORT OF ANALYSIS 

1bmitted by : Date: April 6, 1981 

BARETI'A MINING INC. Laboratory Number : 9096 
P . 0. 11ox 338 
3j095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method : Fire A.T. 

./ff!!:, I?- (~f>() -3?5) 
Your Order Number : 

eport on : 25 samples 

Gold Silver Copper Zinc Cobalt 
ample Mark : oz/ton oz/ton percent percent ppm 

TAB-13 
3376 :;_sv - :i..:,- :,_-_ -0.001 0. 15 0.007 0.010 35 

77 -0.001 0 .19 0.007 0.009 40 

78 - 0.00 1 0.08 0.007 0.010 35 

79 -0. 001 0. 14 0.008 0.014 40 

80 -0.001 0. 14 0.007 0.009 30 
81 0.002 0. 13 0.008 0.016 40 
82 0.006 0.35 0.057 0.069 45 

83 0.015 0.51 0.084 1.4 820 
84 0.017 0.83 0. 12 4.7 730 
85 0.057 0.43 0.95 2.2 790 
86 0.080 0.24 O .81 6.6 540 
87 0.042 0.93 0.33 3. 1 660 

• I 

88 0.071 0.95 0.49 2.3 770 
8LJ 0.091 -0.01 1. 18 6.5 310 

90. O. 116 1. 14 1. 46 1. 1 630 
91 0.093 -0.01 2.8 2.3 910 
92 0.039 -0.01 O. 12 1. 4 290 

3393 3~S-- ""!,'-(0 0.032 0.21 0. 15 1.4 480 

continued to page 2 

ppm = parts per million. c:>z/to~ = tro~ ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred fineness = parts per thou~and 



\RETT/\ Ml NlNG lNC. Page 2 Labor atory No . : 00\Jb 

Gold Silver Copper Zinc Cobalt 
:1Inple Mar k : oz/ton oz/ton percent percent ppm 

194 -y-, 65 - 3 '-ts-
I 

0 . 015 -0.01 0. 16 2.3 360 

95 I 0.016 0.22 0.078 2.4 230 : 

CJG 0 .006 -0.01 0.071 10.4 80 

97 0. 012 -0.01 0.044 1. 4 300 

98 0. 002 -0.01 0.013 0.63 50 

9') 0 .001 0 .10 0.007 0.066 30 

liOO 370 ..... 375' 0. 00 1 0. 15 0.017 0.30 2S 

INC. 



HUNT~R MINING LABORATORY, tNC. 
994 GLENDALE .AVENUE • SPARKS. NEVADA89431 • TELEPHONE:1702) 358-6227 

REPORT OF ANALYSIS 

>mitted by: 
-~ 

Date: April 1981 
. ' 

BARETTA MINING INC. Laboratory Number: 9604 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method: Fire A.T. 

AA 
'• 

//113> 15'( .2.'-I ~-#i's) Your Order Number: 

port on: 49 samples 

Copper Zinc Cobalt Gold Silver 
mple Mark: i'\0 15 percent percent ppm oz/ton oz/ton 

ro1 I: I:.. .. ' .' 0.074 0.23 60 0.016 ·0.18 ,, 

02 
,, . 

.• - 0.37 0.40 115 0.075 0.46 

03 J ... . • 1. 14 1 .28 o. 12% 0.356 -0.01 

04 1 .58 10.0 160 0. 154 1.40 

05 0.009 0.2B 20 0.001 0.04 
06 r , 

• i 
1· 0.010 0.33 35 -0.001 -0.01 

07 .-. : . - 0.009 0.44 50 -0.001 0.05 
08 0.006 0.26 35 -0.001 0.01 

09 0.008 0.24 30 -0.001 -0.01 
10 0.012 1.75 40 -0.001 -0.01 
11 • I 0.090 0.32 760 0.036 -0.01 
12 0.20 0.092 850 0.014 -0.01 

13 0.070 3.0 0.11% 0.014 -0.01 
.14 o. 14 3.3 0.13% 0.019 -0.01 
15 0.10 4.3 0.13% 0.039 -0.01 
16 0.24 3. 1 0.13% 0.026 -0.01 
17 o. 12 1.26 0.13% 0.032 -0.01 
18 0.21 0.82 0 .14% 0.064 -0.01 
19 0.061 0. 18 0.23% 0.032 -0.01 

:120 0.060 0.59 0.16% 0.026 -0.01 

continued to page 2 

1pm = P~'1s ~r milliqn. ~!~ = !roy o~~ces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. - . - - - - . - - - - - - - - - - - . - . - - -· -- -- - -· - -- - - - -- --



mA MINING rnc. Page 2 Laboratory No. : 9·604 

' Copper Zinc Cobalt Gold Silver 
)le Mark·:-, percent percent ppm oz/ton oz/ton 

<:. 

1 :_; L/ D - _!, L./ ~:: 0.10 0.96 0.14% 0.042 -0.01 
::> 0.064 0.25 0.13% 0.020 -0.01 

3 0. 12 0.73 0.12% 0.082 -0.01 

4 0.026 0.45 :1000 0.022 -0.01 

J 0.030 o. 15 0.12% 0.022 -0.01 

5 0.084 o. 11 o. 11% 0.020 -0.01 

7. 0.23 0.13 0. 11% 0.034 -0 .01. 
B 0.22 0.098 0.14% 0.056 -0.01 

~ 0.26 0.33 0.12% 0.036 -0.01 
) 0.21 0.25 o. 14% 0.045 -0.01 
1 0.93 0.30 0.21% 0.045 -0.01 
2 0.68 o. 17 0.15% 0.065 -0.01 

3 0.22 0.057 0.14% 0.034 -0.01 
4 0. 19 0.084 0. 11% 0.032 -0.01 

5 0.42 0.051 1000 0.069 -0.01 
6 0.28 0.040 .. 960 0.058 -0.01 

7 0.30 0.033 820 0.085 -0.01 
8 0.88 0.055 760 0.200 -0.01 

9 1.04 0.24 810 0. 114 0.06 

0 0.89 0.43 720 0.078 -0.01 
1 0.93 0.17 850 0.112 -0.01 
2 0.74 : 0. 15 640 0.075 -0.01 

~ 0.37 o. 16 530 0.096 -0.01 
4 0.38 0.086 590 0.050 -0.01 
5 0.66 0.12 380 0.085 -0.01 
6 0.48 o. 10 400 0.039 -0.01 

7 0.45 0.065 370 0.069 -0.01 
B 0.48 o. 11 430 0.123 -0.01 

g LJ<to-1-1&5 0.37 0.085 370 0.048 o. 15 

~;g:e:INC .. 
H. H. Scales 

... _ ..,,_ - ·- ,.,_ _ ·- - _,, _ 



JAN l ~ \~tH 
JIUNTEil itU.NING LAilORA'I'OilY, INC. . 

994 GLENDALE AVENUE • SPARKS. NEVAOA89431 • TELEPHONC:17021358-6227 

:ted by: 

BARETTA MINING INC. 
Mr. Jim Haight 
P. 0. Box 338 
O'Brien, Oregon 

on: 5 samples. 

l Mark: 
Gold 

oz/ton 
-0.001 

-0.001 

-0.001 

-0.001 

-0.001 

REPORT OF ANA~ YSIS 

Silver Cobalt 
oz/ton 

-0.01 v 
0.17✓ 
0.13 ✓ 
✓ 

0.17 ✓ 
0.11 

Date: 

Laboratory Number: 9170 

Analytical Method: AA 
Fi re, A. T. 

Your Order Number: 

Copper Zinc 

-

HUNTER MINING LABORATORY, INC. 

ti. H. Scales 

I 

I , I 
r 

I 
I . 



AVi< 
HUNTER MINING LABORATORY, INC. 

994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE.:1702) 358-6227 

REPORT OF ANALYSIS 

ted by: Date: March 30, 1981 

BARETIA MINING INC. Laboratory Number: 9090 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon _97534 Analytical Method: Fire A. T. 

AA 

TtJ6 10 ( S'l5- ;ooc;) Your Order Number: 

25 samples on: 

Gold Silver Copper Zinc Cobalt 
i Mark: IA'B L CJ. oz/ton oz/ton _ppm ppm ppm 

875 -8 s·c 0. 113 0.10 1. 79% 0.40% 200 . l 

0.064 1.44 0.81% 1.15% 75 
0.009 -0.01 0.21% 0.49% 45 
0.007 0.05 300 0.17% 95 
0.018 -0.01 400 480 940 
0.012 -0.01 230 120 520 
0.015 -0.01 300 160 700 
0.028 -0.01 180 0.12% 180 
0.202 -0.01 340 160 315 
0.012 0.02 965 0.11% 70 .I 
0.016 -0.01 315 320 150 
0.014 0.26 415 365 95 
0.018 -0.01 935 580 80 
0.019 0.04 0.14% 720 105 
0.011 0.09 745 ; _- , 750 · 40 . :,1 

0.001 o. 15 185 0.17% 35 I 
0.003 0.29 ' 225 720 40 

j 

:J C/"o - 9r.,S' 0.004 0.25 185 865 40 

continued to page 2 
- _ .... _..,., - - • --- ~11 ; ..... ____ ,, __ - ••-- .. -••--,_. --• •-- N ~ -.A.a,...,._ •...,..J,At.~ ~ = ftArit ftAI h.aln.ArAti tlnanattit = n.artc nor thn,L<:Anrt 



- ... 

tEITA MINING INC. Page 2 Laboratory No.: 9090 

Gold Silver Copper Zinc Cobalt 
1ple Mark: oz/ton oz/ton ppm PP!11 ppm 

19 Cf res- - 970 0.003 0.20 230 0.35J 35 
~o 0.004 o. 19 230 0.19% ·40 

~1 0.001 0.09 145 0.211- 40 

~2 0.001 0.13 285 440 35 
~3 0.001 0.22 460 325 60 
~4 -0.001 0.15 105 55 30 
~5 Cf9€-/0<j(:) 0.001 0.22 105 55 30 

INC. 

:: Mr. ·· Alston-Canada 



-
HUNTER MINING LABORATORY, INC. 

MAR ~-J 1~rl l 

994 GLENDALE AVENUE • SPARKS, NEVADA89431 • TELEPHONE: (702) 358-6227 

REPORT OF ANALYSIS 

1mitted by: Date: March 20, 1981 

BARETTA MINING INC. laboratory Number: 9084 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method: Fire A.T. 

7 Hd 10 ( 13 -5" -~&o) Your Order Number: 

>Ort on: 25 samples I 

Gold Silver Copper Zinc Cobalt 
nple Mark: oz/ton oz/ton ppm ppm ppm 

76 (/,3.5- }I-J~ 0.001 0.01 225 70 25 

77 0.003 0. 11 70 55 25 

78 -0.001 0.08 40 55 30 

79 0.001 -0.01 75 55. 30 

Bo -0.001 0.01 50 - 60 30. 

81 -0.001 · 0.01 30 50 25 

82 -0.001 0.06 20 40 · 20 

83 -0.001 0.04 65 60 30 

84 -0.001 0.03 100 60 30 

85 -0.001 -0.01 275 110 35 
86 -0.001 0.09 105 55 25 

87 -0.001 0.05 115 . 65 30 
88 -0.001 0. 13 100 50 30 
89 , -0.001 0.13 95 50 30 
90 -0.001 0.04 120 35 30 

91 -0.001 0 .15 250 60 35 
I 

92 -0.001 0.03 80 75 30 I 

93 -0.001 0.01 105 65 30 I 
94 -0.001 0.50 100 65 30 

ij 95(c2 3 6 -- ~~s) -0.001 0.15 100 85 30 

continued to page 2 
f· 
I 

n = n::arie: n.or r'l'\illinn ft7/t,..... = trr.1.• n11ft,,...,..., -Ar •-"' _, ~ --••ft"- .,.-~.--~- -----• - -•••- --• ._,• •--""•-• •l------ - __ _. ___ _ .. a.._ l 



- -.. 

1f)B 10 

TTA MINING INC. Page 2 Laboratory No. : 9084 

·' 
, AB.I~ 

Gold Silver Copper Zinc Cobalt 
,le Mark: oz/ton oz/ton ppm ppm ppm 

' 
~.? 5 ► J.L/0 -0.001 0 .14 110 85 25 

-0.001 o. 12 85 210 25 
~ 0.003 O .13 405 615 35 
} 0.001 0.06 185 295 40 

) t1Sf>~ ~!PO) -0.001 0.04 95 170 25 

., 

HUNTER MINING ~TORY, INC. 

C-)1/rJL 
H. H. Scales 

: :. , Mr. ~ls ton-Canada 



,.,....,_ 

J',r 
HUNTEk MINING LABORATOR"\, INC. 

994 GLENDALE AVENUE 

itted by: 

BARE'ITA MINING INC. 
P.O. Box 338 

• 

33095 Redwood Highway 
O'Brien, Oregon 97534 

·ton: 17 samples 

Gold 
le Mark: oz/ton 

1Ao10 
so - :r-~- -0.001 

-0.001 

-0.001 

-0.001 

-0.001 

-0.001 

-0.001 
) -0.001 

r -0.001 

3 -0.001 

~ -0.001 
) -0.001 

-0.001 
) -0.001 

3 0.001 

4 ... 0.001 -5 J Jo-/3b -0.001 

Mr. Alston-Canada 

SPARKS, NEVADA89431 • TELEPHONE: (702) 358-6227 

REPORT OF ANALYSIS 

Date: March 17, 1981 

Laboratory Number: 9080 

Analytical Method: Fire A. T. 

Your Order Number: 

Silver Copper Zinc Cobalt 
oz/ton Qom QQID QQID 

0.05 60 120 40~ 

0.09 70 10 40 ..--

-0.01 50 90 40V-

-0.01 40 80 4oi.--

-0.01 25 50 4ov--

-0.01 100 55 40 v--
0.03 35 55 45V--

0.04 90 70 45v--

-0.01 65 40 45 ✓ 

0.01 50 45 35 i.---

-0.01 35 50 40 i.-

0.04 40 70 50~ 

0.07 50 70 50 v-

0.01 35 65 45V---

0 .10 40 60 50 v-

0.03 15 55 40 v-

0.08 60 50 40~ 

HUNTER MIN;g:RATORY, INC. 

911 . ~~ 
H. H. Scales 

= nArt1. nAr million 02/lon = trov ounces oer ton of 2000 oounda avoirdu0ol1, l,M)f'04'fll = parts per hundr~d. flneneu = parts per thousand. 



HUNT. t l\'11NING LABORATOl'" ..L -, •~ ◄ C. 
r1 AR 1 7 1%\ 

994 GLENDALE AVENUE • SPARKS. NEVADA89431 • TELEPHONE: 1702) 358-6227 

REPORT OF ANALYSIS 

itted by: Date: March 13, 1981 

BARETTA MINING INC. Laboratory Number: 9077 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method: Fire A.T. 

Your Order Number: 

rt on: 70 samples rA3 sC 
Gold Silver Copper Zinc Cobalt 

le Mark: oz/ton oz/ton ppm ppm ppm 
-,AG 8 

7 0.001 0.03 105 95 45 
8 0.002 0.05 425 415 225 

9 -0.001 -0.01 100 65 35 
0 -0.001 o. 16 50 60 30 

1 -0.001 -0.01 60 55 30 
2 -0.001 .:..o .01 110 65 35 

3 -0.001 -0.01 135 60 35 
4 -0.001 -0.01 180 75 35 

5 -0.001 -0.01 70 70 35 
6 -0.001 0.09 110 65 35 

7 -0.001 -0.01 90 60 35 
8 0.001 0.05 90 60 35 

9 -0.001 o. 12 90 140 35 
0 0.001 0.08 80 85 35 
1 .-0.001 -0.01 210 420 35 
2 0.001 -0.01 85 295 35 

3 0.001 0.39 240 345 30 
4 -0.001 0.21 45 120 40 

5 -0.001 0. 12 75 175 30 
,6 -.0.001 0.07 140 470 35 

continued to page 2 
= parts per million. OZ/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

= 0.001 ppm. Read - as "less than:· 1 oz/ton = 34.2E}6 ppm. 1 ppm = 0.0001% = 0.029167 oz/ton . 1.0% = 20 pounds/ton. 



IBTTA MINING INC. Page 2 Laboratory No. : 9077 

·' 
Gold Silver Copper Zinc Cobalt Nickel 

nple Mark: oz/ton oz/ton ppm ppm ppm ppm 
TAC3 6 

37 0.001 0.03 · 190 150 35 
38 -0.001 0.02 85 115 40 

-
39 -0.001 0.05 20 25 55 
)0 -0.001 0.01 20 40 130 

11 -0.001 -0.01 5 35 145 

12 -0.001 0.70 10 30 125 
}3 0.002 0.08 100 50 165 
14 0.001 0.06 5 35 130 
~6 ,tt:G I?- 0.001 0.12 215 155 35 50 
~7 -0.001 0.08 300 105 30 40 
~8 -0.001 0.06 25 105 35 Bo 
~9 -0.001 0 .10 90 75 30 60 

~o 0.001 0 .12 395 115 50 60 

n -0.001 0. 16 150 130 40 55 
~2 1) .001 0. 11 105 260 40 85 

33 -0.001 o. 12 45 80 35 120 

34 -0.001 0.04 75 Bo 35 115 

15 -0.001 0.09 85 75 30 80 
;6 0.002 0.09 60 65 35 85 

~7 0.006 0. 13 45 70 35 Bo 
;8 -0.001 O .19 100 90 40 85 

i9 0.001 0.10 35 75 40 65 
·O 0.001 0. 10 185 105 40 50 
,1 -0.001 0.07 735 105 75 50 
2 -0.001 0.08 180 75 35 45 

-3 0.001 0. 11 0.67% 95 65 45 
4 -0.001 0.08 110 75 35 60 

5 0.001 0.04 830 Bo 50 35 
6 0.001 0.09 65 60 30 40 

7 0.001 0.22 100 60 30 35 

continued to page 3 

"l"'C'D UTlTTlTf' T I\DnOll'TV\nV T .. ,,.. 



~ITA MINING INC. Page 3 Laboratory No.: 9077 

·' 
Gold Silver Copper Zinc Cobalt Nickel 

ple Mark: oz/ton oz/ton ppm ppm ppm ppm 
-r~\O,;;... 

B -0.001 0.03 220 75 35 50 

9 -0.001 -0.01 100 75 30 35 
0 -0.001 o·.05 280 80 30 30 

1 -0.001 -0.01 210 295 35 40 

2 -0.001 -0.01 235 105 30 50 

3 -0.001 0.06 160 110 30 40 

4 -0.001 0.04 160 110 30 40 
,5 -0.001 -0.01 120 90 30 45 
,6 -0.001 0.09 245 85 35 60 
;7 0.001 0. 10 110 85 35 40 
;8 -0.001 -0.01 55 90 40 35 
;9 -0.001 0 .12 40 85 45 30 
io 0.001 0. 10 220 25 225 705 

>1 0.005 0.07 0.23% 40 375 675 

>2 0.001 0.05 20 25 30 95 

>3 0.001 -0.01 25 25 35 95 
,4 0.002 0.08 25 30 30 ·100 

>5 0.001 0. 11 100 75 · 90 355 
,6 -, 1't-G, ::i. -0.001 0.03 5 25 30 160 

r1 '5 p~ C. I,-.. l_ -0.001 -0.01 520 10 o. 19% 10 

HUNTER MINING LABORATORY, INC. 

9<Jlr:fuL 
H. H. Scales 

·· Mr. Alston-Canada 



-
HUNTttl MINING · 'B()l{ATORY,JNC. 

994 GLENDALE AVENUE 

ted by : 

BARETTA MINING INC. 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 

rt on: 6 samples 

Gold 
pie Mark : oz/ton 

01 ?¥!?- f}qo 0.001 

02 0.001 

03 -0.001 

04 -0.001 

05 91t -q1s 
,, 0.001 

606 0.001 

cc: Mr. A lston-C.anada 

• SPARKS. NE\ 89431 • . · TELEPHONE:1702) 358-6Z27 
• ' I 

REPORT OF \L YSIS . 

Date : March 9, 1981 

Laboratory Number : 9068 

Analytical Method: Fire A. T. 
AA 

Your Order Number: 

Silver Copper Zinc Cobalt 
oz/ton ppm ppm ppm 

-0.01 65 35 35 

0.05 215 75 30 

0.03 100 70 30 

-0.01 235 80 30 

0.05 80 105 30 

-0.01 120 95 35 

INC. 

• 0 0 ' 2000 nds avoirdupois. percent parts per hundred. fineness parts per thousanc 
• l"\GI l\f\ -"' • ""' "'- ,.,..,_ 

----------- --



HUNTtft MINING .LABORATO:ki, .INC. 
994 GLENDALE AVENUE • SPARKS. NEVAD"' 89_43t ' _. • . .' · .', · TELEP~ONE:(7021358-6,227 

nitted by: 

ort on: 

1ple Mark: 

BARE'ITA MINING INC. 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 

Gold 
oz/ton 

47 f.p 5l:! -/j; 5.5" -0.001 

48 -0.001 

49 -0.001 

50 -0.001 

51 -0.001 

52 -0.001 

53 -0.001 

54 -0.001 

55 -0.001 

56 0.001 

57 0.001 

58 0.001 

59 0.001 

60 0.001 

61 0.001 

62 . 0 .001 

63 0.001 

164 (0?5- ! DlD 0.001 

REPORT OF .. ANALYSIS 

Date: March 9, 1981 

Laboratory Number: 9064 

Analytical Method : Fire A. T. 
AA 

Your Order Number: 

Silver Copper Zinc . Cobalt 
oz/ton ppm ppm ppm 

-0.01 130 130 25 
• 4 

-0.01 205 175 40 
-0.01 55 170 35 
-0.01 65 710 40 
-0.01 15 40 100 
0.05 10 50 110 
0.06 10 45 100 

-0.01 10 35 105 
0.03 30, 20 50 

-0.01 10 35 105 
-0.01 10 35 105 
-0.01 10 35 105 
-0.01 10 35 105 
-0.01 10. . ,5.0 -. 105 

· · 0.05 · ' ·~, ' -·: . . ·, ;. '40 .· , .. ... 
,.· "· -1Q :;•,. ,,,. · · · ;, · ' l. · 105 . , ..... ·· ·•. '-· :,o)l_.::-k<, :3;-r:·(·- :: ·,05 -0.01 

. ·, 

0.03 5 . 50 105 
-0.01 10 45 105 

continued .to page 2 

n = parts per million . oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 



- --· 
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~RETTA MINING INC. Page 2 Laboratory No.: 9064 

·' 
~ "") 9 . 1-5 

Gold Silver Copper Zinc Cobalt 
3.rnple Mark: oz/ton oz/ton ppm ppm ppm 

165 /(CO-IJO~ 0.001 -0.01 10 90 105 
66 0.001 0.04 10 45 105 
67 0.001 -0.01 5 30 105 

168 I I 75-//<:;{u -0.001 -0.01 5 40 . 105 

HUNTER MINING LABORATORY, INC. 

~~TI~(Jl_ 
H. H. Scales 

:c: Mr. Alston-Canada 



-
HUN'"1.~R MINING LABORATO.u)', 1NC. MAR O o ·19HI 

994 GLENDALE AVENUE • SPARKS.NEVADAB9431 it ' TELEPHONE:(702) 358·6227 

REPORT OF ANALYSIS 

bmitted by : Date: March 3, 1981 

BARETTA MINING INC. Laboratory Number : 9070 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method : Fire A.T. 

AA 

Your Order Number: 

port on : 19 samples lf}i:J /~ { 910--/<Jli) 

Gold Silver Copper Zinc Cobalt Nickel 
mple Mark : oz/ton oz/ton ppm ppm ppm ppm 

607 (11.£i -9:)0 -0. 001 · 0.05 . 95 100 30 ~5v" 

08 0.001 0.04 80 100 25 2ov--

09 0.001 0.02 85 115 25 35v---

10 -0.001 0.05 60 120 25 50V---

11 -0.001 -0.01 30 125 25 30 v-

12 -0.001 0.08 140 125 30 451---

13 -0.001 -0.01 115 95 30 40~ 

614 Cj56 - 9S~ -0.001 0.02 160 115 35 40 v---

15 -0.001 0.04 125 125 35 85--

16 -0.001 . 0 .01 190 115 25 55 i......--

17 -0.001 0.09 155 100 30 3ov-

18 -0.001 0.03 85 100 35 · 35-~ 

19 -0.001 0.09 120 90 30 25V--
' 

20 -0.001 0.04 200 85 35 25v' 

21 ' -0.001 -0.01 145 85 40 45V-
4' • •• • 

22 . -0.001 -0.01 110 90 35 80 ,r"-

23 -0.001 -0.01 120 85 35 85v-

24 -0.001 -0.01 130 95 35 105V--

·625 /f)<J ~-/010 -0.001 -0.01 155 105 40 100.....--

:c: Mr ~lston-Canada 

=~t?::kmc. 
H. H. Scales 

pm = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts pe_r hundred. fineness = parts per thousand . 
.,,_...., = n fV\1 -""' Do~A _ ac '' lo.ee t..._!l.n'' 1 "' It""" = ~ 'lQA ~ 1. """"" = n l\C\f\iClt. =- n MQU:\7 n, /t.nn t n~ = ~n. nru uvtc /tnn 



- ,,. 

HUN .1ER MINING LABORATotlY, INC. 
I 

t,hk tJ C 1931 

994 GLENDALE AVENUE 

1bmitted by : 

BARETTA MINING INC. 
P. 0. Box 338 

• 

33095 Redwood Highway 
O'Brien, Oregon 97534 

?port on : 

Gold 
1mple Mark: oz/ton 

'582 fJC/0 -7•1.5 -0.00l 

83 -0.001 

84 -0.001 

85 -0.001 

86 -0.001 

87 -0.001 

88 -0.001 

89 -0.001 

90 -0.001 

· 91 -0.001 

92 -0.001 

93 -0.001 

. 94 -0.001 

95 -0.001 

96 -0.001 

97 -0.001 

98 -0.001 

99 -0.001 

2600 '}~-ti!( -0.001 

A 
:::c: Mr. ,Balston-Canada 

SPARKS. NEVADA 89431 • TELEPHONE: (7021 358-6227 

REPORT OF ANALYSIS 

Date : · March 3 , 1981 

Laboratory Number : 9061 

Analytical Method: Fire• A. T. 
AA 

Your Order Number : 

Silver Copper Zinc Cobalt 
oz/ton ;Q;Qffi :t2:t2m ppm 

-0.01 120 110 35 ✓ 

-0.01 45 120 30 _._/ 

-0.01 25 95 30v 

-0.01 75 75 30/ 

-0.01 70 75 25 .,,..-

0.06 60 75 3ov-

-0.01 680 115 85 ..--

0.02 65 30 30 i.--

-0.01 20 15 25v---

-0.01 10 30 125--

-0.01 10 25 130 v---

-0.01 15 20 110 V-

-0.01 10 30 115--

-0.01 10 40 110 v--

-0.01 10 35 115 v-' 

-0.01 10 35 120V-

-0.01 10 401 115V---

0.05 10 35 120~ 

0.02 15 40 115~ 

HUN~~2INC. 
H. H. Scales 

1pm = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand .. , 
... -- ·• .. . - .. - ---·- · - - - ---- ---



1111K U t., l~ijl 

994 GLENDALE AVENUE • SPARKS. NEVA.DA 89431 TELEPHONE;(7021 358-6227 
I ' 

REPORT OF ANALYSIS 

bmitted by : Date: March 3, 1981 

BARETI'A MINING INC. laboratory Number: 9043 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method: Fire A.T. 

AA 

Your Order Number: 

iport on: 49 samP,les 1111:3 /,J. ( Sf":~ - )'J;; 
77.V_:, ro (7'{5'-- 7&-5) 

" Gold Silver · Copper Zinc Cobalt 
1mple Mark: oz/ton oz/ton ppm ppm ppm 

' 

541 586-- g!O 0.002 -0.01 130 110 40 ✓ 

42 0.001 -0.01 75 90 4o ✓ 

43 -0.001 -0.01 60 80 40 ✓ 

44 0.001 -0.01 120 75 40 V""'" 

45 0.001 0.05 95 75 40 v---
46 -0.001 0.06 150 80 45V--
47 -0.001 0.09 190 85 40 \,/ 

48 -0.001 0.03 145 80 35V--
49 -0.001 0.04 120 80 40 ........ 

50 0.001 0. 10 245 90 45..-

51 -0.001 0. 12 150 70 35 V-
• 

52 -0.001 0.06 85 75 4ov-

53 D.002 0.03 695 85 45V-
54 0.002 0.04 110 65 35V-
55· 

., 
·.' 0.002 0.10 60 75 50~ 

-~ 
56 ' ·0.001 -0.01 160 90 45V--

57 . 0;003 -0.01 380 65 30 ✓ 

58 -0.001 -0.01 905 65 35 ...-

59 0.001 o. 10 240 85 30.,........ 
'560 /' l{J _, 'i C: . o"' ,P- ..,, -0.001 -0.01 300 160 35✓ 

continued to page 2 
1pm :;::; parts per mlllion. oz/ton :;::; troy ounces per ton of 2000 pounds avoirdupois. percent :;::; parts per hundred. fineness :;::; parts per thousand. 

10b = 0.001 com. Read - .as "Je.ss than:· 1 oz/tQll = .34,286 ppm, 1 ppm= 0.0001% = 0.029167 oz/ton. 1.0% = 20 pounds/ton. 



,ARETTA MINING INC. Page 2 Labo1:atory No.: 9043 

·' 

Gold Silver Copper Zinc Cobalt 
ample Mark: oz/ton oz/ton ppm ppm ppm 

•561-~.:,'?::S- - {;·9 q) -0.001 -0.01 135 140 30V-

62 \. 0.004 0.02 45 210 25~ 

63 0.006 -0.01 100 245 25--

64 -0.001 -0.01 45 265 30...-

65 -0.001 -0.01 120 60 25.......-

66 -0.001 -0.01 230 135 45 ....-

67 -0.001 -0.01 90 110 30~ 

68 -0.001 -0.01 190 120 55V--

69 g -0.001 0.04 190 95 50 ,......---

70 -0.001 0.05 295 85 60✓ 

71 -0.001 0. 15 5 35 115--

72 -0.001 0.07 5 30 120--

73 -0.001 0.02 15 15 30V-

74 -0.001 0.03 90 50 25V--

75 -0 . 001 -0.01 300 65 25 V--

76 -0.001 0. 12 120 115 25~ 

77 -0.001 0.05 165 125. 25~ 

78 -0.001 -0.01 165 105 25~ 

79 0.001 0.05 100 135 35V-

8~ 
0.001 0. 13 220 205 30✓ 

)581 -;9 :_· - ,co 0.001 0.23 730 650 35 V----
- . :;,..,, ~ j ✓ 

282~~€- 75() 0.052 -0.01 0.58% 0.59% 690/_ 

27 0. 176 -0 . 01 1. 73% 0.42% 660 ✓ 

. 28 

~ · 

0.066 -0.01 0.74% o ·.28% 450v'°' 

29, 0.170 -0.01 1.30% 0.26% 550 ......... 

30 . 0.065 0.15 3.2% 0.32% 810✓ 

:~ 0.062 -0.01 3.8% 0.21% 750✓ 

0.070 0. 14 2.0% 0.30% 660.......-

2833 So-735 0.002 0.06 2. 1% 0.26% 660✓ 

-HUNTER Ml~RATORY, INC. 

~c/J JL__ 
cales 



-
lIUNTER MINING LABORATORY, INC. 

994 GLENDALE AVENUE • SPARKS.NEVAOA89431 • TELEPHONE: ( 702) 358-6227 

REPORT OF ANALYSIS 

,mitted by : Date : March 3, 1981 

BARETTA MINING INC. Laboratory Number: 9020 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method : Fire 1\.T. 

AA 

Your Order Number: 

,ort on: 25 samples 111s /o( 2?0'-41:s) 

Gold Silver Copper Zinc Cobalt 
1ple Mark: oz/ton oz/ton percent percent ppm 

51 3 ? D - ?, '} '°5' 0.054 ·-0.01 0.21 6.5 890 ✓ . 
120V----52 0.312 -0. 01 o. 13 3.7 

53 0.082 -0.01 0.059 1. 4 0.14%v--

54 0.056 -0.01 0.083 0.16 0.11%v--

55 0. 100 -0.01 0.062 0.076 0.15%~ 

56 0.058 -0.01 O .13 0. 11 0.13%~ 

57 0.054 -0.01 0.075 0.22 O. 13% V---

58 0.070 -0.01 0.011 0.081 960v--

59 0.058 -0.01 0.043 0.23 850./ 

60 0.058 -0.01 0.086 0.84 840.._,..-

61 0.056 -0.01 0.016 0.85 800✓ 
62 0.081 -0.01 0.078 0.11 890.,.,,-----

o3 0.079 -0.01 0.061 0.47 0 .10%v---

64 0.082 -0.01 0.062 1.13 860~ 

65 0.037 -0.01 0.062 0'.85 720V-

66 0.029 -0.01 0.034 0.10 550v 

67 0.074 -0.01 0.054 0.32 760....--

68 0.057 -0.01 0.036 1.05 62ov--

69 0.087 -0.01 0.088 1.05 600 ✓ 

70 1-/ I.., .c:; - 1-/ 70 0.063 0.47 0.095 0.51 610..,....---

continued to page 2 
n = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois percent = parts per hundred. fineness= parts per thousand. 



~RETTA MINING INC. Page 2 1.abora tory No. : 9020 

·' 
-;n B 'i ·) 

Gold Silver Copper Zinc Cobalt 
1m2l e Mark : oz/ton oz/ton 12ercE1nt percent ppm 

771 0. 105 · -0.01 0.089 0.10 500 v---
72 0.178 -0.01 0.10 0.83 670V--

13 0.086 -0.01 0.094 1.27 530 ✓ 
74 0. 103 -0.01 0,21 1.16 80'0...,......... 

775 ( .Lf:/(> -- ,!/<--/!-~-) 0.043 -0.01 0.36 0.082 360~ 

~NT;~;r:1• INC. 

H. H. Scales 



HUNr1.uR 1dlNING LABORATO.uY, tNC. MAR O 2 1981 
994 GLENDALE AVENUE 

bmitted by : 

BARETTA MINING INC. 
r. o. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 

• SPARKS. NEVADA89431 

REPORT OF ANALYSIS 

iport on : 7 samples 
- } fie, ID ( tJ 1- -5:~ 

'f / D Gold Silver Copper Zinc 
1mple Mark: oz/ton oz/ton ppm ppm 

'.852 O-c20 -0.001 0. 14 80 100 

53 -0.001 0. 10 95 55 
54 -0.001 0.09 60 40 

55 -0.001 0.02 35 35 
56 -0.001 0. 10 35 35 
57 -0.001 0.01 35 35 

?858 1-11:,. - ,;.o -0.001 0.06 55 125 

cc: Mr. Alston-Canada 

• TELEPHONE:(7021 358-6227 

Date : February 26, 1981 

Laboratory Number : 9350 

Analytical Method : Fire A. T. 

Your Order Number : 

Cobalt 
ppm 

35✓ 
35/ 

35✓ 
30 ✓ 
35 / 

/ 
30 
35 ✓ 

~pm = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 
~nh = n nn1 nnm Ro<>ri - "o "loc:c: th.:an" 1 n7/tnn z:: ~ ?BR nnm 1 oom = 0.0001~ = 0 .029167 Ot/ton. 1.Q'J'. = 20 OOU0ds/ton. 



HUN1---'R 1dlNING LABORATO.h~, 1NC. MAR O 2 1981 
994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE:(702) 358-6227 

REPORT OF ANALYSIS 

Jmitted by: 

BARE'TI'A MINING INC. 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 

Jort on : 18 samples 

Gold Silver 
nple Mark : oz/ton oz/ton 

334 7 ,?r- -Y, 0 (..,.-.-.J- I I 0.064 ·-0.01 

35 0.085 0.20 

36 0.069 0.39 

37 0. 108 0. 15 

38 0.048 0.08 

39 0.045 0. 18 
40 0.031 -0.01 
41 0.045 0. 19 
42 0.079 0.32 

.. 43 0.065 0.23 
44 0. 141 0.21 
45 0.072 -0.01 
46 0.038 0.35 
47 0.084 -0.01 
48, ,, 0.129 -0.01 
49 o. 108 -0.01 
50 0.057 0. 11 

351 2r.o ?::'Jc-✓/ - • ,_/ 0.035 -0.01 

c: Mr. Alston-Canada 

Date: February 26, 1981 

Laboratory Number: 9045 

Analytical Method: Fire A. T. 

Your Order Number: 

Copper Zinc Cobalt 
pe~ent perQent QQffi 

1.85 2.85 470 ✓ 
2.0 1.70 250 ✓ 

1.30 5.6 355/ 

2.05 6.25 490 ✓ 
0.60 5.85 315 ✓ 

~ 

1.05 2.40 215 v · 

1.25 2.80 210 ✓ 

0.94 1.15 165 ✓ 

0.80 3.35 180 v' 

1.10 2.55 170v 

3,05 0.89 120 ✓ 

1.35 2.40 125 ✓ 

0.65 2.35 165.,,. 

1.70 1.85 155.....--

1.45 1.70 220 ✓ 

1.40 4.6 245 .....---

1.15 2.15 115 v 
1.10 0.28 165✓ 

LABORATORY, INC. 

H. H. Scales 

,m = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 
,h = n OCH nnm Ai>"n - ,._, "l..cu,._c:: th.An" 1 n7/tnn =~?AR nnm 1 nnm = 0 0001~ = 0 02Q167 nz/tnn 1 O'r. = ?O nrnmrt.ci/tnn 



HUN1tR NtlNING LABORATOhi, 1NC. MAR O 2 1981 
994 GLENDALE AVENUE • SPARKS,NEVADA89431 • TELEPHONE:(702) 358-6227 

REPORT OF ANALYSIS 

mitted by : Date : February 26, 1981 

BARETTA MINING INC. Laboratory Number: 9035 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method: Fire A.T. 

Your Order Number: 

ort on : 43 samples 7718 10 ( 6 :~x) 1_ . tptto) . 
7110 I:>- ( '{00 - ~s~c;-) . 

Gold Silver Copper Zinc Cobalt 
1ple Mark: oz/ton oz/ton ppm ppm ppm 

37 ~~6 -·SS;j 0.059 ..:.0.01 0.55% 0.056% 310 v---

38 0.029 -0.01 0.036% 0.026% 305\./"""" 

39 0.052 -0.01 0.44% 0.031% 265✓ 

]O 0.024 -0.01 0.042$ 0.047% 17ov-
]1 0.019 -0.01 · 0.021% 0.13% 165 V-

]2 

Q) 
0.050 -0.01 0.092% 0.22% 125V-

B 0.015 0.03 0.12% 0.22% 140 .,,.....-

]4 D 0.011 -0.01 0.068% 0.38% 14QV-

15 0.017 -0.01 0.081% 0.39% 95 v-

;)6 0.005 -0.01 0.069% 0.25% gov-

n 0.015 -0.01 0.31% 0.41% 155v-

18 0.019 -0.01 0.27% 0.21% 125-V--

19 0.008 -0.01 0.080% 0.19% 105 ~ 
)0 0.007 -0.01 0.074% 0.093% 85 \---
)1 .0~001 -0.01 0.042% 0.085% 751---
)2 .. · 0.008 -0.01 o, 16% 0.18% 195 v-' 

I 

)~ , . 0.002 -0.01 0.027% 0.039% 50V---

)4 3S--&'/O -0.001 -0.01 ' 0.017% 0.019% 45V-

I~ 
-0.001 0.06 320 90 35V-

17 -0.001 -0.01 95 130 35v-

continued to page 2 
1 = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 
=nnn1'""'"'"""' Q..,,e,a.,.f _ n&''f....,ft.,.. ♦ h.-.. ... '1 ◄ ..., .. /♦---">.AftOA--- •----"'""""-"••-""-"'-•~•--4-- •-•• --



\RETTA MINING INC. Page 2 Laboratory No.: 9035 

# )~ 
Gold Silver Copper Zinc Cobalt 

unple Mark: oz/ton oz/ton ppm ppm ppm 

> 18 ·~10 ,__ :.17 6 -0.001 -0.01 10 105 35 ✓ 

19 -0.001 -0.01 135 120 35-✓ 

20 -0.001 0.03 100 105 40 ✓ 
21 -0.001 0.01 100 90 35/ 

22 -0.001 0. 10 110 . 120 35~ 

23 -0. 001 -0.01 185 155 40 ._,,,--

24 -0.001 ' -0.01 85 120 35 .,,,,,,-

25 -0. 001 -0.01 80 110 30V---

26 0.002 -0. 01 155 105 30 ✓ 

27·- -0.001 0.06 115 105 3ov--

28 -0.001 -0.01 120 120 35V--

29 -0.001 -0.01 75 125 35 ~ 

30 -0.001 -0.01 75 115 35----

31 -0.001 0.02 85 120 35 v-

32 -0.001 0.26 225 130 4ov---

33 -0.001 0.34 60 90 50.....-

34 0.004 0.08 170 120 60--

35 0.003 -0.01 100 80 5ov--

36 0.001 o. 12 125 90 45-

37 -0.001 0.01 150 85 40 v--

38 -0.001 0. 18 110 100 45V-

39 - / 
-0.001 0.05 135 80 35....--

40 5-go- s-~':J -0.001 0.02 , 50 10 35/ 

~I~RATORY, 

H. H. Scales ~ 
INC. 

Mr. Alston-Canada 
··' 
. I 

-------



IIUNTL. .. t tulNING LABORATOt .• ·, .. 1~C. MAR O 2 1981 
. . 

994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: (7021 358·6227 

REPORT OF ANALYSIS 

nitted by : 

BARETIA MINING INC. 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 

ort on: 16 samples 

Gold Silver 
1ple Mark: oz/ton oz/ton 

72 :l 113 -;).JiS 0.003 -0.01 
\ -----[10\l. 

73 t_' ~f( 
0.002 -0.01 

74 0.002 -0.01 

75~;.; 1&{) 0.001 -0.01 so_;32--'76 ~s,i ;,1,u -0.01 

77 0.078 -0.01 

78 f I 0.054 -0.01 

I 79 0.049 -0.01 

18{LW0-51 .'S' \._Q.o~-- -0.01 ----------· - - --
176 i=. ((~fhl~ 0.003 -0.01 

~1 6~10 0. 110 -0.01 

82 ( 0.036 0.01 

83 -Ii i o 
0.095 -0.01 

::J, o. 127 -0.01 

0.040 -0.01 
786 -F ···c c) 0.081 -0.01 

c: Mr. Alston-Canada 

Copper 
percent 

0.033 

0.019 

0.008 

0.009 

0. 11 

0.038 

0.58 

o. 19 

0.64 

0~025 

1.10 

0.92 

0.82 

0.15 

0.44 

0.67 
~ 

Dato, February 26, 1981 / 

laboratory Number: 9027 

Analytical Method : Fire A. T. 
AA 

Your Order Number: 

Zinc Cobalt 
percent t!PID 

0.012 40 ..,...--

0.014 45v-

0.013 351.----

0.016 4oi----

0.025 220V-

0.020 690v 

0.031 260 .,,/' 

0.022 260~ 

0.13 320 ..--

o.~ 
0.074 390 '--
0.048 330~ 

0.36 47ov--

0.094 330 ..---

0.100 360V--

0.060 370--

;;;,~TORY, INC. 

H. H. Scales 

1m = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

>b = 0 .001 ppm. Read - as "less th~n:· 1 ~z/~on = ~4 -?B~ ppm. 1 f)Pm = 0.~1~ =.0.0291~7 oz/~on . 1.0% = ~~ !_>C!Un~s/ton. 



MAR O 2 1981 
994 GLENDALE AVENUE • SPARKS.NEVADA89431 • TELEPHONE:(702) 358-6227 

REPORT OF ANALYSIS 

)mitted by: Date: February 26, 1981 

BARETTA MINING INC. Laboratory Number: 9012 
Mr. Jim Haight 
P. 0. Box 338 
33095 Redwood Highway Analytical Method : Fire A.T. 
O'Brien,' Oregon 97534 

Trtt~- !~( 61
- l;'O) 

Your Order Number: 

)Ort on: 21 samples 

Gold Silver Copper Zinc Cobalt 
nple Mark: oz/ton oz/ton ppm ppm ppm 

Q6 
( 

() - -(0 -0.001 0.15 105 60 35 ......-

27 -0.001 0.21 90 55 35 i--

28 -0.001 0. 15 110 60 35....-

29 -0.001 0. 10 65 60 35V--

30 -0.001 0.08 95 65 40 v-

31 -0.001 0.21 45 65 35...-

32 -0.001 0.24 85 55 35v-

33 -0.001 0.19 105 60 40,...---

34 -0.001 O. 19 85 55 35 v' 

.35 -0.001 0.13 80 50 35V-

36 -0.001 0.05 95 55 40 .,..-

37 -0.001 o. 13 Bo 55 35V--

38 -0.001 0. 12 60 55 35~ 

39 -0.001 0. 11 30 50 35~ 
40 , " -0.001 0.10 95 55 4ov--

41 -0.001 0.19 75 10 35Y---
42 -0.001 0.19 70 75 40✓ 

43 /00-/l)5 -0.001 0.06 50 80 35 V---

continued to page 2 

n = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

) = 0.001 oom. Read - as "less than:· 1 oz/ton= 34.286 oom. 1 oom = 0.0001'r. = 0.029167 oz/ton. 1.0~ = 20 oounds/tnn 



,ARETI'A MINING INC. 

:ample Mark: 

,444 

:445 

:446 

:c: Mr. Alston-Canada 

i.A~ \~ 

Gold 
oz/ton 

-0.001 

0.001 

-0.001 

Page 2 

·' 

Silver 
oz/ton 

0.10 

0.19 
o. 16 

Copper Zinc 
ppm ppm 

75 85 

115 95 
90 60 

MAR O 2 l9ij ) 

Laboratory No. : 9012 

Cobalt 
ppm 

35 ✓ 
35~ 

35 V-

HUNTER MINING LABORATORY, INC. 

"-~~ 



HUN'1~R MINING LABORATO.,), INC. MAR O 2 1981 
994 GLENDALE AVENUE • SPARKS, NEVADA 89431 • TELEPHONE: 1702) 358-6227 

REPORT OF ANALYSIS 

ubmitted by : Date: February 26, 19·81 

BARETIA MINING INC. Laboratory Number: 9022 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method: Fire A.T. 

AA 

-p~/~ 1CJ( dr;,o' -a70) 
Your Order Number : 

lort on: 25 samples 

Gold Silver Copper Zinc Cobalt 
ample Mark: oz/ton oz/ton percent percent ppm 

!726 .;)fflo-:;;__ ~•c;' 0.023 0.09 0.011 0.061 25 ✓ 

27 0.005 -0.01 0.065 0. 13 40......-

28 0.004 0.06 o. 11 0. 17 90 \/'" 

29 0.013 -0.01 0.031 0.11 6ov 
30 0. 184 0.26 2.25 0.17 0.20% v-

31 0. 192 0.43 1.80 0.12 0. 18% v-

32 0. 112 0. 15 0.78 0.37 0. 14% V"' 

33 0. 184 0.02 1.00 0.58 0.14% v 

34 0.005 -0.01 O. 13 0. 11 4ov--

35 0.002 -0.01 0.025 0.010 25----
36 0.003 -0.01 0.020 0.053 50V-

37 0.026 -0.01 o. 17 0.18 575~ 
38 0.052 -0.01 0.71 0. 11 950V""""" 
39 0.322 0.23 1.35 0.061 535--
40' " o. 114 -0.01 1.0 0.080 615v 
41 . ... : 0.433 -0.01 11.7 0.72 630""' 
42 0. 142 -0.01 2.4 2.5 12ov-
43 0.075 -0.01 1.05 2.8 850V---

~744 .3 _35!_· 3,40 0.043 -0.01 0. 11 5.3 850v 

continued to page 2 
,pm = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. llnenesa = parts per thousand. ' 
,ob = 0 .001 oom . Read - as "less than '.' 1 oz/ton = 3.4 28R nnm 1 N\ffl ::: 0 0001~ = n O?A1R7 n, /tnn 1 nil'. = ~n "'" ,nria /tr.n 



MAR O 2 198\ 

1ARETTA MINING INC. Page 2 Laboratory No.: 9022 

Gold Silver Copper Zinc Cobalt 
iample Mark: oz/ton oz/ton percent percent ppm 

'745 31/~ ...-:-3 t-1,C 0.093 0. 15 0.58 4. 1 0.11%....-
46 0. 126 -0.01 0.57 0.51 0.13% ✓ 
47 0.172 0.37 0.55 · 2.25 o. 11% ✓ 
48 0.053 -0.01 0 .. 27 6.3 0.11%v- . 

49 0.076 -0.01 0.25 7.35 o. 13%✓ 
!750 ~c;L-370) 0.056 -0.01 0. 17 9.3 0.11% ✓ 

~~~WRY, 

INC. 

H. H. Scales 

cc: Mr. Alston-Canada 



_,,,,,..- • -- • V . _,-.,, 

HUNTEh 1tiu~ING LABORATOR'\'., l1,C. 
99~ GLENDALE AVENUE • SPARKS. NEVADA89431 • TELEPHONE:1 7021 358-6227 

REPORT OF ANALYSIS 

:ted by : Date: February 18, 1981 

BARETTA MINING INC. Laboratory Number : 9039 
P.O. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method : Fire A.T. 

AA 

Your Order Number : 

on: 9 samples 7Jf(!) /0 ( ?00 -74i) 

Gold Silver Copper Zinc Cobalt 
: Mark : oz/ton oz/ton i;ier:cent QQITl QQITl 

700-7D-? 0.255 -0.01 3.75% 0.37% 0.15%✓ 
0. 181 -0.01 2.80% 550 0.14%✓ 
0.344 -0.01 2.60% 470 0.12%✓ 
0.342 -0.01 2.55% 0.12% 735✓ 
0.224 -0.01 2.05% 0.13% 760✓ 
0. 174 0.26 1. 75% 0.65% 735✓ 
0.072 -0.01 0.48% 0.36% 835 ✓ 
0.076 -0.01 0.65% 0.47% 930 ✓ 

7t../D- "?L/.5,,, 0. 111 -0.01 1.25% 0.65% 790..,..,.,-

~;£1RATORY, INC. 

H. H. Scales 

parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 
0 .001 oom. Read - as "less than" 1 oz/ton= 34 288 oom. 1 oom = 0 .00011W. = 0 .029187 oz/ton 1 0~ = :?Cl nn11nrb:/tnn 

• I 



HUNTE., 1\-1..NING LABORATOR., L1C. 
t I:. t) 1,,; .) IJO I 

994 GLENDALE AVENUE • SPARKS.NEVADA89431 • TELEPHONE:17021 358-6227 

REPORT OF ANALYSIS 

tted by: Date: February 18, 1981 

BARITI'A MINING INC. laboratory Number: 8640 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method: Fire 

AA 

Your Order Number: 

ton: 23 samples Tl)!~ 9 ( ..)CJ 7 - -~3.J) 
~ 9 

Gold Silver Copper Zinc Cobalt 
e Mark : oz/ton oz/ton ppm ppm ppm 

,,.::;-; - ::i 02-p( _ ,, 0.017 -0.01 0.16% 0.53% 810 ✓ 

0.020 -0.01 0.25% 0.64% 0. 13% ✓ 
0.018 0.06 0.34% 0.67% 0.19% ✓ 
0.014 o. 17 0.30% 0.61% 0.15% ✓ 
0.006 0.41 0.17% 0.15% 730 V--

0.016 -0.01 0.26% 0.35% 0.14% ✓ 

0.014 0.21 0.28% 0.25% 0. 11% v 
0.028 Q.45 0.44% 0.74% 0.21,;v"" 
0.018 0.20 0.27% 0.34% 0.12%V 

0.022 0.30 0.30% 0.29% 0.12% ✓ 
0.020 0.32 , 0.35% 0.33% 0.15% ✓ 

0.016 0.26 0.32% 0.71% 0. 17% ✓ 
0.004 -0.01 o. 13% 0.19% 255✓ 

0.002 1 .86 595 495 35✓ 

-0.001 0.06 755 510 75v 
:-0.001 0.11 760 520 so ✓ 

-0.001 -0.01 45 120 50 ✓ 

1. ~2 ? g 7 ./ ., - -- -0.001 -0.01 115 145 130✓ 

continued to page 2 

= parts per million . oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand 

· 0.001 oom. Read - as "less than:· 1 oz/ton= 34.286 oom. 1 oom:::: 0.0001'r. = 0.029167 oz/ton. 1.0% = 20 oounds/ton. 



,,......._ 

HUNTEh ~t11NING LABORATORY, 1NC. f EB 9 ,98\ 
994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: ( 7021 358-6227 

REPORT OF ANALYSIS 

tted by: Date: February 4, 1981 

BARETTA MINING INC. Laboratory Number : 9017 
Mr. Jim Haight 
P. 0. Box 338 
O'Brien, Oregon Analytical Method : AA 

Fi re, A.T. 

Your Order Number: 

ton : 5 samples. .TMA9 ( iS() - I 7'J, ~ 

1/t/4-1 Gold Silver Cobalt Copper Zinc 
e Mark : l + n :7 oz/ton ppm ppm ppm 

/.:,0- /!,-,;- . . .1. 001 -0.01 80 95 35 v-

I /5 ~ -1/.0 -0.001 0 .17 75 80 35 ✓ 
/ i o - I 6 !,'" -0.001 0.13 75 80 35 ✓ 

-45 .,,. / f>·/70 -0.001 0.17 75 150 
/ 40 v--

_.. 

;70-llt./,~ -0.001 0.11 75 110 

HUNTER MINING rfBORATORY, 

)j'\~cJ;L 
H. H. Scales 

INC. 

. I 

= parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 



HUNTE. lh .. d~ING LABORATOR-~, t .C. 
I L.U '-' J 1::,01 

994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: ( 702) 358· 6227 

REPORT OF ANALYSIS 

·' 

tted by : Date: February 18, 1981 

BARETTA -MINING INC. Laboratory Number : 8639 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method: Fire A.T. 

AA 

Your Order Number: 

-ton : 12 samples TP, ~-' ? (;! 3L, .P, -~q7) 
I ' > 

.8 Cf 
Gold Silver Copper Zinc Cobalt 

le Mark: oz/ton oz/ton ppm ppm ppm 

c;) o.>. f.t '6 .- ;J L//. f 
'-, ' -0.001 0.06 65 365 45✓ 

,, yf ><- ~, 'f~ q 
,:,, • ,.,, " £,,,, 0.003 0.04 365 0.12% 280 ✓ 
,!)£J{p .f - ,;,51.J 0.006 0.08 775 920 415 ✓ 

~ 5"1 .3 - ;;i s;t., S 0.004 ... 0.01 545 0.25% 340 ,,,..-

' 
c9. s&,c-;)L,,1.? 0.016 -0.01 .o. 18% 0.68% 0.11% ..,,. 

f 

~ 01,J - ')_ f:;7 0.015 0.04 0.. 12% 0.30% 520 .,., 

I ;2 :.✓-7 - ~ 72. 0.022 0.06 0.22% 0.61% 0.11% .,,, 

I 0.014 -0.01 0.29% 0.70% 0.11% -' 

r- / 0.030 -0.01 0.22% 0.42% 0.21% ..,, 
. "") 

I 0.014 -0.01 0. 14% 0.52% 0.11% .,,, 

0.025 -0.01 0.20% 0.47% 0, 16% v 

:2'" ' ') - ' ) ~ ) 0.008 0.62% 
V 

/ 4 ... • -0.01 0.12% 0. 11% 

HUNrER MINI.{3 G LABORATORY, 

C)dl_t;Jr--!__ 
H. H. Scales 

INC. 

1 = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

= 0.001 ppm. Read - as "l!3SS than:· 1 oz/ton = 34.286 ?pm. 1 ppm = 0.0001'}. = 0.028167 oz/ton. 1.0% = 20 pounds/ton. 



HUNTEl 1'1.-.,. ◄ ING LABORATOR\, IL~. 
ttb ~J 1!101 

994 GLENDALE AVENUE • SPARKS.NEVADA89431 • TELEPHONE:(7021358·6227 

REPORT ! OF ANALYSIS 

ted by: Date: Februayr 18, 1981 

BARETTA MINING INC. laboratory Number: 8636 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method : Fire A.T. 

Your Order Number: .• 

on: 12 samples T!J.!!, q ( /7'-J,5- ~3&, -i) 
1B9 

Gold Silver Copper Zinc Cobalt 
Mark: oz/ton oz/ton ppm ppm ppm 

I? i../ 5"-178, 7 -0.001 0.02 85 175 40 ✓ 

1)[:.7-/)1/,6 0.005 -0.01 470 0. 16% 55 ✓ 

/i/,J-192 0.034 0.93 0.22% 0.42% 660 
V 

i'1.2 -19&•/i 0.054 . -0.01 0.23% 0. 13% 0.11%v 

If~. 5-.:>0/ 0.078 0. 12 .o. 53% O. 17'1, 0.13% V 

~ 0/ - .) C>t./ 0.357 -0.01 3.0% 0. 17% 590 V 

.?( (1l/ -.). 0 .'i. 'l 0.275 0.96 3.65% 8.7% 400 \, 

.;10[;, 'I -:.J~<J 0.008 -0.01 825 0.50% 70 V -::, :.t. i..' - ::J :J 4. ~ 0.002 -0.01 200 750 40 ✓ 
7·,4 - - ??.9 ,. . ~ .. -0.001 -0.01 310 0. 15% 11'0 .,.,.. 

J..21 -.23 ,.? 0.001 -0.01 120 o. ·16% 70 
✓ 

. ., :2/ 8 ...,-, ~ ·/ c, ... , . - ...:. 3 !?'.:> 0.005 0.05 340 690 205 V 

INC. 

~- Ralston-Canada 

parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

O.QOl ppm. Read - as "less than:· 1 oz/ton= 34.286 ppm. 1 ppm = o,.0001% = 0.029167 oz/ton. 1.0% = 20 !>ounds/ton. 



HUNTER MINING LABORATORY, INC. FEB 2 3 1981 

994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: 17021 358-6227 

· REPORT OF ANALYSIS 

1itted by: Date: February 18, 1981 

BARETTA MINING INC. Laboratory Number: 8635 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method: Fire A.T. 

Your Order Number: 

,rt on: 24 samples 

~ J3 ({ 
Gold Silver Copper Zinc Cobalt 

pie Mark: oz/ton oz/ton pgn pgn ;cpm 
1 -0.001 -0.01 80 85 25 ✓ 

2 -0.001 0.02 75 100 30✓ 

3 -0.001 0. 13 115 425 30 ✓ 
4 -0.001 0. 10 85 105 30 ✓ 
5 -0.001 0. 14 115 185 30✓ 

6 -0.001 o. 10 , · 70 90 30✓ 

7 -0.001 -0.01 85 265 30✓ 

8 -0.001 -0.01 70 105 30 ✓ 

9 0.001 -0.01 . 225 180 30 ✓---" 

0 -0.001 -0.01 80 165 25✓-

1 -0.001 -0.01 70 90 30v 
2 0.003 0.20 105 0.14% 30 ✓ 

3 0.130 -0.01 0.67J . 0.56% 0.13% ✓ 
4 o. 144 -0.01· 3,2j , .sos 180 ✓ 

5 - . o. 104 -0.01 0.62% 5.25S - . ,so ✓· 

6 .. o. 300 1.C::2 2.80S 7,55S 185 v 
1 o. 150 1 .01 1.15% 8.95S 220 ✓ 

8 0.024 0.06 570 o.67S 65 ✓ 

9 0.003 -0.01 , 85 o,.25J 25v 

0 0.012 0.08 280 · 0.31% 95v 

1 0.009 0.04 555 0.36% 85 v 

continued to page 2 



rA MINING INC. Page 2 Laboratory No.: 8635 
·' 

3 ~ 

Gold Silver Copper Zinc Cobalt 
~ Mark: oz/ton oz/ton PEX!l PFffl PEX!l 

0.005 -0.01 95 0.39% 85 .,....-

0.039 -0.01 0. 12% 0.29% 155 ✓ 

0.006 -0.01 750 0.30% 100 ✓ 

0.003 0.22 125 0.18% 40 ✓ 

-0. 001 0.24 70 865 30 ✓ 

,. 

HUNTER MINING LABORATORY, INC. 

:?td,~ 
r. Ralston-Canada 



,........,_ r ~, 
HUNTEi.~ MINING LABORATOR\, lr~C. 

t l:.B ~ 3 198\ 

994 GLENDALE AVENUE • SPARKS.NEVADA89431 • TELEPHONE:( 702) 358-6227 

REPORT OF ANALYSIS 

tted by: Date : February 18, 1981 

BARETTA MINING INC. Laboratory Number: 9037 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method: Fire A.T. 

AA 

Your Order Number: 

ton: 12 samples Tt9L3 1~( hCfO--;ao) 

- ,a._0,.. I 0 1-- Gold Silver Copper Zinc · Cobalt 
, e Mark: oz/ton oz/ton ppm ppm ppm 

ft; 4·0- bl/') 0.003 -0.01 375 370 60 ✓ 

0.001 0.01 150 505 35✓ 
0.001 -0.01 165 555 35 ✓ 
0.001 -0.01 200 95 30✓ 
0.001 0.09 145 60 30v 

) 0.001 -0.01 · 135 85 30~ 
0.203 0.51 . 3.2% 0.14% 650 ✓ 

) 0. 196 1. 41 . 5. 1% ,0.13% 0.14% ~ -

3 0.110 -0.01 · 2.4% 0.19% 0.13% 
f ' 0.415 1.13 5.0% 0.16% 0.20%✓ 
) 0,331 0. 10 5.35% . 0.22% 905✓ 
) /s,Cf5-- )~rJ . 0.332 -0.01 M'- 4.57% 1.95% 875✓ 

,·, .. ,: • 

HUNTER MINI~G ()BORATORY, 

<-fJ1~g 
INC. 

H. H. Scales 

= parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 
- I\ bO.:I --- c-,:u.t - oa 0 16.Ae , .. e...... j 6 .. ,.,...,. ~ !)~ !U:Ul l!U"U'W'I 1 on.m .:=: n IVV\tQt = n n?01Q7 n,Jtnn 1 n'k'.. = '!)n nnunlici:Jtnn 



-lllJN'I'. .. t 1lJINING LAll()HA'l'()I, •, 1NC. 
994 GLENDALE AVENUE • SPARKS. NEVADAB9431 • TELEPHONE: (7021 358-6227 

mitted by : 

ort on : 

~: ' \ 

pie Mark : 

~1 

~2 

~3 

~4 

~5 

~6 

!1 
~8 

!9 

,Q. 

:1 
:2 

;3 
,4 

REPORT OF ANALYSIS 

BARETIA MINING INC. 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 

14 samples [)}6 9 (r<? 75 - 19'5 ~) 

Gold Silver Copper 
oz/ton oz/ton pµn 

0.001 ·o. 13 70 
-0.001 0.10 90 

0.001 0.07 100 

-0.001 0.01 120 

-0.001 0.09 35 
-0.001 0. 15 60 

-0.001 0.02 40 

-0 . 001 0.06 25 
-0.001 0. 11 130 
-0.001 0. 10 95 

0.001 0.05 80 
-0.001 0.08 75 

0.001 0. 11 50 
-0.001 0.05 90 

Date: February 18, 1981 

Laboratory Number : 9029 

Analytical Method : Fire A.T. 
AA 

Your Order Number : 

Zinc Cobalt 
pµn ppm 

50 20 / 

65 20 

60 25 

65 25 

65 25 · 

60 25 ' 

70 25 

55 20 

65 25 

75 25 .. 

75 25 ✓ 

45 25 ✓ 

35 20 ✓ 

50 20v 

HUNTER MINING LABORATORY, INC . 
. [) . , 

· 11~.pk., 
.H. H. Scales 

= parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand 
::: 0 001 porn . Read - as "less than :· 1 ozJton - 3,1 7AR nnm 1 nnm = n fVV'ltQ, = n noau,-. - - ,. __ • oo, - OA • 



-
HUNTEl, MINING LABORATOR\, lr~C. 

FEB 2 3 1981 

994 GLENDALE AVENUE • SPARKS.NEVADA89431 • TELEPHONE:(7021358-6227 

REPORT OF ANALYSIS 

ined by: Date: February 18, 1981 

BARE'ITA MINING INC. Laboratory Number: 9028 
P. 0. Box 338 
33095 Redwood Highway 
Reno, Nevada 97534 Analytical Method: Fire A:T. 

AA 

Your Order Number: 

·ton: 40samples 711<3 /::{ (2~d - .lf&0 
Gold Silver Copper Zinc Cobalt 

, le Mark: oz/ton oz/ton pµn pµn ppm 

JuO-~f/~ ( -0.001 -0. 01 · 140 170 . 25 ✓ 

-0. 001 -0.01 165 175 30 ✓ 

rJ, -0.001 -0.01 135 135 · 30 ✓ 

-0.001 -0.01 190 175 25 ✓ 

, -0.001_ ~~::::-0.01 ,..._~20 140 20 ✓ -- ~ ___ ,.,,-- --------- ----- - -· -
-0.001 -0.01 80 140 25 v 

-0.001 -0.01 so 125 25 ✓ 
0.001 0.03 95 175 25 ✓ 
0.001 -0.01 125 290 30 .,,, 

-0.001 -0.01 270 400 30 l ,/ 

-0.001 -0.01 195 415 30 ✓ 

0.001 0.01 130 385 25 ✓ 

I.. -0.001 -0.01 120 640 25 ✓' 

-0.001 -0.01 100 210 25 ✓ 
-0.001 "'!'0,01 70 230 30 ✓ 

-

.· ~0.001 Q,01 110 200 20 V 

-0.001 0.04 Bo 290 25 ~ 

0.001 -0.01 100 185 25 l• 

-0.001 -0. 01 : 125 170 25,, 

355~3&0 -0.001 -0.01 105 310 20 :, 

continued to page 2 
= parts per million. oz/ton = troy q1,m~es ~r ton of 2QQQ pounds avoir~upois. percent = parts per hundred. fineness = parts per thousand. 



f EB 2 ::\ \98\ 

:TI A MINING INC. Page 2 Laboratory No.: 9028 

·' 
~ B I).__ 

Gold Silver Copper Zinc Cobalt 
•le Mark: oz/ton oz/ton Erin Epm 2pm 

, 3& o - -~·V,; C: 0.001 -0.01 110 180 25 ✓ 
0.001 -0.01 135 210 25 ✓ 
0.001 -0.01 50 195 25 ✓ 
0.005 0.07 200 0. 16% 25 ✓ 

I Jtj- -3g5 0.001 -0.0~ 180 0.16% 25 v' 

-0.001 0. 10 130 450 25 ✓ 
0.001 -0.01 190 650 25 ' 

, 

0.001 -0.01 70 200 25 .. , . 

0.001 0.06 100 130 25 _,.... 
0.00;? -0.01 50 170 20 ✓ 
0.002 0.05 60 330 25 V 

.. 

0.005 0.01 105 145 30 · 
0.020 2.68 170 105 20 .,, 
0.001 o. 10 85 140 

/ 

25 •' 
0.002 0. 11 65 100 25 ✓ 
0.001 0.23 70 105 25 ✓ 

-0.001 -0.01 60 
,/ 

95 25 
0.001 0.08 50 90 25 ✓ 

-0.001 0. 14 65 100 25 ✓ 
L/55 - l/{y (_) -0.001 0.10 45 

, 

85 25 ✓ 

HUNTER MINING LABORATORY, INC. 

)TI<{~ 
H. H. Scales 



IIUNTER MINING LABOllATOllY, INC. FEB 1 9 1981 

994 GLENDALE AVENUE • SPARKS.NEVADA89431 • TELEPHONE:1702) 358-6227 

REPORT OF ANALYSIS 

Submitted by : Date: February 17,lv 
BARETTA MINING INC. Laboratory Number : 9016 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method : Fire A.T. 

AA 

Your Order Number: 

Report on: 32 samples ·l/J8 1 ( 1Pu-1 ."5D) 
TJ:1'3 I;{ {I~() - .24?,) 

Sample Mark :---rA O q 
Gold Silver Copper Zinc Cobalt 

oz/ton oz/ton ppm PWl ppm 

2136 I ";J,O -0.001 o. 14 65 155 30 

37 -0.001 0.09 65 200 30 

38 -0.001 0.01 85 275 30 

39 -0.001 0.11 70 360 35 
40 -0.001 0. 13 70 245 35 

2141 JS'O -0.001 -0.02 70 80 30 
2447 J ';)., () ·,A-3 J;;) -0. 001 0.12 85 60 25 

48 -0.001 0. 17 70 55 25 
49 -0.001 0. 17 75 65 25 
50 -0.001 0. 19 100 55 25 
51 -0.001 0.20 95 60 25 
52 -0.001 0. 17 100 60 25 
53 - -0.001 o. 18 90 60 25 
,54· -0.001 0.08 80 70 25 
55· -0.001 o. 17 90 85 30 
56 -0.001 o. 14 85 100 25 
57 -0.001 o. 10 100 65 25 
58 -0.001 0. 13 115 65 30 
59 -0.001 0. 17 420 210 35 

2i160 I 'lt> 0.001 0. 14 105 530 25 

continue~ to page 2 
__} 



RETTA MINING INC. Page 2 Laboratory No.: 9016 

·' 

"TR-G • ;i..., Gold Silver Copper Zinc Cobalt 
mp)e Mark: oz/ton oz/ton ·ppm Pen ppn 

61 I Cf6 -0.001 0.08 160' o,. 15% 35 

62 -0.001 0.20 105 660 35 

63 -0.001 0.13 300 915 30 

64 0.001 0.20 45 190 25 
• 

65 -0.001 0. 10 10 0. 1 lj 25 

66 -0.001 -0.01 215 410 30 

67 -0.001 0. 14 110 160 25 

68 -0.001 0.06 115 155 25 

69 -0.001 0.05 150 125 25 

10 -0.001 0.03 210 175 20 

~47 1 cJ4,3 -0.001 0.09 135 160 20 

11-256 ·, -46 ; I G -;J~ls-J ' - 0.004 -0.01 insufficient sample 1fl B ) \ 

'3Y F~iLc 

,qi ;~zRATORY, INC. 
H. H. Scales 

cc:· Mr·. Ralston-Canada 



HUN1~R MINING LABORATO.hi', tNC. 
994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • . TELEPHONE:1702) 358-6227 

REPORT OF ANALYSIS 

Jbmitted by : Date: February 17, 1981 

BARETIA MINING INC. Laboratory Number : 9008 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method : Fire A.T. 

AA 

Your Order Number : 

~eport on: 24 samples -;'lJc // ( I -;,;g - .3o4, 7) 

'1ri3 JI Gold Silver Copper Zinc Cobalt 
;ample Mark: oz/ton oz/ton pan ppm pµn 

~401 /78 -1i2 -0. 001 0. 19 75 50 30 

02 l£~ - I (f £ -0.001 0.17 70 45 30 

03 ~ .. :;. : 0.001 -0.01 , 810 160 35 

04 J ;')j., . ) , .. . , -0.001 0. 16 155 80 30 

05 'I • ( f .-. . - • .1 It- .) -0.001 0.01. 135 115 20 

06 :, 11> , )_ J. !£ ·.:, -0.001 0. 15 70 75 25 
07 .) ;[, .:· ,:. ~· -~' ' -0.001 0.13 90 100 30 
08 , .I;, . -; 

r- -0.001 0. 15 85 145 30 •' . . . 
09 :).,)1 .- 3? 0.001 0.20 345 0.42% 30 
10 .).. ; ? ,, ~ .'. 0.002 0.03 275 0.45% 25 
11 ,;,i '3 ~ _, : 1 ~ 0.009 -0.01 745 0.21% 60 
12 ;)t 13 _, ' ' i 0.031 0.02 0.20% 830 145 

13 ..;:.i LIS - < ~J l; I 0.023 0.06 0.22% 0.37% 80 
14 ,._l ! . t.,. , . - ~r_,,: U 0.006 0.09 0.13% 1.35% 40 
15· .r .~- . -. } ::. -<, ~; 0.057 -0.01 1.25% 0.15% 0.21% 
1'6 · ;): . J. J - d.t., :1,. 1 · 0.002 -0.01 235 0.19% 40 

17 (:> J! ' ., } • , . I ~ ;' 0.013 0.15 945 700 35 
I 

18 .)v• 1 / ., :.I. -,: J . J 0.005 0. 12 555 905 50 

19 .: ~, tJ , '-=z-,c, 0.004 -0.01 545 860 45 
2420 ..:. ·1· ' 1 -

~4.7 0.005 0.15 850 885 50 

continued to page 2 
ppm = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousan, 

"" ""• --- O,...a...-4. - o.e "looc lh.a.n" 1 ..... ,Jt.ae = ~ 'l.QQ nrun 1 ftftin = n IVV\1~ = n 0'l.Q1Q7 n2 Jtnn 1 n~ = 'l.n l'V\t 1nrte: lton 



~ 

FEB 1 ~ 1981 

ARETIA MINING INC. Page 2 Laboratory No.: 9008 

·' 

TN 6 ' / Gold Silver Copper Zinc Cobalt 
ample Mark: oz/ton oz/ton pµn ppm ppm 

421 <J-84. 7 0.002 0. 17 . 255 0. 12% 40 
22 I 0.007 0. 10 280 750 50 
23 0.010 0. 15 305 415 45 

424 3 64-} 0.001 o. 13 295 680 50 

HUNTER MINING LABORATORY, INC. 

~~Jl. 
H. H. Scales 

c: Mr.Ralston-Canada 

.·. ·• 



--... 

HUNTER MINING LABORATORY, INC. 
994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE:(7021358-6227 

· REPORT OF ANALYSIS 

itted by: Date: February 19, 1981 

BARE'ITA MINING INC. laboratory Number : 9002 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 Analytical Method : Fire A.T. 

AA 

Your Order Number: 

"ton: 43 samples 

B ~ 
Gold Silver Copper Zinc Cobalt 

le Mark : oz/ton oz/ton ppm opm ppm 

'-/Ii, 0 -0.001 0.01 10 45 95✓ 

-0.001 0.05 10 40 100 ✓ 

-0.001 0.15 30 35 150✓ · 
-0.001 0.12 105 30 55 ✓ 
-0.001 0.14 5 40 11ov-
-0.001 0.01 5 35 105v' 
0.001 . 0.08 5 35 100✓ 

-0.001 0.19 10 35 105 ✓ 
I .. -0.001 0.01 1-0 45 95v- -

-0.001 0. 13 20 35 100 V-

-0.001 0.01 10 40 100V-
-0.001 0.15 55 85 55V--
-0.001 -0.01 60 180 30 ✓ 

) . -0.001 0.01 50 215 30V-
... 

. . 0.002 -0.01 55 200 35V--
:...0.001 -0.01 105 170 30 ✓ 
-0.001 -0.01 ' 7ff · 210 35✓ 

~(;)' 0 -0.001 0. 15 95 180 . 35v-

continued to page 2 



------
,....-.... .,,.., 

' - , 
~ . 

FEB 2 3 19S1 
B q 

·' 
rT A MIN I NG I NC . Page 2 laboratory ~o.: 9002 

Gold Silver Copper Zinc Cobalt 
le Mark: oz/ton ozfton QQI!! QQ!! QI!!! 

-0.001 0.05 15 45 gov-
-0.001 0.05 10 40 , ,av--
-0.001 0.13 10 35 100--

-0.001 0.21 60 160 50 ✓ 

-0.001 0.13 75 170 30V--

-0.001 0.08 315 760 3ov-
-0.001 0.13 315 0.22% 30-v 

-0.001 0.05 180 170 25 V"" . 

-0.001 -0.01 80 65 25✓ 

-0.001 0.06 70 65 25V- . I 
-0.001 0.11 105 . 80 25V---- I 

-0.001 0.12 135 125 25v:' ·, 
-0.001 0.13 150 755 30V 

-0.001 0.10 125 330 25 ✓ 

-0.001 ;0.08 ,as 0.11J 30v 
0.002 0.21 255 

' 
465 20V--

-0.001 0.17 90 305 20 ............ 

-0.001 0.06 130 270 30✓ 

-0.001 -0.01 110 · 160 30v 

-0.001 -0.01 135 400 30 ✓_ 

0.003 -0.01 110 ' 180 30..,,-

0.001 0.25 85 190 30✓ 

·-0.001 0.01 50 190 30 ✓ 

-0.001 0.18 110 155 25 \./ 

0.002 0.13 80 135 25~ 
,, 

HU:;;~?l~RY, INC. 

H. H. Scales 



HUNTEi~ M1NING LABORATOR\, I~C. 
994 GLENDALE AVENUE • SPARKS,NEVADA89431 • TELEPHONE: 17021 358-6227 

REPORT OF ANALYSIS 

tted by: 

BARETTA MINING INC. 
Mr. Jim Haight 
P. 0. Box 338 
O'Brien, Oregon 97534 

on : 21 samples. 

.Gold Silver 
i Mark : oz/ton oz/ton 

i.J -15" -0.001 0.11 

-0.001 0.17 

-0.001 0.13 

-0.001 0.07 

-0.001 0.29 

-0.001 0.11 

-0.001 0.17 

-0.001 0.16 

-0.001 0.16 

-0.001 0.08 

!;,~' -(;, _C: 0.001 0.13 

10-7c;_; 0.001 2.24 

-0.001 0.11 

-0.001 0.13 

-0.001 0.06 

·0.0()1 0.12 

-0.001 0.12 

-0.001 0.09 

0.001 0.11 

-0.001 0.08 

J/,5,-/~0 0.001 0.12 

Date : January 

Laboratory Number : 9010 

Analytical Method : Fi re, A. T. 

Your Order Number: 

Cobalt . Copper Zinc 
pµn pµn ppm 

80 60 30/ 

80 65 30 ✓ 
,/ 

75 60 30 

75 60 30 v 

500 75 30 v 

Bo 65 30v 

125 65 3Qv· 

80 I 70 30 ' 
75 65 39 V 

80 65 30 V 

100 95 35 1 -

Bo 90 30 • 
80 75 30 ✓ 
80 65 30 1-

80 70 30 V 
, 

120 125 30 V 

80 65 30 • 

75 75 30 L 

230 95 20 / 

95 140 
25 _, 

75 155 ~a ✓ HU~~l~:g• INC. 

l:! H Scales 
parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. peroenl = parts per hundred. finenosa = parts per thousand. 

?-<?Q1 PE~· ~~~Q - !!~ "I~~~ m~!'!'.' 1 oz/ton = 34.286 D(;1ffi , 11mm = 0.000l~.= 0.02.SUlZ 0zltcn. 1.0'.r.. = 20 coundsi.tan. 



... ..... 
HUNTEl\ MINING LABORATOR), INC. JAN 2 9 1981 

994 GLENDALE AVENUE • SPARKS, NEVADA 89431 • TELEPHONE:1702) 358-6227 

REPORT OF ANALYSIS 

1tted by : Date : January 23, 1981 

BARETIA MINING INC. 
P. 0. Box 338 
33095 Redwood Highway 
O'Brien, Oregon 97534 

ton : 40 samples 

e Mark: 

' I' 

Gold 
oz/ton 

none 

none 

none 

none 

none 

none 

none 

none 

none 

none 

none 

none 

none 

none 

none 

none 
· none 

none 

none 

none 

Silver 
oz/ton 

none 

none 

none 

none 

none 

0.06 

none 

0.03 

none 

none 

none 

none 

none 

0.07 

0.01 

none 

0.06 

none 

none 

rmne 

laboratory Number : 8630 

Analytical Method : Fire A ."T. 

Your Order Number : 

Gold Silver 
Sample Mark: oz/ton oz/ton 

1221 trace none 

22 trace none 

23 none none 

24 none none 

25 none none 

26 none none 

27 none none 
28 trace none 

29 none 0.07 

30 none 0. 10 

31 0.007 none 

32 0.005 0. 10 

33 0.007 0. 10 

34 0.022 0. 12 

35 none 0.07 

36 0.011 none 

37 0.059 none 

38 0.015 none 

39 0.008 none 

1240 0.005 0.03 

continued to page 2 

parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 
a C\L\!!I --- D ..-..- ...t - • •••-- •~--•! • -- ,., __ - a A noo - -- • --- _ ,,. -"'-•- - e. ea"••- - - , . - -



JAN 2 U \9ij\ 

TA MINING INC. Page 2 Laboratory No. : 8630 

·' 

Copper Zinc Cobalt Copper Ziric Cobalt 
e Mark: eem eprn eem Samele Mark: 22m 2Pffi 2J'.lll 

145 35 30 1221 85 60 30 
85 . 50 30 22 80 60 30 

100· 70 30 23 85 65 30 
130 215 30 24 80 65 30 
85 65 25 25 80 65 30 
75 65 30 26 105 60 30 
75 60 30 27 80 60 30 
Bo 75 30 28 95 75 30 
80 95 30 29 80 70 35 
70 60 30 30 150 95 30 
65 55 30 31 100 90 25 
80 60 30 32 80 105 35 
85 70 35 33 70 85 35 
75 60 30 34 85 85 35 

120 85 30 35 70 80 35 
75 65 30 36 75 120 35 
75 60 30 37 80 195 35 

280 65 30 38 75 135 35 
80 65 30 39 90 85 35 
Bo 60 30 1240 70 75 35 

HUNTER MINING LABORATORY, INC. 

~ry)(kLµbO 
Gary M. Fechko 

r. Ralston-Canada 
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liUJN'i'EH I\HNi fJ G LAB(HtA'ft)HY, ~NC. 
£19-'l GLCNDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: 1702) 3G8-62~7 

REPORT OF ANALYSIS 

Submitted uy : 

DAREifA MINilm IllC. 
. P. 0. Box 338 

3 3095 Redv;ood l lighway 
O'Brie:1, Ore[,.m 97534 

Report on : :io so.mples 

G~J d Silver 
Samp ie M,11k : _. _ __...'.._:_:~/1.-Gn oz/ton 
TAP.-5, 100 ~.,,,510 0.014 0.04 

101 ~ . trace none 
-::-.. 

10~ ~ trace none 
" 103 ~ none none 

104 \,, none 0.04 

105 none none 

106 none none 

107 ,, trace none 
108 @,3-7 none none 

TAB-5, 109 655' trace 0.02 

TAB-5, 1Li91(7~~- i/r.)none none 
1492 trace none 

1493 none none 

1494 . none none 

1495 trace none 
1496 none none 

1497 trace none 

1498 none none 

1499 trace none 

TAB-5, 1500.5r.,3.9 - trace none 
,~ -1: ;t g . / u •.• 

DEC 19 1980 

Oate : December 1S, 1<)80 

Liuorntory Numucr : 8565 

Analytici.11 Method : Fire A.T. 

Your Order Numuer : 

( 11 · 
l • {; 

Copper Cob3lt Zjnc ' ~ ' 

' 
ppm 
80 

!Ji •lil ----· I ,1 •Ill _ 

90 3? 

80 80 30 
85 80 35 

75 75 30 
80 75 30 
80 10 30 

' 80 75 35 
85 85 35 
85 80 35 
80 75 35 
75 80 35 
65 75 30 
10 85 30 

75 90 35 
80 90 35 
75· 80 30 
70 85 30 
75 85 35 
70 85 30 
85 95 35 

HUNT~~:a:ORY, INC. 

u u Cr.n1 ~a 

) . 

,-

"--
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-
IIUN'. "_:h 1tllNING LABOH.ATl ':\, INC. 

994 GLENDALE AVENUE • SPARKS . NEVADA 89431 • TELEPHONE: (7021 358-6227 

REPORT OF ANALYSIS 

ubmitted by : Date : November 26, 1980 

BARETTA MINING INC. Laboratory Number : 8558 
P. 0. Box 338 
33095 Redwood Highwat 
O'Brien, Oregon 97534 Analytical Method : AA 

Fire 

Your Order Number: 

TA0 (" 
30 samples I 

eport on : 

Gold Silver Copper Zinc Cobalt 
ample Mark : oz/ton oz/ton ppm ppm ppm 

TAB-5, 1461 f 17- 1-1- .3~!0 none 0.02 65 10 35 
1462 none 0.02 70 75 35 

1463 none none 75 75 35 
1464 none 0.02 65 70 35 

· 1465 none none 70 75 35 
1466 none 0.04 90 70 35 

1467 trace none 75 75 35 
1468 none none 75 70 35 . 

1469 none 0.06 75 75 35 
1470 none none 10 70 35 
1471 none 0.08 70 65 35 
1472 none 0.04 80 75 35 
1473 none none 80 70 35 
J474 none none 70 70 35 

.. 1475- none 0.08 80 75 35 
· .. 1476 trace 0.02 75 75 40 

1477 none none 85 75 35 
1478 · none 0.02 85 90 35 
1479 none none 100 75 35 

TAB-5, 148of//u- 1-/15, !~one 0.06 50 55 30 

continued to page 2 
pm = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

pb = 0 .001 ppm. Read - as "less than:· 1 oz/ton= 34.286 ppm. 1 ppm= 0 .0001% = 0.029167 oz/ton . 1.0% = 20 pounds/ton . 
. - . - - - - - . - . - - - - -- - . 

I 

I 
I 

.1 

1 



BAHETTA MINING I NC. Page 2 Laboratory No.; 8558 

·' 

Gold Silver. Copper Zinc Cobalt 
S< u11p le M;H'k: oz/ton oz/ton ppm ppn pµn 

TAB-5, 1481 L..:15, ·i - '- 1.)0 none none 55 60 35 
1482 none none 65 60 30 
1483 none 0.34 75 65 35 
1484 trace none 75 80 40 
1485 none 0.04 70 75 35 
1486 none none 65 70 35 
1487 none 0.02 65 qo 35 
14e8 none 0.14 65 85 . 35 
1489 none 0. 10 65 80 3d 

fAB-5, 1490 45?. 5-«-/bZ none 0.40 70 80 35 

HUITT9~Ji<!:J:C. 
H. H. Scales 

race of Gold indicates presence but below 0.005 oz/ton 

c : Mr. Ralston-Canada 



IIUN1 ....... l n{:NING LAHORATOl ; 1, .1 1~ C. 
994 GLENDALE AVENUE 

,mitted by : 

BARE'ITA MINING INC. 
P. 0. Box 338 

• 

33095 Redwood High\,ray 
O'Brien, Oregon 97534 

lort on: 

nplc Mark: 

20 samples 

Copper 
ppm 

l\B-5, 1411 1 224--13C> 75 
1442 75 
14143 220 
1444 85 
144~ 85 
1446 140 
1447 70 
1448 · 70 
1449 60 
1450 60 
1 i151 65 
1452 60 
1453 80 
1454 65 
.1-455 · 60 
1456 65 
1457- 65 
1458 70 
1459 70 

rAB-5, 1i.J GO 3/~- 3n, '-/ 70 

SPARKS. NEVADA 89431 • TELEPHONE: (702) 358-6227 

REPORT OF ANALYSIS 

Zinc Cobalt 
ppm ppm 

85 30 
65 35 
55 35 
45 30 

70 30 

95 30 

70 30 
80 35 
80 35 
Bo 35 
85 35 
85 35 
85 35 
85 35 
70 30 
85 35 
80 35 
75 30 

75 35 
75 35 

Date: November 26, 1980 

Laboratory Number : 8555 

Analytical Method : Fire 
AA 

Your Order Number: 

Gold Silver 
oz/ton oz/t ,:-,n 

none none 

trace none 

none none 

none none 

none 0.08 

trace 0.02 

none none 

none none 

none 0.02 

none none 

none none 

none none 

none none 

none none 

none none 

none 0.06 
none 0.02 

none none 

none none 

none none 

HUNTER" MINING ~TORL 

~~ tt~ 
H. H. Scales ----·· . . 

;>nl = pa,;s per n,illion. oz/;on == troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. llnenass = par l!i per thousane 

;ib = 0.001 ppm. A f::i d - as "loss than:· 1 oz/ton = 34.286 ppm. 1 ppm == 0.0001% = 0.029167 cz/ton. 1.0% = 20 pounds/ton. 
-- --•---·. -··· - ----•-·•-- -·----- - ·-··-·--- ----·· ·- - --~--· - -.,,=·"--



, 

C::.J-! C LEl'J!.JALE AV Ef,JUE • SPARKS. NEVADA 89431 • 

REPORT OF ANALYSIS 

.Uillitt, ., I !1-; : 

I' ,\lWTTt1 l·i ! NI l~G COi·1Pl\NY 
/iu ;.~ . E. 11 11 ~~t., .Suj t c C 

l'.r·:..i11t3 Pa!:> :..; , Or-ee,on 97526 

Gold 
un; de M.trk : o~'./:.cn 

\£3- S- 1
1
~ ~ ;: f ~7-4 -9 ~:~: 
0':5 - none 

011 - trace 

05- none 

06 none 

07 - none 

cP ,, trace 

09 - trace 

10 - none 

11 - none 

12 none 

13 none 

111 none 
1r, - none 

16 none 

17 none 

13 none 

19 - trace 

n::-5-1420 (.21c,- / 3;) r:one 

Silver 
oz/ton 

0.05 

0.02 
0.04 

0.05 

0.06 

Q.06 

0. 16 

none 

0.01 
0.05 
0.04 
0.02 

0.04 
0.01 
0. 11 

0.08 

0.02 1 

none 

0.02 

none 

D,11c. IJovcr.-iter 12 , 198() 

An;ilytic.ilMethod : f,'jre .l\..T. 

Copper Zine: Cobalt. 
ppm ppm __ ITfT!. ___ ------- ···--------
85 '/0 35 
70 65 35 
80 65 30 
Bo 70 30 

75 65 30 

75 65 30 
60 60 25 

85 55 30 
85 10 30 
60 50 30 

75 60 3'-> 

55 45 30 
45 55 30 
25 65 30 
30 . 60 30 

70 60 30 
80 60 30 

75 65 30 
80 65 3r:: _) 

75· 65 30 

HUNTER MINI~ABORATORY, n~c. 

'"~ I c <>--(!'-
H. H. Scales -----------------------------------------

pm ~, r, .,rts 1->cr miilion oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundrc1 fineness :-= µart ,; pt•• 111 ,i• •~ ,!~, : 



• SPAF<I(~, . I.J I.,,,..,,... u9431 • lU .CPI' ··,C.170.') Z~'. .. H 22.·1 

REPO~lT Of ANALYSIS 

:;/;O :.: .. E .. ' ' i\ 11 

Gr0z.mt~ Pas2 , 
s:, ., .Suite C 
Oregon 97526 - & 

/ 
Gold .Sil '/Er 

-~ d1! :(l· (J1ark o:•,/ton oz/ton 
- ·--------- -r1l :-- , ... !ii ;' I f?,j-13.S IVJT 1C! 0.0? 

~2 - none 0. 1() 

') ") - no:-ie none L. _) 

211 ,. no1~e 0.04 
~~ r ncne 0.06 
:-:G ,... l1G11e 0.22 

27 - none 0. 14 
:~8 none 0. 28 

29 n.:me none 

j(J - ncr:e 0. 10 
~1 - none none 
')') ,. none none . .J'-

33 - nc-ne none 

! ' ·;. 34 - none none 

3.5 - none none 

56 - none 0.04 
'l 37 ~ none 0.05 

38 ,. none 0.06 
r' 

39 none 0.03 

T.:'.\l.3--~:i-11l4,~.;;1 -2?1,) none none 

___ c \ ,v. 

Copper 
ppm 

nr::; 
80 

70 

75 

75 
65 

70 
1·0 

75 
80 

70 
70 
70 
75 

70 

65 
75 
75 
95 
go 

Diltw Ilv.12mLcr 12 , 1 l)l.JU 

LiJi.Jo r.i1orv Number. B ~5 3 

Analy1ical 1·Jie1ilou : Fire 
/\A 

Zine: C0L2lt 
ppm ppm 

---··-·---·------- --
70 -:;o 

70 · 35 
60 30 
65 35 
65 35 
60 35 
60 35 
65 35 
60 35 
G5 35 

65 30 
55 35 
55 35 
65 35 
65 35 
60 35 
65 35 
70 35 
65 35 

75 35 
HUNTER MINING (APDRATORY, INC. 

9r\M~JL 
H. H. Scales 

r.im 11:111-: r:er 111,ll,on 02/ton = troy ounces per ton cf 20'J0 pounrJs avoirdupois. perc :ml ::: parl!: per hun(1rnd. lincnc:-.s · par t:: p,.r 1110,;<,.,, ... 
.,...,..,...,..,. n, nnt"ll"\4r -, .-. ... ,, . .-. .. n1 'ln ........... ~t,/L,u, 



-lIUNT~it .l\llNING ,LABORATOl,(, IN'c. ·· 
99'1 GLENDALE AVENUE • SPARKS,NEVADA89431 , ~ · · ' TELEPHONE:1702) 358-6227 

' I 

REPORT OF ANALYSIS 

bmitted by : 

BARETTA MINING CCT-1PANY 
360 S.E. "H" St., Suite C 
Grants Pass, Oregon 9752~ 

1port on: 11 samples · 

Gold Silver 
mple M.irk: oz/ton oz/ton 
t:t 
'Af:l-4 Series 

080-1085 0.122 none 

085-1090 0.090 0.21 
=---

\OCf O • (O Q ~ 0. 042 0.08 901 

902 \o"\ e_;- \\Oo 0.066 none 

903 I ID O - \ \ D':;S 0.064 none 

19011 \(b'.;.- - \\\ D 0.030 0. 15 

190 \\ \ o - \ \ \ c_: 0.026 0.03 

1906 I I \ S;- - \ \ ~ 0 0 • 0 36 none 

t90.7 \ '· -::.i_ D - \ \ ~ r.= 0. 068 o. 17 

1908 '- \-;}_ S- - I l ~ o O. 022 none 

1909 , , -".So- t, s~-~o. 030 o. 17 

Copper 
ppm 

I 

0.88% 

0.33% 
1.05% 

555 
o. 16% 

95~ 
475 

710 

0.28% 

555 
0.18% 

Date : November 12 , 1980 

·: Laboratory Number : 8338 

Analytical Method: fire • 
AA 

Your Order Number : 

Zinc 
PJ:Xll 

' ' 

· ·1 .00% 

0.38% 

Q.27% 

Q.17% 
0.19% 

0.22% 

Q.54% 

0.22% 
0.32% 

. ' . . . 

Cobalt 
ppn 

95 
85 

90 
80 

70 

50 
50 
50 

85 

60 

60 

· _-} i!.· .(;h~-~s:kJ.;\;; ~~4 .. ::~t,i1lt?);:?}i.\/\ .. ,:~t.~ .. ·/t :\ _.-·: .,:.. 
- , .. ' ·•·' . HUNTER MINING LABORATORY, INC • ... . ~hlL 

H. H. Scales 

... 

>m = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness : parts per thousand 
....... - n n.o .. --.. ..- o.--"""" -- •••-- •L..--~• • __ ,..__ - a .. ftoo --- • --- - I\ l'\l'\L\•a, - I\ n.on.ia-, __ ,.__ • oo.t - ':>n --· •--""• '•-• 



-
IIUN'1 iU MINING LAllOltA'l'61(Y, INC. 

994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: (7021 358-6227 

REPORT OF ANALYSIS 

:>ubmittcd by : 

BJ\RETTJ\ MINING CQ"iPANY 
360 S.E. "H" St., Suite C 
Urants Pass, Oregon 97526 

r!cport on : 5 samples 

- i -1. , · ,-~ i ' Ir 
Gold Silver 

Sample Mark : oz/ton oz/ton 

1676 ., . •~, . , \r,~ 0.132 1. 11 -
77 LJ O ·;; t 11 :;;,_ 0. 190 1.65 

78 --! 
;::, - ,_J' r_: 

0. 106 0.83 

79 L( l •:.,. d ·.:.... -~ 0. 116 0.86 

1680 t . ~ -., J ,_) - '-· ·c 0.010 none 

Copper 
percent-

1.00 

1.30 

0.32 

.60 

0.051 

Datc:November 12, 1980 

laboratory Number : 8068 

Analytical Method: Fire 
AA 

Your Order Number: 

Zinc Cobalt 
percent percent · 

8.3 o. 14 

1.25 .095 

2.90 .090 

4. 1 0. 15 

0.41 0.006 

HUNTER M:t?f.[NG LABORATdRY; INC. 

8. H.- Scaies 

ppm = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. finene!:>s = parts per thousan0 
nnh = I\ l\t11 nr,m Cna,._ - ,.,,,_ "l.o,:,o. thA.O." 1 r.o-.lt.1:u:>. = "1.L ?IU:. ........._ 1. or.a>.= C\ £\t\£1.1.~. = C\ MO.-U..1 "'1Jl.;1A 1. n~. ;:; 211 r:,,.,.,u:\idi>.iLc\Ll. 



994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: (7021 358-G2.Z7 

REPORT OF ANALYSIS 

Submitted by : 

BARETTA MINING CORPORATION, LTD. 
360 S.E. "W Street, Suite C 
Grants Pass, Oregon 97526 

Report on: 40 SiJITlples 

Copper Zinc 
Sample Mark: pprn ppm 

TAD Dimex 0-1 
1151 ·. -- ·- cicci . ,·. ·- - .... 550 650 

· 1152 '/C~- '1/l'4 . ':7 75 105 

·1153 "(c 4 . 'S - c, ~ r1 130 0. 11% 

1154 'llc-c, - ci,Y 360 0.29 

-1155 q-p.j - ~'30 0. 17% 0.49% 

1156 '1BD -18-;- 380 0.13% 

1157 1e~-c,,ac-1 0.67% 0.31% 

1158 9 !2- ('1 -1'9 y 610 0.19% 

1159 c/~4- C,1 5' 0. 18% 0.20% 

'1160 q ~ it, • I oo ;, , ~ O. 13% 0. 14% 

1161 Joo3. '5 - I oo'f 0. 12% 0.22% 

1162 1 o o 01 - I o I :7 505 0.71% 

1163 {O/f,;'"-{0d-,O 0.16% 0.38% 
1164 .. ,o~o - t()-;;;J.1../. S 115 125 

· 1165 lo "oZ'-4, 3"" .:.1030 155 275 . 

1166 (030 - 103.S- 555 750 

. 1167 102.:s- /0°6{ 370 0. 19% 

. 1168 ID?, 9 - toi.(~,(p0.11% - ---.--·- -
0.22% 

1169 10'1~ .(p.' 10'-{7.4> 335 0.15% 

. 1170 to4 7.tr -IDS~. B 850 400 

. 1171 .1:-,~..: ~ - 6 - 10,:-, 80 130 

Date: November 5, 1980 

Laboratory NumlJcr: 8329 

Analytical Method: AA. 
Fi re, A. T. 

Yuur Order N111111Jer : 

Cobalt Gold Silver NickPl 
ppm oz/ton oz/ton ppm 

35 , none none 110 

40 none none 120 

85 none none 75 . 
60,; none none 120 

85 0.010 none 180 

50 0.006 none 105 
120 0.005 0.08 75 
45 .0.0'12 none 110 
40 0.009 0.09 9~ 

55 0.006 none 105 

65 0.007 none 100 

35 0.011 none 125 
60 0.008 none 120 
40 trace none 140 
40 0.013 none 135 
65 

. 
0.005 85 none 

70 none none 100 

60 none none 75 
85 trace none 70 

40 trace none 105 

30 0.005 none 90 
continued to page 2 c.~--

ppm = parts per million. oz/ton = troy ounces per ton ol 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per th.ousand 

ppb = o 001 ppm. A11.ad ::- as "less than:· 1 oz/ton = 3~ .286 ccm. 1 com= 0.0001% = 0.028167 oz/ton. 1.0% = 20 oounds/ton . 



BARETTA MINING CORPORATION, LTD. 

Copper Zinc 
SamQle Mark: QQm Qem 

-1172 /0~, -10"=' ~ ,--t 75 65 

.... 117J 1o «P~ . ~ -10({)7.'-l 70 6S 
- 1 i 7 4 I D!t-.. ,. ~ - Io 1 l. "=' 70 70 

_ 1175 107 \ .$- /07 r,p 65 65 
. 1176 107~-1080, l,- 70 70 

. 1177 /08D.to-lb 85..<&. 70 70 

r 1178 IO9S-,lt,- l0't0. ~ 85 60 

,...1179IDC,D.d--(0CfS- 110 55 

1180 Io~ '::; - I I C C 110 65 

1181 /100 - (( 0 s- 105 85 

1182 I f o ':S - I l o °I , ~ 100 70 

11831109,<s- ,,, Y 5110 70 

1184 fllY.':.:--ll\~.71 30 75 

1185 1llB.'"J - l\~~.·1135 70 

1186 11~~.1-11;;>.$3 125 70 

1187 l / ~ '(, - I \ 3 :: 105 55 

1188 3-- <7 lp P5 ll ~-(I., . ... _ 65 

1189 1137 .~-(\'-\\ , '-, 110 65 

.... 1190 1 l 4 I. 4' - 114(p .<,110 60 

c .~ 

' 

·' 

---­,... _ 

Page 2 Laboratory No.: 8329 

Cobalt Gold Silver Nicl:cl 
eem oz/ton oz/ton QPffi 

30 . none none 110 

30 none none 115 
30 none none 90 
25 none 0.09 <JO 

35 none none 90 
30 0.006 none . 95 
30 none none 80 
25 trace none 6'.5 

30 trace 0. 05 65 
30 none none 70 
25 none none 55 
30 none n0ne 70 
30 none none 70 
30 none none 65 

35 none none 80 
30 none none 70 
30 none none Bo 
30 none none 75 
22 none none 70 

HUNTER MINING LABORAOTRY, INC. 

9st\'rgl,,fl,, 
H. H. Scales 

- ... 

Trace of Gold ihdicates presence but below 0.005 oz/ton. 

-



-- .. , ... . 
. • I , .• 

IIUNTEI~ MINING' LABORAT,ORl'., JNC . .' 
I 

994 GLENDALE AVENUE • SPARKS. NEVADA 894;31 .. ~ '.,. -:T~LEPHpNE:(702) 358·62,?7 

REPORT OF ANALYSIS 

1tted by : Date: November 5, 1980 

BARETTA MINING COMPANY Laboratory Number: 8155 
360 S. E. "H" Street, Suite C 
Grants Pass, Oregon 97526 

AA Analytical Method : 
· Fi re, A. T. 

Your Order Number: 

ton : 36 samples. 

le Mark: 

3 /.?..,,,) 

~ I .}. ~! l J 

) 

l 

2 
3 .' _::,5i,. ;( 

4 1E 5b,D 

Copper Zinc Cobalt Gold ·, Si.lver Nickel 
ppm ppm ppm oz/ton oz/ton · ppm 

450 o. 28'1, 85 Q. 009 non'e 60 

0.21% 0.54% 75 0.024 ,none 65 ' 

200 o. 22% H5 0. 005 . none 5? 

0.12% 0.34% 65 0.006 . '0.Q7 · !, 60 

390 0.24% 40 • . 0.005 · none 60 

o. 50% · o. 29% 170 0. 033 none 50 

2.0% 3.55% 130 0.114 0.31 40 

o. 74% 1.20% 150 0.056 0.17 60 . 
0.95% ·2.10% 135 0.074 . 0.10 60 

5 18r:.2 0.721, 2.00% 155 0.075 none 50 =--~-------------'-'------------···-----
6 . I c:(p <l 0. 31% 0.65% 85 0.039 0.09 50 

7 12 1.:. 

8 12'7? 

9 , z 85° 

0 1[:_q() .. 

1 /i45 
2 13o0 

3 ;JuS 
4 1312 

5 13/b 

. 0.12% 0.111, 50 0.011 0.10 

290 0.17% 40 0.005 none 
65 0.14% 40 

45 
·-0 •. 17% 

280 

190 

365 

55 

760 

575 

75 

55 

35 

trace 

0.Q06 

ttac:e 
0.05 
0.01 

continued to page 2 

105 

140 

= parts per million. oz/ton = troy ounces per ton of 2000 pounds ayoirdupois. percent = parts per hundred. fineness = parts per thousanc 
•• -. • •-- -- - • --- - A~""•• - #\ . 1ri 1\~•111D:• -•'•-- • I\AI - "'"' --•••.4 .. Jt,..-. 

i 
\ ' 

: t 
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( 

BARETTA MI NING COMPANY __Page 2 Laboratory No.: 

Copper Zinc Cobalt Gold Silver . Ni ckel 
Samele Mark : eem eem eem_ oz/ton oz/ton ~pm 

l . I ' •..,. (t .i 910 , , :· ·~ . ...,,- t• ~ ·~ 0.83% 0.90% 100 0.0?6 0.12 70 
1911 n·.::;'i.:>o!- ,1 ~'-l 0.75% 0.26% 65 0.027 none 85 
1912 11 L\Y - I 11-CI . lo. 70% 0.46% 60 0.043 0.17 · 100 
1913 l \Y 7, l - I \C ~ 0. 24% 0.21% ' 50 0.013 ' 110 none 
1914 11 ::- ·:: - 114C, ::- 75 705 35 trace none 130 
1915 \ I ,PL) , --:. · I I le~ · fu. 12% 0.15% ~o 0.035 none 145 
1916 \l(.q4 · ~ - \\ 7 -~ 

: 
120 0. 14% 45 trace 0.04 45 

1917 \: T::, . -. I - I \17 , ~O. 68% 0.28% 50 0.031 none 45 
1918 1 , -i-i . Lj - 11 'i3 ( , ~ 1 . 10% 0.46% · 45 0.091 none 6·o 

1919 1, ~Uc - 118~ .lo.18% 0. 38% 40 0.013 none 55 
1920 11 5lo .'\ - ,,.9' 565 0. 14% 175 0.005 none 100 
1921 I , °1 I · Lt - \ \ 'V-1. 't> 225 0.11% 65 0.018 none 75 
1922 \ \C(l\, b l~..100. C 160 685 70 0.010 none 55 
1923 1 )()0. c-: · I .) 0 ~0. 11% 0. 13% 105 0.057 none 60 

1924 lc:;}o· ·: . 1:.... \ n 0.23% 0. 37% 75 0.043 none 55 
1925 ,d, n - 1:-,,.. , ~ 545 0.22% 60 0.007 · none 60 

HUNTER MINING 'LABORATORY, INC. 

~l;R_. 
H. H. Scales 

Trac~. of Gold : indicates presenc~ ~u-~ -, pe.Jp)Y_;, q_.,~~~_:\Q~/.~~~;1i:.:':;~ . ..,,.r ·· i,: ... :· ,. , .· . , .. 
. . . :· ... ·. . . - • .-,. • :,j \ •!_ ·<>-:'.(t:.--,•·~r ::1··;i.ff t .. :i--.:{t1'l?:I'·•·:; :·-' ·:.-·~: ···'i :·!"' . 

. f, 

X 

8155 



994 GLENDALE AVENUE • SPARKS, NEVADA 09431 • TELEPHONC: 1702) 358·6227 

REPORT OF ANALYSIS 

;ubmittecl by : Date : November 4, 1980 

BARETTA MINING CORPORATION, LTD. laboratory Number : 8306 
360 S.E. "H" Street, Suite C 
Grants Pass, Oregon 97526 

Analytical Method : AA 
Fi re, . A. T. 

Your Order Number: 

lcport on : 60 samples T/' -. . ( ~ C - r-- -I, t-;, f+_., - -· I /. •. ✓ ~s-~) -

Copper Zinc Cobalt Gold Silver Nickel 
iample Mark : eem eem eem oz/ton oz/ton QJ'.XTl 

TAB-Oimex 0-1 (tR/3-'-) 

-I 1861 ?-~ 7. s- ·:::.s°"" 80 75 30 none none 40 
1862 3~~-~51 85 Bo 30 trace 0.01 40 
1863 ~:;7 - ·.::,'4? l 75 65 30 none 0.03 45 
1864 - ~ \ - ~(t, (f 80 70 30 none none 45 
1865 ?J..+;~ - ~ 7 b 90 70 30 none none 45 
1866 -::_70- -~,4. ~ 125 70 30 trace none 45 
1867 ·:, 7 4 . ~ - ~l 8 85 65 30 none none 45 
1868 -:-, 7 e. - -... s-:,. ·- __, _.,,, 80 70 35 none :none 50 
1869 ~Bs--:.~~ 80 60 30 none none 45 
1870 ?5 2, --7 .°( ~. S1 80 95 30 none none 45 
1871 7a..o . c_;- - 7 ;;i__-_;- 175 0. 16% 35 trace 0.07 100 
1872 7"J. -:- 7::,..) 0.20% 900 40 0.018 0.02 110 
1873 ,·::.,o -7·=--=- 0.12% 0. 18% 40 0.011 0.02 105 
-1874 73 c..- 77 '1 ~ .•• ..., . ,-., . . ..,) 275 0.20% 35 trace none 110 
1875 731. 5" - 7~t/ 0. 19% 925 30 0.016 0.08 95 . 

.1876 1~Y - 7<f ta.~ 290 315 35 trace 0.03 140 

.1877 74ta.::- 7SS.:!'125 215 45 trace . 0.09 125 

.1878 753,5- 7'S"B S- 845 0.59% 50 trace '; 0.06 150 
-1879 Yv"8. -S- - 74,L.{ 0. 12% 0.40% 50 0.005 0.01 125 
1880 7'-" ~ - 7"1 c, 700 310 30 0.005 0.05 40 
1881 7fR ~ -17 4 60 55 25 none none 25 

I ~ 
continued to page 2 

ppm = parts per mil1ion. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousano 
nnb = .0 001 nnm AP.ad ~ as "IP.s..c: th:in'' 1 ozlton = 34 .288 nam_ 1 oom;: 0 .0001~ = 0 .029167 oz/ton. 1.0't = 20 oounds/ton. 



BARETTA MINING CORPORATION, LTD. Page 2 Laboratory No.: 8306 
·' 

Copper Zinc Cobalt Gold Silver Nickel 
Samele Mark: eeri, eem eem oz/ton oz/ton ppm 

TAB Dimes 0-1 
-1882 17 1..\-77 ~ 25 55 25 none none 20 

, .1883 -, l <'1 - 7 6 .:S 40 60 25 .none 0.09 25 
_·188,l , n ·~ -1s~) 85 60 25 none 0.02 30 

1885 7 f, ,,; _-, 9 :.::_ 90 65 25 none 0.02 35 
1886 -,q;;.2-1c, 7 80 : 65 30 none 0.09 45 
1887 7 'l 7 - fvl . :::- 50 50 · 25 none 0.02 35 

,.. 1888 <3DL ·:::--'C)O(" ":>-10 50 30 none 0.10 40 
__ 1889 eo<P .'.:--B 1, 105 50 25 none 0.03 40 
__ 1890 to \ i - <3 I {p 95 50 25 none 0.01 35 
- 1891 Stt.t,-'o~l 25 60 25 none none ?5 
. 1892 £ ~ ' - 8~,'...,.-e5 90 25 none: n_one 40 .. 
,.,1893 £ ~. ~_-:- - B3o 45 55 25 trace 0.03 25 

,- 1894 '·, y e ~o- <()..., 55 55 25 none 0.02 30 
1895 <-324 '670 ,:;:, - ....., 0 70 75 30 trace 0.01 40 
18% 6..,. . . .... t., -.., 

·., ~ - (".> ~ 50 55 25 none none 25 
- - 1897 8L/ _::. CJ 'i 7 95 50 25 none none 40 

.. ) 1898 8 Y l - 8S..) . S- ~5 25 none none 40 
~ 1899 s~:-~-~~sio..s-85 55 30 none 0.01 50 

,.. 1900 ~~le>.$" - f><i,/.~-80 60 30 none 0.03 45 
,. 1926 S&t.':r--8~~'5"65 50 25 trace 0.11 50 
.- 1927 8&5, S - 8 70,4, 70 50 25 trace 0.17 45 
_ 1923 97° .~ -e7s.4>65 50 25 none 0.07 45 

_. 1929 ~s- ee - B80,tp 50 50 30 none 0.13 50 
·,.. . 1930 mo.<, - ~~c_;- 45 55 30 none 0.07 50 
~ ~93.1 88s-- B Cf D 20 55 25 none 0.05 50 

· 1932 . BCJD- B9t../.S- 70 55 25 none ' 0.12 .45 -~ . 
- · 1933: fJCt 'I ,5:.- - s,qc=, 110 50 30 none 0.05 50 

1934 8'1C, - ~3, 5 80 50 
~ 

30 none 0.12 75 

r · 
1935 q'o3, ~ -1D'8 65 50 30 none none 70 

,. 1933 1ofJ - q13 60 110 30 none 0.01 65 
-· 1937 Cf r 3 - '117, ~ 130 45 30 none 0.13 70 

continued to pag~ 3 

0..-~-
. · -- ---- ··-··-· ·- . --------,, e &IA 



·' 
BARETTA MINING CORPORATION, LTD. Page 3 Laboratory No.: 8306 

Copper Zinc Cobalt Gold Silver Nickel 
Same 1 e t1a rk: eem eem eem oz/ton oz/ton Qpm 

TAB Dimex D-1 
,... 1938 q,7,5-C,~~ 95 40 30 none none 80 
~1939 ~~:;;.- 4~7 195 50 35 none none 70 

_. 1940 ti ;;i. 7 - tj 5 I. 5"' 155 90 35 none none 60 

f" 1941 q31.S-'13[p 125 75 30 none none 45 
,,_, 1942 q '3 lp- 9'-{D . .S- 650 0. 18% 40 trace none 65 
,,. 1943 c:::;i40, s - ~4~·.s900 0.47% 45 0.005 none 95 

1944 Cf'4S"."S- 't 'SO 155 0. 11% 30 none none 65 
" ,,,. 1945 4 s-o - 'fs~ 70 180 25 none none 60 

HUNTE~ MINING t')BORATORY, 

9QltdtdL 
INC. 

CJ?. H. H. Scales 

Trace of Gold indicates presence but below 0.005 oz/ton. 



HUN'i'.Elt MINING LABOl{A'l'U.h 'r', lNC. 
994 GLENDP,LE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE:1702) 3 58 r. 227 

REPORT OF ANALYSIS 

Jl.>mittcd by : 

DARETTA MINING CORPORATION, LTD. 
360 S.E. 11 H11 Street, Suite C 
Grants Pass, Oregon .97526 

November 3, 1980 

Laboratory Number : 8136 

Analytical Method : Fi re, A. T. 
AA 

eport on : 20 samples. 
. ·-; f}-:.3 · il ( 6 - 3 4fi~ 

Your Order Number : 

Copper Zinc Cobalt Gold' 
ample Mark : ppm ppm ppm oz/ton 

Silver Ni eke l 
oz/ton ppm 

.801 - o - ~ Y 75 80 30 trace o·.12 45 

.802,. ,;iy-:$~ 75 70 30 none none 45 

l803, ~<o-~S" 95 75 30 trace 0.02 50 

l8U4 - Y <::; - S < .. · ,:;- 75 65 30 none 0.07 45 

l805, S -'.:. . ~ - (o cL 100 95 40 none 0.04 55 

L806 - 4=> ~ -&>CD·~ 75 70 30 none none 45 

L807- tp&,, ~ - 7 \ 75 75 30 none none 45 

L 803 - l I - l ' · r::; 80 80 40 none none 55 

wog-·r7 . <.~ - <2>4 . :::::- 75 65 35 trace 0.04 50 

1810- '34 . c_-: - "I l 75 70 35 none 0.09 45 

1811, '=tt-'14:> 80 70 30 none 0.09 45 

1812- .:'.f(p-/01 75 60 30 none none 45 

1813- I 0(- (C'f 80 70 30 none 0.04 45 

1814- (0 7-(l;l • J 80 75 30 none 0.05 45 

1815-: ·11:::>_.5-tl,.585 75 30 none 0.09 45 

1816''"1\ , ·. CS -I;}\. S- 85 75 30 none 0.10 45 

1817-1~ I ,S° -\~'S ,$""° 80 80 30 none none 45 

1818 ;,;i. -s-. 'S - I~~ . £p 80 p5 30 trace 0.07 45 

1819-" / ~ "'I . (&, - ' -~ =:, 80 75 30 none 0.06 45 

1820"· t 2, 3 - \~.~195 315 45 none 0.07 55 

O.P. 

HUNTER MINING LAB~ATORY, UK. 

~~(~- ~ 
H, H, Scales 

lpm = par! "' per million. oz/ton "' troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per 1hou5:me1 
- -~ - "r"Ln4 --·- "--.... 



IIUN1'ER MINING LAllOUA'f(Jt{Y, INC. 
994 GLENDALE ,'\VENUE • SPARKS, NEVADA 89431 • TELEPHONE:17021 358-6227 

REPORT OF ANALYSIS 

·' t 

Submitted !Jy : Date : November 3, 1980 

UAR ETTA Ml NI NG CORPORA TI ON, LTD. Laboratory Numlicr : 8132 
360 S.E. "H" Street, Suite C 
Grants Pass, Oregon 97526 

Analytical Method: AA 
Fire, I\. T. 

Your Order Number: 

Report on : 34 samples. T/78 & ( 5'f ;;,.5- 7.xD.i) 
Holr. JJ; t, 

Copper Zinc Caba lt Gold Silver Nickel 
Sample Mark : ppm ppm ppm .oz/ton oz/ton ppm 

1780 5'12• t;- ~'f 7 685 · 0.80% 970 0.080 b.10 15 

1781 5 Y 7 -·::·--:-:_; .S"' 540 0.93% 0.13% 0.039 none 20 

1782 e ~- - .-- • .- •-, __, ~ r_../ . _., • ..,J 510 0.25% 0.12% 0.066 none 15 

1783 'S'S c--, - ·:;&,7 290 0.22% 950 0.045 none 20 

1784 $ lr> 7 _ 5 -, "). (p O . 12 % 745 765 0.087 none 25 

178551 -;;;)__'-4,-S.lS .~ 0.11% 600 475 0.105 none 30 

1786 S 7g '-{ -c:..E:..> . 1 400 0.32% 665 0.068 none 20 

1787 :::,13~ .7 -S'o .. d b 385 0.54% 535 0.057 none 25 

1788 588. 8 -Sci~ -G:, 170 0.42% 640 0.085 none 15 

1789 Ser~ _(p - {oOO. ~ 0. 16 % 0.39% 610 0.113 none 20 

1790 G::,co. "= - Cc.O':: "-: 0 .15% 1.50% 640 0.091 none 20 

1791 Cc,c,,5 . "': _(c,/O ,,:;- 260 2.05% 665 0.072 none 20 

1_792 <ot O .r~ _1.p,c.;. 7 165 3.55% 585 0.039 none 30 
1793 l.o ("-_:- I 7 - (o ~ 3 725 1.15% 575 0.122 none 20 
1794' ~ ~ ~ -{p~~.s- 0.13% 3,90% 615 0.131 0.20 20 

1795 -(o~g -~ - b ::-3 575 1.60% 385 0.058 none 30 -

1796 ~ 3 -:: - (c. -!: 8 0.60% 1,90% 405 0.138 none 25 

1797 ~t.-8 -4>'-13 0.21% 3.05% 430 0.106 none 30 

1798 (o c.( 3 - (o '+ g 0.20% 0.67% 390 0.160 0.06 30 

·1799 <ot/- z; -&i::::: 3 485 0.60 350 0.058 none 40 

1800 (o :::- -~ - ~,·:;- 8 500 2,80% 365 0.104 none 25 

~r. continued to page 2 
ppm = parts per million oz/Ion = lroy ounces per Ion of 2000 pounds avoirdupois. percent == parts per hundred fineness = parts per thousan( 



·' BARETTA MINING CORPORATION, LTD. Page 2 Laboratory No.: 8132 
'. 

Copp2r Zinc Cobalt Gold Silver Nickel 
Sa111ele Mark: eem eem eem ozLton oz/ton eem 

· 1551 (,·~8 - ~~ ~ 320 1.45% 310 0.075 none 35 

- 1552 tr,&, -=-: - (pp 8 225 0.15% 310 0.048 none 35 

· !'553 &-0S - to 73 . (p 325 0.39% 355 0.048 none 40 

-1554 &>->::..~- C&>76 235 295 315 0,044 none 50 • 
. 1555 1..o 7 s -<oBr . er 925 900 305 0.193 none 40 

_ 1556 <p€,( .? -(o8L/ .s-0,48% 0.18% 65 0.048 none 95 

_ 1557~84 .~ -~S:,.50.16% 0.24% 75 0.039 none 75 

- 15580?~-, ,.~ - <CJC--,c..{ 0.18% 0.63% 80 0.050 0 .12 60 

1559 (c, Gt <../ - 7ol ,-:; o. 5 7% 0.35% 170 0.147 none 65 

1560 ")c.t ,~_: -7c-Y_:-c:1)_23% 0.12% - 125 0,048 none 45 

1561 7u':::, ':S- t I I 0.57% 0.26% 115 0.110 none 45 

-· 1562 f l \ - 7 I'-/ · ::- 0 .15% 0.25% 45 0.006 0.01 75 

... 1563 71 L../ . S"- 7 :..K.1..'.'.-0 .11% 0.13% 35 trace none 100 

HUNTER MI_NING LftORATORY, me. 

~r~e,L 
H. H. Scales 



HUN'l'.Elt IVilNING LAIJOllA'r01Ct', IN{~. 
994 GLENDALE AVENUE • SPARKS, NEVADA 89431 • TELEPHONE: (7021 358-6227 

REPORT OF ANALYSIS 

ubmitted by : 

BARETTA MINING CORPORATION, LTD. 
360 S. E. "H" Street, Suite C 
Grants Pass, Oregon 97526 

teport on: 40 samples. 

OH h 

;ample Mark : 
Copper 

ppm 
Zinc 

ppm 
Cabal t 

ppm 

[821 - 1:::C,.'::-I~~ 210 
L822, \ 'i 4 - l '.":S""O 320 

1823 ,..1c:;o -l<o~.S- 265 

1824 ~·teY ,"5 - l<+>1 ~ 255 

1825J(p~. ' :- - \7-::. 215 

1826 ...\ l --:., - I 7 <g 165 

1827, 17 ~ - l 8 3: 160 

1828 - , ~ ;.. - I 5 -7 45 

1829- I~ 7 - ( "f ~ 40 

285 

385 

515 

210 

330 

260 

310 

115 

100 

1830 - l q .:) -~ c...., l 
1831 - ~ 0 ( - ~c) (p 

1832- .OOlt -~'- \ 

l833 --{ &l( - ~\ l 
1334 -· ·~,, - ~:,)_ ~ 

1835 ~·a~ .;i...-a~7 
1836-.;} ~7 -~5~ 

1837- ~ ·,:: ~ - :l.. ~ .g 
1838-. ~~ S - ;;_4~ 

1839_.. &4 ~- d,...'--'- l 

65 120 

95 80 

40 75 

30 65 ---35 70 
50 85 

60 80 

45 70 

145 70 

140 75 

1840- ~t47 - ~ 5 ~ 95 

1841,,- .;.:.._":: ~- :;t_(p '-' 145 

184 2- · ~ <.&> D - :l 4> ·::;- 80 

70 

80 

70 

Q.\? ... 

35 

40 
50 

30 

35 

30 
30 

25 

30 

30 

30 

30 

30 
30 

30 

30 

30 

30 

35 

35 

45 

30 

Date : November 3, 1980 

Labordtory Number : 8129 

Analytical Method : /\A 

Gold 
oz/ton 
trace 
none 

trace 

none 

none 

none 
none 
none 

none 
none 

none 
r,one 

Your Order Number : 

Silver 
oz/ton 

0:05 
0.03 

0.13 

0.10 

none 

0.14 

0.11 

0.07 

0.14 
0.01 

none 

0.13 

none 0.15 ~----
none 0.08 
none 0.24 

none 0.05 
none O .02 

none 0.14 

none 0.09 

none 0.09 

none 0.10 

none 0.12 
continued to page 2 

. Fi re, A. T. 

Nickel 
ppm 

45 

50 
55 

40 

45 

40 
45 
35 

35 

40 
40 

40 

40 
40 

45 

45 

40 

40 

45 

45 

60 

50 

ppm = parts per million oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundi0d. fineness = parts per thousand 
• __ ,,. __ - o.a . noo --- • ---- - nl'VV\1a., ~ nn,:,01Q7 n~/tnn 1 n~: ?n nn11nrk/tnn 



BARETTA MINING CORPORATION, LTD. Page 2 Laboratory No. : 8129 
·' 

Copper Zinc Cobalt Gold Silver Nickel 
Sample Mark_: ppm ppm ppm oz/ton oz/ton ppm 

1843; ~ ~- ~<.o 1 70 70 30 · none 0.04. 35 

1344., ~Cc c\ • ;:;_ -7 -: ~ 85 75 30 none 0.05 40 

1845, c> 
.";;1,-"!;;,-~7 a 85 85 30 none 0.08 90 

1846 .. ;;)."7 S -~8 ~ 5 70 75 30 none none 65 

1847" ~ 'c> 3, c5 -.;l.88, 80 65 30 none 0.09 50 

184&- ~~8 -~'1.'.:J-:::- 80 65 30 none 0.02 55 

184 9 ' ,;;i c, ~ . ~ - ~ 9 (o 80 75 35 none none 55 

1350 ~ ~ 9 {., -~ . ':S" 80 70 30" none 0.06 55 

1851 •<::o o . "S - -:!. o :::;- EO 80 30 none 0.08 70 

1852"' ,30 --:: - ·-~, O 90 75 30 none nune 50 

1853, °31 L'""' - '..:,\ '::° 75 70 30 none . none 55 

1854, ·:..l ~ -$~U 80 65 30 none 0.06 50 

1855, -5.;2.0 - ~ =-L -s- 85 70 35 none 0.04 60 

1856 · 3~c-:-::..=::.o 150 105 30 {lone 0.07 75 

1857 · - ..l - .:1 - •• ~ - ; .. ~ 
-.J• __,._; -~ _J .......,) 115 80 35 trace 0.15 60 

1858, -- - ,- ·.,· ·e ~ ~3 ·..::. -_, _, . _, 65 65 30 none 0.09 50 

1859- 3' 3 8 , c5 - ~~ - l{ ~ 70 ' 75 30 none 0.17 35 

1860 ~= 'i -:::i.._ - °3,l{ I . c:s- 65 65 30 0.009 0.11 40 

INC. 

Trace of Gold indicates presence but below 0.005 oz/ton. 



HUN'fEI{ MINING LAll0l{A1'0.h \', INC. 
994 GLENDALE AVENUE • SPARKS. NEVADA 89431 • TELEPHONE: (702) 358-6227 

REPORT OF ANALYSIS 

;ubmittcu by : 

Report on; 

.- -! 
~(~ 

Sample Mark : 

BARETTA MINING CORPORATION, LTD. 
360 S. E. 11 H11 Street 
Grants Pass,Oregon 97526 

16 samples. Tfit~ (j, ( '-lcQld, 5"" - 50_~ 

Copper Zinc Cobalt 
ppm ppm ppm 

1682'1· ~e,.5 -3,e. s- 1.65% 7 .1% 1000 
,. 

·4·32.s-1683 475 8.25% 275 

1684 0.11% 5.55% 340 

1685 4.25% 6 .15% 705 

.1686 0.24% 1.35% 550 

-1687 0.23% 1.75% 700 

.1688 0.15% 1.80% 775 

1689 0.12% 1.55% 870 

1690 0.13% 0.95% 970 
. 1691 0.14% 0.29% 0.16% 

1692 0.23% 0.37% 0.16% 
1693 0.26% 0~28% 0.14% 

--.1694 0.33% 0.33% 0.15% 
... 1695 0.25% 0.22% 0.16% 

..: 1696 I 130 0.24% 0.12% 
_1697 , ; 200 0.39% 0.12% 

I . 

• I 2 _. . // .r- 11, 

f0 '<-5 -ID ~' U , v &;v 

Date : November 3, 1980 

Laboratory Number : 8093 

Analytical Method : AA 
Fire, A.T. 

Your Order Number: 

Gold Silver Nickel 
oz/ton oz/ton ppm 

0.178 0.85 30 
0.019 0.39 65 

0.028 / 0.01 75 
0.862 0 .15 30 
0.035 none 95 
0.053 0.04 70 
0.040 none 30 
0.044 none 25 
0.025 none 25 
0.046 none 20 
0.038 none 20 
0.056 none 15 
0.059 nor,e 15 
0.043 0.21 15 
0.033 none 20 
0.030 - none 20 

HUNTER MINING LABORATORY, INC. 

,2~~&. 
H. H. Scales 

• ,I I> 

ppm = parts per million. oz/Ion = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousan 
... •- - -. ~•- - 4'. nn,...•o'!S - - •• , .. _ • nBt - nn -- ·· -..., " ,,~.,. 



BUN'l'EH l\llNlNG LAGOHA'I'Oll \', INt:. 
994 GLENDALE AVENUE • SPARKS, NEVADA 89431 • TELCPHONE. l 702) 350-6227 

REPORT OF ANALYSIS 

JI.Jm ittcd by: 

DARETTA MINING CORPORATION, LTD. 
360 S.E. "H° Street, Suite C 
Grants Pass, Oregon 97526 

eporton : 7 samples. 
\Q 

'. !) 
<...t Copper 

ppm 
Zinc Caba 1t 

1mplc Mark: ppm ppm 

598 ...,.- -;, c--o f:i> __,D -- ....J C 155 0.14% 0.13% 

699 "'SD'o -C::1 -~ 415 0.21% 0.11% 
700 c--,-...,_c--lQ_ ___, _, _, 360 0.12% 0.13% 

776 '5l'b-'S~5 410 0.55% 875 

777 e- - - , 
- o,J__ -- -- C'"> ....... o,l 0 700 1.05% 0.11% 

778 
<"'""' a:--,.., ..... 'S ~ 0 - _;;) :✓ _, 295 2.65% ·0.13% 

779 c..:::; -.:::, -~-'=:; l.f :J. · S- 925 0. 75% 0.14% 

C 

Date: November 3, 1980 

Laboratory Numi.,cr : 8092 

Analytical .Mcthod : AA 
Fi re, A. T. 

Your Order Number : 

Gold Si 1 ver Ni eke 1 
oz/ton oz/ton ppm 

0.032 none 15 
0.177 none 10 
0.082 none 10 
0.094 none 15 
0.052 none 15 
0.043 none 15 
0.113 none 10 

HUNTER MINING LABORATORY, 

:_~~ 

INC. 

H. H. Scales 

pm = parts per million oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred fineness = parts per thou~ano 
nh : 0 nnt nnm Qoarl - <u> "l<><>a thon" 1 n,/lnn = GA !>QQ nnm 1 nnm = 0 ot\01.it. = 0 0901a7 n7/lnn 1 fi't. = 90 nn11nrh1/lon 



' ' 
IIUNTER MINING LABO):tAT()hY, INC. 

9:34 GLENDALE AVENUE • SPARKS. NEVADA 89431 ' • . ·.' ' TELEPHONE:(702) 358-6227 
' 

REPORT OF ANAL:V$1S • 

Jbmitted by : 

BARETTA MINING CORPORATION, LTD. 
360 S.E. "H" Street, Suite C. 
Grants Pass, Oregon 97544 

Date : October 31, 1980 

Laboratory Number: 8339 

Analytical Method : AA 
Fire, A.T. 

Your Order Number: 

eport on : 20 samples. 1-lt/e ff- ~ -
( /3!/_, 

1
~ /L/Qii) 

Copper Zinc Cobalt 
,ample Mark : ppm ppm ppm 

S"ti,,-, (· ley . , 
· 75 30 TAB-4::}301 1314-13~( 100 

/" 1302 ).3 ;)I - r3.:}~ 80 65 30 

,,,.1303 13~-,~30 85 65 30 

{" 
1304 133O-1·~-s~lSS 70 30 

,&' 13051'33Y•l3:'..'U45 60 30 

<' 1306133"'-l3~Y 100 60 · 35 

~ 
130 7 \ 3. -{ 4 - I "3.4 C, 4 5 60 35 

/" 
1308131.{ C\- ( 3S 3 85 65 30 

1309 t3'S3-t3S7 55 70 30 
/' 

1310 \~S7-13/oJ·'1,05 65 30 
r 
.,- 1311"~~-::i.- 13"'135 60 30 

1312\'3<c7-137l 40 60 35 . 
r 

13131311- B1535 60 30 
r 

1314 (~7~-/37'7.~5 
~ 

50 ~o 
~ 1~15('31,~-:''38f25 60 .. ,_ ·',. · 

·.' - ~~ '·:\\ 65 : ( 

1316 1'3~ 1H3iS .S 95 30 
~ .· 

1317(3~8.S • f3't~ 70 60 30 ,. 
/ 13181~-t ~-,si? 60 60 30 

/ 1319 /3.,1-(1./0I 45 55 30 

.--TAB-4-13201t101 - ,~ 0 ~55 60 30 

Gold Silver Nickel 
oz/ton · oz/ton ppm 

none none 105 

none 0.01 105 

none none 45 

trace none 50 

none none 95 

none 0.01 205 

none none 165 

none none 110 

trace. none 135 

none none 60 

none none 140 

none none 170 

none 0.05 160 

none 0.06 100 - . · · .. qon, -1 • •. ,.. I t none .. 140 . ~ . . . ' . .. .. . . .,:,. \. .. .. , . ' ' . . . . ·••r .. , . . ,; . .,:,./,r: \1•.• "'· . "', .... 
.. ,· .11one ·!:•t•,;. ··: 0.10 · -''::· 120 ' '. 

.none none 150 

none none 160 

none none 165 

none none 130 

HU~~,:[TORY, INC. 

H.~es 
~~m = ~~rts ?er million. oz/t~n = troy ounces por ton of 2000 pound,$ avoirdupois. porcent = parts per hundred. fineness = parts per thousand 



.. 
IIUN1~.R MINING LABOR/\TO~ .t, iN·c. '· 

x~aftfi~I~ 
994 Glendale Avenue 

tbmitted by: 

• SPARKS, NEV AD~ 89431 ' 

REPORt OF ANALYSIS 

CORRECTED REPORT 

, • . . , ' TELEPHONE : (702) 358-6227 

One: August 11, 1980 
r., 

BARETTA MINING CORPORATION 
360 S.W. "H" Street 

laboratory Number : 7529 

Grants Pass, Oregon 97526 
Analytical Method: AA 

Fire, A,T, 

Your Order Number: 

iporton : 16 samples. 

Copper Zinc Cobalt Gold Silver 
,mple Mark : percent per~ent ppm oz/ton oz/ton 

~B-4 r r)~ )00-1005 
.,,.. ,.,.., 

0.84 0.18 365 0,081 none 

)05-1010 I' /2) 1.30 0.25 c" 225 0.126 0.24 

)10-1015 -I 
'I ~ /, t 2 .25 · 0.36 295 0.113 0.19 

n5-1020 I i ;;i-i 2.50. 0.28 310 0.151 0.02 

)20-1025 / !?,JJ 2.25 0.95 280 0.128 0.13 

)25-1030; /3/ 1.05 0.55 215 0.040 0.23 

)30-1035 I 132 0.66 0.65 240 0.042 0.30 

)35-1040 I , ,. } 

I '."::-·; 0.69 0.17 165 0.033 0.27 

)40-10451 i -J 17 1.25 0.81 220 0.079 0.37 

)45-1050 / ,.~s- 1.05 155 0.072 
... 

1.35 none 
)50-1055/ 13?· 1.55 0.75 195 ·0.116 none 
055-1060/ 137 1.85 2.25 205 0.224 0.30 

060-1065 / 13.Y 1.20 2.10 180 0.074 . 0.45 

065-1070' 1-j/ 
...___ '--

0.84 3.35 210 0.080 none 
070~_10,75. / I lf{) 1~'95 2 4Q ' ; .. /V ,·, ,1.9,5: '••.•r,:· 0 130 ,t. · > ~·;. JlP,~e • I • • .• • • • / J!i, • .••• f ~ ,- : • 

I 'fJ _···. . . . _,. ". . ~ ~ . : •' . . . ~ :·: ' ~ ' . '. ~ , ... - ' 

075-1080 ~ 1.30 0. 75 .· · .· 185 · .· . 0 .128 · none 

~p~ 
· H~~~RATORY, 

INC. 

H. H. Scales 

' 

1pm = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

,ob = 0.001 oom. Read - .as "less. than:· 1 QUt.Q!l = 3•H86 p~m. 1 PP!Tl = Q.Q001~ = 0,02~167 oz/ton. 1.0% = 20 pounds/ton. 



lll lN'I H 1\tlNIN(; LAB(>HA'l't) 'r', .. NC. 
f003: .o;n:~~l ~l • SPARKS, NEV ADA 894 31 • TELEPHONE · (702) 358 -6227 

994 Glendale Avenue 
REPORT OF ANALYSIS 

JmittctJ by : 

GARETTA MINING LTD. 
360 S.E. "H" Street, Suite C 
Grants Pass, Oregon 97526 

Date : July 23, 1980 

Lal>oriJtory Number: 7337 

A naly tical MetliotJ : AA 

por t on 31 samples. 

Copper 
mple MJrk : ppm 

8n_;f St•,~,1 'k- ~ 

-850 ~ 7~ 235 

-855 ' 'it;, 165 

-860,,,,. '17 85 

1-865-' 'iS 
,- 870 - ·1? 
)-875 - /() 0 

i-880 - /6/ 

)-885 _ /02 

i-890 _, 1C:i 
)-895 r / 04 

5-900 - 10,; 

)-905 - O(· 

:i -910 - 107 

J-916 - 1oi 
6-920 .- /Of 
0-923 _ J/0 

3-930 _ I I I 

125 

345 

645 

0.15% 

385 

300 

560 

0.14 % 

980 

0,13% 

615 

745 

230 

1.25% 

Zinc 
ppm 

225 

180 

225 

215 

415 

225 

0,12% 

0.20% 

0.23% 

430 

515 

450 

245 

170 

315 

325 

0.23% 

Cobalt 
ppm 

45 

50 

50 

45 

40 

45 

65 

50 

50 

50 

55 

65 

85 

80 

50 

55 

465 

Gold 
oz/ton 

none 
none 

none 

none 

none 

none 

0.011 

0.005 

none 
none 
none 
none 
none 
none 

trace 
0.005 

0.125 

Your Orclcr Number : 

Silver 
oz/ ton 

none 
none 

none 

none 

none 

none 

none 

none 
none 
none 

none 
none 
none 
0.03 

none 
none 
none 

0-935 _ tri 0,16% 575 450 0.037 none 

5-940 - ,1_? 965 790 525 0.028 none 
0-945 - 11'1 0.63% 0.30% 675• 0.092 none 
5-950 _ 116 0.97% 0.57% 540 0.080 none 

Fire 

,· 

C_~~ ( . ~ continued to page 2 
,pm = parts per m~n = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred fineness = parts per thousand 

rpb 0 001 ,ppm Re~~ -- as " le~s than " 1 oz/ ton c= ~4 286 ppm 1 ~pm = ?.0001% = 0 02?!~7 ~z/t?n 1 0% = 20 pounds/Ion 



BARETTA MINING LTD. Pa·~e 2 Laboratory No.: 7337 

Copper Zinc Caba 1 t Gold Silver 
Samele Mark: pem eem eem oz/ton oz/ton 

950-955 ,- II&: 1. 75% 0.50% 620 0.078 none 

955-960 - / / 7 1.90% 0.63% 735 0.147 none 
96D-965 ,. ; ' 'j 1.85% 0.23% 615 0.134 none 
965-970 ,,r , :, 

,I I 1.75% 0.36% 495 0.107 none 
970-975 - UC 1.70% 0.58% 540 0.218 none 
975-980 - I l! 1.50% 0.32% 500 0.122 none 
980-985 - tL l 1.20% 0.25% 465 0.087 none 
985-990 ,- I "I 2 

l L. - · 0.95% 0 .15% 420 D.051 none 
990-995 - f L<f 1.10% 0.22% · 425 0.083 none 

r / 

0.128 995-1000 ;r llr.-, 1.30% 0.24% 410 none 

~PJ\-f0~ 

HUNTER MINING LABORATORY, INC. 

'~~-rl «JL 
H. H. Scales 

Trace ~of Gold indicates presence but below 0.005 oz/ton. 



II Uh fEU l\1INING LABORA'"i Jh l', INC . I 
.l\~~~f'fH~:t¥ • SPARKS, NEV ADA 89431 • TELEPHONE: (702) 358-6227 
994 Glendal~ Avenue 

REPORT OF ANALYSIS 

·' 

• 

Submitted I.Jy : Date : July7,1980 

BARETTA MINING LTD. Laboratory Number ; 7305 
C. Barcia 
360 S. E. "H 11 Street, Suite C 
Grants Pass, Oregon Analytical Method: • AA 

Fire 

Your Order Number: 

Report on: 14 samples. 

Copper Zinc Caba 1t Gold Silver 
Sample Mark: m m oz ton oz ton 

TAB-1 
;321-325 - 40 0.12% 90 none noneX---

- 325-331 .- 45 0.12% 100 none none 

~31-334 - 70 0.16% 100 none none 

_. 341-346 - 60 795 50 none none 

-346;354.~ 75 0.15% - 60 none none 

'361-365. 6 - 75 0.52;;'. 105 none none 
,366-372 ..- 55 800 60 none none 
'373-379 - 30 575 65 none none 
'-382. 6-392 - 25 0.11% 65 none none 

""' 397-405 - 20 0.15% 95 none none 

~09.6-411. 6 50 0.30% 160 none none--;..... 
'-445-450 - 140 1000 75 none none)( 
'450-455 - 15 1000 70 none noney 
~455~'458 - .50 0.23% 160 none non~ 

HUNTER M
1

l _~ LABORATORY, 

qd)q dcL 
INC. 

H. H. Scales 

ppm = parts per million. oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousar 
__ ... - n ntH --- D~nd - n~ •'1~66 thnA" ~ ..,.,,.,_.. = Q.,il !lQQ -- 1 - == n N\t\1Ck. = n ~un cuJIIV\ 1 fill( ;; 2n oounds.Jtnn. 



lllJN'. .. ◄:H l\11NIN(; LAB()HA'fC _.1, INC. 
x~Gfll2£i><Sl:JH)(Kll • SPARKS, NEVADA 89431 • TELEPHONE: (702) 358 -6227 

994 Glendale Avenue REPORT OF ANALYSIS 

-
Submitted l>y : 

BARETTA MINING LTD. 
C. Garcia 
360 S.E."H" Street, Suite C 
Grants Pass, Oregon 97526 

Report on : 

7/r,> Li(Jqe; _ (l4 i) 
10 s a mp l es . / 

Copper Zinc 
Sample Mark : ppm ppm 

Tab 4 
ifs 795-800- 330 175 

800-805,- <s& 740 320 

805-810 e- ~1 175 390 

810-815 ,- ~ 880 240 

815-820 ,-~cq 995 275 

820-825 , ~ '1V 0.13% 220 

825-830 ,-q-, 705 670 

830-835 _. , 9 2 0.14% 0.12% 

835-840; q3 125 85 

840-845 _,.- 9'-1 355 345 

C, LV0-t p ~ -e ~ 

Dc1tc : July 7, 1980 

Laboratory Number · 7297 

Analytical Method : 
AA 
Fi re 

Your Order Number : 

Cobalt Gold Silver 
ppm oz/ton oz/ton 

390 0.033 none 

390 0.073 none 

270 0.020 none 

320 0,042 none 

455 0.060 none 

510 0.029 none 

220 0.006 none 

240 0.024 none 

380 0.009 none 

160 0.005 none 

HUNT_E_~_ M~NING Lf30RAT0RY, INC. 

, /~r~ Cl~½--
H. H. Scales 

ppm - parts per million oz/ton = troy ounces per ton of 2000 pounds avoirdupois. porcent = parts per hundred. fineness = parts per thousanc 



lllJN'I .~•' MINING LAB(HtA'J'(h l, •NC. 
H~~~~f»:X>lffi'xXX • SPARKS, NEVADA 89431 • TELEPHONE : (702) 358 -6227 

994 Glenadule Ave. REPORT OF ANALYSIS 

-

BARETTA PINING CORPORATION 
360 S.E. "H" St. 
Grants Pass, Oregon 97526 

26 samples 77f t:> '-I (&-.>7~ ~ 
•µort on : 

Gold Silver 
mplc Mark : ~&.i'r~~z/ton oz/ton 

L~B-4-677!2-680, {tic, none none 

680-685. 5 ,..- /; / none none 

685. 5-691. 5 -'6· Z none none 

691. 5-696 ...... (;J none none 

6 96- 6 9 9 ,.. /,. '-/ 0.011 none 

699-704 ~ 1;-i; 0.019 none 

7 04-7 o 9 ,.- l · 11· 0.009 none 
709-713,.. I~} none none 
713-718,, L:;f 0.019 none 
718-72 3 , /;: 1 0.028 none 
723-729 ,_.- 7t none none 
729_733, 71 0.082 none 
733-7 38..., 7 L none none 
738-741-, 7., 

.) 
0.026 0.052 

, 741-745 .- 7't 0.015 0.030 
'745-750.4 -:"'J_'>' 0.008 0.016 

750.4-755 -7( 
't 

0.008 none 
755-760. 5 ~ 7 7 0.020 none 

760. 5-765 --yi· 0.008 none 

765-770 - ,i 0. 021 none 

c~ ~ 

Date : July 7, 1980 

Laboratory Number : 7280 

Analytical Method: AA 
Fire A.'T. 

Your Order Number: 

790, ·~ 

Copper Zinc Cobalt 
ppm ppm ppm 

25 45 60 

35 40 85 

25 30 45 

10 25 50 

30 30 50 

450 50 120 

35 70 60 

265 140 60 

140 115 55 

400 215 130 

960 440 115 

0.24% 300 140 

970 315 115 
0.141. 0. l JX 800 

855 405 0 .15% 
- 500 0.35% 0.11% 

475 0.40% 665 

795 0.16% 0.17% 

200 440 605 

205 285 465 

continued to page 2 

pm = parts per million . oz on = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

p~ - Q Q91 ppm . Rgi:!g - !1~ "!c;~~ th~n :· 1 oz/I(?~= ~1-?~t3 PP.ffi. ~ PP'!' = 9-QQQl~ = ~-e?9167 oz/ton . 1.0% = 20 pounds/ton 



,/\ RUTA t·'IMitl G C0P. P0RATi ml 

., .., 
"AB-4-770-776 ~ - :{ ,., 

776-780 r 'i·/ 
780-785 -" / ~-

785-7 90. 5 ., i 3 
l0N-200vJ 

c> U 
790.5-795,, -£ 7 

Gold 
oz/ton 

0.049 

0.046 

0.028 

0.022 

0.015 

0.038 

Page 2 

·' 
Silver 
oz/ton 

none 

none 

none 

none 

none 

none 

Laboratory Mo.: 7280 

Copper Zinc Coba 1 t 
ppm ppm ppm 

0.14% 670 660 

635 0 .16% 445 

360 535 620 

515 275 570 

0.20% 585 0.12% 

505 445 450 · 

INC. 



IIUN1t:R MINING LABORATO.H_\, INC. 
~GftllQSYIN}tilt • SPARKS, NEVADA 89431 • TELEPHONE : (702) 358-6227 

994 Glendale Avenue 
REPORT OF ANALYSIS 

, 
ubmittet.J by : Date: June gg / 

/ 

' BARETTA MINING ,Laboratory Number : 7070 
C. Garcia 
360 S. E"W Street 
Grants Pass, Oregon 97532 Analytical Method : AA 

Fire 

Your Order Number : 

:eport on: 22 samples. 

cu ('() 
Gold Silver Copper Coba 1 t Zinc 

ample Mark: oz/ton oz/ton ppm ppm ppm 

ab 1 Series 
115\ -80 -- none 0.14 105 45 

10-116.,,,, none none 75 45 90 
70-175,,, IOOC., none none 40 45 720 

a ,r-75-176.6/ _, none none ~ 35 50 545 
76.6-183.6., none 0.02 60 50 575 
83.5-188-5/ 1001 0.010 none 425 170 900 
02-206..,. none none 45 40 900 / 

06-210 ,,, none none 20 ._ 35 57½( "· 10-212.4 --- none none 20 35 87_5 'I--

12. 4-216 - none none 30 45 920 
16-220--- none 0.02 25 35 650 v '---20-224. 3 -

.~ 
none none 60 60 0.16% I J ' l l ' G ,\ -- ' 

24. 3-232. 6 --- none none 75 60 880 
\i, .. ' \" . 

32.6-238 ..-- none none 55 85 0.14% )._ -

38-24.3 .--- norte none 55 50 735 
43-247 .3-- none 0.12 40 50 690 
47.3-252.9- none 0.06 60 45 84Q.Y 
001- none none 0.23% 0.13% 0.35% 

c~ \~ continued to page 2 
1pm = parts per millio.oz/ton = troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. 

10b -=- 0.001 oom. Read - as "lass than:· 1 oz/ton:;; 34.286 oom. 1 nnm = 0.0001~ = 0.02Q167 01/ton 1 Oct.;:: ?O nn11nrii:/tnn 



-

BARETTA MINING Page 2 Laboratory No ( : 7070 
·' 

Gold Silver 
Sam~le Mark: oz/ton ozLton 
1005 / 0.018 noneY-. 

'!>1050 I 0.024 none)<. 

~1052.,., 0.080 0.24",(. 
--1060.,, trace none~ 

HUNTER MINfjG LABORATORY, 

m~~,~ 
INC. 

H. H. · Scales 

Trace of Gold indicates presence but belwo 0.005 oz/ton. 



IIUN'1 £U MINING LAB()UA1'(,A'\, INC. 
x u x :io:1nn: sx-001n· • SPARKS, NEVADA 89431 • TELEPHONE : (702) 358-6227 

994 Glendale Avenue REPORT OF ANALYSIS 

;u1m1 i tt cd l.Jy : Date : June 

6L 

BARETTA MINING Laboratory Number : 7ll0 

C. Garcia :: 

360 S.E. "H" Street 
Grants Pass, Oregon 97526 

, \~ Analytical Method : AA 

l''< ''- ·_-t -~ -
Fire 

Your Order Number : ( -.,, .. . . ,, , ... 
1/ 

leport on : 24 samples. 
·rA~4 l~-i\\ ho\e. 

=--cc.t(\.ge. Copper Zinc Coba 1 t Gold Silver 
,ample Mark : ppm ppm ppm oz/ton oz/to·o 

569-574~ 3~ 20 45 120 V none none 

574-579, -~ 3 125 35 45 none none 

579-584.,, ·1Lf· 140 45 35 none none 

584-588 _,. 15"" 125 55 46" none 0.12 

588-592-, --& :> ~ 
110 45 35- none 0.18 

592-594-" ~7 85 45 70 none none 

594-596, ~r 240 40 65 none none 

596-600- ·}9 45 35 100 none none 

600-604/ L-/0 25 40 35 none none 

604-60~~ lj I 20 30 40 trace 0.12 

608-610.q ,y2. 950 75 105 none 0.08 

610.6-614-" 43 245 45 130 none 0.12 

614- 61 ~ / Y4 45 30 45 none ·none 
, 

624-629·, YD 125 30 35 none 0.22 -

629-.634.,,, LJ? 270 40 45 none none 
.634-639 -,, '-I~ ·40 55 120 none 0.04 

639-644 ~ 4, 90 40 55 none none 

644-649 - 50 25 fiO 70 none none 

649-655;;;. r.; I 30 50 100 none 0.14 

655-660 ; 5) 70 30 45 none none 

J continued to page 2 

)p~ ~~ m~l~a~ troy ounces per ton of 2000 pounds avoirdupois. percent = parts per hundred. fineness = parts per thousand. . 

ciob -- 0 001 oom . Read - as "' IASS than " 1 oz/ton= 34 286 nnm 1 nnm = 0 0001~:;: 0 0?9167 ,u/tnn 1 0~; ?n nnunrh:.ltnn 



~RE TTA MINING Page 2 Laboratory No.: 7210 

·' Copper Zinc Caba lt Gold Silver 
~n_p_l e Mark : QQm ~~m oz/ton oz/ton 

30- 665 ,I 
~j 

30 40 25 none none 
35-670 ,,,. 

t;L/ 
110 40 50 none none 

, '-
70-6 76. 5 ; '? ' 95 45 50 none none 
19:.624/' s~- 105 30 45 none 0.10 

',,_,vt~ ~{i I~ 

H~NTER MI.NIL) LABORATORY; INC. 

i rn~cA.. 
H. H. Scales 

race of Gold indicates presence but below 0.005 oz/ton. 



A 

lllJN'l'El\ !\.,NIN(; LAB()HA'l'()H 
B'J:H:M~~~tkWi(X • SPARKS. NEVADA 89431 • TELEPHONE : (702) 358-6227 

994 Glendale Avenue REPORT OF ANALYSIS 

11ttecl uy Do.1tc : May 28 • 1980 

13ARETTA MINING CORPOHJ\TION LTD. L1lJur.itu1y Nu111LJ1!1 6782 
360 S.W. G Street 
Grants Pass, Oregon 97'.:i26 

Analytical Method : Fire AA , 

Your Order NumlJer : 

>rt on : 24 Samples -pvi 4 ( s~? - b7<~ . s) 

Gold Silver Ccba lt Copper 
µle MMk : oz/ton oz/ton ppm ppm 

569-574 ,,,. none 0.22 110 15 

574-579 ~ none 0. 14 45 35 

579-584 ,,. none none 35 125 

584-588 ~ none none 40 115 

588-592 ~ none 0.04 • 30 105 

5925-594.5 - none 0.22 60 70 

594-596 r none none 60 235 

596-600 ,r- none none 60 35 

600-604 fr none none 40 25 

604-608 - none none 40 15 

608-610.6 - none 0. 18 120 0.24% 

: l n. 6-(i 14 - none none 125 255 

614-619 - trace 0. 14 40 35 

619-624 "ii'" none 0.10 35 95 

624~629 -- none 0 .16 35 110 .. 

629-634 - none 0.20 35 265 

634-639 - none none 110 20 

639-644 ~ none 0.12 80 25 

644-649 ,, none · 0.18 60 25 

i 649-655 ~ none 0.16 95 20 

C ~ ~ continued to page 2 

n - parts per rn;lltonoton = troy ounces per ton of 2000 pounds avoirdupois percent = parts per hundred fineness := parts per thousand 

" uOJ.11 Ul.-"J.I LL.,ai..t. - as. ··u.:.ss 1.1:l.iJA'' l JU/Wll - .3..4. 206 IJOITI 1 DDITl = Q QQQl~ = Q 0?91~7 OZl!C_?n 1 0'X, -~ 20 poumts 1ton 



GARETTA MINING 

Gold Silver 
Sample M_a_r_k_:_ _ _ p_zj_t_o_n ___ _ .. ___ pzz_ton 

DH4 655-660 / none 0.06 

660-665 / trace none 

665-670"""' none 0.02 

DH4 670-676. 5.,. none none 

~~f/\~fl~ 

Page 2 ., 

Cobalt 
ppm 

35 

30 
30 

35 

-·- ~ 

Copper 
ppm 

65 

25 
100 

60 

Laboratory No.: 6782 

HUNTER MINING. LABORATORY, INC. 

l ')Tl~ ( ,iL 
H. H. Scales 

Tr~ce of Gold indicates presence but below 0.005 oz/ton. 



..... 

Vietallurgical 
LaDoratories, Inc. 

12 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

REPORT OF ·~SSA Y 

Submitted by 

P. 0 . No. 

fiaretta Exploration 
20!> S.W.G. St. 
Grants Pass, Oregon 97526 

: 

Chemists · Assayers • Spectrographers 

• AREA CODE 415 863-8575 

Date April 18, 1980 

Sample of Hi nera ls 

lab. No. ~~lQ 
GOLD, PER TON Of 2.000 LIS. SILVER, PER TON Of 2,000 Las. 

SAMPLE MARK 
TIOYOUNCU VAlUI TIOY OUHCH VA~ rLltvtl t % % % 

TAn 3'#3122 711-8:)I 0.016 0.60 0.01* 

- 3123 8D1-~ 0.006 0.11 0.01* 

- 3124 &xe-e1c:i 0.003 0.07 0.01* 

,. 3125 810-81$ 0.006 0.20 0.02 

-? 3126 s,s--ca<, 0.006 0.58 0.01* 

" 3127 8t't•g~ 0.014 0.08 0.01* 

✓ 3128 E?~~~~ Trace 0.13 0.01* -, 3129 82S-833 0.006 0.15 0.01* 
..,,,, 3130~3~-8~7 0.012 0.28 0.01* 

31318S?· 81/;i 0.028 0.10 0.01* .,, 
3132 B"A·'i:1'41:: 0.0(J6 0.05 0.01* ,. 
3133oc..{1o-8s1 o.ow 0.21 0.01 .,, 
3134 &.s-l-85S- 0.040 - Trace 0.01* 
3135~-~ 0.004 0.29 0.01 , 
3136~~-&s 0.008 0.34 0.01 _, 
3137gb:;-810 0.008 0.25 0.01* ., 
3138n<r81~ 0.010 0.24 0.01* - 313·9.81-i-gia 0.016 0.29 0.01* --, 3140818~~ 0.006 0.24 0.01* 

·_,3141833-11!7 0.010 0.08 0.01* 

=0 ~-r~:rS 
\ ' . 

* Less than 

cc: Baretta Mining Corp., Ltd., Alberta, Canada 



li/1etallurgical 
LaDoratories, Inc. 

42 HOWARD STREET 

Submitted by 

P. 0 . No. 

• SAN FRANCISCO, CALIFORNIA 94103 

REPORT OF' ASSAY 

narctta Exploration 
2(b S.\4.G. St. 
Grants Pass, Oregon 97526 

,.. ... 

Chemists · Assayers · Spectrographers 

• AREA CODE 415 863-857S 

Da~ April 18, 1980 

Sample of H1 nera 1 s 

lab. No. 4624 
GOLD, PEIi TON Of 2,000 LIS. SILVER, PH TON. Of 2,000 LIS. 

SAM~LE MARK 
TIOY OUNCU VAI.UI TIOYOUNCH VAI.UI Cabal t % % % 

A~3 
7 .. (;'1:2.. 3142 - 0.024 0.01 0.01* 

::i. -9~ 3143 , O.OOd Trace 0.01* 

r- qo/ 3144 -- 0.004 0.02 0.01* 

' - CfD.5 3145 - 0.004 0.01 0.01* 

5 - ?O; 3146 .. 0.004 Trace 0.01* 

1-1,J 3147 _. u.Ul6 Trace 0.01* 

-t - q,; -~ 3143 - Trace Trace 0.01* 

•.9.;2~3149 - 0.004 Trace 0.01* 

~- 9~1 3150 - 0.012 Trace 0.01* -
1 - C/3( 3151 - 0.032 0.17 0.01 
l · 93tp 3152 ~- 0.016 0.05 0.01 

,.. '1L.{ I 3153 .,. 0.008 0.04 0.01* 

,- 't c.JS-3154 _.- 0.004 0.01 u. 01 

;- _ ?5<?3155 - 0.024 0.04 0.01 

>-crs1 3156 ~ 0.006 Trace 0.01* 

,-'?S--r;_,"3157 .._ 0.020 0.01 0.01* .. 

( J ,----, /) '--
--( ~ "-.. /\..., . (} \ ~ 

\ 

*Less than URGICAL LABO RA TORIES, INC. 

cc: Bar~tta Mining Corp., Ltd. 
Alberta, Canada 
Attn: Mr. John M. Alston 



t1v 1{ltallurgical 
Lat5oratories, Inc. 

42 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

REPORT OF·'ASSAY 

Chemists • Assayers • Spectrographers 

• AREA CODE 415 863-857S 

Submitted by 
Baretta Mining Corporation 
205 S.W.G. St. 

• Date April 31 1980 

Grants Pass, Oregon 97526 

P. 0 . No. 

GOLD, PER TON Of 2.000 LIS. 
SAMPLE MARK 

TIIOYOUNCU \/AUil 

0~3 
~ --0102 ·~i ;,...-705 0.012 

...-,3103 "b.:s- - 111.( 0.012 
--3104 "7l'{ -""HCf 0.032 
...-, 3105 1<~-7:J.l( O.OOG 
~3106 ,.;2.4 -1.16 0.016 
-3107 7,2g - °7 3! 0.006 
-Jl08 i 3~-,3e, 0.008 ' 

.-,3109 738 - 7'(.3 0.016 
.- 3110 '14~-~ 1 0.002 

.,,.. 3111 7L{7 -?5( 0.010 
.II' 3112 cS l - lSS- 0.022 
.- 3113 ?S'S-?4?C 0.024 

-31141~0-?~S 0.006 

- 3115 74?~ - -XOC) 0.002 

~3116 ?GrC\ •??'-/ 0.008 
~ 3117 TI4-778 0.024 

-3118 71i -?8 3 0.012 
_.3119 783-788 0.024 

..... :·3120 7~8 _,,. :t 0.044 
-,.3121 ~ ,1..:.7"'1 0.020 

'c-v-R ~~!~han 

cc: Baretta Mining Corp., Ltd. 

217 - 513 8th Ave., S.W. Suite 217 
Calgary, Alberta. Canada T2P 163 
Attn: Mr. John ·H. Alston 

Sample of Hi nera l s 

Lab. No. 4445 
Sll\lfl, l'fl TON Of 2,000 W . 

TIOY OUNCH VAUit rnh~l t % % % 

0.01 0.01* 
0.01 0.01* 
0.02 0.01* 
0.01 0.01* 
0.01 0.01* 
0.01 0.01* 
0.02 0.01* 

0.01 0.01* 
0.01 0.01* 
0.01 0.01* 
0.07 0.01• 

' 0.20 0.01* 
0.01 0.01* 
0.01 0.01* 
0.01 0.01* 
0.18 0.01* 
0.01 0.01* 
0.26 0.01• 
0.19 0.01* 
0.03 0.01• 

-. 



Vletallurgical 
Chemists · Assayers • Spectrographers __ Laporq_fories, Inc. 

----~=======..:.:============================= 
2 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

Submitted by 

P. 0. No. 

SAMPLE MARK 

REPORT OF ·ASSAY 

~Jretta Mining Corporation 
2 0 ~ S • vi. G • S t. 
Gra11ts Pass. Oregon 97526 

GOLD, PER TON Of 2,000 LIS. SILVER, PH TON Of 2,000 L&S. 

• AREA CODE 415 863-8575 

Date Apri 1 3, l9U0 

Sample of Mi nera 1 s 

lab. No. 4448 

TROY OUNCE$ VALUI! TIOYOUNCH 'IALUI! • 

'i:Sn.4 

~- 400Ll . l t 3. - \l if:. Q.12 

~ 4001 t l ~ - ( ~ S ,0.U06 

.,.- 4002 0.008 

-- 4003 0.008 

- 4004 (4~ - l~', 0.012 
_ 4u05 I fa~ - ·17~· 0.006 

., 4006 17 \~ - 11 ~ O.OUti 

.. ;:: 4007 \'~ - I g~ 0.020 

.- 4LlQG lg°!· l't3 U.010 

- 4009 tll 3 - l9l 0.016 .-

- 4010 t<=tl-:l0 ( 0.004 
~ '4ul 1 :l.C·( - .1.( L' 0.004 

-- 4012 ~(0-~ 0.002 

- 4013 :i~~-~-1 0.006 

, 4014 'AB. 7- :l.'is 0.008 
..... 4015 ~~( 'S°-~Cl 0.012 

- 4016 ,:lS°O -.is'S°-< 0.006 : 

.--4017 0.016 
- -4018 0.004 
_4019 .2,Sl./ - o1S 2, Trace 

cc: 13aretta Mining Corp., Ltd. 
217 - 513 Uti1 Ave., S.W. Suite 217 
Calgary, Alberta, Canada T2P lGJ 
Attn: Mr. John M. Alston 

0.40 

0.13 

0.07 

0.03 

0.07 
0.21 

0.09 

0.13 

0.05 

0.40 

0.01 

0.01 

0.01 

0.01 

0.01 

0.01 

0.01 

0.01 

0.01 

0.01 



Metallurgical · 
LaDoratories, Inc. 

142 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

REPORT OF ·'ASSAY 

Submitted by 

P. 0 . No. 

Uarctta 14ining Corporation 
2u!.i S. ~J. G. St. 
Grants Pass, Oregon 97526 

Chemists · Assayers • Spectrographers 

• AREA CODE 415 863-8575 

Date Aprfl 3, 19ti0 

Sample of M1 nera 1 s 

lab. No. 4446 
GOLD, l'ER TON Of 2,000 LIS. SILVER, l'H TON OP 2,000 llS. 

Cobalt SAMPLE MARK 

-A~ ·Ji4 TIOY OUNCU VAlUI 

8 - ::i« l 402CJ"'" 0.080 

l - ;JJ.Q7 4021 - 0.040 

7 -;L.71-~4022., 0.030 

·" _ .;nt,4023,, 0.072 

:, _ :n~.'i 4024 , 0. 041 . 

, _ ::l.5::> 402!:i _. 0.006 

s--.;1$?.C.. 4026 _, 0.090 

. t., -3o7 4027 _. 0.070 

1-~;l..O 4028 0.036 -
:, -333 4029 , 0.020 

3- 338 4030 _ 0.018 

· s -?·Ci' 4031 :> ,_If 0.004 
· s - 3<,, I 4032 0.020 --
1 l- "5b8 4033 ., Trace 
a8 - 3"114034 1 · 

ti! 0.008 
1 q - ~'t3 403!.i 0.032 -~-'-{o/ .i4036 - 0.020 
,·.8 -'-{1S4037 _ 0.006 
) - 'f .;)~4038 _,, 0.008 
t-~ 3 b 4039 ,#fl 0.006 
,0 • {a1,p 4040 ; Trace 

} ~ r J\-.>f .l(G.:> 
' 

* Less than 
cc: Baretta Mining Corp., Ltd. 

217 - 513 8th Ave., S.W. Suite 217 
~~~~arr~ Al~e~ta, CANADA T2P lGJ 

TIOY OUNCts • VALUE % % % 

0.37 0.015 
0.40 0.01 
0.38 0.01 
0.14 0.01* 
·0.21 0.05 
0.10 0.01 
0.27 0.02 
0.16 0.01 
0.08 0.01 
0.06 0.01 
0.01 0.01* 
0.01 0.015 
0.05 0.015 
0.01 0.01* 
0.35 0.01 
0.35 0.015 
0.16 0.01 
0.01 0.01 
0.01 0.01* 
0.01 0.01* 
0.01 0.01* 

. 

• 

' 



rr" 

lletallurgical ~ · 
LaE5oratories, Inc. Chemists · Assayers • Spectrographers 

! HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

REPORT OF A .NALYSIS 

• AREA CODE 415 . 863-8575 

ubmitted by Baretta Exploration 
205 S.W.G. Street 
Grants Pass, Oregon 97526 

>. 0 . No. 

SAMPLE MARK 

17- Copper /~V \J 
3061 0.17 
3062 0.16 
3063 0.37 
3064 0.14 
3065 0.14 
3066 0.18 
3067 0.03 
3068 0.02 
3069 0.02 
3070 4.80 
3071 0.05 
3072 0.20 
3073 0.12 
3074 0.19 
3075 0.19 
3076 0.01 

- 3077 0.02 
3078 0.01 
3079 0.02 
3080 0.02 

* Less than 
~ 

cc: Baretta Mining Corp., Ltd. 
Calgary, Albertt, Canada 
Attn: Mr. John H. Alston 

..... . .. . ,. .. ............... 

\ 

Date February 27, 1980 

Sample of Minerals 

Lab. No. 3652 
PERCENTAGES 

Zinc Nickel Cobalt 

0.06 0.03 0.13 
0.40 0.02 0.17 
1.93 0.01 0.18 
0.35 0.01 0.14 
0.34 0.01 0.09 
0.44 0.01 0.08 
0.10 0.01* 0.04 

0.16 0.01• 0.01• 
0.22 0.01* 0.05 
0.40 0.01* 0.03 
0.03 0.01* 0.01* 
0.05 0.01* 0.01* 
0.04 0.01* 0.01* 
0.12 0.01* 0.01* 
0.06 0.01* 0.07 
0.01 0.01* 0.01 
0.01 0.01* 0.01* 
0.02 

,, 
0 .. 01• 0.01 .,. 

·' 

0.01 u, 0.01* 0.01 
I 

0.01 0.01• 0.01 

7URGICAL LABORATORIES, INC. 

. ½ ,/ 1/ I /' ~ t/ .,/ .. /~, d • ==- ' _;__ ? 

)' 



11etallurgical -
LaDoratories, Inc. 

t HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

iubmitted by 

1.0. No. 

Daretta Exploration 
205 S.W.G. Street 

REPORT OF ~SSAY 

Grants Pass, Oregon 97526 

Chemists • Assayers • Spectrogrophers 

• AREA CODE 415 863-8575 

Date February 27, 1980 

Sample of Mi nera 1 s 

lab. No. 3725 
GOLD, PER TON Of 2,000 LIS. SILVER, PER TON OF 2,000 LIS. • 

SAMPLE MARK 
TIIOY OUNCfS 

TAB 3 ,p3081 > .~ • l 0.016 
• 3082 0.010 

,,,. 3083 0.030 

- 3084 0.015 

- 3085 Trace 
.- 3086 0.040 

- 3087 0.009 

- 3088 0.014 
• 3089 0.010 
.. 3090 0.035 
-3091 0.008 

-3092 Trace 

--3093 0.004 
-3094 0.009 
-3095 Trace 

-3096 0.005 

- 3097 0.008 
' 

--3098 Trace 
.. _ 3099 Trace 
.., 3100 - Trace 

.. 

cc: Baretta Mining Corp., Ltd. 
Calgary, Alberta, Canada 
Attn: Mr. John M. Alston 

\IALU! TROY OUNCH \IALUI Cobalt % % % 

0.04 0.01* 
0.02 0.01* 
Trace 0.01* 
0.10 0.01* 
0.03 0.01* 
1.01 0.01* 
0.44 0.01* 
0.12 0.01* 
0.34 0.01* 

.1.12 0.01* 
1.52 0.01* 
0.36 0.01* 
0.43 0.01* 
0.35 0.01* 
0.71 0.01* 
0.35 0.01* 
0.76 0.01* 
0.68 0.01* 
0.20 0.01* 
0.55 0.01* 

* Less th rn 

\-~ __ .,..M -- LURGICAL LABORA~_ORIES, INC. e - J/ ✓2. / y ~_z -~ ._g'. 



i·v1etallurgica1 -
LaDoratories, Inc. 

'2 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

REPORT OF ASSAY 

Submitted by 

P. 0. No. 

Baretta Exploration 
205 S.W. G. Street 
Grants Pass, Oregon 97526 

Attn: Mr. Lloyd Fr1zze1 

·' 

Chemists • Assayers • Spectrographers 

• AREA CODE 415 863-8575 

Date January 23, 1980 

Sample of Mi nera 1 s 

lab. No. 3594 
GOLD, PER TON Of 2,000 LIIS. SILVER, PER TON Of 2,000 La5. 

' 

SAMPLE MARK 
TROY OUNCES 

'3041 0.016 

,3042 O.OOd 

I ,. 3043 0.010 ., . .. 
-'3044 0.014 

., 3045 0.014 

- 3046 0.004 

,3047 0.010 

, 3048 0.006 

., 3049 0.006 

,,, 3050 0.008 

'3051 0.008 

,-3052 0.003 

-3053 0.003 

,3054 0.012 . 

... '3055 0.004 

,3056 0.003 

-3057 0.004 

cc: Baretta Mining Corp .• ltd. 
Ca Calgary, Alberta, Canada 

Attn: Mr. John M. Alston 

VALUI! TltOY OUNCH VAUit % % % 

Trace 
·. 

Trace 

Trace 

Trace 

Trace 

0.02 

Trace 

Trace 

0.01 

0.01 

Trace 

0.01 

Trace 

0.07 

0.02 

0.01 

Trace 

RGICAL LABO RA TORIES, INC. 



Vletallurgica1 -
LaDoratories, Inc. 

2 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

REPORT OF ASSAY 

Submitted by 

P. 0. No. 

Baretta Exploration 
205 S.W. G. Street 
Grants Pass, Oregon 97526 

Attn: Mr. Lloyd Frizzcl 

·' 

Chemists · Assayers · Spectrographers 

• AREA CODE 415 863-8575 

Date January 23, 1980 

Sample of Mi nera 1 s 

lab. No. 3594 

GOLD, PER TON Of 2,000 LIIS. SILVER, PER TON Of 2,000 LIIS. 
SAMPLE MARK 

TROY OUNCES 

'3058 0.028 

• 3059 0.020 

,3060 0.220 

cc: Baretta Mining Corp., Ltd. 
Calgary, Alberta, Canada 
Attn: Mr. John M. Alston 

VALUE TROY OUNCES VALUI! % % % 

Trace 

0.17 

0.42 



rV!eTanurg1cc. --­
LaDorator1es, Inc. Chemists Assayers Spectrographers 

1142 Howard Street San Francisco, California 94103 Area Code 415 863-8575 

REPORT OF .ANALYSIS 

Submitted by Baretta Exploration 
205 S.W. G. Street 
Grants Pass, Oregon 97526 

Attn: Mr. Lloyd Frizzel 

P. 0 . No. 

SAMPLE MARK 

Copper 

f 3041 0.01 

~ 3042 0.03 

, 3050 0.06 

, 3059 0.14 

✓ 3060 0.12 

• Less than 

cc: Baretta Mining Corp., Ltd. 
Calgary, Alberta, Canada 
Mr. John M. Alston 

. 1 1 .ai.r ,ru.,u 1 ·i 

Dote January 23, 1980 

Somp~of Minerals 

Lob. No. 3594 
PERCENTAGES 

Zinc Nickel Cobalt 

0.15 0.01* 0.01 

0.10 0.01* 0. 05 

0.14 0.01* 0.02 

0.08 0.01* 0.08 

0.08 0.01* 0.03 



t1etallurgical ~ 
LaOoratories, Inc. 

'. HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

REPORT OF ~SSA Y 

iubmitted by 

1. 0. No. 

Baretta Exploration 
205 S.W. G. Street 
Grants Pass, Oregon 97526 

Attn: Mr. LloyJ Frizzel 

Chemists · Assayers · Spectrographers 

• AREA CODE 4 15 863-85 7 5 

Date January 23'.1980 

Sample of Mi nera 1 s 

lab. No. 3776 
GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS. • 

SAMPLE MARK 
TROY OUNCES 

T.A.B. 2 12001- 0.015 

2002- 0.00!; 

2003· 0. 016 

2004- 0.016 

2005- 0.006 

2006- O.Olu 

2007 • 0.010 

-2008 0.010 

2009. 0.014 

,. 

cc: Baretta Mining Corp., Ltd. 
Calgary, Alberta, Canada 
Attn: Mr. John M. Alston 

VALUE TROY OUNCES VALUE % % % 

0.03 

0.06 

Trace 

0.05 

0.03 

0.18 

0.04 

0.09 .. 
0.25 

i' 
I 



, 1eta1~urg1ca. --­
LaDorator1es, Inc. Chemists Assayers Spectrogr,aphers 

1142 Howard Street San Francisco, California 94103 Area Code 415 863-8575 

REPORT OF ANALYSIS 

Submitted by Baretta Exploration 
205 S.W. G. Street 
Grants Pass, Oregon 97526 

Attn: Mr. Lloyd Frizzel 

P. 0 . No. 

SAMPLE MARK 

T.A.B. 2 12001-

2004• 

2005• 

2006-

2007· 

2008-" 

2009• 

cc: Baretta Mining Corp., Ltd. 
Calgary, Alberta, Canada 
Attn: Mr. John M. Alston 

Copper 

0.02 

0.01* 

0.01* 

0.01* 

0.01* 

0.01*-

0.48 

* Less than 

Date January 23·, 1980 

Sample of M1 nera 1 s 

Lab. No. 3776 
PERCENTAGES 

Zinc Nickel Cobalt 

0.22 0.01 0.01* 

0.14 0.01* 0.01* 

0.14 0.01* 0.01* 

0.11 0.01* 0.01* 

0.14 0.01* 0.01* 

0.05 0.01* 0.01* 

0.01* 0.11 0.01* 

/ 

GICAL LABORATORIES, INC. 

I 
I 

11 

I 
I 
I 

I 



' 

~ 

To: Baretta Explorations 

l PAGE No . ___________ _ 

205 South West G Street 

Grants Pass, Oregon 
97526 

:-n,6 I; 2 1 3 

BONDAR-CLEGG & COMPANY LTD. 

CERTIFICATE OF ASSAY 

REPORT NO. A29 - 1602 

.. DATE: December 13, 1979 

Samples submitted: December 5, 1979 

Results completed: December 13, 1979 

Ji 4rreh~ artifv that the following are the results of assays made by us upon the herein described ....... ............ .. .. QJ;'~ ...•.... .....•........... .. samples. 

MARKED 

T j .:/11 1001~ 
1005, 

·1010, . 
1015, 

1020, 
1025 ,,-
1030~ 
1035;... 

1040' 
1045 ~ 
1050, 
1060 _, 

TAB tF2 2001 ,-

2002 ~ 
2003, 
2004, 
2005,.. 

2006 .-
2007 ~ 
2008 -r 
2009 ~ 

TAB lf3 1061; 
1062~ 
3000~ 
3002 L , 

(' .. • ,Q ~) ,, .m--h-·;:· . 

::-JOTE : 
Reject.6 retained three weekli 
Pulps retained three months 
. . -1,.~,,. ..,.• hn.....,.,; ra OP"PanaM 

GOLD SlLVER 

Ounces Grams Ounces Grams 
per Ton per per Ton per 

Metric Ton Metric Ton 

0.018 0.16 
0.016 0.10 
0.010 0.05 
0.0~4 0.20 

0.017 0.16 
0.003 0.03 

<0.002 <0.02 
0.005 0.56 

0.003 0.28 
0.006 r.s. 
0.028 0.11 
0.002 0.02 

<().002 0.02 

<0.002 <().02 
<0.002 <0.02 
<0.002 <0.02 
<0.002 <0.02 

<().002 <0.02 
<0.002 0.02 

0.002 0.02 
<0.002 <0.02 

0.38 2.07 
0.38 3.54 
0.30 • ~ y 1.56 
o. 72 • ',,; . 1.95 

Cu Zn 

Percent Percent 

0.22 0.33 
0.19 1.26 
0.20 0.10 
0.20 0.83 

0.17 1.07 
0.01 0.53 

<0.01 0.22 
0.02 0.17 

0.02 1.52 
0.09 0.39 
0.04 ·0.10 

<().01 0.01 
0.02 0.23 

0.01 0.16 
0.01 0.12 
0.01 0.15 

<0.01 0.17 

<0.01 0.07 
0.01 0.15 
0.41 0.05 

<0.01 <0.01 

5. 25 0.10 
3.60 ~ 11.00 
7. 25 . 0.13 
4.85 0.30_ 

Ni Co s Pb 

Percent Percent Percent Percent 

- 0.12 · - -
- 0.11 - -
- 0.08 - -
- 0.11 - -
- 0.10 - -
- 0.04 - -
- 0.02 - -
- 0.08 - -
- 0.02 - -
- 0.08 - 0.01 
- 0 .07 - -
- 0.05 - -
0.01 0.02 0.04 -
0.01 0.01 0.03 -
0.01 0.01 0.03 -
0.01 0.01 0.03 -

<().01 0.02 0.16 -
<0.01 0.02 0.69 -

0.01 0.01 1.45 -
0.02 0.01 2.44 -
0 .11 0.01 0.21 -
- 0.08 ""' -
- 0.08 -- -
- 0.07 - -
- 0.05 - -

. ·1 
~~- -

Percent 

•. 

. 
-· 

,. 



~'f" . 

i11e~·allurgica, : 
La5ora'tor1es, In·~~-

,2 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

REPORT OF ASSAY 

Submitted by 

P. 0 . No. 

Baretta Exploration 
205 S. W. G. St. 
Grants Pass, Oregon 97526 

Attn: Mr. Lloyd Frizzel 

,,-.. 

Chemists · Assayers • Spectrographers 

• AREA CODE 415 863-857S 

Dote November 30, 1979 

Sample of Mineral 

lab. No. 3456. 3476 
GOLD. PER TON Of 2,000 LBS. SILVER, PER TON Of 2,000 LBS. 

SAMPLE MARK 
TROY OUNCtS VAlUt TROY OUNCtS VAlUt % % % 

r-> 'U- \ 

-1063 (,;, , t:--,., t(. y 0.046 
' 

1.27 

-< 1064 ~ii. 0 - '" f '::: 

> 
0.044 0.46 

' l 065 <o ~ \ - " ~Jr I 0.062 0.73 

~ 
; 

\!I~ 30~~- 'fC,-fOD 0.94 1.02 
-

~ 3001 3~ -~ -Y0 -~ 0.050 0.38 

'3002 {04 -tD- Jf/ .5' ,,.. 0.91!:i 2.25 

-'3003 lf~-s-/;i.o.g 0.045 0.30 

- '3004 /;;i.D .S- ,~B 0.060 0.33 

_-..3005 {;;.B- {3'1 0.034 0.07 

~3006 t3ci - t'+'I 0.043 0.33 
..-

~3007 1~{4 - I S-0 , 0.096 0.51 

- '-3008 150 - loS"' 0.009 0.04 

- ""'JQ09 f 55'- /£e0 0.045 Trace 

-'~010 ;~o-_ lteS"' 0.015 0.12 
- . .. 
-3011 t<RE> - ·no 0.018 ·, 0.04 

- "3012 170 - 115' 0.016 0.04 -
- 3013 ,1 <S' - n'l 0.010 0.45 

~(>~ METALLURGICAL LABORATORIES, INC. 

By 
~ez,~~LA~ 



/letallurgica 
LaD ratories, Inc . 

,,,......__ 

! HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

iubmitted by 

>. 0. No. 

Baretta Exploration 
205 S.W.G. St. 

REPORT OF A~~A Y 

Grants Pass, Oregon 97526 

Attn: -Mr. Lloyd Frizzel 

Chemists · Assayers · Spectrographers 

• AREA CODE 41 S 863-8S7S 

Date November 30~ 1979 

Sample of Mi nera 1 

lab. No. 3456, 3476 . 
GOLD, PER TON Of 2 ,000 LBS. SILVER, PER TON OF 2,000 LBS. 

SAMPLE MARK 
TROY OUNCES VALUE TROY OUNCES VALUE % % % 

; _, 

13 
, 3014 0.035 0.03 

,, 3015 0.009 0.19 

,,, 3016 0.062 Trace 

,,3017 0.005 0.03 

,, 3018 0.005 0.03 

.. 3019 0.014 0.06 

"3020 0.035 0.18 

.. 
' 

-

' 

cc: Baretta Mining Corp., Ltd. 
Calgary, Alberta 

Attn: Mr. John M. Alston 



t .. 1~ I· llurgi --- .. I ~ 
aOoratories, Inc. 

2 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

REPORT OF "SSA Y 

Submitted by 

P. 0 . No. 

Baretta Exploration 
205 S.W.G. St. 
Grants Pass, Oregon 97526 

Attn: Mr. Lloyd Frizzel 

Chemists · Assayers · Spectrographers 

• AREA CODE 41 S 863-8S7S 

Date November '30, 1979 

Sample of Ore 

Lab. No. 3526 
GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS. 

' 

SAMPLE MARK 
TROY OUNCES VALUE 

,,, 3021 0.008 

""3022 0.005 
r 

r 3023 0.045 

, 3024 0.015 

r 3025 0.047 

/3026 0.018 

,, ... 3027 0.026 

,.- 3028 0.016 

,,.. 3029 0.028 

,,. 3030 0.026 

.,.--3031 0.016 

, 3032 0.010 

r 3033 0.044 
,,,,, 3034 0.036 

j ~035 0.010 

j 3036 0.004 

cc: Baretta Mining Corp., Ltd. 
217 - 513 8th Avenue S.W. Suite 217 
Calgary, Alberta 
Canada T29 1G3 

Attn: Mr. John M. Alston 

TROY OUNCES VALUE % % % 

Trace 

Trace 

0.28 

0.19 

0.25 

0.83 

0.17 

0.08 

0.47 

0.18 

0.21 

0.39 

0.12 

0.13 

0.35 

0.09 

METALLURGICAL LABORATORIES, INC. 



~ _etaHurgi 
La5 

al 
·r ·tories, Inc. 

,2 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

REPORT OF ASSAY 

Submitted by 

P. 0. No. 

Baretta Exploration 
205 S.W.G. St. 
Grants Pass, Oregon 97526 

Attn: Mr. Lloyd Frizzel 

Chemists · Assayers • Spectrographers 

• AREA CODE 415 863-8575 

Dote November 30, 1979 

Sample of Ore 

Lob. No. 3526 
GOLD, PER TON Of 2,000 LBS. SILVER, PER TON Of 2,000 La5. 

SAMPLE MARK 
TROY OUNCES 

, 3037 0.016 

,.,3038 0.012 

• 3039 0. 010 

~ 3040 0.006 

-

.. , 

.. 

cc: Baretta Mining Corp., ltd. 

Attn: Mr. John M. Alston 

VALUE TROY OUNCES VALUE 

0.24 

0.19 

1.93 

0.49 

% % 

-

METALLURGICAL LABO RA TORIES, INC. 

/2' --

% 

/ l( a.._:._~,_ - : 
BY---~------------

I 
i 
I 
·1 
I 



it1etallurgical · 
LaDoratories, Inc. Chemists • Assayers · Spectrographers 

2 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 • AREA CODE 415 . 863-1575 

R E P O R T O F A,N A L Y S I S 

Submitted by 

P.O. No. 

Baretta Exploration 
205 S.W.G. St. 
Grants Pass, Oregon 97526 

Attn: Mr. Lloyd Frizzel 

SAMPLE MARK 

, 3026 

,, 3027 

, 3028 

r3029 

,3030 

,,, 3031 

,,,. 3032 

,,- 3033 

;~ 3034 

/ 3035 

I' 3036 

,3037 

•3038 

1 3039 

. · .. .13040 

cc: 

1 1 lAII f C>RM IJ 

tu-' 
Copper 

0.02 

0.05 

0.01 

0.01 

0.01 

0.01 

0.03 

0.06 

0.01 

0.01 

0.05 

0.09 

0.01 

0.01 

0.01 

* Less than 

Baretta Mining Corp •• Ltd. 
Calgary, Alberta 

Attn: Mr. John M. Alston 

Nickel 

0.01* 

0.01* 

0.01* 

0.01* 

0.01* 

0.01* 

0.01* 

0.01* 

0.01* 

0.01* 

0.01* 

0.01* 

0.01* 

0.01* 

0.01* 

Date November JO, 1979 

Sample of Ore 

Lab. No. 3526 
PERCENTAGES 

cf 
Zinc 

0.14 

0.18 

0.18 

·0.23 

0.22 

0.59 

0.19 

0.41 

0.21 

0.26 

0.50 

0.42 

0.32 

0.45 

0.56 

ts> 
Cobalt 

0.02 · 

0.02 

0.02 

0.02 

0.02 

0.03 

0.02 

0.03 

0.01 

0.01 

0.02 

0.02 

0.02 

0.01 

0.01 

Sul fur 

3.78 

3.66 

4.27 

4.23 

4.56 

3.75 

2.68 

3.42 

3.97 

4. 92 

4.75 

4.58 

3.23 

2.66 

3.46 

METALLURGICAL LABORATORIES, INC. 
/J ,--- , dJ ./-:r) 

By __ ?"_ / /-i;c- c.:_-_-~_-::.·_- ~ __ t'/_-- ··_',_~_-___ _ 



vletallurgica. ~ 
__ La5oratories, Inc. Chemists · Assayers • Spectrographers 

Z HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94 103 • AREA CODE 415 863-1575 

R E P O R T O F A,N A l Y S I S 

iubmitted by Baretta Exploration 
205 S.W. G. St. 
Grants Pass, Oregon 97526 

Attn: Mr. Lloyd Frizzel 

P. 0 . No. 

SAMPLE MARK 

Copper 

' 3000 4.59 

'3002 3.53 

cc: 13aretta Mining Corp., Ltd. 
Calgary, Alberta 

Attn: Mr. John M. Alston 

Ml I I Al! t< •k M IJ 

---------------

Date November 30, 1979 

Sample of Minerals 

Lab. No. 3456-5, 3476 
PERCENTAGES 

Zinc Nickel Cobalt 

0.13 Trace 0.06 

0.28 Trace 0.03 

... -·-··-··· .. - ------ - -----=== 

METALLURGICAL LABOR A TORIES. INC. 

By _____ _ 



/irttallurgi ::-:rf ~ 
La,~ oratories, Inc. 

l HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

5ubmitted by 

>. 0 . No. 

Baretta Exploration 
205 S.W. "G 11 Street 

REPORT OF ASSAY 

Grants ~ass, Oregon 97526 

Attn: Mr. Lloyd Frizzel 

Chemists • Assayers · Spectrographers 

• AREA CODE 415 863-857S 

Date November !'6, 1979 

Sample of Minerals 

lab. No. 3305 
GOLD, PER TON OF 2 ,000 LBS. SILVER, PER TON Of 2,000 LBS. 

SAMPLE MARK 
TROY OUNCES 

I 

J, '1061 J 6C·R- / D'/; 0 0.32 

,.r 1062 /I I '-~- I I ~- •-> 0.36 

I ,_,.A~ (? .. .J~ ~ -
cc: Mr. John M. Alston 

Baretta Mining Corp., Ltd. 
Calgary, Alberta 

_ c 

VALUE TROY OUNCES VALUE 

2.00 

5.56 

% % 

I 

MET ALlURGICAL LABORATORIES, INC. 
~,-- //.<...- . 

% 

;( ~4-7 , (/1/ ?"2~ ::- -
By ___ __,. _____________ _ 



11etallurgical 
LaDoratories, Inc. Chemists · Assayers • Spectrographers 

! HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

REPORT OF ANALYSIS 

• AREA CODE 415 . 863-8575 

ubmitted by Baretta Exploration 
205 S. W. "G" Street 

'.0. No. 

7' 

cc: 

Grants Pass, Oregon 97526 

Attn: Mr. Lloyd Frizzel 

SAMPLE MARK 

Cobalt 

,-'-1061 / C, D , r: • I D 'I , I 0.13 

.J'.1062 , '. . , 
0.15 I ,'/ .!,'· I I \ ) 

* Less than 

Mr. John M. Alston 
Baretta Mining Corp., Ltd. 
Calgary, Alberta 

r I AA ~f"\l.a,,l I ,l 

Dote November 16, 1979 

Sample of Mi nera 1 s 

Lab. No. 3305 
PERCENTAGES 

Nickel Zinc Copper 

0.01* 0.52 5.46 

0.03 3.55 3.19 

METALLURGICAL LABORATORIES, INC. 

/✓¾~~ , ~ t:: __ ::.:_ 
BY---~~-----------,---



-Vletallurgical -
LaDoratories, Inc. 

42 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

Chemists · Assayers · Spectrographers 

• AREA CODE 415 863-8575 

Spectrographic Analysis 

Submitted by 

P. 0 . No. 

\MPLE 

l>.RK~ 

ON% 

>PPER 

C KEL 

IRO MIUM 

UMINUM 

AD 

I 

IC 

BALT 

NGANESE 

L'YBDENUM 

ICON 

I/ER 

IADIU'M 

,NE SIUM 

.CIUM 

,N IUM 

"1UTH 

\ 

SS THAN 

I 

( Semi-quantitative) 

Baretta Exploration 
205 S.W. 11 G11 Street 
Grants Pass, Oregon 97526 

Attn: Mr. Lloyd Frizzel 

1061 I I 
Major 

5.46 

0.003 

0.002 

0.40 

0.03 

0.50 

0.13 

0.10 

0.02 

6.00 

0.007 

0.004 

0:03 

0.30 

0.03 

Dote November 16, 1979 

Sample of Mineral 

. 
Lob. No. u305 ! SAMPLE 

MARK~ I 1061 I 
SODIUM% 0.02 

POTASSIUM 

STRONTIUM 0.003 

ZIRCONIUM 0.002 

BORON 0.001 

BARIUM 0.03 

RARE EARTHS 

-

HLMI C AL DL 11.I-IMINA.IION 

I 



1,1etallurgica, ~ 
La5orq1Qries, ln_9~_ 

12 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

Chemists · Assayers · Spectrographer ~ 

• AREA CODE 415 863-85 7 S 

Spectrographic' Analysis 

>ubm11ted by Baretta Exploration 
205 S.W. G Street 

( Semi-quantitative) 

Dote Hovember 12, 1979 

Grants Pass, Oregon 97526 
Sample of Miner a 1 S 

Attn: Mr. Lloyd Frizzel 

P. 0 . No . Lob. No. 3~0B 

,MPLE 
1001- 1031-

SAMPLE 

,RK~ MARK~ lOUl- 1031-
1030 lUGll 1030 lliCO 

:>N 'lb Major 113.jor SODIUM% 0.30 0.10 

>PPER 0.13 0.10 POTASSIUM 

CKEL 0.02 0.02 STRONTIUM 0.003 0.002 

IROMIUM 0.05 0.06 ZIRCONIUM 0.003 0.003 

.UMINUM 2.00 2.50 BORON 0.001 0.001 

AD 0.01 0.003 BARIUM 0.05 0.0J 

" RARE EARTHS 

'IC 0 t:J' • ,J:) 0.50 

)BALT 0.02 0.01 

11.NGANESE 0.60 G.50 

:)LYBDENUM 0.004 0.003 

LICON Major Major 

LVE:R 0.0001 O.Ou06 

,NADIUM 0.03 0.03 

I\GNESIUM 1.00 1.00 

'1.LCIUM 0.70 0.50 

TANIUM 0.15 0.15 

SMUTH 

----- .. - ... ~·---- - -·--

LE S S 1 HAN 
METALLURGICAL LABORATORIES INC. 

__ / Y , , 
'CHI M W I\I nt lf"t?MINI\Tl 0 N Ry 



·v •'G 1a11urg1ca. , 
LaDoratories, ln 4~. 

12 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

REPORT OF ASSAY 

Submitted by 

P. 0. No. 

Baretta Exploration 
205 S.W.G. Street 
Grants Pass, Oregon 97526 

Chemists · Assayers · Spectrographers 

• AREA CODE 415 863-8575 

Date September 18, 1979 

Sample of Ori 11 Cores 

lab. No. 2762 
GOLD. PER TON Of 2,000 lBS. SILVER, PER TON OF 2,000 LBS. 

SAMPLE MARK 
TROY OUNCES VALUf 

_.. 500 0.030 

- 501 0.016 

- 502 0.020 

- 503 0.020 

-504 0.020 

'505 0.020 

' 506 0.020 

' °'501 0.044 

'soa 0.040 

'sog 0.016 

~10 0.044 

"s-11 0.030 

; 

cc: Baretta Mining Corporation, Ltd. 
217 - 513 8th Ave., S.W. 
Calgary, Alberta 
Canada T2P 1G3 
Attn: Mr. John M. Alston 

TROY OUNCES VAIUE % % % 

0.11 

0.11 

0.10 

0.06 

0.16 

0.06 

0.12 

0.15 

0.10 

0.08 

0.04 

0.11 

M~JALLURGICAL LABORATORIES, INC. 
~/ , . 

. .,/."' L . ,c/ "· / 



/virztallurgica,· -
· Lal:5oratories, Inc. 
142 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94 103 , 

REPORT O.F ASSAY 

Submitted by 

P. 0 . No. 

Baretta Exploration 
205 S.W.G. St. 
Grants Pass, Oregon 97526 

Chemists· Assayers · Spectrographers 

• AREA CODE 4 15 863·8S 7 5 

Date August 3, 1979 

Sample of Ori 11 Cores 

lab. No. 2531 
GOLD, PER TON Of 2,000 LIS. $1LVU, PU TON Of 2,000 LI$. 

SAMPLE MARK 
TIOY O\JNCES \IAWl TIO't OUMCU \I.UUl % % % 

f\t)~ \ 
.. 

/1049 • '1 -_. - ,- l( b 
· - sj 

0.043 0.01 ·: 

L1oso :, Y-c- ::.·: ~- 0.040 0.02 

~ 1051 ~- c- -.. - '::.. :: -' co 0.048 0.05 

.J 1052 
r . - r - . 

~ c·- . . ~) ..,, 0.072 0.07 

✓ 1053 ·:,i.- ·- . -·:~ lt '6 0.040 0.02 ' 
' 

,'1054 .. ~ ·( - s ~,:.i 0.024 0.01 

/ 1055 ,-,· ,·;:::, - - . , , ..... .. . 0.024 0.02 

~ 1056 .- ,;_)- s ~ ·::, 0.048 0.02 

, 1057 ·::, f. ;;. - · · ,Sb 0.032 Trace 

-'1058 ':. ~ f, - :: . 'i ~ 0.040 0.02 

/1059 ~r( ~ - ,:,_/1 £ 0.032 0.01 
' 

~ 1060 (.~ -~- ·. ~ - <t, :::,··1 0.020 Trace 

.. 
' 

. 

~h<AvPP~~., ' 

' 
:c: Baretta Mining co·. METALLURGICAL LABO RA TORIES, INC. 

I 

Mr. John M. Alston 
217513 8th Ave. S.W. 
Calgary. Alberta 12PlG 

By __ /h~e-~-'L_.,_,_tf(J._. ~---=Pr-..;~_: 

·i 

l 
I 

i 



vletallurgica1 
LaOoratories, Inc. 

2 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 · 
·' . 

Chemists • Assayers · Spectrographers 

• • AREA CODE 415 . 163-8575 

REPORT OF ANALYSIS 

Submitted by Baretta Exploration 
205 S.W.G. St. 
Grants Pass, Oregon 97526 

P. 0 . No. 

SAMPLE MARK 

:(?~\ 
f'\ 

cc: 

~1049 

r 1050 

/!. 1051 
r 

._ 1052 

---1053 

~1054 

~ 1055 

_ .... 1056 

_-1057 

_-1058 -_ 1059 

~ 1060 

Baretta Mining Co. 
Mr. John M. Alston 
217513 8th Ave. S.W. 
Calgary, .Alberta T2PlG 

Sulfur 

13.03 

20.29 

12.48 

19.38 

15.87 

12. 74 · 

11.49 

12.46 

9.52 

13.11 

6.23 

9.36 

~ Less than 

Date August 3, 1979 

Sample of Dr111 Cores 

Lab. No. 2531 
rl!:RCl!:NTAGl!:S 

----i ~w- ·.,· 0.J) \ 

( le:} Nickel ~inc ) Cobalt I 

' ' ' ..... _ ./· 

0.13 0.01* 0.24 0.04 

0.02 0.01* o. 10 0.05 

0.09 0.01* 0.30 0.04 

0.15 0.01* 0.26 0.05 

0.20 0.01• 0.17 0.04 

0.06 0.01• 0.19 0.03 

0.13 0.01 0.21 0.04 

0.10 0.01 0.03 0.04 

0.01* 0.01* 0.03 0.01 

0.01* 0.01• 0.03 0.20 

0.01* 0.01• 0.03 0.10 

0.01• 0.01* 0.01 0.04 

MET AllURGICAL LABORATORIES. INC. 

Ae~,~~~ 

--------



/VlelOIIUfQICL . ~ 
· LaDoratories, Inc. 

142 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 · 

REPORT OF ASSAY 

Submitted by 

P. 0 . No. 

Baretta Exploration 
205 S.W.G. St. 
Grants Pass • Oregon 97526 

·' 

Chemists · Assayers · Spectrographers 

• AREA CODE 415 863-8575 

Date August 2, 1979 

Sample of Dri 11 Co res 

lab. No. 2520 
GOLD, PER TOH Of 2,000 LIS. SILVEA, PH TON Of 2,000 LIS. 

. 
SAM .. LE MARK 

TROY OUNCES 

:--ef \ 
I -1024 '::.1 F -·-:. · ..... -.:. 0.056 

,1025 L / I () - ~ ' I ·.--:- 0.072 

,;,,1025 W- r,.: . 1.. ( :_; o 0.048 

,1021 Ll : • n ~ Ll -_, ·:::- 0.056 

..-1028 y .,; ·~ 'I -:'.,(' 0.040 

,,,,,1029 -4-· L/. -.:.,..l) - ~, ... ~ 0.040 

., 1030 t../ ~- - -Ll 1-i) _ .... J 0.040 

,' 1031 ~ ;_f '- ~q ·:- 0.040 

,1032 Lj' - Cl . if -., 
0.040 • J (_) l. ~ 

,,, 1033 '-f ' -, 'I 8 (., ~, - . \; 0.048 

~ 1034 '-i J ' .• C - y -, :::i 0.056 

~ 
1035 Lj"/ . ::, - L./' I 'c, 0.072 

~ 1036 C.f/ ~ - 4'8 -:; 0.064 

. _,. 1037 1./- ~ "::- - '-I PJB 0.030 

,. 103s ~es - <:1cr3 0.072 

.. r 1039 '-/~ i .:.l{'18 0.072 

""'1040 ~B-5o3 0.020 

(' C4,\.~ \? ~i.o 
'-

cc: Baretta Mining Co. 
Mr. John M. Alston 

i 217513 8th Ave. SW 
lalgary, Alberta T2PlG 

VAlUE TIOYOUNCH VAWl % % % 

0.08 

0.22 

0.13 

0.32 

0.10 

0.06 

0.04 

0.02 

0.06 

o.os 
0.04 

0.08 

0.11 

0.01 

0.01 
-

0.01 
' 0.90 

/'uRGICAL LABORAToR;s, INC. . 1 
By_.,. __ .,,..._-.,_. _ .,_-___ · __ / __ ~ --- ·--·:;_/_ 



1V1e ra11urg1cc. · ~-
~ ~ · Lat5orator1es, Inc. Chemists · Assayers · Spectrographers 

1142 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103, 

REPORT OF ANALYSIS 
·' 

• AREA CODE 415 . 863-857S 

Submitted by 
Baretta Exploration 
205 S.W.G. St. 
Grants Pass, Oregon 97526 

P. O. No. 

SAMPLE MARK. 

~\ 
Sulfur :t1:;J 

.. 
'1024 - 0.11 

, 1025 -- 8.13 

'1026 ,,,. 7.42 

\ 1027 - 8.64 

'1028 - 8.26 

'1029 - 14.16 

'1030 - 3.31 

'1031 ,,. 4.06 

'1032 , 1.10 

'1033 - 4.15 

'1034 ,- 9.82 

'1035 - 11.39 

.. 1036 9.60 

'1037 5.39 

-1038 ,- 5.71 

,1039 - 14.83 

* Less than 

cc: Baretta Mining Co. 
Mr. John H. Alston 
217513 8th Ave. SW 
Calgary, Alberta T2PlG 

Mfl u,a IOIIM 11 

Dote August·Z, 1979 

Sample of Dr111 Cores 

Lob. No. 2520 
PERCENTAGES 

Hickel Cobalt 

0.08 0.01* 0.02 0.02 

0.50 0.01* 0.01* 0.03 

0.76 0.01* 0.01* 0.03 

0.73 0.01* 0.01* 0.03 

0.50 0.01* . 0.01* 0.04 

0.54 , 0.01 0.01* 0.04 

0.23 0.01* 0.01* 0.02 

0.18 0.01* 0.01• 0.02 

0.30 0.01 0.01 0.01 

1.15 0.01* 0.01 0.02 

0.25 0.01* 0.01 0.06 

0.19 0.01* 0.01 0.07 

0.70 0.01* 0.01 0.04 

0.75 0.01• 0.01 0.03 

0.43 0.01* 0.01 0.02 

0.74 0.01* 0.01 0.04 

META}J:URGICAL LABORATORIES, INC. _ I 
.,/ /_, .-.--·· . J - , / 

~ : ',. t. ay • • c __ ~•• - • ✓/ pd ,-_:; · 



1v1era11urg1cu. · -
· · · LaOoratories, Inc. Chemists · Assayers · Spectrographers 

142 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 . • AREA CODE 415 . 863-8S75 

R E PO R T O F .,A N A LY S I S 

Submitted by Raretta Exploration 
205 S.W.6. St. 
Grants Pass. Oregon 97526 

P. 0 . No. 

SAMPLE MARI( 

,¢\ 
\~'o 

,1040 -

,1041 -

'io42--

'-1043 -

'1044 -

'1045 -

'°1046 ,.... 

,1047 -

~048 -

cc: Baretta H1n1ng Co. 
Hr. John M. Alston 
217513 8th Ave. SW 
·Calgary, Alberta T2PlG 

U.tlt&llll"'\OMl"I 

Sulfur 

11.03 

11.61 

11.21 

12.64 

11.68 

11.35 

19.52 

20.30 

15.77 

* Less thMi 

1.60 

1.15 

0.61 

0.50 

0.29 

0.38 

1.60 

1.30 

0.37 ; 

Dato August · 2, 1979 

Sample of Drl 11 Cores 

Lob. No. 2520 ,... 

PERCliNTAGES 

(\~P:1/ . 
CtJ I 

I 

Nickel \_JI 
0.01* 0.01 0.02 

0.01* 0.01 0.02 

0.01 0.01 0.02 

0.01* 0.01 0.04 

0.01 0.01 0.05 

0.04 0.01* 0.07 

0.22 0.01* 0.12 

0.25 0.01 0.10 

0.01* 0.04 0.05 

,. 
• METALLURGICAL LABORATORIES, INC. · 

B . ,/2t , - ,✓,, "" _ • •• · / .,--~ ... ~ -"~• .. ~ _,.L ,,-
. ,, .. : 



Metallurgic<...: " . 
·· LaDorator1es, ln·c. 

1142 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

Submitted by 

P. 0 . No . 

Baretta Exploration 
205 S.W.G. St. 

REPORT QF ASSAY 

Grants Pass. Oregon 97526 

Chemists · Assayers • Spectrogrophers 

• AREA CODE 415 863-8575 

Date A1:1gust 2 1 1979 

Sample of Dr111 Cores 

lab. No. 2520 . 
GOLD, PER TON Of 2,000 llS. SILVER, PU TON Of 2,000 llS. 

SAMPLE MARK 
TRO! OUNCES 

t' 
~1041 .- (: ·::. ---.:.1..">8 0.020 

..-1042 ✓: ' ' 8 - ,- ( --~ 0.032 

✓1043 -: 1·: -·:.16 0.020 

~1044 .,... l '" - c- .;.i, - , 
.) ,.) - -· 0.072 

,1045 \-_ . ..! - ~ .. .... -,,;.,,_~'ti 0.056 

~1046 . ~ --~ r;; - '·: ~-: ·:: 0.088 

,'1047 ,- .. ::. -,.,, ... .. er-' :>c~ 0.040 

.,_. 1048 s- 2, o -· -, ~ :... 0.056 

,. 

,, 

,. 

()hA~pll~~ 
'-

cc: Baretta Mining Co. 
Mr. John M. Alston 

·· 217513 8th Ave. SW 
talgary, Alberta T2P1G 

VAWI: TIOY OUNCH VAll)t % % % 

0.09 ' 

0.01 

Trace -

0.07 

0.05 

0.23 

0.07 

0.04 

{ 

-

' 

MET AUURGICAL LABORATORIES, INC. 

/ 
,,., · 

, · / 
• ~i-'.:""-•~/--rc'-(-· '-" -----:✓;.....:-==,.,..__.~ __ ..... ,;_-,,,_~c::=::::c::;: __ :;::.-__ -



' V 'IG l\..,olUI ~I\.,'-" '"" 

. · LaDorator1es, Inc. Chemists Assayers Spectruyrapher .) 

1142 Howard Street San Francisco, Cal if ornia 94103 Area Code 415 863-85 7 5 

REPORT OF ANALvs·as 

Submitted by Date July 19. 1979 
Baretta Exploration 
205 S.W.6. St. 
Grants Pass. Oregon 97526 Sample of Drill Cores 
Attn: Mr. Lloyd Fr1zze1 

P. 0 . No. lab. No. 2303, 2454 

SAMPLE MARK PERCENTAGES 

~ 
c~l)alt Sulfur Zinc Copper Nickel 

-1001 - 19.64 0.32 0.21 0.01 0.11 

-1002 / 22.17 , 0.39 0.21 0.01* 0.12 

--1003 _,,. 24.80 2.30 0.24 0.01* 0.13 

-1004 - 23.91 1.44 0.36 0.01* 0.14 

-1005 -- 21.50 1.50 0.16 0.01* 0.11 

-1006 - 0.02 0.12 0.005* 0.01* 0.01* 

-1001 6.60 0.18 0.16 0.02 0.05 

-1ooa - 2.89 0.36 0.45 0.01* 0.01 

-.1009 - 10.00 0.16 0.14 0.01* 0.05 

-1010 - 12.96 0.10 0.20 0.01* 0.07 

'1011 - 23.48 0.76 0.02 Q.01 0.05 

... 1012 -- 15.38 0.64 0.10 0.01 0.08 

'1013 - 29.71 1.34 0.12 0.01 0.07 

.. '1014 ,,. 26.81 0.68 0.11 0.01* .0.08 ,,.,,.. 

,.. 1015 - 29.82 0.86 0.20 0.01* 0.10 

'1016 ,,... 28.27 0.58 0.20 .0.01* 0.08 

* - I 

' • less than 
ZGICAL LABO~A TORIES. INC: I 

CC: Baretta Mining Co. 
h ~ John H. Alston b . • - -✓ . .-~- ,.-,· ; 

217513 8th Ave SW 'I ( l,l~~ ► -~ 

Calgary, Alberta T2P1G 



I ~ I"- l\,,,AIIUI ~•""''- - • r-... 

_.· ___ LaOorarories, Inc. Chcn11sts · -· Assilycrs Spec:tmgraphcr~ 
---·------

1142 Howard Street San Francisco, California 94103 Area Code 415 863-85 75 

REPORT OP ANALYSIS 

Submitted by 
Baretta Exploration 
205 S.W.G. St. 
Grants Pass. Oregon 97526 

Attn: Mr. Lloyd Fr1zze1 

P. 0 . No. 

SAMPLE MARK 

~1018 ,,, 

--1019 ,,,. 

, 1020 .,. 

'1021 ..­

'-.1022 .-

~ 1023 ,,,. 

CC: Baretta Mining Co. 
John M. Alston 
217513 8th Ave SW 
Calgary. Alberta T2P16 

Sulfur 

32.90 

25.54 

28.30 

27.53 

26.15 

2.53 

• less than 

Zinc 
J 

3.50 

0.58 

1.32 

1.30 

1.30 

0.12 

Date July 19. 1979 

Sample of Drill Cores 

Lab. No. 2383, 2454 
PERCENTAGES 

~ G 
Copper Nickel Cobalt 

0.11 0.01* 0.10 

0.04 0.01* 0.06 

0.17 0.01* 0.09 

0.10 0.01 o.oa 
0.12 0.01 0.09 

0.01 0.01 0.01 

MET~, LURGICAL LABOR A TORIES, INC. 
1 

/, . 
/ ' / ; 

by.--::' . ••c·...-; / '. ·., . . r;;:;/ . .? . 



_... 

/~lullurg1cc. 
· LalSoratories, In,~. Chemists · Assayers • Spectrogropher!> 

1142 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 • AREA CODE 4 15 863-85 7 S 

REPORT qf . ASSAY 

Submitted by 

Baretta Exploration 
205 S. W. G. St. 
Grants Pass, Oregon 97526 

P. 0. No. 

GOLD, PEA TON OF 2,000 LIS. 
SAMPLE MARK 

1AR-:it.l TROY OUNCES VALUE 

.-1001 I:--. •:.. - ,:.~ 0.100 

.,..1002 ·· l . \. i L{ 0.160 

~ 1003 1 'I t i · I·-:: l 0.056 

_.1004 I -: \- I '• 0.064 

-1005 \ - ... j - I : (I 0.055 

,-1006 I ·10 -( ·7 S° 0.040 

~1007 \ '2,.: . :- -1 '6~ _,:- 0.048 

_,, l 008 t ··c ·:- ~ -,~,: - 0.032 

~1009 1ct3 .S ·(/ 5_· :'."" 0.040 

- 1010 1·'1 <'.

0 . - . - ., ( .... . . 
- ,~ ...l. 0.040 

, 1011 ··.,:-: -::. - :,- c: 0.040 , 

,1012 -~~;; - )(r ~ 0.064 

;1013 . '4" · •. - .:./4: 0 0.048 

_.-,1014 ~ "-" S -.:>1 :5 0.024 

' ;,.· 1~15 ;;i,3-;;}78 0.032 

✓1016 ~, ~-:icg ~ 0.032 
' 

(' ._, - 8 ("') -, 1017 d CJ J- ..i 6 0.030 

/1018 --:, t~ r;, . :;} r ( ·:, 0.064 

Date July ·19, 1979 

Sample of Dr111 Cores 

. lab. No. 2383 2454 
-

SILVER, PEIi TON Of 2,000 LIS. 

TIOY OUNCU VALUE % % 

0.92 

0.37 . 

0.10 

0.17 

0.10 

Trace 

0.01 

0.01 

0.06 

0.04 

0.24 

0.22 

0.31 

0.32 

0.93 

0.17 

0.31 

0.24 

METALLURGICAL LABO RA TORIES, INC. 
/.·· ... ' , . 

By .· / 

.. ----~-

. . 

0 



Nietallurgicc., ,, 
· La5oratories, Inc. 

1142 HOWARD STREET • SAN FRANCISCO, CALIFORNIA 94103 

REPORT QF ASSAY 

Submitted by 

P. 0 . No. 

Baretta Exploration 
205 S.W.G. St. 
Grants Pass, Oregon 97526 

Chemists · Assayers · Spectrographers 

• AREA CODE 415 863-8575 

Date July 19, 1979 

Sample of Drill Cores 

; 

lab. No. ·2383. 2454 

GOLD, PER TON Of 2,000 LIS. SILVfR, PEI JOH Of 2,000 llS, 
SAMPLE MARK 

TROY OUNCES YALUI! UOY OUNCU VALUI % % % 

-1019 .. ' 1 .· ' - _,. \ 'O ...... 0.048 0.11 
: 

,1020 -_ ,-, B . - , .. ,• 0.054 0.38 
'' • ' 

'1021 -:. · -~ 15 0.048 0.60 , 

.,- 1022 :.-:o<c;-::: \ 3 0.064 0.50 

/1023 : , I :~ - ·_. ''o 0.024 0.04 

: 

I 

,, 

-• 

r () . .J) P~ ..fl1.1 t;: .. 

By .· 

MET.ALLURGICAL LABORATORIES, INC. 

-/✓ ..----" ". .. / ~ ' / / . / 
, ' ' ' / ,_ - ' ,1/. ,--::" 

(___ 
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