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t ,1, Ag , Cu , i·,c, 

2033 First Street 
Baker, Oregon 

0TATE DEPAHTMENT OF GEOLOGY AND liINERAL INDUSTRIES 
1069 State Office Building 

Portland 1, Oregon 
239 S.E. 11 H11 Street 
Grants Pass, Oregon 

REQUEST FOR SANPLE INFORMATION 

The State law governing anaLysis of samples by the State assay laboratory is 
given on the back of this blank. Please supply the information requested herein 
1'ully- and submit this blank filled out along with the sample. 

Your name in full --....a.11::1"4.....MoliM!lj..__ _____________________________ ___ 

Street or P.O. Box _____ B_o_x_4.:.1_7.:...-___________ City & State . Grants Pass 

Are you a citizen of Oregon? yes Date on which sample is sent_~l--4 ...... -_6_3 _______ _ 

Name (or names) of owners of the property Wilfolkc (?) ( ~() i/ 1,1,1, of ) 
Are you hiring labor? ___ n_o ____ Are you milling or shipping ore? ___ n~o ______ _ 

Name of claim sample obtained from pri v'3.te --------------------------
Location of property or source of sample (If legal description is not known, 

give location with reference to known geographical point.) 

County _____ Jo~s~e~p~b=i_n_e __________ Mining District_~G~r~a-n~t-s_P~a-s-s.._ _____ _ 

Township _ _,3~5.._,;;;.S __ Range 6 W Section Quarter sect ion __ ....._ __ _ 
NE af NW 

Haw f ar f~om passable road? _ ___.5-0_0_f_e_e~t ____ Name of road Quartz Creek 

Channel (length) Grab Assay for Description 

Sample no. 1 

Sample no. 2 

Au,Ag1 Cu1 Mo highgrade from ore pile of old prospect 

(Samples for assay should be at least 1 pound in weight) 

(Signed) Len Ramp 
. 

DO NOT WRITE BELOW THIS LINE - FOR OFFICE USE ONLY - USE OTHER SIDE IF DESIRED 

Sample De scri ption. _ __,f=-=r:..:::a_,c ... t-=ur~ed=--=g~u==a==r_,,t"""z_-_.r._.i ... c...,i.,._,.,.p.,..o..._rt .... · i..,o,..n...,..o...,f-+'pe...,g1:,1= ..... + ...... i....,t,,._e--"'ve .... , .... • o ......... WJ .... ·....,+ .... b_s"'ip..,tb .... t ..... t,.,y'-----
,, 

, I 

bomite and molybdenite; fractur:as coated w;:lt,b secaodaq rnaJacb1+e aod soms 

limonite • ··-- 4 
Sample GOLD SILVER COPPER MOLYBDENU 
n'..l;rtber oz./T. Value oz./T . Value Cu Mn 
P-28068 0.04 $1.40 1.40 $1.26 6.10% 0. 01% - - - - - -XG-1 

Report issued Card filed R.enort ml'lilerl l/H~/61 r.-'lllPrl fn,.. 


