
.Andy Group 
Lower Appl es t 
T. 38 s ., R. 5 ' •• sec. 29 . 

STATE DEPAR'IMENT OF GEOLOGY .AND MINERAL INDUSTRIES BG-235 

ASSAY REPORr Office Number -----Grant s Pass, Oregon 
~ 

Sample description ot rusty, f lint quartz. 

The assay results given below are made without charge as provi ded by Chapter 176, 
Sect ion 10, Oregon Laws 1937, the sender having complied with the provisions thereof'. 

NOTICE: The assay results given below are from a sample furnished by t he above named 
person. This department had no part i n the t alcing of the sample and assumes no 
responsibility, other tha,n the accuracy of tpe assay of the mater i al as furnished 
it by the sender. 

GOLD SIL't lrn 
Sample Ounces ounces Total 
Number per ton Value per ton Value Percent Value Percent Value Value 

10.02 f360. 7( 1.0 .70 1 351 . 40 

Market ~uotations: STATE ASSAY LABORATORY 
Gold ., $ 35 per oz. 
Silver $ .70 per oz. 

$ per oz. 
$ per oz. Assayer 


