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QUALITATIVE SPECTROGRAPHIC ANALYSIS
(uantities estimated to nearest power of ten)
1. Elements present in concentrations over 10%.
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2. Elements present in concentrations 10% - 1%. . x
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3. Elements present in concentrations 1% - 0.1%.
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4. Elements present in concentrations 0.1%4 - .01%.

+

C ¥ J vy N

5. Blements present in concentrations .017. - .001’7..
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6. Elements present in concentrations below .001%.
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p Thomas C. Matthews, Spectroscopist




