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SECTION 00743 - POROUS ASPHALT CONCRETE (PAC)

(Follow all instructions. If there are no instructions above a subsection, paragraph, sentence, or bullet, then include it in the project. The specifications may be modified to include project specific specifications, but all additions, deletions, or modifications must be sent to the ODOT Technical Resource and State Specifications Engineer for review and approval.)

Comply with Section 00743 of the Standard Specifications modified as follows:

00743.13(a)  Contractor Provided Job Mix Formula ‑ Replace this subsection, except for the subsection number and title, with the following:

Have a CMDT prepare, sign, and submit a JMF to the Engineer for each mixture required at least 10 Calendar Days before the anticipated use in PAC, and according to the latest copy of the ODOT Contractor Mix Design Guidelines for Asphalt Concrete. If requested, submit material samples at least 10 Calendar Days before use.
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